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HOLE FROM TO LENGTH Cu Zn Pb Ag Au 
Cm) (%) (%) (%) Cg/t) Cg/t) 

S - l 16.1 23.8 7.7 0.34 19.89 0.92 26.2 0.1 
S-2 3.5 7.0 3.5 0.16 14.58 1.28 30.2 0.0 
S-2 14.9 17.2 2.3 0.61 14.29 0.25 21.3 0.0 
S-6 17.1 21.3 4.2 0.17 9.15 1.13 13.7 0.0 
S-6 29.3 33.1 3.8 0.41 28.73 4.44 68.6 0.7 
S-7 29.9 34.1 4.2 0.16 11.39 1 .93 81.1 1.3 
S-9 36.9 39.1 2.2 0.13 12.33 2 .29 16.4 0.3 
S-9 44.9 48.3 3.4 0.12 11.56 1.18 13.3 0.0 
S-9 53.1 55.6 2.5 0.22 9.13 1.50 14.1 0.0 
S-10 57.4 61.3 3.9 0.13 19.80 2.41 22.8 0.6 
S-11 63.3 81.4 18.1 0.08 9.78 1.01 13.7 0.1 
S-12 64.6 67.2 2.6 0.10 4.89 0.23 18.1 0.3 
S-13 59 . 2 62.0 2.8 0.32 7.50 0. 99 29.6 0.5 
S-14 132.1 135.5 3.4 0.06 7.83 0.27 9.9 0.1 
S-16 69.0 73.7 4.7 0.26 2.84 1.79 29.6 0.2 


