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COMP: NICK CARTER 
PROJ: 
ATTN: NICK CARTER 

MIN-EN LABS — ICP REPORT 
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 

(604)980-5814 OR (604)988-4524 

FILE NO: 9S-0322-RJ1 
DATE: NOV-02-89 

* TYPE ROCK GEOCHEM * (ACT:F31) 
SAMPLE 
NUMBER 

AG AL AS B BA BE BI CA CD CO CU FE K LI MG MN MO NA NI P PB SB SR TH U V ZN GA SN U PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM 
54 7 52 .6 1 1020 796.5 30 6885 18970 1090 5 3070 253 47 120 5 360 8735 2504 15 1 1 13.4 71275 2 3 1 
77 2 31 .4 7 520 292.2 17 10704 21550 780 4 2540 167 19 70 4 160 33892 2020 9 1 1 12.5 22677 1 2 1 

CR 
20769R 
20770R 

254.2 6930 
233.8 4520 


