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Geochemical Analysis Certificate 

Company: GOLDEN H E M L O C K 
Project; TATSI 
Aim: GEORGE HEARD 

5S-0087-RG1 

Date: AUG-1S-95 
copy i . Golden Hemlock. Vancouver, B . C . 

2. Fax cc: G . Irving c/o: Min-En Smtthers 

We hereby certify the following Geochemical Analysis of 24 ROCK samples 
submitted AUG-09-95 by Stu Tennant. 

Sampl e 
Number 

Au -we t 
PPB 

05595 
05596 
05597 
05598 
05599* 

5 * 
5' 

73 S 
* s 

1535 
05600* 
05617* 
05618 
05619 
05620 

7420^ 
1380 • 

20 <s 

5 ^ 
5 • 

05621 
05622 
05623 
05624 
05625 

190 J 

80 • 
5 
5 
5 

05626 
05627 
05628 
05629 
05630 

5 
5 
5 

200 
30 

05631 
05632 
05633 
05634* 

5 
5 

10 
2170 

* Possible Metallic Au 

Certified by 

MIN-EN LABORATORIES 



/MINERAL 
JUL. •ENVIRONMENTS 

V i w • A e r » D A T r » D i c « LABORATORIES 
(DtVKION OF ASSAYEftS CORP.) 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS « ASSAYERS . ANALYSTS . CSOCHBMISTS 

VANCOUVER OFFICE: 
8 2 8 2 SHERBROOKE STREET 
V A N C O U V E R . B.C. C A N A D A V 5 X 4 6 8 
T E L E P H O N E (604) 5 27 - 5436 
F A X (604 ) 3 2 7 - 5 4 2 3 

SMITHERS LAB: 
3 1 7 6 T A T L O W ROAD 
SMITHERS, B.C. C A N A D A VOJ 2 N 0 
TEL (604) 8 4 7 - 3 0 0 4 
F A X (604 ) 8 4 7 - 3 0 0 5 

Geochemical Analysis Certificate 

Company: GOLDEN H E M L O C K 
Project: TATSI 
A t t n . GEORGE HEARD 

We hereby certify the following Geochemical Analysis of 18 ROCK samples 
submitted AUG-09-95 by G. Heard. 

5S-0087-RG2 

Date: AUG-22-95 

Sample 
Number 

Cu 
PFM 

Cu 
% 

05635^ 
05701/ 
05702^ 
05703^ 
05704^ 

66 
23 
38 

192 
234 

05705^ 
05706 ̂  
05707 
05708 v 
05709/ 

3720 
>10000 

120 
7710 
6640 

3.578 

05710^ 
057II-/ 
05712' 
05713^ 
05714^ 

108 
>I0000 

184 
6990 

102 

1.115 

65715^ 394 
05716 v 
05717 y 

96 
83 

* Possible Metallic Au 

Certified by_ 

MIN-EN LABORATORIES 

TOTAL P.04 



CCMP: GOLDEN HEMLOCK MIN-EN LABS ICP REPORT F I L E MO: 5 S - 0 0 9 6 - R J 1 
P R O J : 8 2 8 2 SHERBROOKE S T . , VANCOUVER, 8 . C . V5X 4E8 OATE: 9 5 / 0 8 / 2 5 

A T T N : GEORGE HEARD T E L : ( 6 0 4 ) 3 2 7 - 3 4 3 6 F A X : ( 6 0 4 ) 3 2 7 - 3 4 2 3 * r o c k * ( A C T : F 3 1 ) 

SAMPLE 
NUMBER 

AG AL AS BA BE BI CA CD CO CR CU FE GA K L I KG HH KO HA H! P PB SB SK SR TH TI U V W ZH Au -we t 
PPN X PPM PPM PPM PPM % PPM PPM PPM PPM X PPM '/. PPM % PPM PPM X PPM PPM PPH PPK PPM PPH PPM X PPM PPM PPM PPM PPB 

0 5 5 0 5 
0 5 6 3 6 
0 5 6 3 7 
0 5 6 3 8 
0 5 6 3 9 

. 7 . 44 1 3 0 . 9 1 4 . 74 . 1 9 8 4 5 1 20 5 . 2 1 1 . 0 1 2 . 1 4 123 1 .01 15 190 61 1 1 44 1 . 0 5 1 5.0 2 20 20 
3.3 . 0 4 49 113 . 2 1 . 0 2 .1 2 53 722 . 6 6 2 . 0 1 1 . 0 3 3 9 0 1 .01 1 20 54 3 1 2 2 . 01 1 1 .2 3 17 80 
1 .7 . 1 0 1 162 . 4 3 2 . 0 0 .1 6 73 624 1 . 73 1 . 01 1 . 1 7 1 5 0 8 3 .01 12 480 77 1 1 57 1 . 0 1 1 4 .4 4 60 155 

> 2 0 0 . 0 . 1 0 1 407 860 1.3 1 8 . 1 7 > 1 0 0 . 0 3 8 3 3 > 1 0 0 0 O 5 . 1 7 1 . 0 1 1 2 . 7 2 1 5 5 3 1 .01 28 6 4 0 160 > 10000 8 443 1 . 0 1 1 1 8 . 5 5 4341 1870 
2 7 . 3 .31 1 69 .4 1 3 . 2 0 . 5 8 6 6 1440 1 . 93 1 . 0 1 2 . 3 8 1 0 7 8 1 .01 11 120 213 104 1 45 1 . 0 1 1 8 . 9 4 132 125 

0 5 6 5 2 
0 5 6 5 3 
0 5 6 5 4 

> 2 0 0 . 0 . 2 0 1 24 . 4 1 1 . 74 . 3 5 25 9 3 1 7 1 . 45 1 . 01 2 . 1 9 7 0 9 2 . 01 6 240 56 19 1 29 1 . 0 1 1 2 . 9 3 105 8 0 0 
1 .0 . 6 3 1 54 . 7 6 3 .95 .1 7 32 57 1 .74 1 . 01 6 . 5 0 1020 1 . 0 1 7 4 6 0 30 6 1 111 1 . 0 2 1 1 0 . 9 2 6 9 15 
3.4 1 . 1 8 1 43 . 8 8 3 .46 . 1 12 21 30 3 .02 1 . 0 1 13 . 7 0 1 217 1 .01 18 6 5 0 43 5 2 60 1 . 0 1 1 1 7 . 6 1 109 40 

-> 


