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MINERAL 
* E N V I R Q ? * 

LABORATORIES 
(OfVTSfON OF ASSAYERS CORP.) 

8 3 0 7 5 5 
SPECIALISTS I N MINERAL ENVIRONMENTS 

CHEMISTS • ASSAYERS • ANALYSTS ' GEOCMGMlSTH 

VANCOUVER OFFICE; 
705 W E S T 1STH S T R E E T 
N O R T H V A N C O U V E R , B . C C A N A D A V ? M I T S 
T E L E P H O N E ( K M ) 9 8 0 - 5 $ 14 O R [604) 3 8 $ - 4 5 2 4 
F A X < 6 M ) 3S0"9S2t 

SMITHERS LAB.: 
3 1 7 6 TATLOW R O A D 
S M I T H E R S , B.C, C A N A D A V 0 J 2 N 0 
T E L E P H O N E (604) 8 4 7 - 3 0 0 4 
F A X (604) 8 4 7 - 3 0 0 5 

Assay Certificate 

Company: J X T H O M A S D I A M O N D D R I L L I N G L T D 
Project; D H 

Ann, Jim Thomas 

We hereby certify the following Assay of 9 rock samples 
submitted SEP-09-94 by M I K E HEINO. 

4S-0261-RA1 

Dace: SEP-15-94 
copy i . J.T. Thomas Drilling, Smithers, B.C. 

Samp i e A u - F i i e Au-Fi re Ag 
Number g/ tonne 02/ ton g/tonne uz/ton 
64S25 * 1.90 .055 977.5 28.51 
64826 * 3.65 .106 4057.4 118.34 
64827 * .30 009 832.9 24.29 
64828 * 3.72 .109 1408.7 41.09 
64829 * .79 .023 3188.6 93.00 
64830 16. 24 .474 63.4 1.85 
64831 SI .46 2.376 24S 8 7.26 
64832 23.70 .691 W 1 5.47 
6483? 2.50 .073 33 . 1 .97 

/ 

Ag - gravimetric finish 

Certified by 

N4IN-ENXABORATORIES 
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ITT MINERAL 
J L . - i ENVIRONMENTS 
35i JET LABORATORIES 

OF A6&LYEKS CORP.) 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMJSTS - • ANALYSTS * GSOCHEMlSTS 

VANCOUVER OFFICE; 
70S WEST 16TH STREET 
NORTH VANCOUVER, f f t CANADA V7M 1T2 
TELEPHONE (604) 960-581* OR ma) 3S&-4524 
FAX (SW) 030-9621 

SMITHERS LAB.: 
3176 XftTLQW ACAD 
SMITHERS, a C CANADA VO» 2N0 
TELEPHONE (604) &47-3CG* 
FAX ($04} &47-3QC5 

Assay Certificate 

Carney J T T H O M A S D I A M O N D D R I L L I N G L T D 
Project. DH 
Aim: Sim Thomas 

We hereby certify the following Assay of 9 rock samples 
submitted SEF-22-94 by R A Y B R A C K E N B E R R Y . 

Simp] e 
Numb e r 

y 61301* 
^'61302 
^64844* 
--64845 
--64S46 

y'64847 
•64848 

64849 
v' 64850* 

4S-0276-RA1 

Date; SEP-26 94 
Copy i . J . T - T h o m a s , Smi thers , B.C. 

o <3 
Au-Fi re Au-Fire Ag Cu 
g/tonne oz/ton g/tonne % 

2.62 .076 823.0 2,485 — ~ M -
3.94 .115 64.7 

.88 .026 872.0 , . .. £3 — J* 5 ' v 

.32 .009 1710.0 V i - £ i » * " ~" 

.24 .007 360.3 
ft • > 

— [J - n *-\ , 
1.24 ,036 539.0 . ' =1 - -A *i ~ 

.14 ,004 36.5 o - 4 . ' * J 

.27 .008 87.0 
30.38 .886 1493.0 2.805 —* 

* Possible Metallic Au 

Certified by_ 

R E C E I 0 E D F R O M S 4 7 5 0 3 9 4 . 1 9 9 4 9 : 4 4 P . 2 



/MINERAL 
£ 

LABORATORIES 
(DM61 ON OF ASSAYERS CORP.) 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS • ASSAYERS • ANALYSTS • GECCHE MISTS 

VANCOUVER OFFICE: 
70S WEST 16TH STREET 
NORTH VANCOUVER, B.C. CANADA V7M 1T2 
TELEPHONE (6Q4) 980-5814 OR (604) 988-4524 
FAX (604) 980-9621 

SMITHERS LAB.: 
3176 TATLOW ROAD 
SMITHERS. B.C. CANADA VOJ 2NO 
TELEPHONE (604) 847-3004 
FAX (604) 647-3005 

Assay Certificate 

Company: J .T. Thomas 
Project; 
Attn: J.T. Thomas 

4V-0954-RA1 

Date: SEP-16-94 

We hereby certify the following Assay of 1 rock samples 
submitted SEP-15-94 by J . B A K E R . 

Sample 
Number 

Au-Fire 
g/tonne 

" " T i s 

Au-Fire 
oz/ton 

'"".039 

Ag 
gltonne 
~8940"6 

Ag 
oz/ton 

Cu 

ROCK 260.75 5.620 



ENVIRONMENTS 
(DNWON OP ASSAYERS CORF) 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS * ASSAYERS * ANALYSTS t GEOCHEMISTS 

VANCOUVER OFFICE: 
706 WEST 16TH STREET 
NORTH VANCOUVER B.C. CANADA V7M 1T2 
TELEPHONE (BOA) SBO-5H14 OR (504) 966-4524 
FAX (004) BB0-W21 

SMITHERS LAB.: 
3178 TATLOW ROAD 
SMITHERS, 8,C, CANADA V0J2N0 
TELEPHONE (804) 847-3004 
FAX (804) 847-3005 

Assay Certificate 

Company: J T T H O M A S DI 
Project: D H 
Attn: Jim Thomas 

AMOl 

We hereby certify the following 
submitted SEP-16-94 by D A V E 

OND D R I L L I N G L T D 

\ssay of 10 rock samples 
HEINO. i 

4S-0269-RA1 

Date: SEP-20-94 
copy i. J T Thomas Drilling, Smithers, B.C. 

Sample Au-F re Au-F| re Ag Ag 
Number g/toi me oz/ton gltonne oz/ton 
64834 86 .142 449.0 13.10 
64835 5 57 .162 244.1 7.12 
64836 15 53 .453 1548.0 45.15 
04837 1 47 .043 366.0 16.31 
64838 09 .003 44.8 1.31 
64839 04 .001 3,9 .11 
64840 03 .001 3.0 .09 
6484! 02 .001 3.3 .10 
64842 04 .001 1.4 .04 
64843 02 .001 1.0 .03 

Certified fry. 

M I N - E N LABORATORIES 
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LABORATORIES 
(DWlSfON OF ASSAYERS CORP.) 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS * ASSAYERS • ANALYSTS « GEOC-HEMISTS 

VANCOUVER OFFICE: 
705 WEST 1STH STREET 
NORTH VANCOUVER, B.C. CANADA V7M 1T2 
TELEPHONE (604) 960-5814 OR (604) SS8-4624 
FAX (604) 980-9621 

SMITHERS LAB.: 
3176 TATLOW ROAD 
SMITHERS. B.C CANADA VOJ 2N0 
TELEPHONE (604) S47-3004 
FAX {604) &47-3005 

Assay Certificate 

Company; J T THOMAS DIAMOND DRILLING LTD 
Project; DH 
Aim; Jim Thomas 

We hereby certify the following Assay of 9 rock samples 
submitted SEP-22-94 by R A Y B R A C K E N B E R R Y . 

Sample 
Number 

^61302 
^64844* 
•/64845 
v-64846 
^64847 
^64848 
. 64849 & 

J 64850* - 7 

4S-0276-RA1 

Date; SEP-26-94 
copy i, J,T-Thomas, Smithers, B.C. 

o CO 
Cu Au-Fi re Au-Fire Ag Cu 

g/tonne oz/ton g/tonne % 
2.62 .076 823.0 2.485 
3.94 .115 64.7 

.88 .026 872.0 _ <=>—3"̂  

.32 .009 1710.0 . i - c ~ 

.24 .007 360.3 — (S - ^ 
1.24 .036 539.0 — - — 

.14 .004 36.5 — o - 4 

.27 .008 87.0 • • i/— ' ** 

30.38 .886 1493.0 2.805 

J as T & 

H i * 

P « - r 

- 2_ * ^ 

* Possible Metallic Au 

Certified by 

MIN-EN/^ABORATORIES 



It » « 'LABORATORIES 
(DIVISION OF ASSAYERS CORP-) 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS • ASSAYERS • ANALYSTS • GEOCHEMISTS 

VANCOUVER OFFICE: 
7 0 5 W E S T 15TH S T R E E T 
N O R T H V A N C O U V E R , B.C. C A N A D A V 7 M 1T2 
T E L E P H O N E (604) 9 8 0 - 5 8 1 4 O R (604) 9 8 8 - 4 5 2 4 
F A X (604) 9 8 0 - 9 6 2 1 

SMITHERS LAB.: 
3 1 7 6 T A T L O W R O A D 
S M I T H E R S , B.C. C A N A D A V O J 2 N 0 
T E L E P H O N E (604) 8 4 7 - 3 0 0 4 
F A X (604) 8 4 7 - 3 0 0 5 

Assay Certificate 

Company: J T T H O M A S D I A M O N D D R I L L I N G L T D 
Project: D H 
Attn; Jim Thomas 

4S-0261-RA1 

Date: SEP-15-94 
Copy i. J.T. Thomas Drilling, Smithers, B.C. 

We hereby certify the following Assay of 9 rock samples 
submitted SEP-09-94 by M I K E HEINO. 

Sampl e Au-Fi re Au-Fi re Ag Ag 
Number g/tonne oz/ton gl tonne oz/ton 
64825 * 1.90 .055 977.5 28.51 
64826 * 3.65 .106 4057.4 118.34 
64827 * .30 .009 832.9 24.29 
64828 * 3.72 .109 1408.7 41.09 
64829 * .79 .023 3188.6 93.00 
64830 16.24 .474 63.4 1.85 
64831 81.46 2.376 248.8 7.26 
64832 23.70 .691 187.7 5.47 
64833 2.50 .073 33.1 .97 

t o r n * 

7 ^ 

* Ag - gravimetric finish 

Certified by 

MIN-Er / LABORATORIES 
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LABORATORIES 
(DM SI ON OF ASSAYERS CORP.) 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS • ASSAYERS • ANALYSTS • Q6CCHEMISTS 

VANCOUVER OFFICE: 
705 WEST 1STH STREET 
NORTH VANCOUVER, B.C CANADA V7M 1T2 
TELEPHONE (604) 960-5814 OR (604) 988-4624 
FAX (604) 980-9621 

SMITHERS LAB.: 
3176 TATLOW ROAD 
SMITHERS, aC. CANADA VOJ2N0 
TELEPHONE (604) S47-3X4 
FAX (604) 647-3005 

Geochemical Analysis Certificate 

Company: J T THOMAS DIAMOND DRILLING LTD 
Project: DH 
Ann: Jim Thomas 

4S-0276-RG1 

Date; SEP-26-94 
copy i. J.T. Thomas. Smithers, B.C. 

We hereby certify the following Geochemical Analysis of 4 rock samples 
submitted SEP-22-94 by R A Y B R A C K E N B E R R Y . 

Sampl e 
Number 

Au-Wet 
PPB 

Ag 
PIM 
8.4 A-/**»e yro **- ~r><rs > (gr«£) 

556 0 %C6^ \ov*e/t G - f t ^ K «*^s"r 
58.7 P c / s ^r. 
35.7 " 

61303 
61304* 
61305 
61306 

10 
2510 

15 
80 

* Possible Metallic A u 

Certified by 



Jt 
* LABORATORIES 

(DIVISION OF ASSAYERS CORP.) 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS • ASSAYERS • ANALYSTS * GEOCHEMISTS 

VANCOUVER OFFICE: 
7 0 5 W E S T 1 5 T H S T R E E T 
N O R T H V A N C O U V E R , B.C. C A N A D A V 7 M 1T2 
T E L E P H O N E (604) 9 8 0 - 5 8 1 4 O R (604) 9 8 8 - 4 5 2 4 
F A X (604) 9 8 0 - 9 6 2 1 

SMITHERS LAB.: 
3 1 7 6 T A T L O W R O A D 
S M I T H E R S , B.C. C A N A D A V O J 2 N 0 
T E L E P H O N E (604) 8 4 7 - 3 0 0 4 
F A X (604) 8 4 7 - 3 0 0 5 

Assay Certificate 

Company: J .T . Thomas 
Project: 
Attn: J.T. Thomas 

4V-0954-RA1 

Date: SEP-16-94 

We hereby certify the following Assay of 1 rock samples 
submitted SEP-15-94 by J .BAKER. 

Sampl e 
Number 

Au-Fi re 
gltonne 

"1735 

Au-Fi re 
oz/ton 

Ag 
gl tonne 
"8940"6 

Ag 
oz/ton 

Cu 
% 

5~620" ROCK .039 260.75 

Certified by 

MIN-EN LABORATORIES 
V 


