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SAMPLE No. PPM PPM PPM 
Cu , Zn Eh 

(4>RI^A-53) 1-7 14 16 23 
8- 12 12 10 14 

13 9 12 26 
14- 17 12 9 20 
18- 23 7 9 20 
2U- 27 13 10 18 
28 27 15 14 
29- 38 8 6 20 
39-40 16 6 15 
41 27 9 14 
42- 48 15 8 14 
49 12 9 14 
50- 59 10 7 14 
60- 68 12 6 14 
69- 82 8 6 9 
8 > 89 9 5 14 
90- 99 8 10 10 

100-102 5 11 25 
103-125 7 6 10 
126-139 6 10 23 
140-145 5 10 20 
146-157 3 7 23 
158-170 4 6 26 
171-179 5 5 24 | 
180-188 4 12 27 
189-198 3 4 25 
199-208 4 6 29 
209-216 4 8 21 
217-222 3 7 22 
223-245 2 9 21 
246-254 4 13 26 

31 h e r e b y (Ketttfg THAT THE ABOVE RESULTS ARE THOSE 
ASSAYS MADE BY ME UPON THE HEREIN DESCRIBED SAMPLES . . . . 

Rejects Retained one month. 

Pulps Retained one month 
unless specific arrangements 
made in advance. 

Licensed Assayer of British Columbia 
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PASE# 2 

SAMPLE No. PPM PPM PPM 
Cu , Zn Eh 

255-260 7 10 17 
261-̂ 278 4 12 25 
279-294 1 4 21 
295-300 10 11 23 
301-327 4 9 21 
328-334 5 8 17 
335-361 4 9 23 
362-387 3 4 21 
388-394 4 8 20 
395-404 4 7 20 
405-410 4 6 20 
411-423 3 9 21 
424-459 1 6 21 
460-473 1 8 21 
474-491 3 7 25 

(43-HL-B-53) 1-5 4 8 21 
6 191 42 26 
7- 16 1 7 21 

17- 28 3 9 21 
29- 38 3 9 25 
39-47 3 10 23 
48- 50 40 16 20 
51- 57 4 8 20 

(43-P&-F-53) 1-15 16 16 20 
16- 29 1 7 21 
30-37 1 8 17 
38-47 1 8 18 
48- 64 1 6 17 
65- 72 5 9 21 
73-75 20 14 26 

3 Hereby (Eett i fg THAT THE ABOVE RESULTS ARE THOSE 
ASSAYS MADE BY ME UPON THE HEREIN DESCRIBED SAMPLES . . . . 

Rejects Retained one month. 

Pulps Retained one month 
unless specific arrangements 
made in advance. 

Licensed Assayer of British Columbia 
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SAMPLE No. PPM PPM PPM 
Cu 2h Pb 

76- 81 13 12 33 
82-92 5 6 25 
93-112 6 7 17 

113-146 3 5 23 
(43-PR-G-53) 1^9 4 9 18 

10- 19 1 9 15 
20- 31 4 8 17 
32-40 3 5 14 
41-48 4 10 15 
49 8 11 21 
50- 60 1 5 17 
61-68 1 6 14 
69- 78 2 6 14 
79- ^ 3 10 20 
89- 95 3 10 17 

31 Herdbjj ^rttfj? THAT THE AB0VE RESULTS ARE TH0SE 

ASSAYS MADE BY ME UPON THE HEREIN DESCRIBED SAMPLES . . . . 

Rejects Retained one month. 

Pulps Retained one month 
unless specific arrangements 
made in advance. 

Licensed Assayer of British Columbia 


