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gj herebg cprﬁfg that the M&%ﬁi{ﬁg‘i?are ihe ;e_suﬁs of assays made by us upon the herein described . _ gre......... R samples.
MARKED . GOLD SILVER | ©Cu 2 Zn Mo TOTAL VALUE
Ounces Value Ounces P P P t pro Ton
aer Ton par Toh per Ton Percent Percent ercent Percent Percent ercent ercen (2000 LBS.)
Eel MmASELE 0.01 0.02| 0.11 |0.002
C=2 surPlIORS 0.06 0.01| 4.20 |0.001
C =3 Crgws7/msious | 0.02 | <0.0L 0.76 |0.015
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