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MARKED GOLD SILVER Cu Po Zn TOTAL VALUE
PER TON
p‘g;‘"."?:: p:ra'%gn poe"‘,'"f:rgi Percent Percent | Percent Percent | Percent Percent Percent (2000 LBS.)
Gl - 77 C3 0.17 <0,01 3.73
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