
To: Chevron Standard Ltd. 
PAGE No. 1 

840463 

317 - 355 Burrard Street 
Vancouver, B 0 C. 

B O N D A R - C L E G G & C O M I T Y L T D " 

REPORT No A24 - 530 

"v3 
DATE: Aug. 17, 1974 

(31 fyercbg terttfg that the following are the results of 

C E R T I F I C A T E O F J^&AY ^ Samples submitted: Aug. 8, 1974 
Results completed: Aug. 17, 1974 

assays made by us upon the herein described ore samples. 

M A R K E D 

EO 3 

4 

5 

6 

7 

8 

GOLD 

Ounces 
per Ton 

0.01 

0.005 

trace 

trace 

trace 

0.03 

Value 
per Ton 

SILVER 

Ounces 
per Ton 

0.02 

0.01 

trace 

trace 

trace 

0.04 

Percent Percent Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 

Registered Assayer, Province of British Colunibia 



To: Chevron Standard Ltd. 
PAGE No. 1  

355 Burrard Street 
Vancouver, B. C. 

B O N D A R - C L E G G & C O M P A N Y L T D . 

C E R T I F I C A T E O F A S S A Y 

REPORT No A24 - 642 
DATE: Sept. 11/74 

Samples submitted: August 30, 1974 
Results completed: Sept. 11, 1974 

(31 if££cil|J CPjrttfjJ that the following are the results of assays made by us upon the hterein described 

Z z_ 
ore. samples. 

M A R K E D 

TD # 1 
# 2 
# 3 
# 4 
# 5 

PT 168W 
175 - 200W 
200 - 225W 
1350 - 1375E 
1375 - 1400E 
1400E 
1400 - 1425E 

GOLD 

Ounces 
per Ton 

0.055 
trace 
trace 
trace 
trace 
0.015 
0.010 
0.005 
trace 
trace 
trace 
trace 

Value 
per Ton 

SILVER 

Ounces 
per Ton Percent Percent Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 



B O N D A R - C L E G G & C O M P A N Y L T D . 
geochemists assayers • analytical chemists 

1500 PEMBERTON AVENUE, NORTH VANCOUVER, B.C. 
PHONE: 988-5315 

CERTIFICATE OF ANALYSES 
TQ Chevron Standard O i l 

Minerals Staff 

833 - .Marine„j^il.^^t..355 Burrard Street 

Vancouvera B oC 0 V6C 2H3 

T E L E X : 04-54554 
B E C E I V E D 

OCT 24 1974 

Report No. A24 - 802 r.,' 

October 21, 1974 
iiDA.iD LIMITED 

VANCOUVER OFFICE 

M A R K E D 

CHTR #1 

Au 

o'^ton 

1 0.01 
2 0.005 
3 0.005 
4 trace 
5 trace 
6A trace 
6B 0.005 
7 0.005 
8 0.01 
9 0.02 
10 0.005 
11 0.005 
12 0.02 
13 trace 
14 0.005 
15 trace 
16 0.005 
21 0.005 
22 0.005 
23 0.02 

Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent 

Registered Assayer, 



/ B O N D A R - C L E G G & C O M P A N Y L T D . 

R E C E I V E D 

geochemists • assayers • analytical chehiists 2 5 1974 

1500 PEMBERTON AVENUE, NORTH VANCOUVER, B.C. 
PHONE: 988-5315 T E L E X : 04-54554 

CHEVRON rv.v:DARD LiMITL 
•V/u.^JrftK OFFICE 

CERTIFICATE OF ANALYSES 
T O „Qheyron„Standard Ltd. 

Minerals Staff 
Report No. A24 - 810 

October 24, 1974 

833 - Marine Building, 355 Burrard Street 

Vancouver, B.C. V6C 2H3 

M A R K E D Au 
Percent Percent 

oz/ton 

TR 1 - 24 0.020 
25 trace 
26A 0.005 
26B trace 
27 trace 

0.070 
\p 

29 0.010 
30 trace 
31 trace 
32 ^~ 0.040 
33 0.005 
34 0.005 
35 0.005 
36 0 0005 

TR 2 - 1 trace 
2 trace 
3 trace 
4 trace 
5 trace 

Percent Percent Percent Percent Percent Percent Percent Percent Percent 

Registered Assayer olumbia 



geochemists • assayers • analytical chemists 
B O N D A R - C L E G G & C O M P A N Y L T D 

1500 PEMBERTON AVENUE, NORTH VANCOUVER, B.C. 
PHONE: 988-5315 T E L E X : 04-54554 

" CERTIFICATE OF ANALYSES 
TO .9?}.eYron Standard Ltd. Report No. A24 - 810 

October 24, 1974 

Page - 2 

M A R K E D 

TR 2 -

TR 3 -

TR 4 -

6 trace 
7 trace 
8 trace 
9 trace 
10 trace 
11 trace 
12 trace 
13 trace 
14 trace 
15 trace 
1 trace 
2 trace 
3 trace 
1 trace 
2 trace 
3 trace 
4 trace 
5 trace 
6 trace 

Au 
Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent 

• m M ^ m t ^ ^ ^ ^ ^ ^ ^ ^ 

Registered A s s a y t r y i P r ^ ^ 



geochemists • assayers • analytical chemists 
B O N D A R - C L E G G & C O M P A N Y L T D . . 

1500 PEMBERTON AVENUE, NORTH VANCOUVER, B.C. 
PHONE: 988-5315 T E L E X : 04-54554 

CERTIFICATE OF ANALYSES 
TO .....ch Ŷr.°*..s..taridard Lt d Report No. A24 - 810 

October 24, 1974 

Page - 3 

M A R K E D 

TR 4 -
TR 5 -

7 trace 
1 0.005 
2 trace 
3 0.005 
4 0.005 
5 0.005 
6 0.005 
7 0.015 
8 0.015 
9 0.005 
10 0.010 
11 trace 
12 0.005 
13 0.005 
14 trace 
15 trace 
16 trace 
17 0.005 
18 trace 

Au 

mam 
oz/ton 

Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent 

Registered AssyerT^rovi 'nceW rTHrrtish t olumbia 



1500 PEMBERTON AVENUE, NORTH VANCOUVER, B.C. 
PHONE: 988-5315 T E L E X : 04-54554 

CERTIFICATE OF ANALYSES 
TO Chevron Standard Ltd. Report No. A24 - 810 

October 24, 1974 

Page - 4 

M A R K E D Au 
mmt 
oz/ton 

Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent 

1 CUT - 1 
2 
3 

trace 
trace 
trace 

4 
5 
-6 

trace 
trace 
trace 

7 
8 
9 

trace 
trace 
0.005 

10 
11 
12 

trace 
0.010 
trace 

13 
14 
15 

trace 
trace 
0.030 

16 
17 
18 

trace 
trace 
trace 



\2\ geochemists • assayers • analytical chemists 
B O N D A R - C L E G G & C O M P A N Y L T D . 

1500 PEMBERTON AVENUE, NORTH VANCOUVER, B.C. 
PHONE: 988-5315 T E L E X : 04-54554 

CERTIFICATE OF ANALYSES 
TO ....^v.r.^..S.t.a^?.a.r(?...^!:.d.'.... Report No. A24 - 810 

October 24, 1974 

Page - 5 

M A R K E D 

1 CUT - 19 
20 
21 
22 
23 
24 

BOTTOM ROAD 3420+1075SE 
3420+1270SE 
MAIN ROAD 2 

3 %$ 
1420 SE 

UPPER ROAD 215 SE 
2975 SE 
3420 N01 
PT 155 W 
PT 165 W 

Au 
mm* 
oz/ton 
trace 
0.005 
trace 
0.005 
trace 
trace 
trace 
trace 
trace 
trace 
trace 
0.005 
trace 
trace 
trace 
0.010 

Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent Percent 


