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^^Sb6 P E ^ I B E R T O N A V E . . N O R T H V A N C O U V E R . B . C . P H O N E : Q B 5 - O S 8 1 T E L E X : OA-SAfSSA 

Geochemical Lab Report ^Sg^'A* 
^^'vA^ X """" Pvtr^inn. Hot Aqua Regia R e p o r t N o 26 - 301 PROJECT: C 429  

Method Atomic Absorption From Chevron Standard Ltd.  

Fraction Used Date June 29. 19 76 

SAMPLE NO. Cu ppm Pb ppm Zn ppm ppm SAMPLE NO. Cu ppm Pb ppm Zn ppm ppfi 

L16/ 6/76 - 3 51 24 128 0.4 L19/6/76 - 8 4 11 46 0.2 

4 15 18 64 0.2 9 8 16 62 0.2 

5 6 20 22 0.2 10 12 20 66 0.2 

6 5 20 31 0.2 L20/6/76 - 1 13 15 27 0.2 

7 6 18 29 0.2 3 9 14 41 0.2 

8 4 12 46 0.2 4 12 19 36 0.2 

9 9 11 66 0.3 5 7 12 16 0.2 

L17/6/76 - 3 3 19 58 0.2 6 16 50 62 0.2 

4 7 11 50 0.2 7 14 28 52 0.4 

5 10 14 49 0.2 9 14 800 180 0.2 

6 14 13 44 0.2 10 10 12 24 0.2 

7 13 15 51 0.2 11 8 18 54 0.2 

8 12 22 26 0.2 12 4 23 48 0.2 

9 6 16 50 0.2 13 5 10 60 0.2 

10 8 20 68 0.2 14 4 8 
• 

32 0.2 

11 12 18 68 0.2 15 9 15 30 1.3 

12 10 18 49 0.2 16 10 14 40 0.2 

13 10 38 50 0.2 17 6 17 26 0.2 

14 10 34 42 0.2 L21/6/76 - 1 6 21 36 0.2 

15 6 30 29 0.2 4 5 22 36 0.3 

L18/6/76 - 2 6 11 34 0.2 5B 28 39 130 0.3 

3 4 10 65 0.2 
Rock 

L19/6/76 - 7 9 280 9 0.5 

4 5 6 22 0.2 

5 11 9 66 0.2 

6 7 26 100 0.2 
r 

?v. ^ 6 7 26 100 0.2 ?v. ^ 
7 1 18 86 0.2 

i — it 

L19/6/76 - 2 5 12 30 0.2 

4 8 15 60 0.2 * background cc rrected 

5 3 18 49 0.2 

6 5 20 37 0.2 



B D N D A R - C L E G G & C O M P A N Y L T D . 
1 5 0 0 P E M B E R T O N A V E . . N O R T H V A N C O U V E R , B . C . P H O N E : S 8 5 - 0 6 S 1 TELEX: 

Extraction H o t Aqua Regia 

Geochemical Lab Report 
26 - 394 

Method A t o m i c A h s r v r p f - i rm 

Fraction Used 

Report No . 

p r o m Chevron Minerals 

Date July 13 19 76 

S A M P L E NO. Cu 
p p m 

Pb 
p p m 

Zn 
p p m 

Mo 
p p m 

Ag* p p m R E M A R K S 

L 21/6/76 - 3 30 28 55 0.6 
Rock 
5B >20000 40 32 29. 
Rock 

22/6/76 - 1 2860 >20000 146 68. 

3 4 7 56 0.2 

4 10 98 73 0.2 

5 4 16 53 0.3 

6 10 18 4 7 0.7 
23/6/76 - 1 28 40 54 0.4 

2 5 18 131 - 0.4 
Rock 
3A 2080 1780 13 - 4.7 
3B 9 17 35 - 0.2 

4 4 13 25 - 0.2 

5 7 13 44 - 0.2 

6 4 15 30 - 0.4 

7 31 34 63 _ 0.8 

8 10 18 46 _ 0.4 

24/6/76 - 1 33 23 47 0.3 

2 43 22 43 0.6 
Rock 
3 118 395 76 1.5 

4 2 16 37 0.2 

5 15 18 24 0.2 
26/6/76 - 1 14 122 500 0.4 

2 9 46 210 G.2 

3 11 -\2 41 n . ? 
Rock 
5 130 18500 7700 ft,^ 

6 7 37 105 fK2 
, , Rock 27/6/76 - 1A 4«in 4 8.3 

IB 80 54 83 3 0.5 
2 17 90 175 2 0.5 

29/6/76 - 1 8 24 36 0.4 

V.1&. 



B O N D A R - C L E G G S i C O I V . . 3 A N Y L T D . 

2 6 - 3 9 4 Geochemical Lab Report 
Report No. Page No. 

SAMPLE NO. Cu ppm Pb ppm Zn ppm Mo ppm ppfl REMARKS 

L 29/6/76 - 2 27 36 56 0.2 

3 52 47 43 0.3 

4 50 59 132 0.5 

5 6 22 43 0.2 

6 59 28 40 0.3 
7 32 33 43 — 0.2 

8 17 53 87 0.2 

Q- 10 S7 0,9 
10 12 37 83 _ 0.2 

11 12 28 67 0.2 

30/6/76 - 3 14 48 6S 0,4 
4 8 23 53 - 0.2 

5 5 18 54 0.2 

6 IT 4? 0,4 

7 9 21 37 0.3 

* Background Corre *ted 



|«H B O N D A R - C L E G G & C O M P A N Y L T D . 
1 5 0 0 P E M B E R T O N A V E . , N O R T H V A N C O U V E R , B . C . P H O N E : S B 5 - O B B 1 T E L E X : 0 4 - 5 4 5 5 4 

Geochemical Lab Report 
Extraction Hot Aqua Regia Rppnrt No 26 - 3 91 PROJECT: C 429 

Method Atomic Absorption F rom Chevron Standard Ltd.  

Fraction Used Date July 9. 19 76 

S A M P L E NO. Cu ppm Pb ppm Zn ppm Ag* ppm Cd ppm R E M A R K S 

L 28/6/76 2 - 36 59 - -
3 - 33 12 - -
5 - 24 24 - -
6 - 240 200 - -
7 - 360 280 - -
8 - 94 106 - -
9 - 25 31 - -
10 - 44 62 - -

2/7/76 3 - 29 56 - -
3/7/76 4B 49 17 23 0.2 0.2 

5 6 76 180 0.2 0.2 (7 
30/6/76 1 Rock 3 5500 10300 1.7 -
3/7/76 2A 39 1920 >20000 4.4 43. 

2B 45 290 >20000 0.2 86. (J 

4/7/76 1A 33 1200 18700 0.2 53. 

IB 3 440 2240 0.2 10. 

1C 4 240 228 0.2 1.6 

ID 3 30 128 0.2 0.9 

IE 4 116 440 0.2 2.8 

IF 4 92 750 0.2 6.1 

1G 9 155 3650 0.2 17. 

1H 4 2800 1400 0.2 8.7 * background corrected 

V-15 
k 



B O N D a a R - C L E G G S l c d m p a n y l t d . 
RECEIVED 

1 5 0 0 P E M B E R T O N A V E . . N O R T H V A N C O U V E R , B . C . P H O N E : B B 5 - O B B 1 T E L E X : 
AUG o 197G 

Geochemical Lab Report f , ^ • 
U; Hot HN03

 1 

Pwt»M.FTN Cu.Pb.Zn.Ag.Cd; Hot Aqua Regia R p p o r t n i „ 26 - 529 PROJECT: C 429 
U; Fluorimetric 

Method Cu.Pb.Zn.Ag.Cd; Atomic Absorption F m m Chevron Standard  

Fraction Used Date July 28 1 9 76 

SAMPLE NO. Cu ppm Pb ppm Zn ppm ppm Cd* ppm U ppm REMARKS 

RS 9/7/76 - 1 5 40 230 1.0 -
2 5 33 112 - 0.7 -
3 6 100 710 - 1.3 - jP 

L 6/7/76 - 1 37 19 38 - - 1 

2 36 35 32 - - 1 

3 23 40 160 - - -
4 29 27 88 - - -
5 12 21 102 - - -
6 24 29 82 - - -
7 28 51 167 - - -
8 11 22 138 - - -
9 6 12 93 - - -

L 8/7/76 - IB 10 39 129 0.2 1.1 -
L 11/7/76 - 1. 8 45 135 - - -

2 8 30 100 - - -
3 23 36 115 - - -
4 4 18 45 - - -

L 13/7/76 - 2 .8 34 50 - - -
4 19 28 63 - - -
5 30 36 82 - - -
6 19 34 96 - - -

L 14/7/76 - 3 13 28 57 - - -
5 5 18 46 - - -

L 15/7/76 - 1 11 37 54 - - - s/^i! fa,vf~ 
2 10 26 28 - - - J 
3 10 62 115 - - 0.4 

5 12 102 480 - - 0.8 

6 8 102 370 - - -
7 15 37 152 - - 0.4 

8 20 32 26 - - -

V-15 



B O N D A R - C L E G G & C O I V . . J A N Y L T D . 

Report No. -
26 - 529 Geochemical Lab Report 

A ' ' 

Page No . 

SAMPLE NO. Cu ppm Pb ppm Zn ppm ppm Cd* ppm U ppm REMARKS 

L 18/7/76 - 1 14 28 53 _ 

3 7 26 46 - - -

5 5 22 83 - - -

L 8/7/76 - 1A Roi :ks 180 1800 : >20000 1.5 48. _ 

T. Q / 7 / 7 6 - 1A 60 116 16200 0.2 72. MS/*, rf-f. 
IB 127 190 ;: >20000 3.2 184. -

L 11/7/76 - 5A 180 420 : >20000 _ 170. _ 

5B 79 740 : >20000 - 73. - </ 

L 14/7/76 - 1 6800 73 1400 - - -

4 690 1600 1000 - - -
L 16/7/76 - 1 160 >20000 12000 17. 26. - irZ^—* /.u c 

* background corrected 



B O N D A R - C L E G G & C O M P A N Y L T D . 
1 5 0 0 P E M B E H N O R T H V A N C O U V E R , B . C . P H D N E : 9 8 5 - 0 6 8 1 T E L E X : D 4 - 5 4 5 5 4 

E x t r a c t i o n H o t ' ^ q S r R e .  

Mine*s--u«nED Geochemical Lab Report 

l e t h o d Atomic Absorption 

F r a c t i o n Used 

R e p o r t M n 25 - 760 PROJECT: C j 

Fmm Chevron Standard Ltd.  
Date \ u 3 U S t . , 1 9 _ 

S A M P L E N O . 
Cu 

p p m p p m ppm R E M A R K S 

L-6/3/76 - 1 

2 5 36 • e i 7 

r 

6 37 

5 1 33 40 

6 35 

14 50 147 

8 50 130 

17 830 3400 Bs&& r 
10 8 48 132 ?fc^S 
11 6 25 62 

• 23 60 

63 ffayX X 2 Ann r*) 
14 s 168 750 8 i<euS 

45 170 

5 19 88 & v^w r 

iy 37 109 

9 33 a / / S 
11 34 

20 8 32 29 

"7 52 /A &oS 

22 9 42 

23 8 17 26 

5 20 /asJ#X 

5 25 r 

26 5 34 36 

3 16 30 4 ^ , r 

23 | 30 7 

29 6 20 79 

30 6 22 43 

V-15 

file:///u3USt


B O N D A R - ^ J L E G G & C O M P A N Y L T D . 

Geochemical Lab Report 
R e p o r t N o . 2 6 " 7 6 0 Page N o . 

S A M P L E NO. . 
Cu 

p p m 
P b 

p p m 
Zn 

p p m R E M A R K S 

L-6/8/76 - 31 7 24 41 

32 5 26 45 

33 ft 1 2 4 1 ? T 

34 13 710 2200 6 > ^ r 

35 7 25 120 

36 8 25 fifi 

37 6 18 42 SO** CO S X ^ V ^ ^ J 

38 8 28 58 

39 6 25 48 £ v ^ f 
40 7 27 48 

41 9 30 46 , r 

42 8 23 48 

43 10 27 39 A &> s 
LL i n i n 

t 
^ J " 

45 5 75 5200 

46 12 31 51 ^7^€^t>, f 

47 11 360 5200 fee** J 
L-7/8/76 - 2 7 21 36 A> A ̂  J 

3 5 17 28 

4 8 23 124 £>-A /S2> r K f • J 

7 1 f t ? s 

6 8 24 99 ^ ^ r 

7 8 26 88 

8 10 24 42 

9 4 2 10 

10 9 25 59 

11 6 18 20 
—t-f-—1 '-^ —*—— 

1 ? ?? 1°. 

• r •• — ' 

13 7 26 15 
~~r 
#S<h\ r 

14 7 23 28 

15 9 25 30. 

16 6 20 16 A <* (A 

17 6 23 25 rst* r 
1 f t 1 7 1 Q # • 5 ® . r 

19 5 20 27 

• 



B O N D A R U L E G G & C O M . A N Y L T D . 

Geochemical Lab Report 
R e p o r t No.—Zo - 760— P g g e N o 

S A M P L E N O . R E M A R K S 

L-7/3/76 - 20 7 25 

21 4 20 38 

5 21 1 A^oS 
23 25 r 
24 A J / r 

25. o 22 38 

U ^ <iV c&s 

1-10/8/76 - 1 15 43 o/U A 
2 13 13 54 

—r " r w * — — 

3 12 23 • 

—e~ _ 

7 1 f\7 

10 32 

J 
f—<———— 

13 

23 

22 
— ^— ——• — 

1 1 7 
12 20 23 f/ai A) K /fTr^Z^^ 

13 6 17 
7* M—<——— 

12 30 

17 o 

1 ? 

19 a i t 1 9 A *7 
20 8/CD r ^ 

21 7 

» 4 24 
23 5 18 78 ///^/^ 
24 10 27 

s 

• 7 29 11B 
- . i , , i 1 7? 

27 12 37 144 
* T 

28 11 32 124 



B O N D A R - ^ L E G G & C O M . A N Y L T D . 

Geochemical Lab Report 
R e p o r t N o . 2 6 " 7 6 0 Page N o . 

S A M P L E N O . p p m R E M A R K S 

L-10/8/76 - 29 24 42 110 

30 19 300 17000 

31 7 180 &C&AE 

32 7 31 120 

33 22 • 

340 <?/<&/-
35 6 29 109 

36 i i 50 156 

37 4 19 
38 14 18 

39 20 /-
42 146 /A%j/-

41 17 63 

42 18 
19 19 

44 6 2 100 

45 143 
46 7 27 140 

47 24 60 

48 20 66 
/ 

49 20 63 
< 

50 $ 30 

H 2 / - 1 7 20 21 

2 10 1 
3 16 28 / 
4 16 25 

L-24/7/76 - 1 13 23 68 <£ 4 
L-25/7/76 - 6 25 42 104 '•1/ 
L-26/7/76 - 3 10 37 

5 21 38 71 

L-27/7/7 - 1A 21 

D 10 22 
3 11 13 24 

4 7 12 23 

L-28/7/70 - 2 9 36 

f 



B D N D A R - "3LEGG & C O M . A N Y L T D . 
-

Geochemical Lab Report 
R e p o r t N o . ^6 - ?6Q p a g e N o 3 

S A M P L E N O . Cu Pb 
ppm 

Zn Cd ppm R E M A R K S 

L-28/7/76 - 3 12 41 64 -

5 148 182 H 
t-* 1* - •—v..-f — -

V 
L-O/G/7 - 1 56 2650 0.5 

•too 220 >20000 1.5 120. T\ / 
IM/3/76 - 1 26 >20000 7100 1.6 47. 

3 38 15000 1.4 1.9. 

* backgro.v corrected 



B O N D A R - C L E G G & C O M P A N Y L T D . 
1 5 0 0 P E M B E R T D N A V E . , N O R T H V A N C O U V E R , B . C . P H O N E : 9 B 5 - Q 6 B 1 T E L E X : • 4 ~ 5 4 5 5 < 4 

*>f* / /fr Z. SEP 21976 
/ ^ f u r t A Qeochemical Lab Report 

CHEVRON STANDARD i\fflTEft 
Repor, No 2 6 ' 8 4 7 ^ J E C ! , C  

a 
E x t r a c t i o n 

M e t h o d 

Hot Aqua Res l a 

' 

F r a c t i o n Used 

Fmm Chevron Standard Ltd.  

n a t P August 30, 1 9 75 

S A M P L E N O . Cu 
i 

Zn 
. 

S A M P L E N O . Cu P b Zn 
if f <w fO'X£>rjft>£ 
14/8/76/ 1 33 72 14/8/76/31 13 63 N 

13 125 1120 32 9 56 151 

i 3 - 26 710 2400 33 10 40 36 

12 68 200 /t-foo/l) X?C>rts£>cr 
15/8/76/ 1 6 23 

19 152 4 50 / /1*> £ 
2 10 29 

8 32 93 3 22 47 J f 
17 43 67 4 8 35 54 

9 31 78 17 35 95 

7?̂  6 30 122 6 20 41 

8? J ^ 10 300 1600 7 16 131 310 

^ 13 112 200 8 13 57 265 

12_ 12 61 107 Q 6 26 71 

13 _ 12 75 365 23 38 

r 8 50 260 11 14 54 255 

18 44 160 11 33 

13 41 12 37 70 
• 1—r* Tr- - • * 

9 37 78 14 33 55 127 

3 24 131 15 24 51 

54 500 16 9 26 82 

10 93 290 17 10 34 

14 n A 250 18 20 64 

/mm 46 225 18/8/76/ 1 22 30 49 

11 II 225 2 11 24 

tr t r t * 7 62 390 19 42 

13 60 200 5 30 145 

16 196 5 14 34 1 fi^ 

8 44 155 6 19 53 130 

— 106 530 7 18 39 40 

27 1090 3700 8 13 24 53 
r 1* — 

11 39 134 9 8 25 64 

file:///fflTEft


B O N D A R - "3LEGG & C O M , A N Y L T D . 
HEGEISED: 

Geochemical Lab Report S F P 2 i g ) | 
R e p o r t N o . 2 6 " 8 4 7 Page N o . * — ' 

Minerals Staff 
CHEVRON STANDARD LIMITED 

S A M P L E N O . 
PP-1 S A M P L E N O . Cu *eou m D 

i / 3 / ; 7 29 18/8/76/ 9 20 61 

10 34 152 13 24 60 

15 27 47 9 22 
/Z? 

11 
/ * & 

10 19 52 

14 5 23 71 24 m 94 

10 27 102 7#dft>4 9 34 77 

I 27 51 10 91 

15 23 77 52 20 41 83 

9 24 y 19 33 77 
S3 Bfcn&x nf 0t> £ 

19/8/76/ 1 26 

20 35 126 2 • 21 

10 31 on 9 20 53 

12 78 13 23 
/A^£ 

23 7 18 77 4A 
5 

9 20 65 

l n 6 6 V 
"bS 

I i 61 7 19 41 

26 12 42 52 ^Atfog' 23 32 

17 7 23 
C-AoVA: 

5 23 59 12 20 54 

19 Si* 7 22 50 

30 6 20 54 10 21 

31 17 26 75 
/2 A<?v A~ 

11 26 52 

6 22 87 12 23 

/4r^^ 22 21 

5 22 60 16 25 75 

11 6 22 10 22 50 

29 51 /4A-&><£ • 19 83 

21 If 13 14 

• 17 5 3 26 

7 20 76 23 30 71 

10 20 54 4 14 tH 

7 19 55 
24 61 

7 18 »»"» 24 7 4 A /.p 

| 18 60 20 39 40 

11 23 60 
- • « — 

21/8/76/ 1 7 26 51 



B O N D A R - ^ L E G G & C D M t A N Y L T D . 

Geochemical Lab Report 
R e p o r t N o : : " ' ; Page N o . • 

c h e v r o n s t a n d a r d umrto 
S A M P L E N O . C u S A M P L E N O . 

21/8/76/ 2 8 14 32 >£~ 

14 17 22 *r 

10 18 
7 50 76 

5 M 

14 26 
16 21 33 

6 20 58 

10 5 15 *?" 
AO 

| 17 32 BACOA^. 
4 13 ^ 
7 15 

14 20 64 84 //A ro/Ux. z>A~ 
20 /b/to/fJx. //A s -A 

13 66 10 /aXcc?AJ X A3A* T)AA 
11 32 4.-- 'AC'AX 

18 22 18 48 SACWAIK AfT^ 

3 

12 20 60 /1>A^ ->/y 
5 18 66 >JAR 

22/8/7C 12 70 66 A/A, 
8 118 200 

6 •jo 134 

10 330 1050 
5 9 850 720 



To: Chevron Standard Ltd. 
P A G E No. 1  

Minerals Staff 
901 - 355 Burrard Street 
Vancouver, B.C. 
V6C 2G8 

a t 
<3 

BONDAR-CLEGG & COMPANY LTD. 

REPORT No A 2 6 

DATE: O c t 2 5, 1976  

^ ° C E R T I F I C A T E O F A S S A Y 

(31 Iĵ tebg C^rltfg that the following are "the results of assays made by us upon the herein described p u l p 

Samples submitted: Oct 20, 1976 
Results completed: Oct 25, 1976 

PBDJECT: C-429 
samples. 

M A R K E D 

l 3 / 7 / 7 6 - > : a Pe/Au, 
L 3 / 7 / 7 6 - 2 B " f 

L 8 / 7 / 7 $ - l A T ^ r r r . 
3-9/7/76-IS PzJLt ftt+«. 
U1/7/76-5A 7 W £ - 7j 
LU/7/76-5B * 
U1/6/74-5B A t 
L22/6/76-1 / ^ t . 

G O L D 

Ounces 
per Ton 

Value 
per Ton 

S I L V E R 

Ounces 
per Ton 

Cu 
Percent 

4.40 

Percent 

5. IS 

2n 
Percent 

1.90 
2.20 

2.00 
7.75 

7.20 
2 .50 

Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 

Registered Assayer, Provli. : of British Colurribia 



To: Chevron Standard L t d . 
PAGE No. 1 

901 - 355 Burrard Street 
Vancouver, B.C. V6C 2G8 

BONDAR-CLEGG & COMPANY LTD. 

C E R T I F I C A T E O F A S S A Y 

REPORT No A26 - 879 
DATE: November 5, 19 76 

Samples submitted: November 4, 1976 
Results completed; November 5, 1976 

(31 fperebg certify that the following are the results of assays made by us upon the herein described pulp. samples. 

M A R K E D 

L 3876 - 2 

L 4876 - 1 

L 4876 - 3 

G O L D 

Ounces 
per Ton 

Value 
per Ton 

S I L V E R 

Ounces 
per Ton 

Pb 

Percent 

6.60' 

1.65 ' 

Zn 
Percent 

3.10 

2.95 

Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 


