
To: C h e v r o n S t a n d a r d L t d . 

P A G E No. 1 

901 - 355 B u r r a r d S t r e e t 
V a n c o u v e r , B . C 0 V6C 2G8 

&ckyM4rv 840809 

BONDAR-CLEGG & COMPANY LTD. 

CERTIFICATE O F A S S A Y 

R E P O R T N o A26 - 879 

D A T E : November 5 . 1.97ft 

Samples s u b m i t t e d : November 4 , 1976 
R e s u l t s c o m p l e t e d : November 5 , 1976 

<3I lj£££llg terttfg that the following are the results of assays made by us upon the herein described pulp samples. 

MARKED 

L 3876 - 2 

L 4876 - 1 

L 4876 - 3 

GOLD 

Ounces 
per Ton 

Value 
per Ton 

Ounces 
per Ton 

Pb 

Percent 

6 .60 

1.65 

Zn 

Percent 

3 . 1 0 

2 . 9 5 

Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 

•f Bx̂ gtered^nssayer; Province of British Colunibia 



To: C h e v r o n S t a n d a r d L t d . 

P A G E No. 1 

M i n e r a l s S t a f f 
901 - 355 B u r r a r d S t r e e t 
V a n c o u v e r , B 0 C„ 
V6C 2G8 ., 

,31 Itmbj? terltfg that the following W ^ i e results of 

^ ̂ V* BONDAR-CLEGG & COMPANY LTD. 

0 ^ * „A CERTIFICATE O F A S S A Y 

R E P O R T No A2fi - 835 

D A T E : O c t 2 5 , 1976 

Samples s u b m i t t e d : O c t 2 0 , 1976 
R e s u l t s c o m p l e t e d : O c t 2 5 , 1976 

PROJECT: C-429 

assays made by us upon the herein described pulp samples. 

MARKED 

L 3 / 7 / 7 6 - 2 A 
L 3 / 7 / 7 6 - 2 B 

L 8 / 7 / 7 6 - 1 A 
L 9 / 7 / 7 6 - 1 B 

L 1 1 / 7 / 7 6 - 5 A 
L 1 1 / 7 / 7 6 - 5 B 

L 2 1 / 6 / 7 6 - 5 B 
L 2 2 / 6 / 7 6 - 1 

GOLD 

Ounces 
per Ton 

Value 
per Ton 

SILVER 

Ounces 
per Ton 

Cu 

Percent 

4 . 4 0 

Pb 

Percent 

5 .95 

Zn 

Percent 

1.90 
2 . 2 0 

2 . 0 0 
7 . 7 5 

7 . 2 0 
2 . 50 

Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 

stered A*ssayer, Province of British Colurribia 


