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TOURNIGAN MINING EXPLORATIONS LTp 840897
Snowd Peal
. o4 3/8
Sample No. Mo ppm Cu ppmn W ppn Sample No. Mo ppm Cu ppm W ppm
TML-1 140 175 - , TML~29 2800 360 70
2 -1250 405 ) 30 ~1300 425
3 50 175 31 3600 330
4 . 150 215 32 - 850 295 86
5 190 270 33 £30 290
6 60 255 ' 34 630 385
7 450 275 ' 35 1350 370
8 210 255 36 830 . 450
9 100 270 37 1700 550
10 _ 1270 140 16 38 1380 650 64
11 : --190 275 39 680 550
12 1500 350 40 1040 495
- 13 © 340 245 _ 4] 1460 650
14 460 390 42 - 600 500
15 290 425 43 710 455 ’
16 200 600 44 440 400 56
17 120 240 45 510 400
18 740 385 : 46 1080 500
19 , 570 315 - 47 290 260
20 - 260 235 20 8E-8+3 indg. 870 300
21 2260 425 46 W end of Lake str o .r
22 1570 600 56 ___silt sampl 40 70 U &N
23 710 245 22,5 3700 350
24 330 265 - T T T
25 640 350
26 320 310
27 1280 355
28 "4000 370 50

X-RAY ASSAY LABORATORIES LTD.
Composite from Assay certificates
No. 5040 - August 10, 1970 &
Mo. 5278 - September 16, 1970




