21? BROOKSBANK AVE.
NOHKTH VANCOUVER,B.C

\_/ _ CANADA V7J 2C1
i gt TELEPHONE:  Opfefidl o6, 000¢
Jo—q CHEMEX LABS LTD. ™ .0
» ANALYTICAL CHEMISTS + GEOCHEMISTS » REGISTERED ASSAYERS 84{, ] 922
' s Ccu rte.
CERTIFICATE OF ASSAY CERTIFICATE NO. 67242
TO:  JMT Services Corp. INVOICE NO. 34561
ATTN: ANALYSED Jan. 15/80
Gordon G. Richards "Combo Gold"
SAMPLE NO. : PPB
Au N
29-2460 R 1814 5
1847 10
1850 5
1851 10
1861 10
62 5
63 10
1864 25
1866 5
67 10
70 5
1871 10
29-2460T 660 B Also on Geochem Cert # 51873
661 L
657 20
665 40
666 10
687 5
688 10
T 689 5
T 726 10
T 727 5
. T 728A 5
29-2460 T 728B 10
29-2562 79C 1182 10
86 5
90 10
79C 1191 51
79C 1201 5
1203 <5
1211 5 \ ( CiNes— OR & 27T
1223 5 Kini. — S e
1234 <5 :
1241 < 5
29~256279C 1247 15
Z9-7563 435 5
29-2563 455 13 ~
] ."/,/
f i
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CHEMEX LABS LTD.

= ANALYTICAL CHEMISTS

* GEOCHEMISTS

« REGISTERED ASSAYERS

CERTIFICATE OF ASSAY

212 BROOKSBANK AVE.
NORTH VANCOUVER,B.C.

CANADA v7J 2¢1
TELEPHONE:  OFFEESSE 984-0221
AREA CODE: 604
TELEX: 043-652597

CERTIFICATE NO.  §7243

T0: JMT Services Corp. INVOICE NO. 34561
8827 Hudson St., _
Vancouver, B.C. RECELVED Jan. 4/80
ANALYSED
ATTN: Gordon G. Richards "Combo Gold" Jass 13780
SAMPLE NO, : PPB .
Au
29-2563 K 466 25
467 10
468 10
K 469 45 it
K 489 15 K7hlG  Pecc. drilliay
500 10 ' J
505 15
525 15 {
545 5 Also on Geo Chem Cert # 51873.
K 561 10
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I
/ / ."2/
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¢ ANALYTICAL CHEMISTS

CERTIFICATE OF ANALYSIS

CHEMEX LABS LTD.

To: J. M. T. Services

* GEOCHEMISTS

* REGISTERED ASSAYERS

212 BROOKSBANK AVE.
NORTH VANCOUVER, B.C.

CANADA V7J2C1
TELEPHONE: 984-0221
AREA CODE: 604
TELEX: 04-352597

CERTIFICATE NO. 51942

INVOICE NO.
8827 Hudson St. .
Vancouver, B.C. 16/\.:’6 _ ec;’Sdea‘}' SW/’J(;S RECEIVED Jan. 17/80
aTTN: J. Christie © ANALYSED
ROCKS
—_— PPM PPB PPM PPB
As Hg Ba Au
K 307 4.0 1400 < 10
312 1.5 1300 <. .10
317 1.5 1200 < 10
322 3.0 1250 < 10 J .
330 3.0 950 < 10 | -
335 3.0 1050 < 10 ’
340 3.0 1100 < 10
345 4.0 1000 < 10
359 3.0 1050 < 10
364 4.0 1400 < 10
370 1.5 700 < 10 -
374 3.0 1200 < 10
386 16 1000 < 10
391 1.5 1400 < 10
23? 4.0 1200 L7
3.0 1100 < 10 s
412 6.0 1450 < 10 \\ ﬂ?rc . ﬂ(r///rﬂ‘g
417 1.5 1050 10 /
422 1.5 1100 <10 /
427 1.5 1050 < 10
435 1.5 1100 < 10
440 1.0 800 < 10
445 1.5 950 < 10
452 1.5 1400 < 10
458 1.0 1100 < 10
459 1.0 300 < 10
460 1.0 1000 < 10
461 1.0 1100 < 10
462 3.0 1250 < 10
463 3.0 1150 10 |
464 3.0 1100 < 10 |
465 3.0 1200 < 10 |
466 8.0 1200 < 10 |
467 3.0 1300 < 10 |
468 3.0 1300 10 |
469 3.0 1300 < &0 |
470 3.0 1200 <10 |
471 3.0 1250 < 10 |
472 1.5 1200 < 10
K 473 3.0 1100 < 10

MEMEBER
CANADIAN TESTING
ASSOCIATION

CERTIFIED BY: .ccciocratnni B ®




CHEMEX LABS LTD.

¢ ANALYTICAL CHEMISTS

To: J. M.

¢ GEOCHEMISTS

CERTIFICATE OF ANALYSIS

T. Services

* REGISTERED ASSAYERS

212 BROOKSBANK AVE.
NORTH VANCOUVER, B.C.

CANADA V7J2C1
TELEPHONE: 884-0221
AREA CODE: 604
TELEX: 04-352597

CERTIFICATE NO. 51943

8827 Hudson St. INVOICE NO.
Vancouver, B.C. RECEIVED Jan. 17/80
aTTN: J. Christie ANALYSED
ROCKS
P PPM PPB PPM PPB
As Hg Ba Au
K 478 4.0 1000 < 10 =
481 3.0 950 10 ?
4,86 6.0 1000 < 10
492 5.0 1150 < 10 [
497 5.0 1000 < 10
502 9.0 950 < 10 \
510 3.0 1100 < 10 N pere.
515 3.0 1100 < 10 ) 7
520 1.5 1100 < 10 / 0{”/4’-’;7
525 3.0 1200 < 10 N
530 1.5 1150 < 10 ‘\
539 4.5 950 10 \
544 2.0 1100 < 10
549 4.5 700 < 10
554 3.0 1100 < 10
K 559 3.0 1300 < 10 ]
J

MEMBER
CANADIAN TESTING
ASSOCIATION
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