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Analytical Chemists

Chemex Labs Ltd.

Geochemists

212 Brooksbank Ave.
North Vancouver, B.C.

Canada V7J2C1
Registered Assayers Phone:  (604) 984-0221
Telex:

043-52507

R

CERTIFICATE OF ANALYSIS

TO : AMAZON PETROLEUM CORP. %% CERTe # : A8517615-001-A
INVOICE & : 18517615 '
801 - 700 We PENRER ST« 5i0-550 W. HASTINGS DATE : 26-0CT-85 %
VANCOUVER, B.Ca PoOo # : NONE ;
V6C 168 Vane B¢
v CC: As HALIM
Sample Prep Cu In Ag Au ppb
description code ppm ppm ppm FA+AA !
69751 gh F. chely 205ax4wd 90 27 0.5 <5 -- --
69752 an’an,/rmdfffZOS (nenihged 74 107 0.1 <5 - -
69753 bbk, shady F- 205 Gl ficd 41 16 0.1 <5 - -
69754 412 veon milly 205 wlfed 38 33 0.1 <5 -- --
69755 Gtz vawn, foomc 205 neck 12 15 % | <5 - --
69756 A/.rf( f2 # 205 19 48 Oe4 <5 e --
69757 melly qg Hh 2065 meshr (HE1T 25 01 <5 - -
7yaan 69758 ,K/ or. silect~ 305 reck g 18 gt 20 - _—
01ccnrh69759 gk dphe 205 29 75 0.1 <5 == -
LEVON TUES 205 52 75 L (54/0 S == 0ot =
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ACME ANALYTICAL LABORATORIES LTD. DATE RECEIVED: AUG 20 1985
852 E.HASTINGS ST.VANCOUVER B.C. V&6A 1R6 ¢ JS/
FHONE 2Z53-3158 DATA LINE 251-1011 DATE REFORT MAILED: .x2% :{ deas

GEOCHEMICAL ICF ANALYSIS

.300 GRAM SAMFLE IS DIGESTED WITH ML 3-1-Z HCL-HNOJ-H20 AT 95 DEE. C FOR ONE HOUR AND IS DILUTED TO 10 ML WITH WATER.
THIS LEACH IS PARTIAL FOR MN.FE.CA.P.CR.M6.BA.TI.B.AL.NA.K.¥.51.ZR.CE.SN.Y.NB AND TA. AU DETECTION LIMIT BY ICP IS 3 PPM.

- SAMPLE TYPE: CORES AND ROCKS  pU% ANALYSIS BY AA FROM 10 GRAM SAMPLE.
ASSAYE;?ﬁEZJ#(... .DEAN TOYE OR TOM SAUNDRY. CERTIFIED B.C. ASSAYER
AMAZON PETROLEUM FROJECT-WAYSIDE FB FILE# 8S5-1975 FAGE 1
-SAHPLE# Cu Fb Zn Ag As AuX

FFM FFM FFM FFM  FFM  FFBE

2864 23 . - Y. 2 1 Zj dylec, [1=7+47 b
2865 52 4 84 1 8 1
2866 74 3 71 .1 10 5
2867 45 6 108 .1 69 5
2868 7 2 99 .1 114 2
2869 53 3 89 .1 123 7
2870 53 11 99 .1 157 4
2871 55 8 S8 .1 13 2
/ 2872 49 10 84 .3 & 1
2896 (47,24) 2873 134 19 376 1.0 23 18 b
) ‘ﬁ#
2874 98 11 . 130 .4 14 16
2875 =50 Ti2.-"T1a4 .8 11 TE . Sy =07
2876 ot - T 7 1
, 2877 54 13 U106 .2 5 20 | HolorHeRord,
54§35 2878 S9%. QL 4D, .2 8
(172,57 2g79 37 B 92 .1 2 1
2880 53 15 134 o1 14 6
2881 83 15 76 2 12 3
2882 21 9 31 o2 2 1
2883 23 10 9 .2 2 1
2884 62 12 81 75 9 6
STD C/AU 0.5 2 40 135 7.0 40 510



/% 7 Chemex Labs Ltd.

212 Brooksbank Ave.
North Vancouver, B.C.

|

o ff...// Canada V7J 2C1
Analytical Chemists *  Geochemists *  Registered Assayers Telephone:(604) 984-0221
Telex: 043-52597
CERTIFICATE OF ANALYSIS
TO : AMAZON PETROLEUM CORPa ¥ CERT. H A8514845-001-A{
_ INVOICE # : 18514845 |
801 - 700 We. PENDER ST, Wﬂ‘fﬁ/{/ DATE : 15-AUG-85
VANCOUVER,y BeCa ,PLéf P.0. 2 NONE
vV6C 168 2//;/1\4//
ATTN: Aes HALIM
Parameter Sample
Description ¥ 1
Sample preparation code 221
Mo ppb {ICP) <2
W ppb {ICP) <20
in opb (ICP) <2
P ppb (ICP) <20
Pb ppb (ice) 2
8i ppb (Ice) <4
Cd ppb {ICP) <1
Co ppb {1ce) <2
Ni ppb {ICP) 4
Ba ppb (ICP) 215
Fe ppm (ICP) O.4
Mn ppb (1cp) 16
Cr ppb (ICP) <20
Mg ppm (ICP) <02
vV ppb (1cp) <2
Al ppm {ice) <0.2
Be ppbd (ICP) <1l.0
Ca ppm (ICP) 1.8
Cu ppb (ICP) 10
Ag ppb AAS <l.0
Ti ppm {ICP) 0«03
Sr ppb (I1CP) 150
Na ppm (ICP) 315
K ppm (ICP) 2042
As ppb (ICP) <20

Sample description

information

Preparation code description

Sample # 1 WAYDISE 85-05 221 Water sample
=2 Certified by .ooo(’%.ooo.ooooo




Chemex Labs Ltd. e e

Canada V7J 2C1
Analytical Chemists +  Geochemists + Registered Assayers Phone:  (604) 984-0221
Telex: 043-52597

CERTIFICATE QOF ANALYSIS

TO : AMAZQON PETROLEUM CORP. *% CERTa # : ABS514844-001-A
INVOICE # : 18514844
801 - 700 We PENDER 5T, DATE T 22-AUG-85
VANCOUVERy BeCe PeOs # : NONE
Vel 1G8
ATTN: A. HALIM SULPHUR WATER
Parameter Sample
Description # 1
Sample preparation code 221
As ppb (total) 10.0
Sb ppb (total) <4

Gov- 8] lomeole 3 [eudlly pune] W/M fﬁﬁ/
/%%wam /e Hee Q/W,g? ,,[j

5l .'z/’/,l

;7 — - 2ppt //>/’Z
< 7 ppd y

st ey
Hex (ol o -

Sample description information Preparation code description
Sample # 1 WAYSIDE 85-05 221 Water sample
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a Chemex Labs Ltd. o e

Canada V7J 2C1
Analytical Chemists =  Geochemists +  Registered Assayers Phone: (604) 984-0221
Telex: 043-52597
CERTIFICATE OF ANALYSIS
TO : AMAZON PETROLEUM CORP. #% CERT. # : AB514844-001-A
ool 1th Aug INVOICE # : 18514844
801 - 700 We PENDER ST, =706 W.ie [INE DATE : 22-AUG-85
VANCOUVERy BeCe Voancounver &L PeOo # : NONE
Vet 168 _ '
v
ATTN: A. HALIM SULPHUR WATER
Sample Prep Au—-AA
description code ppb
WAYSIDE B85-05 221 <0.1 - -- - - ——
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ACME ANALYTICAL LABORATORIES LTD.

DATE RECEIVED:

SANPLEE

W5-85-R02
- W5-B5-AR03

852 E.HASTINGS ST.VANCOUVER B.C. V&6A 1Ré& PHONE 233-31358B DATA LINE 251-1011%

GEOCHEMICAL ICF ANALYSIS

.500 BRAM SAMPLE IS DIGESTED WITH 3ML 3-1-2 HCL-HNO3-H2C AT 95 DE5. C FOR ONE HOUR AND IS DILUTED TO 10 ML WITH WATER.
THIS LEACH 15 PARTIAL FOR MN.FE.CA.P.CR.MG.EBA.TI.B.AL.NA.K.W.51.7R.CE.5N.Y.NB AND TA. AU DETECTION LIMIT BY ICP IS 3 PPM.
- SAMPLE TYPC: ROCK CHIPS

JUNE 7 1985 DATE REPORT MAILED:‘Q;CM*UI;74bs, QSSHYER.J;;?@;;fgvaEAN TOYE OR TOM SAUNDRY. CERTIFIED EB.C. ASSAYER

Pt
poe

19
15

AMAZOM PETROLEUM FILE # 85-0827 FAGE 1

Ap N Co M Fe #s U A Th S Cd S B ¥ Ca P La Cr Mg Ba T BOAL Na KW
PR ppe ppa ppm ppR  ppm  ppE  pEE  ppe  ppA DPE  ppe  ppe L1 oppe ppe ppa 11 L opa

S0 23 12 387 LI [ 3 HD 1 11 i 2 2 4+ .12 .03 8 2 47 i u g .29 01 05
ol 13 2. 12 10 7 ND 7 4% i 2 2 3 .71 .02 9 SN 11 S 7 7 A} 5 .07 01 .02
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