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L I M I T E D 

45 L E S M I L L ROAD DON MILLS ONTARIO M3B 2T8 445-5755 

NO. 1 0 0 7 5 PAGE X ° f 3 

TO. Dome Exploration (Canada) Limited, 
360 Bay Street, Suite 702, 

1973 INVOICE NO. 10075 

TORONTO, Ontario. 
M5H 2V9. 

RECEIVED August 14, 

SAMPLE(S) OP 61 SOils 

Sample No. Cu ppm 
RW-1 680 

2 260 
3 250 
4 98 
5 61 
6 145 
7 210 
8 145 
9 27 

10 125 
11 125 
12 110 
13 88 
14 41 
15 7 
16 42 
17 7 
18 4 
19 140 
20 170 
21 140 
22 140 
23 23 
24 24 
25 58 
26 160 
27 82 
28 31 

SUBMITTED TO US SHOW RESULTS AS FOLLOWS: 

Zn ppm 
46 
25 
25 
43 
35 
21 
112 
70 
25 
53 
56 
42 
38 
39 
8 

46 
14 
12 

100 
120 
60 
81 
26 
28 
35 
66 
41 
34 

RECEIVEDAU6 2 2 1973 

Mo ppm Pb ppm 
3 

20 
25 
4 
2 
1 
2 
2 
x 
X 

X 
X 
X 
X 
1 

15 
2 
x 
3 
1 
2 
3 
2 

10 
5 
4 

15 
3 

170 
130 
55 
25 
14 
27 
30 
18 
14 
16 
16 
22 
15 
15 
10 
18 

16 
12 
28 
21 
21 
25 

12 
17 
20 
26 
24 
19 

X-RAY ASSAY LABORATORIES LIMITED 

DATE Augus t 2 0 , 1973 CERTIFIED BY 

A S S A Y E R S A N A L Y T I C A L C H E M I S T S - S P E C T R O G R A P H E R S 



45 L E S M I L L ROAD 

L I M I T E D 

DON M I L L S O N T A R I O 445-5755 

NO. 10075 PAGE 2 of 3 

Dome Exploration (Canada) Limited, 

Sample No. Cu ppm Zn pi 

RW-29 3 10 
30 35 30 
31 145 75 
32 24 15 
33 51 62 
34 52 33 
35 400 70 
36 1560 60 
37 150 55 
38 55 37 
39 63 44 
40 105 58 
41 55 30 
42 55 55 
43 185 96 
44 145 78 
45 110 56 
46 240 47 
47 560 53 
48 27 33 
49 30 54 
50 175 85 
51 220 70 
52 94 50 
53 180 80 
54 275 110 
55 125 55 
56 42 39 

Mo ppm Pb ppm 
x 
4 
20 
x 
1 
15 
8 
10 
30 
3 
6 
7 
x 
1 
3 
6 
5 
15 
4 
2 
5 
4 
5 
2 
4 
1 
2 
1 

17 
22 
48 
35 
33 
105 
25 
22 
20 
19 
16 
20 
13 
18 
42 
48 
26 
40 
20 
20 
15 
20 
20 
17 
22 
26 
15 
13 
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DATE August 2 0 , 1973 

X-RAY ASSAY LABORATORIES LIMITED 
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CERTIFIED BY 

A S S A Y E R S - A N A L Y T I C A L C H E M I S T S - S P E C T R O G R A P H E R S 



AY A JSAY L A B O R A T O R I E S 
45 L E S M I L L ROAD 

L I M I T E D 

DON M I L L S O N T A R I O 

Certifkate tsi ^ttaljrsts 

445-5755 

NO. 1 0 0 7 5 PAGE 3 ° f 3 

Dome Exploration (Canada) Limited, 

Sample No. Cu ppm Zn ppm Mo ppi 

RW-57 125 68 4 
58 80 23 7 
59 220 70 20 
60 740 23 5 
61 60 7 4 

Pb ppm 

16 
23 
16 
80 
50 

N o t e : x - l e s s t h a n 1 ppm Mo 

RECEIVEOAU0 Z 2 1973 

cc: G.R.Webber, Roxboro, Que. 

DATE August 20, 1973 

X-RAY ASSAY LABORATORIES LIMITED 

ĉ ::: ^ 

CERTIFIED BY 

A S S A Y E R S - A N A L Y T I C A L C H E M I S T S - S P E C T R O G R A P H E R S 


