
TO 

8 6 0 7 6 2 T U J U 4 
Cnemex Labs Ltd. 

Analytical Chemists Geochemists Registered Assayers 

LINCOLN RESOURCES INC. 

1440 - 625 
VANCOUVER» 
V6C 2T6 

HOWE ST, 
B.C. 

CERTIFICATE OF ANALYSIS 

2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B . C . 

Canada V 7 J 2C1 

T e l e p h o n e : ( 6 0 4 ) 9 8 4 - 0 2 2 1 

Te lex : 0 4 3 - 5 2 5 9 7 

CERT. # 
INVOICE » 
DATE 
P.O. # 
TWIN ( S I L V E R ZONE) 

A36 10477-001-A 
18610477 
6-FEB-86 

NONE 

ATTN: 0. COPELAND CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Samp 1e P r e p Cu Pb In A y AS Au ppb 

d e s c r i p t i on cod e ppm ppm ppm ppm ppm FA+AA 
L59+0G 0+00 201 7 0 L 1 9 259 0.3 35 10 
L59+00 0+12.5 S 201 114 203 336 0.3 61 20 
L59+00 0+25 S 201 55 82 223 0.2 23 <5 
L59+00 0+37.5 s 201 35 45 220 0.2 16 <5 
L59+00 0+50 S 201 20 22 118 0.2 7 <5 
L59+00 0+62.5 s 201 79 4 50 0.8 3 <5 
L59+0G 0+75 S 201 94 5 63 0.5 1 <5 
L59+00 0+87.5 s 201 6 1 25 0.1 1 <5 
L59+O0 1+00 S 201 109 64 205 0.1 23 <5 
L59+00 1+12.5 s 201 156 57 166 0.1 36 35 
L59+00 1+25 S 201 20 20 83 0.2 6 <5 
L59+00 1+37.5 s 201 50 46 194 0.1 27 5 
L59+00 1+50 S 201 51 37 217 0.3 16 <5 
L59+00 1+62.5 s 201 55 11 128 0.3 4 <5 
L59+00 1+75 S 201 38 33 149 0.7 16 <5 
L59+00 1+87.5 s 201 14 10 95 0.5 3 <5 
L59+00 2+00 S 201 9 8 85 207 0.3 51 <5 
L59+00 2+12.5 s 201 109 50 136 0.1 36 20 
L59+00 2+25 S 201 59 58 228 0.9 9 5 
L59+00 2+37.5 s 201 12 14 102 0.3 9 5 
L59+00 2+50 S 201 17 17 110 0.3 15 <5 
L59+00 2+62.5 s 201 45 32 126 0.2 35 <5 
L59+00 2+75 S 201 11 12 43 0.1 9 <5 
L59+00 2+87.5 s 201 45 46 145 0.1 38 5 
L59+00 3+00 S 201 31 26 142 0.3 25 <5 
L59+00 3+12.5 s 201 33 12 117 0.1 14 <5 
L59+00 3+25 S 201 30 24 120 0.3 19 <5 
L59+00 3+37.5 s 201 17 33 149 0.2 17 5 
L59+00 3+50 S 201 16 22 93 0.1 39 <5 
L59+00 3+62.5 s 201 18 18 37 0.1 10 <5 
T59+O0 3+75 S 201 11 12 71 0.1 ~~T~ <5 
L59+00 3+87.5 s 201 141 57 169 0.1 51 25 
L60+00 0+12.5 s 201 45 63 254 0.1 14 <5 
L60+00 0+37.5 s 201 36 32 175 0.1 7 <5 
L60+00 0+62.5 s 201 56 31 177 0.1 16 45 
L60+00 0+87.5 s 201 36 30 175 0.1 11 <5 
L60+00 1+12.5 s 201 29 17 136 0.1 9 5 
L60+00 1+37.5 s 201 16 7 84 0.1 3 
L60+00 1+62.5 s 201 15 17 95 0.2 7 <5 
L60+00 1+37.5 s 201 11 13 59 0.2 4 5 

C T A . 0 C e r t i f i e d by 



Chemex Labs Ltd. 
Analytical Chemists Geochemists Registered Assayers 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVERt B.C. 
V6C 2T6 

CERTIFICATE OF ANALYSIS 

212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex: 043-52597 

CERT. « 
INVOICE # 
DATE 
P.O. # 

A8610477-002-A 
18610477 
6-FE8-36 
NONE 

TWIN (SILVER ZONE) 

ATTN: 0. COPELANO CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L60+00 2+37.5 S 201 54 19 96 0.5 6 <5 
L60+00 2 + 50 S 201 15 1 85 0.1 1 <5 
L60+00 2+62.5 S 201 13 12 101 0.2 1 <5 
L60+00 2+75 S 201 4 5 23 0.2 1 <5 
L60+00 2+87.5 S 201 51 40 161 0.1 33 <5 
L60+00 3 + 00 S 201 29 48 131 0.2 33 <5 
L60+00 3+12.5 S 201 8 10 41 0.1 7 <5 
L60+00 3 + 25 S 201 27 27 111 0.4 29 <5 
L60+00 3+37.5 S 201 15 26 122 0.2 10 <5 
L60+00 3+50 S 201 15 36 147 0.4 36 <5 
L60+00 3+62.5 s 201 27 19 154 0.2 20 <5 
L60+00 3+75 S 201 18 18 156 0.1 11 <5 
L60+00 4 + 00 S 201 19 16 86 0.1 14 5 
L60+50 6L 0+00 201 224 22 201 0.7 10 55 
L60+50 0 + 25S 201 16 17 204 0.6 5 <5 
L60+50 0+37.5 S 201 27 19 211 0.3 6 <5 
L60 + 50 0 + 50 S 201 31 47 248 0.1 15 <5 
L60+50 0+62.5 S 201 25 19 141 0.1 12 <5 
L60 + 50 0 + 75 S 201 44 20 125 0.1 14 <5 
L60+50 0+87.5 S 201 23 28 185 0.1 11 <5 
L60+50 1+CO S 201 10 8 43 0.1 7 <5 
L60+50 1+12.5 S 201 8 8 66 0.1 4 <5 
L60+50 1 + 25 S 201 168 12 117 0.5 4 <5 
L60+50 1+37.5 s 201 41 13 7 5 0.7 4 <5 
L60+50 1 + 50 S 201 41 26 210 0.1 17 <5 
L60+50 1+62.5 s 201 8 12 42 0.2 3 <5 
L60+50 1+75 S 201 27 23 164 0.3 17 <5 
L60+50 1+87.5 s 201 17 10 91 0.2 9 <5 
L60+50 2 + 00 S 201 141 120 335 0.1 45 10 
L60+50 2+12.5 s 20i 65 110 375 0.2 57 10 
L60+50 2 + 25 S 201 53 35 221 0.1 33 <5 
L60+50 2+37.5 s 201 40 28 171 0.3 17 <5 
L60+50 2 + 50 S 201 47 67 181 0.1 100 280 
L60 + 50 2+62.5 s 201 47 40 169 0.8 29 45 
L60+50 2+87. 5 s 201 131 145 297 0.7 170 35 
L60+50 3+12.5 s 201 73 81 205 0.5 36 <5 
L60+50 3+37.5 s 201 49 8 91 0.5 6 <5 
L60+50 3+62.5 s 201 24 12 54 0.2 3 <5 
L60+50 3 + 75 S 201 53 48 127 0.2 12 5 
L60 + 50 3+87.5 s 201 24 2 69 0.3 2 <5 

C T A C e r t i f i e d by 



Chemex Labs Ltd. 
Analytical Chemists Geochemists Registered Assayers 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERTIFICATE OF ANALYSIS 

2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex: 043-52597 

CERT. U 
INVOICE n 
DATE 
P.O. # 

A8610477-0C3-A 
18610477 
6-FEB-86 

NONE 
TWIN (SILVER ZONE) 

ATTN: 0. COPELAND CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Sample Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L60+50 4+00 S 201 27 8 81 0.4 6 <5 
L61+00 0+12.5 S 201 65 83 37 5 0.3 25 <5 
L61+00 0+37.5 S 201 33 40 150 0.5 14 <5 
L61+00 0+62.5 S 201 121 102 251 0.1 41 25 
L61+00 0+87.5 S 201 55 55 191 0.1 12 35 
L61+00 1+12.5 S 201 85 95 254 0.2 36 10 
L61+00 1+37.5 S 201 118 107 250 0.2 33 10 
L61+00 1+62.5 S 201 16 13 96 0.2 6 <5 
L61+00 1+87.5 S 201 21 47 231 0.2 14 <5 
L61+00 2+12.5 S 201 50 49 256 2.0 7 <5 
L61+00 2+37.5 S 201 104 280 360 I .6 63 20 
L61+00 2+62.5 S 201 168 20 321 1.9 12 10 
L61+00 2+87.5 S 201 11 35 128 0.2 20 <5 
L61+00 3+12.5 s 201 13 34 242 0.7 11 <5 
L61+00 3+37.5 s 201 87 62 175 0.1 71 30 
L61+00 3+62.5 s 201 6 2 23 0.2 1 <5 
L61+00 3+75 S 201 54 40 131 0.1 33 5 
L61+00 3+87.5 s 201 78 75 200 0.4 50 25 
L61+00 4+00 S 201 19 8 61 0.1 15 <5 
L61+50 0+00 S 201 121 95 216 0.1 36 5 
L61+50 0+50 S 201 18 9 70 0.3 3 5 
L61+50 0+62.5 s 201 52 27 161 0.1 14 <5 
L61+50 0+75 S 201 46 25 138 0.2 10 <5 
L61+50 0+87.5 s 201 30 16 137 0.1 7 10 
L61+50 1+00 S 201 15 22 118 0.3 7 <5 
L61+50 1+12.5 s 201 138 133 316 0.2 20 <5 
L61+50 1+25 S 201 154 84 321 0.1 36 <5 
L61+50 1+37.5 s 201 93 9 163 0.6 3 <5 
L61+50 1+50 S 201 48 47 247 0.2 12 <5 
L61+50 1+62.5 s 201 15 29 89 0.6 9 <5 
L61+50 1+75 S 201 15 29 175 0.4 11 <5 
L61+50 1+87.5 s 201 102 77 448 0.1 80 10 
L61+50 2+00 S 201 18 67 169 0.3 22 5 
L61+50 2+25 S 201 20 43 234 0.5 20 <5 
L61+50 2+37.5 s 201 77 73 213 0.4 50 20 
L61+50 2+50 S 201 20 71 191 1.2 16 < 5 
L61+50 2+62.5 s 201 9 11 98 0.2 6 <5 
L61+50 2+75 S 201 7 11 60 0.2 5 <5 
L61+50 2+85.5 s 201 11 15 142 0.2 9 <5 
L61+50 3+00 S 201 25 72 151 0.1 51 5 

C T A , 9 C e r t i f i e d by 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex: 043-52597 

CERTIFICATE GF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610477-004-A 
18610477 
6-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: D. COPELAND CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L61+50 3+12.5 S 201 16 48 210 0.3 25 <5 
L61+50 3+25 S 201 17 37 91 0.3 17 <5 
L61+50 3+37.5 S 201 40 37 141 0.2 32 <5 
L61+50 3+50 S 201 13 9 87 0.2 4 <5 
L61+50 3+62.5 S 201 33 36 122 0.2 11 <5 
L61+50 3+75 S 201 13 10 83 0.1 7 <5 
L61+50 3+87.5 S 201 84 145 257 0.3 65 20 
L62+00 0+12.5 S 201 61 95 296 0.1 22 5 
L62+00 0+25 S 201 70 137 381 1.0 30 <5 
L62+00 0+37.5 S 201 32 83 32 1 0.1 15 <5 
L62+00 0+62.5 S 201 56 14 210 0.2 2 <5 
L62+00 0+75 S 201 98 4 98 0.7 1 <10 
L62+00 0+87.5 S 201 22 15 200 0.2 10 <5 
L62+00 1+12.5 S 201 50 45 224 0.1 14 <5 
L62+00 1+37.5 S 201 49 25 2 00 0.9 14 <5 
L62+00 1+62.5 S 201 31 31 185 0.1 10 <5 
L62+00 1+75 S 201 38 65 175 0.7 19 <5 
L62+00 1+87.5 S 201 51 108 300 0.9 41 70 
L62+00 2+12.5 S 201 58 61 211 0.6 39 5 
L62+00 2+25 S 201 29 41 194 0.4 32 <5 
L62+00 2+37.5 S 201 9 20 98 0.5 7 <5 
L62+00 2+62.5 S 201 13 68 139 0.4 33 <5 
L62+00 2+75 S 201 51 118 383 1.1 25 10 
L62+00 3+12.5 S 201 30 25 94 0.2 12 10 
L62+00 3+25 S 201 58 90 254 0.2 69 45 
L62+00 3+37.5 S 201 19 5 18 675 2.7 7 
L62+00 3+62.5 S 201 27 11 105 0.3 14 <5 
L62+00 3+75 S 201 12 11 107 0.3 9 <5 
L62+00 3+87.5 s 201 6 3 47 0.1 3 <5 
L62+50 0+00 201 23 47 265 0.2 11 <5 
L62+50 0+12.5 s 201 52 70 271 0.2 24 <5 
L62+50 0+25 S 201 128 2 45 695 0.5 43 <5 
L62+50 0+37.5 s 201 81 96 795 0.3 15 <5 
L62+50 0+50 S 201 109 88 840 0.5 16 <5 
L62+50 0+62.5 s 201 63 84 885 0.4 9 <5 
L62+50 0+75 S 201 121 54 450 0.3 17 <5 
L62+50 0+87.5 s 201 200 67 610 0.9 11 <5 
L62+50 1+00 S 201 97 58 500 0.9 6 <5 
L62+50 1+12.5 s 201 102 45 345 1.0 10 <5 
L62+50 1+25 S 201 121 34 285 0.6 7 <5 

Cer t i f i ed by 



Cnemex Labs Ltd 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex: 043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERT. # 
INVOICE » 
DATE 
P.O. * 

A8610477-005-A 
18610477 
6-FEB-86 

NONE 
TWIN (SILVER ZONE) 

ATTN: 0. COPELAND CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Sample 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS 
ppm 

Au ppb 
FA + AA 

L62+50 1 + 37. 5 S 201 85 10 250 0.9 3 <5 
L62+50 1 + 50 S 201 37 5 123 0.4 1 <20 
L62+50 1+62. 5 S 201 42 55 137 1.8 11 <5 
L62+50 1+75 S 201 50 47 290 1.1 27 15 
L62+50 1+87. 5 s 201 69 23 124 1.4 7 <5 
L 6 2+50' 2 + 00 S 201 171 485 240 38.0 39 35 
L62+50 2 + 12. 5 s 201 215 17 115 1.9 4 <5 
L62+50 2 + 25 S 201 22 26 165 0.7 10 <5 
L62+50 2+37. 5 s 201 5 1 33 0.2 1 <5 
L62+50 2 + 50 S 201 17 18 217 0.5 7 <5 
L62+50 2 + 62. 5 s 201 30 25 200 0.3 22 <5 
L62+50 2 + 75 S 201 15 27 197 0.7 15 <5 
L62+50 2+87. 5 s 201 13 23 130 0.5 16 <5 
L62+5G 3 + 00 S 201 13 47 242 0.7 19 <5 
L62+50 3+12. 5 s 201 33 35 200 0.4 27 <5 
L62+50 3 + 37. 5 s 201 52 75 285 0.4 5 <5 
L62+50 3 + 50 S 201 18 30 195 0.4 25 <5 
L62+50 3+62. 5 s 201 28 24 131 0.3 9 <5 
L62+50 3+75 S 201 7 8 5 8 0.1 2 <5 
L62+50 3 + 37. 5 s 201 11 22 115 0.1 9 <5 
L62+50 4+00 S 201 77 53 154 0 . 2 55 10 
L63+00 0 + 12. 5 s 201 17 43 184 0.2 10 <5 
L63+00 0+37. 5 s 201 49 56 325 0.1 22 <5 
L63+00 0 + 62. 5 s 201 52 11 76 0.2 3 <5 
L6 3+00 0+75 S 201 49 25 158 0.1 19 <5 
L63+00 0 + 8 7. 5 s 201 16 17 137 0.6 5 <5 
L63+00 1 + 12. 5 s 201 15 22 123 0.8 9 <5 
L63+00 1 + 25 S 201 67 18 109 3.1 6 <5 
L63+00 1+37. 5 s 201 32 9 79 0.5 1 <5 
L63+00 1 + 62. 5 s 201 59 54 175 2.3 20 <5 
L63+00 1 + 75 S 201 52 88 222 1 .2 36 15 
L63+00 1+87. 5 s 201 98 106 280 0.6 65 35 
L63+00 2 + 12. 5 s 201 9 17 56 0.2 6 <5 
L63+00 2 + 25 S 201 14 19 95 0.6 6 <5 
L63+00 2 + 37. 5 s 201 39 39 175 0.2 22 <5 
L63+0G 2+82. 5 s 201 27 17 188 0.3 6 <5 
L63+00 3 + 12. 5 s 201 6 12 54 0.1 36 <5 
L63+00 3+25 S 201 31 35 135 0.1 36 <5 
L63+00 3 + 37. 5 s 201 40 42 171 0.3 36 <5 
L63+00 3+62. 5 s 201 37 29 141 0.1 32 <5 

C e r t i f i e d by 



Chemex Labs Ltd. 
Analytical Chemists Geochemists Registered Assayers 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, 3.C. 
V6C 2T6 

CERTIFICATE OF ANALYSIS 

212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex: 043-52597 

CERT. # 
INVOICE n 
OATE 
p.o. n 

A8610477-006-A 
18610477 
6-FE3-86 

NONE 
TWIN (SILVER ZONE) 

ATTN: D. COPELANO CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L63+00 3+75 S 201 23 25 115 0.1 16 <5 
L63+00 3+87.5 S 201 50 16 99 0.1 43 170 
L63+50 BL+OO 201 41 62 232 0.3 17 <5 
L63+50 0+12.5 S 201 11 14 82 0.2 9 <5 
L63+50 0+25 S 201 27 23 81 0.5 10 <5 
L63+50 0+37.5 S 201 28 12 99 0.5 4 <5 
L63+50 0+50 S 201 46 3 36 0.4 1 <5 
L63+50 0+62.5 S 201 39 95 253 0.6 5 <5 
L63+50 0+75 S 201 14 40 216 0.5 14 <5 
L63+50 0+87.5 S 201 8 15 56 0.3 4 <5 
L63+50 1+00 S 201 14 70 133 0.9 14 <5 
L63+50 1+12.5 s 201 46 54 221 0.4 20 <5 
L63+50 1+25 S 201 65 40 149 2.2 5 <5 
L63+50 1+37.5 s 201 23 73 131 1.4 23 <5 
L63+50 1+50 S 201 28 77 299 1.3 15 <5 
L63+50 1+62.5 s 201 22 49 195 1.3 12 <5 
L63+50 1+75 S 201 20 45 156 0.6 20 <5 
L63+50 1+87.5 s 201 12 12 131 0.7 10 <5 
L63+50 2+00 S 201 22 7 89 0.2 43 <5 
L63+50 2+12.5 s 201 63 33 150 0.3 51 55 
L63+50 2+25 S 201 45 32 151 0.2 2 2 20 
L63+50 2+37.5 s 201 20 29 147 0.7 15 <5 
L63+50 2+50 S 201 38 10 83 C . l 4 <5 
L63+50 2+62.5 s 201 9 9 52 0.1 3 <5 
L63+50 2+75 S 201 35 39 100 0.3 39 <5 
L63+50 2+87.5 s 201 14 14 121 0.2 10 <5 
L63+50 3+00 S 201 31 560 550 1.6 57 5 
L63+50 3+12.5 s 201 54 8 181 0.4 20 <5 
L63+00 3+25 S 201 53 39 138 0.4 33 <5 
L63+50 3+37.5 s 201 44 26 138 0.2 20 <5 
L63+503+50 S 201 9 8 69 0.1 5 <5 
L63+50 3+62.5 s 201 9 3 63 0.1 16 <5 
L63+50 3+75 S 201 11 5 53 0.1 53 150 
L63+50 3+87.5 s 201 17 19 101 0.1 11 <5 
L63+50 4+00 S 201 22 23 121 0.3 11 <5 
L64+00 0+12.5 s 201 60 62 329 0.1 22 <5 
L64+00 0+25 S 201 26 57 186 0.1 29 <5 
L64+00 0+37.5 s 201 55 61 252 0.2 16 <5 
L64+00 0+62.5 s 201 19 30 200 0.3 20 <5 
L64+00 0+75 S 201 14 17 127 0.3 10 <5 

C T A . 9 Cert i f i ed by 



Cnemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERTIFICATE OF ANALYSIS 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex: 043-52597 

CERT. # 
INVOICE * 
DATE 
P.O. # 

A8610477-001-A 
18610477 
6-FEB-36 
NONE 

TWIN (SILVER ZONE) 

ATTN: 0. COPELAND CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Samp 1 e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L59+00 0 + 00 201 70 119 259 0.3 35 10 
L59+00 0 + 12. 5 S 201 114 203 336 0.3 61 20 
L59+00 0 + 25 S 201 55 82 228 0.2 23 <5 
L59+00 0 + 37. 5 S 201 35 45 220 0.2 16 <5 
L59+00 0 + 50 S 201 20 22 118 0.2 7 <5 
L59+00 0 + 62. 5 S 201 79 4 50 0.3 3 <5 
L59+00 0 + 75 S 201 94 5 63 0.5 1 <5 
L59+00 0 + 87. 5 s 201 6 1 25 0.1 1 <5 
L59+00 1+00 S 201 109 64 205 0.1 23 <5 
L59+00 1 + 12. 5 s 201 156 57 166 0.1 36 35 
L59+00 1 + 25 S 201 20 20 83 0.2 6 <5 
L59+00 1+37. 5 s 201 50 46 194 0.1 27 5 
L59+00 1 + 50 S 201 51 37 217 0.3 16 <5 
L59+00 1+62. 5 s 201 55 11 128 0.8 4 <5 
L59+00 1+75 S 201 38 33 149 0.7 16 <5 
L59+0C 1 + 87. 5 s 201 14 10 95 0.5 3 <5 
L59+00 2 + 00 S 201 98 85 207 0.3 51 <5 
L59+00 2+12. 5 s 201 109 50 136 0.1 36 20 
L59+00 2 + 25 S 201 59 58 228 0.9 9 5 
L59+00 2 + 37. 5 s 201 12 14 102 0.3 9 5 
L 5 9 + 00 2 + 50 S 201 17 17 110 0.3 15 <5 
L59+00 2 + 62. 5 s 201 45 32 126 0.2 35 <5 
L59+00 2+75 S 201 11 12 43 0.1 9 <5 
L59+00 2 + 87. 5 s 201 45 46 145 0.1 38 5 
L59+00 3+00 S 201 31 26 142 0.3 25 <5 
L59+00 3+12. 5 s 201 33 12 117 0.1 14 <5 
L59+00 3 + 25 S 201 30 24 120 0.3 19 <5 
L59+00 3 + 37. 5 s 201 17 33 149 0.2 17 5 
L59+00 3 + 50 S 201 16 22 93 0.1 39 <5 
L59+00 3 + 62. 5 s 201 18 18 87 0.1 10 <5 
L59+00 3 + 75 S 201 11 12 71 0.1 2 <5 
L59+00 3 + 87. 5 s 201 141 57 169 0.1 51 25 
L60+00 0 + 12. 5 s 201 45 63 254 0.1 14 <5 
L60+00 0 + 37. 5 s 201 36 32 175 0.1 7 <5 
L60+00 0 + 62. 5 s 201 56 31 177 0.1 16 45 
L60+00 0 + 37. 5 s 201 36 30 175 0.1 11 <5 
L60+00 1 + 12. 5 s 201 29 17 136 0.1 9 5 
L60+00 1+37. 5 s 201 16 7 84 0.1 3 5 
L60+00 1+62. 5 s 201 15 17 95 0.2 7 <5 
L60+00 1 + 87. 5 s 201 11 13 59 0.2 4 5 

C T A . 9 Cert i f i ed by 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER * 3.C. 
V6C 2T6 

CERTIFICATE OF ANALYSIS 

212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex. 043-52597 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610477-002-A 
18610477 
6-FES-86 

NONE 
TWIN (SILVER ZONE) 

ATTN: D. COPELAND CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Sample Pr ep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L60+00 2+37.5 S 201 54 19 96 0.5 6 <b 
L60+00 2 + 50 S 201 15 1 85 0.1 1 <5 
L60+00 2+62.5 S 201 13 12 101 0.2 1 <5 
L60+00 2 + 75 S 201 4 5 23 0.2 1 <5 
L60+00 2+87.5 S 201 51 40 161 0.1 33 <5 
L60+00 3 + 00 S 201 29 48 131 0.2 33 <5 
L60+00 3+12.5 S 201 8 10 41 0.1 7 <5 
L60+00 3 + 25 S 201 27 27 111 0.4 29 <5 
L60+00 3+37.5 s 201 15 26 122 0.2 10 <5 
L60+00 3 + 50 S 201 15 36 147 0.4 36 <5 
L60+00 3+62.5 s 201 27 19 154 0.2 20 <5 
L60+00 3 + 75 S 201 18 18 156 0.1 11 <5 
L60+00 4+00 S 201 19 16 86 0.1 14 5 
L60+50 BL 0+00 201 224 22 201 0.7 10 55 
L60+50 0 + 25S 201 16 17 204 0.6 5 <5 
L60+50 0+37.5 s 201 27 19 211 0.3 6 <5 
L60+50 0+50 S 201 31 47 248 0.1 15 <5 
L60+50 0+62.5 s 201 25 19 141 0.1 12 <5 
L60+50 0 + 75 S 201 44 20 125 0.1 14 <5 
L60+50 0+87.5 s 201 23 28 185 0.1 11 <5 
L60+50 1 + 00 S 201 10 8 43 0.1 7 <5 
L60+50 1+12.5 s 201 8 8 66 0.1 4 <5 
L60+5Q 1+25 S 201 168 12 117 0.5 4 <5 
L60+50 1+37.5 s 201 41 13 75 0.7 4 <5 
L60+50 1 + 50 S 201 41 26 210 0.1 17 <5 
L60+50 1+62.5 s 201 8 12 42 0.2 3 <5 
L60+50 1+75 S 201 27 23 164 0.3 17 <5 
L60+50 1+87.5 s 201 17 10 91 0.2 9 <5 
L60+50 2 + 00 S 201 141 120 335 0.1 45 10 
L60+50 2+12.5 s 201 65 110 375 0.2 57 10 
L60+50 2 + 25 S 201 53 35 221 0.1 33 <5 
L60+50 2+37.5 s 201 40 28 171 0.3 17 <5 
L60+50 2 + 50 S 201 47 67 181 0.1 100 280 
L60+50 2+62.5 s 201 47 40 169 0.8 29 45 
L60+50 2+87.5 s 201 131 145 297 0.7 170 35 
L60+50 3+12.5 s 201 73 81 205 0.5 36 <5 
L60+50 3+37.5 s 201 49 8 91 0.5 6 <5 
L60 + 50 3+62.5 s 201 24 12 54 0.2 3 <5 
L60+50 3 + 75 S 201 53 48 127 0.2 12 5 
L60 + 50 3+87.5 s 201 24 2 69 0.3 2 <5 

C T A . 9 C e r t i f i ed by 



Cnemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex. 043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER» B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610477-003-A 
I 8610477 
6-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTNs D. COPELAND CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L60+50 4+00 S 201 27 8 81 0.4 6 <5 
L61+00 0+12.5 S 201 65 83 375 0.3 25 <5 
L61+00 0+37.5 S 201 83 40 150 0.5 14 <5 
L61+00 0+62.5 S 201 121 102 251 0.1 41 25 
L61+00 0+87.5 S 201 55 55 191 0.1 12 35 
L61+00 1+12.5 5 201 85 95 254 0.2 36 10 
L61+00 1+37.5 S 201 118 107 25 0 0.2 33 10 
L61+00 1+62.5 S 201 16 13 96 0.2 6 <5 
L61+00 1+87.5 S 201 21 47 231 0.2 14 <5 
L61+00 2+12.5 s 201 50 49 256 2.0 7 <5 
L61+00 2+37.5 s 201 104 280 360 1.6 63 20 
L61+00 2+62.5 s 201 168 20 321 1.9 12 10 
L61+00 2+87.5 s 201 11 35 128 0.2 20 <5 
L61+00 3+12.5 s 201 13 34 242 0.7 11 <5 
L61+00 3+37.5 s 201 87 62 175 0.1 71 30 
L61+00 3+62.5 s 201 6 2 23 0.2 1 <5 
L61+00 3+75 S 201 54 40 131 0.1 33 5 
L61+00 3+87.5 s 201 78 75 20 0 0.4 50 25 
L61+00 4+00 S 201 19 8 61 0.1 15 <5 
L61+50 0+00 S 201 121 95 216 0.1 36 5 
L61+50 0+50 S 201 13 9 70 0.3 3 5 
L61+50 0+62.5 s 201 52 27 161 0.1 14 <5 
L61+50 0+75 S 201 46 25 138 0.2 10 <5 
L61+50 0+87.5 s 201 30 16 137 0.1 7 10 
L61+50 1+00 S 201 15 22 118 0.3 7 <5 
L61+50 1+12.5 s 201 138 133 316 0.2 20 <5 
L61+50 1+25 S 201 154 84 321 0.1 36 <5 
L61+50 1+37.5 s 201 93 9 163 0.6 3 <5 
L61+50 1+50 S 201 48 47 247 0.2 12 <5 
L61+50 1+62.5 s 201 15 29 89 0.6 9 <5 
L61+50 1+75 S 201 15 29 175 0.4 11 <5 
L61+50 1+87.5 s 201 102 77 448 0.1 80 10 
L61+50 2+00 S 201 18 67 169 0.3 22 5 
L61+50 2+25 S 201 20 43 234 0.5 20 <5 
L61+50 2+37.5 s 201 77 73 213 0.4 50 20 
L61+50 2+50S 201 20 71 191 1.2 16 <5 
L61+50 2+62.5 s 201 9 11 98 0.2 6 <5 
L61+50 2+75 S 201 7 11 60 0.2 5 <5 
L61+50 2+35.5 s 201 11 15 142 0.2 9 <5 
L61+50 3+00 S 201 25 72 151 0.1 51 5 

C e r t i f i e d by 



Chemex Labs Ltd. 
Analytical Chemists Geochemists Registered Assayers 

212 B r o o k s b a n k Ave. 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex: 043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER» B.C. 
V6C 2T6 

CERT, n 
INVOICE n 
DATE 
P.O. # 

A8610477-004-A 
18610477 
6-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: D. COPELAND CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L61+50 3+12.5 S 201 16 48 210 0.3 
L61+50 3+25 S 201 17 37 91 0.3 17 <5 
L61+50 3+37.5 S 201 40 37 141 0.2 32 <5 
L61+50 3+50 S 201 13 9 87 0.2 4 <5 
L61+50 3+62.5 S 201 33 36 122 0.2 11 <5 
L61+50 3+75 S 201 13 10 83 0.1 7 <5 
L61+50 3+87.5 S 201 84 145 257 0.3 65 20 
L62+00 0+12.5 S 201 61 95 296 0.1 22 5 
L62+00 0+25 S 201 70 137 381 1.0 30 <5 
1.62 + 00 0+37.5 S 201 32 83 32 1 0.1 15 <5 
L62+00 0+62.5 S 201 56 14 210 0.2 2 <5 
L62+00 0+75 S 201 98 4 98 0.7 1 <10 
L62+00 0+67.5 S 201 22 15 200 0.2 10 <5 
L62+00 1+12.5 S 201 50 45 224 0.1 14 <5 
L62+00 1+37.5 s 201 49 25 200 0.9 14 <5 
L62+00 1+62.5 s 201 31 31 185 0.1 10 <5 
L62+00 1+75 S 201 38 65 175 0.7 19 <5 
L62+00 1+87.5 s 201 51 108 300 0.9 41 70 
L62+00 2+12.5 s 201 58 61 211 0.6 39 5 
L62+00 2+25 S 201 29 41 194 0.4 32 <5 
L6 2+00 2+37.5 s 201 9 20 98 0.5 

f 
<5 

L62+00 2+62.5 s 201 13 63 139 0.4 33 <5 
L62+00 2+75 S 201 51 118 383 1.1 25 10 
L62+00 3+12.5 s 201 30 25 94 0.2 12 10 
L62+00 3+25 S 201 58 90 254 0.2 69 45 
L6 2+00 3+37.5 5 201 195 18 675 2.7 7 <5 
L62+00 3+62.5 S 201 27 11 105 0.3 14 <5 
L62+00 3+75 S 201 12 11 107 0.3 9 <5 
L62+00 3+87.5 S 201 6 3 47 0.1 3 <5 
L62+50 0+00 201 23 47 265 0.2 11 <5 
L62+50 0+12.5 s 201 52 70 271 0.2 24 <5 
L62+50 0+25 S 201 128 245 695 0.5 43 <5 
L62+50 0+37.5 s 201 81 96 795 0.3 15 <5 
L62+50 0+50 S 201 109 83 840 0.5 16 <5 
L62+50 0+62.5 s 201 63 84 885 0.4 9 <5 
L62+50 0+75 S 201 121 54 450 0.3 17 <5 
L62+50 0+87.5 s 201 200 67 610 0.9 11 <5 
L62+50 1+00 S 201 97 58 500 0.9 6 <5 
L62+50 1+12.5 s 201 102 45 345 1.0 10 <5 
L62+50 1+25 S 201 121 34 285 0.6 7 <5 

C e r t i f i ed by 



Chemex Labs Ltd. 
Analytical Chemists Geochemists Registered Assayers 

212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex: 043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERT, n 
INVOICE # 
DATE 
P.O. # 

A8610477-005-A 
I 8610477 
6-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN : D. COPELAND CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Samp 1e Pr ep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L62+50 1+37.5 S 201 85 10 250 0.9 3 <5 
L62+50 1+50 S 201 37 5 123 0.4 1 <20 
L62+50 1+62.5 S 201 42 55 187 1.8 11 <5 
L62+50 1+75 S 201 50 47 290 1.1 27 15 
L62+50 1+87.5 S 201 69 28 124 1.4 7 <5 
L62+50 2+00 S 201 171 485 2 40 38.0 39 35 
L62+50 2+12.5 s 201 215 17 115 1.9 4 <5 
L62+50 2+25 S 201 22 26 165 0.7 10 <5 
L62+50 2+37.5 s 201 5 1 33 0.2 1 <5 
L62+50 2+50 S 201 17 18 217 0.5 7 <5 
L62+50 2+62.5 s 201 30 25 20 0 0.3 22 <5 
L62+50 2+75 S 201 15 27 197 0.7 15 <5 
L62+50 2+87.5 s 201 13 23 130 0.5 16 <5 
L62+50 3+00 S 201 13 4 7 242 0.7 19 <5 
L62+50 3+12.5 s 201 33 35 200 0.4 27 <5 
L62+50 3+37.5 s 201 52 75 285 0.4 5 <5 
L62+50 3+50 S 201 18 30 195 0.4 25 <5 
L62+50 3+62.5 s 201 28 24 131 0.3 9 <5 
L62+50 3+75 S 201 7 8 58 0.1 2 <5 
L62+50 3+87.5 s 201 11 22 115 0.1 9 <5 
L62+50 4+00 S 201 77 53 154 0.2 5 5 10 
L63+00 0+12.5 s 201 17 43 184 0.2 10 <5 
L63+00 0+37.5 s 201 49 56 325 0.1 22 <5 
L63+00 0+62.5 s 201 52 11 76 0.2 3 <5 
L63+00 0+75 S 201 49 25 158 0.1 19 <5 
L63+00 0+37.5 s 201 16 17 137 0.6 5 <5 
L63+00 1+12.5 s 201 15 22 123 0.8 9 <5 
L63+00 1+25 S 201 67 18 109 3.1 6 <5 
L63+00 1+37.5 s 201 32 9 79 0.5 1 <5 
L63+00 1+62.5 s 201 59 54 175 2.3 20 <5 
L63+00 1+75 S 201 5 2 88 222 1.2 36 15 
L63+00 1+87.5 s 201 98 106 280 0.6 65 35 
L63+00 2+12.5 s 201 9 17 56 0.2 6 <5 
L63+00 2+25 S 201 14 19 95 0.6 6 <5 
L63+00 2+37.5 s 201 39 39 175 0.2 22 <5 
L63+00 2+8 2.5 s 201 27 17 188 0.3 6 <5 
L63+00 3+12.5 s 201 6 12 54 0.1 36 <5 
L63+00 3+25 S 201 31 35 135 0.1 36 <5 
L63+00 3+37.5 s 201 40 42 171 0.3 36 <5 
L63+00 3+62.5 s 201 37 29 141 0.1 32 <5 

Cert i f i ed by 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Telephone:(604) 984-0221 

Telex: 043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER » 3.C. 
V6C 2T6 

CERT, n 
INVOICE 0 
DATE 
P.O. * 

A8610477-006-A 
I 8610477 
6-FE8-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: 0. COPELANO CC: SPIREX GEOSERVICES ATTN: R. SHEARING 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm Ppm ppm ppm FA + AA 
L63+00 3+75 S 201 23 25 115 C . l 16 <t> 

L63+00 3+87.5 S 201 50 16 99 0.1 43 170 
L63+50 8L+00 201 41 62 232 0.3 17 <5 
L63+50 0+12.5 c 201 11 14 32 0.2 9 <5 
L63+50 0+25 S 201 27 23 81 0.5 10 <5 
L63+50 0+37.5 s 201 28 12 99 0.5 4 <5 
L63+50 0+50 S 201 46 3 36 0.4 1 <5 
L63+50 0+62.5 s 201 39 95 253 0.6 5 <5 
L63+50 0+75 S 201 14 40 216 0.5 14 <5 
L63+50 0+87.5 s 201 8 15 56 0.3 4 <5 
L63+50 1+00 S 201 14 70 133 0.9 14 <5 
L63+50 1+12.5 s 201 46 54 221 0.4 20 <5 
L63+50 1+25 S 201 65 40 149 2.2 5 <5 
L63+50 1+37.5 s 201 23 73 181 1.4 23 <5 
L63+50 1+50 S 201 28 77 299 1.3 15 <5 
L63+501+62.5 s 201 22 49 195 1.3 12 <5 
L63+50 1+75 S 201 20 45 156 0.6 20 <5 
L63+50 1+37.5 s 201 12 12 131 0.7 10 <5 
L63+50 2+00 S 201 22 7 89 0.2 43 <5 
L63+50 2+12.5 s 201 63 33 150 0.3 51 55 
L63+50 2+25 S 201 45 32 151 0.2 22 20 
L63+50 2+37.5 s 201 20 29 147 0.7 15 <5 
L63+50 2+50 S 201 38 10 83 0.1 4 <5 
L63+50 2+62.5 s 201 9 9 52 0.1 3 <5 
L63+50 2+75 S 201 35 39 100 0.3 39 <5 
L63+50 2+87.5 s 201 14 14 121 0.2 10 <5 
L63+50 3+00 S 201 31 560 550 1.6 57 5 
L63+50 3+12.5 s 201 54 8 181 0.4 20 <5 
L63+00 3+25 S 201 53 39 138 0.4 33 <5 
L63+50 3+37.5 s 201 44 26 138 0.2 20 <5 
L63+50 3+50 S 201 9 8 69 0.1 5 <5 
L63+50 3+62.5 s 201 9 3 63 0.1 16 <5 
L63+50 3+75 S 201 11 5 53 0. 1 53 150 
L63+50 3+87.5 s 201 17 19 101 0.1 11 <5 
L63+50 4+00 S 201 22 23 121 0.3 11 <5 
L64+00 0+12.5 s 201 60 62 329 0 .1 22 <5 
L64+00 0+25 S 201 26 57 186 0.1 29 <5 
L64+00 0+37.5 s 201 55 61 252 0.2 16 <5 
L64+00 0+62.5 s 201 19 30 200 0.3 20 <5 
L64+00 0+75 S 201 14 17 127 0.3 10 <5 

Cert i f i ed by 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave. 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610511-001-A 
INVOICE n : 18610511 
DATE : 13-FEB-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN: DAVE COP EL AND CC: SPIREX GEOSERVICES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm Ppm ppm ppm Ppm FA + AA 
L69+00 2+12.5 S 201 19 39 71 0.3 9 <5 
L69+00 2+37.5 S 201 28 61 195 0.2 29 <5 
L69+00 2+87.5 S 201 23 21 169 0.3 17 <5 
L69+00 3+12.5 S 201 55 690 399 0.3 51 <5 
L69+00 3+62.5 S 201 19 27 200 0.1 23 <5 
L69+50 BLO+00 201 223 141 63 0 0.1 23 .20 
L69+50 0+12.5 S 201 112 72 395 0.1 15 5 
L69+50 0+25 S 201 92 93 400 0.1 22 <5 
L69+50 0+37.5 S 201 95 8 160 1.1 4 <5 
L69+50 0+50 S 201 78 9 145 0.5 4 <5 
L69+50 0+6 2.5 S 201 12 0 112 0.5 5 <5 
L69+50 0+75 S 201 45 9 100 1.2 3 <5 
L69+50 1+00 S 201 65 159 415 1.8 22 <5 
L69+50 1+12.5 S 201 40 83 300 3.5 10 5 
L69+50 1+25 S 201 43 200 400 3.9 15 <5 
L69+50 1+37.5 S 201 5 7 320 500 3.3 14 <5 
L69+50 1+50 S 201 42 270 385 3.4 15 <5 
L69+50 1+75 S 201 23 108 310 0.5 24 <5 
L69+50 1+87.5 S 201 48 119 380 5.5 19 <5 
L69+50 2+00 S 201 62 99 257 3.5 20 <5 
L69+50 2+12.5 s 201 2 2 24 126 0.6 11 <5 
L69+50 2+25 S 201 30 23 200 1.6 17 <5 

/_L69 + 50 2 + 37.5 s 201 39 46 275 1.7 23 ~~"210 
LT69+50 2+50 S 201 24 36 181 1.4 23 <5 
L69+50 2+62.5 s 201 47 65 221 0.7 41 <5 
L69+50 2+75S 201 143 182 341 0.2 80 15 
L69+50 2+87.5 s 201 17 16 129 0.4 10 <5 
L69+50 3+00 S 201 11 5 85 0.2 6 <5 
L69+50 3+12.5 s 201 8 10 65 0.2 7 <5 
L69+50 3+25 S 201 46 35 185 0.1 35 <5 
L69+50 3+37.5 s 201 44 0.1 7 <5 
L69+50 3+50 S 201 19 16 273 0.5 7 <5 
L69+50 3+62.5 s 201 24 22 23 5 0.1 17 <5 
L69+50 3+75 S 201 67 18 441 0.5 7 <5 
L69+50 3+87.5 s 201 143 3 86 890 0.1 77 20 
L69+50 4+00 S 201 115 49 441 0.2 23 <5 
L70+00 0+12.5 s 201 28 5 107 0.1 3 <5 
L70+00 0+25 S 201 62 40 211 0.6 6 <5 
L70+00 0+37.5 s 201 52 17 143 0.6 5 <5 
L70+00 0+62.5 s 201 73 81 275 0.4 20 <5 

Cert i f i ed by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, 3.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610511-002-A 
INVOICE # : 18610511 
DATE : 13-FE8-86 
P.O. H : NONE 
TWIN (SILVER ZONE) 

ATTN i DAVE COPEL AND CC: SPIREX GEOSERVICES LTD. 
Sa mp1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA+AA 
L70+00 0 + 75 S 201 35 134 46 5 1.7 19 <5 
L70+0O 0+67.5 S 201 69 79 265 2.9 11 <5 
L70+00 1+12.5 S 201 83 160 440 2.3 25 10 
L70+00 1+25 S 201 98 210 457 0.3 32 \ <5 
L70+00 1+37.5 s 201 93 410 461 1.7 36 55 
L70+00 1+6 2.5 s 201 29 117 338 0.7 27 <5 
L70+00 1 + 75 S 201 28 57 212 1.2 22 10 
L70+00 1+87.5 s 201 61 171 441 2.9 11 <5 
L70+00 2+12.5 s 201 75 87 325 2.2 11 <5 
L70+00 2 + 25 S 201 75 71 300 0.9 17 <5 
L70+00 2+37.5 s 201 43 318 1.6 16 5 
L7O+00 2+62.5 s 201 60 37 221 0.1 24 <5 
L70+00 2 + 75 S 201 34 23 241 1.1 11 <5 
L70+00 2+8 7.5 s 201 16 10 79 0.3 6 <5 
L70+00 3+12.5 s 201 37 5 49 1.0 1 <5 
L70+00 3 + 2 5 S 201 83 33 91 0.1 27 <5 
L70+00 3+37.5 s 201 94 103 379 0.7 11 5 
L70+00 3+62.5 s 201 29 19 198 0.1 16 <5 
L70+00 3 + 75 S 201 39 41 196 0.1 25 <5 
L70+00 3+87.5 s 201 10 5 72 0.2 4 <5 
L71+50 6L0+00 201 37 276 0.1 1 2 <5 
L71+50 0+12.5 s 201 50 278 52 0 0.6 22 <5 
L71+50 0 + 25 S 201 29 31 357 0.8 7 <5 
L71+50 0+37.5 s 201 40 84 356 1.1 9 <5 
L71+50 0 + 50 S 201 58 165 235 0.1 29 <5 
L71+50 0+6 2.5 s 201 i 4 16 1.1 <5 
L71+50 0 + 75 S 201 8 21 75 0.2 7 <5 
L71+50 0+87.5 s 201 12 21 166 0.1 11 <5 
L71+50 1+00 S 201 10 24 97 0.3 4 <5 
L71+50 1+12.5 s 201 56 111 325 0.2 24 <5 
L71+50 1+25 S 201 " 2 2 40 177 1.4 10 <5 
L71+50 1+37.5 s 201 9 7 76 1.2 3 <5 
L71+50 1 + 50 S 201 22 16 123 0.1 5 <5 
L71+50 1+62.5 s 201 42 23 76 1.2 7 <5 
L71+50 1 + 75 S 201 15 7 109 0.1 4 <5 
L71 + 50 1+8 7.5 s 201 11 90 o.i <5 
L71+50 2 + 00 S 201 17 56 215 0.1 24 <5 
L71+50 2+12.5 s 201 34 78 225 0.1 3 8 <5 
L71+50 2 + 25 S 201 43 72 244 0.2 48 10 
L71+50 2+37.5 s 201 34 54 200 0.6 30 <5 

C e r t i f i e d by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 212 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, d.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. * i A8610511-003-
INVQICE # : 18610511 
DATE : 13-FE8-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN i DAVE COP EL AND CC: SPIREX GEOSERVICES LTD, 
Sa mp1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA+AA 
L71+50 2+50 S 201 11 18 75 1.2 10 <5 
L71+50 2+62.5 S 201 20 14 148 0.2 11 <5 
L71+50 2+75 S 201 25 9 70 0.8 4 <5 
L71+50 2+37.5 S 201 41 41 121 0.3 15 <5 
L71+50 3+00 S 201 39 10 156 0.8 7 <5 
L71+50 3+12.5 S 201 35 12 10 5 0.3 7 <5 
L71+50 3+25 S 201 15 8 64 0.1 7 <5 
L71+50 3+37.5 S 201 14 10 133 0.1 12 <5 
L71+50 3+50 S 201 22 13 105 0.9 11 <5 
L71+50 3+62.5 S 201 24 15 136 0.1 14 <5 
L71+50 3+75 S 201 35 30 139 0.1 - -30 <5 
L71+50 3+87.5 S 201 14 17 62 0.1 22 <5 
L71+50 4+00 S 201 16 11 84 0.2 11 <5 
L72+00 0+12.5 S 201 18 24 131 0.1 10 <5 
L72+00 0+25 S 201 74 103 149 1.1 20 <5 
L72+00 0+37.5 S 201 2 6 41 210 0.2 9 <5 
L72+00 0+62.5 s 201 48 132 359 0.1 27 <5 
L72+00 0+75 S 201 24 85 191 0.2 2 2 <5 
L72+00 0+87.5 s 201 11 29 262 0.5 c <5 
L72+00 1+12.5 s 201 66 105 36 8 0.7 — 30 <5 
L7 2+00 1+25S 201 17 39 222 1 .6 7 <5 
L72+00 1+37.5 s 201 23 26 141 1.2 9 <5 
L72+00 1+62.5 s 201 16 12 161 0.1 7 <5 
L72+00 1+75 S 201 12 25 143 1.0 10 <5 
L72+00 1+87.5 s 201 49 66 205 0.1 38 <5 
L7 2+00 2+12.5 s 201 19 36 101 1.1 12 <5 
L72+00 2+25 S 201 40 29 91 0.3 12 <5 
L72+00 2+37.5 s 201 42 23 153 0.5 11 <5 
L72+00 2+62.5 s 201 32 22 147 0.5 14 <5 
L72+00 2+75 S 201 35 19 139 0.4 14 <5 
L72+00 2+87.5 s 201 67 3 44 0.7 6 <5 
L72+00 3+12.5 s 201 31 15 157 0.1 14 <5 
L72+00 3+25 S 201 12 6 41 0.1 .,-A <5 
L72+00 3+37.5 s 201 48 47 137 0.1 53 20 
L72+00 3+62.5 s 201 23 12 158 0.1 11 <5 
L72+00 3+75S 201 16 72 0.2 14 <5 
L72+00 3+87.5 s 201 32 22 103 0.1 15 <5 
L72+50 0+00 201 87 90 210 0.1 36 10 
L72+50 0+12.5 s 201 18 54 263 0.1 17 <5 
L72+50 0+25 S 201 11 25 156 0.2 11 <5 

Cert i f j ed by 
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Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, 3.C. 
V6C 2T6 

CERT • * 
INVOICE 
DATE 
P.O. # 

A8610511-004-A 
I 8610511 
13-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1e Prep Cu Pb Zn Ay AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L72+50 0+37.5 S 201 48 32 165 0.1 19 <5 
L72+50 0+50 S 201 44 21 137 0.1 12 <5 
L72+50 0+62.5 S 201 63 224 330 0.7 25 <5 
L72+50 0+75 S 201 30 63 228 0.7 23 <5 
L72+50 0+8 7.5 S 201 26 27 109 1.0 10 <5 
L72+50 1+00S 201 10 34 115 0.2 10 <5 
L72+50 1+12.5 s 201 50 29 22 1 1.5 10 <5 
L72+50 1+25 S 201 27 34 249 1.6 10 5 
L72+50 1+37.5 s 201 23 33 195 1.1 12 <5 
L72+50 1+50 S 201 42 10 71 2.8 4 10 
L72+50 1+62.5 s 201 60 10 104 0.3 1 < 5 
L72+50 1+75 S 201 54 15 214 2.3 3 <5 
L72+50 1+87.5 s 201 18 5 61 0.1 3 <10 
L72+50 2+00 S 201 23 2 37 0.1 2 <10 
L72+50 2+12.5 s 201 30 55 165 0.3 15 5 
L72+50 2+25 S 201 48 132 351 0.1 59 35 
L72+50 2+37.5 s 201 43 72 276 0.1 39 <5 
L72+50 2+50 S 201 97 11 64 0.6 5 <5 
L72+50 2+62.5 s 201 102 50 184 0.6 11 <5 
L72+50 2+75 S 201 100 89 259 0.3 20 <5 
L72+502+87.5 s 201 46 44 0 . 1 2 <5 
L72+50 3+00 S 201 11 6 65 0.2 2 <5 
L72+50 3+12.5 s 201 15 15 91 0.1 16 <5 
L72+50 3+25 S 201 51 26 110 0.1 27 <5 
L72+50 3+37.5 s 201 14 12 93 0.1 9 10 
L72+50 3+50 S 201 30 15 144 0.1 29 
L72+50 3+62.5 s 201 32 14 110 0.1 22 <5 
L72+50 3+75 S 201 20 20 125 0.2 22 5 
L72+50 3+87.5 s 201 21 26 115 0.2 20 <5 
L72+50 4+00 S 201 17 12 86 0.2 9 <5 
L73+00 0+12.5 N 201 145 40 130 1 .1 6 <5 
L73+00 0+25 N 201 175 21 114 0.3 4 5 
L73+00 0+37.5 N 201 21 4 113 0.2 2 <10 
L73+00 0+62.5 N 201 59 6 78 0.3 4 <10 
L73+00 0+75 N 201 21 25 200 0.1 11 <5 
L73+00 0+87.5 N 201 47 112 0 . 5 1 <10 
L73+00 0+12.5 s 201 17 37 158 0.6 9 <5 
L73+00 0+25 S 201 50 47 241 4.3 9 <5 
L73+00 0+37.5 s 201 71 6 43 1.3 1 <5 
L73+00 0+62.5 s 201 72 2 67 1.6 1 <5 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERT. # 
INVOICE U 
DATE 
P.O. * 

A8610511-OQ5-A 
18610511 
13-FE3-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Sample 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS 
ppm 

Au ppb 
FA + AA 

L73+00 0+75 S 201 31 5 38 0.5 1 10 
L73+0G 0 + 87. 5 S 201 114 8 90 1.7 2 15 
L73+00 1 + 12. 5 S 201 200 38 125 4.5 4 15 
L73+0Q 1 + 25 S 201 70 11 135 2.3 2 10 
L73+00 1 + 37. 5 S 201 78 14 68 1.0 3 5 
L73+00 1+62. 5 S 201 5 8 3 90 0 .6 2 <5 
L73+00 1 + 75 S 201 123 355 480 0.5 9 2 <5 
L73+00 1+87. 5 S 201 39 49 147 0.1 30 <5 
L73+00 2+12. 5 s 201 18 45 106 0.4 12 <5 
L73+00 2+25 S 201 70 62 181 0.2 51 <5 
L73+00 2 + 37. 5 s 201 79 9 133 0 .6 7 5 
L73+00 2+62. 5 s 201 21 14 130 0.4 14 <5 
L73+00 2 + 75 S 201 13 11 113 0.6 7 <5 
L73+00 2 + 87. 5 s 201 10 19 57 0.3 22 <5 
L73+00 3 + 12. 5 s 201 12 18 67 0.2 9 <5 
L73+00 3 + 25 S 201 92 143 37 1 0.2 36 •-25 
L73+00 3 + 37. 5 s 201 21 36 345 0.2 35 10 
L73+00 3+62. 5 s 201 16 14 95 0.2 41 <5 
L73+00 3 + 75 S 201 11 16 9 5 0.6 15 <5 
L73+50 0 + 12. 5 N 201 41 100 360 1.1 22 <5 
L73+50 0 + 25 N 201 136 75 220 0.5 12 15 
L73+50 0 + 37. 5 N 201 134 215 200 O.i 10 15 
L73+50 0+50 N 201 9 10 37 0.1 7 <5 
L73+50 0 + 62. 5 N 201 80 1 12 325 0.4 22 <5 
L73+50 0 + 75 N 201 105 118 248 0.1 22 15 
L73+50 0+87. 5 N 201 18 19 105 0.1 11 <5 
L73+50 1 + 00 M 201 41 85 221 0.1 19 <5 
L73+50 3L 0+00 201 22 55 175 2.1 10 <5 
L73+50 0 + 12. 5 s 201 18 27 70 2.2 11 <5 
L73+50 0 + 25 S 201 20 39 175 0.5 20 <5 
L73+50 0 + 37. 5 s 201 34 138 3 35 2 . 4 24 25 
L73+50 0 + 50 S 201 5 7 100 310 3.4 14 <5 
L73+50 0 + 62. 5 s 201 150 94 255 2.5 11 <5 
L73+50 0 + 75 S 201 60 2 69 0.8 2 <5 
L73+50 0 + 87. 5 s 201 26 1 61 0.6 2 <5 
L73+50 1 + 00 S 201 6 3 46 1.2 3 10 
L73+50 1 + 12. 5 s 201 20 36 169 2.2 16 <5 
L73+50 1 + 25 S 201 32 53 205 6.6 14 <5 
L73+50 1 + 37. 5 s 201 59 18 74 1.5 7 10 
L73+5Q 1 + 50 S 201 63 175 840 0.6 69 5 
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Chemex Labs Ltd. 2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A86105U-006-A 
18610511 
13-FEB-36 
NONE 

TWIN (SILVER ZONE) 

ATTN i DAVE COP EL AND CC: SPIREX GEOSERVICES LTD. 
S a mp 1 e Pr ep Cu PP Zn Ag AS Au pob 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L73+50 1+62.5 S 201 19 23 157 0.2 11 <5 
L73+50 1+75 S 201 20 7 64 2.1 14 <5 
L73+50 1+37.5 S 201 11 4 37 0.8 4 <5 
L73+50 2+00 S 201 28 23 191 0.3 19 <5 
L73+50 2+12.5 S 201 15 13 77 0.4 9 <5 
L73+50 2+25S 201 14 10 101 0.1 7 <5 
L73+50 2+37.5 s 201 12 4 60 0.2 7 <1G 
L73+50 2+50 S 201 17 3 92 0.1 2 <10 
L73+50 2+62.5 s 201 18 15 127 0.2 1 <5 
L73+50 2+75 S 201 28 67 137 0.1 36 <5 
L73+50 2+8 7.5 s 201 103 100 24 5 0 . 1 79 5 
L73+50 3+00 S 201 12 15 67 0.4 6 <5 
L73+50 3+12.5 s 201 42 113 191 0.3 55 <5 
L73+50 3+25 S 201 25 31 147 0.2 36 <5 
L73+50 3+37.5 s 201 30 13 90 0.1 15 <5 
j[73 + 50 3 + 50 S 201 10 19 9 3 0.2 14 <5 
L73+50 3+62.5 s 201 54 51 182 0.1 63 5 
L73+50 3+75 S 201 13 36 145 0.4 29 <5 
L73+50 3+87.5 s 201 17 17 139 0.4 14 <5 
L73+50 4+00 S 201 15 13 75 0.4 11 <5 
L74+00 0+12.5 H 201 21 24 185 2. 7 11 <5 
L74+00 0+25 N 201 21 6 99 1.8 4 <5 
L74+00 0+37.5 N 201 22 28 131 0.7 11 <5 
L74+00 0+62.5 N 201 8 4 39 0.1 3 <5 
L74+00 0+75 N 201 9 13 91 O.i 6 <5 
L74+00 0+87.5 N 201 17 17 1 21 0.1 7 <5 
L74+00 0+12.5 s 201 84 120 290 0.5 35 <5 
L74+00 0+25 S 217 10 21 73 0.6 4 <5 
L74+00 0+37 S 201 49 90 290 1.9 2 3 <5 
L74+00 0+62.5 S 217 111 4 105 1.0 4 <5 
L74+00 0+75 S 217 111 6 103 1.7 4 <5 
L74+00 0+87.5 s 217 7 1 47 0.2 1 <10 
L74+00 1+12.5 s 201 23 29 175 3.7 7 <5 
L74+00 1+25 S 201 19 26 174 1.4 11 <5 
L74+00 1+37.5 s 201 12 13 69 0.4 6 <5 
L74+00 1+62.5 s 217 14 1 47 1 . 3 3 <10 
L74+00 1+75 S 217 20 5 79 1.9 3 <5 
L74+00 1+87.5 s 201 15 10 112 0.7 7 <5 
L74+00 2+12.5 s 201 21 19 166 0.7 19 <5 
L74+00 2+25 S 201 19 17 89 0.3 14 <5 
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TO 

Chemex Labs Ltd. 212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

LINCOLN RESOURCES INC, 

1440 - 625 
VANCOUVER» 
V6C 2T6 

HOWE ST. 
3.C. 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : 
INVOICE « : 
DATE : 
P.O. # : 
TWIN (SILVER 

A6610511-001-A 
18610511 
13-FEB-86 
NONE 
ZONE ) 

ATTN: DAVE COP EL AND CC: SPIREX GEQSERVICES LTD, 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L69+00 2+12.5 S 201 19 39 71 0.3 9 <5 
L69+00 2+37.5 S 201 28 61 195 0.2 29 <5 
L69+00 2+87.5 S 201 23 21 169 0.3 17 <5 
L69+00 3+12.5 S 201 55 690 399 0.3 51 <5 
L69+00 3+62.5 s 201 19 27 200 0.1 23 <5 
L6 9+50 8LO+00 201 223 141 630 0.1 23 20 
L69+50 0+12.5 s 201 112 72 395 0.1 15 5 
L69+50 0+25 S 201 92 93 400 0.1 22 <5 
L69+50 0+37.5 s 201 95 8 160 1.1 4 <5 
L69+50 0+50 S 201 78 9 145 0.5 4 <5 
L69+500+62.5 s 201 120 12 112 0 . 5 5 <5 
L69+50 0+75 S 201 45 9 100 1.2 3 <5 
L69+50 1+00 S 201 65 159 415 1.8 22 <5 
L69+50 1+12.5 s 201 40 83 300 3.5 10 5 
L69+50 1+25 S 201 43 200 400 3.9 15 <5 
L69+50 1+37.5 s 201 57 320 500 3.3 14 <5 
L69+50 1+50 S 201 42 270 385 3.4 15 <5 
L69+50 1+75 S 201 23 108 310 0.5 24 <5 
L69+50 1+87.5 s 201 48 119 380 5.5 19 <5 
L69+50 2+00 S 201 62 99 2 57 3.5 20 <5 
L69+50 2+12.5 s 201 22 24 126 0 .6 11 <5 
L69+50 2+25 S 201 30 23 200 1.6 17 <5 

_ L69+50 2 + 37.5 s 201 39 46 275 1.7 23 210 
L69+50 2+50 S 201 24 36 181 1.4 23 <5 
L69+50 2+62.5 s 201 47 65 221 0.7 41 <5 
L69+50 2+75 S 201 143 182 341 0.2 80 15 
L69+50 2+87.5 s 201 17 16 129 0.4 10 <5 
L69+50 3+00 S 201 11 5 85 0.2 6 <5 
L69+50 3+12.5 s 201 8 10 65 0.2 7 <5 
L69+50 3+25 S 201 46 35 185 0.1 35 <5 
L69+50 3+37.5 s 201 6 44 0.1 7 <5 
L69+50 3+50 S 201 19 16 273 0.5 7 <5 
L69+50 3+62.5 s 201 24 2 2 235 0.1 17 <5 
Lc 9 + 50 3+75 S 201 67 18 441 0.5 7 <5 
L69+50 3+87.5 s 201 143 386 890 0.1 77 20 
L69+50 4+00 S 201 115 49 441 0.2 2 3 <5 
L70+00 0+12.5 s 201 28 5 107 0.1 3 <5 
L70+00 0+25 S 201 62 40 211 0.6 6 <5 
L70+00 0+37.5 s 201 52 17 143 0.6 5 <5 
L70+00 0+62.5 s 201 73 81 275 0.4 20 <5 

Cert i f i ed - by 
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Chemex Labs Ltd. 2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO LINCOLN RESOURCES INC, 

1440 - 625 
VANCOUVER• 
V6C 2T6 

HOWE ST. 
B.C. 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A86105U-002-A 
18610511 
13-FE3-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L70+00 0 + 75 S 201 35 184 465 1.7 19 <5 
L70+00 0+87.5 S 201 69 79 265 2.9 11 <5 
L70+00 1+12.5 S 201 83 160 440 2.3 25 10 
L70+00 1 + 25 S 201 98 210 457 0.3 32 <5 
L70+00 1+37.5 S 201 93 410 461 1.7 36 55 
L70+O0 1+6 2.5 s 201 29 117 3 38 0.7 27 <5 
L70+00 1 + 75 S 201 23 5 7 212 1.2 22 10 
L70+00 1+87.5 s 201 61 171 441 2.9 11 <5 
L70+00 2+12.5 s 201 75 87 325 2.2 11 <5 
L70+0Q 2 + 25 S 201 75 71 300 0.9 17 <5 
L70+00 2+37.5 s 201 88 43 31 8 1.6 16 5 
L70+00 2+62.5 s 201 60 37 221 0.1 24 <5 
L70+00 2 + 75 S 201 3 4 23 241 1.1 11 <5 
L70+00 2+87.5 s 201 16 10 79 0.3 6 <5 
L70+00 3+12.5 s 201 37 5 49 1.0 1 <5 
L70+00 3+25 S 201 83 33 91 0.1 27 <5 
L70+00 3+37.5 s 201 94 103 379 0.7 11 5 
L70+00 3+62.5 s 201 29 19 198 0.1 16 <5 
L70+00 3 + 75 S 201 39 41 196 0.1 25 <5 
L70+00 3+87.5 s 201 10 5 72 0.2 4 <5 
L7 1+50 BL 0+00 201 27 37 2 76 0.1 12 <5 
L71+50 0+12.5 s 201 50 273 520 0.6 22 <5 
L71+50 0 + 25 S 201 29 31 357 0.8 7 <5 
L71+50 0+37.5 s 201 40 84 356 1.1 9 <5 
L71+50 0 + 50 S 201 5 8 165 285 0.1 29 <5 
L71+50 0+62.5 s 201 14 16 84 1.1 4 <5 
L71+50 0+75 S 201 8 21 75 0.2 7 <5 
L71+50 0+87.5 s 201 12 21 166 0.1 11 <5 
L71+50 1+00 S 201 10 24 97 0.3 4 <5 
L71+50 1+12.5 s 201 56 111 325 0.2 24 <5 
L71+50 1+25 S 201 2 2 40 177 1.4 10 <5 
L71+50 1+37.5 s 201 9 7 76 1.2 3 <5 
L71+50 1+50 S 201 22 16 123 0.1 5 <5 
L71+50 1+62.5 s 201 42 23 76 1.2 7 <5 
L71 + 50 1+7 5 S 201 15 7 109 0.1 4 <5 
L7 1 + 5 0 1+87.5 s 201 13 11 90 0.1 5 <5 
L71+50 2+00 S 201 17 56 215 0.1 24 <5 
L71+50 2+12.5 s 201 34 73 225 0.1 38 <5 
L71+50 2+25 S 201 43 72 244 0.2 43 10 
L71+50 2+37.5 s 201 34 54 200 0.6 30 <5 

C e r t i f i e d by #•••••••«•••••••••« 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists • Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER» 8.C. 
V6C 2T6 

CERT. # 
INVOICE n 
DATE 
P.O. # 

A8610511-003-A 
18610511 
13-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COP EL AND CC: SPIREX GEOSERVICES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code Ppm ppm ppm ppm opm FA + AA 
L71+5G 2+50 S 201 11 18 75 1.2 10 <5 
L71+50 2+62.5 S 201 20 14 148 0.2 11 <5 
L71+50 2+75 S 201 25 9 70 0.8 4 <5 
L71+50 2+87.5 S 201 41 41 121 0.3 15 <5 
L71+50 3+00 S 201 39 10 156 0.8 7 <5 
L71+50 3+12.5 S 201 35 12 105 ; 0 . 3 7 <5 
L71+50 3+25 S 201 15 8 64 0.1 7 <5 
L71+50 3+37.5 S 201 14 10 133 0.1 12 <5 
L71+50 3+50 S 201 22 13 105 0.9 11 <5 
L71+50 3+62.5 S 201 24 15 136 0.1 14 <5 
L71+50 3+75 S 201 35 139 0.1 30 <5 
L71+50 3+87.5 s 201 14 17 62 0.1 22 <5 
L71+50 4+00 S 201 16 11 84 0.2 11 <5 
L72+00 0+12.5 s 201 18 24 131 0.1 10 <5 
L72+00 0+25 S 201 74 103 149 1.1 20 <5 
L72+00 0+37.5 s 201 26 41 21 0 0.2 9 <5 
L72+00 0+62.5 s 201 48 132 359 0.1 27 <5 
L72+00 0+75 S 201 24 85 191 0.2 22 <5 
L72+00 0+87.5 s 201 11 29 262 0.5 5 <5 
L72+00 1+12.5 s 201 66 105 368 0.7 30 <5 
L72+00 1+25 S 201 17 39 22 2 1 .6 7 <5 
L72+00 1+37.5 s 201 23 26 141 1.2 9 <5 
L72+00 1+62.5 s 201 16 12 161 0.1 7 <5 
L72+00 1+75 S 201 12 25 143 1.0 10 <5 
L72+00 1+87.5 s 201 49 66 205 0.1 38 <5 
L7 2+00 2+12.5 s 201 19 36 101 1.1 12 <5 
L72+00 2+25 S 201 40 29 91 0.8 12 <5 
L72+00 2+37.5 s 201 42 28 153 0.5 11 <5 
L72+00 2+62.5 s 201 32 22 147 0.5 14 <5 
L72+00 2+75 S 201 35 19 139 0.4 14 <5 
L72+00 2+87.5 s 201 67 44 0.7 6 <5 
L72+00 3+12.5 s 201 31 15 157 0.1 14 <5 
L72+00 3+25 S 201 12 6 41 0.1 4 <5 
L72+0O 3+37.5 s 201 43 47 137 0.1 53 20 
L72+00 3+62.5 s 201 23 12 158 0.1 11 <5 
L72+00 3+75 S 201 16 72 0 . 2 14 <5 
L72+00 3+67.5 s 201 32 22 103 0.1 15 <5 
L72+50 0+00 201 87 90 210 0.1 36 10 
L72+50 0+12.5 s 201 18 54 263 0.1 17 <5 
L72+50 0+25 S 201 11 25 156 0.2 11 <5 
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Chemex Labs Ltd. 212 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER. B.C. 
V6C 2T6 

CfcRT. # 
INVOICE 
OATE 
P.O. ft 

A8610511-004-A 
16610511 
13-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
S a mp 1 e Prep Cu Pb Zn Ay AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L72+50 0+37.5 S 201 48 32 165 O.i 19 <5 
L72+50 0+50 S 201 44 21 137 0.1 12 <5 
L72+50 0+62.5 S 201 63 224 330 0.7 25 <5 
L72+50 0+75 S 201 30 63 228 0.7 23 <5 
L72+50 0+87.5 S 201 26 27 109 1.0 10 <5 
L72+50 1+00 S 201 10 34 115 0.2 10 <5 
L72+50 1+12.5 S 201 50 29 221 1.5 10 <5 
L72+50 1+25 S 201 27 34 249 1.6 10 5 
L72+50 1+37.5 S 201 23 33 195 1.1 12 <5 
L72+50 1+50 S 201 42 10 ,71 2.8 4 10 
L72+50 1+62.5 S 201 60 10 104 0.3 1 <5 
L72+50 1+75 S 201 54 15 214 2.8 3 <5 
L72+50 1+87.5 S 201 18 5 61 0.1 3 <10 
L72+50 2+00 S 201 23 2 87 0.1 2 <10 
L72+50 2+12.5 S 201 30 55 165 0.3 15 5 
L72+50 2+25 S 201 48 132 351 0.1 59 35 
L72+50 2+37.5 s 201 43 72 276 0.1 39 <5 
L72+50 2+50 S 201 97 11 64 0.6 5 <5 
L72+50 2+62.5 s 201 102 50 184 0.6 11 <5 
L72+50 2+75 S 201 100 89 259 0.3 20 <5 
L72+50 2+87.5 s 201 46 2 44 0.1 2 <5 
L72+50 3+00 S 201 11 6 65 0.2 2 <5 
L72+50 3+12.5 s 201 15 15 91 0.1 16 <5 
L72+50 3+25 S 201 51 26 110 0.1 27 <5 
L72+50 3+37.5 s 201 14 12 93 0.1 9 10 
L72+50 3+50 S 201 30 15 144 0.1 29 5 
L72+50 3+62.5 s 201 32 14 110 0.1 22 <5 
L72+50 3+75 S 201 20 20 125 0.2 22 5 
L72+50 3+87.5 s 201 21 26 115 0.2 20 <5 
L72+50 4+00 S 201 17 12 86 0.2 9 <5 
L73+00 0+12.5 N 201 145 40 180 1.1 6 <5 
L73+00 0+25 N 201 175 21 114 0.3 4 5 
L73+00 0+37.5 N 201 21 4 113 0.2 2 <10 
L73+00 0+62.5 N 201 59 6 78 0.3 4 <10 
L73+00 0+75 N 201 21 25 200 0.1 11 <5 
L73+00 0+87.5 N 201 47 3 11 2 0.5 I <10 
L73+00 0+12.5 S 201 17 37 158 0.6 9 <5 
L73+00 0+25 S 201 50 47 241 4.3 9 <5 
L73+00 0+37.5 s 201 71 6 43 1.3 1 <5 
L73+00 0+62.5 s 201 72 2 67 1.6 1 <5 
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Chemex Labs Ltd. 212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER» B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610511-005-A 
18610511 
13-FE5-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COP EL AND CC: SPIREX GEOSERVICES LTD. 
Samp 1 e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L73+00 0 + 75 S 201 31 5 88 0.5 1 10 
L73+00 0 + 37. 5 S 201 114 8 90 1.7 2 15 
L73+00 1 + 12. 5 S 201 200 33 125 4.5 4 15 
L73+00 1 + 25 S 201 70 11 135 2.3 2 10 
L73+00 1+37. 5 s 201 78 14 68 1.0 3 5 
L73 + 00 1 + 62. 5 s 201 58 3 90 0.6 2 <5 
L73+00 1 + 75 S 201 123 8 55 480 0.5 92 <5 
L73+00 1 + 87. 5 s 201 39 49 147 0.1 30 <5 
L73+00 2 + 12. 5 s 201 18 45 106 0.4 12 <5 
L73+00 2 + 25 S 201 70 62 181 0.2 51 <5 
L73+00 2 + 37. 5 s 201 79 133 0.6 7 5 
L73+00 2 + 62. 5 s 201 21 14 130 0.4 14 <5 
L73+00 2+75 S 201 13 11 113 0.6 7 <5 
L73+00 2 + 87. 5 s 201 10 19 57 0.3 22 <5 
L73+00 3 + 12. 5 s 201 12 18 67 0.2 9 <5 
L73+00 3+25 S 20 1 92 143 371 0.2 86 25 
L73+00 3 + 37. 5 s 201 21 36 345 0.2 35 10 
L73+00 3 + 62. 5 s 201 16 14 95 0.2 41 <5 
173+00 3 + 75 S 201 11 16 95 0.6 15 <5 
L73+50 0 + 12. 5 N 201 41 100 360 1.1 22 <5 
L73+50 0+25 N 201 136 75 220 0 . 5 12 15 
L73+50 0 + 37. 5 N 201 134 215 200 0.1 10 15 
L73+50 0 + 50 N 201 9 10 37 0.1 7 <5 
L73+50 0 + 62. 5 N 201 80 112 325 0.4 22 <5 
L73+50 0 + 75 N 201 105 1 18 248 0.1 22 15 
L73+50 0 + 87. 5 N 201 13 19 105 0 . 1 11 <5 
L 73 + 50 1 + 00 M 201 41 85 221 0.1 19 <5 
L73+50 BL 0+ 00 201 22 55 175 2.1 10 <5 
L73+50 0 + 12. 5 S 201 18 27 70 2.2 11 <5 
L73+50 0+25 S 201 20 39 175 0.5 20 <5 
L73+50 0 + 37. 5 S 201 84 138 335 2.4 24 25 
L73+50 0 + 50 S 201 57 100 310 3.4 14 <5 
L73+50 0 + 62. 5 S 201 150 94 255 2.5 11 <5 
L73+50 0 + 75 S 201 60 2 69 0.8 2 <5 
L73+50 0 + 37. 5 S 201 26 1 61 0.6 2 <5 
L73+50 1 + 00 S 201 3 46 1.2 3 ' 10 
L73+50 1 + 12. 5 s 201 20 36 169 2.2 16 <5 
L73+50 1 + 25 S 201 32 53 205 6.6 14 <5 
L73+50 1 + 37. 5 s 201 59 13 74 1.5 7 10 
L73+50 1+50 S 201 63 175 840 0.6 69 5 
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Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERT. # 
INVOICE « 
DATE 
P.O. # 

A8610511-006-A 
18610511 
13-FEB-36 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COP EL AND CC: SPIREX GEOSfcRVlCES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L73+50 1+62.5 S 201 19 23 157 0.2 11 <5 
L73+50 1+75 S 201 20 7 64 2.1 14 <5 
L73+50 1+87.5 S 201 11 4 37 0.8 4 <5 
L73+50 2+00 S 201 28 23 191 0.3 19 <5 
L73+50 2+12.5 S 201 15 13 77 0.4 9 <5 
L73+502+25S 201 14 10 101 0.1 7 <5 
L73+50 2+37.5 s 201 12 4 60 0.2 7 <10 
L73+50 2+50 S 201 17 3 92 0.1 2 <10 
L73+50 2+62.5 s 201 18 15 127 0.2 1 <5 
L73+50 2+75 S 201 28 6 7 137 0.1 36 <5 
L73+502+87.5 s 201 10 3 100 245 0.1 79 5 
L73+50 3+00 S 201 12 15 67 0.4 6 <5 
L73+50 3+12.5 s 201 42 113 191 0.3 55 <5 
L73+50 3+25 S 201 25 31 147 0.2 36 <5 
L73+50 3+37.5 s 201 30 13 90 0.1 15 <5 
L73+50 3+50 S 201 10 9 3 0.2 14 <5 
L73+50 3+62.5 s 201 54 51 182 0.1 63 5 
L73+50 3+75 S 201 18 36 145 0.4 29 <5 
L73+50 3+87.5 s 201 17 17 139 0.4 14 <5 
L73+50 4+00 S 201 15 13 75 0.4 11 <5 
L74+0O 0+12.5 N 201 21 24 18 5 2.7 11 <5 
L74+00 0+25 N 201 21 6 99 1.8 4 <5 
L74+00 0+37.5 N 201 22 28 131 0.7 11 <5 
L74+00 0+62.5 N 201 8 4 39 0.1 3 <5 
L74+00 0+75 N 201 9 13 91 0.1 6 <5 
L74+00 0+87.5 N 201 17 17 121 0.1 <5 
L74+00 0+12.5 s 201 84 120 290 0.5 35 <5 
L74+00 0+25 S 217 10 21 73 0.6 4 <5 
L74+00 0+37 S 201 49 90 290 1.9 23 <5 
L74+00 0+62.5 s 217 111 4 105 1.0 4 <5 
L74+00 0+75 S 217 111 6 103 1.7 4 <5 
L74+00 0+87.5 s 217 7 1 47 0.2 1 <10 
L74+00 1+12.5 s 201 23 29 175 3.7 7 <5 
L74+00 1+25 S 201 19 26 174 1.4 11 <5 
L74+00 1+37.5 s 201 12 13 69 0.4 6 <5 
L74+00 1+62.5 s 2 17 14 1 47 1.8 3 <10 
L74+00 1+75 S 217 20 5 79 1.9 3 <5 
L74+00 1+87.5 s 201 15 10 112 0.7 7 <5 
L74+00 2+12.5 s 201 21 19 166 0.7 19 <5 
L74+00 2+25 S 201 19 17 89 0.3 14 <5 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVERt B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610515-001-A 
INVOICE # : 18610515 
DATE : 14-FE3-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS 
ppm 

Au ppb 
FA + AA 

L74+00 2 + 37. 5 S 217 56 6 57 1.0 4 <5 
L74+00 2+62. 5 S 201 37 63 197 0.3 23 <5 
L74+00 2+75. 5 s 201 13 10 82 0.2 5 <5 
L74+00 2 + 87. 5 s 201 18 19 136 0.2 11 <5 
L74+00 3+12. 5 s 201 16 3 64 0.1 6 <5 
L74+00 3 + 25 S 201 io 14 87 0.2 9 <5 
L74+00 3+37. 5 s 201 6 12 48 0.5 6 <5 
L74+00 3 + 62. 5 s 201 27 30 110 0.1 23 <5 
L74+00 3 + 75 S 201 13 14 93 0.2 17 <5 
L74+00 3 + 87. 5 s 201 36 26 141 0.1 38 <5 
L74+50 0+00 201 49 26 io i 0.2 23 <5 
L74+50 0 + 12. 5 N 201 64 82 178 0.4 24 20 
L74+50 0 + 25 N 217 15 21 161 1.0 6 <5 
L74+50 0+37. 5 N 201 40 118 379 1.0 19 <5 
L74+50 0 + 50 N 217 17 19 99 0.9 11 <5 
L74+50 0+62 N 201 106 200 0.5 11 <5 
L74+50 0 + 75 N 201 26 63 227 0.2 24 <5 
L74+50 0+87. 5 N 201 45 51 279 0.2 23 <5 
L74+50 1+00 N 217 8 13 78 0.2 4 <10 
L74+50 0 + 12. 5 s 201 16 21 119 1.3 14 <5 
L74+50 0+25 S 201 28 42 300 1.3 23 <5 
L74+50 0+37. 5 s 217 8 23 70 0.6 9 <5 
L74+50 0+50 S 201 240 3 135 2.1 3 <5 
L74+50 0+62. 5 s 201 9 15 56 0.5 12 <5 
L74+50 0 + 75 S 201 8 24 67 0.7 6 <5 
L74+50 0 + 87. 5 s 201 13 20 63 1.5 11 <5 
L74+50 1+00 S 201 11 29 152 1.2 7 <5 
L74+50 1 + 12. 5 s 201 12 19 135 0.9 14 <5 
L74+50 1+25 S 217 14 12 106 0.8 7 <5 
L74+50 1+37. 5 s 201 21 12 141 0.6 9 <5 
L74+50 1 + 50 S 201 7 77 0.3 6 
L74+50 1+62. 5 s 201 9 16 63 0.3 14 35 
L74+50 1+75 S 201 5 4 37 0.2 4 <5 
L74+50 1+87. 5 s 201 13 13 95 0.2 9 <5 
L74+50 2 + 00 S 201 27 11 98 0.2 9 <5 
L74+50 2 + 12. 5 s 217 16 16 134 0.3 14 <5 
L74+50 2 + 25 S 217 36 4 69 1.2 5 <10 
L75+50 2 + 37. 5 s 217 10 10 89 0.6 2 <5 
L74+50 2 + 50 S 217 9 7 85 0.6 2 <5 
L74+50 2 + 62. 5 s 217 16 10 107 0.2 1 <5 

Cert i f i ed by 
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Chemex Labs Ltd. 2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A6610515-002-A 
INVOICE # : 18610515 
DATE : 14-FEB-86 
P.O. # : NONE 
TWIN {SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD, 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L74+50 2+75 S 201 15 12 94 0.3 6 <5 
L74+50 2+87.5 S 201 15 8 113 0.4 6 <5 
L74+50 3+00 S 201 7 9 37 0.4 4 <5 
L74+50 3+12.5 S 201 9 5 40 0.5 4 <5 
L74+50 3+25 S 201 15 18 63 0.2 11 <5 
L74+50 3+37.5 S 201 15 57 98 0.7 3 2 <5 
L74+50 3+50 S 201 9 9 46 0.5 5 <5 
L74+50 3+62.5 S 201 15 21 122 0.4 11 <5 
L74+50 3+75 S 201 3 2 24 0.1 1 <5 
L74+50 3+87.5 S 201 7 7 44 0.2 4 <5 
L74+50 4+00 S 201 24 2.1 <5 
L75+00 0+12.5 N 201 87 110 310 0.4 59 85 
L75+00 0+37.5 N 217 55 32 143 2.0 4 <5 
L75+00 0+62.5 N 201 44 82 323 0.7 15 10 
L75+00 0+87.5 N 201 85 78 250 0.1 29 <5 
L75+001+12.5 N 2 17 18 100 0.3 15 <5 
L75+00 1+37.5 N 201 9 19 57 0.1 12 <5 
L75+00 1+62.5 N 217 18 17 91 0.2 6 <5 
L75+00 1+87.5 N 201 126 68 334 0.1 35 <5 
L75+00 0+12.5 S 201 13 16 89 0.4 4 <5 
L75+00 0+37.5 S 201 21 36 235 0.4 20 <5 
L75+00 0+62.5 s 201 13 23 145 1.1 9 <5 
L75+00 0+37.5 s 201 46 180 306 1.1 48 <5 
L75+00 1+12.5 s 217 88 97 205 1.9 16 <5 
L75+00 1+37.5 s 201 13 18 127 1.1 11 <5 
L75+00 1+62.5 s 201 10 6 60 0.1 35 
L75+00 1+87.5 s 201 12 7 93 0.3 7 <5 
L75+00 2+12.5 s 201 68 19 155 1.7 9 <5 
L75+00 2+37.5 s 201 18 10 76 0.1 10 <5 
L75+00 2+62.5 s 201 17 21 161 0.5 17 <5 
L75+002+3 7.5 s 201 21 32 165 0.3 22 <5 
L75+00 3+12.5 s 201 17 15 97 0.5 7 <5 
L75+00 3+37.5 s 201 12 22 99 0.4 14 <5 
L75+00 3+62.5 s 201 18 13 106 0.3 7 <5 
L75+00 3+87.5 s 201 23 42 173 0.4 17 <5 
L76+00 0+12.5 N 201 150 56 300 0.9 12 <5 
L76+00 0+37.5 N 201 19 55 217 4.1 15 <5 
L76+00 0+62.5 N 201 27 37 216 1.7 10 <5 
L76+00 0+87.5 N 201 18 5 60 0.8 3 <5 
L76+00 1+12.5 N 201 11 11 83 0.6 4 <5 

C e r t i f i e d by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610515-003-A 
INVOICE # : 18610515 
DATE : 14-FEB-86 
P.O. n : NONE 
TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L76+00 1+37.5 N 201 42 73 282 0.5 17 <5 
L76+00 1+62.5 N 201 25 11 85 0.4 5 <5 
L76+00 1+87.5 N 201 23 45 224 0.7 10 <5 
L76+00 0+12.5 S 201 7 2 66 0.1 3 <5 
L76+00 0+37.5 S 201 51 21 125 0.2 16 <5 
L76+00 0+6 2.5S 201 35 12 77 0.1 10 <5 
L76+00 0+87.5 S 201 48 32 120 0.2 15 <5 
L76+00 1+12.5 S 201 11 23 46 0.2 10 <5 
L76+00 1+37.5 S 201 9 9 39 0.6 6 <5 
L76+00 1+62.5 S 201 17 43 131 0.5 19 <5 
L76+00 1+87.5 S 201 52 0.7 9 <5 
L76+00 2+12.5 S 201 17 47 127 0.7 16 <5 
L76+00 2+37.5 S 201 8 24 107 0.2 11 <5 
L76+00 2+62.5 S 201 49 63 239 0.5 23 65 
L76+00 2+87.5 S 201 12 26 164 0.7 11 <5 
L76+00 3+12.5S 201 42 35 101 " o . i 24 <5 
L76+00 3+37.5 S 201 13 19 85 0.2 11 <5 
L76+00 3+62.5 S 201 7 2 25 0.2 3 <5 
L76+00 3+87.5 S 201 17 28 76 0.1 14 <5 
L76+50 8L 0+00 201 11 15 88 0.3 10 <5 
L76+50 0+12.5N 201 18 26 163 2.3 11 <5 
L76+50 0 + 25 N 201 26 15 64 1.3 7 <5 
L76+50 0+37.5 N 201 17 17 93 0.4 11 <5 
L76+50 0 + 50 N 201 16 39 210 0.9 19 <5 
L7 6+50 0+62.5 N 201 14 22 123 2.3 12 <5 
L76+50 0 + 75 N 201 16 20 86 0.3 <5 
L76+50 0+87.5 N 201 21 34 186 0.2 16 35 
L76+50 1+00 N 201 51 54 205 0.3 15 <5 
L76+50 1+12.5 N 201 135 145 285 0. 1 45 <5 
L76+50 1+25 N 201 12 15 121 0.2 5 <5 
L76+50 1+37.5N 201 27 64 325 0.1 27 <5 
L76+50 1+50 N 201 56 57 181 0.5 15 <5 
L76+50 1+62.5 N 201 74 58 101 0.6 6 <5 
L76+50 1+75 N 201 63 97 135 0.2 16 <5 
L76+50 1+87.5 N 201 16 5 44 0.3 2 <5 
L76+50 2 + 00 N 201 66 7 52 0.2 3 <5 
L76+50 0+12.5 N 201 8 11 57 0.2 5 <5 
L76+50 0 + 25 S 201 14 33 115 0.3 7 <5 
L76+50 0+37.5 S 201 16 19 75 0.2 11 <5 
L76+50 0+50 S 201 5 9 22 0.2 1 <5 

C e r t i f i e d by 
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Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, 3.C. 
V6C 2T6 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. U : A8610515-004-A 
INVOICE # : 18610515 
DATE : 14-FEB-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN i OAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1 e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt j on code ppm ppm ppm ppm Ppm FA + AA 
L76+50 0+62.5 S 201 8 8 51 0.2 2 <5 
L76+50 0+75 S 201 12 22 81 0.5 4 <5 
L76+50 0+87.5 S 201 12 44 135 0.3 10 <5 
L76+50 1+00 S 201 11 62 112 1.2 3 <5 
L76+50 1+12.5 s 201 14 50 133 0.7 12 <5 
L76+501+25 S 201 14 49 200 0.2 14 <5 
L76+50 1+37.5 s 201 16 59 88 0.4 22 <5 
L76+50 1+50 S 201 85 95 2 35 0.7 180 25 
L76+50 1+62.5 s 201 61 95 225 0.2 67 <5 
L76+50 1+75 S 201 77 72 220 0.1 57 <5 
L76+501+87.5 s 201 81 72 235 0.3 57 <5 
L76+50 2+00 S 201 6 11 71 0.2 6 <5 
L76+50 2-12.5 s 201 6 14 111 0.1 9 <5 
L76+50 2+25 S 201 8 16 108 0.2 7 <5 
L76+50 2+37 S 201 11 24 251 0.3 10 <5 
L76+50 2+50S 201 134 192 335 1.3 63 20 
L76+50 2+62.5 s 201 129 143 279 1.2 69 20 
L76+50 2+75 S 201 16 3 7 243 0.2 22 <5 
L76+50 2+87.5 s 201 59 51 171 0.1 24 <5 
L76+50 3+00 S 201 97 66 190 0.1 50 <5 
L76+503+12.5 s 201 36 44 143 6.2 24 <5 
L76+50 3+25 S 201 61 43 121 0.4 38 15 
L76+50 3+37.5 s 201 44 58 114 0.7 16 <5 
L76+50 3+50 S 201 45 9 78 0.3 3 <5 
L76+50 3+62.5 s 201 114 348 300 0.3 80 15 
L76+503+75S 201 12 20 89 0.1 12 < 5 
L76+50 3+87.5 s 201 3 1 14 0.1 1 <5 
L76+50 4+00 S 201 12 25 125 0.2 9 <5 
L77+00 0+12.5 N 201 56 353 470 1.5 33 <5 
L77+00 0+37.5 N 201 76 550 388 1.7 45 25 
L77+00 0+62.5 N 201 76 64 193 0.2 16 <5 
L77+00 0+87.5 N 201 I l l 137 256 0.3 38 10 
L77+00 1+12.5 N 201 105 115 227 0.3 32 <5 
L77+00 1+37.5 N 201 112 110 315 0.3 43 <5 
L77+00 1+62.5 N 201 26 100 122 0.9 16 <5 
L77+001+87.5 N 201 66 95 248 0.3 2 9 <5 
L77+00 0+12.5 s 201 87 165 460 1.1 24 <5 
L77+00 0+37.5 s 201 51 72 150 0.5 20 <5 
L77+00 0+62.5 s 201 31 53 170 0.4 33 <5 
L77+00 0+87.5 s 201 131 164 320 1.9 100 20 

C e r t i f i e d by 
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Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER* B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610515-005-A 
INVOICE n : 18610515 
0ATE : 14-FEB-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS Au ppb 
ppm FA+AA 

L77+00 1+12.5 S 201 17 35 216 0.1 22 <5 
L77+00 1+62.5 S 201 118 208 278 0.6 100 30 
L77+00 1+87.5 S 201 99 145 275 1.0 63 10 
L77+00 2+12.5 S 201 18 48 128 0.3 17 10 
L77+00 2+37.5 S 201 1 7 30 0.1 3 <5 
L77+00 2+62.5 S 201 36 29 122 0.1 17 10 
L77+00 2+87.5 s 201 141 34 100 1.4 12 20 
L77+00 3+12.5 s 201 58 3 53 1.2 4 <5 
L77+00 3+37.5 s 201 24 35 130 0.1 17 <5 
L77+00 3+62.5 s 201 30 19 83 1.2 6 5 
L77+00 3+87.5 s 201 71 22 128 1.8 7 <5 
L78+00 0+12.5 N 201 17 10 91 0.7 25 <5 
L78+00 0+37.5 N 201 16 3 118 0.4 7 <5 
L78+00 0+62.5 N 201 21 41 158 4.2 4 <5 
L78+00 0+87.5 N 201 32 5 102 2.4 3 5 
L78+00 1+12.5 N 201 47 55 450 1.4 29 10 
L78+00 1+37.5 N 201 25 25 195 1.6 4 5 
L78+00 1+62.5 N 201 78 153 355 0.4 46 5 
L78+00 1+87.5 N 201 61 128 290 0.3 27 <5 
L78+00 0+12.5 S 201 23 28 133 0.8 12 <5 
L78+00 0+37.5 S 201 36 41 240 1.1 30 <5 
L78+00 0+62.5 s 201 3 18 73 0.3 11 <5 
L78+00 0+87.5 s 201 14 19 120 0.5 22 10 
L78+00 1+12.5 s 201 31 19 128 0.5 32 10 
L78+00 1+37.5 s 201 31 41 126 0.2 24 10 
L78+00 1+62.5 s 201 11 14 80 0.4 10 <5 
L78+00 1+87.5 s 201 16 38 123 0.4 30 5 
L78+00 2+12.5 s 201 55 53 170 0.2 55 15 
L78+00 2+37.5 s 201 29 13 168 0.1 6 <5 
L78+00 2+37.5 s 201 46 23 145 0.2 24 <5 
L78+00 3+12.5 s 201 20 16 155 0.2 7 <5 
L78+00 3+37.5 s 201 50 14 90 0.6 7 <5 
L78+00 3+62.5 s 201 3 10 46 0.1 4 5 
L78+00 3+87.5 s 201 26 89 125 0.2 22 10 
L78+00 A 0+12, ,5N 201 36 48 205 2.1 17 5 
L78+00 A 0+25 N 201 75 225 0.3 19 5 
L78+00 A 0+37.5N 201 16 42 148 1.1 11 <5 
L78+00 A 0+62.5N 201 32 117 285 2.3 16 <5 
L78+00 A 0+75 N 201 51 38 185 1.0 16 <5 
L78+00 A 0+87.5N 201 21 28 110 5.5 4 <5 

Cert i f i e d by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610515-006-A 
INVOICE # : 18610515 
DATE : 14-FEB-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD, 
Samp 1e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS Au ppb 
ppm FA+AA 

L78+00 A 1 + 12. 5N 201 156 190 365 0.7 39 10 
L78+00 A 1+25 N 201 47 26 100 1.0 19 <5 
L78+00 A 1+62. 5N 201 35 23 105 0.2 15 <5 
L78+00 A 1+75 N 201 30 135 185 0.4 15 <5 
L78+00 A 1+37. 5N 201 33 57 180 0.1 25 <5 
L78+00 A 0 + 12. 55 201 26 67 158 1.7 14 <5 
L78+00 A 0+37. 5S 201 44 22 150 0.2 22 <5 
L78+00 A 0+62. 5S 201 22 52 153 0.8 35 <5 
L78+00 A 0+67. 5S 201 51 94 305 0.4 120 <5 
L78+00 A 0+75 S 201 119 103 236 0.5 115 <5 
L78+00 A 0+87. 5S 201 50 52 190 0.4 32 35 
L78+00 A 1 + 12. 5S 201 81 57 295 0.4 41 <5 
L78+00 A 1+25 S 201 40 102 300 1.2 29 <5 
L78+00 A 1+37. 5S 201 20 26 145 0.2 17 <5 
L78+00 A 1+87. 5S 201 22 22 105 0.7 36 15 
L78+00 A 2 + 25 s 201 51 22 238 0.2 25 5 
L78+00 A 2+37. 5S 201 59 42 185 0.3 30 <5 
L78+00 A 2+75 s 201 39 58 238 0.3 35 <5 
L78+00 A 2 + 87. 5S 201 50 50 215 0.4 39 10 
L78+00 A 3+12. 5S 201 33 41 133 0.1 63 <5 
L78+00 A 3+25 S 201 140 26 127 1.5 16 5 
L78+00 A 3+37. 5S 201 29 25 142 0.3 22 <5 
L78+00 A 3+62. 5S 201 87 44 175 0.2 61 <5 
L78+00 A 3+75 S 201 24 20 82 0.3 16 <5 
L78+00 A 3+87. 5S 201 13 10 83 0.5 11 <5 
L73+50 8L 0+00 201 21 59 235 1. 6 17 5 
L78+50 0+25 N 201 32 9 138 0.1 7 5 
L78+50 0+12.5 N 201 31 80 225 1.1 16 <5 
L73+50 0+37.5 N 201 33 11 187 0.5 16 <5 
L78+50 0 + 50 N 201 19 31 160 0.9 14 <5 
L78+50 0+62.5 N 201 45 190 0.6 11 20 
L78+50 0 + 75 N 201 69 58 187 0.7 22 <5 
L78+50 0+87.5 N 201 27 27 135 0.9 9 <5 
L78+50 1+00 N 201 16 6 60 0.1 4 <5 
L78+50 l-» 12.5 N 201 43 76 225 0.9 27 <5 
L78+50 1 + 25 N 201 27 95 187 0.6 16 <5 
L78+50 1+37.5 N 201 27 67 280 0.8 20 <5 
L78+50 1 + 50 N 201 19 38 180 0.6 17 <5 
L78+50 1+62.5 N 201 22 41 190 0.5 19 <5 
L78+50 1+75 N 201 35 49 235 0.3 29 <5 

C e r t i f i e d by 

V O ! rev. 4 / 8 5 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610515-001-A 
INVOICE # : 18610515 
0ATE : 14-FEB-86 
P.O. # i NONE 
TWIN (SILVER ZONE) 

ATTN: OAVE COPELANO CC: SPIREX GEOSERVICES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L74+00 2+37.5 S 217 56 6 57 1.0 4 <5 
L74+00 2+62.5 S 201 37 63 197 0.3 23 <5 
L74+00 2+75.5 S 201 13 10 82 0.2 5 <5 
L74+00 2+87.5 S 201 18 19 136 0.2 11 <5 
L74+00 3+12.5 S 201 16 8 64 0.1 6 <5 
L74+00 3+25S 201 10 14 87 0.2 9 <5 
L74+00 3+37.5 S 201 6 12 48 0.5 6 <5 
L74+00 3+62.5 S 201 27 30 110 0.1 23 <5 
L74+00 3+75 S 201 13 14 93 0.2 17 <5 
L74+00 3+87.5 S 201 36 26 141 0.1 38 <5 
L74+50 0+00 201 49 26 101 0.2 23 <5 
L74+50 0+12.5 N 201 64 82 178 0.4 24 20 
L74+50 0+25 N 217 15 21 161 1.0 6 <5 
L74+50 0+37.5 N 201 40 118 379 1.0 19 <5 
L74+50 0+50 N 217 17 19 99 0.9 11 <5 
L74+50 0+62 N 201 16 106 200 0.5 11 <5 
L74+50 0+75 N 201 26 63 227 0.2 24 <5 
L74+50 0+87.5 N 201 45 51 279 0.2 23 <5 
L74+50 1+00 N 217 8 13 78 0.2 4 <10 
L74+50 0+12.5 S 201 16 21 119 1.3 14 <5 
L74+50 0+25 S 201 28 42 300 1.3 23 <5 
L74+50 0+37.5 S 217 8 23 70 0.6 9 <5 
L74+50 0+50 S 201 24C 3 135 2.1 3 <5 
L74+50 0+62.5 s 201 9 15 56 0.5 12 <5 
L74+50 0+75 S 201 8 24 67 0.7 6 <5 
L74+50 0+87.5 s 201 13 20 63 1.5 11 < 5 
L74+50 1+00 S 201 11 29 152 1.2 7 <5 
L74+50 1+12.5 s 201 12 19 135 0.9 14 <5 
L74+50 1+25 S 217 14 12 106 0.8 7 <5 
L74+50 1+37.5 s 201 21 12 141 0.6 9 <5 
L74+50 1+50 S 201 77 0.3 <5 
L74+50 1+62.5 s 201 9 16 63 0.3 14 35 
L74+50 1+75 S 201 5 4 37 0.2 4 <5 
L74+50 1+87.5 s 201 13 13 95 0.2 9 <5 
L74+50 2+00 S 201 27 11 98 0.2 9 <5 
L74+50 2+12.5 s 16 16 134 0.3 14 
L74+50 2+25 S 217 36 4 69 1.2 5 <10 
L75+50 2+37.5 s 217 10 10 89 0.6 2 <5 
L74+50 2+50 S 217 9 7 85 0.6 2 <5 
L74+50 2+62.5 s 217 16 10 107 0.2 1 <5 

C e r t i f i e d by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610515-002-A 
INVOICE # : 18610515 
DATE : 14-FEB-86 
P.O. * : NONE 
TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1 e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L74+50 2+75 S 201 15 12 94 0.3 6 <5 
L74+50 2+87.5 S 201 15 8 113 0.4 6 <5 
L74+50 3+00 S 201 7 9 37 0.4 4 <5 
L74+50 3+12.5 S 201 9 5 40 0.5 4 <5 
L74+50 3+25 S 201 15 18 63 0.2 11 <5 
L74+503+37.5 S 201 15 57 98 0 .7 32 <5 
L74+50 3+50 S 201 9 9 46 0.5 5 <5 
L74+50 3+62.5 S 201 15 21 122 0.4 11 <5 
L74+50 3+75 S 201 3 2 24 0.1 1 <5 
L74+50 3+87.5 S 201 7 7 44 0.2 4 <5 
L74+504+00S 201 6 7 24 2.1 2 <5 
L75+00 0+12.5 N 201 87 110 310 0.4 59 85 
L75+00 0+37.5 N 217 55 32 143 2.0 4 <5 
L75+00 0+62.5 N 201 44 82 323 0.7 15 10 
L75+00 0+87.5 N 201 85 73 250 0.1 29 <5 
L75+001+12.5 N 217 18 9 100 0.3 
L75+00 1+37.5 N 201 9 19 57 0.1 12 <5 
L75+00 1+62.5 N 217 18 17 91 0.2 6 <5 
L75+00 1+87.5 N 201 126 68 334 0.1 35 <5 
L75+00 0+12.5 S 201 13 16 89 0.4 4 <5 
L75+000+37.5 S 201 21 36 235 0.4 20 <5 
L75+00 0+62.5 s 201 13 23 145 1.1 9 <5 
L75+00 0+87.5 s 201 46 180 306 1.1 48 <5 
L75+00 1+12.5 s 217 88 97 205 1.9 16 <5 
L75+00 1+37.5 s 201 13 18 127 1.1 11 <5 
L75+00 1+62.5 s 201 io 6 60 0.1 35 
L75+00 1+87.5 s 201 12 7 93 0.3 7 <5 
L75+00 2+12.5 s 201 68 19 155 1.7 9 <5 
L75+00 2+37.5 s 201 18 10 76 0.1 10 <5 
L75+00 2+62.5 s 201 17 21 161 0.5 17 <5 
L75+002+87.5 s 201 21 32 165 0.3 22 <5 
L75+00 3+12.5 s 201 17 15 97 0.5 7 <5 
L75+00 3+37.5 s 201 12 22 99 0.4 14 <5 
L75+00 3+62.5 s 201 18 13 106 0.3 7 <5 
L75+00 3+87.5 s 201 23 42 173 0.4 17 <5 
L76+00 0+12.5 N 201 150 58 300 0.9 12 <5 
L76+00 0+37.5 N 201 19 55 217 4.1 15 <5 
L76+00 0+62.5 N 201 27 37 216 1.7 10 <5 
L76+00 0+87.5 N 201 18 5 60 0.8 3 <5 
L76+00 1+12.5 N 201 11 11 83 0.6 4 <5 

Cer t i f i ed by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610515-003-A 
INVOICE n : 18610515 
DATE : 14-FEB-86 
P.O. * : NONE 
TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp Ie Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L76+00 1+37.5 N 201 42 73 282 0.5 17 <5 
L76+00 1+62.5 N 201 25 11 85 0.4 5 <5 
L76+00 1+87.5 N 201 23 45 224 0.7 10 <5 
L76+00 0+12.5 S 201 7 2 66 0.1 3 <5 
L76+00 0+37.5 S 201 51 21 125 0.2 16 <5 
L76+00 0+62.5S 201 35 12 77 0.1 10 < 5 
L76+00 0+87.5 S 201 48 32 120 0.2 15 <5 
L76+00 1+12.5 S 201 11 23 46 0.2 10 <5 
L76+00 1+37.5 S 201 9 9 39 0.6 6 <5 
L76+00 1+62.5 S 201 17 43 131 0.5 19 <5 
L76+00 1+87.5S 201 52 0.7 9 <5 
L76+00 2+12.5 S 201 17 47 127 0.7 16 <5 
L76+00 2+37.5 S 201 8 24 107 0.2 11 <5 
L76+00 2+62.5 S 201 49 63 239 0.5 23 65 
L76+00 2+87.5 S 201 12 26 164 0.7 11 <5 
L76+00 3+12.5S 201 35 101 o . i 24 <5 
L76+00 3+37.5 S 201 13 19 85 0.2 11 <5 
L76+00 3+62.5 S 201 7 2 25 0.2 3 <5 
L76+00 3+87.5 S 201 17 28 76 0.1 14 <5 
L76+50 BL 0+00 201 11 15 88 0.8 10 <5 
L76+50 0+12.5N 201 18 26 163 2.3 11 <5 
L76+50 0+25 N 201 26 15 64 1.3 7 <5 
L76+50 0+37.5 N 201 17 17 93 0.4 11 <5 
L76+50 0 + 50 N 201 16 39 210 0.9 19 <5 
L7 6+50 0+62.5 N 201 14 22 123 2.3 12 <5 
L76+50 0 + 75 N 201 16 20 86 0.3 9 <5 
L76+50 0+87.5 N 201 21 34 186 0.2 16 35 
L76+50 1+00 N 201 51 54 205 0.3 15 <5 
L76+50 1+12.5 N 201 135 145 285 0.1 45 <5 
L76+50 1 + 25 N 201 12 15 121 0.2 5 <5 
L76+50 1+37.5 N 201 27 325 0 .1 27 <5 
L76+50 1 + 50 N 201 56 57 181 0.5 15 <5 
L76+50 1+62.5 N 201 74 58 101 0.6 6 <5 
L76+50 1 + 75 N 201 63 97 135 0.2 16 <5 
L76+50 1+87.5 N 201 16 5 44 0.3 2 <5 
L76+50 2 + 00 N 201 66 52 0.2 3 <5 
L76+50 0+12.5 N 201 8 11 57 0.2 5 <5 
L76+50 0 + 25 S 201 14 33 115 0.3 7 <5 
L76+50 0+37.5 S 201 16 19 75 0.2 11 <5 
L76+50 0+50 S 201 5 9 22 0.2 1 <5 

C e r t i f i e d by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERT. * 
INVOICE # 
DATE 
P.O. # 

A8610515-004-A 
18610515 
14-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIR6X GEOSERVICES LTD. 
Samp 1 e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L76+50 0+62.5 S 201 8 8 51 0.2 2 <5 
L76+50 0+75 S 201 12 22 81 0.5 4 <5 
L76+50 0+87.5 S 201 12 44 135 0.3 10 <5 
L76+50 1+00 S 201 11 62 112 1.2 3 <5 
L76+50 1+12.5 S 201 14 50 133 0.7 12 <5 
L76+501+2 5 S 201 14 49 200 0.2 14 <5 
L76+50 1+37.5 S 201 16 59 88 0.4 22 <5 
L76+50 1+50 S 201 85 95 235 0.7 180 25 
L76+50 1+62.5 S 201 61 95 225 0.2 67 <5 
L76+50 1+75 S 201 77 72 220 0.1 57 <5 
L76+501+87.5 S 201 81 72 235 0.3 57 <5 
L76+50 2+00 S 201 6 11 71 0.2 6 <5 
L76+50 2-12.5 S 201 6 14 111 0.1 9 <5 
L76+50 2+25 S 201 3 16 108 0.2 7 <5 
L76+50 2+37 S 201 11 24 251 0.3 10 <5 
L76+50 2+50 S 201 134 192 335 1.3 63 20 
L76+50 2+62.5 S 201 129 143 279 1.2 69 20 
L76+50 2+75 S 201 16 37 243 0.2 22 <5 
L76+50 2+87.5 S 201 59 51 171 0.1 24 <5 
L76+50 3+00 S 201 97 66 190 0.1 50 <5 
L76+50 3+12.5 S 201 36 44 143 0.2 24 <5 
L76+50 3+25 S 201 61 43 121 0.4 38 15 
L76+50 3+37.5 S 201 44 58 114 0.7 16 <5 
L76+50 3+50 S 201 45 9 78 0.3 3 <5 
L76+50 3+62.5 S 201 114 348 300 0.3 80 15 
L76+50 3+75 S 201 12 20 89 0.1 12 <5 
L76+50 3+87.5 S 201 3 1 14 0.1 1 <5 
L76+50 4+00 S 201 12 25 125 0.2 9 <5 
L77+00 0+12.5 N 201 56 358 470 1.5 33 <5 
L77+00 0+37.5 N 201 76 550 388 1.7 45 25 
L77+00 0+62.5 N 201 76 64 193 0.2 16 <5 
L77+00 0+87.5 N 201 111 137 256 0.3 38 10 
L77+00 1+12.5 N 201 105 115 227 0.3 32 <5 
L77+00 1+37.5 N 201 112 110 315 0.3 43 <5 
L77+00 1+62.5 N 201 26 100 122 0.9 16 <5 
L77+001+87.5 N 201 66 95 248 0.3 29 <5 
L77+00 0+12.5 S 201 87 165 460 1.1 24 <5 
L77+00 0+37.5 S 201 51 72 150 0.5 20 <5 
L77+00 0+62.5 s 201 31 53 170 0.4 33 <5 
L77+00 0+87.5 s 201 131 164 320 1.9 100 20 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER t B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610515-005-A 
18610515 
14-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp \ e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS Au ppb 
ppm FA+AA 

L77+00 1+12.5 S 201 17 35 216 0.1 22 <5 
L77+00 1+62.5 S 201 118 208 278 0.6 100 30 
L77+00 1+87.5 S 201 99 145 275 1.0 63 10 
L77+00 2+12.5 S 201 18 48 128 0.3 17 10 
L77+00 2+37.5 s 201 1 7 30 0.1 3 <5 
L77+00 2+62.5 s 201 36 29 122 0.1 17 10 
L77+00 2+87.5 s 201 141 34 100 1.4 12 20 
L77+0O 3+12.5 s 201 58 3 53 1.2 4 <5 
L77+00 3+37.5 s 201 24 35 130 0.1 17 <5 
L77+00 3+62.5 s 201 30 19 88 1.2 6 5 
L77+00 3+87.5 s 201 71 22 128 1.3 7 <5 
L78+00 0+12.5 N 201 17 10 91 0.7 25 <5 
L78+00 0+37.5 N 201 16 8 118 0.4 7 <5 
L78+00 0+62.5 N 201 21 41 158 4.2 4 <5 
L78+00 0+87.5 N 201 32 5 102 2.4 3 5 
L78+00 1+12.5 N 201 47 55 450 1.4 29 10 
L78+00 1+37.5 N 201 25 25 195 1.8 4 5 
L78+00 1+62.5 N 201 78 158 355 0.4 46 5 
L78+00 1+87.5 N 201 61 128 290 0.3 27 <5 
L78+00 0+12.5 s 201 23 28 133 0.3 12 <5 
L78+00 0+37.5 s 201 36 41 240 1 .1 30 <5 
L78+00 0+62.5 s 201 3 18 73 0.3 11 <5 
L78+00 0+87.5 s 201 14 19 120 0.5 22 10 
L78+00 1+12.5 s 201 31 19 128 0.5 32 10 
L78+00 1+37. 5 s 201 31 41 126 0.2 24 10 
L78+00 1+62.5 s 201 11 14 80 0.4 10 <5 
L78+00 1+87.5 s 201 16 38 123 0.4 30 5 
L78+00 2+12.5 s 201 55 53 170 0.2 55 15 
L78+00 2+37.5 s 201 29 13 168 0.1 6 <5 
L78+00 2+87.5 s 201 46 28 145 0.2 24 <5 
L78+00 3+12.5 s 201 155 0.2 7 <5 
L78+00 3+37.5 s 201 50 14 90 0.6 7 <5 
L78+00 3+62.5 s 201 3 10 46 0.1 4 5 
L78+00 3+87.5 s 201 26 89 125 0.2 22 10 
L78+00 A 0+12. 5N 201 36 48 205 2.1 17 5 
178+00 A 0+25 N 201 33 75 225 0.3 19 5 
L78+00 A 0+37. 5N 201 16 42 148 1.1 11 <5 
L78+00 A 0+62. 5N 201 32 117 285 2.3 16 <5 
L78+00 A 0+75 N 201 51 38 185 1.0 16 <5 
L78+00 A 0+87. 5N 201 21 28 110 5.5 4 <5 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610515-006-A 
18610515 
14-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Sample Prep Cu Pb Zn Ag AS Au ppb 

d e s c r i p t i o n code ppm ppm ppm ppm ppm FA+AA 
L78+00 A 1+12.5N 201 156 190 365 0.7 39 10 
L78+00 A 1 + 25 N 201 47 26 100 1.0 19 <5 
L78+00 A 1+62.5N 201 35 23 105 0.2 15 <5 
L78+00 A 1+75 N 201 30 135 185 0.4 15 <5 
L78+00 A 1+87.5N 201 33 57 180 0.1 25 <5 
L78+00 A0+12.5S 201 26 67 158 1.7 14 <5 
L78+00 A 0+37.5S 201 44 22 150 0.2 22 <5 
L78+0O A 0+62.5S 201 22 52 153 0.8 35 <5 
L78+00 A 0+67.5S 201 51 94 305 0.4 120 <5 
L78+00 A 0+75 S 201 119 103 236 0.5 115 <5 
L78+00 A0+87.5S 201 50 52 190 0.4 32 35 
L78+00 A 1+12.5S 201 81 57 295 0.4 41 <5 
L78+00 A 1+25 S 201 40 102 300 1.2 29 <5 
L78+00 A 1+37.5S 201 20 26 145 0.2 17 <5 
L78+00 A 1+87.5S 201 22 22 105 0.7 36 15 
L78+00 A 2+25S 201 22 238 0.2 25 5 
L78+00 A 2+37.5S 201 59 42 185 0.3 30 <5 
L78+00 A 2+75 S 201 39 58 238 0.3 35 <5 
L78+0O A 2+87.5S 201 50 50 215 0.4 39 10 
L78+00 A 3+12.5S 201 33 41 133 0.1 63 <5 
L78+00 A 3+25 S 201 140 26 127 1.5 16 5 
L78+00 A 3+37.5S 201 29 25 142 0.3 22 <5 
L78+00 A 3+62.5S 201 87 44 175 0.2 61 <5 
L78+00 A 3+75 S 201 24 20 82 0.3 16 <5 
L78+00 A 3+87.5S 201 13 10 83 0.5 11 <5 
L78+50 BL 0+00 201 21 59 235 1.6 17 5 
L78+50 0+25 N 201 32 9 138 0.1 7 5 
L78+50 0+12.5 N 201 31 80 225 1.1 16 <5 
L78+50 0+37.5 N 201 33 11 187 0.5 16 <5 
L78+50 0+50 N 201 19 31 160 0.9 14 <5 
L78+50 0+62.5 N 201 45 79 190 0.6 11 20 
L78+50 0+75 N 201 69 58 187 0.7 22 <5 
L78+50 0+87.5 N 201 27 27 135 0.9 9 <5 
L78+50 1+00 N 201 16 6 60 0.1 4 <5 
L78+50 1+12.5 N 201 43 76 225 0.9 27 <5 
L7 8+50 1 + 25 N 201 27 95 187 0.6 16 <5 
L78+50 1+37.5 N 201 27 67 280 0.8 20 <5 
L78+50 1 + 50 N 201 19 38 180 0.6 17 <5 
L78+50 1+62.5 N 201 22 41 190 0.5 19 <5 
L78+50 1+75 N 201 35 49 235 0.3 29 <5 
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Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO LINCOLN RESOURCES INC, 

1440 - 625 
VANCOUVER, 
V6C 2T6 

HOWE ST. 
B.C. 

CERT. # 
INVOICE ft 
DATE 
P.O. # 

A8610516-001-A 
18610516 
17-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: D. COPELAND CC: SPIREX GEOSERVICES LTD. 
Sample Prep Cu Pb Zn Ag AS Au pob 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L78+50 1+87.5 N 201 40 50 230 0.3 29 <5 
L78+50 2+00 N 201 27 50 170 0.2 20 <5 
L78+50 0+25 S 201 117 50 185 2.6 15 25 
L78+50 0+37.5 S 201 58 35 182 0.5 27 <5 
L78+500+50S 201 22 24 117 0.6 23 <5 
L78+50 0+62.5 S 201 17 24 97 0.4 19 <5 
L78+50 0+75 S 201 50 132 310 1.4 55 <5 
L78+50 0+87.5 s 201 57 19 130 0.6 71 <5 
L78+50 1+00 S 201 30 39 122 0.4 38 <5 
L78+50 1+12.5 s 201 17 13 78 1.3 11 <5 
L78+50 1+25 S 201 30 22 127 0.6 16 <5 
L78+50 1+37.5 s 201 32 26 160 0.7 29 <5 
L78+50 1+50 S 201 14 15 87 0.3 12 <5 
L78+50 1+62.5 s 201 16 20 100 0.5 15 <5 
L78+50 1+75 S 201 27 24 135 0.2 24 <5 
L78+50 1+87.5 s 201 34 28 130 0.4 30 <5 
L78+50 2+00 S 201 56 14 125 0.1 9 <5 
L78+50 2+12.5 s 201 202 180 610 0.5 140 <5 
L78+50 2+25 S 201 41 55 345 0.6 63 <5 
L78+50 2+37.5 s 201 75 115 307 0.4 150 <5 
L78+50 2+50S 201 86 65 195 1.0 41 5 
L78+50 2+62.5 s 201 13 5 25 0.1 2 <5 
L78+50 2+75 S 201 60 66 245 0.5 48 <5 
L78+50 2+87.5 s 201 21 25 93 0.2 33 <5 
L78+50 3+00 S 201 22 26 102 0.1 25 <5 
L78+50 3+12.5 s 201 43 59 205 0.6 35 <5 
L78+50 3+25 S 201 41 54 286 0.2 29 <5 
L78+50 3+37.5 s 201 28 33 145 0.1 24 <5 
L78+50 3+50 S 201 57 54 118 0.2 46 <5 
L78+50 3+62.5 s 201 18 40 112 0.2 25 <5 
L78+503+75 S 201 2 3 19 155 0.3 30 <5 
L78+50 3+87.5 s 201 52 52 112 0.1 63 <5 
L78+50 4+00 S 201 30 26 98 0.3 25 <5 
L79+00 0+12.5 201 50 170 270 1.1 15 <5 
L79+00 0+37.5 N 201 98 23 230 1.7 5 <5 
L79+00 0+62.5 N 201 17 223 2.2 4 <5 
L79+00 0+87.5 N 201 32 46 157 0.7 15 <5 
L79+00 1+12.5 N 201 18 62 174 0.9 15 <5 
L79+00 1+37.5 N 201 81 180 403 0.7 36 <5 
L79+00 1+87.5 N 201 27 41 243 0.1 20 <5 
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Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER, 3.C. 
V6C 2T6 

CERT. # : A8610516-002-A 
INVOICE # : 18610516 
DATE : 17-FEB-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTNi D. COPELAND C O SPIREX GEOSERVICES LTD. 
Samp 1e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS 
ppm 

Au ppb 
FA+AA 

L79+00 0+12.5 S 201 34 39 163 0.5 30 <5 
L79+00 0+37.5 S 201 47 82 140 0.8 59 <5 
L79+00 0+67.5 S 201 36 63 143 0.6 59 <5 
L79+00 0+87.5 S 201 23 10 68 0.9 6 25 
L79+00 1+12.5 S 201 16 20 71 0.5 17 <5 
L79+00 1+37.5 S 201 39 46 202 0.7 30 <5 
L79+00 1+62.5A s 201 15 11 73 0.4 7 <5 
L79+00 1+62.58 , s 201 27 52 300 0.6 22 <5 
L79+00 1+87.5 s 201 42 27 123 0.4 32 <5 
L79+00 2+12.5 s 201 21 46 132 0.3 30 <5 
L79+00 2+37.5 s 201 26 34 130 1.1 16 <5 
L79+00 2+62.5 s 201 49 92 233 0.3 43 <5 
L79+00 2+87.5 s 201 119 33 148 0.6 370 25 
L79+00 3+12.5 s 201 66 7 160 0.5 6 <5 
L79+00 3+37.5 s 201 27 22 143 0.4 15 <5 
L79+00 3+62.5 s 201 12 11 70 0.3 7 <5 
L79+00 3+87.5 s 201 14 10 63 0.2 6 <5 
L79+50 0+12.5 N 201 24 99 150 0.6 12 10 
L79+50 0+25 A N 201 22 93 320 1.6 23 <5 
L79+50 0 + 25 8 N 201 47 128 183 0.7 17 5 
L79+50 0+37.5 N 201 18 22 82 0.2 7 <5 
L79+50 0+50 N 201 22 13 42 1.0 3 <10 
L79+50 0 + 75 N 201 44 16 190 0.2 7 <5 
L79+50 0+87.5 N 201 36 42 170 0.9 10 <5 
L79+50 1+00 N 201 31 33 102 0.2 11 <5 
L79+50 1+12.5 N 201 102 185 36 2 0.6 41 <5 
L79+50 1 + 25 N 201 31 81 202 0.7 16 <5 
L79+50 1+37.5 N 201 14 66 190 0.5 16 <5 
L79+50 1 + 50 N 201 34 138 35 0 0.6 29 <5 
L79+50 1+62.5 N 201 20 28 188 0.3 17 <5 
L79+50 1 + 75 N 201 53 82 257 0.3 36 <5 
L79+50 1+87. 5 N 201 107 85 215 0.2 57 15 
L79+50 2 + 00 N 201 10 15 78 0.1 6 <5 
L79+50 BL 0+OC l S 201 41 59 220 2.1 33 10 
L79+50 0+12.5 S 201 14 19 62 0.3 27 <5 
L79+50 0 + 25 S 201 48 40 130 0.6 50 <5 
L79+50 0+37.5 s 201 37 50 123 0.6 33 <5 
L79+50 0 + 50 S 201 14 52 83 0.4 23 <5 
L79+50 0+62.5 s 201 20 32 105 0.7 25 <5 
L79+50 0 + 75 S 201 7 7 36 0.2 2 <5 

C e r t i f i e d by ••«•••••••«•••••••• 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERT. # 
INVOICE n 
DATE 
P.O. # 

A8610516-003-A 
18610516 
17-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: D. COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1 e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm Ppm ppm ppm FA+AA 
L79+50 0+87.5 S 201 7 3 41 0.1 7 <5 
L79+50 1+00 S 201 20 29 95 0.2 23 <5 
L79+50 1+12.5 S 201 43 35 123 0.2 61 <5 
L79+50 1 + 25 S 201 6 13 43 0.1 15 <5 
L79+50 1+37.5 S 201 12 13 75 0.3 14 <5 
L79+50 1+50 S 201 12 40 68 0.2 19 <5 
L79+50 1+62.5 S 201 39 81 165 1.0 67 <5 
L79+50 1 + 75 S 201 11 21 85 0.2 17 <5 
L79+50 1+87.5 S 201 24 42 210 0.6 41 <5 
L79+50 2 + 00 S 201 6 8 54 0.2 7 <5 
L79+50 2+12.5 S 201 39 83 295 0.6 69 <5 
L79+50 2 + 25 S 201 52 71 233 0.3 53 <5 
L79+50 2+37.5 S 201 33 52 165 0.1 65 30 
L79+50 2 + 50 S 201 27 35 150 0.4 38 5 
L79+50 2+62.5 S 201 131 116 300 0.5 53 20 
L79+50 2 + 75 S 201 6 8 41 0.2 3 <5 
L79+50 2+87.5 S 201 56 157 392 0.9 67 <5 
L79+50 3+00 S 201 132 145 215 0.6 110 25 
L79+50 3+25 S 201 33 4 42 0.6 4 <5 
L79+50 3+37.5 S 201 36 49 132 0.6 19 <5 
L79+50 3+50A S 201 30 23 56 1.1 11 <5 
L79+50 3+50 B S 201 25 16 108 0.7 16 <5 
L79+50 3+62.5 S 201 78 88 202 0.5 120 25 
L79+50 3 + 75 S 201 30 24 114 0.2 23 <5 
L79+50 3+87.5 S 201 14 12 70 0.2 19 <5 
L79+50 4 + 00 S 201 19 19 78 0.2 19 <5 
L80+00 BL 0+00 201 16 32 145 0.3 20 <5 
L80+00 0+12.5 S 201 25 50 210 0.9 23 <5 
L80+00 0 + 25 N 201 45 140 263 38.0 33 40 
L80+00 0+37.5 N 201 26 16 35 1.3 1 <5 
L80+00 0 + 50 N 201 54 278 505 0.9 27 <5 
L80+00 0+62.5 N 201 39 100 200 0.7 16 <5 
L80+00 0+75 N 201 19 63 215 3.2 7 <5 
L80+00 0+87.5 N 201 30 10 15 2.1 1 <10 
L80+00 1+00 N 201 51 71 ?20 0.5 29 <5 
L80+00 1+12.5 N 201 91 130 218 0.7 2 5 <5 
L80+00 1 + 25 N 201 16 14 100 0.3 4 <5 
L80+00 1+37.5 N 201 57 83 225 0.6 23 <5 
L80+00 1 + 50 N 201 16 84 202 0.9 10 <5 
L80+00 1+62.5 N 201 24 150 900 0.3 23 <5 

C e r t i f i e d by •*••••••••**••••«•• 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 

CERT, n 
INVOICE # 
DATE 
P.O. U 

A8610516-004-A 
18610516 
17-FE8-86 
NONE 

V6C 2T6 TWIN (SILVER , ZONE) 

ATTN : D. COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1e Pr ep Cu Pb Zn Ag AS Au PPb 

descr i pt i on code ppm ppm ppm ppm Ppm FA + AA 
L80+00 1+75 N 201 23 47 200 0.2 15 <5 
L80+00 1+87.5 N 201 16 35 153 0.2 12 <5 
L80+00 2 + 00 N 201 72 36 205 0.7 6 <5 
L80+00 0+12.5 S 201 49 47 160 0.9 23 <5 
L80+00 0 + 25 S 201 27 47 208 0.5 15 <5 
L80+00 0+37.5 s 201 28 30 138 0.3 15 <5 
L80+00 0 + 50 S 201 11 12 63 0.5 5 <5 
L80+00 0+62.5 s 201 10 11 83 0.7 6 <5 
L80+00 0 + 75 S 201 17 13 107 0.6 5 <5 
L80+00 0+87.5 s 201 19 62 128 0.4 67 <5 
L80+00 1+00 S 201 25 35 85 0.2 35 <5 
L80+00 1+12.5 s 201 34 32 146 0.5 32 <5 
L80+00 1+25 S 201 18 12 100 0.4 7 <5 
L80+00 1+37.5 s 201 14 19 117 0.4 12 <5 
L80+00 1+50 S 201 45 49 148 0.6 59 <5 
L80+00 1+62.5 s 201 28 41 133 0.2 61 <5 
L80+00 1 + 75 S 201 16 35 168 1.1 24 <5 
L80+00 1+87.5 s 201 39 98 370 0.5 59 <5 
L80+00 2 + 00 S 201 175 27 303 2.8 17 <5 
L80+00 2+12.5 s 201 53 60 173 0.4 50 <5 
L80+00 2 + 25 S 201 37 40 248 0.5 35 <5 
L80+00 2+37.5 s 201 18 20 97 0.1 14 <5 
L80+00 2 + 50 S 201 14 19 71 0.1 14 <5 
L80+00 2 + 75 S 201 11 4 52 0.1 2 <5 
L80+00 2+87.5 s 217 63 19 113 0.7 10 <10 
L80+00 3+00 S 217 41 5 65 0.4 1 <5 
L80+00 3+12.5 s 217 29 10 56 0.5 4 <5 
L80+00 3+25 S 217 58 33 117 0.9 41 <5 
L80+00 3+37.5 s 201 82 59 195 0.5 75 <5 
L60+00 3 + 50 S 201 28 30 99 0.2 16 <5 
L80+00 3+62.5 s 201 41 17 103 0.1 16 <5 
L80+00 3 + 75 S 201 5 8 45 0.1 3 <5 
L80+00 3+87.5 s 201 14 8 54 0.2 4 <5 
L80+00 4+00 S 201 27 26 140 1.7 15 <5 
L80+50 BL 0+00 201 31 78 230 0.7 25 <5 
L80+50 0+12.5 N 201 25 95 200 0.2 24 <5 
L80+50 0 + 25 N 201 11 30 92 0.3 4 <5 
L80+50 0+37.5 N 201 135 40 305 1.6 12 <5 
L80+50 0 + 50 N 201 81 21 350 3.6 5 <5 
L80+50 0+62.5 N 201 73 150 540 4.5 23 <5 

Cert i f i ed by 
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Chemex Labs Ltd. 212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER » 8.C 
V6C 2T6 

CERT. # 
INVOICE * 
DATE 
P.O. # 

A8610516-005-A 
18610516 
17-FES-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: D. COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS 
ppm 

Au ppb 
FA + AA 

L80+50 0+75 N 201 17 46 228 4.6 5 <5 
L80+50 0 + 87. 5 N 201 26 14 124 0.2 1 40 
L80+50 1 + 00 N 201 26 30 168 0.9 10 <5 
L80+50 1 + 25 N 201 35 14 480 0.6 4 <5 
L80+50 1+37. 5 N 201 7 3 52 0.1 1 <5 
L80 + 50 1 + 50 N 217 8 2 615 0. 1 1 <10 
L80+50 1 + 62. 5 N 217 27 2 2 25 0 0.3 2 <10 
L80+50 1 + 75 N 217 147 16 135 1.6 3 <5 
L80+50 1 + 87. 5 N 201 18 35 86 0.2 11 <5 
L80+50 2+00 N 201 34 61 255 0.4 25 <5 
L80+50 0 + 12. 5 S 201 18 39 128 0.2 17 <5 
L80+50 0 + 25 S 201 18 20 120 0.3 10 <5 
L80+50 0+37. 5 S 201 39 61 215 0.6 39 15 
L80+50 0 + 50 S 201 13 20 95 0.3 10 <5 
L80+50 0 + 62. 5 s 201 21 30 300 0.2 6 <5 
L80+5O 0 + 75 S 201 13 22 69 0.2 19 <5 
L80+50 0 + 87. 5 s 201 53 30 105 0.1 38 <5 
L80+50 1 + 00 S 201 44 38 120 0.2 45 <5 
L80+50 1+12. 5 A s 201 48 63 250 0.6 23 <5 
L80+50 1 + 12. 58 s 201 41 46 133 0.4 51 <5 
L30+50 1 + 25 S 201 36 72 140 0.3 46 <5 
L80+50 1+37. 5 s 201 12 21 83 0.3 30 <5 
L80+50 1 + 50 S 201 35 250 330 0.3 79 <5 
L80+50 1 + 62. 5 s 217 21 7 78 0.3 6 <5 
L80+50 1 + 75 S 201 51 100 200 0.3 110 <5 
L80+50 1+8 7. 5 s 201 41 91 285 0.5 95 10 
L80+50 2 + 00 S 201 33 37 210 0.4 27 <5 
L80+50 2+12. 5 s 201 60 85 158 0.2 100 <5 
L80+50 2 + 25 S 201 28 52 155 0.2 29 <5 
L80+50 2 + 37. 5 s 201 56 77 260 0.2 39 <5 
L80+50 2 + 50 S 201 5 4 35 0.1 1 <5 
L80+50 2 + 62. 5 s 201 19 27 117 0.3 29 <5 
L80+50 2 + 75 S 201 82 100 220 0.2 69 <5 
L80+50 2 + 87. 5 s 217 65 12 73 0.6 7 <5 
L80+50 3 + 00 S 201 68 138 196 0.7 55 <5 
L80+50 3+12. 5 s 201 25 30 205 0.4 22 <5 
L80+50 3 + 25 S 201 12 19 112 0.3 14 <5 
L80+50 3 + 37. 5 s 201 14 12 110 0.4 10 <5 
L80 + 50 3 + 50 S 201 16 28 108 0.6 14 <5 
L80+50 3+62. 5 s 201 12 12 54 0.3 11 <5 

Cert i f i e d by 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, B.C. 
V6C 2T6 

CERTIFICATE OF ANALYSIS 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610516-006-A 
INVOICE # : 18610516 
DATE : 17-FE3-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN: 0. COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1 e Pr ep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA+AA 
L80+50 3+75 S 201 21 16 108 0.7 7 <5 
L80+50 3+87.5 S 201 22 19 97 0.3 15 <5 
L80+50 4+00 S 201 19 10 41 1.2 9 <5 
L8 1+00 0+00 201 44 67 152 0.5 25 5 
L81+00 0+12.5 N 201 30 17 80 0.7 10 <5 
L81+00 0+25 M 201 31 13 107 0.4 14 <5 
L81+00 0+37.5 N 201 102 29 193 1.6 12 10 
L81+00 0+50 N 201 44 49 200 3.3 10 5 
L31+00 0+62.5 N 201 28 53 16 2 0.9 11 5 
L81+00 0+75 N 201 234 82 338 6.8 14 <5 
L81+00 0+87.5 N 201 69 34 230 4.0 6 10 
L81+00 1+00 N 201 41 17 158 0.4 23 <5 
L81+00 1+12.5 N 201 49 50 150 4.7 5 <5 
L81+00 1+25 N 201 23 34 228 0.7 15 10 
L81+00 1+37.5 N 201 13 14 90 1.4 4 <5 
L81+00 1+50 N 217 19 14 118 0.1 2 <5 
L81+00 1+62.5 N 217 38 18 35 2.5 3 <5 
L81+00 1+75 N 201 71 168 332 0.6 15 <5 
L81+00 1+87.5 N 201 14 42 180 0.2 10 <5 
L8 1+00 2 + 00 N 201 49 122 300 0.3 17 <5 
L81+00 0+12.5 S 201 13 26 120 0.4 7 <5 
L81+00 0+25 S 201 25 41 150 0.2 32 <5 
L81+00 0+37.5 S 201 50 80 153 0.2 75 <5 
L81+00 0+50 S 201 2 8 46 120 0.4 36 80 
L81+00 0+62.5 S 201 33 35 133 0.1 53 <5 
L81+0O 0+75 S 201 47 30 143 0.3 48 <5 
L81+00 0+87.5 s 201 61 12 52 1.1 29 <5 
L81+00 1+00 S 201 34 32 102 0.1 59 <5 
L81+00 1+12.5 s 201 56 51 150 0.2 79 <5 
L81+00 1+25 S 201 81 32 135 0.5 210 260 
L81+00 1+37.5 s 217 101 19 120 1.8 23 30 
L81+00 1+50 S 201 34 50 195 0.3 48 15 
L81+00 1+62.5 s 201 28 59 190 0.2 45 5 
L81+00 1+75 S 201 42 55 330 0.8 69 100 
L81 + 00 1+8 7.5 s 201 36 135 198 0 .4 41 5 
L81+00 2+00 S 201 76 163 303 0.6 95 <5 
L81+00 2+12.5 s 201 36 22 208 0.5 20 5 
L81+00 2+25 S 201 19 34 115 0.2 17 <5 
L81+00 2+37.5 s 217 58 85 342 0.4 53 <5 
L81+00 2+50 S 201 24 45 140 0.3 32 <5 

C e r t i f i e d by 
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Chemex Labs Ltd. 212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVERt B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610516-001-A 
18610516 
17-FE8-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: D. CQPELAND CC: SPIREX GEQSERV1CES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA+AA 
L78+50 1+67.5 N 201 40 50 23 0 0.3 29 <5 
L78+50 2+00 N 201 27 50 170 0.2 20 <5 
L78+50 0+25 S 201 117 50 185 2.6 15 25 
L78+50 0+37.5 S 201 58 35 182 0.5 27 <5 
L78+50 0+50 S 201 22 24 117 0.6 23 <5 
L78+50 0+62.5 S 201 17 24 97 0.4 19 <5 
178+50 0+75 S 201 50 132 310 1.4 55 <5 
L78+50 0+87.5 s 201 57 19 130 0.6 71 <5 
L78+50 1+00 S 201 30 39 122 0.4 38 <5 
L78+50 1+12.5 s 201 17 13 78 1.3 11 <5 
L78+50 1+25 S 201 30 22 127 0.6 16 <5 
L78+50 1+37.5 s 201 32 26 160 0.7 29 <5 
L78+50 1+50 S 201 14 15 87 0.3 12 <5 
L78+50 1+62.5 s 201 16 20 100 0.5 15 <5 
L78+50 1+75 S 201 27 24 135 0.2 24 <5 
L78+50 1+67.5 s 201 34 28 130 0.4 30 <5 
L78+50 2+00 S 201 56 14 125 0.1 9 <5 
L73+50 2+12.5 s 201 202 180 610 0.5 140 <5 
L78+50 2+25 S 201 41 55 345 0.6 63 <5 
L78+50 2+37.5 s 201 75 115 307 0.4 150 <5 
178+50 2+50 S 201 86 65 195 1.0 41 5 
L78+50 2+62.5 s 201 13 5 25 0.1 2 <5 
L78+50 2+75 S 201 60 66 245 0.5 48 <5 
L78+50 2+87.5 s 201 21 25 93 0.2 33 <5 
L78+50 3+00 S 201 22 26 102 0.1 25 <5 
178+50 3+12.5 s 201 43 59 205 0.6 35 <5 
L78+50 3+25 S 201 41 54 2 86 0.2 29 <5 
L78+50 3+37.5 s 201 28 33 145 0.1 24 <5 
178+50 3+50 S 201 57 54 118 0.2 46 <5 
L78+50 3+62.5 s 201 18 40 112 0.2 25 <5 
178+50 3+75 S 201 23 19 155 0.3 30 <5 
L78+50 3+87.5 s 201 52 52 112 O.i 63 <5 
L78+50 4+00 S 201 30 26 98 0.3 25 <5 
L79+00 0+12.5 201 50 170 270 1.1 15 <5 
179+00 0+37.5 N 201 98 23 230 1.7 5 <5 
L79+00 0+62.5 N 201 69 17 223 2.2 4 <5 
L79+00 0+87.5 N 201 32 46 157 0.7 15 <5 
L79+00 1+12.5 N 201 18 62 174 0.9 15 <5 
L79+00 1+37.5 N 201 81 180 403 0.7 36 <5 
L79+00 1+87.5 N 201 27 41 243 0.1 20 <5 
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Chemex Labs Ltd. 212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVERt B.C. 
V6C 2T6 

CERTIFICATE OF ANALYSIS 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. U : A8610516-002-A 
INVOICE # : 18610516 
DATE : 17-FE8-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN: D. COPELAND CC: SPIREX GEOSERVICES LTD< 
Samp 1e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS 
ppm 

Au ppb 
FA + AA 

L79+00 0+12.5 S 201 34 39 163 0.5 30 <5 
L79+00 0+37.5 S 201 47 82 140 0.8 59 <5 
L79+00 0+67.5 S 201 36 63 143 0.6 59 <5 
L79+00 0+87.5 S 201 23 10 68 0.9 6 25 
L79+00 1+12.5 s 201 16 20 71 0.5 17 <5 
L79+00 1+37.5 s 201 39 46 202 0.7 30 <5 
L79+00 1+62.5A s 201 15 11 73 0.4 7 <5 
L79+00 1+62.58 s 201 27 52 300 0.6 22 <5 
L79+00 1+87.5 s 201 42 27 123 0.4 32 <5 
L79+00 2+12.5 s 201 21 46 132 0.3 30 <5 
L79+00 2+37.5 s 201 26 34 130 1.1 16 <5 
L79+00 2+62.5 s 201 49 92 233 0.3 43 <5 
L79+00 2+87.5 s 201 119 33 148 0.6 370 25 
L79+00 3+12.5 s 201 66 7 160 0.5 6 <5 
L79+00 3+37.5 s 201 27 22 143 0.4 15 <5 
L79+00 3+62.5 s 201 12 11 70 0.3 7 <5 
L79+00 3+87.5 s 201 14 10 63 0.2 6 <5 
L79+50 0+12.5 N 201 24 99 150 0.6 12 10 
L79+50 0 + 25 A N 201 22 93 320 1.6 23 <5 
L79+50 0+25 B N 201 47 128 183 0.7 17 5 
L79+50 0+37.5 N 201 18 22 82 0.2 7 <5 
L79+50 0 + 50 N 201 22 13 42 1.0 3 <10 
L79+50 0+75 N 201 44 16 190 0.2 7 <5 
L79+50 0+87.5 N 201 36 42 170 0.9 10 <5 
L79+50 1+00 N 201 31 33 102 0.2 11 <5 
L79+50 1+12.5 N 201 102 185 362 0.6 41 <5 
L79+50 1 + 25 N 201 31 81 202 0.7 16 <5 
L79+50 1+37.5 N 201 14 66 190 0.5 16 <5 
L79+50 1 + 50 N 201 34 138 350 0.6 29 <5 
L79+50 1+62.5 N 201 20 28 188 0.3 17 <5 
L79+50 1 + 75 N 201 53 82 257 0.3 36 <5 
L79+50 1+87.5 N 201 107 85 215 0.2 57 15 
L79+50 2 + 00 N 201 10 15 78 0.1 6 <5 
L79+50 BL 0+OG » S 201 41 59 22 0 2.1 33 10 
L79+50 0+12.5 s 201 14 19 62 0.3 27 <5 
L79+50 0 + 25 S 201 48 40 130 0.6 50 <5 
L79+50 0+37.5 s 201 37 50 123 0.6 33 <5 
L79+50 0 + 50 S 201 14 52 83 0.4 23 <5 
L79+50 0+62.5 s 201 20 32 105 0.7 25 <5 
L79+50 0 + 75 S 201 7 7 36 0.2 2 <5 

Cert i f i ed by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC 

1440 - 625 HOWE ST. 
VANCOUVER* B.C. 
V6C 2T6 

CERT, n 
INVOICE # 
DATE 
P.O. # 

A8610516-003-A 
18610516 
17-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: D. COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1 e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L79+50 0+87.5 S 201 7 3 41 0.1 7 <5 
L79+50 1+00 S 201 20 29 95 0.2 23 <5 
L79+50 1+12.5 S 201 43 35 123 0.2 61 <5 
L79+50 1 + 25 S 201 6 13 43 0.1 15 <5 
L79+50 1+37.5 S 201 12 13 75 0.3 14 <5 
L79+50 1 + 50 S 201 12 40 6 8 0.2 19 <5 
L79+50 1+62.5 S 201 39 81 165 1.0 67 <5 
L79+50 1+75 S 201 11 21 85 0.2 17 <5 
L79+50 1+87.5 S 201 24 42 210 0.6 41 <5 
L79+50 2 + 00 S 201 6 8 54 0.2 7 <5 
L79+50 2+12.5 S 201 39 83 295 0.6 69 <5 
L79+50 2+25 S 201 52 71 233 0.8 53 <5 
L79+50 2+37.5 S 201 33 52 165 0.1 65 30 
L79+50 2+50 S 201 27 35 150 0.4 38 5 
L79+50 2+62.5S 201 131 116 300 0.5 53 20 
L79+50 2+75 S 201 6 8 41 0.2 3 <5 
L79+50 2+67.5 S 201 56 157 392 0.9 67 <5 
L79+50 3+00 S 201 132 145 215 0.6 110 25 
L79+50 3+25 S 201 33 4 42 0.6 4 <5 
L79+50 3+37.5 S 201 36 49 132 0.6 19 <5 
L79+50 3+50 A S 201 30 23 56 1 .1 11 <5 
L79+50 3+50 B S 201 25 16 108 0.7 16 <5 
L79+50 3+62.5 S 201 78 88 202 0.5 120 25 
L79+50 3 + 75 S 201 30 24 114 0.2 23 <5 
L79+50 3+87.5 S 201 14 12 70 0.2 19 <5 
L79+50 4+00 S 201 19 19 78 0.2 19 <5 
L80+00 8L 0+00 201 16 32 145 0.3 20 <5 
L80+00 0+12.5 S 201 25 50 210 0.9 23 <5 
L80+00 0 + 25 N 201 45 140 263 38.0 33 40 
L80+00 0+37.5 N 201 26 16 35 1.3 1 <5 
L80+00 0 + 50 N 201 54 278 505 0.9 27 <5 
L80+00 0+62.5 N 201 39 100 20 0 0.7 16 <5 
L80+00 0 + 75 N 201 19 63 215 3.2 7 <5 
L80+00 0+87.5 N 201 30 10 15 2.1 1 <10 
L80+00 1+00 N 201 5 1 71 220 0.5 29 <5 
L80+O0 1+12.5 N 201 91 130 218 0.7 25 <5 
L80+00 1+25 N 201 16 14 100 0.3 4 <5 
L80+00 1+37.5 N 201 57 83 225 0.6 23 <5 
L60+00 1 + 50 N 201 16 84 202 0.9 10 <5 
L80+00 1+62.5 N 201 24 150 900 0.3 23 <5 

V O I rev. 4 / 8 5 
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Chemex Labs Ltd. 2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER* B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610516-004-A 
18610516 
17-FE8-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: D. COPELAND C O SPIREX GE0SERV1CES LTD. 
Samp 1 e Pr ep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA+AA 
L80+00 1 + 75 N 201 23 47 200 0.2 15 <5 
L80+00 1+87.5 N 201 16 35 153 0.2 12 <5 
L80+00 2+00 N 201 72 36 205 0.7 6 <5 
L80+00 0+12.5 S 201 49 47 160 0.9 23 <5 
L80+00 0 + 25 S 201 27 47 208 0.5 15 <5 
L80+00 0+37.5 S 201 28 30 138 0.3 15 <5 
L80+00 0 + 50 S 201 11 12 63 0.5 5 <5 
L80+00 0+62.5 S 201 10 11 83 0.7 6 <5 
L80+00 0+75 S 201 17 13 107 0.6 5 <5 
L80+00 0+87.5 S 201 19 62 128 0.4 67 <5 
L80+00 1 + 00 S 201 2 5 35 85 0.2 35 <5 
L80+00 1+12.5 S 201 34 32 146 0.5 32 <5 
L80+O0 1+25 S 201 18 12 100 0.4 7 <5 
L80+00 1+37.5 S 201 14 19 117 0.4 12 <5 
L80+00 1 + 50 S 201 45 49 148 0.6 59 <5 
L80+00 1+62.5 S 201 28 41 133 0.2 61 <5 
L80+00 1+75 S 201 16 35 168 1.1 24 <5 
L80+00 1+87.5 S 201 39 98 370 0.5 59 <5 
L80+00 2 + 00 S 201 175 27 303 2.8 17 <5 
L 80+00 2+12.5 S 201 53 60 173 0.4 50 <5 
L80+00 2 + 25 S 201 37 40 248 0.5 35 <5 
L80+00 2+37.5 S 201 18 20 97 0.1 14 <5 
L80+00 2 + 50 S 201 14 19 71 0.1 14 <5 
L80+00 2 + 75 S 201 11 4 5 2 0.1 2 <5 
L80+00 2+87.5 S 217 63 19 113 0.7 10 <10 
L80+00 3 + 00 S 217 41 5 65 0.4 1 <5 
L80+00 3+12.5 S 217 29 10 56 0.5 4 <5 
L80+00 3 + 25 S 217 58 33 117 0.9 41 <5 
L80+00 3+37.5 S 201 82 59 195 0.5 75 <5 
L80+00 3+50 S 201 28 30 99 0.2 16 <5 
L80+00 3+62.5 S 201 41 17 103 0.1 16 <5 
L80+00 3 + 75 S 201 5 8 45 0.1 3 <5 
L80+00 3+87.5 S 201 14 8 54 0.2 4 <5 
L80+00 4+00 S 201 27 26 140 1 .7 15 <5 
L80+50 BL0+00 201 31 78 230 0.7 25 <5 
L80+50 0+12.5 N 201 25 95 200 0.2 24 <5 
L80+50 0+25 N 201 11 30 92 0.3 4 <5 
L80+50 0+37.5 N 201 135 40 305 1.6 12 <5 
L80+50 0 + 50 N 201 81 21 350 3.6 5 <5 
L80+50 0+62.5 N 201 73 150 540 4.5 23 <5 

C e r t i f i e d by «••••*«»•••••«••«•• 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER• B.C. 
V6C 2T6 

CERTIFICATE OF ANALYSIS 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610516-005-A 
INVOICE H : 18610516 
DATE : 17-FE8-86 
P.O. U : NONE 
TWIN (SILVER ZONE) 

ATTN: D. COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS 
Ppm 

Au ppb 
FA + AA 

L80+50 0 + 75 N 201 17 46 228 4.6 5 <5 
L80+50 0 + 87. 5 N 201 26 14 124 0.2 1 40 
L80+50 1+00 N 201 26 30 168 0.9 10 <5 
L80+50 1 + 25 N 201 35 14 480 0.6 4 <5 
L80+50 1+37. 5 N 201 7 8 52 0.1 1 <5 
L80+50 1 + 50 N 217 8 2 615 O.i 1 <10 
L80+50 1 + 62. 5 N 217 27 2 2250 0.3 2 <10 
L80+50 1 + 75 N 217 147 16 135 1.6 3 <5 
L80+50 1+87. 5 N 201 18 35 36 0.2 11 <5 
L80+50 2 + 00 N 201 34 61 255 0.4 25 <5 
L80+50 0 + 12. 5 S 201 18 39 128 0.2 17 <5 
L80+50 0+25 S 201 18 20 120 0.3 10 <5 
L80+50 0 + 37. 5 s 201 39 61 215 0.6 39 15 
L80+50 0+50 S 201 13 20 95 0.3 10 <5 
L80+50 0 + 62. 5 s 201 21 30 300 0.2 6 <5 
L80+50 0+75 S 201 13 22 69 0.2 19 <5 
L80+50 0 + 87. 5 s 201 53 30 105 0.1 38 <5 
L80+50 1 + 00 S 201 44 38 120 0.2 45 <5 
L80+50 1 + 12. 5A S 201 48 63 250 0.6 23 <5 
L80+50 1 + 12. 58 . s 201 41 46 133 0.4 51 <5 
L80+50 1 + 25 S 201 36 72 140 0.3 46 <5 
L80+50 1+37. 5 s 201 12 21 83 0.3 30 <5 
L80+50 1 + 50 S 201 35 250 330 0.3 79 <5 
L80+50 1 + 62. 5 s 217 21 7 78 0.3 6 <5 
L80+50 1+75 S 201 51 100 200 0.3 110 <5 
L80+50 1+8 7. 5 s 201 41 91 285 0.5 95 10 
L80+50 2 + 00 S 201 33 37 210 0.4 27 <5 
L80+50 2 + 12. 5 s 201 60 85 158 0.2 100 <5 
L80+50 2 + 25 S 201 28 52 155 0.2 29 <5 
L80+50 2 + 37. 5 s 201 56 77 260 0.2 39 <5 
L80+50 2 + 50 S 201 5 4 35 0.1 1 <5 
L80+50 2+62. 5 s 201 19 27 117 0.3 29 <5 
L80+50 2 + 75 S 201 82 100 220 0.2 69 <5 
L80+50 2 + 87. 5 s 217 65 12 73 0.6 7 <5 
L80+50 3+00 5 201 68 138 196 0.7 55 <5 
L80+50 3 + 12. 5 s 201 25 30 205 0.4 22 <5 
L80+50 3 + 25 S 201 12 19 112 0.3 14 <5 
L80+50 3 + 37. 5 s 201 14 12 110 0.4 10 <5 
L80+50 3 + 50 S 201 16 28 108 0.6 14 <5 
L80+50 3+62. 5 s 201 12 12 54 0.3 11 <5 

C e r t i f i e d by 
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Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER* B.C. 
V6C 2T6 

CERTIFICATE OF ANALYSIS 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : 
INVOICE # : 
DATE : 
P.O. # : 

A8610516-006-A 
18610516 
17-FE8-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: p. COPELAND C O SPIREX GEOSERVICES LTD. 
Samp 1 e Pr ep Cu Pb Zn Ag AS Au ppb 

descr i p t i on code ppm ppm ppm ppm ppm FA+AA 
L80+50 3+75 S 201 21 16 108 0.7 7 <5 
L80+50 3+87.5 S 201 22 19 97 0.3 15 <5 
L80+50 4+00 S 201 19 10 41 1.2 9 <5 
L81+00 0+00 201 44 67 152 0.5 25 5 
L81+000+12.5 N 201 30 17 80 0.7 10 <5 
L8 1+00 0+25 N 201 31 13 107 0.4 14 <5 
L81+00 0+37.5 N 201 102 29 193 1.6 12 10 
L81+00 0+50 N 201 44 49 20 0 3.3 10 5 
L81+00 0+62.5 N 201 28 53 162 0.9 11 5 
L81+00 0+75 N 201 234 82 338 6.3 14 <5 
L81+00 0+87.5 N 201 69 34 230 4.0 6 10 
L81+00 1+00 N 201 41 17 158 0.4 23 <5 
L81+00 1+12.5 N 201 49 50 150 4.7 5 <5 
L81+00 1+25 N 201 23 34 228 0.7 15 10 
L81+00 1+37.5 N 201 13 14 90 1.4 4 <5 
L81+00 1+50 N 217 19 14 118 0.1 2 <5 
L81+00 1+62.5 N 217 38 18 35 2.5 3 <5 
L81+00 1+75 N 201 71 168 332 0.6 15 <5 
L81+00 1+87.5 N 201 14 42 180 0.2 10 <5 
L81+00 2+00 N 201 49 122 300 0.3 17 <5 
L8 1 + 00 0 + 12.5 S 201 13 26 120 0.4 7 <5 
L81+00 0+25 S 201 25 41 150 0.2 32 <5 
L81+00 0+37.5 s 201 50 80 153 0.2 75 <5 
L81+00 0+50 S 201 28 46 120 0.4 36 80 
L81+00 0+62.5 s 201 33 35 133 0.1 53 <5 
L31+00 0+75 S 201 47 30 143 0.3 48 <5 
L81+00 0+87.5 s 201 61 12 52 1.1 29 <5 
L81+00 1+00 S 201 34 32 102 0.1 59 <5 
L81+00 1+12.5 s 201 56 51 150 0.2 79 <5 
L81+00 1+25 S 201 81 32 135 0.5 210 260 
L81+00 1+37.5 s 217 101 19 120 1 .3 23 30 
L61+00 1+50 S 201 34 50 195 0.3 48 15 
L81+00 1+62.5 s 201 28 59 190 0.2 45 5 
L81+00 1+75 S 201 42 55 330 0.8 69 100 
L81+00 1+87.5 s 201 36 135 198 0.4 41 5 
L81+00 2+00 S 201 76 163 303 0.6 95 <5 
L81+00 2+12.5 s 201 36 22 208 0.5 20 5 
L81+00 2+25 S 201 19 34 115 0.2 17 <5 
L81+00 2+37.5 s 217 58 85 342 0.4 53 <5 
L81+00 2+50 S 201 24 45 140 0.3 32 <5 

Cert i f i ed by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST, 
VANCOUVER. B.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610517-001-A 
INVOICE * : 18610517 
0ATE : 17-FE8-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN: OAVE COPELAND CC: SPIREX GEOSERVICES LTD, 
Samp 1e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS 
ppm 

Au ppb 
FA + AA 

L81+00 2+62. 5 S 201 16 26 80 0.2 12 <5 
L81+00 2 + 75 S 201 47 24 130 0.6 20 <5 
L81+00 2 + 87. 5 S 201 13 4 35 0.2 2 <5 
L81+00 3+00 S 201 21 30 95 0.3 27 <5 
L81+00 3+12 S 201 22 20 70 0.4 24 <5 
L 81 + 00 3+25 S 201 37 22 100 0 . 6 11 <5 
L81+00 3 + 37. 5 S 201 26 16 55 0.1 9 <5 
L81+00 3+50 S 201 23 22 73 0.5 25 <5 
L81+00 3 + 62. 5 S 201 13 8 39 0.2 10 <5 
L81+00 3 + 75 A S 201 22 21 75 0.6 15 <5 
L81+00 3 + 75 B S 201 22 8 40 0.6 4 <5 
L81+00 4 + 00 S 201 31 7 36 1.1 6 <5 
L81+50 0 + 00 201 31 22 98 2.1 6 <5 
L81+50 0 + 12. 5 N 201 75 78 255 0.7 24 <5 
L81+50 0 + 25 A N 201 39 19 112 0.5 15 <5 
L81+50 0 + 37. 5 N 201 99 110 248 2.2 25 <5 
L81+50 0 + 50 N 201 34 5 43 0.6 1 <5 
L81+50 0 + 62. 5 N 201 276 450 63 0 2.3 125 <5 
L81+50 0+75 N 201 42 37 245 1.0 22 <5 
L81+50 1+00 N 201 33 17 210 0.8 10 <5 
L81+50 1 + 12. 5 N 20 1 41 16 119 3. 2 5 <5 
L81+50 1+25 N 201 63 180 420 1.2 29 <5 
L81+50 1 + 37. 5 N 201 18 55 130 0.6 12 <5 
L81+50 1+50 N 201 24 29 223 0.3 7 <5 
L81+50 1 + 62. 5 N 201 20 44 160 0.6 14 <5 
L81 + 50 1+75 N 201 13 51 210 0.2 15 <5 
L81+50 1 + 87. 5 N 201 85 485 700 0.5 55 <5 
L81+50 2 + 00 N 201 33 55 238 0.2 22 <5 
L81+50 0 + 12. 5 S 201 17 32 125 0.2 24 <5 
L81+50 0+2 5 S 201 19 35 112 0.2 20 30 
L81+50 0 + 50 S 201 41 31 120 0.1 33 <5 
L81+50 0+62. 5 S 201 91 62 195 0.2 125 10 
L81+50 0 + 75 S 201 70 99 290 0.5 75 35 
L81+50 0 + 87. SA i S 201 21 16 137 1.1 14 <5 
L81+50 0+87. 58 S 201 28 117 240 1.7 25 <5 
L81+50 1 + 00 S 201 38 78 192 0.5 57 10 
L81+50 1 + 12. 5 s 201 90 9 203 0.4 225 <5 
L81+50 1 + 37. 5 s 201 83 41 330 1.2 3 3 15 
L81+50 1+50 S 201 186 870 1830 0.5 340 120 
L81+50 1+62. 5 s 201 36 60 163 0.2 57 <5 

C e r t i f i e d by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO s LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER. B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610517-002-A 
18610517 
17-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN j DAVE COPELAND CC: SP1REX GEOSERVICES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L81+50 1+75 S 201 14 23 115 1.0 55 <5 
L81+50 1+87.5 S 201 29 29 480 0.2 29 <5 
L81+50 2+00 S 201 18 96 133 0.6 30 <5 
L81+50 2+12.5 S 201 75 223 373 0.6 120 20 
L81+50 2+25 S 201 52 178 408 0.8 50 <5 
L81+502+37.5 S 201 29 20 150 0.3 14 <5 
L81+50 2+50 S 201 41 45 170 0.7 11 5 
L81+50 2+75 S 201 30 32 110 0.2 16 <5 
L81+50 2+87.5 S 201 76 53 187 0.1 69 <5 
L81+50 3+12.5 S 201 17 26 75 0.5 15 <5 
L81+50 3+25 S 201 32 44 87 0.4 32 <5 
L81+50 3+37.5 s 201 36 34 102 0.3 39 <5 
L81+50 3+50 S 201 12 16 74 0.3 16 <5 
L81+50 3+62 S 201 30 22 120 0.3 32 <5 
L81+50 3+75 S 201 15 23 90 1.8 12 <5 
L81+50 3+87.5 s 201 48 42 162 0.5 39 <5 
L81+50 4+00 S 201 16 26 99 0.3 35 <5 
L81+51 1+25 S 201 380 35 640 1.3 38 <5 
8L 8 2+00 201 66 25 152 0.2 29 <5 
L81+51 0+12.5 N 201 45 69 155 0.5 25 <5 
L81+510+2 5 N 201 3 8 54 180 0.2 38 <5 
L81+51 0+37.5 N 201 48 49 220 0.4 39 <5 
L81+51 0+50 N 201 14 45 140 1.4 12 <5 
L81+51 0+62 N 201 61 300 520 1.4 55 <5 
L81+51 0+75 N 201 25 160 268 2.0 25 <5 
L81+51 0+87.5 N 201 17 143 205 1.3 11 <5 
L81+51 1+00 N 201 12 50 125 0.6 9 <5 
L81+51 1+12.5 N 201 11 22 105 0.3 7 <5 
L81+51 1+25 N 201 9 19 238 0.5 9 <5 
L82+51 1+37.5 N 201 49 123 305 0.5 22 <5 
L81+51 1+50 N 201 46 12 980 1.4 4 <5 
L81+51 1+62.5 N 201 16 28 280 5.3 7 <5 
L81+51 1+87.5 N 201 22 17 205 0.9 6 <5 
L81+51 2+00 N 201 12 34 227 0.6 16 <5 
L8 2+00 0+12.5 S 201 26 26 138 0.4 17 <5 
L82+00 0+25 S 201 10 13 75 0.5 11 <5 
L82+00 0+37.5 S 201 21 19 86 0.4 9 <5 
L82+00 0+50 S 201 7 5 72 0.1 4 <5 
L82+00 0+62.5 s 201 11 9 55 0.2 6 <5 
L82+00 0+75 S 201 47 45 193 0.3 63 <5 

C e r t i f i e d by ••••••••••••••••••• 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVER• B.C. 
V6C 2T6 

CERT. # 
INVOICE » 
DATE 
P.O. n 

A8610517-003-A 
18610517 
17-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L82+00 1 + 00S 201 36 58 220 0.3 65 <5 
L82+00 1+12.5 S 201 34 47 120 0.4 120 10 
L82+00 1+25 S 201 25 29 128 0.2 50 <5 
L82+00 1+50 S 201 14 280 248 0.1 73 <5 
L82+00 1+62.5 S 201 99 112 345 0.5 185 20 
L8 2+00 1+75S 201 111 165 375 0.9 210 15 
L82+00 1+87.5 S 201 105 298 458 0.8 165 35 
L82+00 2+00 S 201 56 22 108 1.6 9 <5 
L82+00 2+12.5 S 201 34 27 190 0.2 2 2 <5 
L82+00 2+25 S 201 26 28 198 0.5 22 <5 
L82+00 2+37.5 S 201 14 12 63 0.4 5 <5 
L82+00 2+50 S 201 28 38 145 0.2 43 <5 
L82+00 2+62.5 S 201 59 99 260 0.2 45 <5 
L82+00 2+75 S 201 59 57 156 0.4 48 5 
L82+00 2+87.5 S 201 8 12 50 0.3 3 <5 
L82+00 3+00 S 201 10 15 75 0.8 10 <5 
L82+00 3+12.5 S 201 24 28 122 0.3 27 <5 
L82+00 3+25 S 201 17 18 87 0.2 16 <5 
L82+00 3+37.5 S 201 9 13 82 0.1 9 <5 
L82+00 3+50 S 201 16 9 96 0.3 5 <5 
L82+00 3+62.5 S 201 84 40 146 0.2 69 <5 
L82+00 3+75 S 201 67 78 252 0.2 135 <5 
L82+00 3+87.5 S 201 73 75 165 0.4 77 15 
L82+00 4+00 S 201 46 37 155 0.3 53 <5 
L82+50 0+00 201 42 19 130 0.2 11 <5 
L82+50 0+12.5 N 201 24 45 100 0.1 23 <5 
L82+50 0+37.5 N 201 185 290 490 0.5 75 <5 
L82+50 0+50 N 201 33 130 253 1.0 23 <5 
L82+50 0+62.5 N 201 12 20 155 1.0 14 <5 
L82+500+75 N 201 16 140 382 0.5 29 <5 
L82+50 0+87.5 N 201 23 55 215 0.6 14 <5 
L82+50 1+00 N 201 30 143 345 1.5 22 <5 
L82+50 1+12.5 N 201 24 88 132 0.6 11 <5 
L82+50 1+37.5 N 201 100 147 300 1.7 23 <5 
L82+50 1+50N 201 9 24 81 0.7 16 <5 
L82+50 1+62.5 N 201 9 21 77 0.6 14 <5 
L82+50 1+75 N 201 55 19 125 3.0 5 <5 
L82+50 1+87.5 N 201 11 36 133 0.3 15 <5 
L82+50 2+00 N 201 22 59 150 0.2 22 <5 
L82+50 0+12.5 S 201 83 153 225 0.2 59 55 

C e r t i f i e d by •••«••••««.«•••••••< 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k A v e . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER» B.C. 
V6C 2T6 

CERT. # 
INVOICE # 
DATE 
P.O. # 

A8610517-004-A 
18610517 
17-FEB-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SP1REX GEOSERVICES LTD. 
Sample 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS Au ppb 
ppm FA+AA 

L82+50 0 + 25 S 201 22 34 185 0.4 22 <5 
L82+50 0+37. 5 S 201 12 22 114 0.6 15 <5 
L82+50 0 + 50 S 201 23 135 303 0.3 16 <5 
L82+50 0+62. 5 S 201 34 36 133 0.3 46 <5 
L82+50 0 + 75 S 201 51 83 195 0.2 140 10 
L82+50 0 + 87. 5 S 201 69 215 290 0.7 130 20 
L82+5G 1 + 00 S 201 17 74 148 0.3 29 30 
L82+50 1 + 12. 5 S 201 8 9 41 O.i 20 <5 
L82+50 1 + 25 S 201 6 16 60 0.1 16 <5 
L82+50 1+37. 5 S 201 42 300 360 0.1 190 <5 
L82+50 1 + 50 S 201 32 328 485 0.9 150 <5 
L82+50 1+62. 5 S 201 24 55 128 0.2 36 <5 
L82+50 1+75 S 201 12 118 210 0.5 30 <5 
L82+50 1+87. 5 S 201 37 22 160 0.3 16 <5 
L82+50 2 + 00 S 201 18 42 100 0.2 22 <5 
L82+50 2+12. 5 S 201 31 50 140 0.3 25 <5 
L82+50 2 + 25 S 201 17 40 158 0.3 20 <5 
L82+50 2 + 37. 5S 201 16 14 113 0.4 7 <5 
L82+50 2 + 50 S 201 26 15 82 0.2 11 <5 
L82+50 2+62. 5 S 201 8 9 55 0.1 5 <5 
L82+50 2 + 75 S 201 16 22 105 0.2 15 <5 
L82+50 2 + 87. 5 S 201 31 47 126 0.2 27 15 
L82+50 3+00 S 201 41 60 258 0.2 41 <5 
L82+5G 3+12. 5 S 201 12 23 78 0.2 19 10 
L82+50 3+25 S 201 19 16 86 0.1 16 <5 
L82+50 3 + 37. 5 s 201 21 35 125 0.4 25 <5 
L82+50 3 + 50 S 201 6 16 58 0.2 10 10 
L82+50 3+62. 5 s 201 99 49 140 0.3 65 15 
L82+50 3 + 75 S 201 99 119 680 0.6 50 15 
L82+50 3 + 87. 5 s 201 72 34 165 0.3 65 20 
L82+50 4+00 S 201 34 39 92 0.2 45 5 

C e r t i f i e d by ••••••.••••••*«••••« 



TO 

Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

CERTIFICATE OF ANALYSIS 

LINCOLN RESOURCES INC, 

1440 - 625 
VANCOUVER. 
V6C 2T6 

HOWE ST. 
B.C. 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610517-001-A 
INVOICE # : 18610517 
DATE : 17-FE8-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GEOSERVICES LTD, 
Samp 1e 

descr i pt i on 
Prep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS 
ppm 

Au ppb 
FA + AA 

L81+00 2 + 62. 5 S 201 16 28 80 0.2 12 <5 
L81+00 2+75 S 201 47 24 130 0.6 20 <5 
L81+O0 2 + 87. 5 S 201 13 4 35 0.2 2 <5 
L81+00 3+00 S 201 21 30 95 0.3 27 <5 
L81+00 3+12 S 201 22 20 70 0.4 24 <5 
L81+00 3 + 25 S 201 37 22 100 0.6 11 <5 
L81+00 3+37. 5 s 201 26 16 55 0.1 9 <5 
L81+00 3 + 50 S 201 23 22 73 0.5 25 <5 
L81+0O 3 + 62. 5 s 201 13 8 39 0.2 10 <5 
L81+00 3+75 A s 201 22 21 75 0.6 15 <5 
L81+00 3 + 75 B s 201 22 8 40 0.6 4 <5 
L81+00 4+00 S 201 31 7 36 1.1 6 <5 
L81+50 0+00 201 31 22 98 2.1 6 <5 
L81+50 0 + 12. 5 N 201 75 78 25 5 0.7 24 <5 
L81+50 0 + 25 A N 201 39 19 112 0.5 15 <5 
L81+50 0 + 37. 5 N 201 99 110 248 2.2 25 <5 
L81+50 0 + 50 N 201 34 5 43 0.6 1 <5 
L81+50 0 + 62. 5 N 201 276 450 630 2.3 125 <5 
L81+50 0+75 N 201 42 37 245 1.0 22 <5 
L81+50 1 + 00 N 201 33 17 210 0.8 10 <5 
L81+50 1 +12. 5 N 201 41 16 119 3. 2 5 <5 
L81+50 1+25 N 201 63 180 420 1.2 29 <5 
L81+50 1+37. 5 N 201 18 55 130 0.6 12 <5 
L31+50 1 + 50 N 201 24 29 223 0.3 7 <5 
L81+50 1+62. 5 N 201 20 44 160 0.6 14 <5 
L81+50 1 + 75 N 201 13 51 210 0.2 15 <5 
L81+50 1+87. 5 N 201 85 485 700 0.5 55 <5 
L81+50 2 + 00 N 201 33 55 238 0.2 22 <5 
L81+50 0 + 12. 5 S 201 17 32 125 0.2 24 <5 
L81+50 0 + 25 S 201 19 35 112 0.2 20 30 
L81+50 0 + 50 s 201 41 31 120 0.1 33 <5 
L81+50 0 + 62. 5 S 201 91 62 195 0.2 125 10 
L81+50 0 + 75 S 201 70 99 290 0.5 75 35 
L81+50 0 + 87. 5A S 201 21 16 137 1.1 14 <5 
L 81 + 50 0+87. 58 S 201 28 117 240 1.7 25 <5 
L81+50 1+00 S 201 38 78 192 0.5 57 10 
L81+50 1 + 12. 5 S 201 90 9 203 0.4 225 <5 
L81+50 1 + 37. 5 s 201 83 41 330 1.2 33 15 
L81+50 1 + 50 S 201 186 870 1830 0.5 340 120 
L81+50 1+62. 5 s 201 36 60 163 0.2 57 <5 

C e r t i f i e d by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 212 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC, 

1440 - 625 HOWE ST. 
VANCOUVERt 3.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A861O517-O02-A 
INVOICE # : 18610517 
DATE : 17-FE8-86 
P.O. # : NONE 
TWIN (SILVER ZONE) 

ATTN: DAVE COP ELAND CC: SPIREX GEOSERVICES LTD, 
Samp ie Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L81+50 1+75 S 201 14 23 115 1.0 55 <5 
L81+50 1+87.5 S 201 29 29 480 0.2 29 <5 
L81+50 2+00 S 201 18 96 183 0.6 30 <5 
L81+50 2+12.5 S 201 75 223 373 0.6 120 20 
L81+50 2+25 S 201 52 178 408 0.8 50 <5 
181+50 2+37.5 s 201 29 20 150 0.3 14 <5 
L81+50 2+50 S 201 41 45 17 0 0.7 11 5 
L81+50 2+75 S 201 30 32 110 0.2 16 <5 
L81+50 2+87.5 s 201 76 53 187 0.1 69 <5 
L81+50 3+12.5 s 201 17 26 75 0.5 15 <5 
L81+50 3+25 S 201 32 44 87 0.4 3 2 <5 
L81+50 3+37.5 s 201 36 34 102 0.3 39 <5 
L81+50 3+50 S 201 12 16 74 0.3 16 <5 
L81+50 3+62 S 201 30 22 120 0.3 32 <5 
1.81 + 50 3 + 75 S 201 15 23 90 1.8 12 <5 
L81+50 3+87.5 s 201 48 42 162 0.5 39 <5 
L81+50 4+00 S 201 16 26 99 0.3 35 <5 
L81+51 1+25 S 201 380 35 640 1.3 38 <5 
8L 82+00 201 66 25 152 0.2 29 <5 
L81+51 0+12.5 N 201 45 69 155 0.5 25 <5 
L81+51 0+25 N 201 38 54 180 0.2 38 <5 
L81+51 0+37.5 N 201 48 49 220 0.4 39 <5 
L81+51 0+50 N 201 14 45 140 1.4 12 <5 
L81+51 0+62 N 201 61 300 520 1.4 55 <5 
L81+51 0+75 N 201 25 160 268 2.0 25 <5 
L81+51 0+87.5 N 201 17 143 2 05 1.3 11 <5 
L81+51 1+00 N 201 12 50 125 0.6 9 <5 
L81+51 1+12.5 N 201 11 22 105 0.3 7 <5 
L81+51 1+25 N 201 9 19 238 0.5 9 <5 
L82+51 1+37.5 N 201 49 123 305 0.5 22 <5 
L81+51 1+50 N 201 46 12 980 1.4 4 <5 
L81+51 1+62.5 N 201 16 23 280 5. 3 7 <5 
L81+51 1+87.5 N 201 22 17 205 0.9 6 <5 
L81+51 2+00 N 201 12 34 227 0.6 16 <5 
L82+000+12.5 S 201 26 26 138 0.4 17 <5 
L82+00 0+25 S 201 10 13 75 0.5 11 <5 
L82+00 0+37.5 S 201 21 19 86 0.4 9 <5 
L82+00 0+50 S 201 7 5 72 0.1 4 <5 
L82+00 0+62.5 s 201 11 9 55 0.2 6 <5 
L82+00 0+75 S 201 47 45 193 0.3 63 <5 

C e r t i f i e d by 

V O I rev. 4 / 8 5 



Chemex Labs Ltd. 
Analytical Chemists • Geochemists • Registered Assayers 

2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER* B.C. 
V6C 2T6 

CERT. # 
INVOICE U 
DATE 
P.O. # 

A6610517-003-A 
18610517 
17-FE8-86 
NONE 

TWIN (SILVER ZONE) 

ATTN: DAVE COPELAND CC: SPIREX GE0SERV1CES LTD. 
Samp 1e Prep Cu Pb Zn Ag AS Au ppb 

descr i pt i on code ppm ppm ppm ppm ppm FA + AA 
L82+00 1+00S 201 36 5 3 220 0.3 65 <5 
L82+00 1+12.5 S 201 34 47 120 0.4 120 10 
L82+00 1+25 S 201 25 29 128 0.2 50 <5 
L82+00 1+50 S 201 14 280 248 0.1 73 <5 
L82+00 1+62.5 S 201 99 112 345 0.5 185 ?0 
L8 2+001+75S 201 111 165 375 0 . 9 210 15 
L82+00 1+87.5 S 201 105 298 458 0.3 165 35 
L82+00 2+00 S 201 56 22 108 1.6 9 <5 
L82+00 2+12.5 S 201 34 2 7 190 0.2 22 <5 
L82+00 2+25 S 201 26 28 198 0.5 22 <5 
L82+00 2+37.5 S 201 14 12 63 0.4 5 <5 
L82+00 2+50 S 201 28 38 145 0.2 43 <5 
L82+00 2+62.5 S 201 59 99 260 0.2 45 <5 
L82+00 2+75 S 201 59 57 156 0.4 48 5 
L82+00 2+87.5 S 201 8 12 50 0.3 3 <5 
L82+00 3+00 S 201 10 15 75 0.8 10 <5 
L82+00 3+12.5 S 201 24 28 122 0.3 27 <5 
L32+00 3+25 S 201 17 18 87 0.2 16 <5 
L82+00 3+37.5 S 201 9 13 82 0.1 9 <5 
L82+0O 3+50 S 201 16 9 96 0.3 5 <5 
L82+003+62.5 S 201 84 40 146 0.2 69 <5 
L82+00 3+75 S 201 67 78 252 0.2 135 <5 
L82+00 3+87.5 S 201 73 75 165 0.4 77 15 
L82+00 4+00 S 201 46 37 155 0.3 53 <5 
L82+50 0+00 201 42 19 130 0.2 11 <5 
L82+50 0+12.5 N 201 24 45 100 0.1 23 <5 
L82+50 0+37.5 N 201 185 290 490 0.5 75 <5 
L82+50 0+50 N 201 33 130 253 1.0 23 <5 
L82+50 0+62.5 N 201 12 20 155 1.0 14 <5 
L82+50 0+75 N 201 16 140 382 0.5 29 <5 
L82+50 0+87.5 N 201 23 55 215 0.6 14 <5 
L82+50 1+00 N 201 30 143 345 1.5 22 <5 
L82+50 1+12.5 N 201 24 88 132 0.6 11 <5 
L82+50 1+37.5 N 201 100 147 300 1.7 23 <5 
L82+50 1+50 N 201 9 24 81 0.7 16 <5 
L82+50 1+62.5 N 201 9 21 77 0.6 14 <5 
L32+50 1+75 N 201 55 19 125 3.0 5 <5 
L82+50 1+87.5 N 201 11 36 133 0.3 15 <5 
L82+50 2+00 N 201 22 59 150 0.2 22 <5 
L82+50 0+12.5 S 201 83 153 225 0.2 59 55 

C e r t i f i e d by •••••••••••••«••••• 



Chemex Labs Ltd. 2 1 2 B r o o k s b a n k Ave . 

N o r t h V a n c o u v e r , B.C. 

Canada V7J 2C1 

Analytical Chemists Geochemists Registered Assayers 

CERTIFICATE OF ANALYSIS 

TO : LINCOLN RESOURCES INC. 

1440 - 625 HOWE ST. 
VANCOUVER, a.C. 
V6C 2T6 

Phone: 

Telex: 

(604) 984-0221 

043-52597 

CERT. # : A8610517-004-A 
INVOICE # : 18610517 
OATE : 17-FEB-86 
P.O. # : NONE 
TWIN (SILVER ZONE > 

ATTN! DAVE COPELAND CC: SPIREX GEOSERVICES LTD, 
Samp 1 e 

descr i pt i on 
Pr ep 
code 

Cu 
ppm 

Pb 
ppm 

Zn 
ppm 

Ag 
ppm 

AS Au ppb 
ppm FA+AA 

L82+50 0 + 25 S 201 22 34 185 0.4 22 <5 
L82+50 0 + 37. 5 S 201 12 22 114 0.6 15 <5 
L82+50 0 + 50 S 201 23 135 303 0.3 16 <5 
L82+50 0+62. 5 S 201 34 36 133 0.3 46 <5 
L82+50 0 + 75 S 201 51 83 195 0.2 140 10 
L82+50 0 + 87. 5 s 201 69 215 290 0.7 130 20 
L82+50 1 + 00 S 201 17 74 148 0.3 29 30 
L82+50 1 + 12. 5 s 201 8 9 41 0.1 20 <5 
LS2+50 1 + 25 S 201 6 16 60 0.1 16 <5 
L82+50 1 + 37. 5 s 201 42 300 360 0.1 190 <5 
L82+50 1+50 S 201 32 328 485 0.9 150 <5 
L82+50 1+62. 5 s 201 24 55 128 0.2 36 <5 
L82+50 1 + 75 S 201 12 118 210 0.5 30 <5 
L82+50 1 + 87. 5 s 201 37 22 160 0.3 16 <5 
L82+50 2 + 00 S 201 18 42 100 0.2 22 <5 
L82+50 2+12. 5 s 201 31 50 140 0.3 25 <5 
L82+50 2 + 25 S 201 17 40 158 0.3 20 <5 
L82+50 2 + 37. 5S 201 16 14 113 0.4 7 <5 
L82+50 2 + 50 S 201 26 15 82 0.2 11 <5 
L82+50 2 + 62. 5 s 201 8 9 55 0.1 5 <5 
L82+50 2 + 75 S 201 16 105 0.2 15 <5 
L82+50 2 + 87. 5 s 201 31 47 126 0.2 27 15 
L82+50 3+00 S 201 41 60 258 0.2 41 <5 
L82+50 3+12. 5 s 201 12 23 78 0.2 19 10 
L82+50 3+25 S 201 19 16 86 0.1 16 <5 
L82+50 3 + 37. 5 s 201 21 35 125 0.4 25 <5 
L82+50 3 + 50 S 201 6 16 58 0.2 10 10 
L82+50 3+62. 5 s 201 99 49 140 0.3 65 15 
L82+50 3 + 75 S 201 99 119 680 0.6 50 15 
L82+50 3 + 87. 5 s. 201 72 34 165 0.3 65 20 
L82+50 4+00 S 201 34 39 92 0.2 45 5 

C e r t i f i e d by 

V O I rev. 4 / 8 5 


