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Specialists in Mineral Environments 0 0 I 4 4 u 
705 Hest 15th Street North Vancouver, B.C. Canada V7H 1T2 — [ f a i t a e j T Y C j T ^ ^ i C 

PHONE:<604)9B0-5Bi4 Ofi (604)988-4524 TELEX:VIA USA 7&01067 UC 

C & JT- < ~ J -f" J " <r a <r e <J> > ^ : = > : £ > > < 3 V' 

Company:EQUITY SILVER MINES Fi1e:7-1167/P1 
P r o j e c t : Date:AUGUST 29/87 
At tention:RON ROBERTSON Type:ROCK ASSAY 

He hereby £ t i ~fy the f o l l o w i n g r e s u l t s for samples submitted,, 

Samp 1 e CO A6 A8 NI AU AU PT-FIRE 
Number 6/TONNE OZ/TON PPM G/TONNE OZ/TON PPB 

34 801 0. 2 0. 01 400 . 02 0.001 1 
34 802 . 010 2„ .1 0. 06 640 . Ol 0. 001 '->•-> 

34 803 1 . 4 0„ 04 340 „ 01 0. 001 1 
34 804 0. 4 0. 01 40 . 0.1 0. 001 1 
34 005 0 „ 5 0. 0 1 35 „ 01 0 „ 001 1 

34 806 0« 3 0. 0 1 30 .01 0. 001 1 
34 807 1 - 0 0. 03 300 .01 0. 001 7 
34 808 0- 4 0. 01 40 . 01 0. 001 19 
34 809 0.2 0. 01 .10 . 01 0. 001 1 
34 810 1 . 6 0,. 05 80 „ 0 1 0 „ 001 1 

34 81 1 2. 0 0. 06 20 „ 01 0. 001 1 
34 812 0 „ 6 0. 02 45 . 01 0, 001 " 7 

34 813 0 „ 2 0 „ 01 1720 . 0 1 0 „ 001 
34 814 1 - 0 0, 03 1 460 .01 0» 001 1 7 
34 815 2.4 0. 07 65 - 01 0 „ 00 1 29 

34 816 0.2 0. 0 1 15 . 01 0. 001 1 
34 817 1 . 0 0, 03 80 . 01 0. 001 •..< x,. 

34 818 1 . 9 0. 06 560 . 01 0. 001 .1 
34 8.19 2. 1 0. 06 200 . 02 0. 00.1 46 
34 820 1 ., 0 0. 03 700 . 02 0. 001 4 

34 821 2. 1 0. 06 1960 . 0 3 0 v 001 21 
34 822 1 . 8 0, OS 1800 . 03 0, 001 13 
34 823 .. 0 1 1 1 , 7 0., 05 1 1 20 . 02 0. 001 20 
34 824 . 007 1 . 0 0. 03 1 1 30 . 03 0. 001 18 
34 825 .. 008 0, 2 0. 0 1 1060 . 03 0. 001 15 

34 826 0. 5 0 „ 0 1 40 01 0. 001 24 
34 827 0. 4 0. 01 10 . Ol 0. 001 1 
34 828 1 . 5 0. 04 5 . 01 0. 001 9 
34 829 1 . 0 0. 03 5 . 01 0. 001 10 
34 330 0 „ 2 0. 01 10 . 01 0.001 10 



MIM—E i L A B D R A T O R I E l L T D -
Specialists in Mineral Environments 
705 West 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE;(604)980-5814 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

C^r- -tr £ -fx' <= «a tr & <r> ~f A\S^jf\Y 

Company:EQUITY SILVER MINES Files7-1167/P2 
Project: Date:AUGUST 29/1987 
Attention:RON ROBERTSON Types ROCK ASSAY 

He hereby c e r t i f y the -following r e s u l t s -for samples submitted. 

Samp1e AG AG NI AU AU PT--FIRE 
Number G/TONNE 0Z/T0N PPM G/TONNE OZ/TON PPB 

34 831 1 - 0 0. 03 25 . 01 0. 001 1 
34 832 0.2 0. 01 5 . 01 0. 001 1 
34 833 2-0 0. 06 100 . 04 0. 001 18 
34 834 0. 2 0. 01 5 . 02 0. 001 11 
34 835 0 „ 3 0. 01 5 . 04 0. 001 

34 836 0.5 0.01 5 . 02 0. 001 
34 837 1. 7 0.05 5 . 02 0. 001 18 
34 839 0.5 0.01 140 . 04 0. 001 
34 840 0. 4 0. 01 15 . 03 0. 001 18 
34 841 0.2 0. 01 5 . 01 0.001 1 

34 842 0.3 0.01 20 . 02 0. 001 ^9 
34 843 0. 4 0. 01 5 . 01 0. 001 
34 844 0.2 0.01 5 . 02 0 u 001 "TCT •-1J 

34 845 0. 2 0.01 5 . 02 0. 001 23 
34 846 0. 3 0.01 10 . 02 0. 001 35 

34 847 0. 2 0.01 5 .01 0. 001 20 
34 848 0.2 0.01 .01 0. 001 5 
34 849 0.5 0.01 .01 0. 001 10 
34 850 1.0 0. 03 5 .01 0. 001 20 
34 851 1. 2 0. 04 1620 .01 0. 001 36 

34 852 0.4 0. 01 80 .02 0.001 1 
34 853 0. 6 0. 02 20 .02 0. 001 1 
34 854 0. 2 0.01 .01 0. 001 9 
34 855 1. 6 0. 05 2 . 03 0. 001 1 
34 856 1.2 0. 04 15 .02 0. 001 

34 857 0.2 0.0.1 >-\ . 01 0. 001 1 
34 858 0. 4 0. 01 20 .01 0. 001 18 
34 859 1. 0 0. 03 cr U . 01 0. 001 10 
34 860 0. 2 0. 01 10 . 01 0. 001 •~> 

34 861 0. 3 0. 01 10 .01 0. 001 

Cert i f i e tf h y 

MIN-EN LABORATORIES LTD. 



M I IM— L >l L A B O R A T O R I E L T D -
Specialists in Mineral Environments 
705 West 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5814 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

G ^ c r « f g T £ « E T -f 

Company:EQUITY SILVER MINES FiIe:7-1167/P3 
P r o j e c t : Date:AUGUST 31/87 
Attention:ROB ROBERTSON Type:ROCK ASSAY 

He hereby c e r t i f y the -following r e s u l t s -for samples submitted. 

Sample CU AG AG NI AU AU PT-FIRE 
Number 7. G/TONNE OZ/TON PPM G/TONNE OZ/TON PPB 

34 862 0.5 0. 01 20 .01 0. 001 1 
34 863 1.8 0. 05 15 . 03 0 n 001 1 
34 864 0.6 0. 02 5 . 01 0. 001 1 
34 865 0. 3 0. 01 15 . 02 0. 001 49 
34 866 0.2 0.01 80 . 02 0. 001 28 

34 867 0. 2 0. 01 20 .01 0. 001 1 
34 868 0.4 0. 01 10 .01 0. 001 48 
34 869 O. 2 0. 01 20 .01 0. 001 36 
34 870 0.5 0. 01 15 . 01 0. 001 1 
34 871 0.6 0. 02 30 . 02 0. 001 16 

34 872 0.2 0. 01 70 .01 0. 001 3 
34 873 0. 4 0. 01 45 .01 0. 001 14 
34 874 0. 3 0. 01 64 . 01 0. 001 1 
34 875 0.2 0. 01 16 . 03 0« 001 40 
34 876 .003 0.4 0. 01 940 .01 0. 001 

34 877 1.520 15.8 0. 46 18 0. 009 4 
34 878 . 001 0. 4 0. 01 420 .01 0» 001 12 
34 879 . 001 0.2 0. 01 615 .01 0. 001 12 
34 881 0.2 0. 01 18 . 03 0. 001 14 
34 882 0.4 0. 01 16 .01 0. 001 

34 883 0. 3 0. 01 10 . 01 0. 001 7 
34 884 0. 3 0. 01 8 .02 0. 001 15 
34 885 0. 6 0. 02 5 . 02 0. 001 
34 886 0. 2 0. 01 28 . 01 0» 001 7 
34 887 0.5 0. 01 24 . 01 0. 001 

34 888 0. 4 0. 01 19 . 02 0. 001 1 
34 889 0. 2 0. 01 16 . 01 0. 001 
34 890 0. 2 0. 01 3 . 01 0. 001 7 
34 891 0. 3 0. 01 5 . 02 0. 001 1 
34 892 0. 2 0. 01 4 . 03 0. 001 

Certified by 

MIN--EN iATORIES LTD, 



M I I M — EElvl L A B O R A T O R I E S I — T D -
Specialists in Mineral Environments 
705 West 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5814 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

Company:EQUITY SILVER MINES Fi1e:7-1167/P4 
P r o j e c t : Date:AUGUST 31/87 
Attention:RON ROBERTSON Type:ROCK ASSAY 

He hereby c e r t i f y the f o l l o w i n g r e s u l t s f o r samples submitted. 

Samp1e AG AG NI AU AU PT-FIRE 
Number G/TONNE OZ/TON PPM G/TONNE OZ/TON PPB 

34 893 0. 3 0. 01 •j> . 03 0.001 47 
34 894 1.8 0. 05 18 .02 0. 001 1 
34 895 0.2 0.01 7 . 01 0. 001 1 
34 896 0. 2 0. 01 16 . 02 0.001 7 
34 897 0. 3 0.01 20 . 01 0.001 1 

34 898 0. 2 0.01 6 . 01 0.001 1 
34 899 0.4 0.01 19 .02 0.001 1 
34 900 0.2 0.01 .01 0.001 14 
34 901 O. 3 0. 01 18 .01 0.001 1 
34 902 O. 6 0. 02 17 . 01 0. 001 1 

34 903 0.4 0.01 3 .02 0.001 1 
3 4 904 0.4 0.01 .01 0. 001 
34 905 0. 2 0. 01 6 . 02 0.001 
34 906 0. 5 0. 01 11 . 03 0.001 31 

Certified by 

MIN-EN !»0RAT0RIES LTD, 



To: .....£QU.m..SILV£B-.MlN.£.S..LIMLTED, 

...2Q8^-H55..W.es.t..Pender...S.tr.e.e.t, 

..Vancau.v.er^. B,_C_. V6E. 2P4...... 

ATTN? Terry Heard 

File No. .30279 

Date September 1 0 , 1 9 8 7 

Samples R9CX 

§f ASSAY < V 
L O R I N G LABORATORIES LTD. 

Page # 1 

SAMPLE No. OZ./TON 
GOLD 

OZ./TON 
SILVER 

"Assay A n a l y s i s " 

8- 3 Trace Trace 

8- 4 Trace .02 

8- 5 .010 Trace 

8- 6 Trace Trace 

8- 7 Trace .04 

8- 8 .004 .05 

8- 9 Trace Trace 

8-10 Trace Trace 

8-1-A Trace Trace 

8-1-B Trace Trace 

8-1-C Trace Trace 

8-1-D .002 .01 

8-1-E .002 Trace 

8-2-A Trace .07 

8-2-B .002 Trace 

8-2-C Trace Trace 

8-2-D .002 .04 

8-2-E Trace .06 

8-2-F .018 .01 

R-l 
31 ̂ fiferebg Certify T H A T T H E 

A S S A Y S M A D E B Y M E U P O N T H E H E R E I N 

Trace 
A B O V E R E S U L T S A R E T H O S E 

D E S C R I B E D S A M P L E S . . . . 

Rejects Retained one month. 

Pulps Retained one month 
unless specific arrangements 
made in advance. 

Assayer 



To: ...E.QUliy-S-ILV£R- MINES._L IMITED, 

„7M,-..A155..We„st.Pende 

_._V.an.c.QuyerB...C...... V6E._2P.4_...... 

..ATTN; Ier.r.y...He.ard. 

File No. ... 30279 . 

Date September 10, 1987 

Samples ..Rock 

ASSAY V 

L O R I N G LABORATORIES LTD. 

Page # 2 

SAMPLE No. 
OZ./TON 

GOLD 

0Z./I0N 
SILVER 

R-2 Trace .02 

R-3 .002 .05 

R-4 Trace .01 

R-5 Trace Trace 

R-6 Trace Trace 

R-7 Trace Trace 

789- 1 Trace Trace 

789- 2 Trace Trace 

789- 3 Trace Trace 

789- 5 A .002 .01 

789- 5 B Trace Trace 

789- 6 Trace Trace 

789- 7 Trace .01 

789- 8 Trace Trace 

789- 9 Trace Trace 

789-10 Trace .01 

789-11 Trace .02 

789-12 Trace .05 

789-13 Trace .05 

789-14 .008 .01 

789-15 Trace 

31 $|erebg Certify T H A T T H E 

A S S A Y S M A D E B Y M E U P O N T H E H E R E I N 

Trace 
A B O V E R E S U L T S A R E T H O S E 

D E S C R I B E D S A M P L E S . . . . 

Rejects Retained one month. 

Pulps Retained one month 
unless specific arrangements 
made in advance. 

Assayer 

http://V6E._2P.4_


To: ...£QUIT.Y..SILy.ER.RlNES.. LIMITED, 

..YanCQU.yerA.B„..C... ...V6E_2_P4 

AITN.: T e r r y H e a r d 

File No. .... 30279 

Date September 10, 1987 

Samples R 0 0^ 

L O R I N G LABORATORIES LTD. 

Page § 3 

SAMPLE No. 
OZ./TON 

GOLD 
OZ./TON 

SILVER 

789-16 Trace Trace 

789-17 Trace Trace 

789-18 Trace Trace 

789-19 Trace Trace 

789-20 Trace Trace 

789-21 Trace Trace 

789-22 Trace Trace 

789-23 Trace Trace 

789-24 A Trace Trace 

789-24 B Trace Trace 

789-25 Trace Trace 

3 Hereby Certify T H A T T H E A B O V E R E S U L T S A R E T H O S E 

— 
A S S A Y S M A D E B Y M E U P O N T H E H E R E I N D E S C R I B E D S A M P L E S . . . . 

Rejects Retained one month. 

Pulps Retained one month 
unless specific arrangements 
made in advance. 

Assayer 



M I IN |—EK. L A B O R A T O R I E S L T D _ 
Specialists in Mineral Environments 
705 Nest 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5814 OR <604)988-4524 TElEXsVIA USA 7601067 UC 

Company:EQUITY SILVER File:7~1275/P1 
P r o j e c t : Date:SEPT 12/87 
Attention:T.HEARD Type:ROCK ASSAY 

He hereby c e r t i f y the f o l l o w i n g r e s u l t s f o r samples submitted. 

Sample AG AG AU AU 
Number G/TONNE OZ/TON G/TONNE OZ/TON 

7821-6 2.0 0.06 -01 0.001 
7823-1 0.2 0.01 .02 0.001 
7823-10 0.1 0.01 .01 0.001 
7823- 16 0.4 0.01 .01 0.001 
7824- 6 1-6 0.05 .03 0.001 

7824- 7 0.4 0.01 .01 0.001 
7825- 1 0.2 0.01 .04 0.001 
7825-18 0.2 0.01 .01 0.001 
7821-1 1.3 0.04 .01 0.001 
7821-2 0.2 0.01 .01 0.001 

7821-3 0.2 0.01 .03 0.001 
7821-11 0.1 0.01 .17 0.005 
7823-2 0.4 0.01 .01 0.001 
7823-3 0.2 0.01 .04 0.001 
7823-4 0-8 0.02 .02 0.001 

7823-5 0.2 0.01 .02 0.001 
7823-6 0.4 0.01 .01 0.001 
7823-6A 0.7 0.02 .01 0.001 
7823-7 0.3 0.01 .02 0.001 
7823-8 0-6 0.02 .03 0.001 

7823-9 0-3 0.01 .01 0.001 
7823-11 1.1 0.03 .01 0.001 
7823-12 0.8 0.02 .02 0.001 
7823-13 0.4 0.01 .01 0.001 
7823-14 0.2 0.01 .01 0.001 

7823-15 0.3 0.01 .01 0.001 
7823-17 0.2 0.01 .02 0.001 
7823-18 0.3 0.01 .01 0.001 
7823-19 0.2 0.01 .01 0.001 
7823-20 1.6 0-05 .23 0.007 

Certified by 

li I N - E N M L A B O R A T Q R I E S L T D , 



M I I M — E N L A B O R A T O R I ES- L T D -
Specialists in Mineral Environments 
705 West 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5814 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

*- tr J*-f 4 <=; <- <J>-F / i s s / i v 

Company:EQUITY SILVER 
Pr o j e c t s 
Attention:T.HEARD 

File:7-1275/P2 
Date:SEPT 11/87 
Types ROCK ASSAY 

He hereby c e r t i f y the -following r e s u l t s -for samples submitted. 

Sample AG AG AU AU 
Number G/TONNE 0Z/T0N G/TONNE OZ/TON 

7823-21 0.5 0.01 .02 0. 001 
7823— 0.7 0. 02 .01 0.001 
7823-23 0.2 0.01 . 01 0. 001 
7823-24 0.6 0.02 .03 0. 001 
7823-25 2. 1 0. 06 .01 0. 001 

7823-26 0. 3 0.01 .01 0. 001 
7823-27 1.8 0. 05 .01 0.001 
7823-28 1.4 0. 04 .01 0.001 
7823-29 0.06 . 05 0.001 
7824-1 0. 4 0.01 .01 0. 001 

7824-2 2.0 0.06 . 01 0. 001 
7824-3 0.3 0.01 .01 0.001 
7824-4 0.8 0.02 .01 0. 001 
7824-5 0.3 0.01 . 05 0. 001 
7824-8 1.2 0. 04 .01 0. 001 

7824-9 0.4 0.01 . 01 0. 001 
7824-10 0. 3 0.01 .01 0. 001 
7824-11 0.7 0. 02 . 01 0. 001 
7824-12 2.1 0.06 .01 0.001 
7824-13 0. 9 0. 03 .01 0. 001 

7824-14 1. 0 0. 03 . 01 0. 001 
7824-15 0. 8 0.02 .01 0.001 
7824-16 1.2 0.04 . 04 0. 001 
7824-17 0.2 0.01 .01 0.001 
7824-18 0. 2 0. 01 .01 0. 001 

7824-19 0.2 0. 01 . 01 0. 001 
7824-20 0. 3 0.01 .01 0. 001 
7824-21 0.2 0.01 . 01 0. 001 
7824-22 0. 3 0. 01 -01 0. 001 

Certified by _ 



M I I M — E I N I L A B O R A T O R I E S L T D -

Specialists in Mineral Environments 
705 Nest 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5B14 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

C*? r- *• jf -f JL <= rj> AKs: s a y 

Company:EQUITY SILVER File:7-1275/P3 
P r o j e c t : Date:SEPT 11/87 
A t t e n t i on: T.HEARD Type:ROCK ASSAY 

We hereby certify the -following r e s u l t s -for samples submitted. 

Sample AG AG AU AU 
Number G/TONNE OZ/TON G/TONNE OZ/TON 

7825—2 0. 5 0. 01 .01 0. 001 
7825-3 0. 6 0.02 .01 0. 001 
7825-4 0.2 0.01 .02 0. 001 
7825-5 0.4 0. 01 .01 0.001 
7825-6 0.2 0.01 . 05 0. 001 

7825-7 0.3 0. 01 . 02 0. 001 
7825-8 0. 2 0.01 .01 0. 001 
7825-9 0. 1 0. 01 . 04 0. 001 
7825-10 0. 2 0.01 .01 0. 001 
7825-11 0.3 0.01 .01 0. 001 

7825-12 0.2 0. 01 .01 0.001 
7825-13 0.3 0.01 . 01 0. 001 
7825-14 0. 2 0.01 . 02 0. 001 
7825-15 0.3 0. 01 .01 0. 001 
7825-16 0. 4 0.01 .01 0. 001 

7825-17 0. 4 0. 01 .01 0. 001 
7825-19 0.3 0.01 .01 0.001 
7825-20 0.2 0.01 .06 0. 002 
7825-21 0. 2 0.01 . 02 0.001 
7825-22 0. 2 0. 01 .01 0. 001 

7825-23 0. 5 0. 01 . 10 0. 003 
7825-24 1.0 0. 03 .02 0. 001 
7825-26 0. 5 0. 01 . 01 0. 001 

Certified by 



M I tNl — E I > 4 L A B O R A T O R I E S L T D -

Spec ialists in Mineral Env i r onments 
705 Nest 15th Street North Vancouver, B.C. Canada V7K 1T2 

PHONE:(604)980-5814 OR ',604)988-4524 TELEX: VIA USA 7601067 UC 

Company:EQUITY STIVER Files?--1275/P.1 
Pr e j e c t : Date: SEP T 15/87 
At tent, i on : T. HEARD 'Type-?: ROCK ASSAY 

He hereby c e r t i f y the f o l l o w i n g r e s u l t & Tor sampl e«* sub mi t t e d . 

Samp \ e PT PT 
Number G/TONNE OZ/TON 

7821 - 6 . 0 1 0. 00 t 
7823- i . Ol 0. OO1 
7823 - .10 . O i 0, OO X 
7823 - 1 6 . 02 O - OO .1 
7824 6 . 0 t O. OO .1 

7824-7 . 0.1 O« OO 1 
7825- 1 . Ol O. OO i 
7825--18 . 01 O« 00 1 

C e r t i f i e d b 

MI N- EN &ABORATOR 1ES LTD, 



M I l v l —E:*^ L A B O R A T O R I E S 
Specialists in Mineral Env ir onments 
705 West 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5814 Oft (604)988-4524 TELEXsVIft USA 760106? UC 

Cg r- t" .1 r" jf c: a t- g <r_> -F /tSS/iV 

Company: EQUITY SILVER F i 1 es 7•- 1348/P 1 
P r o j e c t : Date;SEPT 18/87 
At ten t i on : R . RUBER TSON Type: ROCK ASSA Y 

Me hereby c e r t i f y the f o l l o w i n g r e s u l t s f o r samples submitted. 

Same) 1 e AG AG AU AU 
Number G/TONNE OZ/ION G/TONNE OZ/TON 

7902-1 2. 1 0. 06 . 10 0. 003 
7902-2 r> 0. 0 6 . 05 0. 001 
7902-3 2. 0 0. 06 • 12 0. 004 
7902-4 1 . 9 0. 06 . 04 0« 00.1 
7902-101 1 . 5 0. 04 . 02 0. 001 

7902-102 1.4 0.04 .05 0.001 
7902 --• X03 2.3 0.07 .02 0.001 
7904-1 0.6 0.02 .03 0-001 
7904-2 1.0 0.03 .02 0.001 
NO NUMBER 1.0 0.03 .01 0.001 

Cer t if i ed by 



P-1 I I M — E l L A B O R A T O R I E S L T D _ 
S pec ial ists ir> Mi nera 1 Enviro nment s 
705 West 15th Str e e t North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5814 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

C <ef" ^T- _z ^ ^ <r ̂  J^SS/j y 

Company!; EQUITY SILVER. F i l e : 7-1707/P1 
Project:THIBERT CREEK DatesOCT 25/87 
Attention:R.ROBERTSON Type:ROCK ASSAY 

He hereby certify the -f o l 1 owi nq r e s u l t s -for samples submitted -

SampIe AG AG AU A U 
Number G/TONNE OZ/TON G/TONNE DZ/TON 

7825-25 0 B 0 1 . 01 0.001 
7924-6 , 7 O. 02 . 17 0. oos 
71008-1 ., 8 0.02 n 0 1 0. 001 
71008-2 • 4 0. 0 J. . 04 0.001 
71008-3 1. 2 0. 04 . 02 0.001 

71008-4 3 0 * 01 . 03 0.001 
71008-5 4 0. 01 . 03 0.001 
71008-6 1 . 0 0. 03 • 01 0. 001 
71013-1 .8 0.02 .02 0- 001 
71013-2 1 „ 5 0. 04 . 03 0- 001 

71013-3 , 6 0» 02 . Oi 0. 001 
71013-4 , 7 0. 02 „ 04 0. 001 
71013-5 .,2 0. 01 „ 02 0 „ 001 
71013-6 „ 8 0 „ 02 . 02 0.. 001 
71013-7 . 4 0. 01 ,. 14 0. 004 

71013-8 „ 4 0,0:!. „ 03 0. 001 



Bondar-Clegg & Company L i d . 

130 Pember lon Ave . 
North Vancouver, B . C . 
Canada V 7 P 2R5 
Phone: (604) 985-0681 
Telex: 04-352667 

B O N D A R - C L E G G Geochemical 
Lab Report 

REPORT: 127-8673 < COMPLETE ) 

CLIENT: EQUITY SILVER MINES LTD. 
PROJECT: NONE GIVEN 

REFERENCE INFO: 

SUBMITTED BY: ROBERTSON 
DATE PRINTED: 4-NQV-87 

R ROCK OR BED ROCK 23 

NUMBER OE LOWER • • 1 
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD IMW&. MiW'XwM 

1 Cu Copper: 23 1 PPM HN03-HCL HOT EXTS 1 
Atomic Absorption 2 Ag Si l v e r 23 0-1 PPM HN03-HCL HOT EXTR Atomic; Absorption •";:; 

3 Ni Nickel 23 . 2 PPM HNQ3-HCL HOT EXTS Atoffiic Absorption 
4 As Arsenic 23 2 P P M • NITRIC PERCHLOR DIG C o l o u r i a e t r i c 
5 Au Gold - Eire Assay 23 5 PPB H E E-ASSAY F i r e Assay AA 
6 Pt Platinum 23 15 PPB EIRE-ASSAY 

F i r e Assay AA 
7 Pd Palladium 23 2 P P B EIRE-ASSAY 

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS N U M B E R 

2 -150 

REMARKS: ASSAY OF HIGH Ag TO FOLLOW ON 627-8673, 

REPORT COPIES TO: EQUITY SILVER MINES LTD. 
ROBERTSON, HALLIS I ASSOC 

INVOICE TO: EQUITY SILVER MINES LTD, 



Bondju--('km! & Company L i d . 

130 Pember lon Ave . 
North Vancouver, B . C . 
Canada V 7 P 2R5 
Phone: (604) 985-0681 
Telex: 04-352667 

B O N D A R - C L E G G Geochemical 
Lab Report 

REPORT: 127-8673 _ | j PROJECT: HOME 6WEN _PAG£ 1 

SAMPLE ELEMENT Cu Aq Ni As Au Pt H 
NUMBER UNITS PPM PPM PPM PPM PPB PPB PPB 
R2 7924-1 230 >50.0 860 400 90 35 4 
R2 7924-2 4 2.4 700 150 15 <15 <2 
R2 7924-3 3 0.9 800 250 25 <15 <2 
R2 7924-4 8 0.2 850 60 <5 <15 2 
R2 7924-5 20 ft 1 31 14 <5 <15 >2 

R2 7925-1 20 <0.1 580 & <5 <15 \2-
R2 7925-2 9 <0.1 104 <2 5 <15 <2 
R2 7925-3 2 0.2 20 5 <5 40 <2 
R2 7925-4 4 <0.1 8 450 20 15 <2 
R2 7926-1 •J 0.1 12 10 ^5 15 • f **•. •. 

R2 7926-2 56 1.2 16 10 10 <15 
R2 7926-3 21 0.1 15 5 <5 <15 <2 
R2 7926-4 28 0.9 30 20 15 20 4 
R2 7926-5 66 0.6 34 12 5 30 4 
R2 7926-6 25 0.2 10 5 <5 30 
R2 7926-7 23 0.2 8 in <5 <15 <"? 
R2 7926-8 3 <0.1 3 4 <5 <15 4 
R2 7926-9 10 0.1 1100 950 <5 20 8 
R2 7926-10 46 0.2 370 5 <5 15 4 
R2 7926-11 1 0.3 470 0 <5 15 <2 
R2 7926-12 7 0.1 1400 5 <5 40 • 2 • • 
R2 7926-13 4 0.6 270 <5 20 <2 
R2 7926-14 9 0.1 520 200 15 <15 n 



Bondar-Clegg & Company L i d . 

130 Pembenon Ave. 
North Vancouver, B .C . 
Canada V 7 P 2 R 5 
Photic: (604) 985-0681 
Telex: 04-352667 

B O N D A R - C L E G G Certificate 
of Analysis 

REPORT: 627-8673 PROJECT: NONE GIVEN PAGE 1 

SAMPLE ELEMENT fig 

NUMBER UNITS OPT 

—•- •• 

R2 7924-1 9 .69 

R e g i s t e r e d A s saye r , P r o v i n c e of B r i t i s h Columbia 



M I N - E N L A B O R A T O R I E S L T D -
Specialists in Mineral Environments 
705 West 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5814 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

G<s»r- <r x ̂  J cr «a <r <s> <TJ> ~F G E~ O G t-i E~ M 

Company:EQUITY SILVER MINES Fi1e:8-120/P1 
P r o j e c t s Dates FEB 7/88 
A t t e n t i on:R.ROBERTSON/T.HEARD Type:ROCK GEOCHEM 

He hereby c e r t i f y the -foilawing r e s u l t s -for samples submitted. 

Sample AG AU-FIRE 
Number PPM PPB 

87P 1001 2. 1 3 
87P 1002 1.8 19 
87P 1003 1. 1 6 
87P 1004 1. 9 12 
87P 1005 1.8 7 

87P 1006 0.8 13 
87P 1007 1.7 55 
87P 1008 1.4 !2 o \*J 

87P 1009 1.3 183 
87P 1010 1.5 6 

87P 1011 \ r? 7 
87 P 1012 1. 1 13 
87P 1013 0. 6 8 
87P 1014 1.7 6 
87P 1015 1.4 4 

87P 1016 3.8 3 
87P 1017 D T JL • •_> 12 
87P 1018 1.7 15 
87P 1019 1.8 10 
87P 1020 1.5 8 

87P 1021 1. 1 21 
87P 1022 0. 9 6 
87P 1023 2. 1 5 
87P 1024 1.7 4 
87P 1025 3. 1 13 

87P 1026 3.9 11 
87P 1027 1.8 8 
87P 1028 1.4 6 
87P 1029 1.7 7 
87P 1030 1.8 6 

Certified by 



M I lv|—EEN L A B O R A T O R I E S L T D -
Specialists in Mineral Environments 
705 Nest 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(404)980-5814 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

~ir JL T T ~ JL <z <s> o-f & £ €? C H £" M 

Company:EQUITY SILVER MINES Fi1e:8-120/P2 
P r o j e c t : Dates FEB 7/88 
A t t e n t i on:R.ROBERTSON/T. HEARD Type:ROCK GEOCHEM 

He hereby c e r t i f y the f a l l o w i n g result© -for samples submitted. 

Sample AG AU-FIRE 
Number PPM PPB 

87P 1031 0.8 5 
87P 1032 1.1 4 
87P 1033 2.4 3 
87P 1034 3.6 12 
87P 1035 2. 1 9 

87P 1036 2.0 20 
879 2001 1.6 8 
87P 2002 3. 1 13 
87P 2003 1.3 25 
87P 2004 1.2 28 

87P 2005 1.8 20 
87P 2006 1.7 45 
87P 2007 2.9 83 
87 P 2008 0.8 135 
87P 2009 6.3 8 

87P 2010 1.8 14 
87P 2011 1.7 31 
87P 2012 1. 1 6 
87P 2013 1.3 7 
87P 2014 1.2 35 

87P 2015 1.3 25 
87P 2016 1.6 18 
87P 2017 0.8 11 
87P 2018 0.7 
87P 2019 0. 9 17 

87P 2020 1.2 6 
87P 2021 »—i 

. JC 
62 

87P 2022 1. 1 45 
87P 2023 2. 1 85 
87P 2024 0.6 •£0 

Cer t if ied by 

MIN-EN LABORATORIES LTD. 



MI INI — EM L A B O R A T O R I E S L T D _ 
Specialists in Mineral Environments 
705 West 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5814 OR (604)988-4524 TELEX:VIft USA 7601067 UC 

Company:EQUITY SILVER MINES Fi1e:8-120/F3 
P r o j e c t s Dates FEB 7/88 
Attention:R.ROBERTSON/T.HEARD Type:ROCK G E O C H E M 

Ue hereby c e r t i f y the -following r e s u l t s -for samples submitted. 

Sample AG AU-FIRE 
Number PPM PPB 

87P 2025 4.2 49 
87P 2026 2.1 17 
87P 2027 1.9 12 
87P 2028 3.7 6 
87P 2029 1.8 13 

87P 2030 1.9 40 
87P 2031 2.0 29 
87P 2032 1.7 48 
87P 2033 1. 1 21 
87P 2034 0.9 23 

87P 2035 1.0 20 
87P 2036 1. 9 
87P 2037 2. 3 16 
87P 2038 59 
87B 3001 2. 1 8 

87B 3002 2.0 11 
87B 3003 2.4 17 
87B 3004 1. 1 6 
87B 3005 1.6 
87B 3006 1.2 5 

87B 3007 o> • 8 4 
87B 3008 1.0 10 
87B 3009 2.0 
87B 3010 1.6 11 
87B 3011 2. 0 3 

87B 3012 1.5 1 
87B 3013 2. 4 6 
87B 3014 2.0 5 
87B 3015 tsr 13 
87B 3016 2.2 4 

Certified by 



M I I M — E I M L A B O R A T O R I E S I T D -
Specialists in Mineral Environments 
705 West 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:(604)980-5814 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

C*tr- * JL JL <cz aft <r^-T G&IOCHEIM 

Company:EQUITY SILVER MINES Fi1e:8-120/P4 
P r o j e c t : Date:FEB 7/88 
Attention:R.ROBERTSON/T.HEARD Type:ROCK GEOCHEM 

He hereby c e r t i f y the f o l l o w i n g r e s u l t s f o r samples submitted. 

Sample AG AU-FIRE 
Number PPM PPB 

87B 3017 2.4 
87B 3018 2.0 9 
87B 3019 2. 1 4 
87B 3020 r? 1 
87B 3021 2.0 1 

87B 3022 1.7 8 
87B 3023 0. 8 3 
87B 3024 1.0 7 
87B 3025 2. 2 4 
87B 3026 2.3 10 

87B 3027 2.4 9 
87B 3028 2.0 1 
87B 3029 2.3 T O 
87B 3030 2. 1 3 
87B 3031 2.0 6 

87B 3032 J~ • i 11 
87B 3033 2. 3 5 
87B 3034 2.7 9 
87B 3035 2. 0 9 
87B 3036 2.3 4 

87B 3037 1.8 15 
S7B 3038 1. 7 83 
87B 3039 1.5 19 
87B 3040 2. 1 10 
87B 3041 2.0 18 

87B 3042 1.9 28 
87B 3043 1.6 94 
87B 3044 2.0 1000 
87B 3045 1.2 163 
87B 3046 1.7 118 



M I I X I — E I M L A B O R A T O R I E S I — T O -
Specialists in Mineral Environments 
705 Vest 15th Street North Vancouver, B.C. Canada V7M 1T2 

PHONE:(604)980-5814 OR (604)988-4524 TELEX:VIft USA 7601067 UC 

Company;EQUITY SILVER MINES Fi1e:8-120/P5 
P r o j e c t : Date:FEB 7/88 
A t t e n t i on:R.ROBERTSON/T.HEARD Type:ROCK GEOCHEM 

He hereby c e r t i f y the -following r e s u l t s -for samples submitted-

Sample AG AU-FIRE 
Number PPM PPB 

87B 3047 2.4 156 
87B 3048 2.0 48 
87B 3049 1.0 137 
87B 3050 
87B 3051 1.6 30 

87B 3052 2.0 12 
87B 3053 1.0 13 
87B 3054 1.2 19 
87B 3055 0.8 23 
87B 3056 2.0 20 

87B 3057 1.0 21 
87B 3058 1.0 12 
87B 3059 2. 0 48 
S7B 3060 1.9 32 
87B 3061 1.8 26 

87B 3062 1.7 7 
87B 3063 1.2 •j> 
87B 3064 1.6 18 
87B 3065 2. 0 24 
87B 3066 2.6 11 

87B 3067 1.3 9 
87B 3068 2.2 152 
87B 3069 1.7 6 

Certified 

MIN-ENHCABORATOPIES LTD, 



COMPANY: EQUITY SILVER MINES MJN-EN LABS ICP REPORT (ACT:F31> PABE 1 Of I 
PROJECT NO: 70' "ST 15TH ST.. NORTH VANCOUVER. B.C. V7M 1T2 FILE NO; 8-120/PJ+2 
ATTRITION: R,ROBERTSON/T.HEARD __ (604)980-5814 OR (604)988-4524 * ,,r£ ROCK 6EDCHEH * BATE:FEB 12L 1988 
<VALUES IN PPM ) AS CU NI PB IN CR 
87P 1001 33 51 11 m i.i 65 42 
B7P 1002 53 49 9 26 66 61 
87P 1003 40 136 76 26 162 75 
87P 1004 17 175 121 33 230 64 
87P 1005 15 158 114 32 240 69 
87P 1006 21 145 118 27 248 84 
87P 1007 50 83 23 30 94 95 
87P 1008 28 51 20 34 53 210 
87P 1009 407 17 947 21 36 399 
87P 1010 16 4 22 21 40 142 
87P 1011 10 4 14 17 29 141 
87P 1012 15 1 23 14 29 105 
87P 1013 4 1 8 11 30 101 
87P 1014 7 2 21 15 32 127 
B7P 1015 88 13 290 32 47 275 
87P 1016 11 18 2 29 121 114 
87P 1017 26 62 111 34 57 159 
87P 1018 23 44 565 26 48 201 
87P 1019 17 38 409 28 43 20! 
87P 1020 3 16 810 20 29 333 
87P 1021 16 12 826 16 27 374 
87P 1022 (4 5 947 21 23 402 
B7P 1023 4 8 961 23 24 385 
87P 1024 9 50 299 29 52 137 
87P 1025 16 6 919 15 22 345 
87P 1026 6 53 24 25 63 63 
87P 1027 22 53 129 27 63 82 
87P 1028 16 9 945 19 23 291 
87P 1029 14 11 932 19 17 297 
87P 1030 10 76 14 16 84 52 
87P 1031 12 40 6 30 60 83 
87P 1032 1! 81 10 22 81 61 
87P 1033 2 72 12 20 82 58 
87P 1034 5 77 6 23 98 72 
87P 1035 2 90 8 24 97 67 
87P 1036 10 89 1 25 95 71 
87P 2001 5 135 7 44 124 81 
87P 2002 5 127 11 34 106 67 
87P 2003 17 107 54 29 189 209 
87P 2004 6 59 18 23 135 122 
87P 2005 17 67 26 26 133 196 
87P 2006 14 67 25 31 158 144 
87P 2007 16 68 19 33 150 188 
B7P 2008 9 76 4 24 83 154 
87P 2009 12 58 4 25 68 205 
87P 2010 7 63 3 28 77 138 
87P 2011 13 71 39 32 101 159 
87P 2012 155 52 432 31 82 231 
87P 2013 101 12 966 24 30 588 
87P 2014 35 28 815 18 52 605 
87P 2015 35 64 327 34 134 308 
B7P 2016 250 16 965 26 36 428 
87P 2017 200 25 B48 23 42 389 
87P 2018 75 64 363 34 107 298 
87P 2019 149 10 1024 29 22 336 
87P 2020 96 5 1009 32 21 440 
87P 2021 203 26 889 30 54 348 
87P 2022 115 5 1079 23 17 334 
87P 2023 116 69 503 40 134 231 
87P 2024 53 94 109 30 176 225 



COHPANY: EQUITY SILVER NINES HIN-EN LABS ICP REPORT <ACT:F31) PABE 1 OF 1 
PROJECT NO: 7C "ST 15TH ST.. NORTH VANCOUVER. B.C. V7H IT2 FILE NO: 8-120/P3+4 
ATTENTION: R.ROBERTSON/T.HEARD (604)980-5814 OR (604)988-4524 « ,,PE ROCK SEOCHEN * DATEJFEB 12. 1988 
(VALUES IN PPH ) AS CU NI PB IH CR 
87P 2025 20 46 677 28 98 300 
87P 2026 15 14 898 22 34 569 
87P 2027 12 10 815 19 23 714 
87P 2028 11 7 939 20 22 766 
87P 2029 19 10 775 8 19 706 
87P 2030 191 9 1273 6 18 579 
87P 2031 168 9 1210 16 16 585 
87P 2032 187 5 1157 13 15 449 
87P 2033 115 5 1024 25 16 444 
87P 2034 160 5 990 18 16 391 
87P 2035 217 8 615 23 20 300 
87P 2036 28 98 45 19 82 232 
87P 2037 114 64 12 27 65 117 
87P 2038 22 83 14 19 76 158 
87B 3001 33 13 1198 18 41 1331 
87B 3002 10 14 1329 19 30 844 
87B 3003 14 12 1554 2 2B 793 
87B 3004 17 11 1442 7 31 900 
87B 3005 3 S3 1467 14 26 754 
87B 3006 4 7 1385 15 25 780 
87B 3007 12 7 1437 15 24 778 
B7B 3008 5 12 1340 13 29 845 
87B 3009 7 12 1396 9 26 689 
87B 3010 11 14 1449 19 33 812 
87B 3011 13 8 1434 15 29 585 
87B 3012 9 9 1524 10 32 591 
87B 3013 24 8 1136 14 30 683 
87B 3014 22 6 1395 7 31 790 
87B 3015 23 11 1347 10 30 724 
B7B 3016 10 6 1367 15 33 919 
87B 3017 26 19 1407 14 39 1449 
87B 3018 31 36 1233 25 50 1293 
87B 3019 18 9 1429 13 38 1147 
87B 3020 5 4 1549 9 29 837 
87B 3021 15 3 1422 5 38 1240 
87B 3022 30 10 1344 14 39 1377 
87B 3023 36 7 1314 9 44 1492 
87B 3024 31 5 1330 14 38 1317 
87B 3025 32 6 1356 19 36 1390 
87B 3026 16 8 1058 16 28 920 
B7B 3027 29 8 1234 20 34 1248 
87B 3028 IB 9 1307 7 34 1271 
87B 3029 29 15 1130 12 45 1427 
87B 3030 19 11 1252 10 38 1255 
87B 3031 54 29 1355 20 58 1654 
87B 3032 27 44 670 21 51 752 
87B 3033 31 15 1187 15 33 1064 
87B 3034 26 16 1301 14 37 1193 
87B 3035 36 19 1125 19 41 1231 
87B 3036 18 34 695 17 40 670 
87B 3037 20 67 72 22 95 190 
87B 3038 27 53 22 24 66 177 
87B 3039 26 135 74 27 227 98 
87B 3040 28 107 49 31 238 175 
87B 3041 24 88 35 28 213 89 
87B 3042 21 130 71 17 173 88 
87B 3043 28 131 75 37 230 127 
B7B 3044 82 49 7 29 66 131 
87B 3045 31 65 35 30 149 133 
87B 3046 27 66 31 29 176 200 



COMPANY: EQUITY SILVER MINES MIN-EN LABS 5CP REPORT fACT:F3i> PASE 1 Of 1 
PROJECT NO: NEST 15TH ST.. NORTH VANCOUVER. B.C. V7H 1? FILE NO: 8-120/P5 
AH5KTI0N: R.ROBERTSON/T.HEARD (604)980-5B14 OR 1604)988-4524 * TYPE ROCK 6E0CHEM * DATE:FEB 12. 198B 
iVALUES IN PPM ) AS CU NI PB 2N CR 
87B 3047 23 68 27 31 156 153 
87B 3048 30 64 28 24 126 153 
87B 3049 21 61 15 17 60 252 
87B 3050 29 89 60 33 181 123 
B7B 3051 62 12 1029 25 27 357 
87B 3052 28 BO 117 28 154 131 
87B 3053 24 115 84 28 178 92 
B7B 3054 24 90 48 22 128 214 
87B 3055 24 84 35 17 144 131 
87B 3054 36 83 54 30 264 149 
B7B 3057 23 75 32 25 147 171 
87B 3058 22 72 32 18 136 186 
B7B 3059 24 47 30 16 88 21B 
87B 3060 32 68 41 32 149 169 
87B 3061 24 64 30 24 90 241 
87B 3062 35 69 52 30 92 176 
87B 3063 33 80 39 24 108 245 
87B 3064 33 66 43 28 131 221 
87B 3065 264 13 785 14 25 338 
87B 3066 334 13 1017 21 22 380 
87B 3067 42 72 80 26 105 147 
87B 3068 321 17 799 23 26 240 
B7B 3069 29 69 50 24 76 215 



1-1 I IM—E J L A B O R A T O R I E L T D -
Specialists in Mineral Environments 
705 West 15th Street North Vancouver. B.C. Canada V7H 1T2 

PHONE:160419B0-5B14 OR (604198B-4524 TEL£X:VIA USA 7601067 UC 

Company:EQUITY SILVER MINES Fi 1 e: 8--120/P1 
P r o j e c t : Dates MAR 2/88 
Attention:RONALD C.R.ROBERTSON Type:ROCK GEDCHEM 

He hereby c e r t i f y the f o l l o w i n g r e s u l t s f o r samples submitted. 

Sample PD PT 
Number PPB PPB 

87P 1007 3 6 
87P 1008 2 2 
87P 1009 1 1 
87P 1017 1 1 
87P 1018 7 93 

87P 1019 2 4 
87 P 1020 <-> 

JL. 9 
87P 1021 2 0> 
87P 1022 2 9 
87P 1023 •p 7 

87P 1024 '? •*•. 1 
87P 1025 1 18 
87P 1028 2 1 
87P 1029 o> 1 
87P 2008 1 2 

87P 2009 •i 1 
87P 2010 2 1 
87P 2011 2 21 
87P 2012 2 1 
87P 2013 1 1 

87P 2016 2 1 
87P 2017 1 4 
87P 2018 2 20 
87P 2019 2 5 
87P 2020 2 10 

87P 2021 2 19 
87P JL. 3 
87P 2023 3 18 
87P 2024 2 
87P 2025 1 19 

Certified bv 

MIN-Efrr LABORATORIES LTD. 



MIN—E 4 L.ABORATOR I EE: L T D -
Specialists in Mineral Environments 
705 test 15th Street North Vancouver, B.C. Canada V7H 1T2 

PHONE:1604)980-5814 OR (604)988-4524 TELEX:VIA USA 7601067 UC 

r- -trjL-f^jLKZiak-trest <rj> T T " & I& <n f~* let m 

Company;EQUITY SILVER MINES File:8-120/P2 
P r o j e c t : Dates MAR 2/88 
Attention:RONALD C.R.ROBERTSON Type:ROCK BEOCHEM 

He hereby c e r t i f y the f o l l o w i n g r e s u l t s f o r samples submitted. 

Sample PD PT 
Number PPB PPB 

87P 2026 3 11 
87P 2027 2 o> 
87P 2028 2 38 
87P 2029 2 1 
87P 2030 1 

87P 2031 2 6 
87P 2032 4 21 
87P 2033 5 4 
87P 2034 2 12 
87P 2035 3 1 

87P 2036 3 17 
87P 2037 2 1 
87P 2038 3 2 
87B 3001 1 2 
87 B 3002 2 83 

87B 3003 1 2 
87B 3004 2 11 
87 B 3005 2 1 
87B 3O06 1 
87B 3007 3 26 

87B 3008 2 22 
87B 3009 6 11 
87B 3010 2 12 
87B 3011 2 1 
87B 3012 4 12 

87B 3013 7 213 
87B 3014 5 30 
87B 3015 2 7 
87B 3016 3 110 
87B 3017 2 122 

Cer t if ied bv 

ABORATORIES LTD. 



M I N - E I M L A B O R A T O R I E S L T D . 
Specialists in Mineral Environments 
705 West 15th Street North Vancouver. B.C. Canada V7H 1T2 

PHONE:(604)980-5814 OR {604)988-4524 TELEX:VIA USA 7601067 UC 

C^Brr-ftrjj-fji^LZ&ttree o -jr" Cr & ITJ> <=: I~i & no 

Company:EQUITY SILVER MINES Fi1e:8-120/P3 
P r o j e c t : Date: MAR 2/88 
At t e n t i o n s RONALD CR.ROBERTSON Types ROCK GEOCHEM 

I4e hereby c e r t i f y the f o l l o w i n g r e s u l t s f o r samples submitted. 

Sample PD PT 
Number PPB PPB 

87B 3018 1 1 
87 B 3019 3 1 
87 B 3020 2 12 
S7B 3021 2 3. 
87 B 3022 3 297 

87B 3023 2 1 
87B 3024 X . 21 
87B 3025 4 58 
87B 3026 7 54 
87B 3027 2 10 

87B 3028 3 38 
87B 3029 5 23 
87B 3030 2 "TO 

87B 3031 4 
87B 3032 33 88 

87 B 3033 6 145 
87 B 3034 6 1 
87B 3035 4 51 
87B 3036 7 23 
87B 3044 6 33 

87B 3045 10 5 
87B 3046 2 39 
87B 3047 3 54 
87B 3048 2 1 
87B 3049 1 3 

87B 3065 1 9 
87B 3066 3 36 
87B 3067 4 1 
87B 3068 1 28 
87B 3069 3 1 

Certified by 

M1N--E1SK LAESOPAT0RIEB LTD, 



1987 SAMPLES FROM EQL* TY SILVER MINES 

FI LE# 

7-466 
7-1167 
7-1275 
7-1348 
7-1499 
7-1684 
7-1707 

#ASSAY 
PULPS 

7 
104 
82 
10 

16 

#GEOCHEM 
PULPS 

6 
0 
o 
0 
1 
0 
o 
0 

PAGE: 1 

ttREJECT 
SACKS 

i 
10 
4 
1 
0 
o 
2 
0 

** TOTAL. ** 18 



Bondar-Ctegg & Company L td . 

130 Pemberlon Ave . 
North Vancouver, B . C . 
Canada V 7 P 2R5 4lUJ/////////////r^F? B O N D A R - C L E G G 
Phone: (604) 985-0681 
Telex: 04-352667 fm m 

Geochemical 
Lab Report 

REPORT; "88-03772.(1 ( PARTIAI ) 

CI IENT: EQUITY SILVER MINES LTD. 

PROJECT: THERERT 

ORDFR 

REFERENCE INFO; 

SUBMITTED BY: R. R08ERTS( 

DATE PRTNTFD: 7-JUN-88 

NUMRER OF LOUFR 

ANALYSES DFTFCTTON I TMIT EXTRACTION 

1 Au 30g G o l d Ifl grams 

7 Pt P l a t i n um 

3 Pd P a l l a d U w 

RESULTS TO F0LI014 FOR: Ag Cu Ni As 

5 PPR 

15 PPR 

2 PPR 

FTRF-ASSAY 

FJRF-ASSAY 

FTRF-ASSAY 

METHOD 

F i r e A s s a y AO 

SAMPLE TYPES" 

D DRILL CORE 

NMMKH? ST7F FRACTIONS 

2 -15(1 

WttflRH? - SAMPl-f PffrH^ftrfOff i - - NUttRFft 

5 CRUSH,PLM UERI7F -150 5 

RFPORT COPIES TO: EQUITY SILVER MINES LTD. 

• R 0 R W S O N • UAt t T5r ft ASSOC 

TNVOICF TO: EQUITY SILVER MINES IT! 

RORl-RTSON, ttftt l TS ft-AS? 



Bondar-Clegg & Company L i d . 

130 Pemberton Ave . 
Nor lh Vancouver, B . C . 
Canada V 7 P 2R5 
Phone: (604) 985-0681 
Telex: 04-352667 

B O N D A R - C L E G G Geochemical 
Lab Report 

REPORT: U88-n;l77?.n PROJFCT: THIBFRT PAGE \ 

SAMPI F FIEMFNT Au 3flg P t Pd 
NUMBER UNITS PPR PPB PPR 

D2 87-P-l 214-215 <5 20 4 
D2 87-P-l 2S7-258 20 20 6 
02 87-P-l 258-759 <5 20 4 
02 87-P-l 259-26f! 9 20 
D2 87-P-l 260-761 in 30 4 



COMPANY: EQUITY SILVER f ' HIN-EH LABS I CP REPORT / - (ACTsF31) PfiEE 1 OF i 
PROJECT NO; V . WEST I5TH ST., NORTH VANCOUVER, B.C. V7M l\ FILE NO; 8-900/Pi 
ATTENTION: T.HEARD (604)990-5814 OR (604)938-4524 I TYPE ROCK 5E0CHEM t DATE!JULY 12. 1988 
! PPfl i BROWN 1 DUDU-101 TED 1 1 ROCK 
AS 1.5 2.0 1.4 17.4 
AL 23030 4450 910 1900 
AS L 429 11 7 
B a 13 6 3 
BA 147 465 20 261 

BE 1,4 1.5 = 6 
SI 8 7 1 6 
Oft 14050 4950 5650 360 
CD 2.8 2,7 B.8 13.2 
CO 44 95 61 13 

Û 343 8549 54 816 
FE 58370 67480 36640 26710 
'/ 6760 1270 1030 1770 
LI 59 39 36 38 
HE 19760 5640 127770 2660 

N 490 295 653 137 
0 4 33 1 9 
H 2340 420 240 270 

18 4 826 12 
1510 770 40 270 

SB 
SR 
TH 

15 
7 

23 
1 
1 

10 
5 
6 
2 
1 

3603 

V 155.4 56.8 11.6 10.4 
In 54 114 4 5441 
GA 1 2 1 1 
SN 4 2 1 1 
W 1 7 1 1 
Cfl 91 128 290 230 



•EN 
LABORATORIES LTD. 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS • ASSAYERS • ANALYSTS • GEOCHEMISTS 

V A N C O U V E R O F F I C E : 
705 WEST 15TH STREET 
IORTH VANCOUVER, B.C. CANADA V7M 1T2 
TELEPHONE (604) 980-5814 OR (604) 988-4524 

TELEX: VIA U.S.A. 7601067 « FAX (604) 980-9621 

T I M M I N S O F F I C E : 
33 EAST IROQUOIS ROAD 
P.O. BOX 867 
TIMMINS, ONTARIO CANADA P4N 7G7 
TELEPHONE: (705) 264-9996 

-fr- -Z _z icr T t <E 

Company:E Q U I T Y S I L V E R F i l e : 8 - 9 C 0/P1 
P r o j e c t a Dates JUL// 11/88 
A t t e n t i on: Type?: ROC K ASSAY 

ftte mi ,̂,gCg,fo,V,,,l,,,C£̂J,,i,.£.,y the •f o l 1 owi ng r e s u l t s •for sampl es submitted,, 

Damp Ie 
dumber 

AG AG 
3/TONNE OZ/TON 

AU 
0NME 

AU 
OZ/TON 

BROWN I 
DUDU-lOl 
TED 1 
i ROCK 

2,2 0., 06 
2, 4 0u07 
2„ 1 0,06 

18 - 2 Q. 53 

„ 01 
„ 02 
.01 

O. 001 
0.001 
0.. 001 
0. 001 



•EN 
LABORATORIES LTD. 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS • ASSAYERS * ANALYSTS • GEOCHEMISTS 

V A N C O U V E R O F F I C E : 
705 WEST 15TH STREET 
NORTH VANCOUVER, B.C. CANADA V7M 1T2 
TELEPHONE (604) 980-5814 OR (604) 988-4524 
TELEX: VIA U.S.A. 7601067 • FAX (604) 980-9621 

T I M M I N S O F F I C E : 
33 EAST IROQUOIS ROAD 
P.O. BOX 867 
TIMMINS, ONTARIO CANADA P4N 7G7 
TELEPHONE: (705) 264-9996 

Company s EQUITY SILVER MINES 
Proj ec t : 
A t t e n t i o n s T .HEARD 

Files8--:L634/F'i 
Date 1 OCT 2/SB88 
Type 5 ROCK ASSAY 

USi.^A^Z-^Py.....-£^X-tJ.fJl the f o l l o w i n g resu 1 t s f o r samp 1 es suhmitted 

Sample 
Number 

AU 
6/TONNE 

AU 
OZ/TON 

AG 
G/TONNE 

AG 
0Z/T0N 

PB 
y. 

NI 
•/ 
/ • 

707 
41 708 
41 709 
41 710 
41 711 

.02 

.01 

.04 
A c : 

0.001 
0.001 
0.001 
t~\ t~"i i~\ i 

1.8 
1 . 7 
1.8 
1.9 
1.7 

0.05 
0.05 
0.05 
0.06 
0.05 

.01 

. 0 2 

. 0 1 

.01 
i~\ -1 

.119 

. 002 

. 003 
0 003 
• 002 

707 
41 708 
41 709 
41 710 
41 711 

\3t C O 
-v C\ 

.02 

.01 

.04 
A c : 

0.001 
0.001 
0.001 
t~\ t~"i i~\ i 

1.8 
1 . 7 
1.8 
1.9 
1.7 

0.05 
0.05 
0.05 
0.06 
0.05 

.01 

. 0 2 

. 0 1 

.01 
i~\ -1 

.119 

. 002 

. 003 
0 003 
• 002 

707 
41 708 
41 709 
41 710 
41 711 ^ •/ *—^^^^^ V 

. 0 1 
*J a L' \? JL 
0.001 

1.8 
1 . 7 
1.8 
1.9 
1.7 

0.05 
0.05 
0.05 
0.06 
0.05 

.01 

. 0 2 

. 0 1 

.01 
i~\ -1 

.119 

. 002 

. 003 
0 003 
• 002 

707 
41 708 
41 709 
41 710 
41 711 ^ •/ *—^^^^^ V 

. 0 1 
*J a L' \? JL 
0.001 

1.8 
1 . 7 
1.8 
1.9 
1.7 

0.05 
0.05 
0.05 
0.06 
0.05 . l J JL 

.119 

. 002 

. 003 
0 003 
• 002 

41 712 
41 713 

.02 
3.90 

0.001 
0.114 

1,. 6 

219.0 
0.05 
6.39 

. 0 2 

10.80 
. 116 
. 005 

C e r t i f i e d by 



•EN 
LABORATORIES LTD. 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS • ASSAYERS • ANALYSTS • GEOCHEMISTS 

V A N C O U V E R O F F I C E : 
705 WEST 15TH STREET 

ORTH VANCOUVER, B.C. CANADA V7M 1T2 
.ELEPHONE (604) 980-5814 OR (604) 988-4524 

TELEX: VIA U.S.A. 7601067 • FAX (604) 980-9621 

T I M M I N S O F F I C E : 
33 EAST IROQUOIS ROAD 
P.O. BOX 867 
TIMMINS, ONTARIO CANADA P4N 7G7 
TELEPHONE: (705) 264-9996 

r~ ~ir JC ~fr JL *~ Or 

Company:EQUITY SILVER NINES F i l e : 8 ~ 1 6 8 5 / P l 
F'roj e c t : Dates OCT 2/88 
Atten t i o n s T .HEARD Type:ROCK ASSAY 

Ne hereby c e r t i f y the f a l l o w i n g r e s u l t s f o r samples submitted. 

Sample 
Number 

AU 
G/TONNE 

AU 
OZ/TON 

AG 
G/TONNE 

AG 
OZ/TON 

41 726 
41 727 
4.1 728 
BARN SERF N 
PORCUPINE 

.04 
,01 
.01 
.03 
.11 

0.001 
0.001 
0. 001 
0.001 
0.003 

1.9 
1.4 
1,1 
i o 

0.06 
0.04 
0.03 

0.05 

41 726 
41 727 
4.1 728 
BARN SERF N 
PORCUPINE 

.04 
,01 
.01 
.03 
.11 

0.001 
0.001 
0. 001 
0.001 
0.003 1 . V 

1,6 

0.06 
0.04 
0.03 

0.05 

BARM ASB N .16 0.005 1.8 0 „ 0 5 

t k ^ ^ < O V « ^ *C»« 

Cert i f i e d by 

M1N-EN^LABQRATORIES LTD. 


