
ECOTECH LABORATORIES LTD. 862195 
ASSAYING - ENVIRONMENTAL TESTING Q (4 CA<^urk 

10041 East Trans Canada Hwy., Kamloops, B.C. V2C 2J3 (604)573-5700 Fax 573-4557 

DECEMBER 1, 1989 

CERTIFICATE OF ANALYSIS ETK 89-955 

Placer Dome Inc. 
401, 1450 Pearson Place 
KAMLOOPS, B.C. 
VIS 1J9 

DATE RECEIVED: NOVEMBER 27, 1989 REJECTS: STORE 
PROJECT: GENERAL IE PULPS: STORE 
NUMBER SAMPLES: 5 
TYPE SAMPLES: ROCK N O T E : > = MORE THAN 

Au Ag Cu Pb Zn 
ET# Description (ppb) (PPm ) ( ppm ) ( PPm ) ( PPm) 

955 - 1 CH 102 <5 1 .0 551 8 30 
955 - 2 CH 103 <5 1 .3 16 11 86 
955 - 3 CH 104 <5 .2 61 21 68 
955 - 4 SANDY FE #1 <5 1 .1 32 183 61 
955 - 5 SANDY GR #1 <5 .9 54 216 720 

cc. LORNE WARNER 
F A X : KAMLOOPS 
SC89/PLACER11 



ECOTECH LABORATORIES LTD. 
ASSAYING - ENVIRONMENTAL TESTING 

10041 East Trans Canada Hwy., Kamloops, B.C. V2C 2J3 (604) 573-5700 Fax 573-4557 

NOVEMBER 15, 1989 

CERTIFICATE OF ANALYSIS ETK 89-908 

Placer Dome Inc. 
401, 1450 Pearson Place 
KAMLOOPS, B.C. 
VIS 1J9 

DATE RECEIVED: NOVEMBER 7, 1989 REJECTS: STORE 
PROJECT: CH CLAIMS PULPS: STORE 
NUMBER SAMPLES: 2 
TYPE SAMPLES: SOIL N 0 T E : < = LESS THAN 

ET# Descript ion 
Au 

(ppb) 
Ag 

(ppm) 
Cu 

(ppm) 
Pb 

(PPm) 
Zn As 

(PPm) (ppm ) 
Mo 

(ppm) 

908 -
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1 57320 
2 57338 
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F A X : LORNE WARNER 
SC89/PLACER11 
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