
QPZICE OF THE CHIEF ANALYST AND ASSAYER 

THE GWtUIlHINl Uf 
1Hf ROVlNCL Of BRITISH COlUMHlA 

DEPARTMENT OF MINES AND PETROLEUM RESOURCES 
VICTOR I A 

SAMPLE RECEIVED FROM ........................................................................................................................................................................................... N. C. CARTER 

ADDRESS ........................................................................................................................................................................................................................ Geological Division 

LABORATORY No. 
7 

149 09M 

14910M 

1491l.M 

14912M 

14913M , 

-- 

SUDM ITTER’S MARK 

D-2 

D-3 

D-4 

POPLAR 1 

LABORATORY REPORT 

Au - 0.01 02. per ton 
Ag - 12.2 02. per ton 

Pb - 67 ppm 
Zn - 0.05% 
CU - 0.81% 

Au - 0.01 02. per ton 
Ag - 8.0 02.  per ton 
CU - 0.58% 
Pb - 5.23% 
Zn - 0.02% 
Au - 0.01 02. per ton 
Ag - 27.8 0 2 .  per ton 
cu - 2.19% 
Pb - 0.04% 
Zn - 0.03% 

Au - Trace 
Ag - 2.0 02. per ton 
cu - 0.20% 
Pb - 0.01% 
Zn - 0.08% 
CU - 0.26% 
Pb - 33 ppm 
Zn - 58 ppm 
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OF'PICt. OF THE CHIEF ANALYST AND ASSAYER 

THf GOIfRNUfNl OT 
THE PROVINCf Of BUlIlSH COLIIMBlA - 

DEPARTMENT OF MINES AND PETROLEUM RESOURCES 
VICTOR I A 

SAMPLE RECEIVED FROM ...................................................................................................................... No C. CARTER P.age ...2...................................................... 

ADDRESS ........................................................................................................................................................................................................................ Geological  D iv i s ion  

LAB0 RAT0 RY N 0. 

0 

14914M 

14915M 

14916M 

14917M 

14918M 

. 

SUBMITTER'S MARK 

POPLAR 2 

R-1 

R-2 

SK-1 

SK-2 

LABORATORY REPORT 

Au - Trace 
Ag - Trace 
Cu - 46 ppm 

Zn - 13 ppm 
Pb - 67 PPIU 

Au - 0.05 02. per ton 
Ag - 72.0  02. per ton 
CU - 4.35% 
Pb - 0.41% 
Zn - 2.13x 

Au.-  Trace 
Ag - 1 . 4  02. per ton 
CU - 0.43X 
Pb - 1 7  ppm 
Zn - 0.08% 
Au - Trace 
Ag - 0.6 02. per ton 
cu - 0.01% 
Pb - 1 7  ppm 
Zn - 0.01% 

0 

Au - 0038  02. per ton 
Ag - 145.6 02. per ton 
CU - 2.58% 
Pb - 1.18% 
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OlrF'ICE 6P THE CHIEF ANALYST AND ASSAYER 

DEPARTMENT OF MINES AND PETROLEUM RESOURCES 
VICTOR I A 

SAMPLE R EC El VED FROM N. C. CARTER Sage.. 3.. ............................................................................................................ .............................................................. 

ADDRESS. .................................................. .G.eo.k?& ka), .. D i Y  k k X l . .  .............................. .______. .............................................................................. 

LABORATORY No. 

1491911 

SUBMITTER'S MARK 

SK-3 

LABORATORY REPORT 

Au - 0.06 02. per ton 
.Ag - 40.2 02. per ton 
CU - 0.64% 
Pb - 2.78% - 
Zn - 0.08% 
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OFFICE CZP THE CHIEF ANALYST AND ASSAYER 

- 
DEPARTMENT OF MINES AND PETROLEUM RESOURCES 

VICTORIA 

SAMPLE RECEIVED FROM ......... 

ADDRESS ........................................................................................................................................................................................................................ Geological DiGision 

LABORATORY NO. 

14826M 
14827M 
14828M 
14829M 
14830M 

1484211 

SUBMITTER'S MARK 

H-1 
H-2 
H-3 
H-4 
H-5 - 
N - 1  
N-2 
N-4 
N-5 
N-7 
L-1 
R-1  

- 
- 

- 

CQ-2 
I CQ-1 c_c 

LJ-2 
LJ-3 

.- -__ L?-...- 
N-8 

DEB-1 
DEB-2 
DEB-3 

LJ-1 

_. 

DE&=4-. 

N-8 

LABORATORY REPORT 
- 

oz /T  
Au 
--.)- 

n.u; 
0.07 
0.13 
0.05 
0.05 
0.07 
0.18 
0.01 
0.01 
0.03 

T r  
T r  
T r  
T r  

0.19 

0.21 
0.03 
Tr 
Tr 
Tr 
T r  
Tr 

n,92 

oz /T  
& 

9.24 
37.2 

+H 
75.2 

35.7 
6,2 

19.8 

0.6 
0.2 

24.0 
54.2 

39.2 

J 4 u  

%4 

A 8  

au * 
0.2 

27,7 
29.8 
0.9 

Fe - 5.90% 
Cd - 0.76% 

x 
cu 

0*09 
0.56 
1.70 
0.18 
1.04 
1.40 
0.60 
0.05 
0.01 
0.33 
0.008 
0.002 

-c 

u 
+!O * 

0.35 
0.04 
0.01 
0.07 
0.03 
0,02 

% 
Pb 

3.90 
4.80 
4.00 

- 

I3fi.tr_ 
25.6 
15.3 
2.85 
1.81 
20.3 
29.4, 

0.48 
0.03 
0.07 
0.02 
0.52 

M 
iH 
0.10 

15.4 
23.9 

1.73 

% 
Zn 

0.68 
2.45 

0*82 

- 

3. 72 

10.5 
16.2 

4.24 
0.27 

a d  
36.6 

0.59 
0.01 
O*Ol 
0.01 
0.58 

# 
26.4 
7% 

0.07 
8.30 
1.90 
2.14 
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