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ppm ppm ppm % % %
Au Ag Co Cu Pb Zn
21781M BB - 5 2.4 144 24 0.056 2.98 5.32
(10 7) (q.,'m)
21782M BB - 6 0.7 120 38 0.33 0.22 19.8
(o‘oz) (3.5'3)
21783M BB - 7 0.3 73 41 0.27 0.21 9.6
(215)
21784M BB -10 0.3 <10 57 0.016 0.015 0.37
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