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Assayers Canada 
8282 Sherbrooke St. 
Vancouver, B.C. 
V5X 4R6 
Tel: (604) 327-3436 
Fax: (604) 327-3423 

Geochemical Analysis Certificate 6V-1519-RGI 

Company: Interloc Holding LTD. Aug-11 -06 
Project: Maybe 
Attn: Larry Sostad 

We hereby certify the following geochemical analysis of 4 rock samples 
submitted Aug-02-06 

Sample Au 
Name ppb 

* B L A N K <1 

Certified by 



Assayers Canada 
Interloc Holding L T D . 8 2 8 2 Sherbrooke St., Vancouver, B.C., V 5 X 4R6 Report No : 6V1519RJ 

Attention:,Lany Sostad Tel: (604) 327-3436 Fax: (604) 327-3423 Date : Aug-11-06 

Project: Maybe 

Sample type. Multi-Element ICP-AES Analysis 
Aqua Regia Digestion 

Sample Ag Al As Ba Be Bi Ca Cd Co Cr Cu Fe Hg K La Mg Mn Mo Na Ni P Pb s Sb Sc Sr Th Ti TI U V W Zn Zr 
Number ppm % ppm ppm ppm ppm % ppm ppm ppm ppm % ppm % ppm % ppm ppm % ppm ppm ppm % ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm 

MAYBE ADDIT 22.0 0.07 167 20 <0.5 8 0.17 <i 41 215 690 7.40 <i 0.03 <10 0.05 83 3 0.01 22 138 26 >5.00 <5 <i 6 <5 <0.01 <10 <10 16 <10 158 6 
MAYBE DUMP 4.0 1.68 138 16 <0.5 <5 0.28 <i 31 65 819 8.84 <i 0.03 <10 0.97 365 4 0.03 13 937 28 1.76 <5 7 16 <5 0.02 <10 <10 122 <10 70 8 
TRENCH 1 0.9 1.86 26 15 0.5 <5 0.43 <i 39 99 683 7.74 <i 0.03 <10 1.10 458 13 0.04 40 1328 15 2.77 <5 10 15 <5 0.09 <10 <10 121 <10 95 8 
TRENCH 2 <0.2 2.46 29 <10 <0.5 <5 0.23 <i 22 96 390 7.79 <i 0.02 <10 1.99 429 4 0.04 27 1103 9 1.50 <5 12 9 <5 0.06 <10 <10 144 <10 65 8 

A .5 gm sample is digested with 5 ml 3:1 HCI/HN03 at 95°C for 2 hours and diluted to 25ml. 
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