
To: MIpESTO EXPLORATIONS, 
2l5A.h..lOth..Street N.W.j 
Calgary, Alberta 

ATTN: Mr,. Dales... 

95291 

File No. . .13813 ._ 
Date August 15,.1977 
Samples _ C o r e _ 

A S S A Y V 

L O R I N G L A B O R A T O R I E S L T D 

S A M P L E No. 
OZ./TON 
GOLD 

OZ./TON 
SILVER Pb Zn Sb Sn 

"Core Samples" 

#1 3-77-2 Ft. .020 Trace .08 .09 .23 .01 

#2 107-6-109' .040 2.44 • 3.50 7.36 .15 Trace 

#3 109-111' .060 2.00 1.54 3.74 .20 Trace 

#4 111-113' .050 6.14 1.59 7.70 .30 Trace 

#5 113-115* .060 4.74 5.02 8.72 .66 .04 

#6 115-117' .040 3.80 4.20 8.33 .35 .01 

#7 117-119' .040 2.44 3.15 9.74 .23 .02 

m 119-121' .040 2.16 2.93 10.98 .20 .04 

121-123' .040 3.40 5.50 12.30 .26 .07 

3, • J. 

31 %erci){J (ttcrtifu THAT T H E ABOVE R E S U L T S A R E T H O S E 

ASSAYS M A D E BY M E U P O N T H E H E R E I N DESCRIBED S A M P L E S . . . . 

Rejects Retained one month. 

Pulps Retained one month 
unless specific arrangements 

* made in advance. 
Licensed Assayer of British Columbia 


