
BONDAR-CLEGG & COMPANY LTD. 
cr.vo. 671363 

geologists • geochemists • analysts • assayers 

1500 PEMBERTON AVENUE, NORTH VANCOUVER. B.C. 
Phone 988-5315 

C E R T I F I C A T E O F A S S A Y 

T O N..B.C....Syndicate. Ltd 

165..P.erob.ertxin..Ave..., 

North.. Vancouver.,. B.C. 

(31 fy&ttb\J Cftttfg that the following are the results of assays made by us upon the herein described PMTP samples. 

Report No.: A20 - 636 
Samples Rec'd: September 22, 1970 
Results Completed: September 24, 1970 

total 
Mo MARKED 

Pulps 12651 
12652 
12653 
12654 
12655 

12657 
12660 
12661 
12662 
12663 

12664 
12665 
12666 
12667 
12668 

12669 
12670 
12671 
12672 

GOLD 

Ounces 
per Ton 

Value 
Der Ton 

SILVER 

Ounces 
per Ton 

Cu 

Percent 

.18 

.28 

.10 

.12 

.09 

.12 

.11 

.08 

.09 

.18 

.08 

.07 

.08 

.08 

.08 

.10 

.07 

.09 

.07 

Percent 

.009 

.029 

.031 

.013 

.017 

.015 V 

.024 

.022 

.029 

.025 

.028 

.016 

.027 

.028 

.035 

.027 

.019 

.025 

.027 

Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 

NOTE: 
Rejects retained two weeks 
Pulps retained three months 
unless otherwise arranged. 

Gold & Silver values reported on these sheets 
have not been adjusted to compensate loses and 
gains inherent in fire assay methods. 

Gold calculated at $ per ounce 
rovincefof Brii Registered Assayer, Province1 of British Colurribia 
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To: N.B.C. Syndicate 
2 

P A G E No. BONDAR-CLEGG & COMPANY LTD. 

R E P O R T N o A20 - 636  

D A T E : September 24, 1970 

C E R T I F I C A T E O F A S S A Y 

fyfctdbjj cetttftt that the following are the results of assays made by us upon the herein described PV.l.P samples. 

MARKED GOLD SILVER Cu total 
Mo TOTAL VALUE 

PER TON 
(2000 LBS.) 

Pulps 12673 

12674 
12675 
12676 
12677 
12678 

12679 
12680 
12681 
12682 
12683 

12684 
12685 
12686 
12687 
12688 

12689 
12690 
12691 
12692 
12693 

48001 
48002 
48003 

Ounces 
per Ton 

Value 
per Ton 

Ounces 
per Ton Percent Percent Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 

Pulps 12673 

12674 
12675 
12676 
12677 
12678 

12679 
12680 
12681 
12682 
12683 

12684 
12685 
12686 
12687 
12688 

12689 
12690 
12691 
12692 
12693 

48001 
48002 
48003 

.07 

.08 

.05 

.06 

.06 

.05 

.10 

.04 

.08 

.11 

.12 

.12 

.08 

.05 

.04 

.08 

.05 

.11 

.07 

.11 

.06 

.04 

.03 

.03 

.037 

.041 " 

.028 

.029 

.025 

.024 

.051 ' 

.020 

.014 

.029 

.030 

.034 

.028 

.020 

.017 

.035 

.020 

.029 

.025 

.n 

.014 ^ 

.003 

.006 

.005 

Registered Assayer, Provmce of British Colurribia 



Tk): fi.B.C. Syndicate 

P A G E No. BONDAR-CLEGG & COMPANY LTD. 

C E R T I F I C A T E O F A S S A Y 

R E P O R T No. A20 - 636 

D A T E : September 24, 1970 

<3f Jf££|>|j]J t f t t t fg that the following are the results of assays made by us upon the herein described PulPS samples. 

MARKED GOLD SILVER Cu total 
Mo TOTAL VALUE 

Ounces 
per Ton 

Value 
per Ton 

Ounces 
per Ton Percent Percent Percent Percent Percent Percent Percent 

PES TON 
(20019 LBS.) 

Pulps 48004 
48005 

.04 

.04 
.005 
.006 

48006 
48007 
48008 
48009 
48010 

-
.06 
.05 
.07 
.05 
.02 

.004 

.009 

.043 

.007 

.010^. 

48011 
48012 
48013 
48014 
48015 

.08 

.06 

.07 

.07 

.06 

.037 

.020 

.012 

.014 

.045 

48016 
48020 -
48022 
48023 
48024 

.08 

.19 

.09 

.03 

.04 

.011 „ 

.021 

.020 

.014 

.007 

48025 
48026 
48027 
48028 
48029 

.02 

.04 

.06 

.31 

.24 

.003 

.010 

.004 

.031 

.032 

48030 
48031 

.06 

.02 
.005 
.002 

Registered Assayer, Province of British ColurrlbiA 



To . N.B.C. Syndicate 

P A G E No. BONDAR-CLEGG & COMPANY LTD. 
R E P O R T No. A20 ~ 636 

D A T E : September 24, 1970 

C E R T I F I C A T E O F A S S A Y 

that the following are the results of assays made by us upon the herein described P H . T P samples. 
-totcTr 
Mo MARKED 

Pulps 48032 
48033 
48034 

48035+36 
48037 
48038 
48039 
48040 

48041 
48042 
48043 
48044 
48045 

GOLD 

Ounces 
per Ton 

Value 
per Ton 

SILVER 

Ounces 
per Ton 

Cu 

Percent 

.07 

.16 

.02 

.10 

.02 

.08 

.01 

.04 

.02 

.01 

.04 

.03 

.02 

Percent 

.019 

.052 

.007 

.013 

.010 

.006 

.005 

.001 

.003 

.001 

.002 

.026 

.005 

Percent Percent Percent Percent Percent 

TOTAL VALUE 
PER TON 

(2000 LBS.) 

Registered Assayer, Provirice of British Colurribia 


