
Y 7 , 

C H E M E X L A B S L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988- 6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS 

673643 
N O . 4704 H/16 

T O : Mr. Roy Phendler, 
c/o Bacon & Crowhurst 
#102 1111 W. Georgia S t., 
Vancouver, B.C. 

A T T N : 

I N V O I C E N O . 1483 

D A T E R E C E I V E D J u l y 14, 1969 
D A T E A N A L Y S E D J U L Y W > I G 6 9 

SAMPLE NO.: 
Copper 

oz./ton 
£J 1vp-r 

9393 

9394 

1.80 

3.36 

0.13 

0.21 

1^ 



C H E M E X L A B S L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988- 6955 

C H E M I S T S G E O C H E M I S T S • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
T O : 

Bacon & Crowhurst, 
#102 - 1111 W. Georgia 
Vancouver, B. C. 

St., 

A T T N : 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

D A T E A N A L Y S E D 

" D e l k i r k 5 

5174 

1659 

July 29/69 

August 4/69 

% SAMPLE NO.: 
i Copper S i l v e r 

9273 0.88 .ol0.03 
9274 3 - 4.20 0.12 

1 9275 i _ 2.80 1*' 0.10 

; 9276 1.45. 0.06 
q?77 0.04 0.01 
9278 b 0.02 0.01 
9279 S 0.02 <0.01 Not market f o r element 

L92800 r 0.02 <0.01 
9281 2,' 6.25 0.03 
'9282 5" - - f). 05 <0.01 
9283 0.01 0.01 
9284 $' - o . o i <0.01 
9285 0.26 0.01 
9286 >' - 2 . 4 0 0.10 

. 9287 5 - 0 . 2 5 0.01 
?9288 -,' 0.05 0.01 

9289 £ : 0.15 0.01 
9290 •tf' 4.20~~ v-of 0.20 
9291 0.11 o.oi 
9 292 - i-of 2.50 0.13 
9293 
9294 
9295 

* 0.09 
^ ' 0 . 4 4 
* V 1 . 6 0 

0.01 
0.03 

U 0.06 
9296 2TV0.10- 0.01 
9797 „ f o' 0.04 0.01 
9298 \.o 8.00. 0.41 
9299 £ - 4 ' 0 . 0 8 0.01 

. 9300 l-o' 0.05 0.01 

-ft* 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M ISTS • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS N O 5244 
T ° = Bacon & Crowtmrst, I N V 0 , C E N a 1675 

#102 - 1111 W. Georgia St., D A T E R E C E I V E D 

Vancouver, B. C. July 30/69 
D A T E A N A L Y S E D 

ATTN: August 5/69 
PPM 

SAMPLE NO.: Copper 
9301 18 
9302 32 
9303 45 
3904 40 

—9405 

Certified by 



z CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M ISTS • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
TO:Delkirk Mining, 

c/o Bacon & Crowhurst, 
#102 - 1111 W. Georgia St., 
Vancouver, B. C. 

ATTN: 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

D A T E A N A L Y S E D 

6774 

2151 
Sept. 29/69 
Oct. 7/69 

SAMPLE NO. PPM 
Copper 

ION 500W 
600 
700 
800 
900 

45 
57 
24 
28 
_L6_ 

1000 
1100 
1200 
1300 
14QQW 

24 
30 
28 
42 
.23-

12N 100W 
400 
500 
600 
700 

50 
195 
195 
206 
36 

800 
900 
1000 
1100 
12QQ 

46 
59 
67 
57 
168 

1300 
1400 
1600 
1800 
2000 

43 
32 
20 
13 
_28_ 

2200 
2400 
2600 
2800 

—3000W 

67 
16 
11 
22 
•OS-

UN 100W 
200 
300 
400 
500— 

16 
59 
78 
36 

600 
700 
800 
900 
1000 

59 
50 
42 
82 

Certified by 



A CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
T 0 : Delkirk Mining, 

c/o Bacon & crowhurst, 
#102 - 1111 W. Georgia St., 
Vancouver, B. C. 

ATTN: 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

D A T E A N A L Y S E D 

6775 
215?. 

Sept. 29/69 

Oct. 7/69 

SAMPLE NO. PPM 
Coppor 

14N 1100W 
1200 
1300 

14N 1400W 
16N 300W 

35 
38 
33 
23 
-22. 

200 
300 
400 
500 
6QQ 

20 
65 
93 
98 
.5X 

700 
800 
900 
1000 
11QQ 

83 
80 
148 
126 
40 

1200 
1300 
1400 
1600 
-1800-

18 
36 
18 
28 
-22. 

2000 
2200 
2400 
2600 
28QQ 

20 
22 
43 
6 

-13. 
16N 3000W 
18N 100W 

200 
300 
im 

13 
69 
43 
64 
•36-

7 

500 
600 
700 
800 

40 
65 
52 
43 

- i i i -
1000 
1100 
1200 
1300 

•±m—1400W-

100 
38 
11 
42 

-45-
Std, 98 

Certified by 



1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M ISTS • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS N O 6776 
TO- T> . , ^ I N V O I C E N O . o u i 
A U- Delkirk Mining, 2 1 i , ± 

c/o Bacon & Crowhurst, D A T E R E C E I V E D Sept. 29/69 
#102 - 1111 W. Georgia St., 

.__„ Vancouver, B.C. D A T E A N A L Y S E D 0 C T # 7 / 6 9 

PPM SAMPLE NO.: „ Copp er 
20N 100W 45 ! 

200 152 
300 57 
700 54 
800 133 
900 42 
1000 62 ) 
1100 33 ( 
1200 28 
1300 59 
1400 43 
1600 38 
1800 26 
2000 32 
2200 15 

\ 

20N 2400W 51 
22N 500W 124 

600 154 
700 98 
800 160 
900 60 
1000 28 
1100 20 
1200 43 
1300 42 

f 

22N 1400W 18 I 
24N 400W 51 /) 

500 122 ( 
600 195 < 
700 51 
800 43 
900 30 
1000 20 
1100 45 
1200 36 
1300 43 
1400 28 
1600 13 
1800 13 

24N 2000W 8 

CHEMEX LABS L T D . 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
T 0 . Delkirk Mining, 

c/o Bacon & Crowhurst, 
#102 - 1111 W. Georgia St., 
Vancouver, B.C 

ATTN: 

• A S S A Y E R S 

N O . 6 7 7 7 

I N V O I C E N O . 

D A T E R E C E I V E D 

D A T E A N A L Y S E D 

2151 
Sept. 29/69 
Oct. 7/69 

PPM SAMPLE NO.: „ Copper 
24N 2200W 11 

2400 XX 
2600 33 
2800 30 

24N 3000W 30 

) 

26N 700W 42 
800 18 
900 50 
1000 46 
1100 3 0 

i 
i 

1200 40 
1300 46 

26N 1400W 54 
28N 800W 7(T 

900 60 

/ 

1000 26 
1100 8 | 
1200 24 ' 
1300 11 
1400 315 
1600 46 
1800 20 1 
2000 20 | 
2200 10 
2400 13 
2600 57 
2800 46 \ 

28N 3000W 30j 
30N 700W 38"7 

800 20 ) 
900 54 
1000 33 
1100 33 
1200 20 
1300 50 

l 

30N 1400W 233__ 
22S 100W 82 

200 42 
300 24 
400 15 r 

22S 500W 28 \ 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS 
T 0 : Delkirk Mining, 

c/o Bacon & crowhurst, 
#102 - 1111 W. Georgia St., 
Vancouver, B. C, 

N O . 

I N V O I C E N O . 

6778 
2151 

Sept 29/69 
D A T E R E C E I V E D 0 C t . 7/69 

ATTN: 
D A T E A N A L Y S E D 

SAMPLE NO.: PPM 
Copper 

22S 600W 
700 
800 
900 
1000 
1100 
1200 
1300 

22S 1400W 
24S 200W 

300 
400 
500 
600 
700 

54 
16 
13 
23 
38 

800 
900 
1000 
1100 
1200 
1300 
1400 
1600 
1800 
2000 
2200 
2400 
2600 
2800 
3QQQ 

10 
23 
36 
11 
8 

3200 
3400 
3600 
3800 
4000 

30 
10 
16 
18 
JJL 

4200 
24S 4400W 
26S 300W 

400 
5QQ 

18 
20 
5 
6 

JLL 
600 

26S 7QQW 
10 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS N O . 

TO: 

ATTN: 

D&lkirk Mining, 
c/o Bacon & crowhurst, 
#102 - 1111 W.Georgia St., 
Vancouver, B. C. 

I N V O I C E N O . 

D A T E R E C E I V E D 

D A T E A N A L Y S E D 

6779 
2151 

Sept. 29/69 

Oct. 7/69 
SAMPLE NO. 

PPM 
Copper 

26S 800W 
900 
1000 
1100 
1200 

48 
30 
33 
24 
126 

1300 
1400 
1600 
1800 
2000 

16 
12 
72 
42 
26 

2200 
2400 
2600 
2800 
3000 

8 
12 
28 
38 
40 

3200 
3400 
3800 
4000 
4200 

30 
20 
16 
26 
42 

26S 4400W 
28S 500W 

600 
700 
800 

30 
18 
10 
16 
42 

900 
1000 
1100 
1200 
1300 

131 
46 
22 
48 
18 

1400 
1600 
1800 
2000 
22QQ 

28S 2400W 
3OS 600W 

700 
800 
9QQ 

Std. 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M ISTS • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
T 0 : Delkirk Mining, 

c/o Bacon& Crowhurst, 

ATTN: 
#102 - 1111 W. Georgia St., 
Vancouver, B. C. 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

D A T E A N A L Y S E D 

6780 

2151 

Sept. 29/69 

Oct. 7/69 

SAMPLE NO.: PPM 
Copper 

30S 1000W 
1100 
1200 
1300 

30S 1400W 

34 
54 
70 
38 
14 

32S 700W 
800 
900 
1000 
1100 

28 
44 
26 
48 
64 

1200 
1300 
1400 
1600 
1800 

2400 

2000 
2200 

2600 
2800 
3000 
3200 
3400 
3600 
380-
4000 
4200 

32S 4400W 
36S 900W 

1000 
1100 
1200 
1300 
1400 
16QQ 

21 
54 
51 
22 
14 

1800 
2000 
2200 
2400 
29QQ 

20 
12 
21 
14 
33 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS N 0 6781 
Delkirk Mining. 

TO- / T> c r. u I N V O I C E N O . o i ^ l 
1 U- c/o Bacon & Crowhurst, 2151 

#102 - 1111 W. Georgia St., D A T E R E C E I V E D Sept. 29/69 
Vancouver, B. C. 

D A T E A N A L Y S E D Oct. 7/69 
ATTN: 
SAMPLE NO.: 

PPM 
Copper 

36S 2800W 41 1 
3000 51 1 

3200 30 
3400 24 
3600 20 
3800 18 1 
4000 2 6 ! 4200 14 I 

36S 4400W 63 L — -

40S 1200W 28 V 
40S 1400W 40 J 

1600 22 
1800 8 
2000 6 1 

2200 7 
2400 7 
2600 7 
2800 7 / 
3000 10 1 

3200 56 ' 
3400 1 6 1 3600 20 
4000 30 i 
4200 42 \ 

40S 4400W 10 , 1 
44S 1200W 33 1 

1400W 
5 1 / 1600 15 ' 

1800 1 1 ( 2000 13 
2200 10 / 
2400 

44S 2600 3 3 — L _ 
40S 3800W 20 1 

A snow 18 \ 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
TO: Delkirk Mining, 

c/o Bacon & crowhurst, 
#102 - 1111 W. Georgia St., 
Vancouver, B, C. 

ATTN: 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

D A T E A N A L Y S E D ^ y^ 

6868 

2124 
Sept. 26/69 

SAMPLE NO. PPM 
Copper 

0 + 0 0 100W 
200 
300 
400 
son 

3200 

600 
700 
800 
900 
moo 700 
1100 
1200 
1300 
1400 
1600 -33_ 
1800 
2000 
2200 
2400 
2600 -10-
2800 

9+00 300W 
2N 100W 

200 
300 
400 
500 
600 
700 
-800- -23-
900 
1000 
1100 
1200 
1300 IQ-

2N 1400W 
2S 100W 

200 
300 

-2S WOW-

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M ISTS • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
T 0 : Delkirk Mining, 

c/o Bacon & Crowhurst, 
#102 - 1111 W. georgia St., 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

6869 

2124 
D A T E R E C E I V E D S E P T > 2 6 / 6 9 

Vancouver, B. C. D A T E A N A L Y S E D Oct. 4/69 ATTN: ' ' 

PPM 
SAMPLE NO.: 

C Copn 
er 

2S 500W 48 
600 18 
700 24 / 
800 33/ 
onn ?? 
1000 15 
1100 16\ 
1200 50 | 
1300 52 \ 

4N 200W 107 
400 76 
500 62 
600 28 
70 n 38 
800 43 
900 30 
1000 23 
1100 23 
1?nn ^ 
1300 36 
1400 24 
1600 16 
1800 18 
200^ 11 
2200 11 
2400 6 
2600 15 
2800 15 

7iN 3000W 15 
4S 100W 5 1 ^ 

200 8 
300 28 
400 18 
son A? \ 

600 48 
700 15 
800 50 

900 24 

4S 1100W 32 " 
1 93 / —x— —7 » 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
T 0 : Delkirk Mining, 

Bacon & crowhurst, 
#102 - 1111 W. Georgia St., 
Vancouver, B, C. ATTN: 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D get. 26/69 
D A T E A N A L Y S E D Oct. 4/69 

6870 

2124 

PPM 
SAMPLE NO.: 0 

Copper 4S 1200W 16 i 
1300 20 
1400 18 
1600 24 
1800 83 
2000 16 
2200 13 
2400 20 
2600 10 
2800 13 

4S 3000W 13^ 
6N 100W 98 , 

300 36 
400 36 
500 30 
600 38 
700 43 
800 18 
900 59 

1000 20 
1 

1100 24 
1200 32 
1300 26 

6N 1400W 16 
6S 100W 74" 

200 109 
300 54 
400 18 
500 30 
600 57 i 
700 98 
800 43 
900 32 
1000 40 
1100 28 

1 
1200 6 

1300 11 
6S 1400W 13J 
8N 400W 109 
8N 500W 78 

Certified by 



\ 

CHEMEX LABS L T D . 
• C H E M I S T S • G E O C H E M ISTS • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

TO: 

ATTN 

Delkirk Mining, 
Bacon & Crowhurst, 
#102 - 1111 W. Georgia St., 

Vancouver, B, C. 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

6871 

2124 
D A T E R E C E I V E D S e p t > 26/69 

D A T E A N A L Y S E D Oct. 4/69 

PPM SAMPLE NO.: „ Copper 
8N 600W 62 J 

700 42 
800 40 
900 59 
1000 32 
1100 33 \ 
1200 23 
1300 11 
1400 35 
1600 16 
1800 13 
2000 32 
2200 20 
2400 20 
2800 6 

8N 3000W 13 
8S 100W 15~T 

200 20 
300 62 
400 46 

L 

500 76 \ 
600 11 
700 13 
800 18 
900 51 

\ 

1000 15 
1100 8 
1200 22 

1300 24 
1£00 13 
1600 11 
1800 10 
2000 11 
2200 11 
?Ann 11 \ 
2600 3 
2800 10 

8S 3000W 59j 
10S 100W 69 
-ins 9nnTj ?A 

k 
Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
T 0 . Delkirk Mining, 

c/o Bacon & Crowhurst, 
#102 - 1111 W. Georgia St., 
Vancouver, B.C. 

ATTN: 

• A S S A Y E R S 

N 0- 6872 
I N V O I C E N O . 2124 

D A T E R E C E I V E D Sept. 25/69 
D A T E A N A L Y S E D ^ 4 / 6 9 

PPM 
SAMPLE NO.: 

Conner 10S 300W 23 1 
400 13 
500 72 
600 24 

800 22 
900 18 
1000 33 
1100 18 
i?nn 18 
1300 18 

10S 1400W 15 
12S 100W 93 

200 83 
™ n in 
400 26 
500 40 
600 16 
700 43 

ann A? 
900 46 
1000 42 
1100 22 
1200 24 
nnn n 
1400 23 

1600 13 
1800 13 
2000 16 
2200 13 
2400 10 
2600 5 
2800 38 

12S 3000W 60 1 
1 /.C inOT.T 9/. ! 

200 23 
300 35 
400 15 f 

14S 500W 22 ! 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
TO: DeUtirk Mining, 

c/o Bacon & Crowhurst 
#102 - 1111 W. Georgia St., 
Vancouver, B. C. 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

D A T E A N A L Y S E D 

6873 

2124 

Sept. 26/69 
Oct. 4/69 

ATTN: 

PPM 
SAMPLE NO.: JT-Tii 

f r i n n o r 14S 600W 33 
700 11 
800 16 
900 24 
mnn 3?. 

v 

1100 24 
1200 28 
1300 20 

14S 1400W 13 
1 r»s mow ?i 
200 32 j 

300 13 / 
400 33 / 
500 36 
finn 18 
700 36 
800 20 
900 43 
1000 20 \ 

1200 24 
1300 10 
1400 62 
1600 5 
i«nn 11 

\ 

2000 6 
2200 11 
2400 6 
2600 15 
°8Q0 q? 
3000 11 
3200 18 
3400 30 1 
3600 23 
3800 11 
4000 11 
4200 24 , 

16S 4400W 16 / 
18S 100W 36 
ioc onOTrl 3° 

Std. #20 96 x 

Certified by 



z CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
T 0 : S e l k i r k Mining, 

c/o Bacon & Crowhurst, 
#102 - 1111 W. Georgia St., 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

6874 

2124 

ATTN .Vancouver, B. C. 
Sept. 26/69 

D A T E A N A L Y S E D Oct. 4/69 

SAMPLE NO.: PPM 
Copper 

18S 300W 129 I 
400 93 \ 
500 6 ' 
600 5 1 
700 45 
800 60 
900 26 
1000 20 
1100 23 
1200 10 
1300 20 

18S 1400W 6 i 
20S 100W 30 1 

200 30 i 
•wo 45 i 
400 51 
500 62 
600 340 
700 527 
800 22 
900 54 
1000 32 
1100 23 
1200 15 

18 
1400 15 
1600 15 
1800 16 
2000 8 
?9nn 16 
2400 6 
2600 8 
2800 370 
3000 52 

3200 99 
3400 22 
3600 11 

3800 11 
4000 13 

one /,9nm»T i f i 

Certified by 



i CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M ISTS • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS N 0 6 8 7 5 

T 0 : Delkirk Mining, I N V 0 I C E N 0 ' 2124 
c/o Bacon & Crowhurst, D A T E R E C E I V E D 
#102 - 1111 W. Georgia St , Sejit 26/69 

A m Vancouver, B.C. D A T E A N A L Y S E D 
ATTN: | Oct. 4/69 

PPM 
SAMPLE NO.: Copper 

20S 4400W 28 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS 
TO: Bacon & Crowhurst Ltd., 

#102 1111 W. Georgia St., 
Vancouver, B. C. 

ATTN: 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

7593 

2531 

TFH 
Copper 

Dec. 23/69 
D A T E A N A L Y S E D D e C . 29/69 

SAMPLE NO. Delkirk Project 
L4S 100E 

200 
300 
400 
500 

152 
158 
109 
115 
64 

600 
700 
800 
900 
inno 

69 
85 
122 
122 
545 

1100 
1200 
1300 
1400 
1500 

35 
26 
11 
42 
ML. 

1600 
1700 
1800 
1900 
2QQQ 

15 
51 
13 
28 
545 

2100 
2200 
2300 
2400 
2500 

38 
22 
28 
15 
JL3_ 

2600 
2700 
2800 
2900 

4t4S—3000E 

18 
60 
65 
22 
-20-

L6N 1.00E 
2 
3 
4 

160 
133 
160 
174 
298 

6 
7 
8 
9 

-b&t—10,00E 

133 
126 
126 
126 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

TO: 

CERTIFICATE OF ANALYSIS 
Bacon & Crowhurst, 
#102 - 1111 W. Georgia St., 
Vancouver, B. C. 

7594 

ATTN: 

N O . 

I N V O I C E N O . 2531 

D A T E R E C E I V E D D e c # 23/69 
D A T E A N A L Y S E D ^ ^ 

SAMPLE NO.: 
PPM 
Copper Delkirk Proiect 

L6N 11.00E 138 
12 138 
13 120 
14 126 
15 120 
16 154 
17 136 
18 179 
19 168 
20 168 
21 117 
22 140 
23 148 
24 158 
25 117 
26 115 
27 114 
28 114 
29 102 

T.fiN 10. OOF. 126 
L16N 1.00E 33 

2 114 
3 114 
4 148 
5 152 
6 143 
7 225 
8 152 
9 22 
in i n 
11 126 
12 33 
13 40 
14 16 
i q 22 
16 43 
17 76 
18 124 
19 117 

T i A W ?n nnF «7 
Std. #20 98 

Certified by \^WA*^Y^r<A*J*J8^ 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M ISTS • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
TO: 

ATTN: 

Bacon & Crowhurst 
#102 - 1111 W. Georgia St., 
Vancouver, B.C. 

• A S S A Y E R S 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

D A T E A N A L Y S E D 

7595 

2531 

Dec. 23/69 

Dec. 29/69 

SAMPLE NO.: PPM 
Copper Delkirk Project 

L16N 21.00E 111 
22 62 
23 80 
24 85 
25 89 
26 65 
27 87 
28 80 
29 62 

T.lfiN 10.00E 57 
L30N 16.00W 10 

17 10 
18 3 
19 11 

T.inTvT 90-OOW 38 
L34N 9.00W 43 

10 57 
11 35 
12 36 
n 18 
14 43 
15 42 
16 24 
17 11 
18 11 
19 20 
20 10 
21 10 
22 11 
23 in 
24 16 
25 15 
26 52 
27 605 

100 n 

29 45 
30 28 
31 32 
32 62 

T Q/.M i i nnu A9 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS 
TO: 

ATTN: 

Bacon & Crowhurst 
#102 - 1111 W. Georgia St., 
Vancouver, B.C. 

N O . 

I N V O I C E N O . 

D A T E R E C E I V E D 

7596 

2531 
Dec. 23/69 

D A T E A N A L Y S E D D e c . 29/69 

SAMPLE NO.: PPM 
Copper fte.lkirk Project. 

L34N 34.00W 
35 
36 
37 
33 
39 
40 
41 
42 
43 
44 

L34N 45.00W 
L38N 14.00W 

15 
16 
17 
18 
19 
20 
22 
22 
23 
24 
25 
26 
27 
28 
29 
30 
34 
32 
33 
34 
35 
36 
37 
38 
39 
40 

L38N 41,00W 
Std. #20 

46 
32 
22 
38 
20 
24 
18 
20 
40 

_43_ 
28 
26 
33 
30 

-43¬
33 
20 
24 
40 
?8 
20 
18 
23 
28 
48 
98 

131 
40 
18 

-412¬
42 
55 
52 
52 

-24¬
22 
6 
35 
46 

-36¬
98 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS N O 7597 
Bacon & Crowhurst, I N V O I C E N O . 

#102 - 1111 W. Georgia St., 2531 
Vancouver, B. C, D A T E R E C E I V E D 

Dec. 23/69 
D A T E A N A L Y S E D 

ATTN: Dec. 29/69 
C A U p T T7» XT A • PPM 
0/\ 1Y1 IT Li Hi 1NU. . Copper D e l t i r k Project 

L38N 42.00W 15 
43 6 
44 16 

L38N 45.00W 15 
L'i2N 5 00W 4^ 

6 78 
9 330 
11 89 
12 114 
14 50 
15 15 
16 36 
17 55 
18 109 
19 69 
20 87 
21 32 
22 18 
23 18 
94 30 
25 20 
26 16 
27 28 
28 26 
99 64 
30 124 
31 380 
32 43 
33 36 
34 19 
35 24 
36 20 
37 23 
38 15 
10 1 s 
40 42 
41 24 
42 20 
43 8 
Vi 4? 

L42N 45.00W 24 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS 
TO: 

ATTN: 

Bacon & Crowhurst Ltd. 
#102 - 1111 W. Georgia St., 
Vancouver, B.C. 

N O . 

I N V O I C E N O . 

7598 
2531 

D A T E R E C E I V E D D E C . 23/69 
D A T E A N A L Y S E D N N , ^ N 

Dec. 29/69 
SAMPLE NO.: PPM SAMPLE NO.: Copper Delkirk Project 

L46N 10.QQW 30 
11 28 
12 8 
13 32 
17 43 
18 36 
19 89 
22 28 
23 11 
24 15 
25 20 
26 22 
27 16 
28 26 
99 20 
30 43 
31 45 
32 26 
33 30 
34 26 
35 28 
36 22 
37 45 
38 45 
1Q 46 
40 35 
41 23 
42 28 
43 15 
44 T i 

L46N 45.00W 6 
L50N 10.00W 30 

11 43 
12 32 
1 3 23 
14 11 
15 87 
16 67 
17 129 

L50N 18 HOW Q1 

Std. #20 98 

Certified by 



CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M ISTS • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS 
TO: Bacon & Crowhurst 

#102 - 1111 W. Georgia St., 
Vancouver, B .C. 

N O . 7599 

I N V O I C E N O 

D A T E R E C E I V E D 

2531 
Dec. 23/69 

ATTN: 
D A T E A N A L Y S E D 

Dec. 29/69 
SAMPLE NO.: PPM 

Copper Delkirk Project 
L50N 1900W 85 

20 87 
21 20 
22 26 
23 8 
24 43 
25 30 
26 13 
27 28 
28 24 
29 30 
30 26 
31 36 
32 98 
33 28 
34 46 
35 22 
36 28 
37 23 
38 22 
39 23 
40 22 
41 62 
42 24 
43 15 
44 26 

L50N 45.00W 15 
L54N 20.00W 59 

21 30 
77 83 
23 16 
24 16 
25 115 
26 13 
71 20 
28 36 
29 190 
30 50 
31 306 

T.S4N -\7 nnw 30 

Certified by 



z CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

7600 

TO: 

ATTN: 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S • A S S A Y E R S 

CERTIFICATE OF ANALYSIS N 0 

I N V O I C E N O . 2531 

D A T E R E C E I V E D Dec. 23/69 
D A T E A N A L Y S E D ^ > ^ F ^ 

Bacon & fcrowhurst , 
#102 - 1111 W. Georgia St., 
Vancouver, B. C. 

SAMPLE NO.: PPM 
Copper Delkirk Project 

L54N 33.00W 24 
34 16 
35 26 
36 36 
37 40 
38 42 
39 28 
40 23 
41 23 
42 3 
43 22 
44 15 

L54N 45.00W 11 
L58N 28.00W 60 

29 13 
30 20 
31 20 
32 15 
33 22 
34 22 
35 36 
36 22 
37 38 
38 24 
39 28 
40 28 
41 16 
42 22 
43 42 
44 23 

L58N 45.00W 
Std. #20 

18 
98 

Certified by \^^M^4*^ 



z CHEMEX LABS L T D . 

1416 C R O W N S T R E E T 

N O R T H V A N C O U V E R , B . C . 

C A N A D A 

T E L E P H O N E : 988-6955 

• C H E M I S T S • G E O C H E M I S T S • A N A L Y S T S 

CERTIFICATE OF ANALYSIS 
TO: 

ATTN: 

Bacon & Crowhurst, 
Ste. 1720 - 1055 W. Hastings St., 
Vancouver. 1. B. C. 

To 
Copper 

• A S S A Y E R S 

NO. 7661 
I N V O I C E NO. 2589 

D A T E R E C E I V E D , „ 1 / 7 N 

Jan 23/70 
D A T E A N A L Y S E D J a n 27/70 

SAMPLE NO. 

1898 0.03 (Delkirk) 

Certified by 


