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COMP: MINNOVA INC : MIN=EN LABE — ICF REPORT FILE NO: 2v-0680-R41
PROJ: 67%-CRANSROOK : TOS WEST 45TH ST., NORTH VANCOUVER, B.C. ¥7M 112 DATE: ®2707/17
ATTN: T.BERGER/C.BURGE ' (604)930-5814 DR (604 )968-4524 * ROCK ®*  (ACT:FID)
L & e
( SAMPLE : A AS BA cu PR 8 IN AU-FIRE
NUMBER : AM PEM PEM FPM pEM PPN PPM PPB
09315 N 1 3 7 1 1 7 % MPY
09316 : | 1 101 k1 4 1 51 1
92-T3- 110 i . | 1 102 25 6 1 17 1
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COMP: MINNQVA INC MIN~EN LABS — WHOLE ROCK ANALYBIS FILE HO: 2v-0640-RL1

PROJ: 675-CRANBROOK 705 WEST 15TH ST., MORTK VANCOUVER, 8.C. Y7H 112 DATE: $2/07/17
ATTN: T.BERGER/C.BURGE ! (604 )980-5814 OR (604)988-4324 ¥ ROCK *  {ACT:F24)
" sAMPLE AL203 . BA  CAD FEZ05 K20 MO MNOZ NA2Q P205 SI02 SR Tic2 L0l s
NUMBER P % % % % % % % % % % % % % %
09315 5.6 005 38 48.82 A4 .06 01 10.48 .03 32.26 .005 .30 .40 .46
09316 9,71 L0185 11.57 10,18  2.03 4.45 .44 4,06 .10 53.39 005 .8 2.30 1.20
92-T8-110 i7.08  .040 .71 .50 4.98 .63 .04 1,90 .02 €8.85 005 .35 1.90 .7
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j

VANCOUVER OFFICE:

705 WEST 16TH STREET

NORTH VANGOUVER, B.C. GANADA V/M 112
TELEPHONE (604) 980-68 11 OR (804) 088-d574
FAX (B04) BE0-8621

SMITHERS LAB.:

3176 TATLOW ROAD
SMITHERS, BC. CANADA VOJ 2NG
TELEPHOME (€04) 847-3004

FAX (804) BdT-3005
2V-0651-RG1
Company:  MINNOVA INj Date: JUL-29-92
Project: 675-CRANBRO®K - Copy 1. MINNOVA INC., VANCOUVER, B.C.
Aun: T. BERGER/C, BURGE 2. MINNOVA INC., CRANBROOK, B.C.
We hereby certify the foll ;wial Geochemical Analysis of 6 ROCK samples
submitted JUL-15-92.by OMg BERGEGR.
I,
Sample | B F
Nmber .. R L. B e s ¢ S RS RAS
92-TB-109 i 41 230
92-TB-111 ! 738 260
02-TB-112 ' 823 1710
92-TB-113 ! 1131 460
28NS B
92-1B-116 ] 57 1980
_______________________ r__,______________-___________________________.,______-,.__.,_,..._ T R

‘ Certified by % f

MIN-EN LABORATORIES
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COMP: MINNDVA TNC. : MIN-EN LABS8 — ICP REPORT FILE NO: 2V-0651-RJ1
PROJ: 6753~ CRANBROOK ? 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 92/07/20
ATTN: T. BERGER/C. EURE_GF E (604)980-5814 OR (604)9B8-4524 * ROCK *  (ACT:F31)
SAMPLE U as AS BA  Cu PS sB IN M-FIRE |
NUMBER ‘iPPH FPM PPK PPM opH PPH  PPM PPB _
92-T6- 109 4 11 8 10 9 i 20 7
92-7R-111 - 1 158 48 1462 1 112 2
92-7B-112 |6 1 291 74 190 1 187 1
92-TR-113 Lol 1 730 40 130 1 92 1
[ Pa-Th-a1E Lo TooLwe o e 1 1se02 e
92-TB-116 ‘ P 1 262 25 91 1 419 1
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- MN VANCOUVER OFFICE:
; 705 WEST 15TH STREET
B *EN NORTH VANCOUVER, BC. CANADA V7M 172
K . TELEPHONE (604) 980-5814 OR (604) 988-4524

LABORATORIES TELECHoNE (s

(DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
_ S 3176 TATLOW ROAD
JEECIAL T b T ZE L L Sl aRSTT SMITHERS, BC. CANADA VOJ 2NO
Co : ' TELEPHONE (604) 847-3004

FAX (604) 847-3005

B e L T A L LTS RN VL el i VR VS SRR O DT R VRR £ e D T 3 s r pmnar

Geochemical Analysis Certificate 2V-0640-RG1

Company: MINNOVA INC. Date: JUL-22-92
Project: 675 CRANBROOK Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: T.BERGER/C.BURGE

We hereby certify the following Geochemical Analysis of 3 ROCK samples
submitted JUL-13-92 by TOM BERGER.

Sample B F
Number ... PM . L
09315 39 20
09316 49 340
92-TB-110 95 350
I4
Certified by

(%

MIN-EN LABORATORIES
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; I M|N§ A VANCOUVER OFFICE:
l wrh e W 705 WEST 15TH STREET
S

oEN NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 880-5814 OR (604) 988-4524

I.ABORATORIES FAX (604) 980-9621
(DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, BC. CANADA VOJ 2NO
CHEMISTS * ASSAYERS » ANALYSTS » GECCHEMISTS TELEPHONE (604) 847-3004

FAX {604) 847-3005

Geochemical Analysis Qertiﬁgate 2V-0651-RG1
Company: MINNOVA INC. ‘ Date: JUL-29-92
Project:  675-CRANBROOK ! Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: T. BERGER/C. BURGE I 2. MINNOVA INC., CRANBROOK, B.C.

We hereby certify the following Geochemlcal Analysis of 6 ROCK samples
submitted JUL-15-92 by TOM BERGER.

Sample B F

Number ... PM M ...
92-TB-109 41 230

92-TB-111 738 960

92-TB-112 823 1710

92-TB-113 1131 460

92-TB-115 43 1720

92-TB-116 57 1980

A
Certified by % 7

MIN-EN LABORATORIES




T MIN VANCOUVER OFFICE:
! 705 WEST 15TH STREET

- [ J EN NORTH VANCOUVER, BC. CANADA V7M 1T2

- ! TELEPHONE (604) 980-58 14 OR (604) 988-4524

LABORATORIES FAX (604) 960-9621

(DIVISION OF ASSAYERS CORP.) SM'THERS LAB.:
; ‘ L R 3176 TATLOW ROAD
CRECIML T ol ET ET SMITHERS, BC. CANADA VOJ 2NO
‘ TELEPHONE (604) 847-3004

FAX (604) 847-3005

R TR ST RSP Pt e memoet oAt L - LT LML AR R AT SN RS TR WO | ML AZA £ R e o - w.rirwar «rerar

O ARG IO A SN TR TR L D R AL T CE e R R BLRMATAIIT e T AT W LA MY S AT DG UM o i

Geochemical Analysis Certificate 2V-0640-RG1

Company: MINNOVA INC. Date: JUL-22-92
Project: 675 CRANBROOK Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: T.BERGER/C.BURGE

We hereby certify the following Geochemical Analysis of 3 ROCK samples
submitted JUL-13-92 by TOM BERGER.

Sample B F
Number ... P L
09315 39 20
09316 49 340
92-TB-110 95 350
I4
Certified by

(%

MIN-EN LABORATORIES



MIN - VANCOUVER OFFICE:
| 705 WEST 15TH STREET
.\_}J . oEN NORTH VANCOUVER, BC. CANADA V7M 1T2

TELEPHONE (604) 980-5814 OR (604) 988-4524
LABORATORIES FAX (604) 960-621
(DIVISION OF ASSAYERS CORP.) SM'THERS LAB.:
. A o 3176 TATLOW ROAD
I AL T : [ SMITHERS, BC. CANADA VQI 2NO
L . T TELEPHONE (604) 847-3004

FAX (604) 847-3005

Geochemical Analysis Certificate 2V-0569-RG1
Company: MINNOVA INC. Date: JUL-22-92
Project: CRANBROOK-675 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Aun: COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 19 ROCK samples
submitted JUN-29-92 by T. BERGER.

Sanple B F
Number PPM PPM
92-TB-028 65 960
92-TB-029 19 590
92-TB-092 57 810
92-TB-093 160 780
92-TB-094 34 880
92-TB-095 266 800
92-TB-096 42 490
92-TB-097 27 670
92-TB-098 106 770
92-TB-099 137 690
92-TB-100 152 1140
92-TB-101 110 970
92-TB-102 110 510
92-TB-103 42 1060
92-TB-104 91 760
92-TB-105 243 720
92-TB-106 160 380
92-TB-107 38 290
92-TB-108 49 870

Certified by %/Z//

MIN-EN LABORATORIES



M|N§ 2 A VANCOUVER OFFICE:
ity e 705 WEST 15TH STREET
oEN : 7 NORTH VANCOUVER, BC. CANADA V7M 172
o TELEPHONE (604) 980-5814 OR (604) 988-4524

LABORATORIES FAX (604) 980-9621
{DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, BC. CANADA VOJ 2NO
CHEMISTS * ASSAYERS * aNALYSTS *» GEC ZHEMISTS TELEPHONE (604) 847-3004

FAX (604) 847-3005

Geochemical Analysis Certificate 2V-0651-RG1

Company: MINNOVA INC. : Date: JUL-29-92
Project: 675-CRANBROOK | Copy 1. MINNOVA INC., VANCOUVER, B.C.
Aun: T. BERGER/C. BURGE 1 2. MINNOVA INC., CRANBROOK, B.C.

We hereby certify the following Geoc}llemlcal Analysis of 6 ROCK samples
submitted JUL-15-92 by TOM BERGER

Sanple B F

Number . PM . P e
92-TB- 109 41 230

92-TB-111 738 960

92-TB-112 823 1710

92-TB-113 1131 460

92-TB-115 43 1720

92-TB-116 57 1980

\
| Certified by %/

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN=-EN LABS — ICP REPORT FILE NO: 2v-0651-RJ1

PROJ: 675-CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 92/07/20
ATTN: T. BERGER/C. BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA v PB sB IN AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

92-T8-109 .7 11 84 10 9 1 20 7

92-78-111 A 1 158 48 142 1 112 2

92-T8-112 .6 1 291 74 190 1 187 1

92-1B-113 .6 1 230 40 130 1 92 1

92-T8-115 . 1 290 232 121 1 13602 5

92-18-116 R 1 262 5 91 1 419 1




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0651-RL1

PROJ: 675-CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/07/20
ATTN: T. BERGER/C. BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNOZ2 NA20 P205 SIO2 SR TIO2 LOI S
NUMBER % % % % p3 % % x % % % % X %
92-TB-109 7.07 .030 1.85 1.16 2.48 .40 .08 6.07 .03 78.08 .005 46 1.20 .07
92-71B-111 9.44 .025 4.56 4.53 3.45 1.77 32 475 A7 65.93  .010 .47 3.50 1.08
92-TB-112 9.07 .055 .78 4.51 5.35 1.43 19 3.85 .08 69.85 .010 46 3.70 .59
92-18-113 9.61 .055 .72 3.27 5.7 1.09 A3 4.22 .07 70.33 .005 47 3.30 .37
92-18-115 7.35 .035 3.79 9.91 3.92 2.02 .30 4.00 .22 59.64 .010 .35 6.20 5.80
92-1B-116 13.36 .025 7.74 2.43 1.91 .75 26 11.27 .05 59.61 .025 61 1.20 .56




88-18-19392

COMP: MINNOVA INC.
PROJ: 675 CRANBRODX

11:58

MIN-EN LABS — WHOLE ROCK ANALYSBIS
705 WEBT 15TH ST., NORTH VANCOUVER, B.C. V7K 112

604 988 9621

P.@3

FILE NO: 2v-Q719-R.%

DATE: 92/08/97

ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK ¥ (ACT:F268)
SAMPLE AL203 BA CAD  FE203 K20 MGO MNO2 NA2D P205  §102 S8R YID2 Lot ]
NUMBER % X % X % % % 1 X X X % % %
92-18-114 21.07 098 Y4 3,25 6.6 1.66 .08 .bb .05 60.52 005 .76 3. 10 .04
92-TB~117 16.20 .060 1.% 5.37 2.29 1.8% 03 4,16 16 65,86 010 60 2,50 A3
92-18-118 13.32 .015 26 1.74 ,59 .58 01 6.48 .08 75,00 .00S 55 .60 03
92-T8-119 19.13 .150 .92 .31 551 1.73 .08 1.0% 05 61.85 ,010 75 3.30 A7
92-18-120 17.56 . 080 78  3.62 .18 1.80 06 1,12 .19 4T.86 005 ST 2.00 .06
¢2-18-121 15.01 .020 8.15% 9.63 91 8,52 .23 2.7 A1 53.93 005 He  1.80 .18
92-78-122 18,31 .00% ,28 37 11,36 .12 01 2.72 .19 65.08 005 .02 .60 01
92-Y8-123 14.60 .Q60 6.70 8.64 1.57  1.62 A5 1,69 21 61,67 08 119 1,00 .08
92-18-127 13.92 .080 3.22 2.22 3.7 V.44 06 2,00 .04 70.06 .05 S0 1.90 42
92-78-128 15.14 .060 3.12 3.80 3.07 2.04 03 2.46 16 68,12 010 A7 2,40 41
92-78-129 $7.50 .050 5.32 7.76 2.3 3.09 A3 2,45 .20 35,16 D20 H60 4,00 1.70
92-T8-130 14,95 .060 2.48 .66 3.% 3.00 Y .88 1 66,41 01§ 56  1.60 .03
92-78- 134 16.10 045 1.8 4&.07 3.56 2.06 N A7 92 65.91 .00% 52 2.40 .08
92-TR-132 9.82 050 .33 1.62 3.66 .85 .04 2,08 L0t 773 010 .36 .30 .02
92-78-133 11.44 .020 2.9 1.90 97  1.09 .03 3.58 .03 75.43 .010 46 .80 .03
92-TB~134 13.80 105 6.68 2.9 4,06 481 09 1.80 .08 62,22 015 52 1.9 .01
92-18-13% 11.48 .b1¢ 8.56 11,06 .76 10.92 25 2.37 .09 56.79 ,005 .86 2,00 02
92-78-136 15.88 .020 r.37 8.87 1.18 7.85 .22 3.80 .03 $0.32 .00% b 3.30 W01
92-1B-137 16.73 .080 2.7 4.48 3.7 2.1 06 2.22 06 62.81 015 .63 3.70 &b
92-18-138 16.79 090 1,15 3.78 .46 1.57 .02 1.7 06 68,27 .0V 65 3.30 .10

. 92-18-139 16.59 095 .35 3.74 4.60 1.48 02 1.56 06 67.38 005 59 2,70 .07
92-1T8-140 16.16 .090 .30 1.82 5.2% 1.54 .05 .B7 06 60.56 005 .58 2.80 .06
92-7B- 141 16.04 0 ok 1.9% 4.13 1.3 06 1,66 .03 70.18 010 .59 300 .05
92:7B-142 14.83 080 2.5 3.09 1.68 2.05 090 3.60 v 68.60 015 52 2.30 .06
92-1B-143 17.46 110 .32 4,14 ‘.26 1.06 05  1.80 08 65.74 ,005 .65  3.30 .03
§2-78-144 22.91 150 A0 5,51 6,66 1.4 .06 .98 .07 56,58 005 .85 4.10 .04
02-T8-145 2.2 058 .50 3.83 2.1 .80 04  3.28 .08 73.99% 005 1 1.50 .03
92-18~1646 10.76 040 ,a% 2.37 1,52 .54 .03 3.22 .05 78.0% 008 42 1.20 04
92-18-147 10.84 050 .28 2.43 1.74% 40 0%  4.00 .03 77.78 ,005 47 1.20 .07
92-18-148 1.77 110 .52 4.58 5.08 2.1 06 2.14 06 81.2% .010 .8C &0 .03




88-10-1992 11:S 604 380 9621 P.@2

COMP: MINNGYA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0719-R4142

PROJ: 675 CRANSROOK 705 WEET 15TH §T., NORTH VANCOUVER, 8.C. V/M 112 DATE: 92/08/08

ATTNS COLIN BURGE/TOM BERGER (604)980-5814 OR (504)9P8A-4524 * ROCK *  (ACT:F3Y)
SAMPLE AG AS 8A w [4:} SB ZIN AU-FIRE
HUMBER PP PPM PP PN PPM PPM PPM 2]
92-78-114 K] 2 160 7 39 1 15 1
92-T- 117 3 1 159 33 14 1 11 1
92-78-118 K 9 43 5 é i 1 4
$2-T8-119 .5 1 429 19 3 1 9 1
$2-18-120 .5 332 214 10 24 1 1 1
92-78-121 8 1 210 13 10 1 Al 1
p2-18-122 % 1% 7 2 12 1 1 1
§2-78-123 7 1 244 10 12 1 96 2
92-18-127 .8 30 137 21 23 1 138 1
92-TB-128 ) 8 134 16 15 1 15 1
92-78-129 .5 1 27 L}] 12 3 797 1
92-T8-130 . i 412 1% 8 1 52 3
$2-TA-131 .5 63 148 22 10 1 1 1
92-18-132 .7 12 52 5 13 | 1 1
02-18-133 A 1’ 128 5 11 1 8 2
92-18-134 1.7 H 17 7 0 1 1 |
92-78-135 3 8 22 7 10 1 3 3
92-18-136 A 9 60 M4 15 1 7 1
02-78-137 .9 1 196 A 5 1 1 1
92-718-130 1.3 6 300 23 é 1 1 1
92-18-139 .8 5 263 1% ] 1 1 1
92-18- 140 1.4 4 232 A 50 1 i 2
92-18-141 .5 14 209 7 17 1 1 1
§2-T8-142 7 1 199 12 3 ! 1 1
92-T8B- 143 N 8 237 8 ? 1 1 1
92-18-144 7 1 313 20 3 1 1 5
92-18-148 .3 2 168 13 2 1 1 1
02.18-144 4 2 109 3 2 1 1 2
92-T8- 147 .2 10 4! 7 & 1 1 1
92-18-148 .8 1 133 7 6 1 4 2
92-TB-149 . 1 17 &5 8 1 30 ¢
92-78-150 B 1 37 51 4 1 29 8
§2-TH-1%1 1.6 A & 8 8 1 1 4
92-1B-152 A 1 179 41 18 1 7 3




@8-18-1952 11:5]

COMP: MINNOVA INC.

604 980 9621 P.@4

MIN-BN LABS — WHOLE ROCK ANALYSIS

FILE NO: 2V-0T15-RL2

PROJs 675 CRANBROOK 705 WEST 15TH ST., NORTK VAKCOUVER, B.C. VIN 1712 DATE: 92708708
ATTIN: COLIN SURQGE/TOM BERGER (604)9B0-584 DR (604 )98B-4524 * ROCK *  (ACT:P26)
SAMPLE AL2O3 8A CAD FE203 K20 MCO MNOZ NA20 P205 8102 SR TI02 Lol [
NUMBER ] X x % % % % X % % % % 3 x
92-T8-149 14.14 010 .70 10.96 H6 675 21 9% 07 52.3%  .0CS .67 1,80 .03
92-78-150 14.22 010 9.9 10,50 93 6.84 21 T .05 52,390 .00% .67  2.00 .06
92-T8-151 13.78 020 .27 5.00 3.13 2.63 02 2.02 A1 65,67 .005 b2 4,10 A7
92-78-152 12.75 . 040 1.08 5.35 259 2.04 A1 2.42 00 68,78 .010 46 2.40 74

|
-

TOTAL P.B4



98-108-1932 11:57 684 3980 9621 P.01

MINER AJ, VANCOUVER OFFICE:
% B o ANGOLVER B, CANADA. VTM 172
. N jiwi MR TELEPHONE (604} 900-6614 OR (804) B88-46:24
P LABORATORIES FAX (804) 980-0821
/ (IBON OF ABSAYERS CORP. SMITHERS LAB.:
SPE NTS 3147%2&"3’6”" CA;.)NADA VOJ 2N0
EJ&%&E&‘?’E&@"?’:‘ 5«;‘3'13.“% TELEPHONE (504) 847-3004

FAX (604) 847-3006

1 1 j 2V-0719-RG1
Company: MINNOVA INC, Date: AUG-07-92
Project: 675 CRANBROOK Copy |. MINNOVA INC., VANCOUVER, B.C.
Alta: COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 30 ROCK samples
submitted JUL-27-92 by TOM BERGER.

Sampl e B F

Number PRM L
92-TB-114 208 990

92.-TB- (7 72 790

92-TB-118 472 230

92-TB-119 232 1100

92-TB-120 4020 1990 . .
92-TB-121 69 460

92-TB-122 72 110

92-TB-123 48 1640

92-TB-127 45 990

92-TB-128 39 1080 )

92-TB-129 51 2160

92-TB-130 271 1940

92-TB-131 3010 3980

92-TB-132 39 280

92-”!1_3-133 . X 42 0
92-TB-134 42 1250

92-TB-135 542 630

02-TB-136 60 260

92-TB-137 81 1520

92-TB-138 BS 420
92-TB-139 81 1360

02-TB- 140 81 1430

02-.TB-141 81 1340

92-TB- 142 127 1180

92-TB- 143 69 1170 i
92.TB-144 148 1090

92-TB-145 60 460

02-TB-146 54 410

92-TB-147 36 200

92 -TB-148 84 1120

-------------------------------------------------------------------------------------------

Certified by w

MIN-EN LABORATORIES



B8-18-1992 11:57 694 980 9621 P.D2

"[ MINEE 58 VANCOUVER OFFICE:
e 705 WEST 16TH STREET
gy TEN e e A Ml e
E\\//‘ LABORATORIES Rmseoseh /
D (PIVSION OF ASSAYERS CORP.) SMITHERS LAB.:
31768 TATLOW ROAD
(B o evmowss AL R e
FAX (604) B47-3005
L ———
- 1 3 2V-0719-RG2
Company: MINNOVA INC. Date: AUG-08-92
Project: 675 CRANBROOK Copy 1. MINNOVA INC., VANCOUVER, B.C.

We hereby certify the following Geochemical Analysis of 4 ROCK samples
submitted JUL-77-92 by TOM BERGER.

Sample B F
Number PRM PR
92-TBR-149 43 250
92.TB-150 43 270
92.TB-151 76 770
92-1R-152 61 980

------------------------------------------------------------------------------------------

A

Certified by %

MIN-EN LABORATQORIES

TOTAL P.@2



» 'l ‘ M'N VANCOUVER OFFICE:
705 WEST 15TH STREET
-

- [ EN NORTH VANCOUVER, B.C. CANAF'{D:\ V)7M 1T2
Y . TELEPHONE (604) 980-5814 OR (604) 988-4524
3\//) LABORATORIES
= / {DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
/AL SPECIALISTS IN MINERAL ENVIRONMENTS RSB ot a0 vou 2n0

CHEMISTS » ASSAYERS * ANALYSTS « GEOCHEMISTS TELEPHONE (604) 847-3004
FAX (604) 847-3005

Geochemical Analysis Certificate 2V-0741-RG1
Company: MINNOVA INC. Date: AUG-08-92
Project: CRANBROOK-675 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 25 ROCK samples
submitted JUL-30-92 by TOM BERGER.

Sample B F
Number PPM PM
92-TB-153 99 880
92-TB-154 23 120
92-TB-155 49 480
92-TB-156 56 460
92-TB-157 87 540
92-TB-158 91 980
92-TB-159 47 1080
92-TB-160 112 930
92-TB- 161 39 690
92-TB-162 39 570
92-TB-163 36 760
92-TB-164 39 960
92-TB-165 171 1060
92-TB-166 39 520
92-TB-167 56 650
92-TB-168 76 550
92-TB-169 37 470
92-TB-170 62 630
92-TB-171 85 520
92-TB-172 69 550
92-TB-173 43 460
92-TB-174 43 900
92-TB-176 79 1190
92-TB-177 63 940
92-TB-178 53 840

Certified by 77:/.//

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2v-0741-RL1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/08/08
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 S102 SR Ti102 Lol S
NUMBER % % % % % % % % % % % % % %
92-TB-153 17.52 .095 .08 4.22 4.42 1.35 .02 1.09 .05 66.10 .005 .58 3.40 .02
92-TB-154 9.90 .015 .07 1.36 .53 .30 .01 4.61 .02 80.88 .005 .45 .60 .01
92-TB-155 14.13 .050 .15 3.05 2.73 1.1 .02 2.62 .03 73.86 .005 .48 1.10 .01
92-T8-156 13.16 .040 .24 4.64 1.86 1.66 .03 2.8 .05 71.90 .005 430 2.20 .03
92-TB-157 15.34 075 .26 4.73 3.39 1.53 .03 1.65 .06 68.80 .005 .50 2.70 .04
92-TB-158 15.41 .075 .02 3.47 4.29 1.23 01 1,14 .10 69.71  .005 .50  3.30 .03
92-1B- 159 14.73 .025 9.34 10.03 1.75 6.64 .31 77 .08 52.41 .005 .98 1.80 .01
92-1B-160 15.34 .065 2.04 5.49 3.81  2.15 07  1.63 .06 65.48 .010 .60 1.90 .04
92-TB-161 15.04 .035 4.74 4.81 2.14  2.26 .09 2.36 .07 66.04  .020 .60 .50 .03
92-TB-162 13.83 .040 9.07 15.80 .85 5.53 .30 3.14 41 47.217 0,025 2.13 .60 .04
92-78-163 13.25 .045 4.46 5.29 2.10 1.80 .11 1.80 .07 68.38 .015 .60 .90 .03
92-TB-164 13.99 .025 5.83 7.77 2.00 1.43 411,07 .20 63.85 .020 1.07 1.60 .69
92-TB-165 20.84 .115 .54 3.97 5.67 1.65 .05 .96 .04 59.89 .005 76 4.40 .03
92-TB-166 12.37 .015 8.01 18.45 .89 4.61 34 2.18 .32 47.91  .005 3.35 .80 1
92-TB-167 14.12 .055 19 3.57 2.63 1.48 03 2.77 .08 70.86 .005 54 2.60 .04
92-TB-168 16.27 .100 .07 1.84 4.60 1.02 .02 1.43 .01 70.22 .005 470 2.90 .02
92-TB-169 12.53 .035 1.90 3.06 2.02 .96 .03 2.94 .03 73.74 .005 37 1.80 .07
92-TB-170 13.53 .040 2.56 2.97 2.32 .92 .03 2.9 .06 71.30 .005 .48  2.00 .31
92-TB-171 18.45 .085 .10 5.94 3.88 1.90 04 1.26 .09 63.24  .005 .64 3.70 .06
92-1B-172 15.48 .075 .78 4.62 3.40 1.82 050 1.4 .42 66.85  .005 .51 3.90 .05
92-18-173 15.62 .060 5.82 3.46 1.54 1.54 .05 2.87 .11 64.84  .010 42 2.60 .04
92-TB-174 11.95 .025 3.14 9.21 2.90 1.75 .05 .42 .19 62.70  .010 400 6,60 3.4
92-TB-176 15.04 .085 .73 4.22 4.02 1.86 .03 1.59 .09 68.35 .010 .48 2.80 .29
92-TB-177 15.29 .065 2.98 3.20 2.42 1.58 .04 3.78 .08 67.29 .035 41 1,70 .12
92-TB-178 13.12 .085 3.22 3.50 3.19  2.34 .03 2.36 .08 68.95 .015 460 1.50 .10




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2Vv-0741-RJ1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 1T2 DATE: 92/08/10
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92-18-153 .2 10 m 15 3 1 24 5
92-TB-154 .3 10 32 9 7 1 8 2
92-78-155 .1 8 81 6 5 1 14 3
92-TB-156 -1 5 57 19 7 1 22 5
92-18-157 .2 8 78 15 8 1 21 2
92-78-158 .4 14 86 12 7 1 9 2
92-1T8- 159 5 99 44 5 24 1 51 5
92-TB-160 .5 1 383 14 1 1 46 19
92-TB-161 | 1 486 6 1 1 7 1
92-TB-162 | 1 351 46 1 1 38 2
92-TB-163 1 1 558 6 3 1 100 4
92-TB-164 a 1 315 29 1 1 72 4
92-7B-165 .4 70 209 18 7 1 60 3
92-T8-166 .1 1 43 17 1 1 34 2
92-T1B-167 .3 1 92 13 1" 1 20 4
92-18-168 .5 7 149 13 6 1 9 1
92-TB-169 .7 8 106 8 6 1 13 1
92-T8-170 .9 37 103 20 6 1 12 5
92-TB-171 | 1 103 22 5 1 22 1
92-TB-172 .1 5 103 34 9 1 15 4
92-18-173 .5 1 79 37 14 1 25 5
92-1B-174 .5 1 69 150 31 1 32 8
92-1B-176 1.0 12 175 24 5 1 31 3
92-TB-177 .8 3 105 14 12 1 35 1
92-78-178 .7 1 110 41 2 1 30 2




08-10-1992 12:85 604 98@ 9621 P.@3

COMP: MINNOVA INC. MIN=EN LABB - WHOLE ROCK ANALYBIB FILE MO 2V-0741-RLY
PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7™ 1712 DATE: 92/08/08
ATTN: COLIN SBURGE/TOM BERGER (604 )980-5816 OR (604)988-6526 % ROCK *  (ALT:F26)
BANPLE AL203 BA CAO  FE203 K20 MGD  MNOZ2 NAZO P205 §102 st TiI02 101 8
NUNBER X 1 1 % % X % X X % X % % %
92-18-153 17.52 .09% OB 422 642 1,35 .02 1,09 .05 66.10 .005 .58 3.40 .02
9218154 9.90  .01S .07 1.3 53 300 .01 4,61 .02 80.88 .005 .45 .60 .DY
92-va8-155 16,13 .050 A5 305 2.3 1.1 02 2.62 .03 T3.E6 005 .48 1.0 .09
92-18- 156 13.16  .040 26 4,66 1.B6 1.66 .03 2.2 .05 71.90 .005 .43 2,20 .03
92-18-157 15.3¢ 075 .26 4;7Y 339 1.53 .03 1.5 .06 68,80 .005 .50 2.70 .04
92-78-1%8 15,41 075 02 3.47 L.2¢ 1.23 01 114 A0 69,7 008 .50 3.0 03
92-T8-15¢9 4. 73 025 9.3 10,03 1.7S 6.64 .31 7T .08 %2.41 .005 .98 1.80 .01
92-18-160 15.36  .065 2.06 5.49 5.8t .45 .07 1,63 .06 65.48 .010 .60 1.90 .04
92-TB-161 15.06 035 4.764 4B 2.4 2.26 09 2,36 .07 66.04 .020 .60 .90 .03
92-18-162 13.85 .040 9.07 15.80 .85 553 .30 3,14 41 47.29 .025 2,13 .60 .04
92-TB- 163 13.25 045 446 5,29 2.0 1.8 .11 1.80 .07 53.38 .01% .40 .50 .08
92-T8-164 15.99 025 5.83 7.77 2.00 1.43 .11 4.07 .20 A3.8% 020 1.07 1.60 .&¢
92-18-165 20.84 119 .54 3.97 5.67 1.65 05 .96 04 59.8%9 005 76 4,40 .03
92-Th-166 12.37  .015  B.01 18.45 .89 4.6t 3% 2,18 .32 47.01  .00% 338 .80 .1
P2-T8-167 1%.12  .055 19 357 2.63 1.48 03 2.77 .08 70.86 .00% .8 Z.60 .04
92-18-168 16.27 100 07 1.8 4,60 T.02 .02 1.43 .01 70.22  .005 .47 "2.90 .02
92-18-169 1253 .03 190 3,06 202 .96 .03 2,94 .03 7.7 .005 .37 1,80 .07
92-T8-170 1553 .40 2,56 2.97 232 .2 .03 291 .Dé TI.30 .0DS .48 2.60  .3%
02-1B-174 18.45  .085 A0 5.9 3.88 1,90 .04 1.26 .09 65,24 .0OS .64 3.70 ,06
$2-TB-172 15.48 .07 78 4,62 3.40 1,82 .08 1.16 .42 66.85 005 .51 3.0 .05
92-T8:173 15.62 060 5.82 3.46 1,54 1,54 .05 2.87 .11 64,8 010 .42 2.60 .04
92-T8-174 1M1.95 L0285 5.1 921 290 1,79 .05 .2 .19 62.70 N0 4D 6.60 .43
02-1R-17% 15.04  .085 73 4,22 4,02 1.86 .03 1,59 .09 68.35 .010 .48 2,80 .29
92-78-177 15.20  ,04% 2,98 3.20 2.42 1.58 .06 3.78 .08 67.29 .035 .41 1.70 .12
92-1B-178 13.12 085 3.22 330 3,19 2.3 .03 2,386 .08 58.95 .015 .46 1.5 .10




€8/18-1992

COMP: MENNOVA INC,
PROJ: CRANBROOK-673

12:86

604 S88 9621 P.94

MIK=-EN LAB8 — ICP REPORT
7G5 WEST 15TH ST., NORTH VANCOUVER, B.C. V7 172

FILE NO: 2v-07&1-Ry4%
DATE: 92/08/10

ATTN: COLIN BURGE/TOM BERGER (604)980D-5814 OR (604 )988-4526 v ROCK *  (ACT:F31)
SANPLE AG LH BA &) PB $B 2N AU-FIRE
NUNBER PPH PPM PPM PPH PPN PPH PPH PPB
92-18-153 2 10 m 19 3 1 2% s
92-T8-154 3 10 7] 9 7 1 8 2
92-18-155 " 8 81 6 5 1 14 3
92-8-156 Ny 5 57 19 7 1 22 5
92-18-157 2 8 8 15 8 1 2 2
92-18-158 4 1% 85 12 ? 1 9 2
92-78-159 5 ] 44 5 2 1 51 5
92-18-160 5 1 383 % : 1 46 19
92-78- 163 B 1 486 6 . 1 71 1
92-18- 162 5 1 351 46 ‘ 1 38 2
92-18-163 o 4 558 6 3 1 100 4
92-18+166 N 1 315 29 ! 1 72 &
92-T8-165 % 70 209 18 7 1 60 3
92- TB-166 o 1 43 17 1 1 3% z
92-18-167 3 11 92 13 11 1 20 4
92-78-168 5 ? 149 13 6 1 9 1
92-78-169 7 8 106 8 6 1 13 1
92-18-170 .9 7 103 20 6 1 12 5
92-T8-171 N t 103 22 k] 1 a2 1
92-T8-172 N 5 103 34 9 1 15 4
92-18-173 5 1 ™ 37 1% 1 25 5
92-T8-174 .5 1 &9 150 5 1 32 8
92-18:176 1.0 12 175 2 5 1 3 3
92- 18177 .4 3 105 1 12 1 35 1
92-18:178 7 1 10 “ 2 1 3¢ 2

TOTAL P.84



08.18,1992 12:85 604 380 9621 P.B2

MINET L8 VANCOUVER OFFICE:
s P 706 WEST 15TH BTREET
* ENVIRL R 0Tl e
.- "
. lABORATORlES FAX, (804) 58C-9621
/ PIVIBION OF ASSAYERE CORP.) SMITHERS LAB.:
3178 TATLOW ROAD
P TS N MINERAL ENVIRONMENTS SMTHERS BC. CANADA Vo 2M0
FAX (804) B47-3005
- et
Geochemical Analysis Certificate 2V-0741-RG1
Company: MINNOVA INC. Dae: AUG-08-92
Project: CRANBROOK-675 Copy 1. MINNOVA INC., VANCOUVYER, B.C.
Attn- COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 25 ROCK sampies
submitted JUL 30-92 by TOM BERGER,

Sample B F

Number PPM M
92-TB-153 99 880

92-TB- 154 23 120

92-TB-155 49 480

92-TB- 156 56 460

92-TB-157 87 540

92-TB-158 91 980

92-TB-159 47 1080

92-TB-160 112 930

92-TB-161 39 690

92-TB-162 39 300
92-TB-163 36 760

92-TB-164 39 960

92-TB-165 171 1060

92-TB-166 39 520

92-TB-167 56 650
92-TB-168 76 330

92-TB-169 37 470

92-TBE-170 62 630

92-TB-171 85 520

92-TB-172 69 R
92-TB-173 43 460

92-TB-174 43 900

92-TB-176 79 1190

92-TB-177 63 940

92-TB-178 53 840

..........................................................................................

r
Certified by %

MIN-EN LABORATORIES




604 980 9621 P.@2

08-24-1992 16:25
M'N% VANCOUVER OFFICE:
S 706 WEST 15TH STREET
Yol NORTH VANGOUVER, B.C. CANADA  V7M 112
. TELEPHONE (B04) 880-5814 OR {B04) 088-4524

.ﬂ / LABORATOMES FAX {804) 660-062

o Fh
R
(A

OVIBION OF ASBAVERS CORP SMITHERS LAB.:

3178 TATLOW ROAD
SPECIALISTS (N MINERAL ENVIRONMENTS SMITHERS, BC. CANADA VOJ 2NO
CHEMISTS * AGRAYCRS » ANALYSTS « QEOLHEMISTS TELEPHONE (604) B47-3004
FAX (804) B47-3005

Geochemical Analysis Certificate 2V-0770-RG1

Compuny: MINNOVA INC. Date: AUG-25-92
Projoct: CRANBROOK-675 Copy 1. MINNOVA INC., VANCOUVER, R.C.
At COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of S ROCK samples
submitted AUG-05-92 by TOM BERGER.

Sanple B F
Nuqi_)gr . PPM PM
92-1B-175 91 600
92-TB-179 99 470
92-TB-180 103 740
92-TB-181 192 1060
92-TB-182 106 750

------------------------------------------------------------------------------------------

Certified by %

MIN-EN LABORATORIES




08-24-1992 16:25 684 980 9621 P.23

COMP: MINNOVA INC. MIN-EN LABB — ICP RBPORT FILE NO: 2v-0770-RJY
PROJ: CRANBROCK- 675 TOS WEST 15TH ST., NORTH VANCOUVER, B.C. VIM 112 DATE: 92/08/18
ATTR: COLIN BURGE/TOM BERGER (604)980-5814 DR (604)988-4524 * ROCK *  (ACT:P31)

SANPLE AG AS BA cu PB 58 2N AU-FIRE

NUMBER PP PPM PPM PPH PPN PPM PPM PPB

92-18=175 K 1 1711 18 42 1 1292 1

92-T8-179 5 1 358 24 22 7 67 1

92-78-180 .4 1 348 19 1 1 73 2

©2-78-184 .5 3 247 12 27 1 59 2

92-18- 182 K 10 226 23 ) 1 29 1




B8/24-1992 16:25 604 980 9621 P.B4

COMP: WINNOVA NG, MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO; 2V-0770-Ril

PROJ: CRANBROOK-475 705 WEST 15TH S5T., NORTH VAMCOUVER, 8.C. V7M 112 DATE: 92/08/22

ATTN: COLIN BURGE/TOM BERGER (604)980:5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAD FE203 K20 MGO MNQ2 NAZO P205% 102 SR Y102 LOI S
NUMBER % % % % % % % % % % % 4 % %
92-1T8-175 13.65 .40 b 299 273 1.66 .03 2.85 .08 70.99 .005 .46 2.60 .06
92-18-179 16.03  .095 020 2.5 4,69 1.26 02 1,37 .04 69,264 D05 .58 3.0 .01
02-T8- 180 13.38 078 A48 449 2,08 1,37 .06 158 .09 71.09 005 .49 3%.30 .02
92-78-181 14.68  .06% 76 4,08  3.01 2.% .05 2,61 .08 6846 D10 5% 270 .00
92-18-182 14,43 070 8 390 3,03 1,39 .01 2,23 .09 70,00 005 .52 3.20 .M

TOTAL P.04



) §9-18,1992 11:35  MIN-EN UANC. 604 989 9621 P.@2
l ‘ MN,L M o VANCOUVER OFFICE:
: 705 WEST 15TH STREET
; PRI T W
lu o N -4 6%
' LABORATORIES FAX (604) 080-002 1
(DMISION OF ARBAYENRS CORP ) SMITHERS LAR.:
SPECIALISTS IN MINERAL ENVIRONMENTS el ROMNADA. vou 2h0

CHEMISTS » ASSAYERS & ANALYSTS - Gif 037 1 MISTS TELEPHONE (804) 847-3004
FAX (604) 847-3006

Geachemical Analysis Certificate 2V-0916-RG1

Company: MINNQOVA INC. Dato: SEP-17-92
Project: CRANBROOK 675 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Anp: COLIN BURGE

We hereby cenify the following Geochemical Analysis of 4 ROCK samples
submitted AUG-31-92 by C. BURGE.

Sanple B F
P:h_n{{)u PAM PRM
92-TB-183 132 960
92-TB- 184 116 810
92-TB-185% 55 340
92.TB-186 139 600

.....................................................................

Certified by %Z

MIN-EN LABORATORIES



29-18-1992 11:36 MIN-EN UANC. 684 S80 9621

COMP; MINNDVA INC. MIN-EN LABS8 — ICP REPORT FILE NOt 2v-0916-RJ1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7N 172 DATE: ©2/09/05

ATTN: COLIN BURGE (604 )980-5B14 OR (604)988-4524 * ROCK ¥ (ACT:F3T)
SANPLE Aa AS BA v PB SB 2N AU-FIRE
NUMBER PPM PPM PPM PPN PPN PPM PPM PPR
92-18-183 4 1 289 38 22 1 143 2
$2-16- 184 2 1 6 22 24 1 65 3
92-18-185 A 1 78 40 20 1 50 6
9278186 .5 1 206 29 76 1 148 3




CONP: WINNOVA INC. MIN-BN LABE — ICP REBPORT FILE MO: 2v-0916-RLt

PROJ : CRAMBROOK-575 705 WEST 15TH ST., NORTH VAMCOUVER, B.C. VMM 112 DATE: 92/09/17
ATYN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)

SANPLE AL2CE BA CAQ FE203 K2o nGo WNOZ NAZO P20 S102 Tio2 Lol S TOT(X)

NMABER * X X X X % % X b3 ] X L3 % 4

92-18-183 16.52 050 1.6%9 4. 56 3.8 1.81 .05 2.09 .08 67.12 .50 2.90 1.10 99.00

92-18-184 1%.15 ar .76 3.7 3. 1.60 .05 1.46 09 70.09 48 2.50 57 9.0

$2-7T8-185 13.22 .035 4.29 &.47 1.87 1.89 A7 4.16 .08 66.17 &7 2.50 1.2 99.43

92-T8-186 13.54 070 .6 3.29 3.65 1.22 .03 2.07 .08 T0.43 46 3.30 .89 99.10

9e: 1T Z661-87-60@

TONBN N3-~NTW

1296 886 t+09

Pa°'d



16-26-1992 14:17 MIN-EN UANC, 604 980 S621 P.@2

coMP: MINNOVA INC. MIN~EN LAB8S — ICP REPORT FILE NO: 2V-0916-RL1

PROJ: CRANBROOK-S75 705 WEST 15TH 8T., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/09/05

ATTN: COLIN BURGE (604)980-5814 OR (604 )988-4524 ~ ROCK % (ACT:F26)
SANPLE AL203 BA  CAD  FEZ0S K20  MGD MNOZ NA20 P05 s102 Ti0Z Lol s TOT(X)
NUMBER x L X % % X % % X% %
92-18-183 14.52  .060  1.69  4.66  3.43 1.81 .06 2.09 .CB 67.12 .30 2.90 1.10 98.92
92-18-184 1415 070 .76 3.77 3.9% 1.60 .05 .46 .09 70.09 .48 2.50 .87 98.95
92-718-185 13.22 035 4.29 4.47 1.87 1.89 .17 4.16 .08 66,17 .47 2.50 1.21 99.32
92-T8-186 3.5 070 .76 3.29 3.65 1.22 .03 2.07 .08 70.43 .46 3.30 .80 O8.¢1

_




@7-22-1992 11:57 604 988 9621 P.B2

J‘{ MlN* " VANCOUVER OFFICE;
B TOS WEST 18TH STREET
] . EN o NORTH VANCOUVER, BC CANADA V/M 11
\ -~ LA. ‘ éskigousnﬁég?:;?eo-sem OR 1604) 988-4524
.w (PMRICN OF : SMITHERS LAB.:
- 3176 TATLOW ROAD ’
‘b: SPSGM.U%TB&!&&&:!%&% E ryyfnowp L ?gryﬁgz Ea.(téo SA\&A;F:OO\;&J NG
FAX (004) BAT=HXX
Geochemi alysis Certificate 2V-0569-RG1
compuny:  MINNOVA INC. buee: JUL-22-92
Project: CRANBR&)OK-?;% Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE/TOM BERGER

We hereby cerrify the following Geochemical Analysis of 19 ROCK samples
submitted JUN-29-92 by T. BERGER.

Sample B I
Nunher PRV PPV
92-TB- 023 65 460
92-TB-029 19 590
92-TB-092 57 810
92.TB-093 160 780
92-TB-094 34 §80
92-TB-095 266 800
92-TB-096 42 490
92-TB-097 27 67

92-TB-098 106 770
92-TB-099 137 HN)
02-TB- 100 1582 1140
92-TB-10! 110 970
92-TB- 102 110 510
92-Th-103 42 1060
92-TB-104 X 9] 760
02-TB-10% 243 720
92-TB- 106 160 3RO
02-TB-107 38 200
92-TB- 108 49 %70

Certitied by %

MIN-EN LABORATORIES



@7-22-1992 11:58 6@4 980 9621 P.@3

VANCOUVER OFFICE:

708 WEST 15TH SIREE”

NORTH VANCOUVER BC CANADA VIM 1T2
TELEPIONE {804) 880-5814 OR (804 9884524
FAY. {604) 580-9421

"\/ IOVIEION OF ABRAYRAR COMY) SMITHERS LAB.:
W\ \ 3176 TRN.OW ROAD
l‘___\ SPHGIALISTS IN MINERAL ENVIRONRE HTS SMITHERS, B, CANADA VOU 2NO
SCMEMEBTE * AGHAYERS © ANAL 17 3 e B TELEPHONE {8D4) #47-3004
FAX (B01) 8473005

hemi alysis ficate 2V-0640-RG1
Company: MINNOVA INC, Dute: JUL.-22-92
Project: 675 CRANBROOK Copy t. MINNOVA INC., VANCOUVER, B.C.
Atta: T.BERGER/C.BURGE

We hereby cerrify the following Geochemical Analysis of 3 ROCK samples
submitted J1)1.-13-92 by TOM BERGFER.

Sample B I
A M MM e
09315 39 20
09316 49 340
92-TR-110 95 350

Certifiod by %‘ -

MIN-EN LABORATORIES

TOTAL P.BZ



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0569-RJ1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 92/07/06
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA Cu PB S8 ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92-78-028 .1 1 153 43 38 1 159 1
92-78-029 .3 4 26 7 44 1 19 1
92-78-092 . 1 198 28 76 1 140 5
92-TB-093 .9 1 129 24 n 1 735 1
92-TB-094 .6 1 191 18 1 1 75 1
92-T18-095 . 1 341 39 37 1 447 2
92-18-096 .1 1 63 41 45 1 45 3
92-18-097 i 1 104 7 20 1 50 1
92-78-098 .2 1 169 13 8 1 58 2
92-18-099 .2 1 117 16 34 1 51 1
92-78-100 .2 1 156 13 97 1 57 1
92-78-101 .8 1 15 38 428 1 424 3
92-TB-102 .1 1 92 33 96 1 377 1
92-TB-103 .1 1 92 17 18 1 100 1
92-T8-104 .2 1 203 25 102 1 205 1
92-TB-105 .2 1 155 32 38 1 115 2
92-7B-106 1.1 9 47 54 326 1 205 1
92-1B-107 .2 1 180 24 1 1 45 1
92-18-108 .2 1 85 30 16 1 89 1

oL 85 199




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0569-RL1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/07/07
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO FE203 K20 MGO MNO2 NA20 P205 SIO2 SR TI02 LOI S
NUMBER % % % % % % % % % % % % % %
92-7TB-028 12.55 .015 3.36 5.96 1.98 2.69 .13 2.39 1 66.70 .015 42 2.60  1.27
92-TB-029 10.25 .010 4.40 2.13 1.58 .66 .06 2.34 .13 75.82 .005 .26 1.30 .03
92-78-092 13.90 .055 2.37 5.20 3.05 1.66 11 2,95 .09 67.81 .010 45 1.70 .52
92-18-093 11.78 .020 1.96 5.73 2.28 1.98 A5 1277 .10 69.93  .010 .39 2.80 .57
92-T18-094 13.96 .020 7.42 10.75 1.70 4.66 .19 1.24 .13 56.40 .005 1.00 1.60 .37
92-T8-095 11.92 .035 1.34 5.85 1.87 2.12 A1 2.7 .06 69.92 .010 .39 2.90 .52
92-18-096 9.61 .015 .35 4.36 1.57  1.09 .01 2.28 .03 76.70 .010 35 2,70 .09
92-T8-097 9.97 .045 2.89 4.52 2.11 1.33 .07 1.57 .06 73.12 .010 .32 3.00 .66
92-T8-098 12.34 .050 2.07 3.35 2.16 1.75 .06 2.59 A5 72.51 .015 43 1.60 .09
92-T8-099 11.29 .025 1.65 3.69 2.48 1.93 .09 .87 .05 74.07 .005 .39 2.60 .06
92-18-100 15.83 045 2.38 4.05 3.67 2.28 .09 1.35 .12 65.32 .005 .52 3.30 .07
92-TB-101 11.83 .015 1.81 6.43 2.00 2.10 16 2.24 13 67.63  .010 42 4,30 .98
92-78-102 10.24 .025 1.51 5.50 2.06 1.4 A1 12 .02 73.78 .005 36 2.70 1.15
92-18-103 13.22 .025 1.78 4.7 1.40 2.48 .09 3.48 .08 69.26 .015 430 2.40 .08
92-T8-104 12.09 .050 1.98 4.52 2.75 1.89 .08 1.8 .10 71,66 .010 .40 1.60 .36
92-TB-105 12.72 .025 2.43 4.9 2.63 1.94 .10 1.36 12 69.79 .005 L4 2,60 49
92-T8-106 9.25 .020 2.34 4.21 2.48 1.06 .06 1.36 .03 75.33 .010 .29 2.90 .96
92-T8-107 13.52 .015 8.18 11.39 1.11  6.68 23 177 .08 53.09 .005 .86 2.20 .66
92-T8-108 12.82 .020 2.37 5.63 1.69  1.92 .07 3.01 .11 68.61  .020 .45 2.60 .64




COMP: MINNOVA INC MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0640-RL1

PROJ: 675-CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 1T2 DATE: 92/07/17
ATTN: T.BERGER/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 SI02 SR TIO2 Lol S
NUMBER % % % * % % * X % % % X % 3
09315 5.69 .005 .38 48.82 .14 .06 .01 10.48 .03 32.26 .005 .30 .60 46
09316 9.71 015 11.57 10.18 2.03  4.15 A4 4,06 .10 53.39 .005 8 2.30 1.20

92-78-110 7.08 .040 .71 1.90 4.98 .63 .06 1.90 .02 68.85 .005 :35 1.90 47




COMP; MINNOVA INC MIN-EN LABS — ICP REPORT FILE NO: 2Vv-0640-RJ1

PROJ: 675-CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/07/17
ATTN: T.BERGER/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB IN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
09315 .1 1 3 7 1 1 7 15
09316 . 1 101 39 4 1 51 1

92-78-110 . 1" 102 25 6 1 17 1




87-,03.-1992 12:29 6684 980 9621 P.B3
Fd 4 [ 1A LI AN N 3 . e
e 705 WEST 15TH S1REET
J’ k. o EN Y iR ONME ' NORTH VANCOUVER, BC. CANADA V7M 112

TELEPHONE (604) 980-68 14 UR (304) 358-4524
\ P lABO% Al " FAX (£04) 880-882 1
\ (DVIGION OF ASEBA SMITHERS LAB.:
\ E 3178 TATLOW ROAD
l_ SPEC @T‘S IN MlNERAL ENVIRONMENTS SMITHERS, BC, CANADA VU 20
‘ * ANALYSTE © OROUHEMSTS TELEPHONE (6041 B47-3004

FAX (604) 847-3005

Geochemical Rnaelysis LDertifliloeate 2V-0535-RG1

Cospany: MINNOVA INC, fate: JUN-30-92
Project: CRONBROOK-67% Copy !, HINNGVA INC., VANCDUVER, B.C.
Attn: COLIN FURGE/TOM BERGER

He haereby certify the tollowing Geochemical Analysis of 26 ROCK samples
submitted JUN-22-92 by T. BERGER,

Sample K g
Number PEM FPM
P2-TB-075 it S&O
R2-TBR~0764 11 104¢
2-TB-077 48 F00
2-TB-078 4 280
9““78‘079 "? 450
?2-TB- 080 37 760
92-TE-08] 44 490
2~-TB—082 13 EAY
?2-TE-083 19 740
§2-TB- 084 BJ 880
92—TB-08u io7 2BG
G92-Th 066 133 370
92-TB-087 63 760
92-TB-0B8 2R 290
92-TB- 084 44 Ha0
R2-TB-090 134 7o0
2-TL-0F ! Té Sa!
09306 37 270
QR307 33 440
O9308 144 A8
0P30% 30 Xou
09310 =0 220
09311 Y6 790
09312 48 790
09312 104 (330
09314 He 1120

] _ £ S

Certitied by _

TOTAL P.B3




86301992

COMP: MINNOVA [NC.
PROV: GRANBROOK-675

15:38

684 980 9621

MIN-~EN LABE — ICP REPORT

70% WEST 15TH ST., NORTH VANCOUVER, B,C. VAM 172

F.a3

FILE NDO: 2v-053S-Ru1
DATE: 92/06/30

ATTN: COLIN BURGE/TOM BERGER (5C4I9BO-5B14 OR (604)988-4524 * ROCK ¥ (ACTIF3Y)
SAMPLE AG A5 e w P8 s8 N AU-FIRE
NUMBER oPM PPK PPM PPN bOM PPM PP PP8
92-18-075 1 ! 76 134 8 1 18 1
92-18-076 1 1 151 42 151 1 78 1
92-18-077 A 1 169 10 2 1 2% 5
92-16-078 B t 70 41 v 1 28 1
92-18-079 ] N 1 21 13 é 1 34 1
$2-18-980 4 ; 119 23 4 1 40 1
2-78-081 .1 1 &5 87 ‘4 1 L2 1
92-T8-082 1 1 393 9 1 1 62 7
92-7A-083 1 1 &5 < 1 ] 20 1
 §2-v8-084 o | v 135 24 7 ! m_.2
92-T8-08B5 A 1 131 25 24 1 90 3
?2-Th-0B6 N 8 135 30 21 1 &4 1
92-18-087 A t 250 48 7 1 53 17
92-18-068 .1 4 42 69 i 3 59 4
92-TR-087 .4 1 70 18 é 1 n 4 i
92-18-090 21 } 80 25 2 1 26 3
92-T8~091 A 1 134 10 4 1 H 1
093046 .1 1 &5 29 25 1 3 2
09307 A S 141 22 8 1 58 1
09308 ] A 1 101 27 13 1 22 2 L
09309 1 1 90 31 13 1 68 3
09310 K 1 100 3 g 1 5 7
i 09311 A 1 169 %0 11 1 65 [-]
09312 .1 1 143 27 6 1 40 1
09313 ) 1 3 130 33 13 1 88 1 i
09314 .1 1 223 28 3 1 89 1

—_— e e




B6-30-13992 15:31 684 9680 9621 P.04
COMP: MINNOVA (NC. MIN-EN LABR — WHOLE ROCX ANALYSIS FILE NO: 2v-0535.Qi 1%
PROJ: CRANBROOK-67% 739 WEST 15TH ST., NORTH VANCOUVER, B.C. v 112 DATE: 92/06/30
ATIN: COLIN BURGE/TOM BERGER (604)980-5814 DR (604)988-4524 * q0cK * (ACT:F26)
SAMPLE T ‘“_;l;;Dz 3A CAD  FE20C3 KZ(; '430 WNO2  NA20 P208  sI02 SR hoz LOf &
NUMBER ) % % % % % » X % X % X % 14 X
92-18-075 12.82 .035 .32 4.0 1.57 1.6 05 3.5 06 .72 010 .40 2.80 .06
92-18-076 14,30 080 .89 5.87 1.39 2.69 07 4.3 A2 661 010 L7 2.20 .07
92-TB-077 33.90 L1465 .15 411 7.21 1.5 .08 1.85 .07 55.81 .005 77 4.10 .03
92-18-078 .91 035 ) 5. 11 1.18 87 06 3.05 .06 78.83 ,b6s .31 1.40 .05
92-T8-07¢ 14,57 060 .26 3.62 2.77 1.4 04 2.82 05 71.12 .00 &3 2.20 .04
$2-~76-080 14.87 .085 .83 3.47 3.99 2.29 06 2,99 A1 671 040 48 3.00 .04
92-78-081% 12.814 .040 .96 2.5 2.0 1.45 08 3.9 07 73,12 .010 .42 1,70 .05
92-78-082 15,17 .07s 3.51 4.9%9 3,44 P.18 .08 1,69 10 65,30 .015 57T 1,90 .06
92-78-083 ! 15.44 A .10 4.00 2.9 2.5 02 2.24 .06 68.20 Q05 51 5.10 .07
92-T8-084 : 16.55% .965 .56 5.58 3.18 2.50‘ _ .06 2.95 .12 6;.81 010 57 3.40 Al
92-TB-0BS 15.30 , 060 Y] 5.80 3.05 2.28 0% 2.87 10 65.34 .01c 49 3.80 .09
92-TB-086 14,01 . 045 1,43 6.22 3.9 1.7 .08 .45 .05 70.03 008 40 2.50 .26
92-T8-087 17.56 115 .28 .35 4.95 1.5¢ .04 1.19 04 64.84 .00% .54 3.50 .10
92-78-088 12.13 010 7.83 19,47 .88 3.42 M 2.%2 A2 4964 005 2,41 1.00 Ak
92-18-08% 14.76 045 52 3.19 3. 1.22 06 1,27 .03 70,92 .005 .48 2.30 .05
92-TR-090 15.8% 040 .20 0. 07 3.23 2.60 Db 2.62 A2 66.93 .005 L54 2,90 .08
92-18-091 14.8) 070 .35 2.0 3.54 1.05 03 2.1 06 72.26 .00 38 2.1 .05
09206 8.67 L840 .62 2.98 2.05 .23 .03 1.97 .02 80.07 .00% 35 2,10 .68
09307 11.39 .025 1.66 3.68 1.47 .93 .06 3.6C .04 74.98 015 .29 1.20 .24
09308 L 15.5% .070 1.50 1.60¢ 3.8 &6 .03 ‘ 3.49 .03 70.3%% 015 2% 2.00 .25
09309 8.61 .030 .63 3.24 1.08 .35 .03  3.26 .06 B80.63 .010 .28 110 .40
00310 10.43 . 035 42 2.42 1.7C 3 .02 3.06 04 79.20 005 26 1,60 a7
09311 14.35 .080 1.8% 3.8 3.97  3.57 06 2.70 .11 68,27 .0t0 .51 2.00 b6
09312 14.16 .07% 1.25 3.58 2. 65 1.41 04 2.95 .08 68.99 010 W5 2.50 .67
0951_5 o 14,87 070 1.10 ‘0._73 4.3% 1.66 .06 1.87 .11 66.53 .Q‘o 49 3,20 47
09314 14 .54 -965 1.85 5.11 4.01 2.12 .07 2.18 13 66.45 .010 480 2,10 .50
i
- B - . —
i
!
!

TOTAL P.B84



VANCOUVER OFFICE:

705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

e, : ik
/u‘ LABORATORIES ;E;Egggggé?ggg)?% 5814 OR (804) 888-4524

{ (DIVISION OF ASSAYERS CORP.} SMITHERS LAB.:
3176 TATLOW ROAD
s N o SUTIETBE Chuon oo
FAX (604) 847-3005
GFeoochemical Snaelysis Certificasts 2V-0451-RG1
Company:  MINNOVA Date: JUN-23-92
Project: 4675 CRANBROOK Copy 1. WINHOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE/CARY WELLS

He hereby certify the following Geochemical Analysa 17 ROCK samples

submitted JUN-04-92 by C. BURGE, B ;fi
SGample B F
Mutmber FFM FFM
2 TR 001 95 700
2 TR 002 S0 o0
Q2 TR 003 a7 550
92 TB 004 239 830
92 Th 005 31 280
92 TE 004 4 850
92 TR 007 8é 2820
92 Th 008 &1 790
92 TB 009 &7 780
g2 TR 010 43 540
72 TR 011 32 940
92 TBE 0iZ & 870
92 TR 013 184 1080
92 TR 014 34 790
92 Th 015 1é b B
2 TB 0l4 10 L&0
Q2 TR 017 41 730

Certified by




COMP: MINNOVA MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0451-RL1

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 172 DATE: 92/06/23
ATTN: COLIN BURGE/CARY WELLS (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAQG  FE203 K20 MGO MNOZ2 NA20 P205 SIO2 SR TIO2 LoI S
NUMBER % % % % % % * % % % % % % %
92 TB 001 13.25 .065 .60 4.51 2.96 1.35 .03 1.86 07 71.75 .010 .50 2.10 .08
92 T8 002 12.58 .065 3.01 6.92 3.40 .80 .07 1.9 .11 68.77 .010 .65 1.00 .06
92 T8 003 13.87 .080 3.50 6.37 3.73 .98 .08 2.74 .11 65.08  .005 .68 1.90 .04
92 TB 004 17.40 .105 .56 4.19 4.82 1.88 .05 1.1 .05 64.87 .010 .67  3.20 .07
92 18 005 15.15 .050 4,05 2.96 1.77 1.1 .06 3.00 .06 69.08 .020 54 1.30 .12
92 TB 006 15.12 .105 1.34 4.99 4.20 2.07 .07 1.10 .10 67.29 .010 .55 2.10 .07
92 TB 007 19.44 .110 .10 4.00 5.55 1.88 .05 . .04 62.55 .010 .74 3.80 .03
92 1B 008 15.90 .080 77 3.74 3.92 1.8 .04 1.26 .08 68.18 .015 .56 2.60 .08
92 TB 009 14.81 .085 .22 3.74 3.52 1.00 .02 1.8 .06 70.66 .010 .50 2.50 .06
92 1B 010 15.19 .095 1.13 4.24 4.38 1.7 .04  2.06 .10 67.22 .010 .57 2.60 .06
92 18 ON 12.58 .050 1.37 3.39 2.58 1.50 .02 2.09 .08 72.52 .015 .43 2.20 .04
92 T8 012 12.72 .090 4.69 3.68 3.717  3.35 .06  1.40 .09 66.34 .010 .48  2.30 .03
92 18 013 15.20 .100 1.70 4.67 3.74  2.46 .09 2.27 12 66.17  .015 .55 2.10 .1
92 18 014 15.23 .055 4.38 4.02 3.00 2.44 60 1,67 .13 66.03  .010 57 1.40 .05
92 T8 015 16.10 .030 1.94 3.88 2.31  1.50 .11 5.32 .14 65.90 .010 .58 1.50 .06
92 1B 016 13.29 .060 7.90 16.18 1.24 5.07 b4 3,08 47 47.59 015 2.27 1.50 .06
92 1B 017 14.99 .060 2.85 5.58 3.22 2.10 .07 2.09 .20 65.49  .015 54 2.10 .14




COMP: MINNOVA MIN-EN LABS — ICP REPORT FILE NO: 2v-0451-RJ1

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1712 DATE: 92/06/23
ATTN: COLIN BURGE/CARY WELLS (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB S8 IN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92 18 001 A 8 166 51 26 1 59 4
92 T8 002 A 1 204 44 8 1 61 1
92 1B 003 .2 1 130 45 7 1 52 4
92 TB 004 A 6 269 14 1 1 39 2
92 TB 005 .6 1 274 17 1 1 96 4
92 T8 006 .3 1 454 2 7 1 64 6
92 18 007 .3 1 187 9 2 1 37 3
92 18 008 .3 1 184 14 6 1 42 1
92 T8 009 A 1 175 20 6 1 30 1
92 TB 010 A 1 164 19 5 1 36 1
92 T8 011 4 1 160 2 1 1 23 2
92 18 012 .7 1 129 16 10 1 9 1
92 T8 013 4 17 396 12 285 1 70 1
92 T8 014 .6 1 172 7 79 1 95 1
92 T8 015 1.6 1 117 1% 335 1 64 1
92 TB 016 .8 1 198 37 4 1 67 6
92 18 017 3 1 347 18 7 1 53 3




R

: ] | MIN ERA VANCOUVER OFFICE:
705 WEST 15TH STREET
o\ o S o el
te ‘\ pufl I_ ABOR ATOR'ES FAX (604) 980-9621
;\- (DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
3176 TATLOW ROAD
—— SPECIALISTS IN MINERAL ENVIHONMENTS SRS BC Cauon wov2vo
FAX (6804) 847-3005
Geochewical ~Anelysis Certifzcate 2V-0452-RG1
Cospany: MINNOVA INC. bate: JUN-23-92
Project: 675 CRANERDOK Copy 1. WINNDVA INC., VANCOUVER, B.C.
Attn: G. WELLS/C. BURGE

He hereby certify the following Geochemical Analysis of 30 ROCK samples
submitted JUN-04-92 by G. WELLS,

Sample B 2

Mumber FFM FEM u‘_““'““;;ﬁm$ “*”“\
—————————————————————————————————————————————————————— -~ RECEIVED - fsmsosmrmss
09251 1630 270 i !
09252 &1 530 i |
07253 1 G570 i g b
09254 12 930 i: RN £9 1992 i
09255 15 710 ¥
__________________________________________________ T P
09256 11 490 it R

9257 16 590

0925 19 720

09259 2 840

0FZ60 3 470

09261 bt 1010

Q924672 B 880

0F2LE 115 440

09264 80 330

092465 13 370

09264 12 360

092867 io 1050

092468 i 1260

ORZ69 17 880

O9R70 14 30

09271 14 60

09272 19 830

09275 2b &H00

0274 21 4010

09275 8 a0

09274 74 260

09277 o 5RO

0278 1 &0

Qu2/Y 2 1720

Q9280 20 1820

Certified by




MIN VANCOUVER OFFICE:
phnf 705 WEST 16TH STREET
eEN NORTH VANGOUVER, B.C. CANADA V7M 1T2

SMITHERS LAB.:

3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, BC. CANADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004

FAX (604) 847-3005

L\ /.-( I- A BOR ATORIES ;E)Izl%gggr;g C('Eiggg 1980-5814 OR (804) 988-4524
' / (DIVISION OF ASSAYERS CORP.)

Geochemicael Arnaelysis Certificate 2V-0452-RG2
Company:  MINNOVA INC,. Date: JUN-23-92
Project:  &75 CRANBROOE Copy 1. MINNDVA INC., VANCOUVER, B.CT.

Attn: G.WELLS/C. BURGE

He hereby certify the following Geochemical Analysis of 7 ROCK samples
submitted JUN-04-92 by G. WELLS,

Sample B F
Number FFHM FFM
09281 47 890
09282 1 Q0
09283 11 1050
09284 78 840
Q9576 2070 440
OFz77 5700 590
09378 B2 HF0
A,
Certified by g "




COMP: MINNOVA INC.
PROJ: 675 CRANBROOK

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 2v-0452-RJ1
DATE: 92/06/23

ATTN: G.WELLS/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
09251 1 32 32 87 9 1 48 7
09252 .1 1 5 211 14 1 70 4
09253 A 1 18 82 17 1 284 4
09254 . 1 223 60 14 1 181 5
09255 .1 1 154 105 15 1 66 9
09256 .1 1 54 437 14 1 29 3
09257 A 1 213 35 14 1 62 1
09258 A 1 234 45 5 1 69 1
09259 A 1 129 41 1 1 159 1
09260 .3 1 80 37 9 1 129 1
09261 A 1 83 125 28 1 8461 1
09262 .1 1 82 93 9 1 180 3
09263 a 522 37 72 4 1 62 50
09264 A 1 54 297 4 1 56 1
09265 1 1 63 357 2 1 56 1
09266 | 1 93 339 3 1 54 1
09267 .1 50 92 41 4 1 24 1
09268 .1 1 94 41 4 1 28 1
09269 .1 2 79 68 6 1 53 20
09270 .2 1 180 37 15 1 45 2
09271 . 1 138 30 18 1 63 1
09272 . 1 73 215 131 1 98 9
09275 .3 1 90 71 21 1 60 1
09274 .1 3 22 8 2 1 13 4
09275 .1 1 8 2 3 1 4 3
09276 | 1 37 51 1 1 36 1
09277 1.5 1 54 64 78 1 39 24
09278 .1 4 3 19 3 1 4 2
09279 .1 1 173 36 14 1 96 4
09280 | 1 215 49 26 1 108 3
BLK 1.7 23 1 1 3 2 6 5




COmP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0452-RJ2

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/06/23
ATTN: G.WELLS/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG As BA cu PB sB IN AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

09281 .1 6 197 46 118 1 81 1

09282 A 1 5 19 6 1 19 1

09283 A 1 198 253 1141 1 11008 1

09284 A 1 141 26 43 1 316 1

09376 .1 1 148 28 40 1 113 1

09377 .1 9 153 17 16 1 43 1

09378 .5 542 241 6 29 1 128 2




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2Vv-0452-RL1

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/06/23
ATTN: G.WELLS/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 Sl102 SR TIO2 Lol ]
NUMBER % % % % % % % % % % % % % %
09251 13.51 .010 8.72 12.47 77 7.56 .21 1.50 .09 50.95 .005 .83 2.10 1.18
09252 10.48 .005 9.69 10.01 .06 1.99 .27 .03 .21 59.34  .005 .44 6.30 4.80
09253 10.00 .005 7.72 6.93 .62 2.45 .16 .16 .17 68.27 .005 L7 2,40 179
09254 1.73 .025 2.08 8.27 1.95 2.15 .09 2.77 A1 67.47  .015 45 1,70 1.57
09255 11.89 .045 .56 7.63 2.37 1.42 .03 2.08 15 66.41 .010 46 5.80 2.02
09256 5.57 .010 .88 19.19 .84 1.12 .02 .99 .31 57.75 .005 .22 12.30 11.80
09257 11.78 .040 1.43 5.1 1.81 1.67 .04 2.88 .06 71.86 .015 .40 2.00 7
09258 11.86 .020 2.21 5.60 1.77 2.22 .06 2.66 .09 69.16 .020 40 2,40 .95
09259 13.95 .020 7.69 13.18 1.55 5.95 .24 .38 A4 51,77 .005 1.02  3.20 .64
09260 13.65 .020 8.26 10.39 1.1 4.72 .21 2.00 .14 55.53 .010 1.18 1.80 .58
09261 11.33 .015 4.06 9.13 1.42 1.86 .05 1.68 .09 62.88 .015 .33 5.10 3.60
09262 13.07 .020 7.19 9.34 1.38 3.15 13 .7 .16 58.78 .010 1.36 3.70 1.37
09263 1.60 .005 .55 5.21 .37 .60 .03 .01 .04 88.42 .005 .26 1,40  1.54
09264 13.27 .020 8.06 13.59 1.22 6.12 .23 1.25 .08 50.41 .005 .68 4,00 1.58
09265 13.06 .015 7.61  13.95 1.1 6.06 .22 1.34 .10 50.27 .005 .70 4.50  2.54
09266 13.17 .015 8.00 15.75 1.15 5.83 .21 1.18 .07 48.50 .005 .66 4.10 2.23
09267 13.68 .050 3.67 3.97 2.94 2.24 .02 2.17 .13 67.06 .010 .53 2.50 1.00
09268 13.10 .070 2.75 4.57 3.73 2.7 .02 1.60 .13 67.31 .010 .52 2.20 77
09269 10.40 .035 .84 5.61 2.31 2.04 .04 95 .09 73.00 .005 37 3,40 1.34
09270 13.74 .090 1.97 3.78 4.07 1.54 .05 1.68 .05 69.67  .020 .45 2.00 .55
09271 10.77 .030 1.05 4.13 1.89 1.56 .07 2.08 .03 75.12  .015 39 1.90 41
09272 18.95 .025 10.10 10.40 1.84 2.97 .13 1.69 35 47.81 .015 .70 4.30 3.30
09273 13.06 .045 6.87 9.41 1.48 3.01 .15 1.38 .16 58.18 .005 1.23 4.00 1.44
09274 18.16 .010 .12 5.9 .40 1.17 .01 8.88 .10 60.75 .010 .50  3.00 .98
09275 16.52 .005 .01 4.79 12 N .01 9.49 .05 65.88 .005 .09 2.00 2.10
09276 15.07 .010 8.55 1.14 .39 6.50 .18 1.76 .09 51.86 .005 .65 2.70 .82
09277 12.51 .015 7.97 4.40 1.01 1.79 .09 .59 .14 64.30 .005 1.33 5.00 .52
09278 .09 .005 .01 .76 .01 .02 .01 .01 .02 97.45 .005 .04 .40 .03
09279 12.61 .025 2.82 4.68 2.12 2.23 .08 2.77 .14 68.96 .015 .48 2.40 .72
09280 13.30 .060 1.75 6.39 2.9 2.89 .10 2.31 11 66.23 015 .43 2.50 .79




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2v-0452-RL2

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/06/23
ATTN: G.WELLS/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE ALZ203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 SI102 SR TIO2 LOI S
NUMBER % % % % % % *x % % % % % 3 3
09281 11.16 .015 2.72 6.09 1.73 2.39 .07 2.37 .13 69.06 .015 43 2.60  1.52
09282 4.00 .005 4.46 3.09 .06 A7 .34 13 .05 85.74 .005 .04 .50 .25
09283 9.50 .030 2.15  14.54 1.73 2.39 .13 1.59 .20 57.63 .010 .29  7.80 4.65
09284 10.18 .045 1.58 3.77 1.80 1.76 .04 1.50 12 75.66  .015 32 2.10 .28
09376 10.19 .045 .01 5.34 2.67 .72 .05 .23 .09 77.51  .005 .38 1.70 .07
09377 17.09 .045 .12 5.23 3.64 1.29 .12 b .09 68.21 .005 56 2.30 .08
09378 12.88 .050 1.02 4.99 4.29 .75 .38 .08 .39 71.73  .005 .50 1.70 .06




VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

I.ABORATORIES;; - R ot e
(DIVISION OF ASSAYERS CORP)) y SMITHERS LAB.:
h 3176 TATLOW ROAD

SPECIALISTS IN MIN RAL-ENVIRONMENTS

CHEMISTS * ASSAYERS %/ANALYSTS * GEOCHEMISTS eHiERS B CRIGRA. Vol 2hg

TELEPHONE (604) 847-3004
FAX (604) 847-3005

Geoo e o d ﬁn%lvwzs Lart B el - ) 2V-0487-RG1

Date: JUN-26-92
Copy I, HMINNOVA INC., VANCOUVER, E.C.

Company:  MINNOVA INC, |
Project:  HORN- 6?5
Attn: LOLIN BURBE/TOM EER&&E -RM 124

He hereby certify the following Geochemical Analysis of 30 ROCK samples
submitted JUN-10-92 by T. BERGER.

Sample i F
Mumbier PR FPM
22 Th 018 b 800
72 Th 019 10 Fi0
2 TR 020 8 740
92 TR 021 wis 890
92 Th 022 1 2E
B2 TH 023 14 400
92 Th 024 7 770
72 TR 025 7 H20
B2 TH 026 a8 250
92 Th 0E7 58 &7
72 TR O30 1 50
22 TR 031 182 &70

G2 Th 0O3F

s 410
o2 TR A a4z &HO0
72 TR 034 25 390

22 TR 035 =4 400
2 TR 036 45 40
Ze 1 e/ 22 310
22 TE 038 101 860
22 TH Q39 52 750
22 ThE 040 11 510
22 TR 041 L4 670
2 Th 042 432 720
! g2 TR 043 o 230
2 Th 044 21 470
2 THE 045 2 450
92 TR (4é4 10 730
g2 Th 047 26 —
G2 TR 048 4 %50
92 TH 049 178 270

Certified by Zéiééﬁgéy/



MIN VANCOUVER OFFICE:
g 705 WEST 15TH STREET
® EN %EET?H \éwé:%xéxER, BC. CAI\ggJA V7M 1T2
- ‘ -581 -4
R .\ ,,q I.ABORATORIES Ly o 98(:2-962)1980 5814 OR (604) 988-4524
/ (DIVISION OF ASSAYERS CORP.) SM'THERS LAB.:
3176 TATLOW ROAD
S e e - e 1o SR e Joiane
FAX (604) 847-3005
Geochemicald OSnelyvsis Lertificate 2V-0487-RG2
Company: MINNOVA INC, Date: JUN-26-92
Project: HORN-&75 Copy 1. MINNDVA INC., VANCOUVER, B.LC.
Attn: COLIN BURGE/TOM BERGER-RM 124

He hereby certify the following Geochemical Analysis of 15 ROCK samples
submitted JUN-10-92 by T. BERGER,

Sample B F
Number PFM FFM
R2 CR 002 25 140
Q9285 23 370
09286 ‘ 15 740
09287 1725 1280
Q9788 2400 1880
09289 28 140
09290 143 L70
07291 29 2440
09292 184 210
09293 10 Q90
07296 21 440
09297 2 740
09298 48 &0
07299 - &3 580
09300 448 870

Certified by g%//




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0487-RJ1+2

PROJ: HORN-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 92/06/26
ATTN: COLIN BURGE/TOM BERGER-RM 12 (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG As BA cu PB sB IN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92 T8 018 2.4 1 410 37 87 3 163 85
92 T8 019 .1 1 347 37 2 1 121 10
92 18 020 4 18 183 38 8 1 95 14
92 TB 021 9 30 194 20 25 1 40 14
92 TB 022 R 16 12 4 1" 2 13 17
92 TB 023 . 34 19 4 1 1 10 25
92 T8 024 . 1 57 9 6 1 61 3
92 TB 025 R 1 47 18 3 1 48 3
92 TB 026 R 1 129 14 8 1 24 3
92 T8 027 4 1 174 21 13 1 34 8
92 T8 030 K 50 14 6 12 1 8 49
92 T8 031 A 4 301 47 38 1 42 18
92 TB 032 . 1 27 56 8 1 25 13
92 1B 033 R 1 179 24 8 1 27 8
92 T8 034 R 19 119 8 11 1 19 1
92 TB 035 2.1 1 137 30 36 9 65 2
92 1B 036 . 21 223 37 17 1 33 18
92 18 037 .5 3 89 3 1 2 12 13
92 T8 038 3.0 1 169 23 200 9 245 20
92 TB 039 .3 1 253 33 8 1 27 4
92 TB 040 1.0 11 41 6 23 5 28 14
92 1B 041 X 1 239 64 19 1 48 7
92 TB 042 . 1 150 4 46 1 193 3
92 18 043 K 2 94 2 12 1 26 2
92 1B 044 .5 1 165 3 13 1 30 7
92 TB 0453 A 1 185 7 14 1 41 4
92 T8 046 1.0 1 100 5 24 1 60 5
92 TB 047 .7 2 83 5 21 1 29 4
92 TB 048 .5 1 159 15 3% 1 41 2
92 T8 049 . 1 142 21 10 1 33 3
92 CB 002 . 16 120 9 7 1 15 4
09285 . 1 315 44 2 1 75 3
09286 . 1 549 26 1 1 196 6
09287 3 1 189 31 30 1 82 72
09288 3.6 464 140 9 246 2 50 32
09289 R 22 10 9 6 1 8 15
09290 . 1 130 46 6 1 56 10
09291 A 4 11 5 7 1 5 8
09292 . 4 181 17 13 1 20 1
09293 . 6 % 140 12 1 49 7
09296 3 1 98 194 1 1 45 2
09297 . 1 202 36 6 1 20 4
09298 4.9 23 6 8731 9 10 352 144
09299 R 1 202 177 45 1 143 3
09300 .2 3 217 77 52 1 114 3




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0487-RL1+2

PROJ: HORN-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/06/26
ATTN: COLIN BURGE/TOM BERGER-RM 12 (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO  MNO2 NA20 P205 S102 SR TIO2 LOI S
NUMBER % % % % % % % % % % % % % %
92 T8 018 14.91 .060 2.81 5.32 3.47 2.03 .08 1.59 .12 66.79 .010 .55 1.20 11
92 18 019 13.95 .030 5.1 9.81 2.55 2.89 .16 .49 .16 59.56  .005 94 3.30 34
92 TB 020 13.79 .025 6.84 10.49 1.93  4.70 .21 1.20 .14 55.85 .005 .90 3.30 .62
92 T8 021 15.34 .055 1.39 4.25 3.717  1.38 .03 1.36 .12 67.88 .005 .51 3.00 .28
92 1B 022 2.27 .005 .03 2.22 .55 .10 .01 .10 .05 92.93 .005 .08 .70 .06
92 T8 023 10.77 .010 .01 13.02 2.83 .28 .01 31 .17 68.59  .005 .22 3.10 6
92 T8 024 14.41 .020 .71 8.02 1.13  2.90 .06 4.12 .16 64.06  .005 .82 2.70 .09
92 T8 025 14.03 .015 .65 7.72 1.02 2.61 .09 4.36 .19 65.42 005 .82 2.10 .12
92 18 026 16.59 .075 .10 4.51 4.30 1.49 .01 1.33 .13 66.85 .005 .56 3.20 .07
92 18 027 14.56 .095 1.40 2.72 4.08 1.59 .06 2.75 .08 69.69 .010 46 1,70 A7
92 1B 030 4.1 .010 .01 4.36 74 .12 .01 .33 .04 88.21 .005 .10 1.00 .09
92 18 031 14.75 .095 42 3.34 2.73 1.18 .02 2.97 .05 71.24  .005 .48  1.90 .07
92 18 032 17.56 .100 .02 5.16 4.66 1.43 .02 .84 .08 65.17  .005 54 3.40 .07
92 T8 033 16.37 .085 .12 5.04 3.78  1.96 .02 1.57 .08 66.93 .005 .52 2.90 .06
92 T8 034 11.43 .035 .18 3.00 1.86 1.05 .02 2.27 .05 77.14 005 36 1.60 .04
92 1B 035 14.83 .055 .13 4.63 2.81  2.19 05 1.9 .09 69.58 .005 46 2.30 .08
92 1B 036 16.75 .080 .01 5.53 4.13 1.45 .02 1.28 .09 65.56 .005 .53 4.00 .18
92 1B 037 9.66 .035 .10 1.55 1.58 .42 .02 3.03 .04 80.87 .005 33 1.50 .05
92 TB 038 14.12 .055 2.13 2.89 3.64 2.75 .1 .89 .10 68.85 .010 .46  3.30 .21
92 1B 039 18.62 .105 .01 4.96 5.48 .94 .02 .88 .11 63.90 .005 .59  3.50 .04
92 TB 040 18.54 .005 .01 2.70 .36 .34 .01 10.17 .07 65.17  .005 45 1.50 .92
92 1B 041 18.67 .105 .04 5.50 4,96 1.60 .05 1,16 .08 62.24 .005 59 4.40 .04
92 T8 042 15.34 .035 .42 6.01 1.16 2.98 10 4.72 .16 65.05 .010 430 2.90 .04
92 TB 043 7.59 .025 .36 1.95 1.22 .49 01 173 .06 84.40 .005 .26 1.00 .02
92 T8 044 11.85 .045 .28 2.42 2.50 .63 .03 2.55 .05 76.79 .005 .32 1.60 .03
92 TB 045 11.32 .035 .64 2.87 1.89 .70 .04 2.94 .06 77.23  .005 31 1.10 .10
92 TB 046 10.80 .035 .85 3.56 1.82 .94 .08 2.80 .05 75.95 .005 .32 2.00 .02
92 1B 047 9.44 .025 .74 2.18 1.99 .52 .04 1.74 .05 80.85 .005 31 1.20 .01
92 T8 048 10.07 .040 1.74 2.93 1.19 .87 .07  3.04 .07 77.71  .005 31 1.30 .05
92 T8 049 19.22 .085 .03 3.97 5.26 1.96 .04 1.30 .06 62.50 .005 .60 4.10 .02
92 CB 002 11.05 .045 .25 2.21 1.44 .47 .03 3.44 .06 78.20 .005 .37 1.60 .02
09285 13.37 .020 6.80 10.78 1.50 4.42 19 1.73 .13 55.11  .005 .83  4.00 .88
09286 14.05 .035 4.97 11.06 3.22  2.99 .19 .32 .15 58.73 .005 1.06 2.50 .93
09287 15.89 .065 1.27 3.67 3.90 1.59 .08 .83 .07 67.16 .005 .52 4.00 .05
09288 17.31 .070 .23 3.70 4.66 1.76 .03 .31 .06 66.07 .005 56 4.40 57
09289 2.29 .005 .0 2.41 .38 .09 .01 .18 .03 93.00 .005 .06 1.00 .03
09290 14.96 .055 .73 5.32 2.65 2.08 .06 2.43 .08 67.54 .010 49 2.80 .40
09291 16.61 .005 .61 .33 .15 .06 .01 9.73 .42 71.01  .005 .01 .30 .04
09292 17.18 .080 1.57 5.86 4.08 2.5 .12 1.70 .10 64.69 .010 .57 .80 .60
09293 11.40 .035 .86 7.36 3.46 2.82 .01 .63 .16 64.60  .005 L4 7.200 2.12
09296 11.93 .010 6.92 18.33 .82 3.80 21 2.29 .30 49.89 005 2.16 2.20 1.24 ]
09297 14.58 .055 .81 5.07 3.94 1.39 .03 1.64 .07 66.05 .005 45 4.90 .67
09298 17.53 .005 1.7 5.41 .23 19 .06 .26 .07 5%9.20 .010 .06 3.60 .88
09299 17.64 .055 3.7 5.21 2.66 1.51 100 4.04 .15 60.81 .005 .53 2.50 .38

09300 16.69 .090 .92 5.64 4.61  1.63 .09 1.85 .10 63.75 .010 .54 3.20 .89




DAl VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

P, ¢ -
//‘ LABORATORIES L il

\ (DIVISION OF ASSAYERS CORF.) SMITHERS LAB.:
3176 TATLOW ROAD
(T R N SMITHERS, BIC._ CANADA V0 2N0
FAX (604) 847-3005
Geochemicaed Anelyvsis Certificaste 2V-0505-RG1
Company: MINNOVA INC, Date: JUN-29-92
Project: MT. MAHON-674 Copy 1. WINHOVA INC., VANCOUVER, B.C.
Attn: T.BERGER/C. BURGE

He herehy certify the following Geochemlcal Anify

\is of 8 ROCK samples
submltted JUN-12-92 by C. BURGE, \

Sample B F

Number FFM FEM Q
_________________________________________________________ . W
09379 61 570 N

09380 32 460 -

09381 29 420

09382 65 410 @ e

09383 93 250 \ WS

e P A P A o o et At s e e i P RS R S A RS
09384 7 570

09385 2140 230

09386 1352 220

Y P
Certified by %/Z{




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2v-0505-RL1

PROJ: MT.MAHON-674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/06/29
ATTN: T.BERGER/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO FE203 K20 MGO MNO2 NA20 P205 SI02 SR TI02 LOI S
NUMBER % % % % % % % % % % % % % %
09379 14.29 .065 2.05 5.09 3.22 1.37 .07 1.96 A4 67.21 .005 49 2.90 .61
09380 12.52 .065 1.21 3.47 3.18 .94 .05 1.27 .09 72.94 .005 .43 2.50 .18
09381 12.43 .040 2.08 4.75 2.23 1.29 .07 2.36 .10 70.85 .005 41 2.60 .14
09382 13.87 .065 1.69 4.69 3.16 1.23 .06 1.57 .09 69.07 .005 49 2.70 .36
09383 9.87 .040 2.84 4.33 1.76 1.12 12 1.64 .06 74.92 .005 41 1.70 .32
09384 8.17 .020 3.69 4.56 1.45 1.06 .19 44 .07 78.28 .005 .32 .50 .25
09385 9.27 .040 1.34 4.04 1.53 .65 .06 1.00 .03 79.07 .005 .32 1.50 .53
09386 8.21 .015 2.01 3.9 .67 .67 .10 1.60 .05 79.69 .005 .27 1.00 .65




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0505-RdJ1

PROJ: MT.MAHON-674 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 92/06/29
ATTN: T.BERGER/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB sB ZIN AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

09379 4 3 201 88 20 1 68 22

09380 4 3 205 132 14 1 57 9

09381 A 1 166 64 18 1 74 4

09382 .2 1 201 101 15 1 41 8

09383 .1 15 151 71 34 1 85 8

09384 A 46 243 63 8 1 92 10

09385 1.1 286 57 163 31 3 32 55

09386 .6 41 9% 81 22 2 48 16




VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, BG. CANADA V7M 172

I- A B ORATO R ' E s ;E)L(_Egggl\ég éiﬁggz) ?80—58 14 OR (604) 988-4524
(DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:

3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, B.C. CANADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004

FAX (604) 847-3005

Geochemical Arnaelyvsifis Sertificste 2V-0510-RG1

Company: MINNOVA INC, _ Date: JUN-26-92
Project:  CRANBROOK-&75 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Attn: COLIN BURGE/TOM BERGER

He bereby certify the following Geochemical Analysis of 30 ROCK samples
submitted JUN-15-92 by T. BERGER,

Sample H oo
Number FPM FPM
FE-TR-050 133 510
92-TB=051 36 280
FE-Th-052 170 400
?E~TB“D53 18 740
92-TB-054 G4 Hol
i S S A S e J
F2-TE-U08 1240
92-TH~0%6 440
Fa-TR-057 33 &10
92-TB-058 135 820
GR-TH~059 &2 710
A TH-040 =7 440
Fa-TH~0E1 118 780
FE-TH-0462 107 780
FE-TE-O&E 72 940
FE-TH-044 107 760

| gt

GE-TH~0AS 72 Q30
RE-TE-0bH4 A3 150
GE-TH-067 14 8230
GE-THE-0A8 22 200

2=TH-06% A9 1280

F2~TE~070 574 1390
92-TE-071 &17 780
F2-TE-072 36 1070
92-TH~073 242 1240
92-TE-074 25 540

OPEO 82 T30
O9EOT 84 H10
O9E0R &5 EE0
5 4é 7B
149 90

Certified by




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2Vv-0510-RL1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/06/26
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 sIO2 SR TlO2 S Lol
NUMBER % % % % % % * % % % % % % %
92-T8-050 16.15 .065 .73 5.22 4.01  1.66 .06 1.47 .13 65.11  .010 .55 .11 4.00
92-TB-051 17.51 .010 .48 91 4.18 .13 45 5.47 .28 69.03  .005 .03 .02 .70
92-18-052 13.81 .035 .94 4.60 2.13  1.43 .07  2.90 .08 70.36 .015 .43 .07 2.20
92-18-053 13.17 .035 1.77 5.81 1.97  2.32 .07 3.12 .10 68.41 .015 41 .08 2.00
92-TB-054 14.47 .050 1.00 5.76 3.13 2.13 .08 2.32 .08 66.78 .015 .48 14 2.70
92-TB-055 15.27 .065 3.90 4.09 2.47  2.45 .08 2.64 .22 66.32 .020 .45 .06 1.40
92-T8-056 11.10 .040 1.19 3.61 2.31  1.10 .03 1.98 .02 75.22 .015 .34 .15 2.00
92-1B-057 14.67 .055 3.24 5.37 3.06 2.24 .06 2.55 .12 64.36 .015 47 .42 2.90
92-78-058 13.25 .025 1.80 6.44 2.36 2.5 .08 2.88 .10 67.53 .015 .40 .40 2.00
92-TB-059 12.27 .035 2.34 4.69 2.28 1.79 .08 2.27 .11 71.85  .015 .39 .13 1.00
92-T8-060 15.94 .035 4,43 5.27 3.03 1.84 00 1.9 .06 63.83 .025 W47 .15 2.40
92-TB-061 14.86 .050 1.36 5.26 3.20 1.61 .05 2.51 .05 67.50 .015 .46 A7 0 2.20
92-18-062 16.42 .085 .61 3.05 4.66 1.33 .03 .86 .03 69.46  .005 .48 .07 2.30
92-78-063 164.48 .030 2.89 5.55 2.37  2.07 .05 3.15 .15 65.96 .025 .45 .37 2.20
92-TB-064 17.51 .110 .54 5.98 4.68 2.26 .07 1.10 .11 63.35 .010 .58 .17 3.00
92-TB-065 15.37 .060 2.72 4.92 3.43 2.7 06 1.94 .07 66.22 .010 .54 11 1.60
92-TB-066 14.15 .010 9.62 10.44 69 7.49 .20 1.64 .03 52.14 .005 .51 06 2.10
92-1TB-067 12.72 .065 5.83 4.66 2.91  3.46 07 1.9 11 6422 010 b .70 2.70
92-TB-068 14.39 .005 10.40 8.97 6 6.13 A9 174 .08 54.47  .005 .65 .06 2.00
92-TB-069 10.27 .045 7.82 3.29 2.61  2.86 .06 1.52 .04 62.84 .005 .33 .05  7.40
92-18-070 16.57 .065 1.79 4.08 4.10 2.49 100 197 .08 65.26 .010 .54 A1 3,10
92-TB-071 15.23 .045 .60 4.98 2.81 3.1 .09 1.98 .08 66.19 .005 47 .07 3.50
92-1B-072 12.53 .020 4.21 4,60 2.09  2.16 L1 1,43 .08 68.60 .005 b4 .58 2.90
92-1B-073 16.16 .075 1.06 4.14 2.98 1.58 .08 29N .07 66.69 .010 .48 .08 2.80
92-18-074 15.40 .015 8.74 10.50 1.7 6.1 .21 1.64 .07 52.10 .005 .81 T4 2,60
09301 14.59 .070 1.68 4.33 3.18  1.53 .06 2.35 .06 68.60 .015 .45 .50 2.20
09302 15.51 .075 1.06 4.24 3.60 1.15 .09 2.60 .04 68.88 .010 .46 .58  1.60
09303 14.54 .060 2.23 4.77 2.83 1.74 .12 2.84 .07 67.98 .0I5 b4 .35 1.80
09304 12.63 .025 3.09 3.81 1.69 1.48 .07 3.33 .05 70.96 .015 .36 57 1.70
09305 15.07 .065 .86 4.58 4.06 1.69 .07 1.50 .09 68.33 .010 .49 .62 2.60




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2v-0510-RJ1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 112 DATE: 92/06/26
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB S8 ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92-78-050 A 23 156 25 15 1 51 6
92-TB-051 -1 1 25 6 24 1 12 5
92-78-052 . 1 114 22 29 1 57 3
92-T8-053 . 1 315 20 4 1 77 1
92-TB-054 a 1 267 K3 15 1 87 1
92-18-055 .3 19 436 5 2 1 65 1
92-18-056 A 3 161 24 6 1 26 5
92-T1B-057 .4 1 247 16 1 1 51 1
92-78-058 . 1 263 49 9 1 127 1
92-TB-059 .5 8 281 14 1" 1 64 4
92-TB-060 4 104 150 13 10 1 120 5
92-1B-061 3 5 271 20 1 1 48 1
92-18-062 . 1 288 7 2 1 27 4
92-7T8-063 4 14 288 39 3 1 60 2
92-TB-064 A 1 365 26 9 1 68 3
92-TB-065 .3 1 402 11 5 1 63 4
92-1B-066 .5 1 65 91 3 1 31 30
92-TB-067 .8 1 110 36 1 1 16 5
92-TB-068 .8 1 7 118 7 1 33 3
92-T8-069 .2 1 201 14 26 1 96 1
92-78-070 .4 2 268 1 40 1 63 4
92-18-071 .3 33 162 16 33 1 126 1
92-TB-072 .5 1 102 38 56 1 124 2
92-T1B-073 .6 8 232 14 51 1 60 4
92-TB-074 1.1 87 66 32 1 1 58 12
09301 .3 1 275 27 35 1 126 4
09302 1 3 269 28 88 1 140 4
09303 .3 13 260 29 79 1 138 6
09304 .3 1 165 33 26 1 62 3
09305 A 71 175 26 23 1 103 4




HOLE NUMBER: H-92-2 ASSAY SHEET DATE: 2-October-1992

ASSAYS GEOCHEMICAL COMMENTS
Sample From To Length Cu Pb 2n Ag Au Cu Pb Zn Ag Au
(m) (m) (m) % % % gpt gpt ppm ppm ppm pem ppb

43384 75.65 75.77 0.12 284 12 112 0.0 0.0
43385 81.70 81.85 0.15 274 6 156 0.0 0.0
43386 107.45 107.70 0.25 21 25 2500 0.0 0.0

43387 112.80 112.95 0.15 198 60 3700 0.0 0.0

43388 148.60 148.90 0.30 28 41 2800 0.0 0.0

43389 155.30 156.50 1.20 35 56 900 0.0 0.0

43390 160.10 160.20 0.10 35 530 2600 0.8 0.0

43391 162.90 163.00 0.10 43 57 5100 0.0 0.0

43392 165.50 165.70 0.20 26 59 1200 0.0 0.0

43393 169.50 169.60 0.10 27 81 1400 0.0 0.0

43394 176.20 176.90 0.70 24 443 1500 0.0 0.0

43395 176.90 177.80 0.90 26 100 570 0.0 0.0

43396 177.80 178.10 0.30 29 112 4100 0.0 0.0

43397 194.35 195.00 0.65 26 700 960 0.8 0.0 *

43398 195.00 195.07 0.07 1.00 3.44 265 >10000 >10000 9.1 0.0 * Horn Horizon / .72
43412 195.07 196.07 1.00 18 190 380 0.2 0.0 4

43413 250.40 251.40 1.00 22 103 340 0.2 0.0

43399 251.40 251.50 0.10 .02 2.89 2.95 58.9 .10 PbZn Horizon
43414 251.50 252.50 1.00 22 64 166 0.2 0.0

43415 262.10 263.10 1.00 23 75 360 0.2 0.0

43400 263.10 263.40 0.30 1.35 234 9800 >10000 16.4 0.0 Spotted Zn horizon
43416 263.40 264.40 1.00 26 59 178 0.0 0.0

43401 268.80 269.00 0.20 50 132 5300 0.3 0.0

43402 278.45 278.60 0.15 177 6300 2400 11.7 0.0

HOLE NUMBER: H-92-2 ASSAY SHEET PAGE : 1



HOLE NUMBER: H-92-1 ASSAY SHEET DATE: 2-October-1992
ASSAYS GEOCHEMICAL COMMENTS
Sample From To Length Cu Pb Zn Ag Au Cu Pb Zn Ag Au
(m) (m) (m) % % % gpt gpt ppm ppm ppm ppm ppb
43376 112.10 112.14 0.04 507 19 36 1.8 5
43377 120.10 120.20 0.10 550 3 249 1.8 6
43378 181.50 182.50 1.00 24 188 1085 1.2 127
43422 189.30 190.30 1.00 28 110 160 0.2 0 *
43379 190.30 190.50 0.20 57 183 2700 1.4 5 *
43380 190.50 191.90 1.40 37 172 538 .7 1 *
43381 191.90 192.10 0.20 66 921 8500 2.2 8 *
43382 192.10 192.95 0.85 43 1440 2400 2.0 4 * Horn Horizon / 2.65
43423 192.95 193.95 1.00 36 53 148 0.2 ] *
43383 245.70 245.80 0.10 415 58 384 1.9 1

HOLE NUMBER: H-92-1

ASSAY SHEET

PAGE:

1



LABORATORIES " FAX (604) 980-9621

(DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
SPECIALISTS IN MINERAL ENVIRONMENTS -~ SR Rt anaDA vos N0
CHEMISTS » ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004
- N FAX (604) 847-3005
A0
® LJ [J w 4 ‘ hd
2V-1025-RG1

Company: MINNOVA INC. NPEAA v Date: OCT-09-92
Project: 675 AT Copy 1. MINNOVA INC., VANCOUVER, B.C.
Aun: COLIN BURGE o

We hereby certify the following Geochemical Analysis of 13 CORE samples
submitted SEP-18-92 by PAUL BAXTER.

Sample B F
Number PPM i
40028 67 580
40029 173 860
40030 117 670
40031 50 420
40032 35 310 A
40033 35 270
40034 28 340
40035 25 470
40036 28 420
40037 17 200
40038 36 280
40039 26 560
40040 43 570

Certified by W -

MIN-EN LABORATORIES
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;ROJ: 675 705‘UEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/10/09
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 SI02 TIO2 LoI S TOT(X)
NUMBER % % % b3 % * % % % % % % % %
40028 14.94 -110 1.57 5.78 3.39 1.99 .08 1.46 .05 65.70 .58 3.20 1.346 99.00
40029 17.96 .110 1.20 3.52 4.60 1.64 .06 1.22 .03 64.89 .60  3.10 .25 99.02
40030 14.53 .075 1.22 5.1 3.22 1.59 .07 1.69 .05 69.56 .53  1.60 51 99.43
40031 17.08 .040 3.90 5.61 2.78 2.26 .06 5.73 .05 57.02 51 4.00 .49 99.10
40032 17.81 .010 3.15 5.62 71 2.09 .05 8.13 04 56.73 b1 4,10 1.08 99.14
40033 18.94 .005 3.39 3.51 34 2.02 .05 8.97 .08 58.15 .68  3.10 07 99.34
40034 18.24 .005 2.79 2.86 .36 1.70 .04 9.49 .09 59.42 .52 3.50 .18 99.16
40035 17.07 .005 5.32 8.08 .09 3.86 .10 7.26 .13 50.55 .72 5.80 77 99.08
40036 19.07 .005 .52 4.29 24 2.26 .03 9.15 .15 60.60 .51 2.30 .18 99.19
40037 17.15 .005 4.41 4.42 .36 1.07 .04 9.28 .01 57.55 .37 4.50 2.10 99.21
40038 14.91 .030 2.74 3.70 1.18 1.78 .04 6.22 .06 63.45 .58 4.20 1.29 99.04
40039 16.94 .030 8.98 5.82 5.01 5.47 11 .39 .09 51.78 76 3.70 1.61 99.2%
40040 16.76 .065 .M 3.93 2.90 1.72 .03 3.33 .07 65.9 .64 2.80 .27 99.04

R e N N Y O VRS S SR MR SR A HIRA T A SRR AT Re LA R R SN VYA N




COMP: MINNOVA INC. MIN-EN LABS — ICP REP...T FILE NO: 2v-1025-RJ1

PROJ: 675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V/M 1T2 DATE: 92/09/24
ATTN: C.BURGE/P.BAXTER (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)

SAMPLE AG AS BA cu PB SB IN AU-FIRE

KUMBER PPM PPM PPM PPM PPM PPM PPM PPB

40028 b 1 420 38 40 1 139 7

40029 -3 1 222 15 30 1 62 6

40030 .3 1 212 28 35 1 17 5

40031 -1 1 78 18 9 1 34 ]

40032 .1 1 31 14 19 1 27 10

40033 .1 1 17 5 14 1 46 8

40034 .2 1 8 5 7 1 26 2

40035 .1 1 3 5 2 1 59 4

40036 .1 1 1" 5 1 1 37 "

40037 3 1 10 8 1" 1 19 6

40038 .1 1 87 16 15 1 32 1"

40039 .8 1 43 9 16 1 21 2

40040 .1 1 132 23 24 1 176 4
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Chemex Labs Ltid.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC
V6B 188

212 Brooksbank Ave., North Vancouver A9222470
British Columbia, Canada V7J 2C1
PHONE: 604-984-0221 Comments: ATTTN: COLIN BURGE
CERTIFICATE A9222470 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
. CODE |SAMPLES DESCRIPTION METHOD LIMIT LIMIT

Project: 675

P.O. #:

Samples submitted to our lab in Vancouver, BC. 386 1 Ag g/t :Reverse Aqua-Regia dig’'n AAS 0.3 500

This report was printed on 8-0CT-92.

SAMPLE PREPARATION

CHEMEX |NUMBER
CODE [SAMPLES DESCRIPTION

244 1 Pulp; prev. prepared at Chemex

ertam WAV e i s e
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ChemeXx Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC

Page Number :1
Total Pages  :1
Certificate Date: 08-OCT-92
invoice No. 119222470

V6B 1B8 P.O. Number
212 Brooksbank Ave., North Vancouver :
British Columbia, Canada V7J 2C1 Project : 675 Account :BBX
PHONE: 604-984-0221 Comments: ATTTN: COLIN BURGE
CERTIFICATE OF ANALYSIS A9222470
PREP Ag
SAMPLE CODE g/t
43399 244| -- 58.9

Y
CERTIFICATION: WM.




ChemeXx Labs Ltd.

Anatytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC
V6B 188

Page Number :1

Total Pages :1
Certificate Date: 08-OCT-92
Invoice No. 119222470

P.O. Number
212 Brooksbank Ave., North Vancouver :
British Columbia, Canada  V7J 2C1 Project: 675 Account :BBX
PHONE: 604-984-0221 Comments: ATTTN: COLIN BURGE
CERTIFICATE OF ANALYSIS A9222470
PREP Ag
SAMPLE CODE | g/t
43399 244 -- 58.9

CERTIFICATION:
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) MIN . VANCOUVER OFFICE:
EJ l : 705 WEST 15TH STREET

°E s oy i S o e s 224
- , TELEPHON -581 -
@% LABORATORIES e oA (00 80021
(DIVISION OF ASSAYERS CORP.) - : o N SMITHERS LAB.:
176 TATLOW ROAD
l 5 SPECIALISTS IN MINERAL ENVIRONMENTS v} gMn-HERs' BC. CANADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS 9 '@ TELEPHONE (604) 847-3004
gg“ b - FAX (604) 847-3005
! 1 ] N e 2V-1078-RG1
R - "" i ,‘ ’ '.'
Company: MINNOVA INC. LR Date: OCT-09-92
Project: 675 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Ata: P.BAXTER/C.BURGE

We hereby certify the following Geochemical Analysis of 13 CORE samples
submitted SEP-29-92 by PAUL BAXTER.

Sanple B F

Number PMM M-
40041 88 880

40042 70 920

40043 64 560

40044 211 970

40045 119 870 i
40046 113 790

40047 116 850

40048 208 940

40049 107 860

40050 137 A
40051 98 960

40052 147 590

40054 883 960

MIN-EN LABORATORIES
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COMP: MINNOVA INC. MIN-EN LABS — ICP REPUL.T FILE NO: 2v-1078-RL1

PROJ: 675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/10/09
ATTN: P.BAXTER/C.BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BA CAO FE203 K20 MGO MNO2 NA20 P205 SIO2 TiO2 Lo} S TOT(X)
NUMBER % % % 3 X % % % % 4 % 3 % %
40041 16.34 .090 73 4.81 4.07 1.87 .03 1.35 13 65.73 .58 3.20 .58 99.00
40042 14.74 .065 2.89 5.56 2.84 2.50 .08 2.00 14 64.86 .55 2.70 .83 99.02
40043 15.31 .085 1.87 5.7 3.3 2.19 .08 2.07 .10 65.79 59 2.40 .39 99.43
40044 16.38 .085 1.78 5.09 3.83 1.82 .08 1.65 A4 64.98 .60 2.60 49 99.10
40045 14.82 .065 2.29 4.99 3.43 1.77 .08 1.92 .10 66.51 52 2.60 .40 99.14
40046 15.82 .080 1.41 5.20 3.86 1.76 .05 1.7 .09 65.15 53 3.60 1.20 99.34
40047 16.49 075 1.59 5.22 4.43 1.50 .07 1.22 .11 63.48 59 430 1.27 99.16
40048 16.66 .080 1.01 4.92 4.33 1.74 .07 1.38 .09 65.05 .64 3.00 .72 99.08
40049 15.10 .055 3.03 3.66 3.12 1.91 .08 1.97 .11 65.83 .53 3.70 37 99.19
40050 14.82 .080 1.57 4.96 3.68 2.16 .06 1.47 13 67.04 .56 2.60 .68 99.21
40051 14.25 .055 1.68 5.06 3.17 1.80 .09 1.94 .10 68.38 55 1.90 75 99.04
40052 15.02 .070 1.55 4.86 3.5 1.63 .06 1.87 .12 67.00 .57 2.90 72 99.24
40054 18.27 .105 .78 4.86 4.73 1.95 .05 1.28 .09 63.09 .65 3.10 56 99.04

T?@Fﬁﬂ%ﬂ?&ﬂﬂﬁ@Tmﬁ?Wﬂ&%&wﬁbw-vﬁxhh“«lenX~«WJY3“~m?uk.fﬂ'5ﬁZ"ﬁ"T?ﬁ???ﬂ?‘ﬂﬁﬁmﬁmﬁﬁﬂﬁﬁfﬁ?@ﬂ&?ﬁﬁﬁ“ﬂﬂﬂﬁﬂ!ﬁﬂﬁ



COMP: MINNOVA INC. MIN-EN LABS — ICP REPL..T FILE NO: 2V-1078-RJ1

PROJ: 675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/10/03
ATTN: P.BAXTER/C.BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)

SAMPLE AG AS BA cu PB SB IN  AU-WET

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

40041 4 1 249 26 8 1 31 2

40042 .7 1 322 33 6 1 101 3

40043 .9 1 257 18 12 1 3 1

40044 .9 1 253 19 9 1 61 2

40045 .9 9 262 14 12 1 72 30

40046 1.1 1 236 34 15 1 69 4

40047 1.0 7 135 20 36 1 73 25

40048 .8 3 212 15 3 1 n 3

40049 1.3 19 233 11 47 1 217 2

40050 1.4 52 293 21 40 1 n 4

40051 1.4 1 235 17 42 1 139 6

40052 1.0 15 224 20 29 1 50 5

40054 1.0 26 343 17 19 1 53 3
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| MlN VANCOUVER OFFICE:
i : 705 WEST 15TH STREET
A T e o v o oy e e
= LABORATORIES FAX (604) 980-862 1
S (DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
N e g EB AL e e 3176 TATLOW ROAD
e <IALISTS 1 JIERAL ZiviRCo 2o SMITHERS, BC. CANADA VOJ 2NO
b e 20 ST e TELEPHONE (604) 847-3004
FAX (604) 847-3005
Geochemical Analysis Certificate 2V-0991-RG1
Company: MINNOVA INC. <, -@‘31 ."\‘ Date: SEP-28-92
Project: 675-H3 @\, ~ Copy 1. MINNOVA INC., VANCOUVER, B.C.
Aun: PAUL BAXTER / COLIN BURGE Q «

We hereby certify the following Geochemical Analys1s of 7 CORE samples
submitted SEP-14-92 by PAUL BAXTER. _

Sample B F

Number . PM L
40021 162 840

40022 51 830

40023 440 830

40024 125 860

40025 . 34 370 ..

40026 44 720

40027 44 630

Certified by % / |

RIS A4

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0991-RL1

PROJ: 675-H3 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 1T2 DATE: 92/09/28
ATTN: PAUL BAXTER / COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 s102 TIO2 LOI S TOT(%)
NUMBER % % % % % % % % % % % % % %
40021 17.11 .085 1.06 5.51 4.54 1.90 .05 1.59 .09 63.10 .39 3.30 .69 99.01
40022 13.56 .065 3.59 4.62 3.31 2.39 .08 1.68 .13 66.55 46 2.50 37 99.03
40023 15.74 .075 2.61 4.21 3.67 1.89 .07 1.69 .07 66.19 .54 2.60 .22 99.44
40024 15.98 .080 1.40 5.52 4.13 2.29 .05 1.66 .08 63.86 .54 3.40 .78 99.11
40025 16.71 .040 4.18 6.89 2.08 2.21 .09 3.63 .20 59.92 .50 2.60 61 99.14
40026 14.77 .045 4.03 6.7 2.35 2.79 .10 2.51 .08 63.35 .71 1.80 .09 99.35
40027 14.06 .025 7.10 10.75 1.79 2.78 .19 2.14 .15 57.12 1.36 1.60 A4 99.17




COMP: MINNOVA INC.

MIN-EN LABS — ICP REPORT

FILE NO: 2V-0991-RJ1
DATE: 92/09/21

PROJ: 675-H3 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

ATTIN: PAUL BAXTER / COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
40021 .2 1 312 44 1 1 57 1
40022 .7 1 255 27 1 1 65 6
40023 .4 1 217 16 17 1 69 5
40024 .4 1 341 228 20 1 157 3
40025 | 1 165 34 51 1 100 4
40026 . 1 658 1" 10 1 119 10
40027 A 1 409 13 13 1 102 3




COMP: MINNOVA INC.
PROJ: 675-H3

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 2V-0991-RJ1
DATE: 92/09/21

ATTN: PAUL BAXTER / COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB S8 IZIN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
40021 .2 1 312 44 1 1 57 1
40022 .7 1 255 27 1 1 65 6
40023 N 1 217 16 17 1 69 5
40024 b 1 341 228 20 1 157 3
40025 .1 1 165 34 51 1 100 4
40026 A 1 658 1" 10 1 19 10
40027 .1 1 409 13 13 1 102 3




NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524

o ©® EN
/"' LABORATORIES FAX.(604) 060-0621
/ (DIVISION OF ASSAYERS CORP.)

'J l MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
-

SMITHERS LAB.:

D
\— SPECIALISTS IN MINERAL ENVIRONMENTS THERS B.C CANADA. VOU 2N0
CHEMISTS » ASSAYERS ¢ ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004

FAX (604) 847-3005

Geochemical Analysis Certificate 2V-0954-RG1

Company: MINNOVA INC. Date: SEP-25-92
Project: 675-H2 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE / PAUL BAXTER

We hereby certify the following Geochemical Analysis of 10 CORE samples
submitted SEP-08-92 by PAUL BAXTER.

Sample B F
Number PPM PPM
40011 103 940 ro 100
40012 117 640 (v 58 19
40013 307 920
40014 110 690
40015 168 890
40016 97 820
40017 84 780
40018 121 980
40019 129 690
40020 174 780

Certified by %%/ *

[

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0954-RL1

PROJ: 675-H2 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7/M 172 DATE: 92/09/25
ATTN: COLIN BURGE / PAUL BAXTER (604)980-5814 OR (604)988-4524 * CORE * (ACT:F26)
SAMPLE AL203 BA CA0  FE203 K20 MGO MNO2 NA20 P205 SI02 TIO2 Lol S TOT(%)
NUMBER % % % % % % % % % % % % % %
40011 16.76 .085 1.37 6.94 3.68 2.43 .08 1.77 .10 62.01 .68 3.00 1.29 99.00
40012 17.54 .105 1.05 4.72 4.01 1.53 .08 1.34 .05 65.28 64 2.60 .48 99.02
40013 15.79 .080 1.16 4.78 3.45 1.72 .07 1.29 07 67.49 .55 2.90 54 99.43
40014 14.56 .060 2.15 5.18 3.00 1.65 .1 1.86 .08 67.00 .54 2.80 .58 99.10
40015 16.35 .065 3.81 5.50 3.42 3.03 .13 1.09 .16 60.67 .83  4.00 .28 99.14
40016 15.48 .055 2.60 4.50 3.62 1.97 .10 1.34 A1 66.57 .60 2.30 47 99.34
40017 15.02 .055 3.26 5.03 3.20 2.04 12 1.06 .11 65.61 .56 3.00 .55 99.16
40018 14.37 .060 1.96 4.21 2.94 2.10 .08 1.59 .13 68.99 .56 2.00 .26 99.08
40019 15.28 .060 1.83 5.38 3.1 1.85 .08 1.70 .10 66.13 .58 3.00 .76 99.19
40020 14.26 .050 2.52 5.05 2.64 1.67 .08 1.81 A1 67.91 .53  2.50 .58 99.21




COMP: MINNOVA INC.

MIN-EN LABS — ICP REPORT

FILE NO: 2V-0954-RJ1

PROJ: 675-H2 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/09/11
ATTN: COLIN BURGE / PAUL BAXTER (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)

SAMPLE AG AS BA cu P8 SB ZN  AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

40011 .2 1 288 84 18 1 176 4

40012 .6 1 258 39 9 1 110 1

40013 3 1 234 56 13 1 89 2

40014 A 1 164 34 105 1 248 9

40015 3 1 130 30 38 1 156 2

40016 .7 8 191 21 118 1 122 1

40017 .4 1 230 26 86 1 217 1

40018 -4 1 238 20 23 1 102 3

40019 .5 1 184 28 44 1 106 3

40020 .2 1 286 31 14 1 82 2




Chemex Labs Ltd. \orcor omener

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC

212 Brooksbank Ave., North Vancouver V6B 188 A9221395
British Columbia, Canada V7J 2C1

PHONE. 604-984-0221 Comments: ATTN: COLIN BURGE

CERTIFICATE A9221395 ANALYTICAL PROCEDURES
- U L _
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
Project: 675 CODE  |SAMPLES DESCRIPTION METHOD LIMIT LIMIT
P.O. #: NONE T T T T T
312 1 Pb %: Reverse Aqua-Regia digest AAS 0.01 100.0

1 ’ . . .

::ﬁ ::p::’:l‘i';::egr:ztZgroiﬂzgitsln\;ggg?uver B¢ 316 2 Zn %: Reverse Aqua-Regia digest AAS 0.01 100 °
SAMPLE PREPARATION -
CHEMEX |NUMBER
CODE |SAMPLES DESCRIPTION
244 2 Pulp; prev. prepared at Chemex




To: MINNOVA INC. Page Number :1
Chemex Labs Ltd
L] 3RD FLOOR, 311 WATER ST. Certificate Date: 19-SEP-92
Analytical Chemisis * Geochemists * Registored Assayars VANCOUVER, BC Invoice No.  :182213985
212 Brooksbank Ave., North Vancouver veB 188 /F\,i:%bm]tmbm ;gg)'zle
British Columbia, Canada V7J 2C1 oot - :
’ Project : 675
PHONE: 604-984-0221 Comments: ATTN: COLIN BURGE B
CERTIFICATE OF ANALYSIS A9221395
PREP Pb Zn
SAMPLE CODE % % -
o7
43398 244 -- 1.00 3s 21 B
43400 244 - | -~--- 13
yAV4 . p;

CERTIFICATION:
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o> Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC

212 Brooksbank Ave., North Vancouver V6B 188 A9221143
British Columbia, Canada V7J 2C1
PHONE : 604-984-0221 Comments: ATTN: COLIN BURGE
CERTIFICATE A9221143 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
Project: 675 CODE |SAMPLES DESCRIPTION METHOD LIMIT LIMIT
PO.&:
399 1 |Au g/t: 1/2 assay ton, AR finish FA-AAS 0.07 500.
Samples submitted to our lab in Vancouver, BC. 301 1 Cu %: Reverse A et
- - : qua-Regia digest AAS 0.01 10¢
This report was printed on 17-SEP-92. 312 1 |Pb %: Reverse Aqua-Regia digest  AAS 0.01 100.0
316 1 2n %: Reverse Aqua-Regia digest AAS 0.01 100.0

SAMPLE PREPARATION

CHEMEX [NUMBER
CODE  |SAMPLES| DESCRIPTION

208 1 Assay ring to approx 150 mesh
226 1 0-5 1b crush and split

B 21 1990




To: MINNOVA INC. Page Number :1
Chemex Labs Ltd
) » 323 gégeghaé A WATER ST. lCon!ﬂcag‘o Date: 1 ;-zsep-gz
Analytical Chemists * Geochemists * Registered Assayers , nvoice No. 1922114
212 Brooksbank Ave., North Vancouver V6B 188 :&m}"t’“b"' 'BBX
British Columbia, Canada  V7J 2C1 Project : 675 :
PHONE: 604-984-0221 Comments: ATTN: COLIN BURGE -
CERTIFICATE OF ANALYSIS A9221143
PREP Au Cu Pb Zn
SAMPLE CODE | g/t % % %
43399 208 226 0.10 .02 .89 2.95

Wa¥
A\

CERTIFICATION:

AR




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET

*EN e S O el ek
-5814 -
LABORATORIES e
(DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:

- - 3176 TATLOW ROAD
: S SMITHERS, B.C. CANADA VOJ 2NO
Cee TELEPHONE (604) 847-3004
FAX (604) 847-3005

s e

Geochemical Analysis Certificate

o I L

2V-0916-RG1

Company: MINNOVA INC. Date: SEP-17-92
Project: CRANBROOK-675 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Attn; COLIN BURGE

We hereby certify the following Geochemical Analysis of 4 ROCK samples
submitted AUG-31-92 by C. BURGE.

Sample B F
Number PPM PPM
92-TB-183 132 960
92-TB-184 116 810
92-TB-185 55 340
92-TB-186 139 600

Certified by %/ -

MIN-EN LABORATORIES



COMP: MINNOVA INC.
PROJ: CRANBROOK-675

MIN-EN LABS — ICP REPUL«T

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 2v-0916-RJ1
DATE: 92/09/05

ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92-1B-183 .4 1 289 35 22 1 143 2
92-78-184 .2 1 246 22 24 1 65 3
92-TB-185 .1 [4k| 78 40 20 1 50 6
92-TB-186 .5 1 206 29 76 1 148 3




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2Vv-0916-RL1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/09/17
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)

SAMPLE AL203 BA CAO FE203 K20 MGO MNO2 NA20 P205 S102 T102 Lol S  TOT(%)

NUMBER % % % % % % % % % % % % 3 %

92-18-183 14.52 .060 1.69 4.66 3.43 1.81 .06 2.09 .08 67.12 .50 2.90 1.10 99.00

92-18-184 14.15 .070 .76 3.77 3.94 1.60 .05 1.46 .09 70.09 .48 2.50 .57 99.02

92-TB-185 13.22 .035 4.29 4.47 1.87 1.89 17 4.16 .08 66.17 47 2.50 1.21 99.43

92-1B-186 13.54 .070 .76 3.29 3.65 1.22 .03 2.07 .08 70.43 .46 3.30 .89 99.10




M'N VANCOUVER OFFICE:
705 WEST 15TH STREET

*EN O e T s
- 1 -
LABORATORIES FAX (604)980-5621 ‘
{DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
- 3176 TATLOW ROAD

SMITHERS, B.C. CANADA VOJ 2NO
TELEPHONE (604) 847-3004
FAX (604) 847-3005

Geochemical Analysis Certificate 2V-0925-RG1

Company: MINNOVA INC. Date: SEP-17-92
Project: 675-H1 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Aun: COLIN BURGE

We hereby certify the following Geochemical Analysis of 10 CORE samples
submitted SEP-02-92 by C. BURGE.

Sample B F
s S PM L
40001 84 690
40002 52 720
40003 42 470
40004 107 570
40005 . 2T .
40006 87 820
40007 375 1220
40008 126 1040
40009 100 990
40010 e I
2
Certified by 7

2

MIN-EN LABORATORIES



MlN VANCOUVER OFFICE:
705 WEST 15TH STREET
 EN NORTH VANCOUVER, BC. CANADA V7M 172

. ) LABORATORIES gfﬁg&?hégéﬁggz)fsosam OR (604) 988-4524
(DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
3176 TATLOW ROAD

SMITHERS, BC. CANADA VOJ 2NO
TELEPHONE (604) 847-3004
FAX {604) 847-3005

Geochemical Analysis Certificate 2V-0925-RG2

Company: MINNOVA INC. Date: SEP-10-92
Project: 675-H1 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE

We hereby certify the following Geochemical Analysis of 8 CORE samples
submitted SEP-02-92 by PAUL BAXTER.

Sample AU-FIRE AG QU PB ZN
Number PPB PPM PPM PPM PPM
43376 5 1.8 507 19 36
43377 6 1.8 550 31 249
43378 127 1.2 24 188 1085
43379 5 1.4 57 183 2700
43380 1 .7 37 172 538
43381 8 2.2 66 921 8500
43382 4 2.0 43 1440 2400
43383 1 1.9 415 58 384

Certified by ,g/////

MIN-EN LABORATORIES




COMP: MINNOVA INC.
PROJ: 675-H1

MIN-EN LABS — ICP REPuLRT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 2V-0925-RJ1
DATE: 92/09/10

ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN  AU-WET
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
40001 . 1 569 12 6 1 94 1
40002 .1 1 417 31 1 1 62 2
40003 .1 1 287 14 1 1 83 2
40004 .6 46 251 12 6 1 69 3
40005 .6 13 320 7 19 1 70 1
40006 4 73 309 36 35 1 112 1
40007 .3 7 215 31 29 1 123 2
40008 .7 1 216 14 90 1 296 1
40009 .2 1 308 27 33 1 118 1
40010 .1 4 298 24 16 1 102 1




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0925-RL1

PROJ: 675-H1 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/09/17
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)

SAMPLE AL203 BA CAQ FE203 K20 MGO MNO2 NA20 P205 s102 T102 Lol S TOT(%)

NUMBER * % % % % % % % * % % % %

40001 14.99 .080 2.17 5.53 3.41 2.36 09 1.88 .08 65.97 66 1.70 .09 99.00

40002 14.13 .075 3.7 6.71 3.18 1.99 .08 1.99 14 65.34 83 1.30 .29 99.02

40003 14.02 .030 6.32 10.68 1.80 2.95 .20 1.46 .12 58.32 1.25 2.20 .16 99.43

40004 15.61 .075 2.73 4.43 3.46 1.84 .07 1.64 06 65.51 60 3.00 .30 99.10

40005 19.07 -115 1.64 2.75 4.96 1.47 .06 1.51 .04 63.46 .68 3.30 .23 99.14

40006 16.47 .105 1.7 4.96 3.92 1.70 .07 1.72 07 63.88 64 4.00 1.01 99.34

40007 15.01 .070 1.37 5.10 3.39 1.89 .07 1.40 07 66.94 .57 3.10 .73 99.16

40008 14.73 .065 2.09 4.59 3.87 2.42 .13 1.17 07 66.45 49 2.90 b4 99.08

40009 14.32 .070 1.12 4.83 3.34 1.99 .07 1.94 06 68.77 53 2.00 .61 99.19

40010 16.04 .080 1.29 5.00 4.25 2.1 .07 1.42 08 65.16 .61 2.90 .63 99.21




To: MINNOVA INC.

Chemex Labs Ltd' 3RD FLOOR, 311 WATER ST.

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC

212 Brooksbank Ave., North Vancouver veB 1B8 A9221142
British Columbia, Canada V7J 2Ct

PHONE: 604-984-0221 Comments: ATTN: COLIN BURGE

sEP 17 199

CERTIFICATE A9221142 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
. CODE [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
Project: 675
P.O. #: S
100 18 Au ppb: Fuse 10 g sample FA-AAS 5 10000
Samples submitted to our lab in Vancouver, BC. .
- - 2 18 Cu ppm: HNO3-aqua regia digest AAS 1 10¢
This report was printed on 15-SEP-52. 4 18 Pb ppm: HNO3-aqua regia digest AAS-BKGD CORR 1 100
L 18 Zn ppm: HNO3-agqua regia digest AAS 1 10000
6 18 Ag ppm: HNO3-agqua regia digest AAS-BKGD CORR 0.2 100.0

SAMPLE PREPARATION

CHEMEX |NUMBER
CODE [SAMPLES DESCRIPTION

205 18 Geochem ring to approx 150 mesh
226 18 0-5 1b crush and split
238 18 Nitric-aqua-regia digestion




To: MINNOVAINC. Page Number :1

Chemex Labs Ltd. 3R FLOOR, 311 WATER ST. ToalPages { oo

. Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC Invoice No. ~ :19221142
212 Brooksbank Ave., North Vancouver veB 188 2&263‘11[““[ ' BBX
British Columbia, Canada V7J 2C1 Project : 675 .
PHONE: 604-984-0221 Comments: ATTN: COLIN BURGE

CERTIFICATE OF ANALYSIS A9221142

PREP Au ppb Cu Pb Zn Ag ppm

SAMPLE CODE FA+AA pPpm ppm ppm Aqua R
43384 205 226 < 5 284 12 112 < 0.2
43385 205 226 < 5 274 6 156 < 0.2
43386 205 226 < 5 21 25 2500 < 0.2
43387 205 226 < 5 198 60 3700 < 0.2
43388 205 226 < 5 28 41 2800 < 0.2
43389 205 226 < 5 35 56 900 < 0.2
43390 205 226 < 5 3s 530 2600 0.8
43391 205| 226 < 5 43 57 5100 < 0.2
43392 205 226 < 5 26 59 1200 < 0.2
43393 205 226 < S 27 81 1400 < 0.2
43394 205 226 < 5 24 443 1500 < 0.2
43395 205 226 < 5 26 100 570 < 0.2
43396 205 226 < 5 29 112 4100 < 0.2
43397 205 226 < 5 26 700 960 0.8
43398 205 226 < 5 265 >10000 >10000 9.1
43400 205 226 < 5 234 9800 >10000 16.4
43401 205 226 < 5 50 132 5300 0.3
43402 205 226 < 5 177 6300 24600 11.7

” /’ ,
CERTIFIC 2 gf o



705 WEST 15TH STREET

m MIN VANCOUVER OFFICE:
N7

o °EN o
:“\ »et LABORATORIES FAX (604) PV (09
."-\ (DIVISION OF ASSAYERS CORP) SMITHERS LAB.:
\ 3176 TATLOW ROAD
_ SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, BC. CANADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE (604) 847-3004
FAX (604) 847-3005
Geochemical Analysis Certificate 2V-0770-RG1
Company: MINNOVA INC. Date: AUG-25-92
Project: CRANBROOK-675 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE/TOM BERGER
We hereby certify the following Geochemical Analysis of 5 ROCK samples
submitted AUG-05-92 by TOM BERGER. 406
28 5,
Sample B F 199>
Number ... PM MM S
92-TB-175 91 600
92-TB-179 99 470
92-TB-180 103 740
92-TB-181 192 1060
92-TB-182 106 750

/
Certified by %

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0770-RL1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/08/22
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 sio2 SR 1102 Lot S
NUMBER % % % % % % % % % % % % % %
92-TB-175 13.65 .140 .64 2.99 2.73 1.66 .03 2.85 .08 70.99 .005 460 2.60 .06
92-TB-179 16.03 .095 .02 2.54 4.69 1.24 .02 1.37 .04 69.24 .005 .58  3.10 .01
92-T8-180 13.38 .075 .48 4.49 2.98 1.37 .04  1.58 .09 71.09 .005 .49 3.30 .02
92-TB-181 14.68 .065 .76 4.05 3.01  2.36 .05 2.01 .08 ¢68.46 .010 .53  2.70 .01

92-T8-182 14.43 .070 .18 3.90 3.03 1.39 01 2.23 .09 70.00 .005 .52 3.20 .01




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0770-RJ1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/08/18
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB S8 ZN  AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

92-TB-175 .7 1 171 16 42 1 1292 1

92-TB-179 .5 1 358 24 22 1 67 1

92-TB-180 .4 1 368 19 1 1 73 2

92-TB-181 .5 3 247 12 27 1 59 2

92-TB-182 .1 10 226 23 8 1 29 1




 MIN VANCOUVER OFFICE:
i 705 WEST 15TH STREET

*EN i ot S 2
LABORATORIES FAX (604) 980-9621 i

(DIVISION OF ASSAYERS CORP) SM'THERS LAB:
. - - PR 3176 TATLOW ROAD
SMITHERS, BC. CANADA VOJ 2NO
TELEPHONE (604) 847-3004
FAX (604) 847-3005

AR

Geochemical Analysis Certificate 2V-0741-RG1
Company: MINNOVA INC. Date: AUG-08-92
Project: CRANBROOK-675 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 25 ROCK samples
submitted JUL-30-92 by TOM BERGER.

Sample B F
Number PPM PEM
92-TB-153 99 880
92-TB-154 23 120
92-TB-155 49 480
92-TB-156 56 460
92-TB-157 87 540
92-TB-158 91 980
92-TB-159 47 1080
92-TB- 160 112 930
92-TB- 161 39 690
92-TB-162 39 570
92-TB-163 36 760
92-TB-164 39 960
92-TB-165 171 1060
92-TB-166 39 520
92-TB-167 56 6so
92-TB-168 76 550
92-TB- 169 37 470
92-1B-170 62 630
92-TB-171 85 520
92-TB-172 69 550
92-TB-173 43 460
92-TB-174 43 900
92-TB-176 79 1190
92-TB-177 63 940
92-TB-178 53 840

Certified by :;ZZ?EZ?/

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2v-0770-RJ1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 92/08/18
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB sB IN AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

92-T8-175 .7 1 1711 16 42 1 1292 1

92-TB-179 .5 1 358 2 22 1 67 1

92-7B-180 4 1 368 19 11 1 73 2

92-TB-181 .5 3 247 12 27 1 59 2

92-1B-182 . 10 226 23 8 1 29 A




COMP: MINNOVA INC.

MIN-EN LABS — WHOLE ROCK ANALYSIS

FILE NO: 2v-0741-RL1Y

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/08/08
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 Sl02 SR TIO2 Lot S
NUMBER % % % % % % % % % % % % % %
92-T8-153 17.52 .095 .08 4.22 4.42 1.35 02 1.09 .05 66.10 .005 .58 3.40 .02
92-T8-154 9.90 .015 .07 1.36 .53 .30 01 4,61 .02 80.88 .005 .45 .60 .01
92-TB-155 14.13 .050 .15 3.05 2.73 1.1 .02 2.62 .03 73.86 .005 48 1.10 .01
92-18-156 13.16 .040 .24 L.64 1.86 1.66 .03 2.82 .05 71.90 .005 430 2.20 .03
92-18-157 15.34 .075 .26 4.73 3.39 1.53 .03  1.65 .06 68.80 .005 .50 2.70 .04
92-TB-158 15.41 075 .02 3.47 4.29 1.23 01 114 .10 69.71  .005° .50 3.30 .03
92-TB-159 14.73 .025 9.34 10.03 1.75  6.64 ) a7 .08 52.41 .005 .98 1.80 .01
92-TB-160 15.34 .065 2.04 5.49 3.81 2.15 .07 1.63 .06 65.48 .010 .60 1.90 .04
92-18-161 15.04 .035 4.74 4.81 2.14  2.26 .09 2.36 .07 66.04 .020 .60 .90 .03
92-TB-162 13.83 .040 9.07 15.80 .85 5.53 30 3.14 41047217 L0255 2.13 .60 .04
92-TB-163 13.25 .045 4.46 5.29 2.10 1.80 .11 1.80 .07 68.38 .015 .60 .90 .03
92-TB- 164 13.99 .025 5.83 7.77 2.00 1.43 111,07 .20 63.85 .020 1.07 1.60 .69
92-TB- 165 20.84 .115 .54 3.97 5.67 1.65 .05 .96 .04 59.89 .005 76 4.40 .03
92-TB- 166 12.37 .015 8.01 18.45 .89  4.61 34 2.18 .32 47.9 .005  3.35 .80 .M
92-TB-167 14.12 .055 .19 3.57 2.63 1.48 .03 2.77 .08 70.86 .005 .54  2.60 .04
92-T8-168 16.27 .100 .07 1.84 4.60 1.02 .02 1.43 .01 70.22 .005 47 2.90 .02
92-TB-169 12.53 .035 1.90 3.06 2.02 .96 .03 2.94 .03 73.74 .005 .37 1.80 .07
92-T8-170 13.53 .040 2.56 2.97 2.32 .92 03 2. .06 71.30 .005 .48  2.00 3
92-TB-171 18.45 .085 .10 5.94 3.88 1.90 .06 1.26 .09 63.24 .005 .64 3.70 .06
92-1B-172 15.48 .075 .78 4.62 3.40 1.82 .05 1.14 .42 66.85 .005 .51 3.90 .05
92-TB-173 15.62 .060 5.82 3.46 1.54 1.54 .05 2.87 .11 64.86  .010 .42 2.60 .04
92-TB-174 11.95 .025 3.14 9.21 2.90 1.75 .05 42 .19 62.70 .010 .40 6.60 3.41
92-1B-176 15.04 .085 .73 4.22 4.02 1.86 .03 1.59 .09 68.35 .010 .48  2.80 .29
92-T8-177 15.29 .065 2.98 3.20 2.42 1.58 .04 3.78 .08 67.29 .035 41 1.70 .12
92-18-178 13.12 .085 3.22 3.50 3.19  2.34 .03 2.36 .08 68.95 .015 46 1.50 .10




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2Vv-0741-RJ1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 92/08/10
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB s8 IN  AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92-18-153 .2 10 111 15 3 1 24 5
92-T8-154 3 10 32 9 7 1 8 2
92-TB-155 A 8 81 6 5 1 14 3
92-TB-156 . 5 57 19 7 1 22 5
92-18-157 .2 8 78 15 8 1 21 2
92-18-158 4 14 86 12 7 1 9 2
92-T8-159 .5 9 44 5 24 1 51 5
92-18-160 .5 1 383 1% 1 1 46 19
92-T8-161 . 1 486 6 1 1 71 1
92-18-162 A 1 351 46 1 1 38 2
92-18-163 A 1 558 6 3 1 100 4
92-18-164 A 1 315 29 1 1 72 4
92-18-165 4 70 209 18 7 1 60 3
92-18-166 A 1 43 17 1 1 34 2
92-18-167 .3 11 92 13 1 1 20 4
92-18-168 .5 7 149 13 6 1 9 1
92-18-169 .7 8 106 8 6 1 13 1
92-78-170 .9 37 103 20 6 1 12 5
92-18-171 . 1 103 22 5 1 22 1
92-18-172 . 5 103 34 9 1 15 4
92-18-173 .5 1 79 37 14 1 25 5
92-18-174 .5 1 69 150 3 1 32 8
92-18-176 1.0 12 175 2 5 1 31 3
92-T8-177 .8 3 105 14 12 1 35 1
92-18-178 .7 1 110 41 2 1 30 2




“ MIN o " VANCOUVER OFFICE:

: 705 WEST 15TH STREET
EN * NORTH VANCOUVER, BC. CANADA V7M 172
' TELEPHONE (604) 980-5814 OR (604) 988-4524
LABORATORIES | AUG 13 1997 FAX (604) 980-962 1
(DIVISION OF ASSAYERS CORP.) ) ) . SM'THERS LAB.

3176 TATLOW ROAD

. SMITHERS, BC. CANADA VOJ 2NO
. TELEPHONE (604) 847-3004

- FAX (604) 847-3005

Geochemical Analysis Certificate 2V-0719-RG1
Company: MINNOVA INC. Date: AUG-07-92
Project: 675 CRANBROOK Copy 1. MINNOVA INC., VANCOUVER, B.C.
Atin: COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 30 ROCK samples
submitted JUL-27-92 by TOM BERGER.

Sample B F
Number PPM PPM
92-TB-114 208 990
92-TB-117 72 790
92-TB-118 42 230
92-TB-119 232 1100
92-TB-120 4020 1990
92-TB-121 69 460
92-TB-122 72 110
92-TB-123 48 1640
92-TB-127 45 990
92-TB-128 39 1080
92-TB-129 51 2160
92-TB-130 271 1940
92-TB-131 3010 3980
92-TB-132 39 280
92-TB-133 42 940
92-TB-134 42 1250
92-TB-135 542 630
92-TB-136 60 260
92-1TB-137 81 1520
92-TB-138 85 1420
92-TB-139 81 1360
92-1TB-140 81 1430
92-TB-141 81 1340
92-TB- 142 127 1180
92-TB-143 69 1170
92-TB- 144 148 1090
92-TB-145 60 460
92-TB-146 54 410
92-TB- 147 36 200
92-TB- 148 84 1120

Certified by %%//

MIN-EN LABORATORIES



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET

*EN e G P T
LABORATORIES FAX (604) 980-9621 )

(DIVISION OF ASSAYERS CORP) SMlTHERS LAB.:
.. R Ceem 3176 TATLOW ROAD
v SMITHERS, B.C. CANADA VOJ 2NO
TELEPHONE (604) 847-3004
FAX (604) 847-3005
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Géochemical Analysis Certificate 2V-0719-RG2

Company: MINNOVA INC. Date: AUG-08-92
Project: 675 CRANBROOK Copy 1. MINNOVA INC., VANCOUVER, B.C.

Attn: COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 4 ROCK samples
submitted JUL-27-92 by TOM BERGER.

Sanmple B F
Number PPM PEIM
92-TB-149 43 250
92-TB-150 43 270
92-TB-151 76 770
92-TB-152 61 980

Certified by %/

MIN-EN LABORATORIES




T MIN . VANCOUVER OFFICE:
! 705 WEST 15TH STREET

i L EN ’ NORTH VANCOUVER, B.C. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524
LABORATORIES FAX (604) 980-9621
(DIVISION OF ASSAYERS CORP.) SM'THERS LAB.:
3176 TATLOW ROAD
BTN i T SMITHERS, BC. CANADA VOJ 2NO

TELEPHONE {604) 847-3004
FAX (604) 847-3005

Geochemical Analysis Certificate 2V-0719-RG1
Company: MINNOVA INC. Date: AUG-07-92
Project: 675 CRANBROQK Copy 1. MINNOVA INC., VANCOUVER, B.C.

Attn: COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 30 ROCK samples
submitted JUL-27-92 by TOM BERGER.

Sanple B F
Numbe r PPM pM
92-TB-114 208 990
92-TB-117 72 790
92-TB-118 42 230
92-TB-119 232 1100
92-TB-120 4020 1990
92-TB-121 69 460
92-TB-122 72 110
92-TB-123 48 1640
92-TB-127 45 990
92-TB-128 39 0
92-TB-129 51 2160
92-TB-130 271 1940
92-TB-131 3010 3980
92-TB-132 39 280
92-TB-133 42 940
92-TB-134 42 1250
92-TB-135 542 630
92-TB-136 60 260
92-TB-137 81 1520
92 -TB- 138 85 420
92-TB-139 81 1360
92-TB-140 81 1430
92-TB- 141 81 1340
92-TB- 142 127 1180
92-TB-143 69 1170
92-TB- 144 148 1090
92-TB- 145 60 460
92-TB- 146 54 410
92-TB- 147 36 200
92 -TB-148 84 1120

Certified by g{%’/

4
MIN-EN LABORATORIES
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Geochemical Analysis Certificate 2V-0719-RG2

I

Company: MINNOVA INC. Date: AUG-08-92
Project: 675 CRANBROOK Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 4 ROCK samples
submitted JUL-27-92 by TOM BERGER.

Sample B F
Number PPM PPM
92-TB-149 43 250
92-TB-150 43 270
92-TB-151 76 770
92-TB-152 61 980

Certified by 7%//

MIN-EN LABORATORIES




COMP: MINNOVA INC.
PROJ: 675 CRANBROOK

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 172

FILE NO: 2V-0719-RJ1+2
DATE: 92/08/08

ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG As BA U PB sB N AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92-18-114 A 2 160 7 39 1 35 1
92-18-117 3 1 159 33 16 1 11 1
92-78-118 A 9 43 5 6 1 1 1
92-T8-119 .6 1 429 19 6 1 9 1
92-18-120 .5 332 214 10 24 1 1 1
92-18-121 .8 1 210 15 10 1 41 1
92-1B-122 4 14 7 2 12 1 1 1
92-18-123 .7 1 744 10 12 1 9% 2
92-18-127 .8 30 137 21 23 1 138 1
92-18-128 .6 8 131 16 15 1 15 1
92-18-129 .5 1 275 53 12 1 797 1
92-TB-130 4 1 412 16 8 1 52 3
92-T8- 131 .5 63 148 22 10 1 1 1
92-18-132 .7 12 52 5 13 1 1 1
92-18-133 4 12 128 5 1 1 8 2
92-18-134 1.7 5 117 7 10 1 1 1
92-18-135 .3 8 22 7 10 1 13 3
92-18-136 A 1 60 114 15 1 7 1
92-18-137 .9 1 196 41 5 1 1 1
92-18-138 1.3 6 300 23 6 1 1 1
92-18-139 .8 5 263 1% 5 1 1 1
92-TB-140 1.4 4 232 4 60 1 1 2
92-18-141 .5 7 209 7 17 1 1 1
92-TB- 142 .7 1 199 12 31 1 1 1
92-TB-143 .5 8 237 8 7 1 1 1
92-TB-144 .7 1 313 20 3 1 1 5
92-TB-145 3 2 168 13 2 1 1 1
92-TB-146 4 2 109 3 2 1 1 2
92-T8- 147 .2 10 71 7 6 1 1 1
92-1B-148 .8 1 133 7 6 1 4 2
92-TB-149 . 1 37 65 8 1 30 9
92-18-150 . 1 37 51 4 1 29 8
92-18-151 1.6 4 64 8 8 1 32 4
92-18-152 R 1 179 41 18 1 77 3




COMP: MINNOVA INC.
PROJ: 675 CRANBROOK

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V/M 172

FILE NO: 2V-0719-RJ1+¢
DATE: 92/08/08

ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)
SAMPLE AG AS BA cu PB sB N AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92-T8-114 A 2 160 7 39 1 35 1
92-18-117 .3 1 159 33 16 1 1 1
92-T8-118 R 9 43 5 6 1 1 1
92-18-119 .6 1 429 19 6 1 9 1
92-18-120 .5 332 214 10 2% 1 1 1
92-18-121 .8 1 210 15 10 1 41 1
92-1B-122 4 14 7 2 12 1 1 1
92-18-123 .7 1 744 10 12 1 9 2
92-18-127 .8 30 137 21 23 1 138 1
92-18-128 .6 8 131 16 15 1 15 1
92-18-129 .5 1 275 53 12 1 797 1
92-18-130 4 1 412 16 8 1 52 3
92-1B-131 .5 63 148 22 10 1 1 1
92-18-132 .7 12 52 5 13 1 1 1
92-TB-133 4 12 128 5 1 1 8 2
92-18-134 1.7 5 117 7 10 1 1 1
92-18-135 .3 8 22 7 10 1 13 3
92-18-136 A 1 60 114 15 1 7 1
92-18-137 .9 1 196 41 5 1 1 1
92-18-138 1.3 6 300 23 6 1 1 1
92-18-139 .8 5 263 14 5 1 1 1
92-18-140 1.4 4 232 4 60 1 1 2
92-18-141 .5 7 209 7 17 1 1 1
92-18-142 7 1 199 12 31 1 1 1
92-78-143 .5 8 237 8 7 1 1 1
92-18- 144 .7 1 313 20 3 1 1 5
92-T8-145 .3 2 168 13 2 1 1 1
92-TB- 146 4 2 109 3 2 1 1 2
92-18-147 .2 10 71 7 6 1 1 1
92-TB- 148 .8 1 133 7 6 1 4 2
92-T8-149 A 1 37 65 8 1 30 9
92-18-130 A 1 37 51 4 1 29 8
92-78-151 1.6 4 64 8 8 1 32 4
92-18-152 A 1 179 41 18 1 77 3




COMP: MINNOVA INC.
PROJ: 675 CRANBROOK

MIN-EN LABS — WHOLE ROCK ANALYSIS

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 2V-071%-RL

DATE: 92/08/0

ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20O P205 SlO02 SR TIO2 Lol S
NUMBER * % % * % % % % % % * % % %
92-TB-114 21.07 .095 47 3.25 6.61 1.66 .08 46 .05 60.52 .005 .74 3.70 .04
92-7B-117 16.20 .060 1.54 3.37 2.29 1.89 03 4.16 .14 65.84 .010 .60 2.50 .13
92-T8-118 13.32 .015 .26 1.74 .59 .58 .01 6.48 .08 75.00 .005 .55 .60 .03
92-TB-119 19.13 .150 .92 4.31 5.51 1.713 06 1.01 .05 61.85 .010 75 3.30 A7
92-18-120 17.56 .080 .78 3.62 3.18 1.80 04 1.12 .19 67.84  .00S .51 2.00 .06
92-1B-121 15.01 .020 8.15 9.63 91 5.52 .23 2.79 .11 53.93  .005 .92 1.80 .18
92-T8-122 18.31 .005 .28 37 11.36 .12 .01 2.72 .19 65.08 .005 .02 .60 .01
92-TB-123 14.60 .060 6.70 8.64 1.7 1.62 A5 1.69 21 61.47 015 1.19 1.00 .08
92-T8-127 13.92 .080 3.22 2.22 3.76 1.44 .04 2.00 .04 70.06 .015 .40 1,90 .42
92-TB-128 13.14 .060 3.12 3.80 3.07 2.04 .03 2.46 .14 68.12 .010 47 2,40 41
92-TB-129 17.50 .050 5.32 7.76 2.36 3.09 A3 2.45 .20 55.14  .020 .66 4.00 1.70
92-T8-130 14.95 .060 2.45 4.66 3.36 3.00 11 1.85 .11 66.41 015 .54 1.60 .05
92-TB-131 16.10 .045 1.81 4.07 3.56 2.06 .04 47 .92 66.91 .005 .52 2.40 .08
92-1B-132 9.82 .050 .33 1.62 3.66 .25 .06 2.98 01 79.73  .010 .36 .30 .02
92-18-133 11.44 .020 2.91 1.90 97 1.09 .03 3.58 .03 75.43 .010 .46 .80 .03
92-T8-134 13.80 .105 6.68 2.94 4.06 4.8 .09 1.80 .08 82.22 .015 .52 1.90 .01
92-TB-135 11.45 .010 8.56 11.06 .76 10.92 .25 2.37 .09 50.79 .005 .86 2.00 .02
92-TB-136 15.88 .020 7.37 8.87 1.18 7.85 .22 3.50 .03 50.32 .005 .44 3.30 .01
92-T8-137 16.73 .080 2.7 4.48 3.76  2.10 .06 2.22 .06 62.81 .015 .63 3.70 .66
92-TB-138 16.79 .090 1.15 3.78 4.46 1.57 .02 1.70 .06 65.27 .010 .65 3.30 .10
92-TB-139 16.59 .095 .35 3.74 4.60 1.48 .02 1.56 .06 67.38 .005 .59 2.70 .07
92-TB-140 16.16 .090 .50 1.82 5.23 1.54 .05 .87 .06 69.56 .005 .58 2.80 .06 |
92-18-141 16.01 .075 b 1.95 413 1.34 06 1.46 .03 70.18 .010 .59  3.00 .05
92-TB-142 14.83 .060 2.15 3.09 1.68 2.05 .09  3.60 .09 68.60 .015 .52 2.30 .06
92-TB- 143 17.46 .110 .32 4.14 4.26 1.06 .05 1.80 .05 65.74 .005 .65 3.30 .03
92-TB- 144 22.91 .150 .10 5.51 6.66 1.14 .06 .98 .07 56.58 .005 .85  4.10 .04
92-TB-145 12.21 .055 .90 3.83 2.1 .80 .04 3.28 .03 73.99 .005 .41 1.50 .03
92-TB-146 10.76 .040 .83 2.37 1.52 .54 .03  3.22 .05 78.05 .005 .42 1.20 .04
92-TB- 147 10.84 .050 .25 2.43 1.74 .40 .03 4.00 .03 77.78 .005 47 1.20 .07
92-TB-148 21.77 .10 .52 4.58 5.08 2.1 06 2.16 .06 61.25 .010 .80 .40 .03




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0719-RLY

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V/M 172 DATE: 92/08/0i
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 SIO2 SR TIO2 Lot S
NUMBER % % % % % % % % % % * % % X
92-T8-114 21.07 .095 47 3.25 6.61 1.66 .08 46 .05 60.52 .005 74 3.70 .04
92-18-117 16.20 .060 1.54 3.37 2.29 1.89 03 4.16 .14 65.84 .010 .60 2.50 .13
92-78-118 13.32 .015 .26 1.74 .59 .58 .01 6.48 .08 75.00 .005 .55 .60 .03
92-TB-119 19.13 .150 .92 4.31 5.51 1.73 .06 1.01 .05 61.85 .010 .75 3.30 A7
92-18-120 17.56 .080 .78 3.62 3.18 1.80 040 1,12 .19 67.84 .005 .51 2.00 .06
92-TB-121 15.01 .020° 8.15 9.63 91 5.52 .23 2.79 .11 53.93 .005 .92 1.80 .18
92-18-122 18.31 .005 .28 37 11.36 .12 .01 2.72 .19 65.08 .005 .02 .60 .01
92-TB-123 14.60 .060 6.70 e.64 1.57 1.62 A5 1.69 .21 61.47  .015 1.19 1.00 .08
92-18-127 13.92 .080 3.22 2.22 3.76 1.44 .04 2.00 .04 70.06 .015 40 1.90 .42
92-18-128 13.14 .060 3.12 3.80 3.07 2.04 .03 2.46 .14 68.12 .010 47 2.40 .41
92-1B-129 17.50 .050 5.32 7.76 2.34 3.09 130 2045 .20 55.14 .020 .66  4.00 1.70
92-TB-130 14.95 .060 2.45 4.66 3.36 3.00 11 1.85 11 66.41 015 .54 1.60 .05
92-71B-131 16.10 .045 1.81 4.07 3.56 2.06 .04 47 .92 66.91 .005 .52 2.40 .08
92-TB-132 9.82 .050 .33 1.62 3.66 .25 .04 2.98 .01 79.73 .010 .36 .30 .02
92-7B-133 11.44 .020 2.9 1.90 97  1.09 .03 3.58 .03 75.43 .010 .46 .80 .03
92-TB-134 13.80 .105 6.68 2.94 4.04 4.81 .09 1.80 .08 62.22 .015 .52 1.90 .01
92-TB-135 11.45 .010 8.56 11.06 .76 10.92 .25 2.37 .09 50.79 .005 .86 2.00 .02
92-TB-136 15.88 .020 7.37 8.87 1.18  7.85 .22 3.50 .03 50.32 .005 44 3.30 .01
92-1TB-137 16.73 .080 2.7 4.48 3.7 2.10 04 2.22 .06 62.81 .015 .63  3.70 .66
92-7B-138 16.79 .090 1.15 3.78 446  1.57 .02 1.70 .06 65.27 .010 .65 3.30 .10
92-TB-139 16.59 .095 .35 3.74 4.60 1.48 .02 1.56 .06 67.38 .005 .59 2.70 07 F

92-TB-140 16.16 .090 .50 1.82 5.23 1.54 .05 .87 06 69.56 .005 .58 2.80 .06
92-TB-141 16.01 .075 s 1.95 4.13  1.34 06 1,46 .03 70.18 .010 .59 3.00 .05
92-TB-142 14.83 .060 2.15 3.09 1.68 2.05 .09  3.60 .09 68.60 .015 .52 2.30 .06
92-TB-143 17.46 .10 .32 4.14 4,26 1.06 .05 1.80 .05 65.74  .005 .65  3.30 .03
92-1B- 144 22.91 .150 .10 5.51 6.66 1.14 .06 .98 .07 S56.58 .005 .85 4.10 .04
92-TB-145 12.21 .055 .90 3.83 2.11 .80 .04 3.28 .03 73.99 .005 41 1.50 .03
92-TB-146 10.76 .040 .83 2.37 1.52 .54 .03 3.22 .05 78.05 .005 42 1,20 .04
92-TB-147 10.84 .050 .25 2.43 1.74 .40 .03  4.00 .03 77.78 .005 47 0 1.20 .07

92-TB-148 21.77 .10 .52 4.58 5.08 2.1 06 2,16 .06 61.25 .010 .80 .40 .03




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0719-RL:

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCQUVER, B.C. V7M 1T2 DATE: 92/08/0¢
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26;
SAMPLE AL203 BA CAO  FE203 K20 MGD MNOZ NA20 P205 slO2 SR TIO2 Lot S
NUMBER % % % % % % 4 % % % % % % %
92-TB- 149 14.14 .010 9.70 10.96 .96 6.75 .21 .94 .07 52.59 .005 .67 1.80 .03
92-TB-150 14.22 .010 9.95 10.90 .95 6.84 .21 .74 .05 52.39 .005 .67 2.00 .06
92-718-151 15.78 .020 .27 5.00 3.13  2.63 .02 2.02 .11 65.67 .005 .62 4.10 A7
92-7B-152 12.75 .040 1.98 5.35 2.59 2.04 A1 2,42 .09 68.78 .010 .46 2.40 .74




COMP: MINNOVA INC.
PROJ: 675 CRANBROOK

MIN-EN LABS — WHOLE ROCK ANALYSIS
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 2Vv-0719-RLZ
DATE: 92/08/08

ATTN: COLIN BURGE/TOM BERGER (606)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNOZ NA20 P205  SIO02 SR TIO2 Lol ]
NUMBER % % % % % * x % x % % % % %
92-T8- 149 14.14 .010 9.70 10.96 96 6.75 .21 .94 .07 52.59 .005 .67 1.80 .03
92-78-150 14.22 .010 9.95 10.90 95 6.84 .21 T4 .05 52.39 .005 .67 2.00 .06
92-TB-151 15.78 .020 .27 5.00 3.13  2.63 .02 2.02 .11 65.67  .005 62 4.10 .17
92-T8-152 12.75 .040 1.98 5.35 2.59 2.04 11 2.42 .09 68.78 .010 46 2.40 74




MIN T A f,}~ VANCOUVER OFFICE:
705 WEST 15TH STREET

w e “EN o e R
e - -4524
RELEE R I.ABORA'I'ORIES FAX (604) 980-9621
;g‘.\‘ j} 7 (DIVISION OF ASSAYERS CORP) SMITHERS LAB.:
Y/ 3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS SMITHERS, BC. CANADA VOJ 2NO
CHEMISTS * ASSAYERS * ANALYSTS » GEOCHEMISTS TELEPHONE (604) 847-3004
FAX (604) 847-3005
Geochemical Analysis Certificate XS > 2V-1092-RG1
3y o
Company: MINNOVA INC. & B Date: SEP-30-92
Project: 675
Atin: COLIN BURGE

We hereby certify the following Geochemical Analysis of 12 CORE samples
submitted SEP-30-92 by COLIN BURGE.

Sample B F
Number PRM PEM
40055 25 640
40056 44 720
40057 60 980
40058 57 780
40059 53 640
40060 439 1340
40061 233 680
40062 248 420
40063 289 510
40064 119 330
40065 21 170
40066 31 150

Centified by %/

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-1092-RL1

PROJ: 675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 112 DATE: 92/09/30
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 S102 TI102 Lot S TOT(%)
NUMBER % % * * % % % % % % % % % %
40055 12.91 .075 3.20 3.92 2.98 1.88 .12 1.75 .08 66.05 .45 5.30 .13 99.00
40056 13.44 .075 1.02 4.37 3.44 1.62 .09 1.97 .10 70.14 46 2.20 .36 99.02
40057 14.28 .080 .95 4.57 3.65 1.83 .09 1.80 .12 68.73 49 2.70 .38 99.43
40058 14.01 .065 2.48 4.96 2.63 1.69 1 2.72 .12 67.15 .48 2.60 44 99.10
40059 13.63 .090 1.37 4.81 3.08 1.98 .10 3.94 .11 67.45 .51 2.00 34 99.14
40060 15.16 .085 1.09 6.77 3.97 2.36 .15 2.67 13 64012 .53 2.20 41 99.34
40061 15.12 075 1.49 4.95 3.97 1.70 .09 1.46 .10 66.59 .53 3.00 55 99.16
40062 13.07 .040 1.86 4.13 3.15 1.14 0% 1.65 .09 70.30 .43 3.00 .49 99.08
40063 11.43 .050 .83 5.76 3.82 1.07 17 .30 .10 69.93 .39 5.20 .63 99.19
40064 12.05 .055 1.38  3.65 3.62 .69 .12 1.1 .06 73.43 410 2.50 .23 99.21
40065 9.42 .025 2.32 2.43 1.57 .61 .04 2.08 .04 78.05 34 2.00 .03 99.04
40066 15.76 .015 1.92 3.82 1.33 1.64 .03 6.20 A3 64.27 46 3.60 .96 99.24




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-1092-RJ1

PROJ: 675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/10/07
ATTN: COLIN BURGE (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN  AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

40055 .1 32 224 33 31 1 90 1

40056 .1 1 277 30 n 1 122 1

40057 .1 1 262 24 57 1 143 2

40058 .4 1 198 36 95 1 137 2

40059 .1 1 478 34 30 1 63 1

40060 A 1 520 56 89 1 284 1

40061 b 59 214 29 64 1 74 2

40062 3 3 121 84 159 1 290 1

40063 .1 1 103 17 175 1 277 2

40064 | 1 153 46 98 1 571 2

40065 .3 1 129 1 10 1 47 1

40066 .1 1 53 10 9 1 14 2




MIN 02 ;3 : VANCOUVER OFFICE:
705 WEST 15TH STREET

sEN NORTH VANCOUVER, BC. CANADA V7M 1T2

=/ \gp TELEPHONE (604) 980-5814 OR (604) 988-4524
Ieuk sond
by LABORATORIES e

B (DIVISION OF ASSAYERS CORP) SMITHERS LAB.:

3176 TATLOW ROAD

SPEC’AL:STS IN |-’||NERAL EVVlRONMENTS SMITHERS, B.C. CANADA VOJ 2NO
CHEMIGTS » S384vERS + LHALYSTE = GECC -1 ASTE TELEPHONE (604) 847-3004

FAX (604) 847-3005

Geochemical Analysis Certificate 2V-0651-RG1

Company: MINNOVA INC. Date: JUL-29-92
Project: 675-CRANBROOK ’ Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: T. BERGER/C. BURGE ‘ 2. MINNOVA INC., CRANBROOK, B.C.

We hereby certify the following Geoc 1emical Analysis of 6 ROCK samples
submitted JUL-15-92 by TOM BERG‘ R.

Sample B F

Number . PM M L
92-TB-109 41 230

92-TB-111 738 960

92-TB-112 823 1710

92-TB-113 1131 460

2-MB-115 . 43 L
92-TB-116 57 1980

\
Certified by g/ -

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0651-RJ1

PROJ: 675-CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/07/20
ATTN: T. BERGER/C. BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN  AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

92-18-109 .7 1 84 10 9 1 20 7

92-T8-111 .1 1 158 48 142 1 112 2

92-7TB-112 .6 1 291 74 190 1 187 1

92-18-113 .6 1 230 40 130 1 92 1

92-18-115 .1 1 290 232 121 1 13602 5

92-7B-116 .1 1 262 25 91 1 419 1




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2v-0651-RL1

PROJ: 675-CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 112 DATE: 92/07/20
ATTN: T. BERGER/C. BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNOZ2 NA20 P205 SI02 SR TIO2 Lol S
NUMBER % % % % % % % % * % % p 3 % %
92-1TB-109 7.07 .030 1.85 1.16 2.48 .40 .08 6.07 .03 78.08 .005 460 1.20 .07
92-T8-111 9.44 .025 4.56 4.53 3.45 1.77 32 475 17 65.93  .070 .47 3.50 1.08
92-7T8-112 9.07 .055 .78 4.5 5.35 1.43 .19 3.85 .08 69.85 .010 .46 3.70 .59
92-TB-113 9.61 .055 .72 3.27 5.75  1.09 A3 422 .07 70.33 .005 .47 3.30 37
92-1B-115 7.35 .035 3.79 9.91 3.92  2.02 30  4.00 .22 59.64 .010 .35 6.20 5.80
92-TB-116 13.36 .025 7.74 2.43 .M .75 246 11.27 .05 59.61 .025 61 1.20 .56




ki VANCOUVER OFFICE:
, MIN ' 705 WEST 15TH STREET
. , ® EN NORTH VANCOUVER, BC. CANADA V7M 1T2

TELEPHONE (604) 980-5814 OR (604) 988-4524
LABORATORIES FAX (604) 960-9621
(DIVISION OF ASSAYERS CORP.) SMITHERS LAB

3176 TATLOW ROAD

Ty

1k

SMITHERS, B.C. CANADA VOJ 2NO
TELEPHONE (604) 847-3004
FAX (604) 847-3005

UL TR el TR ST T T SR T LIS T 43
ST ST DL A e T BT BRI " A D R L ¢

Geochemical Analysis Certificate 2V-0640-RG1

Company: MINNOVA INC. Date: JUL-22-92
Project: 675 CRANBROOK Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: T.BERGER/C.BURGE

We hereby certify the following Geochemical Analysis of 3 ROCK samples
submitted JUL-13-92 by TOM BERGER.

Sample B F

Number . PM . O .
09315 39 20

09316 49 340

92-TB-110 95 350

I
Certified by //V//
MIN-EN LABORATORIES




" ' VANCOUVER OFFICE:
2! MIN 705 WEST 15TH STREET
i EN NORTH VANCOUVER, BC. CANADA V7M 172

TELEPHONE (604) 980-5814 OR (604) 988-4524
LABORATORIES FAX (604) 980-562 1
(DIVISION OF ASSAYERS CORP.) SMlTHERS LAB_:
L i ) 3176 TATLOW ROAD
. CETOV LT b s Do T nTs SMITHERS, BC. CANADA VOJ 2NO
________ Ry . : - ' TELEPHONE (604) 847-3004
FAX (604) 847-3005
Geochemical Analysis Certificate 2V-0569-RG1
Company: MINNOVA INC. Date: JUL-22-92
Project: CRANBROOK-675 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: COLIN BURGE/TOM BERGER

We hereby certify the following Geochemical Analysis of 19 ROCK samples
submitted JUN-29-92 by T. BERGER.

Sample B F
Number PPM PPM
92-TB-028 65 960
92-TB-029 19 590
92-TB-092 57 810
92-TB-093 160 780
92-TB-094 34 880
92-TB-095 266 800
92-TB-096 42 490
92-TB-097 27 670
92 -TB-098 106 770
92-TB-099 137 690
92-TB-100 152 1140
92-TB-101 110 970
92-TB-102 110 510
92-TB-103 42 1060
92-TB-104 91 760
92-TB-105 243 720
92-TB-106 160 380
92-TB-107 38 290
92-TB-108 49 8§70

Certified by %/b/;//

MIN-EN LABORATORIES



COMP: MINNOVA INC MIN-EN LABS — ICP REPORT FILE NO: 2V-0640-RJ1

PROJ: 675-CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/07/17
ATTN: T.BERGER/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
09315 .1 1 3 7 1 1 7 15
09316 .1 1 101 39 4 1 51 1

92-T8-110 .1 1 102 25 6 1 17 1




COMP: MINNQOVA INC
PROJ: 675-CRANBROCK

MIN-EN LABS — WHOLE ROCK ANALYSIS
705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 1T2

FILE NO: 2V-0640-RL1
DATE: 92/07/17

ATTN: T.BERGER/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNOZ2 NA20 P205 Sl02 SR TlO2 Lol S
NUMBER % % % % % % X % % % % ] X *
09315 5.69 .005 .38 48.82 14 .06 .01 10.48 .03 32.26 .005 .30 .60 .46
09316 9.71 015 11.57  10.18 2.03 4.15 46 4,06 .10 53.39 .005 .86 2.30 1.20
92-TB-110 7.08 .040 N 1.90 4.98 .63 .04  1.90 .02 68.85 .005 35 1.9 47

N



COMP: MINNOVA INC.

PROJ: CRANBROOK-675

MIN-EN LABS —

ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: 2V-0569-RJ1
DATE: 92/07/06

ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92-18-028 A 1 153 43 38 1 159 1
92-T1B-029 .3 4 26 7 77 1 19 1
92-18-092 A 1 198 28 76 1 140 5
92-T8-093 .9 1 129 24 Al 1 735 1
92-TB-094 .6 1 191 18 1 1 75 1
92-T8-095 A 1 341 39 37 1 447 2
92-TB-096 A 1 63 41 45 1 45 3
92-18-097 | 1 104 71 20 1 50 1
92-TB-098 .2 1 169 13 8 1 58 2
92-T8-099 .2 1 17 16 34 1 51 1
92-TB-100 .2 1 156 13 97 1 57 1
92-1B-101 .8 1 115 38 428 1 424 3
92-78-102 A 1 92 33 96 1 377 1
92-TB-103 A 1 92 17 18 1 100 1
92-18-104 .2 1 203 25 102 1 205 1
92-TB-105 .2 1 155 32 38 1 115 2
92-TB-106 1.1 9 47 54 326 1 205 1
92-18-107 .2 1 180 24 1 1 45 1
92-T8-108 .2 1 85 30 16 1 89 1
Nt
[ .
e A




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0569-RL1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/07/07
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNOZ NA20 P205 s102 SR TIO2 Lol S
NUMBER % % % % % % % % % % % % % %
92-1B-028 12.55 .015 3.36 5.96 1.98 2.69 130 2.39 .11 66.70 .015 42 2,60 1.27
92-TB-029 10.25 .010 4,40 2.13 1.58 .66 .06 2.34 .13 75.82  .005 .26 1.30 .03
92-1TB-092 13.90 .055 2.37 5.20 3.05 1.66 .11 2,95 .09 67.81 .010 45 1.70 .52
92-TB-093 11.78 .020 1.96 5.73 2.28 1.98 A5 .77 .10 69.93 .010 .39 2.80 .57
92-TB-094 13.96 .020 7.42  10.75 1.70  4.66 190 1.2 .13 56.40 .005 1.00 1.60 .37
92-18- 095 11.92 .035 1.34 5.85 1.87 2.12 A1 2.7 06 69.92 .010 39 2.90 .52
92-18-096 9.61 .015 .35 4.36 1.57  1.09 .01 2.28 .03 76.70 .010 35 2.70 .09
92-18-097 9.97 045 2.89 4.52 2.11 1.33 .07 1.57 .04 73.12 .010 .32 3.00 .66
92-TB-098 12.34 .050 2.07 3.35 2.16 1.75 .06 2.59 .15 72.51  .015 43 1.60 .09
92-T8-099 11.29 .025 1.65 3.69 2.48 1.93 .09 .87 .05 74.07 .005 .39 2.60 .06
92-T8-100 15.83 .045 2.38 4.05 3.67 2.28 09 1.35 12 65.32 .005 .52 3.30 .07
92-7TB-101 11.83 .015 1.81 6.43 2.00 2.10 160 2.24 13 67.63  .010 42 4.30 .98
92-TB-102 10.24 .025 1.51 5.50 2.06 1.4 12 .02 73.78 .005 36 2.70 1.15
92-7T8-103 13.22 .025 1.78 4.7 1.40 2.48 .09  3.48 .08 69.26 .015 43 2.40 .08
92-TB-104 12.09 .050 1.98 4.52 2.7 1.89 .08 1.81 .10 71.66  .010 40 1.60 .36
92-TB-T05" 12.72 .025 2.43 &.9N 2.63 1.94 L1000 1.36 12 69.79  .005 L4 2,60 .49
92-18-106 9.25 .020 2.34 4.21 2.48 1.06 06 1.36 .03 75.33 .010 .29 2.90 .96
92-TB-107 13.52 .015 8.18 11.39 1.11  6.68 23 .77 .08 53.09 .005 .86 2.20 .66
92-78-108 12.82 .020 2.37 5.63 1.69 1.92 .07 3.01 11 68.61 .020 45 2.60 .64




iP]

INTERNATIONAL PLASMA LABORATORY t10

2036 Columbia Street
Vancouver, B.C.
Canada V5Y 3E1
Phone (604) 879-7878

Fax (04) 8}9-7898

iPL Report: 9200419 M Minnova Canada In: Jun 29,7 1997 Page T of | Section T of 1
Project: Horn 675 Out: Jul 03, 1992 5 Soil Certified BC Assayer J [ ;David Chiu
Sample Name Au Ag Ba G Cu Mn Pb Sn 1Zn Sample Name Au Ag Ba C Cu Mn Pb Sn ZIn
ppb ppm ppm ppm ppm ppm ppm ppm ppm ppb ppm ppm ppm ppm ppm ppm ppm ppm

704004 07+00NS -- <0.1 503 <0.1 18 723 10 <10 36
92ML. 001 L -- 0.3 339 <0.17 13 640 14 10 63
92Mi. 002 L -— <0.1 372 <0.1 13 649 9 10 64
09294 C - 0.7 221 <0.1 91281 12 26 25
09295 L -- 0.3 250 <0.1 16 947 10 13 36

e

;

Min Limit S 0. 2 0.1 1 1 2 10 1 S 0.1 2 0 1 1 2 10 1
Max Reported* 10000 99.9 9999 99.9 9999 9999 9999 999 9999 10000 99.9 9999 99.9 9999 9999 9993 999 9999
Method FA/AAS ICP ICP ICP ICP ICP ICP ICP ICP FA/AAS ICP ICP ICP [ICP ICP ICP ICP ICP
—-=Not Analysed ins=Insufficient Sample **=(Overlimit S$=50i1 R=Rock C=Core L=Silt P=Pulp U=Undefined m=Estimate/1000 ZX=Fstimate X

International Plasma Lab Ltd.

2036 Columbia St. Vancouver BC V5Y 3E1

Ph:604/879-7878 Fax:604/879-7898




705 WEST 15TH STREET
e EN 5 NORTH VANCOUVER, BC. CANADA V7M 1T2

o \ap S :
e B TELEPHONE (604) 980-5814 OR (604) 988-4524
=\ 77 LABORATORIES FAX (604 560-9821
.- (DIVISION OF ASSAYERS CORP.) SM'THERS L AB u
N\ 3176 TATLOW ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS
L_J CHEMISTS » ASSAYERS * ANALYSTS * GEOCHEMISTS ' Confhegachy '{%05%%?;?00\2&] L
: i\ o e : FAX (604) 847-3005

Beochemicasl Opnal & Ceret.:v:' Fficatse 2V-0535-RG1

* W ¥ERT
Company: MINNOVA INC, o Ll Date: JUN-30-92 1
Project: CRANEBRODE-&75 : Copy 1. HINNOVA INC., VANCOUVER, B.C. i
attn: COLIN BURGE/TOM BERPEH .‘:”ﬂ-};ﬁs

\ Angd coeee e

e o

He bereby certify the féffgaigé Geochemical Analysis of 26 ROCK samples
submitted JUN-22-92 by T. BERGER,

Sample = F
Number FFHM FFM ;
2=TR-075 ., e e A i 560 e ¢ e
2-TB~074 11 1040
92-TB-077 48 200
QZ-TE-078 & 2890
2~TB-079 22 450
Q2-TE-080 37 760
92~TB~081 44 494

< 2-TB-082 15 BEQ i
22-TB-08B3 19 740 i
92-TB-034 85 8380 i
a8 e A et e e s e o e o A T 0 I B S 0 B A W 5 TS ettt e e o e i M i S s v s Sl %
72-TB-085 152 780 [
92-TE-08& 133 870 1
92-TB~0B7 3 TH0 |
gZ2-Te-088 23 3590 g
o2-TB-0B% il 440 :
_________________________________________________________________________________________________ A
F2-TR-0%0 &7 750
92-TB-091 76 560
09306 37 230
09307 33 440
0508 144 480 H
09309 © 20 300 d ' 13 : : 4
03310 30 i
09311 bt 790
09312 48 770
09313 104 830

07314 b 1120

i e

< AT

Certified by




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0535-RLI

PROJ: CRANBROOK-475 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/06/30
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (5604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAD  FE203 K20 MGO  MNO2 NAZ20 P205 SIO2 SR TID2 LOI S
NUMBER % % % * 4 4 % % % % % % % %
92-T8-075 12.82 .035 .32 4.01 1.57  1.61 .05 3.54 .06 71,72 .010 .40 2.80 .06
92-18-076 14.30 .030 .89 5.87 1.39 2.69 07 481 12 66.11 .010 4T 2.20 07
92-T8-077 23.90 .145 .15 4.1 7.21 1.5 05 1.55 .07 55.81 .005 A7 4,10 .03
92-78-078 2.9 .035 .26 3.1 1.18 .87 .06 3.05 .04 78.85 .005 31 1.40 .05
92-78-079 14.57 .060 .26 3.62 2.77  1.14 04 2.82 05 71.12 .005 430 2.20 .04
92-T8-080 14,87 . 085 .83 3.47 3.99 2.29 06 2.99 A1 671 .010 .48 3.00 .04
92-78-081 12.81 .040 .96 2.54 2.01  1.45 .08 3.90 .07 73.12  .010 42 1,70 .05
92-T8-082 15.17 .075 3.51 4.99 3.44 2.18 .08 1.69 100 65.30 .015 57 1.90 .06
92-T8-083 15.44 .045 .10 4.00 2.94 2.5 02 2.24 .06 68.20 .005 .51 3.10 .07
92-T8-084 16.55 . 065 .56 5.58 3.1g 2.30 .06 2.95 2 63.81 .010 .57 3.40 .10
92-78-085 15.30 .060 .25 5.80 3.05 2.28 05 2.67 L0 65,34 .010 .49 3.60 .09
92-T8-086 14.01 . 045 1.43 4.22 3.96 1.7 .08 .65 .05 70.03 .005 49 2.50 .24
92-78-087 17.56 .15 .28 4.35 4,95 1.59 060 1,19 .04 64.84 .005 .54 3.50 .10
92-T8-088 12.13 .010 7.83  19.47 68 3.42 31 2.52 L2 49.44 0 005 2.41 1,00 .1
92-78-089 14.76 .045 .92 3.19 3.80 1.22 06 1.27 .03 70.92 .005 .48 2.30 .05
92-T8-090 15.83 .040 .20 4.07 3.23 2.60 .06 2.62 .12 66.93  .005 .54 2.90 .08
92-78-091 15.81 -070 .33 2.67 3.5 1.05 03 2.14 06 T72.24 010 .38 2.10 .05
09306 8.67 -040 .62 2.98 2.05 .23 .03 1.97 .02 80.07 .005 .33 2.10 .68
09307 11.39 .025 1.66 3.68 1.47 .93 .06 3.60 06 76498  .015 .29 1.20 .24
09308 15.59 .070 1.50 1.99 3.18 .66 .03 3.49 .03 70.3&4 .015 .25  2.00 .25
09309 a8.61 .030 .63 3.24 1.08 .35 .03 3.26 .04 80.63 .010 .28 1.10 .40
09310 10.43 .035 .52 2.42 1.70 31 .02 3.06 .04 79.20 .005 .24 1.40 37
09311 14.35 .080 1.85 3.8 3.97 1.57 .06 2.70 11 68.27 010 .51 2.00 .66
09312 14.16 075 1.25 3.58 3.65 1.4 .04 2.95 .08 68.99 .010 .45 2.50 b7
09313 14.87 .070 1.10 4.73 4.33  1.66 .06 1.87 11 66,53 010 .49 3.20 b7
09314 14.54 .065 1.85 5.1 4,00 2.12 .07 2.18 13 66,45 010 48 2.10 .50




COMP: MINNCVA INC.
PROJ: CRANBROOK-5675

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 2¥-0535-RJ1
DATE: 92/06/30

ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92-TB-075 . 1 76 131 8 1 38 1
92-18-076 A 1 151 42 151 1 78 1
92-18-077 A 1 169 10 2 1 24 1
92-TB-078 1 1 70 41 9 1 28 1
92-TB-079 A 1 91 13 6 1 34 1
92-TB- 080 A 1 119 3 4 1 40 1
92-78-081 A 1 65 87 14 1 42 1
92-TB-082 A 1 393 9 1 1 62 1
92-TB-083 A 1 65 9 1 1 20 1
92-TB-084 A 1 135 24 17 1 77 1
92-TB-085 A 1 131 25 24 1 90 3
92-TB-086 .1 8 105 30 21 1 64 1
92-TB-087 A 1 250 46 7 1 53 17
92-18-088 . 1 42 69 1 1 59 4
92-18-089 .1 1 70 18 6 1 31 4
92-TB-090 . 1 80 25 2 1 26 3
92-18-091 . 1 134 10 4 1 31 1
09306 A 1 65 29 25 1 73 2
09307 A 5 141 22 8 1 58 1
09308 . 1 101 27 13 1 22 2
09309 A 1 90 31 13 1 68 3
09310 A 1 100 34 8 1 15 1
09311 A 1 169 30 1 1 65 6
09312 . 1 143 27 6 1 40 1
09313 A 3 130 33 15 1 68 1
09314 . 1 223 28 3 1 89 1




&

VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 1T2

MIN
e EN SR
LABORATORIES

TELEPHONE (604) 980-5814 OR (604) 988-4524
FAX (604) 980-8621

(DIVISION OF ASSAYERS CORP.) SMITHERS LAB %
3176 TATLOW ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS

CHEMISTS » ASSAYERS * ANALYSTS * GEOCHEMISTS SIETtL=Ho Bb: BANADA . VOUi2N0

TELEPHONE (604) 847-3004
FAX (604) 847-3005

eoohewmicad Speldysidis Sertificate 2V-0510-RG1
Company: MINNOVA INC, Date: JUN-26-92
Project: CRANBROOE-&75 Copy 1. WINNOVA IMC., VANCOUVER, B.C.
Atin: COLIN BURGE/TOM BERGER

He hereby certify the following Geochemical Analysis of 30 ROCK samples
submitted JUN-15-92 by T. BERGER,

Sample R F
Mumber FFm FFM
92-TB-0S50 133 510
F2-TR-051 36 280
GP-TH~O53 1760 400
92-TB~053 18 740
92-TE~054 94 650
92-TE-055 310 1240 :
92-TE~056 33 460
92-TB-057 33 610
92-TH~058 155 820
92~TB-059 42 710
92-TE-060 2 4460
92-TB-0b1 118 780
92-TEB-042 167 780
92-TE~063 72 940
92-TB-0b64 107 760
92-TB-045 72 730
92-TB~0bb 33 150
92-TE-047 14 30
92-TE-068 22 200
92-TB-069 39 1280
92-TB~070 a74 1390
92-TB-071 617 980
Q2-ThB-072 Sh 1070
92-TB-073 242 1240
92-TB-074 25 540
09301 82 790
09302 84 610
09303 5 830
09E04 44 780
09305 : 149 G50
*
Certified by Za
E AL

b



COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0510-RL1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/06/26
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 k20 MGO MNO2 NA20 P205 SIO2 SR TIOZ S LOI
NUMBER % % % % % % % % % % % % % %
92-TB-050 16.15 .065 .73 5.22 4,01 1.66 .06 1.47 13 65.11 .010 .55 .11 4.00
92-18-051 17.51 .010 .48 9N 4.18 .13 45 5.47 .28 69.03 .005 .03 .02 .70
92-TB-052 13.81 .035 .94 4.60 2.13  1.43 .07 2.90 .08 70.36 .015 43 .07 2.20
92-T8-053 13.17 .035 1.77 5.81 1.97  2.32 .07 3.12 .10 68.41 .015 .41 .08 2.00
92-TB-054 14.47 .050 1.00 5.76 3.13 2.13 .08 2.32 .08 66.78 .015 .48 A4 2.70
92-TB-055 15.27 .065 3.90 4.09 2.47 2.45 .08 2.64 .22 66.32 .020 .45 .06 1.40
92-TB-056 11.10 .040 1.19 3.61 2.31  1.10 .03 1.98 .02 75.22 .015 .34 .15 2.00
92-18-057 14.67 .055 3.24 5.37 3.06 2.24 .06 2.55 12 64.36  .015 47 420 2.90
92-1B-058 13.25 .025 1.80 6.464 2.36 2.51 .08 2.88 .10 67.53 .0%15 .40 40 2.00
92-TB-059 12.27 .035 2.34 4.69 2.28 1.79 .08 2.27 11 71.85  .015 .39 .13 1.007
92-TB-060 15.94 .035 4.43 5.27 3.03 1.84 100 1.9 .06 63.83 .025 47 15 2.40
92-TB-061 14.86 .050 1.36 5.26 3.20 1.61 05 2.51 .05 67.50 .015 46 JA7 0 2.20
92-TB-062 16.42 .085 .61 3.05 4.66 1.33 .03 .86 .03 69.46 .005 .48 .07 2.30
92-718-063 14.48 .030 2.89 5.55 2.37 2.07 .05 3.15 .15 65.96  .025 .45 37 2.20
92-TB-064 17.51 .110 .54 5.98 4.68 2.26 .07 1.10 11 63.35 .010 .58 .17 3.00
92-T18-065 15.37 .060 2.72 4.92 3.43 2.17 .06 1.94 .07 66.22 .010 547 11 T1.60
92-TB-066 14.15 .010 9.62 10.44 69 7.49 .20 1.64 .03 52.14 .005 .51 .06 2.10
92-18-067 12.72 .065 5.83 4.66 2.91  3.46 .07 1.9 11 64.22 010 44 .70 2.70
92-TB-068 14.39 .005 10.40 8.97 16 6.13 A9 .74 .08 54.47 .005 .65 .06 2.00
92-1B-069 10.27 .045 7.82 3.29 2.61 2.86 .06 1.52 .04 62.84 .005 .33 .05 7.40
92-TB-070 16.57 .065 1.79 4.08 4,10  2.49 .10 1.17 .08 65.26 .010 .54 11 3.10
92-1B-071 15.23 .045 .60 4.98 2.81 3.1 .09 1.98 .08 66.19 .005 47 .07  3.50
92-18-072 12.53 .020 4.21 4.60 2.09 2.16 11 1.43 .08 68.60 .005 W44 .58  2.90
92-TB-073 16.16 .075 1.06 4.4 2.98 1.58 .08 2.9 .07 66.69 .010 .48 .08 2.80
92-TB-074 15.40 .015 8.76 10.50 1.17 6.1 .21 1.64 .07 52.10 .005 .81 T4 2,60
09301 14.59 .070 1.68 4.33 3.18 1.53 .06 2.35 .06 68.60 .015 .45 .50 2.20
09302 15.51 .075 1.06 4.264 3.60 1.15 .09 2.60 .04 68.88 .010 46 .58 1.60
09303 14.54 .060 2.23 4.77 2.83 1.74 12 2.84 .07 67.98 .015 b4 .35 1.80
09304 12.63 .025 3.09 3.81 1.69 1.48 .07  3.33 .05 70.96 .015 .36 57 1.70
09305 15.07 .065 .86 4.58 4.046 1.69 .07 1.50 .09 68.33 .010 .49 .62 2.60




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0510-RJ1

PROJ: CRANBROOK-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/06/26
ATTN: COLIN BURGE/TOM BERGER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB 2N AU-FIRE
NUMBER PPH PPM PPM PPM PPM PPM PPM PPB
92-78-050 .1 23 156 25 15 1 51 6
92-TB-051 . 1 25 6 24 1 12 5
92-TB-052 .1 1 114 22 29 1 57 3
92-1B-053 . 1 315 20 4 1 77 1
92-18B-054 .1 1 267 31 15 1 87 1
92-18-055 3 19 436 5 2 1 65 1
92-78-056 . 3 161 2% 6 1 26 5
92-78-057 4 1 247 16 1 1 51 1
92-T8-058 .1 1 263 49 9 1 127 1
92-78-059 .5 8 281 14 1" 1 64 4
92-71B-060 4 104 150 13 10 1 120 5
92-T8-061 .3 5 27 20 1 1 48 1
92-TB-062 .1 1 288 7 2 1 27 4
92-T8-063 A 14 288 39 3 1 60 2
92-18-064 .1 1 365 26 9 1 68 3
92-18-065 3 1 402 1 5 1 63 4
92-TB-066 .5 1 65 91 3 1 3 30
92-TB-067 .8 1 110 36 1 1 16 5
92-18-068 .8 1 7 118 7 1 33 3
92-TB-069 2 1 201 1% 26 1 96 1
92-TB-070 A 2 268 1 40 1 63 4
92-TB-071 3 33 162 16 33 1 126 1
92-TB-072 .5 1 102 38 56 1 124 2
92-18-073 .6 8 232 14 51 1 60 4
92-T8-074 1.1 87 66 32 1 1 58 12
09301 .3 1 275 27 35 1 126 4
09302 X 3 269 28 88 1 140 4
09303 .3 13 260 29 79 1 138 6
09304 3 1 165 33 26 1 62 3
09305 . 71 175 26 23 1 103 4




EN R -
LABORATORIES |

(DIVISION OF ASSAYERS CORP.)

buliwrbsd W r..;-_v)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS

2

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
FAX (604) 980-9621

SMITHERS LAB.:

3176 TATLOW ROAD
SMITHERS, BC. CANADA V0J 2NO
TELEPHONE (604) 847-3004

FAX (604) 847-3005

|
‘i

Geochemical Arnalvkeis Certi:ifiicete 2V-0487-RG1
:

Cospany: MINNOVA INC, S IR, SR Date: JUN-26-92

Project: HORN-&75 S —fapy-’ 1, HINNOYA INC., VANCODUVER, B.C.

Attn: COLIN BURGE/TOM BERGER-RM 124

He hereby certify the following Geochemical Analysis of 30 ROCK samples
submitted JUN-10-92 by T. BERGER.

Sample

Mu

92
92
92
.
92
92
92
92
92
92

mber

TH
TR
TR
TR
TH
TH
TH
TH
TR
TR

92
92
92
92

TH
T
TH
TE

B F

FFM FFM

oig R 800
019 10 710
Q20 8 740
021 7a8 890
0Ez 1 220
023 14 400
024 7 770
025 7 20
0246 88 850
027 &8 &70
O30 1 280
031 152 &70
052 a2 610
033 2 &O0
0354 25 390
035 24 HO0
RY 45 ab0
0x7 22 310
038 101 860
039 852 730
040 11 210
041 64 &70
042 47z 720
0473 g 30
044 21 430
045 26 450
044 10 30
047 28 330
048 F 350
049 128 770

Certified by




I TEN

MIN : VANCOUVER OFFICE: ’

705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 172

puil LA BORATORIES : ;E;%g&?l;gé?ggg?s@-%m OR (604) 988-4524

(DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:

3176 TATLOW AD
SPECIALISTS IN MINERAL ENVIRONMENTS T T ek e
CHEMISTS * ASSAYERS * ANALYSTS * GEQCHEMISTS TELE PHO[\]E (604) 847-3004

FAX (604) 847-3005

Geochewmicael PArnelysis Deoertificate 2V-0487-RG2

Company: MINNOVA INC, Bate: JUN-26-92
Project: HORN-675 Copy 1. MINNOVA INC., VANCDUVER, B.C. -
Attn: COLIN BURGE/TOM BERGER-RHM 124

He hereby certify the following Geochemical Analysis of 15 ROCK samples
submitted JUN-10-92 by T. BERGER,

Sample 3] F
Number FEM FEM

22 CR 002 Z5 140
09285 23 370

02846 18 740
Q9287 1725 1280 :
097288 ZA00 1880 5
09289 28 140
09290 147 &70

09271 25 240
Q9292 igd 210
OR295 10 90
09296 21 440
09297 23 760
07298 48 40
09299 &3 80
OFEO0 448 a70

/ |
Certified by 5222§229’



COMP: MINNOVA INC.
PROJ: HORN-675

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 2V-0487-RJ1+2
DATE: 92/06/26

ATTN: COLIN BURGE/TOM BERGER-RM 12 (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZIN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92 T8 018 2.4 1 410 37 87 3 163 85
92 1B 019 A 1 347 37 2 1 121 10
92 T8 020 4 18 183 38 8 1 95 14
92 18 021 .9 30 194 20 25 1 40 14
92 TB 022 N 16 12 4 1 2 13 17
92 TB 023 A 34 19 4 1 1 10 25
92 TB 024 A 1 57 9 6 1 61 3
92 TB 025 A 1 47 18 3 1 48 3
92 1B 026 1 1 129 14 8 1 24 3
92 1B 027 A 1 174 21 13 1 34 8
92 18 030 .1 50 14 ) 12 1 8 49
92 TB 031 .1 4 301 47 38 1 42 18
92 TB 032 | 1 271 56 8 1 25 13
92 TB 033 .1 1 179 24 8 1 27 8
92 TB 034 1 19 119 8 1 1 19 1
92 18 035 2.1 1 137 30 36 9 65 24
92 T8 036 R 21 223 37 17 1 33 18
92 TB 037 .5 3 89 3 1 2 12 13
92 T8 038 3.0 1 169 23 200 9 245 20
92 1B 039 .3 1 253 33 8 1 27 4
92 T8 040 1.0 1" 41 6 23 5 28 14
92 TB 041 1 1 239 64 19 1 48 7
92 TB 042 1 1 150 4 46 1 193 3
92 TB 043 R 2 9% 2 12 1 26 2
92 TB 044 .5 1 165 3 13 1 30 7
92 TB 045 .4 1 185 7 14 1 41 4
92 TB 046 1.0 1 100 5 26 1 60 5
92 TB 047 7 2 83 5 21 1 29 4
92 TB 048 .5 1 159 15 34 1 41 2
92 T8 049 R 1 142 21 10 1 33 3
92 cB 002 A 16 120 9 7 1 15 4
09285 .1 1 315 44 2 1 75 3
09286 A 1 549 26 1 1 196 6
09287 .3 1 189 3 30 1 82 72
09288 3.6 464 140 9 246 2 50 32
09289 R 22 10 ‘9 6 1 8 15
09290 .1 1 130 46 6 1 56 10
09291 A 4 1" 5 7 1 5 8
09292 21 4 181 17 13 1 20 1"
09293 A ) 94 140 12 1 49 7
09296 .3 1 98 194 1 1 45 2
09297 . 1 202 36 ) 1 20 4
09298 4.9 23 6 8731 91 10 352 144
09299 .1 1 202 177 45 1 143 3
09300 .2 3 217 77 52 1 114 3




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0487-RL1+42

PROJ: HORN-675 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V?M 172 DATE: 92/06/26
ATTN: COLIN BURGE/TOM BERGER-RM 12 (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO FE203 K20 MGO MNO2 NA20 P205 SIo2 SR TIOZ Lol S
NUMBER % % % % % % % % % % % % % %
92 18 018 14.91 .060 2.81 5.32 3.47 2.03 .08 1.59 .12 66.79 .010 .55 1.20 .1
92 18 019 13.95 .030 5.11 9.81 2.55 2.89 .16 .49 .16 59.56 .005 .94  3.30 .34
92 T8 020 13.79 .025 6.84 10.49 1.93 4.70 21 1.20 .14 55.85 .005 .90  3.30 .62
92 18 021 15.34 .055 1.39 4.25 3.7 1.38 .03 1.36 .12 67.88 .005 .51  3.00 .28
92 1B 022 2.27 .005 .03 2.22 .55 .10 .01 .10 .05 92.93 .005 .08 .70 .06
92 TB 023 10.77 .010 .01 13.02 2.83 .28 .01 3 .17 68.59 .005 .22 3.10 4
92 1B 024 14.41 .020 .71 8.02 1.13  2.90 06 4.12 .16 64.06 .005 .82 2.70 .09
92 18 025 14.03 .015 .65 7.72 1.02  2.61 .09 4.36 19 65.42  .005 .82 2.10 12
92 TB 026 16.59 075 .10 4.51 4.30 1.49 .01 1.33 .13 66.85 .065 .56  3.20 .07
92 1B 027 14.56 .095 1.40 2.72 4.08 1.59 .06 2.75 .08 69.69 .010 46 1.70 A7
92 T8 030 4.1 .010 .01 4.36 .74 .12 .01 .33 .04 88.21 .005 .10 1.00 .09
92 T8 031 14.75 .095 .42 3.34 2.73 1.18 .02 2.97 05 71.26  .005 .48  1.90 .07
92 T8 032 17.56 .100 .02 5.16 4.66 1.43 .02 .84 .08 65.17 .005 54 3.40 .07
92 T8 033 16.37 .085 12 5.04 3.78 1.96 .02 1.57 .08 66.93 .005 .52 2.90 .06
92 TB 034 11.43 .035 .18 3.00 1.86 1.05 .02 2.27 .05 77.14  .005 .36  1.60 .04
92 T8 035 14.83 .055 .13 4.63 2.81  2.19 05 1.9 .09 69.58 .005 46 2.30 .08
92 1B 036 16.75 .080 .01 5.53 4.13 1.45 .02 1.28 .09 65.56 .005 .53 4.00 .18
92 18 037 9.66 .035 .10 1.55 1.58 .42 .02 3.03 .04 80.87 .005 .33 1.50 .05
92 T8 038 14.12 .055 2.13 2.89 3.64 2.75 N .89 .10 68.85 .010 46 3.30 .21
92 T8 039 18.62 .108 .01 4.96 5.48 .94 .02 .88 .11 63.90 .005 .59 3.50 .04
92 TB 040 18.54 .005 .01 2.70 .36 .34 .01 10.17 .07 65.17  .005 .45 1.50 .92
92 1B 041 18.67 .105 .04 5.50 4.96 1.60 .05 1.16 .08 62.24 .005 59 4.40 .04
92 1B 042 15.34 .035 .42 6.01 1.16 2.98 10 4.72 .16 65.05 .010 430 2.90 .04
92 TB 043 7.59 .025 .36 1.95 1.22 .49 01 1.73 .06 84.40 .005 .26 1.00 .02
92 1B 044 11.85 .045 .28 2.42 2.50 .63 .03 2.55 .05 76.79 .005 .32 1.60 .03
92 TB 045 11.32 .035 .64 2.87 1.89 .70 .04 2.94 06 77.23 .005 31 1.10 .10
92 TB 046 10.80 .035 .85 3.56 1.82 .94 .08 2.80 .05 75.95 .005 .32 2.00 .02
92 T8 047 9.44 .025 .74 2.18 1.99 .52 .06 1.74 .05 80.85 .005 31 1.20 .01
92 TB 048 10.07 .040 1.74 2.93 1.19 .87 .07 3.04 07 77.71  .005 31 1.30 .05
92 T8 049 19.22 .085 .03 3.97 5.26 1.96 06 1.30 .04 62.50 .005 .60  4.10 .02
92 CB 002 11.05 .045 .25 2.21 1.44 47 .03 3.44 .06 78.20 .005 37 1.60 .02
09285 13.37 .020 6.80 10.78 1.50  4.42 19 173 13 55.11 .005 .83 4.00 .88
09286 14.05 .035 4.97 11.06 3.22 2.99 19 32 .15 58.73 .005 1.06 2.50 .93
09287 15.89 .065 1.27 3.67 3.90 1.59 .08 .83 .07 67.16  .005 .52 4.00 .05
09288 17.31 .070 .23 3.70 4.66 1.74 .03 .3 .06 66.07 .005 .56 4.40 .57
09289 2.29 .005 .01 2.41 .38 .09 .01 .18 .03 93.00 .005 .06 1.00 .03
09290 14.96 .055 .73 5.32 2.65 2.08 06 2.43 .08 67.54 .010 49 2.80 .40
09291 16.61 .005 .61 .33 .15 .06 .01 9.73 .42 71.01  .005 .01 .30 .04
09292 17.18 .080 1.57 5.86 4.08 2.5 12 1.70 .10 64.69 .010 .57 .80 .60
09293 11.40 .035 .86 7.36 3.44 2.82 .01 .63 .16 64.60 .005 44 7.20 2.12
09296 11.93 .010 6.92 18.33 .82 3.80 21 2.29 .30 49.89 .005 2.16 2.20 1.2
09297 14.58 .055 .81 5.07 3.9 1.39 .03 1.64 .07 66.05 .005 45 4.90 .67
09298 17.53 005 1.7 5.41 .23 .19 .06 .26 .07 59.20 .010 .06 3.60 .88
09299 17.64 .055 3.7 5.21 2.66 1.51 .10 4.04 .15 60.81 .005 .53 2.50 .38
09300 16.69 .090 .92 5.64 4.61  1.63 .09 1.8 .10 63.75 .010 .54 3.20 .89




/}: LABORATORIES

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS * ASSAYERS * ANALYSTS * GEOCHEMISTS

N
T

e s S A S — e

VANCOUVER OFFICE:
705 WEST 15TH STREET

IORTH VANCOUVER, B.C. CANADA V7M 172
ELEPHONE (604) 980-5814 OR (604) 988-4524

FAX (604) 980-9621
SMITHERS LAB.:

3
Si
T

176 TATLOW ROAD
MITHERS, BC. CANADA VOJ 2NO
ELEPHONE (604) 847-3004

FAX (604) 847-3005

tirticate 2V-0452-RG1

Company:  MINNOVA INC,
Project: 675 CRANBRDOE
Attn: G.WELLS/C, BURGE

We hereby certify the following Geochemical Analysis of 3f

submitted JUN-04-92 by G. WELLS,

Sample
Number

e e e e e s 3 2 o S e o e e e S et St o P S o 4 e e ot e . e St e o T o B e e e b e e T e g g

09251

09252

09253
)'.c...ui4
097255

late: JUN-23-92
o N’EDUVER, B.L.

ROCK sanmples

PR
.....

09236
OQZE7
09258
09259
092460

09261
09262
09267
09264
09265

1010
880
440

26
3?0

072646
09247
092468
09269
0270

%40
1090
1260
880
830

09271
09272
QF273
Q9274

2 Lo Jar £ —
QY270

830
00
405

80

09274
09277
09274
09279
07280

Certified by




] MIN VANCOUVER OFFICE: :
; 705 WEST 15TH STREET
l ® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2

- TELEPHONE (604) 980-5814 OR (604) 988-4524
f.-i\\ 7+ LABORATORIES FAX (604) 260-9621
\(J/ (DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:
3176 TATLOW ROAD
ENTS
o e R N SMTHERBRC. GAVIDA ol
FAX (604) 847-3005
Geochewmical Anelvyvsis Certiificadées 2V-0452-RG2
Company:  MINNOVA INC. Date: JUN-23-92
Project: 675 CRANBRODE Copy 1. MINNOVA INC., YANCOUVER, B.LC.
fttn: G. WELLS/C. BURGE

He hereby certify the following Geochemical Analysis of 7 ROCK samples
submitted JUN-04-92 by G. WELLS,

Sample B F
Number FFH FFH
09281 47 a0
09282 1 G0
09283 11 1050
09284 78 840
Q9376 2070 440
ORE77 G700 G970
QRI7R a2 A0

\

Certified by j////




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2Vv-0452-RJ1

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/06/23
ATTN: G.WELLS/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu P8 SB ZN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PP PPM PPB
09251 1 32 32 87 9 1 48 7
09252 1 1 5 211 14 1 70 4
09253 1 1 18 82 17 1 284 4
09254 1 1 223 60 1% 1 181 5
09255 1 1 154 105 15 1 66 9
09256 1 1 54 437 1% 1 29 3
09257 1 1 213 35 14 1 62 1
09258 1 1 234 45 5 1 69 1
09259 1 1 129 A 1 1 159 1
09260 3 1 80 37 9 1 129 1
09261 1 1 83 125 28 1 8461 1
09262 1 1 82 93 9 1 180 3
09263 1 522 37 72 4 1 62 50
09264 1 1 54 297 4 1 56 1
09265 1 1 63 357 2 1 56 1
09266 1 1 93 339 3 1 54 1
09267 1 50 92 41 4 1 24 1
09268 1 1 9% 41 4 1 28 1
09269 1 2 79 68 6 1 53 20
09270 2 1 180 37 15 1 45 2
09271 A 1 138 30 18 1 63 1
09272 A 1 3 215 131 1 98 9
09273 3 1 90 71 21 1 60 1
09274 1 3 22 8 2 1 13 4
09275 1 1 8 2 3 1 4 3
09276 A 1 37 51 1 1 36 1
09277 1.5 1 54 64 78 1 39 24
09278 R 4 3 19 3 1 4 2
09279 1 1 173 36 14 1 96 4
09280 1 1 215 49 26 1 108 3
BLK 1.7 23 1 1 3 2 6 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 2V-0452-RJ2

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/06/23
ATTN: G.WELLS/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU-FIRE

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

09281 . 6 197 46 118 1 81 1

09282 .1 11 5 19 6 1 19 1

09283 A 1 198 253 1141 1 11008 1

09284 A 1 141 26 43 1 316 1

09376 2 1 148 28 40 1 113 1

09377 | 9 153 17 16 1 43 1

09378 .5 542 241 6 29 1 128 2




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0452-RL1

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/06/23
ATTN: G.WELLS/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO FE203 K20 MGO MNO2 NA20 P205 s102 SR TIO2 LoI- S
NUMBER % % % % % % % % % % % % % %
09251 13.51 .010 8.72 12.47 77 7.56 .21 1.50 .09 50.95 .005 .83 2.10 1.18
09252 10.48 .005 9.69 10.01 .06 1.99 .27 .03 .21 59.34  .005 44 6300 4.80
09253 10.00 .005 7.72 6.93 .62 2.45 .16 .16 .17 68.27  .005 47 2,40 179
09254 1.73 .025 2.08 8.27 1.95 2.15 .09 2.77 11 67.47 L0715 45 170 1.57
09255 11.89 -045 .56 7.83 2.37 1.42 .03 2.08 15 66.41  .010 46 5.80  2.02
09256 5.57 .010 .88 19.19 .84 1.12 .02 -99 .31 57.75  .005 .22 12.30 11.80
09257 11.78 .040 1.43 5.11 1.81 1.67 .04 2.88 .06 71.86 .015 .40 2.00 a7
09258 11.86 .020 2.21 5.60 1.77 2.22 .06 2.66 .09 69.16 .020 .40 2.40 .95
09259 13.95 .020 7.69 13.18 1.55 5.95 24 .38 14 51,77 .005 1.02 3.20 .64
09260 13.65 .020 8.26 10.39 1.1 4.72 .21 2.00 .14 55.53  .010 1.18 1.80 .58
09261 11.33 .015 4.06 9.13 1.42 1.86 .05 1.68 .09 62.88 .015 .33 5.10 3.60
09262 13.07 .020 7.19 9.34 1.38 3.15 .13 .7 .16 58.78 .010 1.36 3.70 1.37
09263 1.60 .005 .55 5.21 .37 .60 .03 .01 .06 88.42 .005 24 1,40 1.54
09264 13.27 .020 8.04 13.59 1.22 6.12 .23 1.25 .08 50.41 .005 .68 4.00 1.58
09265 13.06 .015 7.61  13.95 .1 6.06 .22 1.34 .10 50.27 .005 .70 4.50  2.54
09266 13.17 .015 8.00 15.75 1.15 5.83 .21 1.18 .07 48.50 .005 66 4,10 2.23
09267 13.68 .050 3.67 3.97 2.94 2.24 .02 2.17 .13 67.06 .010 .53  2.50 1.00
09268 13.10 .070 2.75 4.57 3.73 2.7 .02 1.60 .13 67.31 .010 .52 2.20 77
09269 10.40 .035 .84 5.61 2.31 2.04 .04 .95 .09 73.00 .005 37 3.40  1.34
09270 13.74 .090 1.97 3.78 4.07 1.54 .05 1.68 .05 69.67 .020 .45 2.00 .55
09271 10.77 .030 1.05 4.13 1.89 1.56 .07 2.08 03 75.12  .015 .39 1.90 .41
09272 18.95 .025 10.10 10.40 1.84 2.97 .13 1.69 .35 47.81  .015 .70 4.30  3.30
09273 13.06 .045 6.87 9.41 1.48 3.01 .15 1.38 .16 58.18 .005 1.23 4.00 1.44
09274 18.16 .010 .12 5.91 .40 1.17 .01 8.88 .10 60.75  .010 .50 3.00 .98
09275 16.52 .005 .01 4.79 12 N .01 9.49 .05 65.88 .005 .09 2.00 2.10
09276 15.07 .010 8.55 11.14 .39 6.50 .18 1.76 .09 51.86 .005 .85 2.70 .82
09277 12.51 .015 7.97 4.40 1.01 1.79 .09 .59 14 64.30  .005 1.33 5.00 .52
09278 .09 .005 .01 .76 .01 .02 .01 .01 .02 97.45  .005 .04 .40 .03
09279 12.61 .025 2.82 4.68 2.12 2.23 .08 2.77 .14 68.96 .015 .48 2.40 .72
09280 13.30 .060 1.75 6.39 2.9 2.89 .10 2.31 11 66.23 .015 43 2.50 79




COMP: MINNOVA INC. MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0452-RL2

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 92/06/23
ATTN: G.WELLS/C.BURGE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FE203 K20 MGD MNO2 NA20 P205 SI02 SR TIO2 Lol S
NUMBER % % % % % % % % % % % % % %
09281 11.16 .015 2.72 6.09 1.73 2.39 .07 2.37 13 69.06  .015 430 2.60  1.52
09282 4.00 .005 4.66 3.09 .06 A7 .34 .13 .05 85.74 .005 .04 .50 .25
09283 9.50 .030 2.15  14.54 1.73 2.39 .13 1.59 .20 57.63 .010 .29 7.80 4.65
09284 10.18 .045 1.58 3.77 1.80 1.76 .04 1.50 A2 75.66  .015 32 2.10 .28
09376 10.19 .045 .01 5.34 2.67 .72 .05 .23 .09 77.51  .005 .38 1.70 .07
09377 17.09 .045 .12 5.23 3.64 1.29 .12 44 .09 68.21 .005 .56 2.30 .08

09378 12.88 .050 1.02 4.99 4.29 75 .38 .08 59 71.73 .005 .50 1.70 .06




] MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
. oEN {ORTH VANCOUVER, BC. CANADA V7M 1T2

i - :
v LABORATORIES S e i

(DIVISION OF ASSAYERS CORP.) SMITHERS LAB.:

\ 3176 TATLOW ROAD
l@ S R ONMENTS SMITHERS BC. CANADA V0J 2N0
FAX (604) 847-3005
Geochewmical Anelysis Dertivficadte 2V-0451-RG1
Company: MINNOVA Bate: JUN-23-92
Project: 475 CRANBROOE Copy 1. WINNDYA INWC., VANCOUVER, B.C.
Attn: COLIN BURBE/CARY WELLS

HWe hereby certif¥y the following Geochemical Analysig of 17 ROCK samples
submitted JUN-04-92 by C. BURGE,

Sample B F

Neymib e PPM FFM

92 TR 001 93 700

2 ThB 002 30 530

72 TR 003 &7 550

92 TE 004 239 30 ;

G2 TB 005 1 580

o s S _.______._______.__.__.___._._-._____m____ﬂ;\)&
92 TR 004 ELs] 330

92 TB 007 86 820

22 Th 008 &1 790

92 TR 009 &7 780

92 TB 010 43 540

92 T 011 32 240

2 ThE 012 & 870

22 TR 013 184 1080

g2 TE 014 34 790 ;
2 Th 015 14 So0

G2 TR Olé 10 HE0

92 TR 017 41 730

Certified by %{Z/‘/’/




COMP: MINNOVA MIN-EN LABS — WHOLE ROCK ANALYSIS FILE NO: 2V-0451-RL1

PROJ: 675 CRANBROOK 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 92/06/23
ATTN: COLIN BURGE/CARY WELLS (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BA CAO  FEZ203 K20 MGO MNOZ NA20 P205  SI02 SR TI02 LOI S
NUMBER % % % % % % % % % % % ¥ % %
92 T8 001 13.25  .065 .60 4.51 2.96 1.35 .03 1.8 .07 71.75 .010 .50 2.10 .08
92 TB 002 12.58  .065 3.01 6.92 3.40 .80 .07 1.90 .11 68.77 .010 .65 1.00 .06
92 TB 003 13.87  .080 3.50 6.37 3.73 .98 .08 2.7 .11 65.08 .005 .68 1.90 .04
92 T8 004 17.40 105 .56  4.19  4.82 1.88 .05 1.21 .05 64.87 .010 .67 3.20 .07
92 T8 005 15.15 050  4.05 .2.96 1.77 1.11 .06 3.00 .06 69.08 .020 .54 1.30 .12
92 T8 006 1512 105 1.36 4.9 4.20 2.07 .07 1.10 .10 67.29 .010 .55 2.10 .07
92 T8 007 19.46 110 .10 4.00 5.5 1.88 .05 .71 .04 62.55 .00 .74 3.80 .03
92 T8 008 15.90 .080 .77 3.7 3.92 1.8 .04 1.26 .08 68.18 .015 .56 2.60 .08
92 T8 009 14.81 .08 .22 374 3.52 1.00 .02 1.82 .06 70.66 .010 .50 2.50 .06
92 18 010 15.19 095  1.13  4.24  4.38 1.7 .04 2.06 .10 67.22 .010 .57 2.60 .06
92 T8 011 12.58  .050 1.37 339 2.58 1.50 .02 2.09 .08 72.52 .015 .43 2.20 .04
92 T8 012 12.72 .09  4.69 3.8 3.71 3.35 .06 1.40 .09 66.34 .010 .48 2.30 .03
92 18 013 15.20 100 1.70  4.67 3.74 2.46 .09 2.27 .12 66.17 .015 .55 2.10 .11
92 T8 014 15.23 055  4.38  4.02 3.00 2.44 .14 1.67 .13 66.03 .010 .57 1.40 .05
92 18 015 16.10 030 1.9 3.88 2.31 1.50 .11 5.32 .14 65.90 .010 .58 1.50 .06
92 18 016 13.29  .060 7.90 16.18 1.2 5.07 .44 3.08 .47 4759 .015 2.27 1.50 .06
92 T8 017 14.99  .060 2.85 5.58 3.22 2.10 .07 2.09 .20 65.49 .015 .54 2.10 .14




COMP: MINNOVA
PROJ: 675 CRANBROOK

MIN=EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 2V-0451-RJ1
DATE: 92/06/23

ATTN: COLIN BURGE/CARY WELLS (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB IN AU-FIRE
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
92 18 001 . 8 166 51 26 1 59 4
92 18 002 A 1 204 44 8 1 61 1
92 1B 003 .2 1 130 45 7 1 52 4
92 TB 004 4 6 269 14 1" 1 39 2
92 T8 005 .6 1 274 17 1 1 96 4
92 18 006 .3 1 454 24 7 1 64 6
92 1B 007 .3 1 187 9 2 1 37 3
92 TB 008 3 1 184 14 6 1 42 1
92 T8 009 A 1 175 20 6 1 30 1
92 18 010 A 1 164 19 5 1 36 1
92 18 011 4 1 160 24 1 1 23 2
92 18 012 .7 1 129 16 10 1 9 1
92 18 013 4 17 396 12 285 1 70 1
92 18 014 .6 1 172 7 79 1 95 1
92 TB 015 1.6 1 17 14 335 1 64 1
92 18 016 .8 1 198 37 4 1 67 6
92 18 017 .3 1 347 18 7 1 53 3




