
827102 
Property Name: Cinderella NTS 921/2 

Owner: Patrick Conlon - Merritt, B.C. 
John Stinson - Princeton, B.C. 
Phone: 295-6827 

Lat: 50° 07 1 

Long: 120° 46 1 

Claims: QZ (1-4) -(68 units) 
-(28 units) 
-(10 units) 
-(12 units) 
-(6 units) 

Pete 
Jean 
Paul 
Bob 

N.B. (new claims have been added) 

Location and Access: 
The claims e s s e n t i a l l y surround the town of M e r r i t t and 

numerous roads and a maze of logging roads provide access. The 
main showings l i e on a h i l l approx. f i v e km NE of M e r r i t t while the 
Anaconda showings are f i v e km SW of town. 

Geology and Mineralization: 
The host rocks consist of the western b e l t T r i a s s i c 

Nicola volcanics. These vary from dacite flows and p y r o c l a s t i c s 
to a l k a l i n e andesitic flows and p y r o c l a s t i c s with minor a r g i l l i t e s 
and limestone units. These units are intruded by a subvolcanic 
d i o r i t e which has a strong magnetic signature i n the northern 
portion of the property. 

the property. Skarn mineralization was seen near the Cindy showing 
along a limestone-diorite contact. Calcite-chalcopyrite veins 

porphyry s t y l e mineralization was seen with specular hematite, cpy, 
py disseminations and v e i n l e t s . Strong p r o p y l y t i c a l t e r a t i o n was 
seen (epidote, c h l o r i t e , carbonate) as well as i s o l a t e d potassic 
a l t e r a t i o n . This appears to be a well developed a l k a l i n e Cu-Ag-Au 
porphyry system with widespread mineralization. 

Mineralization and a l t e r a t i o n are widespread throughout 

occupy fracture zones on the Anaconda showings. Widespread 



History and Work Done: 
Numerous portions of the property have seen minor amounts 

of surface work done. Several assessment reports were obtained 
(2375, 4172, 9088, 9089, 10186, 10210 and 12514) but they provide 
l i t t l e information. In 1913, 47 tons of hand sorted material 
assayed 6-8% Cu, 1-2 oz/t Ag and trace Au. Numerous p i t s and small 
workings indicate past exploration but no records were kept. 

Work by Minnova consisted of two days v i s i t i n g the 
property and viewing the geology. Nineteen rock samples were 
co l l e c t e d and analyzed. Also 12 heavy mineral samples were 
co l l e c t e d and three fractions were analyzed. The heavies were 
co l l e c t e d from poor drainages and r e s u l t s are tentative but s i t e s 
1, 2 and 4 are anomalous i n gold. 

Summary and Recommendations 

The Cinderella property displays c l a s s i c widespread 
mineralization and a l t e r a t i o n t y p i c a l for an a l k a l i n e Cu-Au 
porphyry. The property i s a large e s s e n t i a l l y grassroots s t y l e 
project with minor isol a t e d past work. Minnova should consider 
t h i s a promising target and pursue an option. Before or a f t e r an 
option I would recommend recce-style geological mapping and rock 
sampling, a few s o i l l i n e s for orientation and recce IP l i n e s over 
known showings. 

G. Evans 
February, 1990 





SAMPLE LOCATIONS AND DESCRIPTIONS 

Sample # 

17901 

17902 

17903 

17904 

17905 

17906 

17907 

17908 

17909 

17910 

17911 

17912 

17913 

17914 

17915 

17916 

17917 

17918 

Location 

Cinderella 

W. Cinderella 

Cinderella 

Cinderella 

Cinderella 

Cinderella 

Anaconda 

Anaconda 

Anaconda 

Anaconda 

Anaconda SW 

Anaconda SW 

Anaconda W 

No. 1 Adit 

No. 2 Adit 

No. 2 Trench 

No. 3 Adit 

No. 5 Adit 

Description 

Skarn with 15% spec. hem. (grab) 

40 cm c a l c i t e vein with 5% spec. hem. 

garnet-ep-calcite skarn with 10% 
spec. hem, cpy 

skarn ca l c i t e - e p with 10% spec. hem. 

s i l i c i f i e d hornfels with 2% cpy 

skarn with 10% spec. hem. 

shear zone, with clay a l t e r a t i o n 
across 5 m 

s i l i c i f i e d shear zone with hem. 

massive specular hem. with malachite 

epidote altered d i o r i t e 

s i l i c i f i e d gossanous shear zone 

hornfelsed volcanics with 2-3% hem, 
py, cpy 

c a l c i t e with 5% spec. hem., minor cpy 

.5 m channel sample on shear zone 

.5 m channel sample on shear zone 

mineralized grab 

mineralized channel across shear 

s i l i c i f i e d and carb. altered shear 
with cpy 

17919 S. Trench shear with 5% spec, hem., 5+% cpy 
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Mm 
EN 
LABORATORIES 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS • ASSAYEHS • ANALYSTS • GEOCHEMISTS 

VANCOUVER OFFICE: 
705 W E S T 15TH S T R E E T 
NORTH VANCOUVER, B.C. CANADA V7M 1T2 
T E L E P H O N E (604) 980-5814 OR (604) 988-4524 
T E L E X : VIA U.S.A. 7601067 « FAX (604) 980-9621 

TIMMINS OFFICE: 
33 EAST IROQUOIS ROAD 
P.O. BOX 867 
TIMMINS, ONTARIO CANADA P4N 7G7 
T E L E P H O N E : (705) 264-9996 

/> jg" s a y C e r t i f i <r & 1^ <e 9V-1588-RA2 

Company: MINNOVA INC. 
P r o j e c t ; 658 
A t t n : I.PIRIE 

Date: DEC-05-89 
Copy l . MINNOVA INC., VANCOUVER, B.C. 

He hereby certify the f o l l o w i n g Assay of 8 ROCK samples 
submitted NOV-29-89 by G.EVANS. 

Sample 
Number 

BCSi790i 
BCS17903 
BCS17904 
BCS17905 
BCS17906 

L0I 

10.40 
11.10 
17.20 
1.55 
19.60 

BCS17910 
BCS17912 
BCS17918 

2.40 
1.70 
18.50 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 9V-1588-RL1 
PROJ: 658 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: DEC-05-89 
ATTN: I.PIRIE (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM * (ACT:FIRE) 

SAMPLE 
NUMBER 

AL203 BAT CAO FE203 K20 MGO MN02 NA20 SI02 TI02 S TOT(%) 
% % % % % % % % % % % 

BCS17901 
BCS17903 
BCS17904 
BCS17905 
BCS17906 

2.17 .005 25.67 28.04 1.05 .65 .32 .19 30.17 .13 .20 89.15 
10.09 .005 9.64 20.29 1.04 2.85 .18 .11 40.57 .41 .24 88.06 

.76 .005 22.56 35.26 .91 1.11 .27 .11 20.60 .03 .20 82.39 
4.05 .005 2.98 5.76 1.09 .39 .06 .17 81.99 .21 .52 97.95 
.66 .005 24.94 18.64 .94 .45 .35 .10 32.44 .03 .24 79.28 

BCS17910 
BCS17912 
BCS17918 

17.90 .045 5.68 9.60 1.98 4.73 .27 5.01 50.43 .87 .24 97.03 
14.46 .025 .63 5.72 1.62 1.92 .05 5.48 66.80 .51 .10 97.47 
2.90 .005 16.53 6.83 1.35 5.88 .90 .48 43.60 .17 .95 81.40 

\ dec o ^ 

1) r—; . i ' ' .. «'j'"r ' 



vMIN 
•EN 

LABORATORIES 

SPECIALISTS IN MINERAL ENVIRONMENTS 
CHEMISTS • ASSAYERS • ANALYSTS • GEOCHEMISTS 

VANCOUVER OFFICE: 
705 W E S T 15TH S T R E E T 
NORTH VANCOUVER, B.C. CANADA V7M 1T2 
T E L E P H O N E (604) 980-5814 OR (604) 988 -4524 
T E L E X : VIA U.S.A. 7601067 • FAX (604) 980-9621 

TIMMINS OFFICE: 
33 EAST IROQUOIS ROAD 
P.O. BOX 867 
TIMMINS, ONTARIO CANADA P4N 7G7 
T E L E P H O N E : (705) 264-9996 

C e r £ jF t" 1 <z <5k •£ & 9V- 1588-RA1 9V- 1588-RA1 

Company: 
Proj ect : 
A t t n : 

MINNOVA 
658 
I.PIRIE 

INC. 
Copy 1. MINNOVA INC. 

Date; 
, VANCOUVER, 

DEC-02-89 
B.C. 

He hereby certify 
submitted NOV-29-

the f o l l o w i n g Assay 
89 by G.EVANS. 

of 5 ROCK samples 

Sample 
Number 

CU 
X 

PB 
7. 

ZN 
% 

AG 
G/TONNE 

AG 
0Z/T0N 

AU 
G/TONNE 

AU 
OZ/TON 

BCS17914 1.340 .02 01 4.7 .14 . 02 • 001 
BCS17915 
BCS17916 
BCS17917 

7.250 
4.410 
5.050 

. 01 

.01 

.01 

01 
01 
01 

9.8 
21.3 
5.0 

.29 

.62 

.15 

.16 

.03 

.04 

. 005 

.001 

.001 
BCS17919 3.120 .01 01 12.1 .35 . 17 . 005 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 9V-1588-RJ1 
PROJ: 658 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: DEC-05-89 
ATTN: I.PIRIE (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM * (ACT:F31) 

SAMPLE 
NUMBER 

AG AS BA CU PB SB ZN AU 
PPM PPM PPM PPM PPM PPM PPM PPB 

BCS17901 
BCS17903 
BCS17904 
BCS17905 
BCS17906 

1.6 144 49 140 15 1 56 5 
33.3 1 56 20880 65 29 209 5 
1.9 129 32 270 42 1 64 5 
4.8 29 4 6038 8 8 40 170 
1.3 119 12 140 309 6 2606 5 

BCS17910 
BCS17912 
BCS17918 

1.3 1 23 192 60 3 116 5 
.5 27 50 253 29 1 38 10 

18.7 70 18 13058 89 435 261 5 

\\ V. 
\ t ;..--.;J.'" 



MM 
•EN 

LABORATORIES 
SPECIALISTS IN MINERAL ENVIRONMENTS 

CHEMISTS • ASSAYERS • ANALYSTS • GEOCHEMISTS 

VANCOUVER OFFICE: 
705 W E S T 15TH S T R E E T 
NORTH VANCOUVER, B.C. C A N A D A V 7 M 1T2 
T E L E P H O N E (604) 980-5814 O R (604) 988-4524 
T E L E X : VIA U.S.A. 7601067 • FAX (604) 980-9621 

TIMMINS OFFICE: 
33 EAST IROQUOIS ROAD 
P.O. BOX 867 
TIMMINS, ONTARIO CANADA P4N 7G7 
T E L E P H O N E : (705) 264-9996 

9V-1588-RG2 

Company: MINNOVA INC. 
Pr o j e c t : 658 
At t n ; I.PIRIE 

Date: DEC-05-89 
Copy 1. MINNOVA INC., VANCOUVER, B.C. 

He hereby certify the f o l l o w i n g Geochemical A n a l y s i s of 6 ROCK samples 
submitted NOV-29-89 by G. EVANS. 

Sample 
Number 

CU 
PPM 

PB 
PPM 

ZN 
PPM 

AG 
PPM 

AU-FIRE 
PPB 

BCS17902 3500 40 23 5.6 1 
BCS17907 
BCS17908 
BCS17909 

79 
58 

1170 

17 
9 

40 

16 
14 
23 

0.8 
0.5 
2.1 

21 
1 

96 
BCS17911 60 10 IB 0.4 1 

BCS17913 8600 27 6 i.S 2 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 9V-1637-HJ3 
PROJ: 658 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: DEC-21-89 
ATTN: I.PIRIE/G.EVANS (604)980-5814 OR (604)988-4524 * TYPE HEAVY MINERAL * (ACT:F31) 

SAMPLE 
NUMBER 

AG AS CU MO PB SB ZN AU HG HM 
PPM PPM PPM PPM PPM PPM PPM PPB PPB % 

NVHM01 -100 MESH 
NVHM02 -100 MESH 
NVHM03 -100 MESH 
NVHM04 -100 MESH 
NVHM05 -100 MESH 

.8 3 34 1 12 1 47 1125 45 6.71 
1.0 1 49 1 21 1 48 120 135 13.36 
• 9 1 73 1 27 1 57 2 95 8.32 
.9 49 87 1 28 1 101 207 295 4.46 

1.1 25 51 1 23 1 69 2 320 7.55 
NVHM06 -100 MESH 
NVHM07 -100 MESH 
NVHM08 -100 MESH 
NVHM09 -100 MESH 
NVHM10 -100 MESH 

.8 41 66 2 25 1 84 20 350 6.42 

.6 19 38 3 33 1 62 2 55 7.48 

.5 47 28 1 14 1 49 3 85 6.39 

.7 62 37 1 21 1 52 1 90 4.25 

.8 67 25 1 24 1 55 3 110 8.18 
NVHM11 -100 MESH 
NVHM12 -100 MESH 

2.8 44 51 3 32 1 53 52 65 8.08 
.7 87 51 1 17 1 209 38 145 9.68 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 9V-1637-HJ1 
PROJ: 658 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: DEC-21-89 
ATTN: I.PIRIE/G.EVANS (604)980-5814 OR (604)988-4524 * TYPE HEAVY MINERAL * (ACT:F31) 

SAMPLE 
NUMBER 

AG AS CU MO PB SB ZN AU HG HM 
PPM PPM PPM PPM PPM PPM PPM PPB PPB % 

NVHM01 -20+40 MESH 
NVHM02 -20+40 MESH 
NVHM03 -20+40 MESH 
NVHM04 -20+40 MESH 
NVHM05 -20+40 MESH 

.4 7 64 6 34 1 69 1 80 1.10 

.7 7 40 3 16 1 43 1 60 4.29 

.9 7 61 3 26 1 53 2 115 2.30 

.8 23 321 5 33 1 466 1 205 1.32 
1.4 46 145 1 35 1 81 2 270 2.07 

NVHM06 -20+40 MESH 
NVHM07 -20+40 MESH 
NVHM08 -20+40 MESH 
NVHM09 -20+40 MESH 
NVHM10 -20+40 MESH 

1.1 34 66 1 23 1 85 1 225 1.67 
.7 3 31 2 29 1 59 1 40 1.95 

1.0 37 34 1 21 1 58 2 90 2.11 
.8 8 54 4 34 1 58 3 120 .81 
.6 19 22 1 21 1 56 2 65 2.29 

NVHM11 -20+40 MESH 
NVHM12 -20+40 MESH 

.7 14 114 4 32 1 51 1 60 2.80 

.8 170 67 3 29 5 217 1 125 8.05 

tf p - • • " :" 
(•J L •• • - .' ) 'i 
n " 4 - y •; 

^EC 2 3 1989 !! 



COMP: MINNOVA INC. MIN-EN LABS ICP REPORT FILE NO: 9V-1637-HJ2 
PROJ: 658 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: DEC-21-89 
ATTN: I.PIRIE/G.EVANS (604)980-5814 OR (604)988-4524 * TYPE HEAVY MINERAL * (ACT:F31) 

SAMPLE 
NUMBER 

AG AS CU MO PB SB ZN AU HG HM 
PPM PPM PPM PPM PPM PPM PPM PPB PPB % 

NVHM01 -40+100 MESH 
NVHM02 -40+100 MESH 
NVHM03 -40+100 MESH 
NVHM04 -40+100 MESH 
NVHM05 -40+100 MESH 

.8 36 48 1 33 1 91 1 5 3.56 
1.0 1 57 1 21 1 64 1 5 7.00 
1.2 27 102 5 16 1 71 2 5 4.38 
1.1 19 81 4 42 1 182 1 75 2.61 
1.0 43 80 1 34 1 102 1 5375 3.94 

NVHM06 -40+100 MESH 
NVHM07 -40+100 MESH 
NVHM08 -40+100 MESH 
NVHM09 -40+100 MESH 
NVHM10 -40+100 MESH 

1.2 42 94 1 46 2 102 1 195 2.84 
.8 1 45 4 32 1 72 1 75 2.41 
.9 31 68 1 15 1 71 1 20 3.58 
.8 18 56 3 30 1 69 2 25 2.13 
1.2 37 31 1 25 1 94 1 20 5.38 

NVHM11 -40+100 MESH 
NVHM12 -40+100 MESH 

1.0 2 63 3 37 2 71 1 30 5.03 
1.2 156 94 3 36 4 287 1 185 13.28 
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MINNOVA 

December 18, 1989 

Minnova Inc. 
Mining Innovation 

4th Floor 
311 Water Street 
Vancouver, British Columbia 
V6B 1B8 

Telephone (604) 681-3771 
Telecopier (604) 681-3360 

John Stinson et a l 

Dear John: 

Just a short l e t t e r to update you on the r e s u l t s on the 
Merritt property. We s t i l l don't have r e s u l t s on the heavy mineral 
sampling. Results for the rock samples I took are enclosed. The 
gold values are anomalous but generally low. We're s t i l l very much 
interested i n the property and are seeing i f we can include i t i n 
our 1990 budget. We'll update you as things progress so please be 
patient with the process. In the mean time I hope you a l l enjoy 
a pleasant Christmas. 

Yours t r u l y , 

Graeme Evans 
Project Geologist 

GE/gh 
Encl 
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