04a28/13 MESicker - Legpa Option. |, 109Y,

Opta
COMPANY: CORP.FALCONBRIDGE COPPER HIN-EN LABS ICP REPORT 82775 (ACT:L126) PAGE 1 OF 2

FROJECT No: 705 KEST 1STH ST., NORTH VANCOWVER, B.C. V7K 112 Geo clnoun RewkFILE No: 5-991R
ATTENTION: o i604)1980-581% OR (604)988-4524 * TYPE_ROCK GEOCHEM *  DATE:JAN 8, 1986
CIVALUES TN %) AL203 BA _CAD  FE203 K20 WG0 _ MNO2 _ NA20 P  &Iaz  Ti0: IR
3659 1248 L078  3.09 241 3.4 .38 .08 1.57  .005  74.93 .15 .00b
3661 17,28 .005 1010  B.BB .0t A06 43 234 005 463 .68 .00
3662 16,76 .05  10.87 899 .00 33 .20 206 005 4533 .88 005
1665 1L 089 L7 L83 L4257 .01 A32 .00 6438 .79 007
ks 11,25 148 2,20 2,45 .90 104 .05 3.34 005 68.85 .31 006
3667 12.9  .092 &4l 4.9 1,38 1.B9 .09  1.87 .05  &3.24 .43 .00b
3668 1255 .07 .52 %ot XL .32 .83 L3 L005 7500 .17 005
3670 17.3%  .09% 552 bS53 267 LM .22 357 006 9949 49 009
371 1.5 L1074 7,30 RS 292 7 L6 005 ARZB L6700k
3672 13,23 086 172 1.87 2.8 .72 .06 3.67 005 7243 .20 .00
373 13,93 112 a2 2.88 .65 L34 .11 2,80 005 70.00 .26 003
3674 13,58 .105 188 216 252 L& .07 74 .00 7375 LW .005
3675 1405 .30 2.9 232 L46 LTB .10 200 .05 7299 .23 .00
3851 15,38 130 590 4.5 15T 279 .25 236 005 s4.7B .4k 007
3852 129 L7 208 .77 447 405 109 005 75.04 .16 005
3853 1897 137 192 1.80 329 L.e2 .08 1.2 005  72.95 .19 .00
3854 879 .19 X7 207 .99 8B .05 .20 .005 7686 .18 005
3855 1,95 .62 A7 225 229 L2 .06 .85 .00  75.56 .22 .00S




1 COMPANY: CORP.FALCOMBRIDGE COPPER HIN-EN LABS ICP REPDRT {RCT:LI26) PAGE 2 OF 2

FROJECT HO: 705 WEST 15TH 57., HORTH VARCOUVER, B.C. W7H 172 FILE HO: 5-991R
STTENTION: . (EORISB0-5I OR (60M)9RS-4S24 % TYPE ROCK GEDCHEN x _DATE:UAN 8 198
N
1659 2 132

3bh1 105 B4G

IhaZ 170 a6

Shbl g 13

BT SR S S B
3557 48 48

ShAE 24 7

3670 i 83

3671 112 134

B 9 o B ) R
3473 i1 38

2h74 B a0

34673 14 34

b)) 39 44

3852 . I B o e
3853 | 4

sBE b 34

833 24 44




PHONE: (604)980-5814 OR (4604)988-4524

MIM—EMNM Labor-atories
Specialists in Mineral Environments

70% WEST 15th STREET HDRTH VANCOUVER, B.C. CAMADA V7H {72

ECEIVE *
3

UisYe La

it

FEB 1O1el@Bf 04-352

28

GEDCHEMICAL ANALYSIS CERTIFICATE i ﬂ R RRRr |
COMPANY: CORP.FALCONBRIDGE COPPER FILE: &—-&&6R/F1
PROJECT: 702-305 DATE: FER.18/86&.
ATTENTION: A.J.DAVIDSON/D. LEFERBURE TYFE: PULF GEODCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

SAMPLE Al

MNUMEBEF FEE
e 2O RO 10
OO ERE b
B 1 [ 1 s W 10
o+ HI8E Sataty] 1€
LRAEOO+ETE i
RO OG0 15
+EEOORERE 10
VO ) 820
FREDOFOTE - 10
DD 1 00 n]
+ZEOO+ARE 10
B GO 450 P
b
5]
b ‘(\(,'.I*l \1’5‘"« st
VOERTRD 10
M)+ FE ]
ARt o
TARIQORETE 15
o YOO (R

AEROOARR2E
B0 RO
0175
J Ty e 1 )
e A O A A

+3400+ 250
A B GO RO

T T T o e g
B T T T o ST
+RLO0+4 75

Certitied by -

n o~
] el
e e ——— e e




FMIMN—EMN [_abor-atorr-ies Lbto.
Specialists in Mineral Environments

700 WEST 15th STREET WORTH YAMCOUVER. B.T. CANADA Y7H (T2

Fe

PHONE: (604)980-5814 OR (604)988-3524 TELEX: 04-352828
. GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONBRIDGE COPPER FILE: &6-66R/PZ2

FPROJECT: 702-305 DATE: FEB. 18/86.

ATTENTION: A.J.DAVIDSON/D. LEFEEURE TYFE: FPULF GEDCHEH

e hereby certify that the following are the results of the geochemical
analvsis made on 10 samples submitted.

SAaMELE MLl
MUMEBEFR PR

VO30 (0) 10
SH00-025 20
WD) A0
MOO—-628 20

A OO 512 40

Certified by




T X " .
‘.‘f " ¥ o

ﬁ RECEI /ED
o MIM—EN Laboratories L.
Specialists in Mineral Environments FEB 24 1986
705 WEST 15th STREET MORTH VANCDUVER, B.C. CONADA VTH 172
;
PHONE: (404)980-5814 OR {604)98R-4524 g Mnsd ... TELEN 04-350828
Lot NP R e e e .

CERTIFITOCATE OF AS55A9%

COMFANY: CORP.FALCONEBRIDBE COFFER FILEY &-91
PROJECT: 205 DATE: FEB.Z21/86.
ATTENTION: D.LEFEBURE/A.J.DAVIDSON ) TYPE: ROCK ASS5AY

We herebvy certifvy that the following are assav results for samples submitted.

SaMELLE AG 415 cu FE L BA

MNERER {5/ TONRES A2/ TON A % ¢ %
11.8 G, A 2.780 T .01 w02

10,8 4 % | A babat) -0 P i M B S
. B P 4 e 46 20 B[40 i W1 « 02

1+
P
4 F

VF L,B;f-gc’if

CertitTied by

MIN-EN LARDRATORIES LTD.




c MINNMN—FEN L _abor-atories Ltd.d.
5 Specialists in Mineral Environments

TOG WEST 15th STREET NORTH VANCOUVER, B.C. CANADA V7H 112

PHOME: 1604)980-5814 OR {504)7BB-3524 TELEX: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONBRIDGE COFPER FILE: 6—91
PROJECT: 205 DATE: FEBR.2Z1/86.
ATTENTION: D. LEFEBURE/A.J.DAVIDSON TYFE: ROCE GEOCHEM

We hereby certify that the following are the results pof the geochemical
analvsis made on I samples submitted.

SAMPLE AU-FIRE
NUMBEFR FER
BCE 2441 o 147
BOB 2462 131
BOCG 2463 ‘ 105

Certified by




CRAPANY: CORP.FALCONBRIDEE COPPER MIN-EN LABS 1P REPORT {ACT:L126) PAGE 1 OF 2
= PROJECT NO: 205 705 WEST 1STH BT, NORTH VANCOUVER. B.C. Y7H 172 FILE NO: 6-91
ATTENTION: D, LEFERURE/A.J.DAVIDSON  (604)980-SB14 OR (604)9BB-4529 ¥ TYPE ROCK BEOCHEM *  DATE:FEB, 25, 1986
CWALUES TN 4 ) ALID3 BA  CAD  FE203 KD MBO  WNDZ _ NAZD FB_ si02  Tinz IR
PEPS00) 13,98 .098 .09 6,00 3.40 3.9 .20 .A3 .05  69.79 .39 .00k
PEPSO01 13,35 .17 .08 .43 550 297 .04 .5 005 6790 .38 .03
PEFS0012 (4.7 13 L3 413 391 298 05 41 L0035 67,18 .39 005
PEFS003 16,39 L0458 .10 X6 S48 1,20 00 .20 005 48,03 .45 005
Bl OG- 1. | NN . (M. W00 SO | (. ., O . SN, .. DO DO | T, ...
PEF5005 18,39 b .95 11.18  4.20 &35 .30 .25 .005  5@.6B  .8A  .00%
PEPS(06 16,02 .05 .70 %41 .49 Sde 3B 249 L0056l .72 L003
FEFS007 I6,68 056  1.49  B.S59 120 4.9 .4 35 L0905  6L5S .78 .05
PEPS008 18,43 .0S3 .9 938 1,03 5.8 .47 458 .005 56.80 .81 .00
PEPSDOR 18,00 062 359 742 LM 274,29 A2 005 60,65 .50 005
PEPSG10 16,68 430 .47 .19 2,49 5.2% .37 L.68 L0085  59.98 .72 .005
PEPSO1 1 1532 .15 .25 342 429 203 .03 ST L0085 6639 A2 L00S
PEPS012 13,49 108 .32 A9 322 389 .05 .32 .00 6549 L3 008
PEPS013 14,89 L1300 .14 448 464 LB .00 .16 .00 kb3 .40 003
i O .. SO S O . S SO W W V. . W S ]
PEPS0IS 14,74 128 .30 2.59 3.3z 2.97 .04 1.3 .005  65.39 .42 .005
PEPSOL6 15,70 .M3 .02 397 429 259 0B .48 .00 6628 .45 .005
PEPSO17 19.28 080 18 10,55 2,23 .39 .3 .47 005 49.B1 B3 008

==
RECEIVE

e L

FEB 27 1986

]



LEMPANY: CORP.FALCONBRIDGE COPPER
< PROJECT NO: 203
ATTENTION: D,LEFERURE/A.J.DAVIDSON

MIN-EN LARS ICP REPDRT
705 WEST I5TH ST., NORTH VANCOUVER, B.C.

(ACT:LIZ6) PRBE 2 OF 2
FILE ND: 691
DATE:FEB, 25, 1986

V7d 172
# TYPE ROCK BEOCHEM #

CIVALUES TN % ) CU-PPH_ IN-PPH_ AU-PPB T e
FEPS000 7 61 3

PEPS004 4 18 10

PEPS002 16 19 2

PEPS003 30 17 5

PEPSOM 0380 S M0 o

PEPS005 00 183 [

PEPS006 336 158 5

PEPS007 00 112 !

PEPS008 18 12 2

PEPS009_ 2 8 t e
PEFS010 B0 101 2

PEPSOLL 3 1 3

PEP5012 2 3 2

PEPS0L3 20 12 10

pepsoly Wo_e . - : i e i
PEPS015 1 7] 2

PEPS016 4 33 i

PEPS017 5612 1




COMPANY: CORP,FALCONERIDEE COPPER HIN-EN LABS ICF REPORT (ACT:LI26) PAEE 1 OF 2
FROJECT NO: 505 705 WEST 15TH 5T., NORTH VANCDUVER, B.C. V7% 172 FILE MD: 4-168
ATTENTION: £.0.DAVIDSIN (604)980-5814 OR {604)988-4524 % TYFE ROCK EEDCHEW »  DATE:APRIL 14, 1986
MUESIN 1 ) M3 BR EAD  FEROS KO0 OWED O MNOZ  WAPD PR BID2 T MR
PEFAISE 15,9207 LR LW S0E L L9005 &5 86,008
FEF4LES 1695 07432 342 285 K01 U5 L6 WDib -oghAT L ML U008
PER140 3.4 .09 .00 5B A4E .98 L0 53 3,008 TL3F O TLIEY 06




¥IN-EN LABS IEP REPORT {RCTILIZ6) PRBE 2 OF 2

COMPANY: CORP.FALCONBRIDGE COPPER
PROJECT NO: 305
ATTERTION: A.J.DAVIDSON

{VALUES IN 1 ) [i-pPM

FILE HO: 4148
+ TYPE ROCK SEOCHEN +  DATE:AFRIL 14, 1984

703 WEST 13TH 8T., MORTH YANCOUVER, B.C
le041980-0814 OR {604)588-4024

PER4158
FEP4159
PEP41GY




T o T
f'l

MIN—EMN Laboratories L _'SCE“’ED

Specialists in MWineral Environments

705 WEST 15th STREET WORTH VANCOUVER. B.C, CANADA Y7H 172

ABR 18 1986

PHONE: 1504)980-5814 0 {604)988-4324 TELEX: 04-3528

m‘d -!q!nt-‘:q---‘n-"----
GEDCHEMICAL ANMALYSIS CERTIFICATE

COMPANY: CORPF.FALCOMBRIDGE COFFER FILE: &6-119R/P1
PROJECT: MT. SICKER DATE: APRIL 15/86.
ATTENTION: ALEX DAVIDSON TYPE: S80IL GEOCHEM

He hereby certi¥y that the following are the results of the geochemical
analysis made on 28 samples submitted.

SaMPLE Eiéy
WL EREF P
OO 200 GO
+4HOO-225 &2
A B0 RO W70
FA[OOH-2TE FO0
R b TR BN T 710
+ 450025 1000
+4[OO-FHO GBS0
A FHOO-RTE ATEW
A E O HFO
+ 4500425 GO0
e OO G50 G100
PB4 T &R0
4500500 30
R 1078 B ED
A HBOC- TGO BT

S0

BERQ
&} Q0= R0 H1IO
T4 LHOGO--ETE T
e gy O ) S50
A d} i r e T SO0
4 £} SO - B0 T
oo En i) 47 A0
o L -0 T
+ 4 &HD0O—502 SO0
b U0 BRI O il
+REDO-HTE 1400
+ 4 GO GO 1900

Certified by

e . el



= v

g = MIMNM-—EN _L_abor-ator-ies Ltd.
Specialists in Mineral Environments

705 WEST 15th STREET WORTH VANCOUVER, B.C. CANADA Y7H 172

PHONE: (604)980-5814 DR {504)788-4524 TELEY: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMFANY: CORFP.FALCONBRIDGE COPFER FILE: &6-119R/FP2
PROJECT: MT. SICKER DATE: APRIL 15/86.
ATTENTION: ALEX DAVIDSON TYPE: SO0IL GEOCHEM

We hereby certity that the following are the results of the geochemical
analysis made on 15 samples submitted.

SAMPLE =T

MUFEER v
+2} 7 0= R00 700
+4TOO-F25 FEO
4700 REO A0
+4FO0-ET7E 800
47 OO 400 7Y
ey F OO - A 2 450
+ 4700450 520
+4FO0-4 75 By
+4 700500 290
+A4TOO-EH25 210
+4TO0-BEHO SO0
+AFOO-FHTE FO0
+ G F OO OO £
e £ T R 55 01.0)
47O KD T

Certivied by




MIN—EMN L abor-atoriss Lt
Specialists in Mineral Environments
705 WEST I5th STREET MORTH VANCOUVER. B.C. CANADA V7M 172

RECEIVED

APR 18 1986

PHONE: {6041980-3814 OR (504)988-4524 TELEX: 04-352828

m’d I..‘t...'....‘..-.'.l
GEDCHEMICAL ANALYSIS CERTIFICATE

COMPAMY: CORP.FALCONBRIDBE COPPER FILE: &-66R/FP1
PROJECT: MT. SICEKER DATE: APRIL 15/86.
ATTENTION: ALEX DAVIDBDON TYFE: S0IL SGEQOCHEM

He hereby certify that the following are the results of the geochemical
analvsis made on 27 samples submitted.

SAMPLE B
MLIMEER FF
+AROO-F7E G590
+3800--E50 &S0 s;’
A+ AEOO-R2E 610 g O -
+EB00-200 EHOT ’,a—"”
+I8OC--275 G0
|

+ ZEOO - 250 Il ‘
+ABOO--225 HGO ‘
S REO0- 200 ot a)
+ AP0 500 S0 l
+BYOO-HTE HIO |
+ AFOD-E50 0 I
+ 29003525 HE0 |
+ FF OO0 B4 |
FRFOO-475 &8
+ 200450 700 [
L T T R R0
A B A0 450
+A00=E A 40
AP E GO

! +EPO0O-325 . G520

l o BREO0 - R00 SO

\ +EFOO-ATE 370

‘ +3ZFO0—-250 S0
FAQOO--225 HOo
+ BP0 - Z OO 40
RGO 75 R
+ R0 ~150 470

Certified by

e e A — S




» MIM—EMN Labor-atorries LLtd.
& ' Specialists in Hineral Environments

705 WEST 15th STREET NORTH VAWCOUVER, B.C. CRNRDA V7H 172

PHONE: (60419805814 OR (604)988-4524 TELEX: 04-352828

GEOCHEMICAL ANALYSIE CERTIFICATE

COMPANY 2 CURP.FALDDNBRIDBé COFFER FILE: b6-66R/P2
PROJECT: MT. SICKER DATE: APRIL 15/86.
ATTENTION: ALEX DAVIDSON TYPE: S0IL GEOCHEM

He herebvy certify that the following are the results of the geochemical
analysis made on 28 samples submitted.

SEELLE B
NLIMEBE R FFM
s £ B i
+ A OO0 475 730
+ 4 OO0 450 720
A GOy 425 FHG
A OO0 D0 TO0
A OO0~ AT 0 &HED
F 4000 E50 4590
A OO0 870
A B F00 0
+A0O0-2TE 40D
A Oy ) 8O
H 4000205 440
A OO 200 TAERD
A O T B
+4 00011350 HO0
A0 O LG AL
+A4000+ 125 00
A 0004 150 SB10
AL QOO LT &0
SO0+ 200 o bl L
+ 400+ 225 b 1 4L
H4O00+250 &HO0
00 2T A
A0 EOO0 &0
OO0+ ARG B0
A OO+ 350 08
FAODOFITE SR80
A YO 00 S0

Certified by

_————— —
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MINh—EN Laborator-ies L td.
Specialists in Hineral Environments

700 WEST 15th STREET HDRTH VANCDUVER. B.C. CANADR U7H 112

PHONE: {604)9B0-3814 OR {504)788-4524

TELEY: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONERIDGE COPPER FILE: &-6&6R/P3
PROJECT: MT. SICKER DATE: APRIL 15/864.
ATTENTION: ALEX DAVIDSDON TYFPE: S0IL GEOCHEM

He hereby certifv that the following are the results of the geochemical

analvsis made on 30 samples submitted.

AT |2 W Eby
MUMBER M
a § QO FRO0 it 10
AL ] 0 T i
44 FOO0-450 G0
RS R RTN R S 10
Al L OO0 s L)
4 P OO-ATE 590
4 L QO E50 EHO0)
] OO0 AR5 EE0
Gl 1 Q0D RO0 &6
4G O0-2T 5 T
L O0-2500 00
+A4 1 O0-225 FO0
+4 1 Q0200 - &1
Al 4 OO LT E &350
«4 100~ 150 40
el T B TR ) LY
b OO 4 T H10
A4 F OO - 4 HO 590
AL R0 -2 S0
R Ml Ta N T O
w4 ZOO-RT5 FARIE]
A D B GO
b O - TR SO
T4 RO0--F000 T A0
A 2O 2TE S0
+ A4 200 2EH0 720
G200 ARE 300
DO 200 )
FA 200 L TE T
+4 200~ 1 GO SEO0

Certified by




l 4 OO -G OO 450
i
|
|

MI—E _abor-asatories Lot o .
Specialists in Mineral Environmenis
705 BEST 15th STREET NORTH VANCOUVER, B.C. CAMADA ¥7H {72

FHONE: {604} 780-5814 DR (p04)988-4524

TELEX: 04-357828

GEOCHEMICAL ANALYSIS CERTIFICATE

analvsis made on 28 samples submitted.

COMPANY 2 CGRP.FALCUNBRIDBE COFPER FILE: &—6&6R/FP4

PROJECT: MT. SICEER DATE: APRIL 1&/86.
ATTENTION: ALEX DAVIDSON TYPE: SOIL GEOCHEM

He hereby certify that the following are the resultis of the geochemical

SHHEMFLE B
NLUMBER FFM

4 OO0 =lo
4 300~-475 G40
R LI bl EEI
A HQOD -4 2T G0

A EOO- T 51O
+AHZO0~F50 500
4 FOO- B2 LD
A HEOO=EO0 7RO
+4 OO~ 275 HO0

+ 4 B0 2O AR
FAB00--E25 &0
+ A B B0 el
R Z0O0-1TE &0
+4 A0 150 {00
b dy OH0ye O L0
w44 00225 LHO0
A B Ly 20D &1
B L O 2T &HFO0
+ 340000 O
+44O0- 3P EERD
Al OO - RHO L3I0
] +F 4O - TT7E =)
l AL Q0400 0
| +340D0—425 Ti0
l e T ANIN T AT T
’ A 4O0-47 5 790
| A A A QL -0 T
|
|

Certified by

1 T e [
i é;;/ 4
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CDHPANY: FALCONBRIDGE COPPER CORP. MIN-EN LARS
PROJECT No: B0-303 \ 705 WEST [5th @V.. NORTH/V
78

ADP 2 o wBE
P REPORT {ACT:LISTEL) PABE 1 OF 1
ANCOUVER, B.C.#7H 172 FILE No: 5-1(8
1604) 9HE-4504 *T{FE ROCK GEOCHEN®  DATE: APRIL 26, 1985

ATTENTION: B, LEFEBURE |\ [, b7 (60§)780-GB14 /R (604)9HE-4394 '  #TYFE ROCK G6E il L_Zo, 1785

i VALUES IN %) AL203 | BR,  CAD  FEZ03 K720 WGD  ANA20  SIDZ  TIO2 T PR N
BCD 2841 13,18 .125 .73 7 298 .25  3.00 59 74.84 .22 N 005 35 f005 L005 7%
BCD 2842 15.45  .0B57HO4.B3 2.8 .03 3.2 1,8902572,35 727,31 {,001 005 010

BCD 2843 5.70 L0055 BO3.B0  10.92 04 7,94 03 0445, 57468 75 D005 L0 010

BCD 2844 13,72 .04057°2,19 2.5 1,27 533 1.aW6s502 729,28 (001 005 003

RCD 2863 _ _ _ _ _ 13,25 Lismezs 421 206 2,80 L2N270,8198.( .26 _-@1§i_75 005 010

BLD 2866 14,57 40 we gt b6 263 A4 1,19046 71,95 725,39 030 2¥0 [ 005 005

BCD 2847 14,85 070 10 .93 2.51 209 2,20 2712803713757 .29 (0014 T .005 010

BLD 2882 14,91 ,195¢179;, 4 276 263 3.9 LOZWTLEZ T 3 on1 ¥ L005 015

BCD 7863 12,97 185 (0% 757 4,09 2 2.22 .58, 70,52 7T 71 005 S 005 . 005

BL3 0720 _ _ _ _ _ 17.26_ _ 095 10,2129 43,50 _ mﬂa‘i B2 082 53,13 522 1,21103 (. 00125_ 010. . IS 7
K5 0721 13,07 05 20 572379 24,34 05X 15.75/6:9 <.01 © 30.21293 1,35 17,120 (270,010 015l
LS 0722 15,21 005 12 ,07-\% 14,78 LOTX 13.04/1324,01 © 512453 1,13 /03 010487 005 L0010 \BS
BLS 0723 13,30 L050 519,19 41 24.96 LAY 7.58005 ,029037,12 412 9423 ¢,001 70 005 010 L&
BLS 0724 10.22 050420 59 .9\ 11,39 132 5.96 511401 2 48,70 73K ,92.65 0010 /178 005 010 b8
BIS 0725 _ _ _ __ .75 1401230 0400\ 4,00 353y 2,35 2% .13.1374.84 79y L2307 (00129 085 _ 010 23
R0 0724 13.34 19500-¢,01 9" 8,28 324 1,38 “Wa 0B 873,78 %57 .34 25,005 @ .005 005 \q
BCS 0727 13,42 ,035 300 18 .1713,57 ALY 10,030 <00 ) 59.51 S5 .94 .97 ,930 200 005 015wy
BCS 0728 70,58 L0590 L1945 4,41 2,55 1,53 V01,920 44,90 6B.2,39-27(,0013 (001 L0151
BCS 0729 19.91 090 720 1,19 1243, 15 1,98Y .46 0922,802%7 47,98 45.6.1,39 12 (001 L 005 005 o€
B3 0730 128 01078 ;T B2 Mhy .69 1) 02°% 8672 PO .08 °S 015 \N0 4005 _ 005 2y
BCS 0731 16,55  <.001 L0 ,05.9 20,79 02V 12,87 6 4,000 43,98 T8 T, 010987 Lofo 020 oo
BCS 0732 19.93 42040601 ,03 .12 3,24 £75¢ 1,89 M0 1,985 44,45 W3S 5607 (L0012 005 0050 38
BLS 0733 19.44 095 Mo 71487 11,55 1,787 4,67 %2-2,215.2951,58 €3.7 9285 (,001\Y /005 020 33
BCS 0738 5,77 L1800 VO 15 X0 1,27 4987 L3 32037612 707.1941% (0014 <001 .005 #23
BLR 0739 _ _ _ _ 16.63_ _ .2107%%° .33 3. 3.82 _  LTAx_ _.A1-3 35387250 7’_/ SECFLNG ool L0 €2
§5 0740 17.84 L1351299¢, 01 02 11,79 2,280 7,02 703°1,08 VWY 54,47 $561,10 154, 0018 005 020 2ub
8C5 7326 2.32 005 b6 2,95 401 1.65 40P -ovgs.92 ™0 L03 0 0013 L005 005

BCS 2337 11,14 095 A7 85 233 L4 74 A7 4,001 005 005

BCS 2340 2,08 {001 A0 1349 401/ MR <01 79.87 LD 15 W 005 015




T
MIKk—ERN L abor-atories Ltd.
! Specialists in Mineral Environments

705 WEST 15th STREET NORTH VANCOUVER, B.L. CANADE Y7H 172

PHOME: (404)980-53814 OR (604)988-4524 : TELEX: 04-332828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONBRIDGE COFPER FILE: &-202/F1
PROJECT = DATE: APRIL 30/86.
ATTENTION: HARDLD GIBSON TYFE: S0IL GEOCHEM

He hereby.certify that the following are the results of the ogeochemical
analvsis made on 30 samples submitted.

SAMPLE U A AG
HUMBE Fo FEM FFM FFM
#2221 BO0 23 =5 0.8
1325 an a5 0,8

13550 48 B3R Q0.7

1375 RO : &1 0.6

1400 HO a0 0.7

1425 70 g 0.6

1450 Be 59 0.8

1475 =0 Eads 1.9

LS00 G0 oa [ =

1525 144 124 0. 8

1550 141 95 1.0

1871 sé 7é 0.5

1600 P 116 Db

1&25 100 105 . b

1650 43 &2 Q.

1675 &d 87 O, 8

L7600 150 P6 0.9

1725 L0 "4 0.9

1750 78 74 0.8

1775 8 =6 0. b

18300 74 97 0.7

{325 186 104 0.8

LES0 78 12 0.8

| 1878 128 92 0.8
’ 1230 ¥ 176 L.
| 1925 100 71 Q0.9
! 1 9550 1 4 és B 0.6
' ta7s nE GO 0.9
2000 4é 46 Oubo

S L8 W 24 48 O.é

P Sy S e S = S 0/ S e e

Certified by
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! ; MIMN—EN Laboratories Ltd.
Specialists in Mineral Environments

705 WEST 15th STREET NORTH VANCOUVER, R.C. CANRDA VTH 172

PHONE: (60419805814 OR (204)983-4524 TELEX: 04-352828

GEOCHEMICAL ANALYBIS CERTIFICATE

COMPANY: CORF.FALCONBRIDGE COFFPER FILE: &-202/P2
PROJECT: DATE: APRIL 30/864.
ATTENTION: HAROLD GIBSOM TYFE: S0OIL GEOCHEM

He hereby certify that the following are the results of the geochemical
analvsis made on 30 samples submitted.

= SAMELE CL N (15
FILUHRE e FEM PEM
|

r 4R E=POH0 210 &4 0.9

BOTE 210 bt 0.8

2100 47 51 G5

pol i 142 o 324 Q.6

2150 & G (I

=D 3G .4

Ko}t =] S

156 =7 0.8

HA £ Qubs

&l &0 O és

AERGO ] 7é D éa

L ] pl3 1 0, 7

2E50 &0 100 0.8

il gl &L & 0.8

2400 5a & 0.6

2425 44 7R 0.4

A4 5B0 26 B0 Db

24T ala] 77 0.9

AEO0 A0 &0 L 7S

28925 énéa 70 0.8

2EB0 84 B2 QL 8

2BT% Té& =57 Q.8

R HOD 483 ] Q.8

R4 120 L

&0 119 i, 83

2675 108 : Beal 1.0

2700 T 112 0.8

Y &) 100 L.
2TFHO 443 1003 0,7 A4OMESH

P T B 453 8é L3 Y03

— e — — e e ——— e ———— e ——

Certified by
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MIN—ERN _abor-atories Ltd.
Specialists in Hineral Environwents
705 BEBT 15th STREET MORTH VANCOUVER, B.C., CAMADA Y7W 172

PHONE: (504)980-5814 OR (604)988-4529 TELEX: 04-3352828

SEOCHEMICAL ANALYSIS CERTIFICATE

' COMFANY: CORP.FALCONBRIDGE COFPPER FILE: &6-202/P3
| PROJECT = DATE: APRIL 30/86.
1 ATTENTION: HARDLD GIBSON TYPE: SOIL GEOCHEM
5 He hereby certify that the following are the results of the geochemical
H analvsis made on 30 samples submitted.
ﬁ SAMPLE cu pAN| s
| NUMBER PEM FEM FEM
E
i A PO S ) e el
2R L EOD ié g V. b
1325 4% 54 .4
1380 - Bidr 49 Q.
135 HO 55 Ouds
L4400 249 &l Oa by
1425 T &9 0.8
LAEO 118 G4 150
1473 i 78 0.8
L EO0 X 80 0.7
1525 40 i 1.0
1550 o édd 1.9
1575 Het T2 0.8
1600 70 7é 0.8
1625 Hé s 0,9
1650 44 &4 0.4
L6TS Sé & Q.7
1700 41 G4 0.8
1725 57 7 0,8
L7500 il i 0.7
| 1775 44 70 0.8
’ L O 45 48 Q.
| 1823 A4 4.4 i T
RSO . i) R Q.6
| 1875 56 Sty 0.8
L b e oy
Bt &4 230 0.7
1950 40 S O
R B 1O &l Oy
2 2000 Gy P 0.6

Certified by
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MIN—ERN _aborator-ies L.td.
Specialists in Mineral Envirorments

705 WESY \5th STREET NORTH VANCOUVER. B.L. CANADA VTH 172

PHONE: {604)980-50814 OR (604)968-4524 TELEX: 04-352628

BEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORF.FALCONBRIDGBE COFFER FILE: &6-202/FP4
FPROJECT = , DATE: APRIL 30/864.
ATTENTION: HAROLD BIBSON TYFPE: B0IL. GEOCHEM

HWe hereby certify that the following are the results of the geochemical
analvsis made on 30 samples submitted.

SAMPLE (IR N A

NUMBER FEM FF FFM

B2~ 202% &1 T Db

20850 4 por o Q.6

20758 - 180 56 O £

2100 & 78 i

ALRS 12 poi Quta

21350 S50 e D.6

2175 34 e 0.3

00 Fal 6 0.8

2225 ok 72 0.8

2250 Sréa 7 .7

2275 %7 70 L.

BEROO e &4 O, b

58 79 0.8

&d &y 0, 8

7 &0 ]

2400 128 &0 L g

2425 7éa &HE 0, &

250 £400 e ‘ 0.7

2475 115 51 0.7

HERO0 b E) 0y

2H2E Eidy 72 0., &

| 2550 17 73 0. b

2075 109 Sé Q. b

i) 1) &0 0.8

2L =8 & 0.8

l 2HBO0 3> E0 0.é

| 267 dés 54 0.8

I RECO ésdh FO 0.8

! 272 4 5 0.7

’ 2 R-2E00 28 G4 0.8
|
i

Certi¥ied by ;%@
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MIM—EN Labor-atories Litd.
Specialists in Mineral Environments

700 WEST 13th STREET NORTH VAHCOUVER, B,C. CANADA ¥7H 172

PHONE: (60419805814 OR {504)988-4324 - TELEX: 04-352828

SEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY 2 ﬁDRP.FﬁLEDNBRIDGE COFFER FILE: &6-202/F35

PROJECT: DATE: APRIL 30/86.
ATTENTIDN: HARDLD GIRSON TYPE: S0IL GEOCHEM

I He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

SabPLE L ZN MG
S B R FEM FEM FFM
+25~- 1300 AT RS i
p It i) gy o, &
| 5O 244 51 1.0
187&: ¢ 24 54 0,5 40MESH
1400 - G0 Lo P Qw7
L4235 00 57 0,8
1480 T 4. Db
175 AR 483 g &
1500 S e .t
1525 Té& a0 0.8
4GB b 92 i, 7
1878 340 ilé ) 1.0
1L &OD A 1758 1.0
B W] | S 0, £
1HB0 222 74 Db
VaT% 102 &7 a7
: 1700 ok &rés Q. b
1725 134 40 O. &
; 17580 x4 &) Q. b
YF7E Tés Erén e
1800 453 &b Go b
1825 . T 8 1.0
L&SO ik 44 ey
1875 A 42 0.
19200 PO 73 0.8
Laas 188 EE 0.7
1950 84 4 0.6
1975 4 =7 4 o7
OO 1 dé G 0.8
B e i M 108 44 Q.6

e e e e p—— ey s i e e e .

Certified bv
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MIM—EMNM Laboratories LLtd.
Specialists in Hineral Environments

705 WEST 15th STREET WORTH YANCOUVER, B.C. CANADA Y7H 172

PHONE: (404)980-5814 OR (404)788-4524 TELEX: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONBRIDGE COFPPER FILE: &6-202/F6
FROJECT: DATE: APRIL 30/86.
ATTENTION: HAROLD GIRSON TYPE: S0IL GEDOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 246 samples submitted.

SAMFLE (W] 2N A6
NMMEE R FEM M FF M
A S e OO 145 48 0.8
2075 o Ab 0.6
2100 ' 234 500 0.5
F1Es 106 w5 0,8
2150 152 4 0.8
2175 159 54 Onbs
BEO0 102 70 0,8
PR 126 7o 1.0
2EE0 =6 HO O i
i 70 =7 0.6
BAROO 1és s 0.4
o 3 Eés 0, &
HEEO 0 50 25
BETS “E 44 0.8
2400 4é 7 OB
242 26 =0 Db
] RAEO 16 76 0.8
| AT 4é 77 0.8
2EO0 24 & 0.5
2525 41 b .4
, R 24 T O, b
| e &0 &0 0,5
i REGD 1é 2 O
| 2EEE s 54 0. b
i 450 2 &4 L
' S S T 48 70 0. b
|

————— e e e —— e a - e — D e WS (M S




FMIMN—EN Laborator i es
Specialists in Mineral Environments

705 WEGT 15th STREET WORTH VANCOUVER. B.C. CANADA V7H 172

PHONE: (A04)7B0-5B14 OR (A04)788-4524 MAY 9 TM (4-357978

GEOCHEMICAL ANALYSIS CERTIFICATE JASd...ooo.ren-n

COMPANY: CORP.FALCONBRIDGE COFPER FILE: &6-212/F1
PROJECT: DATE: MAY 7/86.
ATTENTION: HARDLD GIBSOM TYPE: S0OIL GEOCHEM

We hereby certify that the following are the results of the geochemical
analvsis made on 30 samples submitted.

SAMPLE (ISR i 2161
MUMBER e =] =M e

ROEE S TRl el a7 Dt
1A25 &t F ¥, 7
1350 R ! 0, 8
1375 e Q5 1.0
R ] 152 130 1.0

1425 245 128 1.4
| 1450 148 fady Y.2
' 1475 89 = O

1EO0 44 i 0.8
1525 &4 87 0.7
| Bet 25 ) 1.0
1575 71 B a7
FRGIRLN] S LX) ),
) . BT 110 7 1.0
3 &ED oy £ O 4
1675 a8 75 1.0
1700 80 i.0
1725 5 O,
1FED g 0,8
V77S 5L, LA ;
|
LB iy LoD 1.0
1825 21 78 Q.8
1EED o o 8& 0,8
1875 TH Hg 1.0
1900 b T T
1925 1 e 0, F
195D s e T2 e
1975 a7 a0 0.8
OO0 Hé g1 0.8
FRA-P0EE 4G 4é &

Certivtied by
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HMIK—EN [ abor- asator i e= Ltda.

Specialists in Mineral Environments
705 WEST 15th GTREET NORTH VANCOUVER, B.C. CANADA YTH iT72

PHONE: {404) 7B0-3814 OR {504)988-4324

TELEX: 04-352B28

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCOMBRIDGE COPPER
PROJECT:
ATTENTION: HAROLD GIBSON

FILE:
DATE:
TYPE:

6-212/P2
MAY 7/86.
S0IL GEDCHEM

He hereby certify that the following are the results of the geochemical

analvsis made on 30 samples submitted.

SAMFLE £21) N AT
NUMBER i M i
ot e RO ) HE &l L :
ZOTS 105 &9 Q07
=1 w7 D s
29 Sk (I
140 7 0,8
217F 280 Y 0.8
00 A 71 Yaks
RE2S £é 70 0.9
FEEO 122 &0 1.0
2275 Y i D&
21 &5 0,8
128 G 0«9
Z3E0 T4 7é L
2EIS Ly iy 0.5
200 i 7 0, &
24T 17354 T 0.8
A <7 1ié 0.9
BT = LOE 0. 8
ZEOO 21 107 Q¥
2525 27 82 L)
i a7 97 0, 87
2E7G a8 102 1.0
2EH0O0 &l a7 0,8
443 &34 0.
Aés 9 DRI
43 83 Q.Y
g T 0., 8
45 o 0, 8
7. ) Eéy faés (TN
R et g 47 Q=B

Certified by




MIKN—ERN Labor-atories Ltd.
Specialists in Hineral Environments
705 WEST 15th STREET HORTH VANCOUVER, B.C. CANADA VM 172

PHONE: (604)980-5814 OR (604)988-4574 TELEY: 04-352829

GEQCHEMICAL ANALYSIS CERTIFICATE

COMFANY: CORP.FALCONMBRIDGE COPPER FILE: &-212/P3
PROJECT = DATE: MAY 7/86.
ATTENTION: HARODLD GIBSON TYPE: S0IL GEOCHEM

He hereby certifvy that the following are the results of the geochemical
analysis made on 30 samples submitted.

SEMELE gL N 40
MU E R FEM FEM FPM
e SRR 1% o a8
BB O 45 Eyiy 0, 8
272D & 4] 0.9
27 ED =4 54 0.8
RITS 29 &HO 0.3
¢ PG PEOQ AR it 0.7 |
e EO0 £ o L0 TR 4 ;
1325 Bé b 0,9 |
1350 AT 76 0.8 !
1375 R 4.4 0.6
1400 430 58 1.0
14325 45 Fd= 0.8
1450 Té oY) 0.9
1475 R G4 0.8
1 EGO 420 o5 0.8
B W B0 &l 1.0
1550 240 87 0.8
j o 145 & 0,9
1L &0 &0 59 % Py
1&62% A A% 0, ¢
165G AT 52 0.8
1&7E a7 T I
1700 120 FAS) 0.8
1725 245 &8 0,9
1750 143 &HO 0.2
YPTE R FER] 08
1800 &l o2 La0
1825 100 8o 0,8
1850 1354 21 0.8
+246-Y873 Fi &0 0.8

Certified bv




MINMN-—ERN Laborator-ies Ltd.
Specialists in MHineral Environments
TOF WEST 15th STREET NORTH VANCOUVER, B.C. CANADA Y7H 172

PHONE: {£04)980-0814 OR {604)98B-4524 TELEX: 04-337828

GEDCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONEBRIDGE COPPER FILE: 6-212/FP4
PROJELT: DATE: MAY 7/86.
ATTENTION: HAROLD GIBSON TYPE: S0OIL GEOCHEM

He hereby certify that the following are the results of the geochemical
analvsis made on 2% samples submitted.

SAMFLE cu ZN AG
MLIMEER M FFM FFM
+ 263 F0O0 g2 il 0.8
1925 156 &7 1.0
1950 80 44 Q. 7
1975 55 bt 0y
OO0 41 A O s
2025 299 79 0.8
ROEO 127 7O 0.8
P B 50 5 "7
2100 54 46 0,8
2125 46 445 Q.
2LE0 120 449 0.8
2423 DR 78 1.0
FR200) 155 72 0.9
260 by 25 o)
145 4 b.0
28 a3 O.b
4205 =3 1.0
250 O 0.8
24 & 1w}
4.5 u7 Qo
2 165 i 15
PRS0 44 41 ' O b
2875 120 a2 . &8
2E00 103 839 1.0 |
2EEE 2é 28 i, & *
Z2EHO 127 &4 10
s g4 iy Ou'F
2HO0 e £ Ol
+ 22 HPT 31 77 Db

Certified by




MIK—EMN Labor-asator-ies L-td.
Specialists Iin Mineral Environments

70% WEST 15th STREET NORTH VANCOUVER, B.C. CANADA V7H 172

PHONE: (404)980-5814 OR (404)988-4324 TELEX: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COoMPANY: CORP.FALCONEBRIDGE COPPER FIitE: 6-212/F5
FROJECT: DATE: MAY 7/86.
ATTENTION: HARDLD GIBSON TYPE: S50IL GEOCHEM

He hereby certifvy that the following are the results of the geochemical
analysis made on 30 samples submitted.

SAMFLE Cu FAY| G
MLIMBER FFM FFM P
+2EH-24650 g2 54 1.0
2ETE &7 83 0.7
2700 A& 7z 0.8
272G HE &5 1.0
ETEO a3 fiaas 0. &
BTTE PLA ) 0, 8
-2 FEROO 32 B 0.8
27— 1 BO0 410 74 07
Y325 1260 838 1.0
1 AED 87 13D 1.0
LE7G 100 &7 1.1
1400 4é bt 0.8
1425 i10 5 b
1450 2O 857 0.8
1475 4 b B Chay
KEwiNzH] P iy 0.8
1 B2 45 b @ Fo
1550 Té S e
18525 58 L L
LAO0 BAD 3 1.0
1625 295 103 0.8
1650 E20 Q0 10
1675 140 54 0.8
1700 LN ag Db
1725 = b} 0.8
7D 21 &7 1.6
V7?7 T 41 0.7
1RO 15 il 0.7
1825 .43 50 0,8
2 L RERO 4% B 0,8

Certified bv
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MIKRk—ENM Laboratories Libtd.d
Specialists in Mineral Environments

705 WEST I5th STREET NORTH VANCOUVER, B.C. CANADA V7H 172

PHONE: 1604)980-5B14 DR (804)988-4324 TELEY: 04-352828

GEDCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONBRIDGE COPPER FILE: 6-212/P6&
FROJECT: DATE: MAY 7/8B6.
ATTENTIOM: HARDLD GIBSON TYPE: SOIL GEOCHEM

We hereby certify that the following are the results of the geochemical
analysis made on 29 samples submitted.

SAMFLE Cu N A
NUMBER FEM FFM M
4271815 TR & és 0.8
1900 18 26 Dby
1928 & 50 0. b
1230 pic ) &7 0.7
1975 i @5 0. £
OO0 5 71 0.8
2025 i1 32 Dubs
FOEO e &y 0. b
e B du AR 47 0.8
2100 1o =20 0.8
2125 B0 TEY, 0.8
2150 i 3% 0.8
el W i 47 i 0,7
FRO0 93 i | 0.8
2225 Ab &Hd Dby
2250 G2 47 0.6
2275 =1 Q4 0.9
BEOO ba g Sk Db
Lot i 54 a7 0. &
2380 Ed &é 0.7
R i e 1.0
2400 195 &5 Qué
2425 A0 4.4 0.5
PATD &5 & 0. 8
SO L4 455 0,7
2325 110 &4 9
2EE0 108 77 1.0
B W &1 54 0, 8
o+ T e D200 i) SR : 0.8

Certi¥ied by




MIMN—ERN L asborator-ies Ltd.
Specialists in Hineral Environments
TO5 WEST 15th STREET NOATH VANCOGUVER, B.C. CANADA Y7H 172

FHONE: (604)980-5B14 DR (604)98B-4524 TELEX: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMFPANY: CORP.FALCONBRIDGE COFFER FILE: &-212/P7
PROJECT = DATE: MAY 7/86.
ATTEMNTION: HAROLD SIBSON TYPE: S50IL GEOCHEM

He hereby certif¥y that the following are the results of the geochemical
analvsis made on 30 samples submitted.

SESFIFLE o ZN AG
MLIMEE R Feep M P
DT P P &l = 0, b
B0 L O 4. 0.9
BT 5 ) O, é
2700 HO IRz 0.7
EE s 44 £, &
BTEHO =3 £é 0.8
PTTS 27 40 O,
+RT-REGO b 47 0. 8
A2 L OO 35 ey s
1325 45 48 0.6
1350 41 =2 140
1375 32 xS 0.8
1 400 =4 w7 0,7
1425 &8 41 1,0
1450 2 i 0.7
1475 b s Cie'7
1500 TER 80 0.8
1525 45 47 Oubs
1550 W 48 1.0
187y 22 41 O b
LADO 2% 41 0.7
142 97 &L 0. b
1450 s G e
La7 S A i 0.8
L7700 et Y 0, b
45 45 0.8
L7 55y 1 O b
1775 &HO T 0. @
1RO0 29 47 0.
+28- 1825 47 5 ) 0.8

Certified by
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MIM—ERMNM Labor-atories Ltd.
Specrialists In Mineral Environments
705 BEST 15th STREET HORTH VANCOUVER, B.C. CANADA V78 112

PHONE: (6041980-5814 OR {504)988-4324 TELEY: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORF.FALCONBRIDGE CODFPER FILE: &6-212/P8B
PROJECT: DATE: ®MAY 7/86.
ATTENTION: HAROLD GIRSON TYPE: S0IL GEOCHEM

He hereby certivy that the following are the results of the geochemical
analysis made on 3 samples submitted.

SoMELE cu P (18]
MUIMEBE FEmM M o S
281850 42 52 0.8
1875 435 b 0,7
1300 a4 78 0.9
19%5 pdG] oz 1, 6
1950 T s O fa
1975 i i 0, 6
A2 2 e 0.8
2O5H0 by 78 0,8
POTH =0 4.8 Do és
B0 ié& 3b L0 Y.
g B BT T (I
2175 A4 =7 0,7
Eialel a1 b 0,8
b 47 Sidy O,
2250 453 43 0.8
AT T i Q.9
ARG 4 I Db
ZR2E A AN, i, 7
2EBO il &4 1.0
LB o G4 fal) 0.9
2400 o= A 0,8
s4TE i | Ry 0. by
St 29 o D. b
2475 =1 4 Q. b
D i) 7 () ifa
ZEES ] b 13 0, £
a0 ot 5 €, 3
s W bt 24 £ Qe
i " T 0.8
e T s 28 4 Db

Certiftied by

4



MIMK—ERN Labor-atories L itd.
Specialists in #ineral Environments

703 WEST 15th STREET NORTH VANCDUVER, B.C. CANADR V7H 172

PHONE: (6041 980-5814 OR (404)788-4524 TELEX: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

i
|

!

COMPANY: CORFP.FALCONBRIDGE COPPER FIlE: &-212/FP9
PROJECT: DATE: MAY 7/84.
ATTENTION: HAROLD GIBSON TYFE: S0IL GEOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

e e e ————— S, W T DL TR Sl

SeMELE CLu I fale
MUMERER FFM FF FFM
PRE-2HE0 1064 B2 1.0
ROTEH 7O 28 0.8
2700 41 P 0.7
BTEE Z0 76 o
250 &S 104 1.0
2775 48 it 0.8
22800 45 4.4 0.8
A EG - 1 AOO 12 26 D. b
] 2 o5 O b
175D 35 £ e
1375 84 i 0.8
1400 TR 52 On7
1425 24 48 0.7
1450 134 T 1.0
1475 40 58 0,3
1 500 & A 0. e
1025 78 b Q.8
1EE0 T ag 0.,
1975 20 B0 Q.7
LHOO 4 B 0.8
1625 48 &4 0.8
1450 .4 80 150
1&75 5O Qi 1.t
1700 Zh a6 0,8
1725 21 51 .8
170 21 £y £, 6
1775 31 G4 .8
1HO0 29 4& 0,9
1825 22 40 Db
R e R R 48 éaés 0y 8

Certiftied by
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MINh—EMNM L abor-ator-ies Ltd.
Specialists in Mineral Environments

705 WEST 15th STREET NORTH VANCOUVER, B.C. CANADA V7H 172

PHONE: (A04)980-5814 DR (604)988-4524 TELEX: 04-352028

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORFP.FALCONBRIDGE COFPPER FILE: &—-212/P10
FROJECT: DATE: MAY 7/86.
ATTENTION: HAROLD GIBSOMN TYPE: S0IL GEOCHEM

He hereby certify that the following are the results of the gepochemical
analysis made on 30 samples submitted.

SEAMPLE 1 N AB
MUMBER M M PR
+29- 1875 2 &HE 0,8
1900 16 xa o
1925 ks 35 & M 4
LS50 44 &) 0. 83
1975 2 s 0.7
000 & 44 1.0
O s By 0,8
20OH0 74 432 Q.7
2O7E w16 S Ehiacdl
2LOO0 BV A Q.
2128 24 4] 0,7
2150 27 78 0.8
217E 2é 44} 0,7
BRO0 29 Eb .8
2225 It 41y .8
2250 Dés &HE a.8
820 48 i
48 A4 Q. b
=7 Lt 0,
»a 41 .8
A e Ay 45 0.8
200 0 42 1.0
2425 45) 18 O, 8
2450 02 432 0 P
AT i) 713 .8
oD 49 o O, 8
2EE0 e 7 O 8
2H75 iy 8 0.8
D0 BT G 0,8
FRY-RH2E 47 56 Qb

Certified by

/



HMIN—ERN L aborator-ies L td.
Specialists In Hineral Environments

7O% WEST ISth STREET NORTH VANCOUVER, B.C. CANADA V74 172

PHORE: (6041980-5814 OR (604)788-4324 ‘ TELEX: 04-352828

GEDCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORF.FALCONBRIDGE COPPER FILE: &~212/F11
PROJECT = DATE: MAY 7/84.
ATTENTION: HAROLD BIBSON TYPE: SO0IL GEOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

SamMPLE cu N fate]
MUIFIBEF; | FFM Frpe
+29-24650 20 Sé Qa7
RETS b 45 0.8
2O ba T A4 D
ETRE 27 47 0. b
BTHD 2 BT Quba
277G S A5 '
A B RO i P et O éy
AR GO0 B B0 0.8
PR 44 &8 0.8
PO 33 4 by 0, 9
20735 4 s b 140
2300 Lot éy 1.0
2125 47 x| Lo
2175 7é 49 0,8
AR200 He 483 L6 M ¢
2R2G 45 48 0,
AEREO Z1 o) QL8
PRI B Bé Oty
DEQOD R 2A O, b
2AZE 39 A6 Chaifs
2350 ST ) Caba
2575 av bilhid .7
el H 4-é 0.8
2ARE 48 S8 .8
2450 Sé &0 Db
W W =54 trés D.b
200 54 72 i 7
P P aw &9 O,
2550 Tl o 0.7
+XO-2875 I éd 0.8

Certified bv

Y



HMINMN—ERN [Laboratories Litd.
Specialists in Mineral Environments

705 KEST 15th STREET NORTH VANCOUVER. B.C. CANADA VTH 172

PHORE: {404)9B0-5814 DR (h04)988-4524 TELEX: 04-332878

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORFP.FALCONBRIDGE COFFER FILE: 6-212/P12
PROJECT: DATE: MAY 7/86.
ATTENTION: HAROLD GIBSON TYPE: S0IL GEOCHEM

He hereby certify that the follopwing are the results of the geochemical
analvsis made on 79 samples submitted.

SAMPLE [ I 1R
MNLUIMBER M M FF
RO 2 AHO0 828 5 0,8
2H2E &8 box 7 0.7
SAE0 28 d 0.7
2673 =3 2 Oty
2700 4 & S0 0.8
2725 42 =8 (o IS
750 =g &8 O F
2775 20 Ta Db
A BB ERO0 B B0 T
Certi¥ied bv -




Specialists in Mineral Environments
705 MEST 15th STREET NORTH VANCOUVER, B.C. CANADA VM 172

HMIM—EMR Labor ator i e Li 4'EK:E]\HEI’

_ ; MAY 16
PHONE: (604)980-3814 DR (404)986-4324 i A TE\‘I??:GM-SS'Z 28

.
L R

Ans'd ........

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCOMBRIDGBE COFPPER FILE: &6-224/F1
PROJECT: DATE: MAY 13/86.
ATTENTION: HAROLD GIBSON TYFPE: S50IL GEOCHEM

He hereby certify that the following are the resulis of the geochemical
analysis made on 30 samples submitted.

e 2L an 50
NUIMEBER FEM M FPEM
+350—-1300 S (o3 Q.
1325 e A O 4
1350 28 34 Q.5
LETS &8 53 Qudy

1L A0 48 £2éy Qw7
1425 249 47 8
1450 2o 4.4 O
1475 ) s 0.8
1HB0O0 40 A .6
1525 2 a4 Duds
LEED ) &3 0.8
Y575 Aé& 2 L7

1 &H00 41 &4 0. é
14625 4.4 HE Oufa
L&E0 527 4 & .
L&7E o T L
L7700 2 b i 0, b
1725 29 443 0.7
1750 T& 40 0.8
L1775 =7 S L
LEDO G4 aé Q&
1825 e 54 0.7
15 ) ] [ A
1878 TE 75 L2
18900 48 7 0. é
1925 el L) o és
1950 20 7 Q. b
+ZO-1975 =4 24 0.7
R B S el 45 80 0,8
#EL 1350 S = 0

Certitied by [ X '4%2




i |

HFMIK—ERN L_aborastor-ies Ltdo
Specialists in Mineral Environments

703 WEST $5th STREET NORTH VANCOUVER, B.C. CANADA V7W 172

PHONE: (404)980-3R14 DR {(p04)9RE-4574 TELEY: 04-3532828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORF.FALCONBRIDGE COPPER FILE: &-224/P2
FPROJECT: DATE: MAY 13/B6.
ATTENTION: HAROLD GIBSON TYPE: S0IL GEOCHEM

We hereby certify that the following are the results of the geochenical
analysis made on 30 samples submitted.

SAMFLE L ZN a6
PMLIMERES Y FEM F =i FFM
+ 311575 41 84 Qu'l
1400 29 48 Q.7
1425 138 &7 1.2
1450 19 - G.b
1500 2 29 0.8
LE2S A& 58 Oud
13550 A5 473 Db
1575 &9 435 0.7
1600 ab S .6
1625 4.4 L O.b
14650 &l il 1.0
1700 48 b 0.7
1725 A 7E i.1
1750 bé a1 0.8
1775 T4 44 0. h
1800 21 7 Da.6
1825 2 42 0.8
1850 B34 b b 0.8
18750 P g4 0.8
1500 =9 b Qb
1925 &d 0 0.7
1950 57 49 0.8
1975 4 70 0.8
312000 B 7& 0.7
4 RE- 1500 a2 &l 0.7
1525 1é =8 Db
1350 50 42 0.8
1573 2 24 0.6
1400 L s &5 0.6
+E2-1428 14 6 0.4

Certified by




i |

MIMN—ERN _abor-atorrries Ltbddo
Specialists im Mineral Environments
705 WEST 15th STREET NDRTH VANCOUVER, B.C. CANADA VTM (72

PHONE: (504)700-3814 OR (604)9B8-4524 TELEX: 04-357878

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORFP.FALCONBRIDGE COPPER FILE: 6-224/P3
PROJECT: DATE: MAY 13/86.
ATTENTION: HAROLD GIBSON TYFE: S0IL GEOCHEM

We hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

SAMPLE L N AlG
MUMBER PR FFM P
b B2 L 450 S8 bt 0.8
1475 bé 42 0.8
1500 & 9 0.4
1525 x52 92 G
1550 42 47 0.7
a7 24 B4 Oudy
1400 HE 44 0.8
1423 483 42 Qb
1&50 8 v Ou b
LATH GO 57 1460
1700 48 A2 0.8
1725 Eé by Ly
1750 40 75 0.8
1775 44 =8 O.bs
1800 S50 Sib 0.8
1825 g2 48y 0.7
1850 ar & 0.7
18758 a5 fads Q.4
1900 R G2 0, 4
1925 144 54 0.8
1950 147 45 0.8
1975 21 20 05
+ B2 000 2z 43 0,5
A E-R00 77 44 D.b
B 24 Yid 0.4
8o b2 a2 Dads
B75 =0 a3 5
G0 B 7 O.b
GRS £ @4 Oués
+EE-950 &4 8é 3

Certified by 4%9%‘%
— /



FMIMN—ERN [LLaboratorries L_td.

Specialists in Hineral Environments
705 WEST 15th STREET NORTH VANCOUVER, B.C. CANADA VTN 172

PHONE: 1604)9B0-5814 OR (404)988-3574

TELEY: 04-357828

COMPANY :
PROJECT:

ATTENTION:

GEOCHEMICAL ANALYSIS CERTIFICATE

CORP FALCONBRIDGE COPFER

HAROLD GIBSON

&-224/P4
MAY 13/8b4.
S0IL GEOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

. BAMFLE cu ZN a6
} NUMEER FRM FEM FFM
| N T Ha &0 0. &
J 1000 &8 52 0.7
} 108 x5 78 O b
{ 1050 by HO 0.8
‘ 1075 62 48 0.7
; 1100 24 4 0.6
; 1125 () B0 1.0
1 L5 125 B0 0. b

1175 o by 150
1200 49 40 0,8

1225 70 S 0.8
| 1250 S1 80 1.0
! 1275 Aé &y 0.8
| 1EO0 52 =7 0.8
' B2 RN =4 0.8
L3S0 %4 el Do
1375 =8 b 0.8
1400 47 4 0. b

1425 51 =5 0. b
1450 14 28 0.5
1475 44 4 O, b
1500 A 48 O 7
1525 47 50 0.6
1550 = 58 0.5

1575 =4 =40 0.5
1&G0 2 P 0. b
; 1625 S} &0 0.8
| 1650 24 &8 0.7
LE7S 23 &HE Oty
+3Z-1700 &0 =0 0.7

Certified by

Vot oo
7
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MIM—EMN Laborator-ies Ltd.
Specialists in Hineral Environments

705 WEST 15th STREET NORTH VANCOUVER, B.C. CANADA Y7H 172

PHONE: 16049805814 DR (A04)988-~4524 TELEX: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONBRIDGE COFFER FILE: &-224/P3
PROJECT: DATE: HMAY 13/864.
ATTENTION: HAROLD GIBSON TYPE: S0IL GEOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

SaMPLE 53 M A
MLIMEBER FFM M FFM
+A3~1725 &4 87 0.8
1750 4 473 G &
1775 Q7 47 O, 8
1800 i 39 0. b
18 120 43 0. b
1850 GO bta 0.6
1875 4 bt 0.8
1900 T4 fds Q.
L 107 E0 O, 7
1950 2 % [
1975 E4 &2 0. b
A AR 2000 10 28 L I
AR A ER00 He G 3
25 Bé 44 Db

850 057 Fata Gu 9
875 A& &4 O.b

FO0 46 52 0.9
Q2s 7 Py 0.7

GEO 4és e 8
975 e & 146
1000 T} &l Qb
1025 58 &0 0.6
1050 175 L ity 0, 4
1075 R G [
1100 L | oY 0.5
1125 A Sids Oubs
11O bl e (I
117% bei) 2% Ou o
1200 8é =0 0.8
ARG 225 A S Q. b

Certified by




FMIM—ER LLabor-atorisess Lihtd.o
Specialists in Hineral Environments

705 WEST {5th STREET NORTH YANCOUVER, B.C. CANADA Y7H 172

FHONE: (604)9B0-5B14 OR {604)988-4324 TELEY: 04-357878

GEOCHEMICAL ANALYSIS CERTIFICATE

cCOMPANMY: CORP.FALCONBRIDGE COFPFER FILE: &—225/P6
PROJECT: DATE: HMAY 135/84.
ATTENTION: HAROLD GIBSON TYFPE: S0OIL GEOCHEH

He hereby certify that the following are the results of the geochemical
analvsis made on 30 samples submitted.

SaMPLE Cu £M A
MUMBER FFM FFM i i

+ 3412050 44 47 Q. b
1275 ab 4.4 0.6
1300 44 42 0.7
1RES b 74 Q.7

1350 NO SAMPLE

B x4 o 0.5
1400 g 42 Oud
1425 O o8 2, &
1450 27 b Q. b

1475 194 48 132

1500 104 iy 0.7
15825 AR 4 4.4 0.8
1580 294 7 0.9
TBrE 483 8 0o fa
1400 i bt 5
1&HEE 0] Ay Db
1450 O &l O,
1&7E A A D ds
1700 102 S [
1725 e 52 L
1750 e 4% 0.8
1800 T4 41 0.7
A L EEE &7 43 Doy
+E5415B-1875 e 2é Q. b
e Bl L OO LaYo) 43 0.8
1975 4 2é 0. &
L850 83 o Y 0.8
i Féh 40 0.7
d B2 000 o &0 [ I
A DO BB 72 A7 0.8

Certitied bv /%%W%
R . e /
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MINMN—ERN Labor-atories Litdd
Specialists in Hineral Environments

705 WEST 15th STREET NORTH VANCOUVER, B.C. CANADA V7M 172

PHONE: {4041 980-5814 OR (404)988-45324 TELEX: (04-332828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORF.FALCONBRIDGE COPPER FILE: 56-224/FP7
PROJECT: DATE: MAY 13/86.
ATTENTION: HAROLD GIBSON TYPE: SOIL GEOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

SAMPLE Cu ZN AG
NLIMBER FPM FFPM FFM
+EE-B00 e 32 0.8
225 =7 RE Q. b

(50 54 4é 0.8

BreE il a4 0.9

FOO 72 T2 .8

925 &l hid 0.8

FT0 HO B[O O.b

Q75 194 40 0.9
1000 48 vy b 0.9
1025 ) Y] Q. b
1080 S5O 80 O.é
1075 54 e 0.5
1100 9 4.4 Ouby
1128 A5 50 O, b
1150 &d 2 0.8
1175 2b &5 0.4
200 5 48 O.b

1228 48 B4 0.8
1250 0 Lo 0.8
1275 57 =8 0a7
1300 80 Fé 0.8
1EEQ Lt} 100 0.8
1375 7& 85 0.8
1400 1464 44 0.8
1425 126 47 0.8
1450 ata =8 0.7
1475 26 764 0.8
LEOO A 50 0.7
1529 a4 58 Q. b

+ A0 1850 PO5 42 0,9

Certitied by

7



HMIM—EMR Laboratories Litdo
Specialists in Mineral Ernvironments

705 WEST 15th STREET NORTH VANCOUVER, B.C. CANADA V7H 172

PHONE: (604)9B0-3814 OR (£04)98B-4524

TELEX: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONBRIDGE COFPFER FILE: &-224/FP8
PROJECT = DATE: HMAY 13/B6.
ATTENTION: HAROLD GIBSON TYPE: SO0IL GEOCHEM

He hereby ceriti¥y that the following are the results of the geochemical

analvsis made on 30 samples submitted.

SAMPLE 5 K N E1E
MNUMBER FEM FFM i
+30- 108758 43 ) 0:5
16400 7% &8 O F
1625 78 &l O b
1650 1458 &9 O 6
1&75 154 Té 0,7
1700 43 Lo 0. é
1728 2 54 0.5
1750 ot &8 O
i77E 40 7E Db
1EBOO0 b B O by
1825 54 74 Q.7
1850 I8 e 0. b
1875 A4 4éy 0. b
1900 a1 50 g
1925 s S50 0.6
1950 AT ik Q. b
1975 S0 49 0.6
+ 52000 O &4 Q. b
B EO0 A 134 0,8
{2 Mk 40 92 0.8
S50 ne g0 0.8
875 S bréa el
QOO 54 = 0.8
FES T4 3 LY
250 B0 G 0, 6
Q7S a2 &8 0L @
1000 22 54 05
1025 S0 &3 O b
LOEHO =8 dady Db
+E6-1073 z2 Gé Y

Certitied by
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MIK—EN Cabor-ator-ies Ltd.
Specialists Iin Hineral Environments

705 WEST 15th STREET NORTH VANCOUVER, B.C. CANADA V7M 172

PHONE: {404)980-53814 OR (404)988-4324 TELEX: 04-3532828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCOMBRIDGE COFPPER FILE: 6-224/P9
PROJECT: DATE: MAY 13/86.
ATTENTION: HAROLD GIBSON TYFPE: SDIL GEOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

SOMPLE G N Al
NUMERER FFM M FF
+EA6-1100 32 S0 Q.4
125 29 59 ity
1150 4.2 S 0.8
1175 17 30 0.4
L1200 48 a7 9
1225 24 iy 0.7
1250 25 54 L
1275 44 &l L4 4
1500 S & L
1aES 29 4 0. b
1350 26 &2 0.8
1378 35 &l 0.5
1400 41 32 Q.8
1425 20 84 0.7
1450 58 70 .7
La4T7E 50 &8 s
1500 =8 bbh o
1525 H @8z 0. b
1EEO - 77 0. b
1378 41 =i O, &
1600 SO0 120G 1.2
L&RE i 105 G
1650 Hé 109 G.7
18675 118 112 1.1
L7700 54 Bt Q.8
1725 14 Eé O. b
1750 A0 S50 0.9
LY A - 53 b 0,7
LEO0 7] oY Q.7
+36-1825 & 17 5 7

Certitied by /éW



HMIM—ERN Labor-atories L itdod.o

Specialists in Mineral Environments
705 WEST 15th STREET NORTH VANCOUVER, B.L. CANADA V7K 172

PHONE: (604)980-5814 OR (£04)988-4324

TELEX: 04-152828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONBRIDGE COPPER

PROJECT:
ATTENTION:

HAROCLD GIBSON

FILE:
DATE:
TYPE:

6&—224/F10
MAY 13/8B6.
SOIL GEOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

SaMPLE 6] N AT
NLIMBER FPFM FFM FPFPM
+EZ6~-1 850 a1 45 O.b
1875 8 &4 0.8
1900 Eé 7é 0.8
1925 &0 HE O &
1950 42 TE 0.8
1978 140 110 0.9
+5A=-2000 27 &2 0.7
R B00 18 o7 0.
828 4.1 74 0.8
B0 AE Té 0.7
H7E B 51 Q.9
SO0 Dés G0 1.0
GES 58 84 Ty
PE0 2E & 0.8
25 3 =8 0.9
1000 | 79 0
1025 26 7O g M
1050 a8 B0 Oub
1079 = 4 0.
1100 158 72 0.7
1125 7 4 4.4 Q.5
1150 19 41 Q.
1200 40 4.9 0,
| 225 48 73 0.8
1250 45 833 1.0
h ey &2 52 Y P
1300 24 &HO Qub
1525 45 &l 0.9
1350 27 92 Qb
+37~1375 48 éadt O

Certified by

-



FMIKM—ERNM [Labor-atorries Lotd.o
Specialists ir Mineral Envirconments

705 WEST 15th STREET NORTH VANCOUVER. B.C. CANADA V7H 172

PHONE: (A04)9R0-53814 OR (h04)988-4524 TELEX: (4-332824

GEDCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORF.FALCONBRIDBE COFPER FILE: 6-224/FP11
FROJECT: DATE: MAY 14/86.
ATTENTION: HAROLD SIBSON TYPE: S0IL GEOCHEM

We hereby certity that the following are the results of the geochemical
analysis made on 30 samples submitted.

SAaMELE 2 i A1E]

MLIMEE

BT =1 400 az 109 G 8
1435 Hé 54 O.b
1450 59 41 0.6
1475 4.2 70 O.bh
3 EOD 135 1] LU
1525 26 6H? 0.7
1850 £, &3 0.7
187S 146 QI s 7
1L&O0 25 475 Q.4
1&35 B 57 Qb
1&50 £ 52 0.8
1675 it} Sé 0.8
1700 5 oye] g
1725 56 ¥ £ O.h
1750 50 e 04'F
1775 110 74 0.7
L g0 EEO av Lot
1823 i g3 0.8
1850 b g1 0.6
1875 4.8 Pé Q.5
100 100 ?7 07
1925 L2 824 O. b
g te 8B4 7 0.7
1978 150 78 .8

+JZ7 2000 T &2 0.8

+EG-B00 a2 85 6. JH 4
325 28 77 0.4
S0 &4 AT 0.5
B7E &HEB 7E G B

+3Z8--900 47 73 0.4

Certified by ~

e



MIMN—EMN _aborator-ies Ltda.
Specialists in Hineral Environments
703 WEST 15th STREET MORTH VANCOUVER, B.C. CANADA V74 1T2

PHONE: (604)980-5814 OR (A04)78B-4524 TELEX: 04-332828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANMY: CORP.FALCONBRIDGE COFPFPER FILE: 6-224/P12
PROJECT: DATE: MAY 1i4/86.
ATTENTION: HAROLD GIBSON TYPE: SOIL GEOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 30 samples submitted.

SAMPLE L N Al
NUMBER M FEM FFM
+AE-925 265 100 -
S50 o 83 0.7

Q75 FAHO 145 la1
+EE- 1025 &9 112 0.7
1080 27 74 O.b
1075 28 77 [y
1100 le) g Oa b
1125 7 &HO 0.7
1180 3b & (it
1175 50O 49 0.5
1200 A0 b 0
225 19 27 Q.4
1250 49 g1 e 5
1275 4% biéa O ds
1R00 &HE £ Db
1325 &8 57 Q.6
15E0 o =7 0.5
1575 o1 T DS
1400 7 80 0.9
1425 26 47 Q.4
1450 1é le) 0. a
1475 33 H2 0. 4
1500 43 a1 0.7
1525 20 B Q5
1550 Bl g7z G 7
1575 44 bt [
1600 37 = 0.7
1625 48 & Q.8
1650 73 a9 0.9
+EB-1675 21 &E Q.7

Certified by

-



HMIRK—ERN Labor-atories Ltd.
Specialists in Hineral Environments

705 WEST L5th STREET NORTH VANCOUVER, B.C. CANADA VTR 1T2

PHORE: (604)9B0-3814 OR {h04)9HB-4524 TELEX: 04-352828

GEOCHEMICAL ANALYSIS CERTIFICATE

COMPANY: CORP.FALCONBRIDGE COFFER FILE: 6-224/P13
PROJECT: DATE: MAY 13/86.
ATTENTION: HAROLD GIBSON TYFPE: SDIL GEOCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 5 samples submitted.

1
|
|
|
|
|
|

SAMPILE £ N Al
MUMBER FFM =P PFM
+3ZR-1 700 =G o 0.8
1725 b 26 100 Oy
L7EO A0 7 0.7
1775 4 & 0.9
+38- 1800 a8 HY 0, %

Certified bv




PRECEIVED

MIM—EN L abor-atories
Specialists in Hineral Environments
705 WEST 15th STREET NORTH VANCOUVER, B.C. CANADA Y7 172

£ JUN 18 1986

PHONE: (604)980-5814 DR (60419884524 4 TELEX: 04-35282
ANS ..evininnnns ik
GEOCHEMICAL ANALYSIS CERTIFICATE e
COMPANY: CORP.FALCONBRIDGE COPPER FILE: &-309
PROJECT: 304 DATE: JUNE 11/86.
ATTENTION: TYPE: ROCK BEDCHEM

He hereby certify that the following are the results of the geochemical
analysis made on 1 samples submitted.

SAMPLE U PR N AG AL

MUMBER PPM FFM FPM FM FFE

BCH 2426 28 3.2 14 0.4 10
Certified by "

¢z
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{ MIMN—EN Labor-aatoriss L.td.

# Specialists in Hineral Environments

[ ] 705 WEST 15th STREET NORTH VANCOUVER, B.C. CANADA V7H {72

r

?] PHORE: (604)98¢-5814 OR (A041988-4324 TELEX: 04-352828

&

|

£ CERTIFICATE OF MAS5549Y

&

i COMFANY: CORFP.FALCONBRIDGE COPPER FILE: 6-309

T PROJECT: 304 DATE: JUNE 11/86.

{ ATTENTION: TYPE: ROCK ASSAY

ﬂ We hereby certify that the following are assay results for samples submitted.

| BAMPLE Ag AG AU au o PE 7N Bh

f NLIMEBER G/ TONME 03z /TON G/ TONNE DZ/TOMN % % A %

; BUSE427 0.2 Q.01 01 0.001 - 447 <01 L02 w ol
<.

Certified by

| MIN-EN LﬁBDRﬁTDé?é; LYD,

P s = I g S L ——— L ———
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[-]— COMPANY: CORP.FALCONBRIDGE COPPER

PROJECT NO: 304

MIN-EN LABS ICP REPORT

705 WEST ISTH 87., NORTH VANCOUNER, B.C. V7K (12

{ACT:LI26)

PABE 1 OF 2

FILE NO: 6-309

— e e W R e R e I I e e

|
l
|
|
|
[
|
|
|
|
|
|
|
|
|
|
1
|
|
|
|
|
|
|
|
|
|
|
l
|
|
|

ATTENTION: ) (604)980-5814 OR (604)988-4524 % TYPE ROCK BEOCHEN ¥  DATE:JUNE 11, 1986
(VALUES IN % ) AL203 BA__CAD  FEZN3 K20 MGD _ WNOZ  NAZD PB____&02 1102 IR
c8 18 12,55 .30 .74 20,77 3.0 2.55 .08 .43 .010  56.42 .4 .005
CB 15 19.28  .008 466 10,29 .16 802 .3 333 005 571 LBl .00%
£B 18 18,49 ,009 4.5 998 .25 7.0 .3 3,30 005 5575 .79 .00
c8 17 (9.3 .008 3.8 10.88 .08 .79 .28 3OS 005 S0 .77 .00
LB 18 7,72 005 404 831 05 55 33 498 005 5693 .40 005
(B 19 16,76 .005  6.87  10.86 .01 7.0 .46 .10 .06 5451 .9 .005
€8 20 15,87 081 .77 200 241 L7 .10 AL 005 7240 L1900
eB 21 18,80 005 972 991 .02 4 .40 219,010 524 .63 .05
CB 23 18,92  L017 488 972 .45 600 .3t 363 006 5379 .82 .00
CB 24 4,72 .10 .88 243 250 LSS .05 325 005 7.3 .23 005
CB 25 18,62 L012 2.8 12,03 .20 826 .3 2.96 016 52,79 .80  .005
CB 26 1721 037 246 LT3 .3 82 L300 AST .08 579 .69 .005
t8 27 13.83  .0B6 .40 319 2,00 225 .06 324 .005 73,50 .23 .005
£B 28 1 .82 .19 1345 L83 S.00 0 .26 205 005 559 .39 .08

829 13,60 048 .2 3.B4 157 430 .09 291 L005 7235 23,005
§E 08 0.3 .03 569 10,10 .88 7.45 .30 5.2 008 5470 .69 .003
SE 09 .90 325 LI3 4LIS 2.0 2.80 .09 .88 014 3700 35,008
SE 10 1346 033 .3 L33 .9 48 .03 .26 005 Th.2 .19 L005

T OEIVED
JUN 13 1986




COMPANY: CORP.FALCONBRIDGE COPPER

NIN-EN LABS ICP REPORT (ACT:L126) FPABE 2 OF 2

PROJECT NO: 304 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7H 112 FILE NO: £-309
ATTENTION: _ . {604)980-5014 OR_(404)988-4524 % TYPE ROCK GEOCHEM ¥  DATE:JUNE 11, 1986
(YALUES IN % ) TOT{) CU-PPH  IN-PPH __ .

£ 14 97.46 4400 8

LB 15 78.58 20 32

LB 14 98.49 24 70

LR 17 98.59 22 82

B 18 98,55 22 98 L i R

8 19 47,85 9% 9

€8 20 98,81 14 2t

g8 2 98.45 152 72

{8 73 98,25 12 55

B 24 98,55 8 w e i
CR 25 98.59 12 7 - .
LB 24 98.35 52 &0

LB 27 98,80 20 35

LR 28 98.82 72 7

€3 29 99,10 25 1 - o i S

SE 08 98, 41 28 no .
SE 09 97.83 176 82

8E 10 98,90 22 14




]

I

COMPANY: CORP.FALCONBRIDGE COPPER

MIN-EN LABS ICF REPORY

(ALT:LI26) PAGE 1 OF Z

s A S BIEE R

PROJECT NO: 304 705 WEST ISTH ST., NORTH YANCOUVER, B.C. V7N 172 FILE NO: 6-308
ATTENTION: (604)980~5814 OR 1604)988-4524  # TYPE ROCK BEOCHEM *  DATE:JUNE 11, 198
(VALUES IN % ) AL203 BA____ CAD FEZ03 K20 M0 WNO2  WAZD PB__BI02  Ti02 IR
TEH 43 17,75 080 . 153 LS5 232 .38 &3 005 49.20 .71 .03
TeH 44 .66 005 877 1358 .07 T8 .32 M6 008 49.00 240 .0t
T6H 45 1409 .12 .05 431 197 205 .08 259 L0058 723 .25 008
TéH 46 1537 162 .14 A5 257 L4 .05 L&l .05 7LSR .32 L007
TH 47 Wed L0 19 TS 1,29 L8 07 452 005 7334 .28 008
TeH 48 .70 018 .5 2.93 .3 .97 .04 &.55 .08  72.50 .33 .009
TaH 49 1270 .09 .13 440 L2 L38 .05 3G .00 TASZ .1t 008
TN 50 13,499 .12 250 249 192 L35 0B R4 LG5 TR .25 .00k
T6H 5t .70 089 L4 T3 259 LI .06 265 L0058 7200 .32 008
TM 52 12,66 152 1.3 1,93 246 LIS 03 72 005 7638 .25 005
TaH 53 31 02 % 137 1.98 L0 .05 3.84 .00 73.73 .43 013
T8N 54 13,59 .09 L3 LU 34T .83 07 L9 L005 TAS3 .21 .00
TN 55 1568 L060 LB 376 269 .91 L1 L4 005 69.99 .43 010
T6H 56 .20 .08 .90 375 L6 L% .04 1S3 .05 TLTE 40 007
T6N 57 13.72. 080 1.9 282 2,34 9% 05 2.4 005 7428 .24 008
ToW 58 1342084 L1 2,50 2.65 LB .20 2.25 008 75.05 .24 .008
TN 59 1246 105 .00 560 19T .8 00 249 L01 7RTL .23 008
TaM 40 12,88 027 .08 285 .3 LOY .04 554,005 7546 .20 008
TBH 41 370 .028 .28 23t .3 .76 .03 650 L0085 TAZB .25 .00
TN 62 W49 09 23 365 93 98 03 559 L0085 7262 .30 008
ToH &3 AT TL005 28 1280 .01 A58 .26 .0f 005 53.0  1.B0 .00
TBH 44 (6,26 207 .42 8B L2 LT .07 L91 005 0.8 .32 L009
TBH 65 1523 033 201 451 B8 L7 .19 397 .005  69.46 41,008
TN 66 16,08 028 192 A07 .75 252 .08 N6 (05 15T 46 L009
! RECEIVED

P e e e e e e e e e e e e e e e e e e e e

JUN 13 1986




COMPANY: CORP.FALCOMBRIDGE COPPER HIN-EN LABS ICP REPORT (ACT:LI26) PAGE 2 OF 2

PROJECT NO: 304 705 HEST 15TH ST., NORTH VANCOUVER, B.C. V7K (12 FILE ND: 6-308
ATTENTION: (6041980-584 R (604)988-4524 & TYPE ROCK GEOCHEM *  DATE:JUNE {1, 1986
(VALUES TN T 1 TOT(%)  CU-PPN__IN-PPH - ) N

oM 43 8.2 4 92

TaH 44 46 7B 48

TN 45 98.74 B4

TEN 46 98,52 T
A X N | N R
TaH 48 98,95 CRT!

TGN 49 98.49 BEon

TGN 50 98.49 3 %

T8H 51 e 0 2

TN 52 8.5 12 6w
TeH 53 98,48 i1 2

TEH 54 .72 30 2

TGN 55 98.26 /A

T6H 56 98.29 CI

T6H_57 98,92 1b 1 o
TéH 58 98.36 ! 62

TEH 59 98,83 TR

TBM 0 98,53 6 W

TGN 61 98,52 7 12
Jewe2 98,92 8 16 S
Tl 63 98,63 120 38

THN &4 98.27 8 3

T6N &5 98.48 1 0

|
| TBH 66 9. 63 8 3
|



COMPANY: CORP.FALCONBRIDGE COPPER

HIN-EN LABS ICP REPORT

(ACT:LI26) PABE 1 OF 2

PROJECT NO: 705 EST 15TH ST., NORTH VANCOUVER, B.C. Y7M 172 FILE NO: &-346
ATTENTION: D, LEFEBURE ___(604)980-5814 OR (604)9BB-4528 # TYPE ROCK GEOCHEM *  DATE:JUNE 19, 1986
VALUES TN 7 ) AL203 BA_____UAD FEZ0S K20 WBD __WNGZ  NAZD PB_§i0z  Tid2 iy
§CD 3901 16,26 .160 225 5.70 2.5 458 .41 ¥ 5.09 005 83.31 .41 .009
BCD 3902 15,00 .29 L6789 349 349 .26 1.7 .005 6342 .52 L00%
BCD 3903 17,08 87 .99 7. 252 460 LM T29 0 L005 eLI0 .63 007
BCD 3904 1643 .35 1B 740 287 AT .3 L3 005 el .60 00K
BLD_3905 .74 .01 1.5 8,02 478 5.8 A2 330007 80.21 .67 008
BCD 3906 17.09 085 L3l 1L36 222 S.82 42 237 005 56,98 .68 .009
BCD 3907 18,27 085 L& 1199 2.5 642 .45 L7 .007 55.08 .75 008
BCD 3908 16,93 .05 .87 .85 224 A59 .5 LS6 L0058 S%.06 .72 007
BCD 3909 .99 .44 LI7 108 148 822 .53 208 .00 5693 .73 .00
D 3910 15,60 .06 .61 14,34 1,59 7.89 42 1,66 .02 SB.33 .67 005
BED 3911 1,32 088 .91 373 .42 208 .18 4,06 L0058 7125 .33 .007
BCD 3912 14,33 .0% .41 430 (.83 281 .16 338 005 7L24 .33 008
BCD 3913 15,06 .43 .48 39 277 281 L6 252 .05 7093 .35 008
BCD 3914 16,68 L1864 .37 471 L9 3400 .23 .08 .00 6779 .38 LOM0
BCD 3915 14,43 %6 53 3.82 2.6 227 B 176 L0085 7449 32007
BED 3915 W69 189 36 3.8 2.5 .36 .47 2.9 008 Ti.36 .34 .00
BCD 3917 W74 9% L5 L3100 346 204 .15 180 008 TO.TL LB 007
ECD 3918 18,44 090 .35 %80 32 &S .27 .94 016 5858 .72 007
BED 3919 14,65 .105 .64 400 IS8 36,06 .67 L0085 ThLie .33 007
BCD 3920 14,90 416 57 329 3.2 33 .08 .93 .05 TL26 L3 L.MT
BED 3921 136907 .8 A8 332 347 .08 . .Th 008 72.00 300008
BED 3922 W51 L1220 .42 385 300 424 .06 L3 L0065 70.85 .31 .01
BED 3923 .35 420 .64 592 258 532 08 228 .005  65.06 ¥ .2
BCD 3924 15,90 .162 L2 559 319 AM 08 0,36 005 6654 44 L0l
BCD 3926 7,77 .24 12T 660 3.4 5B .24 206 009 40.B6 .63 005
BCD 3927 .20 80 U b7 256 597 .20 .54 005 68.09 BT
BCD 3928 1700 069 LI L2300 L35 BT 45 L8 012 55.43 B2 .05
RECEIVED
JUN 23 198

........

e e e e i ol it e e, e e o e e e e e e e e e



COMPANY: CORP.FALCOMBRIDBE COPPER MIN-EN LABS ICP REPORT (ACT:LI26) PABE 2 OF 2

PRUJECT ND: 705 WEST (STH ST., NORTH VANCOUVER, B.C. V74 172 FILE NO: b-34b
ATTENTION: D, LEFEBURE (6041980-5814 OR (504)988-4524 ¥ TYPE ROCK GEOCHEW +  DATE:JUNE 19, 1988
(VALUES IN % 1 TOTC4)  CU-PPH_ IN-PPH

BED 3901 98,49 93 8

BCD 3902 98,18 3480 284

BCD 3903 98.60 480 255

BCD 3904 98.26 382 30

BCD 3905 98.5 3% 21§ ) o

BCD 3906 98.32 30 170

BCD 3907 98,45 2B 163

BCD 3908 98.44 800 162

BCD 3909 98.47  B%0 228
_BCD 3910 98,20 %0 230 L e
BCD 3911 98. 87 2 130

BCD 3912 98.90 900 120

BCD 3913 98.96 88 98

500 3914 98.98 160 14l

BCD 3915 99,32 130 % o o
BCD 3914 98.64 292 104

BCD 3917 98,32 206 W7

BCD 3918 9B.64 800 202

BCD 3919 98, 64 14 2

BCD 3920 98. 48 3 5 ) )

BCD 3921 98,47 7t 7

BCD 3922 98,51 80 47

BCD 3923 98,67 1% &

BCD 3924 98,98 1080 7

BCD 3926 98, b8 80 ;s e
BCD 3927 98,95 192 1%

BCD 3928 97.97 600 182




PHONE: (6504)980-5814 OR (404)988-4524

MINM—ERN LABORATORIES LTD..
Specialists in Hineral Environments
705 West 15th Street Morth Vancouver, B.C. Capnada Y7H 172

-

Cer tiTrTicadte

TELEX: 04-352828

oF ASS5AaY

Company: CORP. FALCONRBRIDGE COFPFER

.

File:éb—-392

Froject: 304 Dates JULY 1/86
Attention: Type:
We hereby certirty the following results for samples submitted.
Sample cu PB M NI AG AG AU Al
Mumber % % % 7 G/TONME OQZ/TON G/TONNE DOZ/TON
BCH2Z2428 =142 0] L 01 L 001 23 Q.07 . O O.001
BCS2429 O Lé 01 01 2.4 Q.07 e 4 0, QOO
ROB24720 . 140 #04 « 03 22X 0. 65 . 29 0., 008
BCE24351 W D20 « 2 .04 T 0.04 02 0. 001
BOS2472 - 048 =01 « 02 2.2 0,06 w37 0. 005
BCSZ24323 - ODR =0 PR3 ! Wi 0,01 » O3 0. 001
BCH24754 " FAO 01 01 147 Q.05 = 12 0. 004
BOB2475 v B0 - O « OZ b2 O, 18 L E L 0,024
RECEIVED

- JUL 9 1986 R

CertitTied by I R

MIN- LABORATORIES LTD.
|

R e e S e e e e iU e e Bl o e



4
FS

Pl mMIiN—EN LABORATORIES LTD.

Specialists in Hineral Environments
705 West 15th Street North Vancoover, B.C. Canada V7 172

PHONE: (6041980-5814 OR {604)788-4524

TELEX: 04-352828

------ -

et EFrFIroacate oF

GEOCHEM

Company: CORP. FALCONBRIDBE COPPER
Froject: 304
Attention:

He hereby certify the following results for

- - - - e e e e e

File:&-392
Dates JULY 1/86&
Type: ROCK

samples submitted.

Gample A BA

Numbes FFM
BSC2428 20

RBC2429 170

BHC24720 OO0

BESC24351 1000

BEC2432 A1o

BREC2473E AROOOO0

BRC2434

BEC2435 a70

L o . e

- ——— e —— e ———————



gr—

) fasts
MIMN—EN LABORATORIES Ve
Specialists in Hineral Environments

70% West 15th Street North Vancouver, B.C. Canada V7H {72

PHOME: {604)980-3814 OR (604)98B-4524 : 0435728

- - - -

Cert i rIicadte oF AS5S A9

----------

Company s CORF . FALCONBRIDEE COPPER iles b&-346
Froject: 2 Date: JULY 2/86
Attentions TOM MARTIN Type: ROCK ASSAY

He hereby certiry the following results for samples submitted.

Sample cu ZN AG AR AU-WET  BA
Mumber % % B/TONNE QZ/TON PR FEM
BOCD 3901 012 .01 0.2 0. 01 =

BCD 3902 Y B350 .04 2.0 0.06 135

BCD 3907 . OFids 02 0.2 0. 01 15

BCD 3904 L 044 .04 0.2 0.01 10

BLCD 3905 . 044 03 0.2 0.01 5

BCD 3904 . 40 . OR 0.3 0.01 &

BCD =907 032 .02 0.2 0.01 10

BCD 3908 . OBS LO2 0.2 0. 01 5

BCD 3909 L0093 .02 0.3 0.01 b

BCD 3910 L O . O3 0.4 0.01 35

BCD 3911 LO10 .02 0.2 0.01 5

BOD 3912 098 .02 0.3 0,01 15

BCD 3913 LOLE .02 0.% 0.01 s

BCD 3914 . D20 .02 0.2 0.01 5

BCD 3915 LOLé .01 0.2 0,01 5 1400
BCD 391é L O32 .01 0.2 0.01 5

BCD 3917 L 027 .01 0.3 0.01 5

BCD 3918 . DLHB 02 0.2 0. 01 = H40
BCD 3919 LO12 .01 0.2 0.01 10

BOD 39720 LOLO L0l 0.5 0.0 =

BCD 39721 LOLR .04 0.2 0.01 =

BCD 3922 L0114 .01 0.3 0.01 5

BCD 3923 L OR24 .01 0.2 0. 01 ]

BCD 392 112 .01 0.4 0,01 1%

-,

7

Certirfied by

ABORATORIES LTD.




COMPANY: CORP.FALCONBRIDGE COPPER

PROJECT MD:

ATTENTION: TOM MARTIN

MIN-EN LABS ICP REPORT

705 WEST 1STH ST., NORTH VANCOUVER, B.L. V7H 172

( % ) BCD 3926 BCD 3927 BLD 3928

ALZD3
Bf
cad
FE203

17.77
214
1.27
ba.b0
3.64

14,2t
A3
A1
5.47
2,56

17.10
049
133

1123
135

e e e

(ACT:LI2A) PAGE 1 OF |
FILE ND: 4-345

SEOCHEN 3 _DATE:JULY 2, 198

# TYPE_RODK

wa e e e e ma g o e e e e e e e e am m e T e e e e m e fm e e o e am e ke m a ow o o om om ow e o e w m = e e m e = s = = -

1102
IR
TaTiL
Cu-PPy
IN-FPYH



" COMPANY: CORP.FALCONBRIDGE COPPER MIN-EN LABS ICP REPORT {ACT:LIZ6) PAGE 1 OF 2

</ PROJECT ND: 304 705 WEST 15TH ST., NORTH YANCOUVER, B.C. Y7H 172 FILE NO: 6-392/P1
ATTENTION: B (604)980-5814 OR 1604)988-4524 * TYPE ROCK BENCHEM &  DATE:JULY 4, 1984
(VALUES IN 1 1 ALID3 BA  CAD FE203 K20 WGD  WND2 ___ NA20 PE___Si02  TI02 IR
CB-B6-31 12,65 .10 .01 3.89  3.39  1.96 .03  L.60 .08 A1 .24 .10
£B-86-32 1.9 074 .88 L9 243 .80 .09 468 005 7328 .7 008
CB-86-33 1,5 .20 .67 545 248 LBI .06 .99 005 7509 .18 006
CB-86-34 3.9 .55 .57 300 33 148 .03 LIS 005 TH8S .25 008
£B-86-33 4.6 080 .74 3.09 1,85 261 09 357 005 7224 .25 .00%
£8-B6-36 0,40 M . 238 3.5 2.3 L4506 L9300 7204 .26 009
CB-86-37 13.80 .13 L3S 300 300 LS9 .06 .46 005 TAME .24 006
CB-86-38 13,22 L9 .40 391 242 L9300 .02 1,40 005 754 .22, L005
CB-86-39 13.62 L0610 .45 254 L9 L9008 A4 005 TA20 .25 .00
CB-B6-40 13.62 008 3,27 1542 .33 34 .35 3.4 005 5290 5.80 .02
CB-85-41 4,27 102 .33 608 2,65 133 .08 3.5 .00 70.41 .39 L00%
CB-86-42 (1,47 306 .00 470 386 .5 .02 .11 005 746 .15 005
CB-85-43 1458 L L85 3.8 277 359 .04 102 L0058 TLS4 .29 .07
£B-86-44 45 098 LT 231 42 32 .03 249 L0058 TRTZ .25 008
CB-86-45 13.65 L1589 05 327 337 108 03 .68 008 TEI3 .28 00T
CB-8b-4b 12,73 .24 .01 2.80  3.35 .36 .07 .31 .008 7171 .23 .008
CB-86-47 479 .07 .2 4T L9582 .02 372 005 RS2 .26 .07
(B-B4-48 1237 .28 L00 A01 388 .37 .00 L0 L0085 TRLM .2 008
£8-86-49 9.26 .23 .12 A5 554 M1 07 b L0058 eh04 49 010
8-86-50 13,33 452 .06 634 257 146 08 191 005 7290 .75 005
CB-84-51 16,827 .03 L31 809 .92 .4 .39 2.8 (006 8L.02 .63 005
CB-86-52 6.5  .007 9.5 %4 .22 376 .28 LA L0058 SR .57 L008
£B-86-53 15.44 030 .80 10.62 .84 .33 L3 231 005 5999 .59 003
CB-84-54 15,72 042 .50 1363 .S 8.5 .32 208 009 5634 .62 008
CR-86-55 14,93 054 81 12,8 4,70 7.87 .30 .39 L0058 S9.39 5B .05
CB-86-56 16.49 L0285  1.69 10,37 .69 &7 .40 2.92  .005 3878 .6 .005
£B-86-57 16,29 L0600 1,98 341 247 LO7 19 372 005 682 .28 LO005
£B-86-58 1238 .142 .03 488 248 .97 .05 225 005 7N.A2 .20 003
CB-86-59 16,57 018 .¥ 133 7 B3 .09 872 006 ST .78 L008
CB-86-40 12,67 L0910 340 t.bl A0 .02 2,76 005 Th21 L2 005
RECEIVED

JUL 9 1986

S UV TTE SO - L3t WU D V0. D N S . SOy VL S O VS S (O SO U WU SOOI,



* COMPANY: CORP,FALCONBRIDSE COPPER HIN-EN LABS ICP REPORT {RCT:LI256) PAEE 2 OF 2

/. PROJECT ND: 304 705 WEST 15TH ST., NORTH VANCOVER, B.C. V7N (12 FILE NO: 6-392/Pt
ATTENTION: 604)980-5814 OR_{604)988-4524 # TYPE_RUCK GEOCHEW * _ DATE:IULY 4, 1985
(VALUES IN % ) TOT(L1 CU-PPH__IN-PPN_ AU-PPB e e
CB-B6-31 98, bf i 10k
CB-86-32 98.72 b 2
£8-86-33 9.72 8 80
CB-86-74 98,80 7 th
_LB-86-35 78, 68 8 W0 : : -
£B-B6-34 98. 80 B )
£B-86-37 98.11 7 7
£B-86-38 98.49 7. n
CB-86-39 98.72 25 28
_CB-B5-40 98,59 15 S N
CB-86-11 8. 64 2 2 5
CB-B6-42 98,72 12% 12
£8-84-43 98,29 1 20
CB-B6-44 98,86 12 16
_CB-86~43 98.26 3 ] e )
Ch-B6-45 97,68 8800 76
£B-86-47 98.05 1070 1
CB-86-48 98,50 53 12
£B-86-49 98,58 209 2
_CB-86-50 99,05 78 I S
£B-86-51 9887 AT
CB-86-52 98.74 70 It
CB-84-53 98.16 3 8
£8-86-54 98.63 3 L
£B-86-55 98,83 315118 S
CB-B6-36 98.75 485 132
CB-86-57 98.10 14 3
CB-B6-58 9849 160 20
CB-B6-59 98,00 190 3

CB-B4-b0 98.48 157 3




MIN-EN LABS ICP REPORT
703 WEST 1GTH S8T., NORTH VANCOUVER, B.C. V7H 172
{604)980-5814 OR {b041988-4524

COMPANY: CORP.FALCONBRIDGE COPPER
PROJECT NO: 304

{RCT:LI26) PAGE I OF 2
FILE ND: 6-392/F2
# TYPE ROCK GEOCHEM + DATE:JULY 4, 1986

_AYALUES IR % )

NAZa PR iz Tio2 IR
281 005 E2.90 22 .09
A1 L0088 8839 .11 005

1.87 L05 59.39 39 005




HIN-EN LABS ICP REPORT
705 WEST 15TH ST., NORTH VAMCOUVER, B.C. V7 172
{6041980-5814 DR {604) 988-4524

COMPANY: CORP.FALCONBRIDBE COPPER
PROJECT NO: 304

{ACT:LI26) PAGE 2 OF 2
FILE ND: 6-392/P2
* TYPE ROCK GEOCHEM *  DATE:JULY 4, 1988

...........................

ATTENTION: d £04) 980~

CIVALUES IN ¥ ) TOT(4) CU-PPN_ PB-PPN  IN-PPN _ AG-PPM  AL-PPE
£B-B6-61 98.33 17 160

BCS 2434 97.98 650 B 400 2.0

BCS 2437 98.32 &1 12 73 1.7

3
3




)

, CONPANY: CORP.FALCONBRIDGE COPPER MIN-EN LABS ICP REPORT (ACT:LI26) PAGE 1 OF 2

- - PROJECT NO: 705 NEST (STH ST., NORTH VANCOUVER, B.C. Y7H {12 FILE NO: 6-394/P142

ATTENTION: H.GIBSON/A. DAVIDSON {8041 980-5814 OR_(604)988-4524 + TYPE ROCK BEOCHEN + _ DATE:JULY 4, 1986

- YALUES TN & ) ALID3 BA___ CAD FEZ03 K20 MGD  NNDZ _ NAZD PR 8102 Ti02 IR
8CD 3929 15,63  .073  358 292 2.67 139 .02 207 005 68.89 .34 009
BCD 3930 1556 099 299 347 22 L3 .13 378,005 68.08 .37 009
BCD 3931 1475 .04 227 229 Abt .66 .09 293 005 4892 LB 007
BCD 3932 4.5 087 439 267 39 .60 L1 337 005 6848 .35 LO00B
BCD 3933 13.80 070 333 3.05 1,42 8B 14 380 005 Ti.A4 34,005
BED 3934 5.5 010 9.00 1385 .41 4.95 .30 2.25  .005  49.42  2.47 .03
BCD 3935 172 083 55 1652 .97 201 A2 2.9 005 476 242 045
BCD 3935 15,00 L0 1038 1220 47T 5.6 .27 W32 005 4937 .07 .012
BCD 3937 1543 036 288 4235 L9 242 .1 A9 L0085 eh21 .39 .00
BCO393 1559 003 2,90 405 2.8 243 08 379 005 6642 .40 0]
8CD 3939 .47 .08 bed 858 1,79 4.99 .18 D.b2 005 55.39 .80 .03
BCD 3940 16,82 027 &35 1020 L0654 .23 397 005 5289 135 .08
BCD 3944 1547 .155 .31 395 L6 283 .18 218 .005  70.31 .35 008
BCD 3942 13.66 .10 .48 525 332 340 .04 LB7 005 7LIT .29 .08
BCD 3943 13,90 007 9,79 1271 .07 G4 .28 2,48 005 51,06 2,44 014
BLD 3943 19.09 160  3.67  7.63 275 5.56 .18 3.86  .005 54,81 .76 .05
BCD 3945 77 M6 9 3128 276 3 .20 273 005 TLAT .31 .00
BLD 3946 129 .93 .83 338 270 285 .13 L3S 005 7523 .16 .00
BCD 3947 4.2 .19 213 338 345 LA .06 L4 005 TLBL .33 L008
BLD 3B 17,54 .02 1,02 10.20 .00 S48 L2 421 017 S8 71,005
BCD 3949 1298 104 148 382 145 2.3 .40 3.9 008 7230 .32 .005
BCD 3950 7.8 161 .75 1282 253 804 L3 13 L0100 Sh41 LB2 L00%
BCD 4501 12,35 .66 L23 0 A05 280 235 .09 .62 005 7507 .13 005
BCD 4502 18,30 .007 829 l&67 .09 839 .37 288 L0144 414 225 L010
BCD 4503 (3.27 085 1.8 4,22 2,95 3.6 .0 106 005 TLAS .30 00§
BCD 4508 1228 423 105 5.6 2.62 .52 .08 .69 .005  73.98 .25 .005
BCD 4505 10.88 152 148 858 272 L2 .05 .32 005 TR.E L2l 005
BCD 4506 1260 170 271 594 287 L27 .08 .70 L0085 7214 .25 005
BCD 4507 17,67 .38 .95 578 487 L1000 .05 .30 005 6678 .70 008
BCD 4508 W2 9 295 504 2,54 2,28 3 4.6 L0085 717 .29 005
BCD 4509 1,03 1 L79 AM 2,5 3,35 .07 .80 .008  71.85 .29 .05
BCD 4510 13,37 476 .90 500 243 35 .08 .48 005 7228 .26 .05
BCD 4739 9.52 .43 .15 1086 240 .52 .00 .45 005 A2 .19 .005

Y T~ S P p—



CONPANY: CORP.FALCONBRIDGE COPPER HIN-EN LABS ICP REPORT {ACT:LIZ4) PAGE 2 OF 2
PROJECT MD: 705 WEST ISTH 57., NORTH VANCOUVER, B.C. VIM 172 FILE NO: 6-394/P142
ATTENTION: H.GIBSON/A.DAVIDSON {604)980-5814 OR (404)98B-4574 ® TYPE ROCK BEOCHEM *  DATE:JULY 4, 1986
{VALUES IN % ) TOT(4) CU-PPN__ PB-PPN  IN-PPH_ o o
BCD 3929 98,37 8 9
BCD 3930 98,43 11 i14
BCD 3931 94,91 16 2
BCD 3932 98.59 15 34
_BED 3933 98,50 30 19 i - )
BCD 3934 38,22 175 {08
BCD 3935 97,54 380 156
BCD 3934 97.80 185 80
BLD 3937 97,81 12 14
_BCD 3938 97.86 n 50 o B
BCD 3939 98,52 74 72
BED 3940 98,56 130 100
‘ BCD 3941 98,42 106 108
1 BCD 3942 98.81 41 32
_BCD 3943 98,40 172 o
BCD 3944 98,48 85 104 )
BCD 3945 98,91 4 92
| BCD 3946 99,39 195 88
| BCD 3947 9.5 500 48
i _BCD 3948 98.81 495 208 - i e
§ BCD 3949 98,39 i )
| BCD 3950 98.97 158 152
! BCD 4501 99,98 13 4
BCD 4502 98,43 35 180
| BCD 4503 .48 76 18 4 T T
i BCD 4504 39.00 225 12 ® e
BCD 4505 99,38 128 13 24
BCD 4506 98,72 19 14 y7)
BCD 4507 98,53 33 12 2
_BCD 4508 99, 14 A5 19 e
BCD 4509 98,37 54 3 3
3C0 4510 98,56 76 3 55

BCD 4739 98.47 &0 200

B T T TS SO S ———— - o e e — - - s




Ty

MIM—ERNM LaBEORATORIES LTD.
Specialists in Hineral Environments
703 West 15th Street North Vancouver, B.C. Canada V7H 1T2

PHONE: {604)980-5814 OR (&04)988-4524

Company: CORF. FALCONBRIDGE COPFER

Frojects

TELEX: 04-352828

e VT Eioade

crfT  ASE=SAY

Attention:H. GIBRSON/A. DAV IDSON

We hereby certify

the following results for

File:b-394
Dates JULY 4/8646
Type: ROCK ASEAY

samples submitted.

Hample o ZN A3 [E1E! AUy Bé
Mumber % % G/TOMNE QZ/TON FFER PFM
BLD-2% 25 O3 02 h - O Oé 10

BCD~4701 « B0 L 01 Y2 Q.04 o

BCD-4702 PRUT %A 02 2a1 0. 0& 10

RCD-470% « 108 L O3 1.6 0.05 10

BECD-470G4 216 w2 . 0.07 20

BOD-470% O3 01 1.% O O 10

BCD—-4704 w1l + O3 2.8 .08 33

BOD-47329 2 0] 03 LR | D.01 =

BCD~47 350 OF0 .01 0.4 0.01 =

BCD-4731 L 028 .02 1.0 0.03 10

BCD-47 28 ERERO oL Ewila Qe 11 S0 GO0
BCD-47373 =14 01 19 Q.04 10 790
BOD-47 54 124 01 1:"F 0, 05 53 B850
BOCD--4 77355 w137 <01 b5 Q.07 B

RCD—-473& - OO2 « 0% & 7 0,01 o

BOCD-a73 o 5 ) .0l 0,4 0, 01 ]

BCD~4738 Q&7 Ll 1.8 0,05 20

BCD--473% s « 02 Q. 0,01 5

BCD-—-4.7 40 372 W01 .0 0. 09 70

RCD--4741 . OO7 2 0.2 0,01 S

BRCD-47 42 MO SAMPLE

BCD~-4747% NO SAMPLE

BCD-4744 NO SAMPLE

BOD--4745 I e . O 0.8 0,02 b

BCD-4746 « Q10 202 1.7 (.05 e

BCD--4747 « 038 .01 1.6 0,08 =

RCD-4748 « Q39 6 ] . 2 0,04 10

BCD-474% o DA w OB 0.4 0,01 i

BOD--4750 . 187 « 02 1..% D.06 20

Certified bv

MIN-EN LABDRATORIES

LTD.



PHONE: (204)980-3814 OR (604)988-4524

Ty

CMIN—EN LABORATORIES LTD.
Specialists in Mineral Environments

705 West ISth Street Morth Vancouver, B.C, Canada V7H 172

TELEX: 04-352828

Cer Tt IEIiTrIicade

> ¥

GEOCHE M

Company: CORF. FALCONEBRIDGE COFPFER

Froject

Attention:H. GIBSON/A. DAVIDEON

He hereby certity

-

File: &-3294
Dates JULY 4/B8B6
Type: ROCK GEOCHEM

the following results for samples submitted.

Sample cLu FE ZN AR ALl
Mumb er FF PFM FFM e Frg
RCD-4724 oYe) 102 )
BCD-4727 S65 10 AERO0 1.2 =
BCD~47 28 208 S0 B0 1.5 =

BA
PFM

2490

1200

Certiftied

CABORATORIES LTD.

e e e e e e — e e ——— s — e



f
i
4
;
]
:

COMPANY: CORP.FALCONBRIDGE COPPER
PROJECT HO:
ATTENTION: H.GIBSON/4, DAYIDSON

IYALUES TN % 1 AL2e3 B

HIN-EN LARS ICP REPORT
705 WEST [5TH 5F.. NORTH VANCOUVER. B.C. y7W (312

tACT:LT26) PRABE ! OF 2
FILE NO: 5-425

(6041 980-5614 OR {404)988-4524 & TYPE ROCK BEOCHEN = DATE:JULY 9. 19Bé

e £ 0 . e e g e e 8 4 ke - . i e e e P

_____ GO FEINS K20 WO WNOZ  WAZD PRSI TIOZ IR
O 2 Y T Y T T T A I
- RECEIVED




CONPANY: CORP,FALCONERIDBE COPPER MIN-EN LARS ICP REPORT {ACT:LIZA) PABE 2 OF 2
AROJECT ND: 705 WEST I5TH 5T.. MOATH VANCOWVER. B.C. V7H 172 FILE WO; 6-420

ATTENTION: H.BIBSOH/4, DRVIDSOH {604)980-5814 (R {4604)988-4524 t TYPE ROCK BEOCHEN £  DATE:JULY 9. 1986
CAVALUES IN % ) TOTAR)  CU-PPM IN-FPH B L L _— _ .

4718 F8.61 it 8

o e e i i i o e 2 - J—— P —— -




Specialists in MNineral Environments
70% West 15th Street Worth Yancouver. B.C. Canada V7H 172

JUL 11 198
PHONE: (604)980-53814 OR (604)988-4524 TELEX: 04-35282

iy T ¥ F Feooadae oF  ASEAY Ansd vovinnnnsn

Company: CORF., FALCONBRIDGE COFPER Filerb—42%
Frooieets Dates Jll.y 9786
Httemtiﬂth,GIESGN!ﬁaDHQIDSDN Twpes ROCE A556Y

we herebv certirty  the following results for samples submitted,

SDam ] e (I Pla in Al Al fat)-WET Ba-TOTAL
Pumby ey yA b4 b A GATONNE 07Z/7TON FFR P
4 T07 G t1N] L | PR & 4,0 0,12 ot
A4F0E R 20l .01 B DU &
4 TFGE « D93 SR Ll P | 0, 06 =
4710 w174 « 11 w02 246 O, 08 1o
4711 « 116 o+ CE PRV 2.4 O, 10 25
4712 .18z O A7 02 B 0. 06 1
H471A W DG Rk 01 L7 O, 08 15 T
4714 RN -0 VS| 1.8 0, 34 o
4715 w D L1 .31 Lo 0, 04 10
$71& « U227 i | wki] LA, | I S0
47T LATFE « 01 PR 1.9 0. 0h ]
AT 1 o L3O w2 01 Ok 0,01 o
4719 » IO Ll R 0, 2 (SR SE| 5 1540
I AT 20 8 5 B R | e 21 e Q.01 o S
] 7 » S #1 20 Ja I o | 40
{ 4745 L0EL R S04 O, & 0,02 i
‘ A7 44 W X300 MR ) S ] O i, 0] o
l

e e e —————————————— e —————————



COMPANY: CORP.FALCONBRIDGE COPPER NIN-EN LABS ICF REPORT (ACT:LIZ6) PAGE | OF 1
PROVECT ND3 304 705 WEST 15TH ST.. NORTH VANCOUVER, B.C. V7H 172 FILE N0: 6-423
ATTENTION: H,BIBSON/C. BURGE/A, DAVIDSON (6041980-5814 OR_{604)988-4524 ¥ TVPE ROCK BEOCHEM »  DATE:JuLY 9, 1986
3 (VALUES IN 3 ) ALZ03 BA_CAG  FEX03 K20 WGD_ MNOZ _ NAZG PO &i0z  7loz IR
{ £B-86-22 [h.62 L0007 K99 B.02 .4 5.5 .32 4.25 . .005  38.31 .36 .005
; £B-B4-62 M50 495 4 373 RMZ LI 07 L3 L8 T2 .25 008
CB-B6-63 (3.4 L1200 .60 625 297 4T .07 LT 005 7R3 .22 007
r CR-Bb~64 12,97 AF LA 270 L4l LB .04 39 005 TRl .2t .00k
} _£B-8-65 1052 .28 08 4.90  §.85 183 .03 L35 005 7RL31 .19 005
‘ CB-Bh-56 18,70 .030 108  13.81 2,23 5.76 . .31 3.86  .018  #0.13 .76 .0lb
i CB-Rb-67 1227 06 L4 345 2,30 LaB .06 LA0  L005  7E.98 .2 006
i CB-B6-58 67 L2310 .07 M 31 .55 .05 248 005 A0 .22 007
| CB-86-67 200 086 .93 41 183 .42 .01 2.3 L0085 B80T .44 005
.ﬁ _CB-86-T0 13,72 100 L3 2.9 LB 2,06 05 292 005 TA0 .22 007
:' CH-84-71 13,08 L0235 .45 2.8 .38 2.32 .07 5.49 005  74.29 .20 .005
{B-86-72 - 13,55 .29 .08 LT3  Z12 LS .00 75 005 TA43 .22 065
£B-86-73 (.47 255 .03 695 342 L83 .03 .93 .005  TO.66 .23 .00
CB-B6-74 535 .09 .89 L7700 L19 LE 05 STL .05 7L42 .25 L005
CB-86-75 fl.e6 L1243 4,88 1,83 L0 i .99 005 7704 .20 003
CE-86-76 18,50 .11 .81 &A9 219 52 J88  2.43  .005  7.83 .53 008
CB-B6-77 .68 007 .73 2083 .09 LS8 .28 .05 L0 8343 LB 008
CB-86-78 5.8 .46 87 522 75 L4200 .09 .99 005 L9109 005
CB-86-79 .60 195 L0 549 X1 Ll .44 L1200 L0058 7233 .28 005

i{ @széféw ED %

L . )
Tj JUL 13 EE

B - TR TN L o ad




COHPANY: CORP.FALCONBRIDBE COPPER MIN-EN LABS ICP REPORT (ACT:LI25) PARE 2 OF 2

PROJECT WO: 304 705 WEST 1STH ST., NORTH VANCOUVER, B.C. V7H {12 FILE NO: 6-423
ATTENTION: H. GIBSON/C, BURGE/A, DAVIOSON {604)980-5814 OR [604)988-4524 ¢ TYPE ROCK GEOCHEM #  DATE:JULY 9, 1986
Y TIVALUESTIN %) 10T CU-PPW  IN-PPW  AU-FFE e
£8-84-21 98,38 3 !
£8-86-62 98.59 61 %
£B-86-63 98,48 190 2
8664 98,59 13 19
B R XN | S M- ) .
CH-Bb-66 98.69 10 I
£8-B4-67 98.7 12 %
CE-8-68 98.59 213 18
£B-8-69 98,29 15 19
CB-86-70 9870 1§ -
CH-8a-71 3.18 37 %
| CB-86-72 9. 62 ? %
CB-86-T3 9,91 3 3
£8-86-74 78,53 10 18
£8-86-75 98,53 &4 52 )
CB-86-76 38,79 3 3
£8-86-77 AT 172 M0
£3-86-78 98.35 135 56 5
£B-86-79 98,39 78 i




CONPANY: CORP.FALCONBRIDGE COPPER NIN-EN LABS ICP REPORT (ACTsLIZ&) PRGE 1 OF 2
| . PROJECT WO : 705 HEST 15TH BT, NORTH VANCOUVER, B.C. Y7H 172 , FILE ND: 6-424
L ATTENTION: W.BIESDN/A.DAVIDSIN (h04)980-5814 OR (604)9B8-4529 * TYPE ROCK GEOCHEN ®  OATE:JULY 9, 1986
b CVALUES TN % ) aLZ03 Bh CAD  FE203 K20 WD WNOZ  WAZD PB__&i0z T2 IR
f ] 3511 14,09 L1723 547 248 3.0 42 .65 005 70,00 .28 .008
bl LTI 13.80 .14 .7t 454 73 257 .05 231 .005  TLET .33 L005
I ETE 1394 L1285 .77 550 205 2.0 0B L34 005 TLA9 .27 005
! 4514 14,33 L005 1030 1284 .05 648 .32 L% L014 5056 1.84 008
| 4515 W00 074 91 382 2,09 1,39 40 3.5 005 7234 .18 005
| | 1516 1028 L5 910 AT 8.0 48 2.9 005 5B.40 .78 .008
kL 4517 1672 .628 .28 9.8 1,72 828 .46 205 L0085 5830 .79 006
b 4518 15,46 L002 B9 12,98 .26 558 LB 247 .007  0.91 218 L010
] 4519 l6.42 .03 .34 10,80 L4308 .19 L23 0 .007 583 .78 006
: 4520 16,30 022 .47 1641 93 7,31 43 3,02 005 5920 .77 005
] 4521 6,28 021 L8 10,49 .69 753 .66 3.33 012 G52 .71 .008
] 4522 13,45 .07 142 382 282 238 .19 L3 005 7R3 .32 007
4523 13.63 .73 LM 370 4 L5 .17 243 005 7B .32 008
] 4524 1344 08 L6 330 L3R 226 .40 329 L0085 7325 .30 008
| s 13,76 075 L3949 238 L2 7 L77 L0085 70,52 .38 007
4526 13,85 .09  Lod 852 208 Le§ .08 5,04 008 73.44 .30 005
| 4527 4,00 .09 76 324 A0 LT 12 R0 005 70,21 L33 006
| 4528 (6,98 .058  f.e4 B3 2,93 673 .19 42 005 5607 .75 008
» 4529 14,30 084  L9A 290 A8 LSt .05 3.6 005 70.58 L33 .00k
] A0 13,92 078 200 B30 324 243 0B 273 005 7043 .32 00
] 1532 16,79 0% 555 7.91 .28 3.28 .16 5.08 L0085  S7.75 .73 .00%
| #533 6.9 013 317 .2 LM 325 M6 640 L0058 5999 .9 .00
4534 17,00 .084 458 .69 440 542 .39 4B L0 S6.76 B3 008
4535 35 L4 L2 356 349 LS .19 3200 005 T0.68 L3 L0035

4536 .37 182 1,00 3.80 417 1,80

4537 16,87 .o17 €79  49.83 .51 4.3

4538 (2.6 087 245 303 L8 1,92

4539 .94 71 L2355 L5 3.

4540 18,06 .41 32 .03 LT3 3T

JUL 11 1986

Ans'd

e I g S e e e e i



CONPANY: CORPFALCONBRIDGE CORPER NIN-EN LABS ICP RERGRT {ACT:LI26) PAGE 2 OF 2
PROJECT W03 705 MEST 1STH ST.. NORTH YANCOWVER, B.C. V7H 112 FILE HD: 4-424
ATTENTION: H.BIBSON/A. DAVIDSON L {604)980-5814 OR {604)988-4524 + TYPE ROCK GEOCHEM #  DATE:JULY 9, 1986
(VALUES IN Y ) T0T(%)  CU-FPH__IN-PPH B
1511 98,52 b i
4512 98. 54 # il
613 98.91 184 49
4514 W 472 %
4515 98.55 %2 2% R
#515 98.14 216 19
4517 98.48 840 208
4518 98.38 140 92
4519 98,50 560 260
4520 98,52 19 1B S
#5171 97,89 1080 268
4522 98,72 2 68
4523 98,57 180 84
4524 98.76 12 57
4575 98.68 "o 80__ e
4526 98.85 188 R
. 4527 98,93 iz 4
4526 98,45 82 8
4529 98,55 12 20
4530__ .62 19 N
4532 98.57 5 i
4533 99,02 a 3
4534 98,40 80 3%
4535 98,71 72 89
4534 96, 45 ) 56 B )
4537 98.58 132 1%
4538 98.72 12 %
539 - 98, b4 92 IR
4540 98,53 14 280
|




COMPANY: CORP.FALCONBRIDGE COPPER

HIN-EN LABS ICP REPORT

(ACTsLI28) PABE 1 OF 2

PROJECT HO: 705 WEST 15TH 5T., NORTH VANCOUVER, B.C. V7M 172 FILE NO: 4-472/P142
ATTENTION: HAROLD GIBSON {6041980-5814 OR {A04)9BA-4524 ¥ TYPE ROCK BEDCHEM * DATE:JULY 21, 1986
(YALUES TN % ) ALZ03  BA  CAD  FE20S k20 MGD  MNOZ  NA20 PR 8102 1102 IR
4541 17.43 o147 99 10,42 2.03 9.24 .03 1.68 08 55,15 B3 005
4542 13.59 090 .22 3.74 3.2 2.82 19 1.37 008 73,78 24 008
4543 16,65 038 2,34 8.33 ¥ 3.8 .59 4,86 L0035 60,14 90 D1
4344 14,57 070 1.83 3.20 1.89 2,25 20 3.10 L005 89.19 37 008
4545 1656 046 2,09 542 1,15 2.03 28 533 L005  5.12 42010
1345 {58,32 040 1.2 4,76 .24 1.463 « 24 8.1 08 69.25 :3h 009
. 4547 15,54 112 2.3 7,20 2.6 3.13 .29 1.64 005 64,22 . 54 009
4544 14,50 . 089 1.42 2,85 2,85 2.05 A3 2,08 LA05 72.49 30 009
4549 14.14 134 J0 1.32 2.3 2,89 «19 3.02 005 71,60 .| 007
4350 13.29 . 148 it i.79 2,37 .41 .09 .41 005 75,75 b 007
4351 15,51 044 1.07 3.18 1.77 .94 27 .34 008 68,34 1) 007
4552 13,00 01 21 2,97 2.1% 63 07 3.28 003 75,82 44 006
4553 14,74 050 f.44 4.90 1,28 2.11 .28 4.44 008 68,73 ) 008
3554 14,44 091 32 5.38 2,31 1.80 .18 2.87 005 £9.30 .04 009
4555 1897 08t L0 5.3B 140 205 .20 475 005 6833 L34 009
4554 13,65 088 1.04 2:49 3.00 1.81 Al 1.9 205 74,47 19 007
4557 17.01 06T 2.58 10.22 1.43 3.32 39 2.23 003 58.42 64 003
4558 17.84 100 B3 8.26 f.10 B.33 .38 .18 008 §7.45 .82 005
4359 16.59 b4 42 9.33 1.99 7.03 45 1.46 008 60,12 w11 003
4560 16,83 .05 20 10,75 219 T.48 %! B0 005 58,98 73005
4341 17.11 4518 Al 9.23 1.48 8.07 43 .14 008 58,76 .78 008
4562 12,55 133 JI 958 2,38 4,86 33 31 005 67.51 .26 007
4543 18,81 L1149 38 11.42 1.74 6,55 Pt 3.20 007 55.20 19 003
45364 13,62 077 .26 .97 1,37 2.73 St 3.94 005 72,33 32 005
4363 13,39 A50 1.48 3.20 3,21 1,72 .03 A3 600 74.72 32 003
4564 12.93 {3 4,18 4,76 2.58 2.12 A8 .49 003 71,05 26 005
4567 12.57 152 1.30 4,48 2.67 1.95 08 .40 005 74.83 .27 05
4568 12,71 108 .90 4,28 2.04 1.84 i .99 008 72.72 2% 005
4569 13.35 156 1.98 §.88 2,63 2.07 .07 .13 L0035 71.832 . 34 005
4570 1325 08B .92 415 245 A.lb J2 L3 L0085 72,51 29 005
4371 13,89 100 1,04 3.80 Li3 2.37 OB .98 805 73. 11 (1] 005
4572 13.92 049 1,57 3.99 1.83 4,18 .24 74 003 £9.49 .49 005
4473 {4,177 046 1,09 3.47 2.12 2,68 22 1.8 005 72.21 S | L005
4574 13.88 104 186 423 .33 1.94 18 1.76 005 7248 .29 .005
4575 {3.67 055 L% 397 LST L3 A4 289 005 7180 30,005
4574 14,96 087 g4 5,59 744 1,82 A0 1.87 L0058 89,74 3 008
4577 17,22 077 1.00 8,50 2.12 4,468 21 .04 003 62,12 .04 003
4578 14,38 133 .38 2.72 2.12 1.57 A0 3.97 05 73,08 .28 L0058
1579 15.53 073 A0 408 176 218 Jd4 0 4,54 005 69.50 .36 L0058
4580 16,39 00 B9 7.5 2,88 4.4 35 145 005 6391 53 . 005
4581 16,462 098 £,02 877 2.12 3,70 47 2.3 L0053 62,98 .54 L0908
4582 16,78 092 39 860 2.88 7.24 .35 W37 005 81,28 . 54 005
45383 16,20 i 89 7.57 1,84 714 44 213 008 61,76 o 005
4584 16,71 101 37 7.41 .00 8.9 W44 1.13 008 80,75 .54 005
4585 15,84 114 B T.63 2,38 6,18 27 Lbb 005 p4.T8 AB 005
4584 15.74 14 34 7.33 2.20 3.41 .32 .69 L0085 64,53 .81 005
4587 13.47 128 R b8 2,47 3,64 A3 .31 005 70,22 32 .003
4588 15,19 LT .62 4.50 242 4,12 1y .67 LO08 bb.ﬂé‘ Y 3 005
¥
JUL 24 1986 i



CONPANY: CORP.FALCONBRIOSE COPPER
PROJELT WO:
ATTENTION: HAROLD GIBBON

HIN-EN LABS ICF REPORT
705 MEST 15TH 57., NORTH VANCOUVER, B.C. Y7H 172

___(604)980-5814 OR {604)988-4524

¥ TYPE ROCK BEOCHEM +

(ACTsLI126) PAGE 2 OF 2

FILE W0: 6-472/P1+2

DATE:JULY 21, 1985

IALUES TN % ) TOT(LI  CU-pPH_ IN-PPH )
W 943 220 208
4542 o S0 108
8543 W B 193
154 W7l 18 72
3545 945 3% 73 ) )
o W A 10
4547 .45 B Th
4549 L T TR
4549 W85 4 %
4550 98,53 BN
3551 N T T
4557 9.4 500 38
455 w2 B T
4554 mA 56 6
4553 s M0 % B
3 T A TR
4557 WAL B 120
355 9932 58 30
4559 AR 60 29
4540 98,56 400 170 o B o
el N R T
¥562 N SV
4563 9.5 198 15
4564 w7 W0 T4
4565 W N8 B B
b N T R
4547 887 b4 42
#5668 |50 2 M
4569 R TOR E
4570 W W W )
571 W43 H
4572 w4 9
4573 sme0 120 %
4574 9867 5 b
4373 w12 W8 T B )
357 %.66 360 54
a7 50 46 6
4578 Wy 1§10
8579 |52 120 50
1580 . B
3581 S0 3 3%
| 4587 9.5 2% 150
4583 w5 26 AT
| 4584 a0 184 19
| 505 956 1000 13 o B B
| 5 T T TR T
| $587 9B.66 1280 7
| 4588 98,43 206

e e — . —

Jr—————



CONPANY: CORP.FALCONBRIDGE COPPER

PROJECT NO: 312

ATTENTION: 8, DAVIDSON

WIN-EN LAES ICP REPDRT

703 WEST {5TH S7., NORTH VYANCOUVER. B.C. VM 1TZ
{604)980-0814 OR {604)98B-4524

{ACT:LIZ26)

PAGE 1 OF 2
FILE NO: &-501

DATEsJULY 24, 198k

WALUES IN 7 1 AL263  BA  CAD  FEZ03 K20 WGD  WND2  NAZD  FB 1102 IR
CB-B5-80 12,06 103 .14 427 242 1.4z .04 202 .005 200005
C8-84-81 2050  .087 .81 10.61 152 2,85 .07  7.45 .00 99005
CB-84-82 14,05 090 .26 L3 LT L4 03 490 005 25 .007
CB-86-63 12,78 .08 .3 7.88 L3 .42 L1200 324,008 b4 066
CB-86-84 12,08 077 106 1344 99 4,20 2.0 005 65,59 110,044
CB-B6-85 .77 198 .02 4.8 3.8 .71 .01 .3 .005 200 .00
CB-86-89 14,88 091 .10 398 23 LS 08 37 005 34 Lot
CB-B4-90 14,18 088 .1 7.6 LB 409 13 LBB 005 6B.40 .33 L0140
£E-88-91 1.7 .35 .07 Aeé 3BT 9% .06 0B .00 23 L00b
CB-B6-92 14,29 146 .06 670 267 149 43 L3005 3008
CE-86-93 L8007 .08 ia.e7 i Lz .03 .01 .008 05 005
CB-86-94 299 L0100 .20 .39 LB L2 .01 .08 005 06005
£B-86-95 20,10 .13 246 1626 LY 7.3 .20 332 008 T8 .005
CB-86-96 2.8 230 453 1340 248 692 .23 LBB  .0M L1500
£8-B6-97 .83 009 2,94 1004 43 431 19 4B 008 B3 L0085
£8-86-98 20,107 085 2.18  10.49  2.83 77 .31 1.42  .008 81008
CR-86-99 840 .06 1076 10,07 L3L 537 LI .92 L008 b6 005
CB-86-100 15,86 070 .73 507 L1 302 .19 33z .08 36005
CB-86-101 16,13 .09 LS 450 2,3 440 .23 .60 005 37005
CB-86-102 620 006 AT 1859 L1k 495 20 .02 065 bd e 005
[8-86-103 B35 .05 LB 2397 .8 .31 42 L7 L0085 5i.86 .28 .00%
CB-84-104 6,25 014 412 1272 L3 A4 .28 346 .00 b6 005
£B-86-105 10.47 L0200 LS 1973 .39 449 7 LS .08 A3 005
CB-86-106 17,06 .08 253 B.80 .93 4.8 .20 406 005 67005
CE-R6-107 19,47 200 I3 A 302 L4505 L7300 23005
CB-86-108 1555 .76 .05 .78 5.03 1.0 .04 L.45 005 25 s
CB-84-109 15.69  .097 .28 5.1 L.B8 L3 .05 347 .00 23005
HE-033 473 .02 1261 %46 206 547 .27 LBY 008 5T 005




CONPANY: CORP,FALCONBRIDBE COPPER MIN-EN LABS ICP REPORT (ACT:LI26) PABE 2 OF 2

FROJECT NO: 312 705 WEST 15TH GT., NORTH YANCOUVER, B.C. Y7H 172 FILE NO: 6-501
ATTENTION: A.DAVIDSON __ (604)9B0-5814 DR _(404)988-4524 # TYPE ROCK GEOCHEW *  DATE:JULY 24, 1986
CIVALUES TN % ) QT CU-FPH_ IN-PPH___ AUPPB

CH-86-80 98.59 3 2

CB-86-81 98. 60 78 vl 5

£B-86-82 98,93 19 19

£B-86-83 985 160 51

_CB-36-84 9763 1560 13k . B
CB-86-85 ®,5 13 8

CB-86-89 98,64 8 )

£B-86-90 98.37 15 Bé

£8-86-91 98,76 a 27

£B-86-92 9666 400 60 )

CB-86-93 .37 1280 7 o

CB-86-94 93.29 1600 i 10

CB-86-95 98.26 27 7
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