LARA 0928/130)
1990 Geochon 827793

COHPANY: NENNOVA INC. NIN-EN LABS 106 REPORT ) 2SSl (ACT:F26) PAGE 1 OF 2
FROJECT NO: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. VN 172 FILE NO: 9/V/0396/R/L/001
ATTENTION: JLKRPUSTA (604)980-5814 OR_(404)988-4524 ______ 4 TYPE LITHO GEOCHEN § _ DATE: 06-01-1989
_AVALUES IN %) __ "AL20S __BAT____CAD_FE203 K20 Wad  WNO2  NA20 205 slo2  fi02 S
13047 N N Y B W
11700 .09 .103 B3 243 ‘L7 .5 .00 S48 .01 70,09 .27 1.4k
17226 13,67 .255 2.8 L74  J60 .77 .03 099 .01 70.20 .25 LT
17227 14.25 L0735 LBL L9 A2 LS9 L0 L2001 701 .5 .09
B411-05 6,53 140 278 891 202 1.9 .39 L4705 5328 .6l .48
B411-0h 15,65 123 AA9IL2U T BE .00 L3 L0 ThoR R e Ll
B411-07 13,76 083 235 .94 102 797 .32 .54 .01 4860 .54 7.50
B49-01 10,60 L1150 A0 200 343 .09 .83 .01 TA8E L4 142
B49-02 16,08 .12 3 785 240 662 .20 98 05 590 .59 3.0
849-03 10.95 .10 052,35 2.6 275 L0k .22 01 7679 L3 .12

4904 1939 7,049 2,00 945 50 652 .25 3.3 .07 (55.800 C_5h 0 .51




COMPANY: HINNOVA INC. HIN-EN LABS ICP REPORT (ACT:F31) PAGE 1 OF 1

PROJECT NO: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7H 1T2 FILE NO: 9/V/0396/R/1/001

ATTENTION: J.KAPUSTA _______(604)980-5B14 OR_(604)988-4524 8 TYPE ROCK GEOCHEM 3 DATE: 04-01-1989
. _(VALUES INPPH)_ A6 A5 BA____Cu____ B S5 IN  AU-PPB_ A N
o 130M7 VR T T T 17 2 b 30

11700 3 2 42 (5 j { 49 5

17226 A 2 1075 14 32 I 65 5

17227 3 612 5 20 1 20 5

_8411-05 21 65T 20 97 1225 10

8411-06 [.5 6 133 92 B 157 10

B411-07 1.2 b 75 617 101 9 149 5

849-01 b 190 i6 43 1 59 5

849-02 1.4 b 146 34 89 7w 5

_849-03 3 g 192 4 33 ! 3 3

“845-04 1.3 L 50 8 7104 e

|



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
] ® EN NORTH VANCOUVER, BC. CANADA V7M 1T2
oS TELEPHONE (604) 980-5814 OR (604) 988-4524
L A BOR A'I'OR'E s TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
TIMMINS OFFICE:
L : 33 EAST IROQUOIS ROAD
i P.O. BOX 867
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS * GEOCHEMISTS i I{QT_“SLE“SOSET(“‘?FSS Sgﬂg‘g’gs £ el

] JAN l = i-- l:’
Seochewmical Analv#ﬂﬁ Eertifir%te 0V-0006-RG1
- Y 3
Company: MINNOVA INC Ansd a-ee ool o i Date: JAN-09-90
Project: LARA 242 : \__ Copy 1. MINNOVA INC., VANCOUVER, B.C.

Attn: G.WELLS/ J.D.KAPUSTA 2. HINNOVA INC., CHEMAINUS, B.C, }

He hereby certify the following Geochemical Analysis of 30 CORE samples
submitted JAN-06-90 by J.D.KAPUSTA,

Sample cu PR Zn AG  AU-FIRE
hNumber PFM FFM FPM FPM PFE
s O T B T e T T T T T T e T o o B o T T T T O T v T s it
559 30 22 103 20
13560 535 13 25 0.7 1
13561 is 11 59 0.5 1
13562 11 o &7 0.7 18
13563 10 e 7 0.6 20 e,
13564 230 13 &70 1.0 18
13565 18 14 83 0.8 16
13564 294 17 26 0.9 24
13567 410 21 157 1.4 14
13548 515 20 i41 1.3 12
13549 1850 17 118 .5 22
13570 211 22 93 1.0 7
13571 a9 10 &0 0.5 2
13572 451 18 121 1.1 21
13573 120 110 117 1.2 26
13574 500 20 148 t 8 31
sy 565 23 144 1.8 26
13576 B35 2 111 Y7 25
13577 407 i9 127 1.4 18
13578 245 23 28 1.3 14
13579 309 13 93 1.2 2
13580 4150 9 54 1.4 40
17581 9% 12 51 0.8 1
13582 24 5 56 0.7 13
3583 128 3 55 0.4 1
13584 49 28 59 0.9 19
ISSES 580 20 T 1.4 20
A5E4 298 2 % 1.0 2
*”*8? 36 14 3 0.8 1
13588 21 iz 183 1.2 i

Certified by W

—EN LABORATORIES




MlN VANCOUVER OFFICE:
i 705 WEST 15TH STREET
® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

I' o o - TELEX: VIA U.S.A. 7601067 » FAX (604) 980-9621
AB RAT RIES ) TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS i s R
CHEMISTS « ASSAYERS ¢ ANALYSTS « GEOCHEMISTS TELEPHC')NE: (705) 264-9996
5 e o e S & o = I ﬁrnal e is Certificaste OV-0006-RG2

E‘"*ff"'c-:wn}:wem.y: Wl e T e JAoresa
Project: LARA 242 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: G.HELLS, I, D KARUSTA 2. MINNDYA IHC., CHERAINUS, B.C,

He hereby certify the following Geochemical Analysis of 4 CORE samples
submitted JAN-06-90 by J.D.KAPUSTA,

e ‘ U FE v AG  AL-F

IRE
Mumber PR FEH FEM PFM FFE
7& S 191 1.3 18
5 id 5 0.6 i
12 iz bl L
1E 22 ] 3.8 s

e ot i s e S s b et ] v 1 S S e o kS S e e b et 155 i o bk i o it i S b o Lo S e S S A4 o S i 1 Lk e i et S . s e e e S e S o S e e e s i i o o e e o e i it St iy e e ot e e

- vah ey

Certified by

MIN-EN LABORATORIES



COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: OV-0006-RJ3
DATE: JAN-10-90

ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM * (ACT:F31)
SAMPLE AG AS BA cu PB S8 N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
13591 1.2 22 133 75 27 2 70 10
i
ok
J
Lk JAN 1o lssu
Ans 7
Beevpyrere eyt TTRET Reg




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0006-RL3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: JAN-10-90
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM * (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 SI02 T102 S TOT(%)

NUMBER % % % % % % % % % % % %
13591 13.36 .135 .46 7.66 in 4.10 .10 .90 .35  62.64 .31 5.72 93.13
i iy
‘\JAN i 6 "i’::’ ]
i
i
nsd * i




MIN 2 : VANCOUVER OFFICE:
- ™ & .y o 0BWEST 15TH STREET
EN i Eiet? YORTH VANCOUVER, BC. CANADA V7M 1T2

TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 « FAX (604) 980-9621

1% 1990 TIMMINS OFFICE:

LABORATORIES

SPECIALISTS IN MINERAL ENVIRONMENTS %%M gBOSNTTARIO CANADA P4N 7G7
: TELERHONE: (705) 264-9996

.
..,AA“".

)

""" 0V-0010-RG1
v: MINNOVA INC. - - L ' Date: JAN-11-90
Project: LARD 247 Copy i. NINNOVA INC., YANCOUVER, B.C.

Attn: b.WELL/J.KAPUSTA

He hereby certify the following Geochemical Analysis of 24 ROCK samples
submitted JAN-08-90 by J,KAPUSTA.

Sample cu FE M AE  AU-FIRE BA
Number FFH i St FF FHE FEM
18 ?7 1.0 40
158 448 1,0 507
28 g2 B A
T G& 0,8 2
T S 0.9 8 -
13 24 19 114 0.8 12 1510
i3 i6 1& 70 0. & i QA0
I 10 7 oe 0.4 2 1610
1 510 i 44 0,9 1
1s g3 14 bty 0.9 &
198 10 Ly4 Ot 18
BRA 161 : (s 5 0.9
156549 a5 14 St Tt 22
12440 422 27 44 1u2 &
13641 20 14 36 1.0 i
1EAH42 9 il 10 0.4 i
13443 > 18 a7 1,0 2
13644 3 g 27 0.5 %
15645 8 4 20 0.5 e
15446 4 Z 7 D4 2
13447 77 8 1 0.4 1
1E648 74 17 A2 P
15649 ilo i1 105 Vel 2
134650 4 i) 23 o z

Certified by

MéﬁzéN LABORATORIES



MlN VANCOUVER OFFICE:
705 WEST 15TH STREET
.- EN IORTH VANCOUVER, BC. CANADA V7M 172
o . TELEPHONE (604) 980-5814 OR (604) 988-4524

®
LABORAT E ) ) 2 TELEX: VIA US.A. 7601067 « FAX (604) 980-9621
ORIES B T \ TIMMINS OFFICE:

| 33 EAST IROQUOIS ROAD
\P.O. BOX 867

&

L
SPECIALISTS IN MINERAL ENVIRONMENTS:~ 4
GHEMISTS - ASSAYERS » ANALYSTS » GEOGH ISTSPQ %Nl“é’yféﬂgmso) ggﬂ‘;‘gge EAN7GT
W

W ‘% OV-0020-RA1

Gsazt Lertidificazdte

Date: JAN-11-S0

Company ; MINNOVA INC,
VANCOUVER, B.C.

Project: LARA 242
Attn: G.WELLS/3.D.KAPUSTA

He hereby certify the following Assay of 1 ROCK samples
submitted JAN-10-90 by J.D.KAPUSTA,

Sample cu PE N AG AG Al AU BA -
Number % . % G/TONNE 0Z/TON G/TONNE  DZ/TON "
13690 o . 2a2 14 2.57 15,2 .44 .18 . 005 .27

Certified by W

MII\%I LABORATORIES




MIN VANCOUVER OFFICE:
; 705 WEST 16TH STREET
e EN UORTH VANCOUVER, BC. CANADA V7M 1T2

JTELEPHONE (804) 980-5814 OR (604) 988-4524
LABORATORIES - : . WJELEX:YIA USA. 7601067 » FAX (604) 980-9621
. & TIMMINS OFFICE:
33 EAST ROQUOIS ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS o Box%

CHEMISTS = ASSAYERS « ANALYSTS « GEOCHEMISTS i Qb RITARIO SANADA RN T@r

\ \ ) ELEPHONE: (705) 264-9996
\ JP\“ 16 ’

SGesay Certificaste

0V-0020-RA2

T e
.t e

o Date:; JAN-12-90
=Eony 1. MINNOVA INC., VANCOUVER, B.C.

Company s MIENNOVA TNC. o = o R et 2
Project: LARA 242

Attn: G.WELLG/J.D. KAPUSTA

He hér‘eby certify the following Aséay of 3 ROCK samples
submitted JAN-10-90 by J.D.KAPUSTA.

Sample - L0o1
Mumber %
15604 4,20
13694 2,10
13696 4,10

e e e o v 1 s 1242 S04 44 e e S, SR R . 588 RS B S0 40 e g o e St S 1515 S 4 e it S 1 S S8 YR 454 488 AR S0 S s IS e 4SS S 5 SR SEY 1R SO S S e $0 A 48 S S T SR i et e S e 1594 545 9 S S st 1 R e SR S R S, St s e S s i Y S

Certified by

4

MIN-EN LABORATORIES




COMP: MINNOVA INC.
PROJ: LARA 242

ATTN: G.WELL/J.KAPUSTA

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

(604)980-5814 OR (604)988-4524

* TYPE ROCK GEOCHEM *

C g e o

DATE:

EO-RJZG
fAN-12-90

(ACT:F31)

»

SAMPLE AG AS BA cu PB SB N AU a 18 ;

NUMBER PPM PPM PPM PPM PPM PPM PPM PPBJAN 16180
13631 1.0 20 76 390 38 5 104 10 i
17101 .6 1 63 13 16 1 18 5 {
17102 .5 6 67 10 20 1 30 5 o i
17103 1.2 3 34 52 26 2 101 5

17104 .5 12 39 15 18 1 38 “75

17105 1.2 7 54 14 28 1 84 5

17106 .6 3 73 18 21 1 34 10

17107 7 7 57 7 25 1 45 5

17108 4 2 76 8 18 1 25 5

17109 1.1 6 37 45 28 1 85 5

17110 .6 1 113 47 16 1 127 20

17111 .5 1 64 10 20 1 76 5

17112 4 1 59 3 13 1 14 5

17113 1.4 14 27 69 33 1 87 5

17114 3 2 79 6 17 1 37 5

17115 .6 4 62 8 24 1 96 5

17116 1.8 91 9 52 37 7 123 5

17117 4 4 64 17 19 1 55 5

17118 .7 1 63 " 20 1 54 10

17151 1.4 1 156 116 44 5 17 5 —

17152 .5 1 81 8 28 1 12 5

17153 4 1 194 4 16 1 5 5

17154 .6 1 135 13 20 1 19 5

17155 1.4 7 16 150 32 4 98 10

17156 1.5 5 72 114 36 3 135 5

17157 .8 8 324 204 28 1 30 35

17158 A 1 69 5 17 1 6 5

17159 1.2 1 17 218 28 4 89 5

17160 .7 1 209 71 2 1 44 5

17161 1.2 1 53 704 32 6 89 5

17162 .8 1 58 132 22 1 51 5

17163 .9 1 297 136 14 3 67 5

17164 .2 1 132 5 13 1 38 5

17200 .6 1 159 79 17 1 167 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0010-RL2+3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1712 DATE: JAN-12-90
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 sio2 T102 S TOT(%)

NUMBER % % % % % % % % % % % %

13631 13.40 .105 .64 6.92 2.85 6.11 17 1.99 .38 60.96 .38 2.45  96.36
17101 12.61 .080 3.21 1.66 3.40 1.16 .08 .87 .36 70.33 .15 A1 94,02
17102 14.41 .090 2.81 2.71 3.35 1.43 -1 1.27 37 67.75 .23 .93 95.45
17103 14.76 .050 9.22 8.91 3.33 4.05 .29 .99 hb 42.16 .65 .16 85.01
17104 12.63 .045 2.52 2.51 3.23 .82 .07 1.7 .36 71.08 .20 .04 95.22
17105 16.51 .050 8.07 7.98 2.65 2.62 .24 3.78 .42 48.05 .85 .02 91.23
17106 12.58 .095 2.89 2.7 3.32 1.36 .14 .72 37 69.97 .21 1.05 95.40
17107 11.89 .070 5.64 2.38 3.06 2.52 .18 77 .39 63.74 .14 39 9.7
17108 13.94 .090 1.23 2.67 2.87 .80 .05 1.24 34 72.47 .24 1.26  97.17
17109 15.93 .050 7.90 7.87 2.93 2.67 .23 2.24 41 49.13 .61 43 90.41
17110 12.38 .165 1.32 2.n 3.32 .75 .06 74 36 73.91 .22 1.67 97.62
17111 15.76 .065 1.90 3.45 2.97 1.15 .08 1.55 .36 67.49 .40 120 95.31
17112 12.91 .080 .30 2.90 3.13 .34 .04 .78 .35 76.02 .13 A7 97.16
17113 15.53 .025  10.72 8.80 2.64 3.18 .21 1.76 44 42.70 .68 .10 86.79
17114 13.49 .065 1.98 2.1 2.39 1.77 .04 2.74 .34 71.83 17 .10 97.04
17115 15.63 .100 1.69 3.7 2.85 1.14 .08 1.72 .36 68.25 .40 .18 96.10
17116 15.55 .005 8.96 9.52 2.16 4.96 .24 4.43 45 43.25 .70 .13 90.36
17117 11.76 .080 2.97 2.27 3.1 1.56 .1 .73 37 70.94 .18 b 94,22
17118 13.10 .090 3.41 2.76 3.15 1.75 .13 .84 .38 67.74 .22 .18 93.76
17151 15.96 .120 .87 _8.78 2.44 7.30 .22 3.41 .38 53.63 - -1 -2.70 96.42
17152 13.13 .080 2.01 .75 2.73 .60 .02 3.85 34 72.84 .23 14 96.72
17153 13.40 75 1.43 1.17 3.28 1.96 .03 2.92 36 72.73 .22 .15 97.81
17154 14.19 . 145 .46 2.77 3.54 2.82 .04 .69 35 71.01 .33 1.12  97.46
17155 14.35 .005 10.15 11.59 2.15 5.89 .25 1.31 46 45.65 1.82 150 93,77
17156 15.89 .065 3.59 11.00 2.59 7.37 .26 2.31% .43 48.40 1.21 2.68 95.81
17157 14.45 .355 2.58 4.72 3.27 1.96 .05 1.52 37 66.84 .35 2.85 99.32
17158 12.33 .080 2.47 .61 2.65 .49 .02 4.49 36 73.25 .21 .10 97.06
17159 14.24 .015 3.13  10.63 2.20 7.08 .30 2.38 .41 54.37 .59 1.38 96.72
17160 12.36 .075 1.64 3.43 3.15 3.02 1 2.92 .37 65.89 .33 .03 95.32
17161 13.81 .065 2.24 11.88 2.38 8.37 .26 1.22 .41 51.88 .58 2.87  95.97
17162 15.08 .050 2.18 8.87 2.28 4.47 12 3.77 .31 56.28 .48 3.32 97.22
17163 16.72 .080 4.89 9.85 2.18 5.83 .19 3.35 37 49.46 .67 1.66 95.26
17164 13.35 .065 3.06 7.00 2.7 1.01 .07 2.58 .28  65.31 .18 .01 95.63
17200 12.09 .10 5.55 6.31 2.59 3.2 .29 .62 .36 59.92 .45 .95 92.45




COMP: MINNOVA INC.

MIN-EN LABS — ICP REPORT FILE NO: 0V-0020-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: JAN-12-90
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 sio2 Ti02 S TOT(¥%)

NUMBER % % % % % % % % % % % %

13684 17.44 .130 2.52 3.63 4.12 1.44 .05 .72 31 64.01 .35 1.89 96.60
13694 13.92 .045 9.10 9.06 2.83 4.42 A7 1.99 42 46.66 1.15 95 90.72
13696 12.81 .120 5.21 3.20 3.37 .82 .07 2.26 .33 66.78 .27 1.66 96.90




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0020-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: JAN-12-90
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM *  (ACT:F31)
SAMPLE AG AS BA cu P8 s8 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
13684 1.2 23 94 14 20 1 53 10
13694 1.8 15 67 128 31 2 138 20
13696 1.0 14 192 10 16 1 13 10




MIN .7 VANCOUVER OFFICE:
. _#" X705 WEST 15TH STREET
*EN N % WORTH VANCOUVER, BC. CANADA V7M 1T2
? "; \\ TTELEPHONE (604) 980-58 14 OR (604) 988-4524

LABOR ATOR'ES - Q%&*‘ﬂ EA % TELEX: VIA USA. 780106'?' « FAX (804) 980-9621

i’ﬁ' R c& S‘I)‘( IROQUOIS ROAD
SPECIALISTS IN MINERAL ENVIRONME i e
CHEMISTS « ASSAYERS » ANALYSTS » GEOCHE TS da‘e’ ’SET{‘T%‘E,O, SQI‘_’;BQS R |
‘“ - 2d |
Sy CertiFi cat% > L 0V-0010-RA1

Date: JAN-12-90

Company: MINNOVA INC,
DAy 1. MINNDVA INC., VANCOUVER, B.C.

Project: LARA 242
Attn: B.WELL/J.KAPUSTA

He héreby certify the following Assay of 30 ROCKE sgamples
submitted JAN-08-90 by J.KAPUSTA,.

Dample ; LOo1
Number i
ve——— o S ——— —
17101 5.00
17102 4,80
17103 14,10
17104 3.85 = L -
171&5 .00
17104 4,70
17107 8.20
17108 g
17109 9,10
L o)
L7y o
17412 e
B e 12. 60
17114 ;95
i B i )
17114 .20
1Zdde 5. 00
17118 B 1)
17151 b 6
I 204
17153 L )
17154 2.90
i ik
Y7185 e B0
i B s
17508 Lo o
1158 4, &0
17160 4,00
17141 5.80

Certified by

é%?&—EN LABORATORIES



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET

® EN ]:Igi-ﬁgHH\éﬁ\l\l}lC(OUVER. B.C. CAI\é)ADA V7M 1T2
PHONE (604) 980-5814 OR (604) 988-
|_ A BOR ATOR'E s . TELEX: VIA USA. }7601067 « FAX l(604)) %%%-‘égzzﬁ
TIMMINS OFFICE:
gaoegg; lgg’oums ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS it
CHEMISTS » ASSAYERS » ANALYSTS « GEOCHEMISTS ;E‘f_hégdﬁégg-ré%g ggﬁggg@ PaN7G7
Brssay LCertificate OV-0010-RA2
Company: MINNOVA INC. Date: JAN-12-90
Project: LARA 242 Copy 1. HINNOVA INC., VANCOUVER, B.C.
Attn: G.WELL/J.KAPUSTA

He hereby certify the following Assay of 4 ROCK samples
submitted JAN-08-90 by J.KAPUSTA,

Sample LO1
Number 74
17162 500
17163 5. 30
17164 3570
17200 75 a0

Certified by M

N EN LABORATORIES




i
LABORATORIES WP

SPECIALISTS IN MINERAL ENVIRO |

ENTAN 3© o

CHEMISTS « ASSAYERS « ANALYSTS « GEOCHEMISTS

' VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (804) 980-5814 OR (604) 988-4524
TELEX: VIA U.SA. 7601067 * FAX (604) 980-9621

TIMMINS
0. BOX 867

OFFICE:
33 EAST IROQUOIS ROAD

MMINS, ONTARIO CANADA P4N 7G7
LEPHONE: (705) 264-9996

Ceopohemicald Ansl yszs fge»t: f'.z 0V-0020-RG1
G
Company: MINNOVA INC, Date: JAN-12-390

LARA 242
G.WELLS/J.D. KAPUSTA

Project:
Attn:

Copy 1. HINNOVA INC.,

VAHCOUVER, B.C.

He hereby certify the following Geochemical Analysis of 23 ROCK samples

submitted JAN-10-90 by J.D.KAPUSTA,

Sample cu FE N AG AU-FIRE EA
Number FEM FPM FEM FRM FFE FPM
17 9 27 0,3 101
3 11 420 0.6 414
4 & 38 0.4 15
100 59 184 49
15 8 74 07 159 —
13681 14 27 30 0.8 29
13682 148 215 &85 2.9 3
13683 14 g 53 0.3 12
12685 &4 415 490 3.5 211 2500
13686 17 58 84 1.3 30 3420
13687 128 T 119 P 16 2800
13688 12 %30 935 1.5 26 2700
13689 92 180 1280 0.9 9 2850
13691 152 134 475 1.3 11 1800
134692 &4 70 198 0.7 14
13693 11 8 43 0.2 2
13695 9 19 15 0.4 16
13697 9 14 8 0.8 14
13698 13 12 48 0.8 19
13597 15 11 32 0.4 141 S00
13598 13 12 18 0.5 2 1050
15599 410 10 A400 o 116 1700
13600 3 16 95 ek 2 810

Certified by M
MT

EN LABORATORIES




e G- ODToh - ' Z c04 681 3368 MINHNOUE INC B.C.
MlN L lalh LA IV R EST R IR I I LW S
. 705 WLG1 15TH STREET
» EN

?.;.I'L}H!ﬁ VANCOUVER BC CA?’)AHDJZO\;?HéLTQ
ELEPHONE (B04) B80-5814 { G H88.4524
LABORATORIES iR

Tele X VIA LLS.A 7601067 » FAX (604! 2A0-062)

as

TIMMING OFFICE:
33 EAST IROQUOIS ROAD
FOBOY HET?
SPECIALISTS (N MINERAL ENVIRONMENTS TIMMING, ONTARID CANADA 4N 7G7
CHERISTE « AGGAYCNE = ANALYS 1S » GLLCHLMIG 4

1L EPRONE: {700) 264-00606

bssay Certificate T OvV-00] 0-RAZ
Company: MINNOVAE INC. T T T pate: JAN-12-90
Project: LABRA 247 Copy 1. PINNOVA INC., VANCOUVER, B.C.
Abttn; G WGLL 2T YerusTa

He hereby certify the following Assay of

4 ROCK zamples
submitted JAN-Q8-90 hy J,KAPUSTA,

Sample .01
Nairser Y
17142 =.00
{71642 B e 50
LS16s 37
170K PR = -

Certified by [

mfﬁiﬁw LABORATORIES




COMP: MINNOVA INC. MIN=-EN LABS — ICP REPORT FILE NO: OV-0139-RJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: FEB-27-90
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM *  (ACT:F31)

SAMPLE AG AS BA cu PB sB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

13699 1.6 70 105 13 12 1 38 5

13700 o) o 2.0 150 533 41 38 2 170 65

17119 E 3.2 76 320 18 40 2 86 75

17120 1.6 12 156 14 4 1 28 5

17121 ) 1.7 12 149 465 16 3 122 5

17122 1.2 9 185 2% 8 1 51 5

17123 2.0 1 85 776 15 6 113 5

17124 \ 044 1.7 1 84 129 20 4 70 5

17125 1.8 1 584 109 6 5 117 5

17137 1.2 10 233 12 2 1 51 5

17138 2.9 54 203 238 43 14 116 15

17139 1.2 7 119 30 2 1 31 5

17140 1.6 7 111 170 16 1 119 5

17141 1.6 1 107 15 6 3 83 5

17142 | g7 5 1.2 9 113 8 4 1 % 5

17143 (N T 2.1 1 28 306 15 5 95 5

17144 i3 1 411 314 18 4 110 5

17145 2.0 26 =451 110 é 13 203 10 -

17146 1.7 15 1018 24 4 1 64 5

LT 4.5 23 298 338 540 1 1159 125

17148 i i 2.1 12 768 10 18 1 30 5

17149 1.7 4 101 13 10 1 24 5

17150 (58 2.3 5 79 50 22 5 91 5 IS

17165 1.6 7 49 31 14 1 71 5
,_#_ng&%‘l{’_ii?,ﬁ | 12 4 78 7 18 1 62 5

17167 1.5 3 75 13 14 1 31 5

17168 & ppi 119 .4 1 31 49 28 6 91 5

17169 4.0 13 63 65 30 6 88 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0139-RL1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: FEB-27-90
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM *  (ACT:FIRE)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 P205 s102 TI02 S TOT(%)

NUMBER % % X % % % % % % % % %

13699 | 00 15.93  .100 2.22 2.78 3.92 1.50 A3 2.60 A7 65.38 .24 .04 95.02
13700 )°° | 15.04  .170  2.48  4.82 3.6 2.9 .15 1.7 .21 61.65 .37 .92 9417
17119 16.25  .640  3.27 3.80 2.55  1.38 03 3.7 .18 63.09 .30 1.85 97.08
17120‘\{%N * 15.64  .055  3.13  3.94 3.08 1.76 .07 _ 2.95 02 62.44 .36 .02 93.49
17121 1%.92 165 90 7.53  1.97  6.06 A7 1.2 A7 59.75 41 2.64 95.90
17122 16.20  .190 31 406 2.64  4.27 0 2.16 .01 65.21 .37 1.37  96.88
17123 15.63  .030 2.62 12.03 .01 7.80 30 2.26 .33 51.19 .61 2,50 95.30
17124 17.07  .025 3.46  9.42 A7 6.26 .22 3.08 .22 51.83 .66 .16 92.58
17125 17.11  .060  4.00  9.32 .01 6.25 346 4.18 .07 50.55 .65 42 92.94
17137 15.71  .090 2.22 3.20 2.72 2.06 .11 3.17 .01 64.96 27 11 9464
17138 14.68  .230 1.17  3.47  4.47  1.78 06 .04 .01 68.97 .29 1.68 96.85
17139 16.56  .100 2.35 2.77 3.42  1.64 .07 3.06 .06  64.85 .34 .18 95.39
17140 14.89  .120 .53 4.89  2.30  3.58 A3 2.46 .29 65.60 .29 1.70 96.78
17141 14.96  .125  2.35  4.38  1.38  6.62 A7 2.12 .03 61.55 .35 49 94.51
17142 15.32 .10 .22 3.74  2.29  3.50 .08 2.75 .01 67.33 27 1,02 96.63
17143 15.72  .020 2.96 11.21 .01 7.97 .26 2.06 .03 52.17 .64 1.68  94.73
17144 16.77 115 2.64  9.12 47 7.10 .29 3.09 .12 52.63 .62 1.30  94.27
17145 16.24 075 3.29 _Z.79 1.79 4,66 24 2,49 06 49,58 . 58 . ,59 87.38
17146 14.22 .75 2.39  2.45  1.67  1.47 .12  2.86 .01 69.50 .22 .27 95.33
17147 \[\qp \ 13.09  .440 1.58  4.85 3.94  1.38 .04 .25 .01  68.72 .25 2.90  97.44
17148 :3 16.27 .75  2.90 3.14  1.89  1.85 .05 3.77 .01 64.32 .35 .76 95.46
17149 14,71 040 1.97 3.51 2,70  1.49 07 3,13 .01 66.72 35 11 94.79
17150 16.23  .040 8.70 9.93 1.22  4.88 22 2.99 .52 45.76 65 1.52  92.66
17165 17.86  .045  7.29 10.51 .25 2.20 21 2.56 .27 49.10  1.00 37 91.67
17166 16.09  .095 3.40 3.49  1.37  1.29 .08 2.18 .19 65.56 .40 24 94.39
17167 14.55  .095 1.70 2.41  2.74 9% .06 .76 01 72.37 .2 .19 96.04
17168 18.29  .035 10.87 9.68 1.49  4.25 .25  2.88 .28 48.47 .76 A3 97.37
17169 14.80  .050 8.40 9.08 1.36  4.58 22 2.04 13 48.9% .60 A7 90.38




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

*EN T
TELEPHONE (604) 980-58 14 OR (604) 988-4524
L - TELEX: VIA U.S.A. 7601067 « FAX (604) 980-9621
ABORATORIES TIMMINS OFFICE:
33 EAST IROQUOQIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS ezt

TIMMINS, ONTARIO CANADA P4N 7G7
CHEMISTS - ASSAYERS » ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-9996

gaassy LCertididficastse O0V-0139-RAl
fompany:  MINNOVA INC. ' Date: FEB-27-90
Project: 242 LARA Copy 1. NINNOVA IHC., VANCOUVER, B.C.
Attn: G.WELLS/J. KAPUSTA 2. MINNDVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 24 ROCK samples
submitted FEB-24-90 by P.BAXTER,

Samplie L0I
HNumber v

Certified by

(g%g—EN LABORATORIES




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET

s NORTH VANCOUVER, B.C. CANADA V7M 1T2

R Y TELEPHONE (604) 980-58 14 OR (604) 988-4524

*EN
LABOR ATORIES - TELEX: VIA USA. 7601067 * FAX (504) 980-9621
TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS PR B0 Bl
CHEMISTS « ASSAYERS » ANALYSTS » GEOCHEMISTS e e
Sesssy Seprdificaste OV-0139-RAX
Cospany: MINNOVA INC, : bate: FEB-27-90
Project: 42 LARA Copy 1. HINNOVA INC., VANCOUVER, B.C.
Attn: G.WELLS/J.KAPUST 2. MINNDVA INC., CHEMAINLS, B.C.

He hereby certify the following Assay of 4 ROCK samples
submitted FEB-24-90 by P,BAXTER,

Sample LOI

Number 7

'“1?155-'w'ﬂunu" Fi ””""4,90

17167 PRI D)

17168 Dl

171569 g].80
= -

Certified by

MYW~EN LABORATORIES




N ' |
LABORATORIES Wl

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS » GEOCHEMISTS

e

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (804) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 o FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

Geogohemiical Apasfyvsds Certsidicst

e e

0V-0160-RG1

Company:  MINNOVA INC,
Project: LARA 24Z
Attn: G.HWELLS/J. EAFUSTA

He hereby certify the following Geochemical Analysis of 25 CORE samples

Copy 1.

submitted MAR-02-90 by PAUL BAXTER,

HINNDVA INC., VANCOUVER, B.C.
2. HINNOVA INC., CHEMAINUS, B.C.

Jate: MAR-09-90

Sample cu B N 2 )
Numher FEM FEM FEM BEM
b e e e e e e e S N L e e e ek Y T T, I A o B R D I

BCD1Z701 138 10 129 0.9 =

BCD13702 i5 19 89 a7 5

BCDiZ703 18 12 154 14 5

BCD13704 14 15 90 0.9 =

BCD1Z705 27 o 32 1.0 5 o

BCD13706 29 19 54 1.2 5
BCD13707 48 15 &7 1.3 5
BCD13708 51 9 42 0.7 5
BCD 13708 9 22 59 0.9 10
BCD13710 4 3 43 0.7 5
cpiz711 [ VHE5-75 4 g 74 P 5
=3 ; 29 0.8 5
370 17 52 1.1 15
1573 14 52 1.0 5
37 17 56 .9 5
BCD1T714 17 24 76 1.1 20
RCD1Z717 49 40 62 2.0 a5
BCD1Z718 325 15 53 1.6 35

' : : 21.0 13

Certified by

145 79 255 1,9 &0

320 52 720 2.3 250

b4 22 73 0.9 =

DOH 156 75 28 159 1.2 10
b6 27 178 1.3 5

7 A

-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0160-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/03/09
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 s102 Ti02 S TOT(%)
NUMBER % % % % % % % % % % % % %
BCD13718 13.44 175 1.20 2.89 5.03 1.29 .04 .07 10 73.36 .27 1.00 98.88

ODH 8533




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: 0V-0160-RJ2

DATE: 90/03/09

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ¥ (ACT:F31)
SAMPLE AG AS BA cu PB B N
NUMBER PPM PPM PPM PPM PPM PPM PPM
BCD13718 1.4 14 125 312 16 1 66




VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

nfsample

SPECIALISTS IN MINERAL ENVIRONMENTS B —
CHEMISTS = ASSAYERS ¢ ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
i e g ke (Tremepn gt FOF o o e 0V-0160-RA1
L‘maany’ . . . . e MAR-O9- 90
Projects L:C;Ria - . . - Capg i mwn*'ﬂ INC., VANCOUVER, B.C.
Attn: £, w&u.s*a KARLSTA . - . HINNDVA INC., CHEMAINUS, B.C.

He bereby certify the following Assay of 1 CORE samples
submitted MAR-02-90 by PAUL BAXTER,

Mumber

e ek b e

CECDIZ7IE §6-73

Certified by %/é

MIN-EN LABORATORIES




705 WEST 15TH STREET

MIN VANCOUVER OFFICE:
] NORTH VANCOUVER, BC. CANADA V7M 1T2

TELEPHONE (604) 980-5814 OR (604) 988-4524

2"“” ’gzi TELEX: VIA US.A. 7601067 « FAX (804) 980-9621
Ww LABORATORIES -' TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS LOREORa L
CHEMISTS + ASSAYERS « ANALYSTS » GEOCHEMISTS ¥y_gyfoﬁgwrg5o) gg‘i 3335 panTar
[— e gy CertiFfioste 0V-0160-RA1l
Company: MINNOVA INC, Date: MAR-09-90
Project: LARA 247 Copy 1. HINNOVA INC., VANCOUVER, B.C.
Attn: G.WELLS/J.KAFUSTA 2. WINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 1 CORE samples
submitted MAR-02-90 by PAUL BAXTER.

Sample . LOI
Mumber %

s A T ST

ECD13718 85*?3

Certified by %/é

MIN-EN LABORATORIES




705 WEST 156TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

*EN
5".‘-‘\\ /-‘-i L ABOR ATOR'ES TELEX: VIA US.A. 7601067 = FAX (604) 980-9621

l MIN VANCOUVER OFFICE:

hJ TIMMINS OFFICE:
S\ 33 EAST IROQUOIS ROAD
‘b} SPECIALISTS IN MINERAL ENVIRONMENTS ?i%nﬁﬂg ?:?NTTAREO CANADA P4N 7G7
CHEMISTS - ASSAYERS = ANALYSTS + GEOCHEMISTS TELEPHONE: (705) 264-9996
r Geochemical &naelysis Certificaste 0V-0159-RG1
Comany:  MINNOVA INC. Date: MAR-09-90
Project: LARA 242 Copy 1. MINHOVA INC., VANCDUVER, B.L.

fttn: G.WELLS/]. KAPUSTA 2. MWINHOVA INC., CHEMARINUS, B.C.

He hereby certify the following Geochemical Analysis of 13 CORE samples
submitted MAR-02-90 by PAUL BAXTER.,

Sample m Bl TN AG  AU-WET BA

Number FRM PRM FEM FEM FRE FEN
e tem A T T T T e e = T L I TR T e T Seirl st . b —
ECD13453 122 19 78 1.1 5
BCD13654 a6 24 56 0.9 10
BCD13655 (87150 g2 19 &8 0.8 5
ECD1 3656 115 175 840) 1.4 5
CD13657 pare i T A 5 GO0
BCD13458 84 9 8 0.5 5
ECD13659 41 10 41 0. 5
ECD136460 &9 9 34 0.7 :
RCD13461 132 7 49 0.8 5
BCD13662 P 820D =g 12 %8 1.3 5
CD13663 5 9 113 1,2 10
4CD1 3664 44 10 112 0.7 5
BCD13665 7 17 77 1.1 5

Certified by ﬂﬁggg;k;;%ké%@(f{/

~EN LABORATORIES i




MlN VANCOUVER OFFICE:
705 WEST 15TH STREET
® EN NORTH VANGOUVER, B.C. GANADA V7M 1T2
TELEPHONE (604) S80-5814 OR (604) 988-4524

TELEX: VIA U.S.A. 7601067 = FAX (604) 980-9621
LABORATORIES - TeER USRS

33 EAST IROQUOIS ROAD

P.O. BOX 867

SPECIALISTS IN MINERAL ENVIRONMENTS TIMMINS. ONTARIO GANADA P4N 7G7
CHEMISTS - ASSAYERS ¢ ANALYSTS « GEOCHEMISTS TELEPHéNEZ (705) 264-9996
l— Géo«:hg Z-C:étl Qna,g s F s .‘.'.‘.‘gr ¥ i&oate 0V-0245-RG1
Copany:  MINNOVA INC, - L ' Date: MAR-29-90
Project: LARA 242 : Copy 1. HINMDVA INC.. VANCOUVER, B.LC.

Attn: G.WELLS/J. KAFUSTA 2, MINNDVA INC,, CHEMAINUS, B.C,

He hereby certify the following Geochemical Analysis of 14 CORE samples
submitted MAR-02-90 by PAUL BAXTER,

s . s N AG  AU-FIRE B4

Number PP PFM PFM PPHM PFB PPM
13666 34 50 47 0.9 273 920
13667 35 35 67 0.8 55 780
13668 ( | L4 33 48 83 1.4 27 1300
13669 45 k; & 0.9 15 1220
13670 s 32 2130 0.6 59 1260
13671 12 18 92 0.9 23 1420
13672 7 18 995 65 2720 1.1 55 1100
13673 372 45 125 1.2 42 1340
13674 11 23 39 0.7 18 1080
13675 16 55 77 {.0 2 780
5726\ 749 38 28 &7 0.7 37 1020
13727 15 39 68 0.5 30 1040
13728 7 18 75 5a 19 1460
13729 99 7 50 109 1.4 37 760

Certified by %%’

N EN LABORATORIES




COMP: MINNOVA INC.

PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 0V-0245-RL2
DATE: 90/03/29

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NAZ20 P205 Ssio2 TI102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16876 10 ) 13.68  .395 74 1.90  3.85  1.40 .04 .20 A7 73.88 .15 91 97.31
16877 g 14 .03 . 195 .81 2.67 2.91 1.38 .05 .19 .09 73.57 .18 1.27 97.33

T 16878 Ut | 17.56  .150  1.39 _ 8.50 _ 1.91 _ 7.80 .33 1.97 .27 52.37 66 2.67 95.57 |

C|esro _®8 | 1531 115 1.91  2.97  1.70 .75 .03 3.35 .19 6B.69 .24 2.22 97.46
16880 ) ot §7 14.72 .220 .83 2.75 2.21 2.79 .06 .98 .12 70.94 i B 1.04 96.87 |
16881 & ° ' 9% 14.73 __ .240 .28 1.35  3.36  3.03 .06 .22 .18 72.99 .20 .28 96.92
17170 [b& 14.74  .055 12.52  9.13 .59  4.41 .27 1.58 .24 40.36 .69 .55 85.13 |

17171 bl 172,31 . .08% 3.46 _3.00 2,56 1.02 .05 259 .19 64,17 .22 .01 94.43 |

AN A 17.56  .035  7.31 10.27 .01 5.25 19 4.66 .30 45.18 .80  4.39  95.94 |
773 ) 16.23  .425 64 3.67  2.54  4.84 A2 1.7 28 64.40 37 1.26  96.49
171764 S 183 | 13.22 180 .60  2.66  1.09  4.49 1 2.37 .23 70.84 .21 67 96.65 |
17175 192 15.35 140 1.1 2.99 2.35 2.46 .08 2.47 .15 68.12 .34 1.18 96.74




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0245-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/03/29
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16876 .6 55 455 93 19 1 207 35

16877 .8 24 144 5 21 1 22 20

16878 1.6 14 182 273 12 2 219 5

16879 3 13 237 15 22 1 3 240

16880 1.0 22 209 7 22 1 29 7000

16881 3 16 217 5 19 1 47 340

17170 1.4 48 82 134 29 6 68 40

17171 . 15 118 3 24 1 39 25

17172 1.6 2 130 220 10 1 65 35

17173 .9 16 396 18 24 1 102 35

17174 .8 4 188 5 19 1 52 15

17175 .2 17 214 89 24 1 64 15




NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (804) 980-5814 OR (604) 988-4524

"\ / |_ ABOR ATORIES - TELEX: VIA U.S.A. 7601067 » FAX (604) 980-9621

VA s
] ( MIN LSl il
ﬁ

(R TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS G D TERIC BAALA A
CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
Sy CerdtidFicocaste 0V-0245-RA1
Company:  MINNOVA INC. Date: MAR-29-90
Project: LARA 2472 Copy 1., MINNDYE INC., VANCOUVER, B.C.
Attn: G.WELLS/J. KAFUSTA 2, WINNOVR INC,, CHEMAINUS, B.L.

He bhereby certify the following Assay of 12 ROCK samples
submitted MAR-22-90 by PAUL BAXTER,

SGample Al Al L0l

Number o/tonne oz /ton 74

168748

16877

16878

146879

16880 s b F )T -

&HBBC b= o4 Qe V
00
- &l

Certified by /

o

MEN LABORATORIES

.



VANCOQUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 172

TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 « FAX (604) 980-9621
LABORATORIES {lB e
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS it s L A —
CHEMISTS «» ASSAYERS « ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
r‘ﬁgachggicgl Analysis Certificate 0vV-0282-RG1
Company: MINNOVA INC, Date: APR-05-90
Project: LARA 242 Copy 1. WINNDVA INC., VANCOUVER, B.C.
Attn: : G.WELLS/J.KAFUSTA 2. WINNOVA IMC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 5 CORE samples
submitted MAR-30-90 by PAUL BAXTER,

Sample cu PR N AG AU-WET BA
Number %(gr%q' FEM FEM FEM PEM FER FEM
132730 \&ho - Wo.4 36 12 53 0.6 g 1020
13731 \Wh.0p- \AbD 294 8 73 8.5 5 B0
13732 \6%40 - \Gh 30 9 g 47 0.8 10 1270
13733 ZGA30 - \Gh.od g 7 58 0.5 5 800
13734 YL - WD 83 b 114 0.6 5 1140
Certified by )
LEl 7

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0282-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/04/06
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16882 .7 8 185 21 1 1 6 3

X 0%/
SRRV
A\ \\g\"




COMP: MINNOVA INC.
PROJ: LARA 242
ATTN: G.WELLS/J.KAPUSTA

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172
(604)980-5814 OR (604)988-4524

FILE NO: 0OV-0282-RL2
DATE: 90/04/06

* CORE *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s1o2 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16882 1M.77 175 .28 1.45 3.65 .96 .02 .27 .06 77.62 <17 .67 97.10




705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

*EN
LABOR ATORIES - TELEX: VIA US.A. 7601067 » FAX (604) 980-962 1
TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

'IR MIN VANCOUVER OFFICE:
<Y\

P.O. BOX 867
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS + GEOCHEMISTS %Nﬂg g\]HS(')Sg:T(ﬁF\(‘JIsO) SQS‘@SSB i
Besay Certificaste 0V-0282-RAl
Company:  MINNOVA INC, Date: APR-06-90
Project: LARA 242 Copy 1. WINNOVA INC., YANCOUVER, B.C.
Attn: ; G.WELLS/J. EAFUSTA 2. MINNDVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 1 CORE samples
submitted MAR-30-90 by PAUL BAXTER.

Sample LOI
Number s
16882 2ol

Certified by

MMQ LABORATCORIES



&
LABORATORIES @l

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS « GEOCHEMISTS

VANCOQUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA U.S.A. 7601067 « FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.O. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

|_' Ceagchemical Onaelysis Lertificate 0vV-0340-RG1

 Comany:  MINNOVA INC
FProject:  LARS 2432
Attn: GARY WELLS/J.0.EAFUSTA

He hereby certify the following Geochemical
submitted APR-16-90 by PAUL BAXTER,

caple . © 0 BAUFIRE
Number FFE

: Date: A:PR—19—9O
Copy 1. HIKNOVA INC., VANCOUVER, B.C.
2. HINNOVA INC., CHERAINUS, B.C.

Analysis of 4 CORE samples

Y T B T A e T R S R T T

13?45

1374¢ /

13?4; WHH 5 ;2
13748

v OER G

Certified by

MIM;%; LABORATORIES

i R G T T . T e T T T T T S S e i e e ey



]l gy 1 YANSOUYER OFFICE:
NORTH VANCOUVER, B.C. CANADA VTN 172
LABORATORIES be
TIMMINS OFFICE:
-?:a E-ﬁS‘F' IRQ'QUOIS ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS P.Q. BOX 887

TELERHONE (804) 98055874 OR (604) 888-4524
TELEX: VIA US.A. 7801067 « FAX {604) 0ROz
TIMMINSG, O o G 767
CREMISTS » ASSAYERS « ANALYSTS « GEOCHEMETE TELEPHCNEN.-TG%; 2@?933& s

Geocochemical Snelysis Cerntédificats OV-0340-RG1
Cospany:  MINNOYA INC. Dater APR-19-90
Praject:  LARA 242 Copy 1. MINNOVE TNC., VAMCOUVER, B.C.
Attn: GARY WELLS/J. 0. EAFLUEBTA 2. WINNOVA INC,, CHERmAIWUS, B.C.

He hereby certify the folleowing Geochemical Aralysis of 4 CORE zamples
submitted APR~16-390 by PAUL BAXTER,

Gample AU-FIRE

Mumber PFH

12745 b :
13744 p

13747 L ¢S np e hole %7 TYreim

I 2 i“w\(_é’rw.ﬁ

-
Certified by

™~




LABORATQR'ES Division of Assayers Corp. Ltd.

Minnova Inc.,

4th floor,

311 Water Street,
Vancouver, B.C.
V6C 1BS8.

May 2, 1990.

Dear Gary,

We have checked the gold values on the 1st split of
samples 13749 and 13750 in project 0OV-0341-RGl. We get
good reproducable numbers on those two pulps but the B and
C reject splits are coming back low.

We checked all other samples done at that time to see
if they could have been mixed samples but they are not. We
alsc ran ICP on other samples done that day to see if some
other element tracer may indicate a problem but none could
be noticed.

During the time period those samples were done we did
not have any gold assays high enough to contribute that
level of contamination so we can only conclude that for
some reason those two splits did carry these gold values.

Enclosed is additional assay and ICP data that was
generated through our investigation of those two samples.

Yours Sincerely,

L ‘ff’“‘,%;t;JZA_X .

.ack E. Stanley.
General Manager.

OFFICE AND LABORATORIES: PHONE: (604) £?8'0-58‘14 (604) 988-4524
705 WEST FIFTEENTH STREET, NORTH VANCOUVER, BC. TELEX: VIA USA 7601067

CANADA V7M 172 ‘ - FAX: (604) 980-9621



MIN VANCOUVER OFFICE:
! 705 WEST 15TH STREET
o \ap © EN YELEPHONE . (Oaggfgnégg'a?g%?&o:)?gsgisz4
' TELEX: VIA USA. 7601067 » FAX (604) 980-9621
\ LABORATORIES B P o

33 EAST IROQUOIS ROAD
P.O. BOX 867

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS « ANALYSTS « GEOCHEMISTS $E?_h£g\ll_?égg1-gg5o) gg :I_ gggﬁ BANZST
I_ Osszy Certificaste OV-0341-RA4
Cospany:  MINNOVA INC, Bate: APR-30-90
Project: MTs 205 Copy 1, MINNOVA INC,, VANCOUVER, B.C.
Attn: G.WELL /J. KAPUSTA 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 20 RESPLITS samples
submitted APR-16-90 by PAUL BAXTER,

Sample ALl Al
Number g/tonne oz/ton
137 5.86 i o |
13750 Z. 18 . 064
13751 <035 001
13752 02 001
‘ 13753 s 1 | 003
13754 03 L 001
13755 .10 . 003
13756 .06 . 002
13737 = 9] 003
‘ 13749 SPLITE .01 . 001
{570 BRLITE k) . 001
13749 SFLITC .01 D01
13756 5RLTTE + 01 « 001
13751 SPLITL .01 . 001
15752 SPLITC .02 001
1adas SPLITG 0D 001
13754 SPLITC 01 L0001
T =) o) gl Bl e L 004 =
13756 SPLITC 2 . 001
T8757 SPLITE .09 L 003

1
Certified by /é

MIN-EN LABO ORIES

—




\
f

MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 » FAX {604) 980-9621

TIMMINS OFFICE

.‘//7 LABORATORIES- NS OFFICE

SPECIALISTS IN MINERAL ENVIRONMENTS e L
CHEMISTS » ASSAYERS « ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
I—_ stag Cerdtid FfFiocate 0V-0341-RA3
Company: MI NNOVA INC Date: APR-27-90
Project:  MTS 205 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: B.WELL/J.KAPUSTA 2. WINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 2 REJECT SPLIT B samples
submitted APR-16-90 by PAUL BAXTER,

Gample Al A

Number g/tonne ozfton
13749 A1 2001
137236 -1 L0

Certified by /&,@,’M
- e

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0341-RJ1+D2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/04/27
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 ® X (AETSEST)
SAMPLE AG AL AS B BA BE BI CA CD coO cu FE K LI MG MN MO NA NI P PB SB SR TH v V ZN GA SN W CR
NUMBER PPM PPM PPM PPM PPM PPM PPM PPM- PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM  PPM PPM PPM PPM PPM PPM
13749 3.1 26370 29 1 69 1.3 554690 2.6 17 12 72920 1160 14 30280 2702 2 330 131630 27 8 2¢ 1 1 58.0118 1 2 1 17
13750 2.1 15080 82 1 67 1.1 4 27420' 1.8 25 51 54190 1480 8 10810 1851 2 250 241030 28 4 8 1 1 30.7 55 1 2 1 3
13751 1.7 8060 111 1 56 .8 3 20340" 1.7 14 51 34790 1590 3 8170 1060 4 270 6 80 18 3 5 1 1 16.2 38 1 1 1 43
13752 1.8 7140 56 1 51 &t 3 39900 2.1 10 68 32570 1460 2 12650 1507 3 240 91150 23 4 1 1 1 19.2 6 1 1 1 36
13753 1.5 5450 136 1 55 .if 3 390400 3.1 10 64 30570 1530 112230 1191 6 250 10 790 25 3 1 1 1 13.3 53 1 2 1 45
13754 .9 15400 55 1 67 .8 3 42010 .9 13 43 35830 1620 5 10050 1251 2 250 3103 20 1 2 1 1 321 73 1 1 1 32
13755 1.3 27100 59 1T 75 .9 4 43770 1.7 15 60 42670 1000 13 21490 1116 5 140 391100 30 4 3 1 1 77.6126 2 2 4 94
13756 1.2 25040 31 1 8 .9 4 46790 1.3 13 82 42400 1050 11 18570 1122 4 140 141460 30 2 4 1 1 67.2 90 1 1 2 61
13757 1.8 10660 45 1 70 .8 3 43600 2.5 13 59 33700 1300 3 21740 2299 5 140 161000 56 2 3 1 1 28.7 51 1 2 2 56
13749 SPLIT B 1.1 29410 20 1 105 1.3 5 56750 2.4 17 7 77410 2070 12 32230 2990 1 590 131460 23 6 28 1 1 63.3177 1 2 1 16
13750 SPLIT B 1.5 17590 87 1 105 1.1 4 25090 .7 25 50 54570 2610 5 10610 1827 2 440 241080 23 3 9 1 1 37.0 79 1 1 1 29
13749 SPLIT C 1.4 28930 19 1 80 1.3 6 59890 1.7 19 8 80750 1420 13 33060 3097 2 390 131520 26 6 29 1 1 62.7178 1 2 1 18
13750 SPLIT C 1.3 15650 84 1 79 1.0 3 25640 .6 25 50 53740 1830 5 10590 1844 2 300 241020 29 3 9 1 1 32.1 T 1 1 48
13751 SPLIT C 1.6 8510 109 1 58 .8 2 19890 1.9 14 50 34770 1650 2 8200 1046 2 280 61300 20 2 6 1 1 16.9 61 1 1 1 38
13752 SPLIT C 1.4 7120 43 1 55 F 3 36340 2.0 9 61 30090 1500 1 11990 1425 3 250 91080 21 2 1 1 1 18.5 8 1 1 1 45
13753 SPLIT C 1.5 5350 107 1 53 .8 2 39540 2.7 10 57 30610 1470 1 12490 1209 3 240 9 920 26 3 1 1 1 13.4 Th 1 1 1 43
13754 SPLIT C 1.1 15080 59 1 61 .8 4 40960 .5 13 42 35920 1400 5 9820 1258 2 210 41040 19 2 2 1 1 32.3 60 2 1 1 30
13755 SPLIT C 1.3 28280 63 1 90 .9 4 42480 1.5 16 61 43490 1200 13 22120 1075 3 180 491260 30 3 3 1 1 80.9100 2 1 4106
13756 SPLIT C 1.2 23430 36 171 .8 4 44160 .5 12 80 40940 850 9 17520 1118 3 110 161420 26 2 5 1 1 65.5 70 1 1 3 63
13757 SPLIT C 1.5 10060 46 1 64 .8 3 44920 2.1 13 56 33640 1180 2 21880 2363 2 120 17 620 44 3 1 1 1 27.6 40 1 1 2 57
16890 1.7 14640 2 1 67 .7 4 24500 .1 11 13 26850 1390 7 5950 759 3 290 2 610 21 1 9 1 1 18.8 48 1 1 1 46
16891 2.4 15580 1 1 72 .6 2 17570 .9 6 12 21880 1120 9 9240 589 4 490 1 540 19 1 8 1 1 12.6 48 1 1 1 52
16892 1.7 12660 16 1121 .8 4 36330 .6 12 25 34070 1900 4 8610 1160 3 350 2 650 27 1 12 1 1 26.0 48 2 1 1 33
16893 1.5 6080 6 1 61 .4 2 15600 .4 4 14 13430 1710 2 6770 651 6 240 3 27019 1 1 1 1 53 3% 1 1 172
16894 1.3 9010 30 1.7 .7 4 17630 1.4 7 23 25520 1780 3 10520 1330 4 210 1 480108 1 1 1 1 8.4 71 2 1 1 49
16895 1.5 16400 46 2 88 .9 5 44480 2.0 19 85 42280 1490 6 19440 1484 3 340 23 980 33 2 1 1 1 46.7 47 2 1 1 69
16896 .9 17450 9 1 95 .6 3 17020 .9 19 21730 2010 9 12730 743 4 170 1550 24 1 5 1 1 1.2 48 2 1 1 38
16897 1.6 24060 1 3 239 1.6 7 30160 .5 20 32 40100 420 10 19330 983 3 420 21990 24 1 8 1 1109.2 73 2 1 1 37
16898 2.4 28990 1 4 71 .8 1510490 .3 33 41 58670 3520 11 25710 566 1 180 10 690 15 1 13 1 1133.3 63 1 2 1 19
16899 1.9 32650 1 2 97 .7 1412810 .1 38 65 52460 1750 10 18440 748 1 140 10 880 19 1 23 1 1129.6 49 2 1 1 37
MSO1 .5 20980 6 1 99 .7 4 3330 .5 9 16 28980 1040 8 10050 877 2 790 1570 25 1 8 1 1 253 71 2 1 1 36
Ms02 .4 27090 7 2 95 .9 4 3050 .1 20 73 4B440 1210 7 11120 583 1 770 7 670 26 1 6 1 1 8.3 8 2 1 1 19
MS03 .2 35450 6 3 996 1.2 5 53300 .1 29 20 66980 1290 14 15330 1424 1 360 1110 30 2 8 1 1 76.7115 2 1 1 2
MS04 4 7140 10 1 130 .3 2 1240 .1 5 13 8780 2010 2 1590 177 5 200 2 290 16 1 2 1 1 5.4 19 1 1 179
16890 SPLIT C 1.6 15550 13 1 %90 .6 4 25380 .1 12 14 27580 1740 6 5760 795 4 320 3 590 22 1 9 1 1 20.4 48 2 1 1 64
16891 SPLIT C 2.0 15770 5 1 65 .6 317960 .2 6 12 22820 1020 8 9400 639 3 410 1 540 22 1 8 1 1 13.1 48 2 1 1 51
16892 SPLIT C 1.7 12420 9 1 122 .7 3 32260 .7 12 26 32580 2010 3 8290 1108 2 360 3 600 31 1 12 1 1 25.0 45 2 1 1 45
16893 SPLIT C 1.5 6710 2 1 69 .5 2 16440 1.3 5 13 14540 1870 2 7180 704 4 240 320027 1 1 1 1 6.2 3 1 1 1 76
16894 SPLIT C 1.2 9150 31 1 80 .7 3 16760 1.7 7 26 25790 1900 3 10150 1264 4 230 1 460136 1 1 1 1 85 73 1 1 1 66
16895 SPLIT C 1.4 16950 44 1 8 .9 5 43130 1.9 20 87 43950 1530 6 20460 1578 2 350 271010 33 2 1 1 1 48.4 48 2 1 1 7
16896 SPLIT C .8 17900 9 1 9% .7 316710 .5 7 20 22320 2100 9 12780 767 4 180 1 540 23 1 6 1 1 11.6 47 2 1 1 49
16897 SPLIT C 1.8 25020 7 2 222 1.6 9 30840 .4 20 37 41150 420 9 19240 993 2 480 21950 21 1 9 1 1 13.5 73 2 1 1 47
16898 SPLIT C 2.4 32260 1 3 103 .7 19 11550 .1 32 45 59450 5250 10 25360 562 1 370 10 800 17 1 19 1 1161.5 61 1 2 1 51
16899 SPLIT C 1.9 32320 1 2 9 .7 1411750 .1 39 64 52400 1750 10 18440 748 1 140 13 890 18 1 21 1 1128.0 49 2 1 1 46
MS01 SPLIT C .6 20980 16 1108 .7 4 3390 .7 10 16 28750 1100 7 9740 853 3 840 1 570 246 1 9 1 1 2,5 7 2 1 1 52
MS02 SPLIT C .5 28110 14 1 106 1.0 5 3210 .1 23 85 50720 1380 7 11170 601 2 880 7 640 26 2 7 1 1 8.3 8 2 1 1 25
MS03 SPLIT C .4 37720 3 31022 1.3 5 5220 .1 30 21 70590 1380 16 15980 1430 1 390 11100 26 3 8 1 1 8.0120 2 1 1 8
MS04 SPLIT C .6 6600 M 1 13 .3 3 1220 . 5 12 9320 1750 2 1610 174 4 160 1280 15 1 2 1 1 5.4 20 1 1 1 98




LABORATORIES -

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS * ANALYSTS » GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

IORTH VANCOUVER, BC. CANADA V7M 172
ELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601087 « FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.O. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

0V-0406-RAl

Ssasgy Sertd f._;_icate‘

Cospany:  MINNOVA INC, T 1
Project: LARA 247
Attn: G.WELLS

Copy 1.

Date: MAY-02-90
VANCOLVER, B.C.
CHEMAINUS, E.C.

HINNOVA INC.,
2. HINNDVA INC.,

He hereby certify the following Assay of 4 CORE samples

submitted APR~-27-90 by JDK, L

Sample : LOI :
Number +_ et - ‘ ,rﬁ 3 ¥ o o 5 ey 2
AT R et RO e S R DR ST R, SR e e S S oo LAt Pl G L R <oy S St i S
16926 4,00
14927 F.40
16928 I 4,00
16929 2,00
5,.
1
¥ | ! | fh:‘ e d } { + ) { g
bl LA § | ! ]
] F k] 3 | it
[ 7
il b i U b s
h |
ﬁl
L SR G e

Certified by

| I I R e et MR T v

MIN~EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0406-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/02
ATTN: G.WELLS (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16926 1.3 25 132 102 26 4 63 5
16927 A 36 109 16 20 1 34 5
16928 2.1 9 67 72 16 1 89 5
16929 1.4 19 102 18 13 1 44 5
‘] o K o HAEEVARY g
i . e o as i "
i i
DOVAY 11190 ¢
i




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0406-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/02
ATTN: G.WELLS (604)980-5814 OR (604)988-4524 * CORE *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZO P205 S102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16926 18.53 .025 6.51 8.04 .19 5.01 .20 3.82 .21 51.54 .80 .01 94.88
16927 13.25 .065 2.43 2.01 3.09 .84 .06 1.64 .09  71.87 .21 .34 95.90
16928 18.18 .035 4.08 8.9 1.36 4.93 12 2.89 .33 53.52 .99 .01 95.34

16929 16.66 .070 1.91 6.66 3.05 4.09 .09 1.44 19 61.14 .73 .01 96.04




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0411-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/05/03
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16930 A 1 152 25 20 1 43 5

16931 .2 1 62 110 35 1 98 10

16932 1.2 1 57 164 8 1 104 5

16933 1.1 1 104 1212 1" 1 117 5

16934 1.1 1 82 270 8 1 119 10

16935 1.3 1 33 214 8 1 178 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0411-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/03
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 S102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16930 13.52 .215 .23 1.95 1.91 2.49 -12 2.79 .01 71.93 .29 71 96,16
16931 12.78 .100 .25 3.77 2.12 4.27 .16 .97 .02 69.75 .26 1.80 96.25
16932 18.28 .085 .53 8.72 1.66 9.25 .28 1.91 .18 51.58 .78 1.68  94.93
16933 14.81 .085 .52 10.35 .86 7.40 .21 2.02 .11 55.64 .59 3.77  96.36
16934 16.51 .080 2.29 9.7 .28 7.19 .40 3.25 .10 53.66 .65 1.57  95.69

16935 16.55 .045 5.10 8.72 .06 6.50 .40 3.02 .19 52.98 .66 19 94041
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LABORATORIES 5id)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS » GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9995

|— Assay Certificate 0V-0411-RA1l
Company: MINNOVA INC, Date: MAY-03-90
Project: LARA 247 Copy 1. MINNDVA INC., VANCOUVER, B.C.
| Attn: G.WELLS/J.KAFUSTA 2. WINNDVA INC., CHEWAINUS, B.C.

He hereby certify the following Assay of 1 ROCK samples

submitted APR-30-90 by J,KAPUSTA,
Sample G cu
Number s
13806 2o D7

Certified by

7

MIN-EN LABORATORIES



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
@ EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
= \aw. TELEPHONE (804) 980-5814 OR (604) 988-4524

TELEX: VIA US.A. 7601067 » FAX (604) 980-962 1
I'ABORATOR'ES - TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS G R SR DA
CHEMISTS « ASSAYERS » ANALYSTS =« GEOCHEMISTS TELEPHONE: (705) 264-9996
Bxssay Certificaete 0V-0411-RA2
Company:  MINNOVA INC, Date: MAY-03-90
Project:  LARA 242 Eopy 1. MINNDVA INC., YANCOUVER, B.C.
Attn: G.WELLS/J. KAFUSTA 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 6 ROCK samples
submitted APR-30-90 by J,KAPUSTA.

Sample LOI
Number %
16930 Fu 00
16931 4,50
16932 6. 10
16933 6.30
16934 4,90
16935 5.00

Certified by ;ég%g7//

MIN-EN LABORATORIES




VANCOUVER OFFICE:

705 WEST 15TH STREET

® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

- TELEX: VIA US.A. 7601067 = FAX (604) 980-9621
LABORATORIES p TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

-
o3
4

AL ENVI N P.O. BOX 867
i i el TIMMINS, ONTARIO CANADA P4N 77
r Geochemical Analysis Certificate OV-0411-RG1
 Comany:  MINNOVA INC. bate: MAY-03-90
Project: LARA 242 Copy 1. MINNDVE INC., VANCOUVER, B.C.
Attn: b.WELLS/J.KAPUSTA 2, MINNOVA INC., CHEMAINUS, B.L.

He hereby certify the following Geochemical Analysis of 2 ROCK samples
submitted APR-30-90 by J.KAPUSTA.

Sample cu FB IN Al AU-WET
Mumber FFM FPM FFM FPM FFB
LR 1 3“8{_;%)»‘ R R SRS Y ¥ ST 1600\ A T R 5 O T SB S 1 ; :2 S 5
13847 440 15 110 0.8 3

Certified by 55222:;%y

MIN-EN LABORATORIES




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524

*EN

ad - TELEX: VIA US.A. 7601067 « FAX (604) 980-9621
LABORATORIES EE

33 EAST IROQUOIS ROAD

PECIALISTS IN MINERAL ENVIRONMENTS Bk SO ok
S CHEMISTS - ASSAYERS « ANALYSTS » GEOCHEMISTS ¥g\fj\£r§HSGSgTGF§g ggf_‘gggﬁ PN /@7
r Seochemical Anelyvsis Certificste OV-0411-RG2
Company: MINNOVA INC. ' Date: MAY-03-90
Project:  LARA 242 - Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: G.WELLS/J.KAFLSTA 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 1 ROCK samples
submitted APR-30-90 by J.KAPUSTA.

Sample FE ZN AG  AU-FIRE
Number FFPM FPHM FFM FPFE
5 ijeé)g e e A S N T T T S U T 76; e 1 158 ‘é}- 4 170

Certified by W

MIN-EN LABORATORIES




VANCOUVER OFFICE:
705 WEST 15TH STREET

l] [ ® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
- \ap TELEPHONE (604) 980-5814 OR (804) 988-4524

LABORATORIES - TELEX: VIA USA. 7601067  FAX (604) 980-9621

TIMMINS OFFICE:
SPECIALISTS IN MINERAL ENVIRONMENTS

33 EAST IROQUOIS ROAD
P.O. BOX 867
CHEMISTS » ASSAYERS » ANALYSTS + GECCHEMISTS

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

r‘ﬁgochemicgj Onalyvsis Lertificate 0V-0438-RG1
 Comany: MINNOVA INC. Date: MAY-08-90
Project: LARA 242 Copy 1. WINNDVA INC., VANCOUVER, B.C.
fttn: G.WELLS/J.KAPUSTA 2, MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geocheﬁical Analysis of 16 CORE samples
gubmitted MAY-03-90 by J,.KAPUSTA.

Sample : %y FB IN AG  AU-FIRE
Number PPM FPM FPM PPM FPE
13801 g 250 189 153 1.2 4
13802 355 14 168 0.7 &
13803 182 22 180 0.9 3
13804 42 17 106 0.5 3
13808 410 18 168 0.8 7
138097 620 21 215 o 24
13810 215 25 3 0.6 26
13811 475 325 238 0.8 3
13812 138 17 94 0.8 2
13813 250 18 78 0.7 1
"3814 760 2 115 Yoz 26
13815 1200 25 113 1.3 25
13816 2400 26 141 1.9 41
13817 3250 2 134 1.6 48
13818 F00 31 82 13 22
13819 780 28 112 22

fertified by

MIN-EN LABORATORIES



MIN = VANCOQUVER OFFICE:

705 WEST 15TH STREET
l EN NORTH VANCOUVER, B.C. CANADA V7M 172
%@;w% TELEPHONE (604) 980-5814 OR (604) 988-4524

LA - TELEX: VIA U.S.A. 7601067 « FAX (604) 980-9621
BORATORIES TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

ﬂmﬁé

SPECIALISTS IN MINERAL ENVIRONMENTS P, Bl eav
CHEMISTS = ASSAYERS « ANALYSTS « GEOCHEMISTS $E?_EEIHSOSET('?F§50) ggﬂggge PANTEE
I— Seoohemical Arnelf yvsis E‘gr-f:.z Fiocaste OV-0445-RG1
: ";;Esiﬁanv‘- _INNOVA INC. - . ~ Date: MAY-08-90
Froject: LARA 242 : - : Copy 1. MWINNDVA INC., VANCOUVER, B.C
Attn: G.WELLS/J.KAPUSTA - 2. MINNOVA INC., CHEMAINUS, B. c

He hereby certify the following Geochemical Analysis of 4 CORE samples
submitted MAY-06-90 by J.KAPUSTA,

Sample R CU”" PB = ™ e me
Number FFM FEA PPHM FPM FFPR
13820 3 18 45 0.b Z
13641 87 21 49 0.9 &
13822 167 19 38 0.8 57
13823 29 17 o G.b 4

Certified by %

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT ) FILE NO: OV-0438-SJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/09
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 : * HUMUS *  (ACT:F31)

SAMPLE AG AS cu PB SB ZN #

NUMBER PPM PPM PPM PPM PPM PPM

L56+00W 108+00N 1.8 1 23 74 1 45

L56+00W 108+25N .9 9 20 93 1 52

L56+00W 108+50N 1.5 1 23 37 1 35

L56+00W 108+75N .5 1" 15 23 1 34 :

L56+00W 109+00N 1.4 1 30 5 1 23 §

L56+00W 109+25N .6 1 19 33 1 26 L P

L56+00W 109+50N .5 4 18 121 2 103 L

L56+00W 109+75N 1.2 8 16 83 1 36

L56+00W 110+00N .5 5 10 53 1 27

L56+00W 110+25N .8 5 20 80 1 41

L56+00W 110+50N .8 7 1" 42 1 36

L56+00W 110+75N .8 1 19 62 1 59

L56+00W 111+00N 1.4 5 20 40 1 42

L56+00W 111+25N 1.2 1 28 17 1 k1l

L56+00W 111+40N 1.1 2 25 35 1 49

L56+00W 111+75N .3 9 14 13 1 46

L56+00W 112+00N .2 7 7 43 1 32

L57+00W 108+00N .2 1 9 54 1 27

L57+00W 108+25N .5 9 10 80 2 51

L57+00W 108+50N .5 13 22 149 4 101

L57+00W 108+75N .5 1 28 105 1 70

L57+00W 109+00N .3 7 20 120 2 134

L57+00W 109+25N .3 3 18 101 1 65

L57+00W 109+50N 4 6 11 77 2 50

L57+00W 109+75N .7 5 " 7 1 43

L57+00W 110+00N .6 1 27 14 1 29

L57+00W 110+25N 4 12 10 42 1 58

L57+00W 110+50N 1.0 35 56 23 1 35

L57+00W 110+75N .3 13 13 32 1 56

L57+00W 111+00N .6 9 17 58 1 38

L57+00W 111+25N .2 10 13 33 1 33

L57+00W 111+50N A 6 12 80 1 106

L57+00W 111+75N . 10 12 82 1 55

L57+00W 112+00N .1 7 10 62 1 73




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0445-RJ2

FROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/10
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu P8 B 2N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16936 2.6 14 110 172 19 3 54 5

16937 1.4 1 86 12 15 2 47 5

16938 .3 8 1323 6 12 1 5 5

16939 .9 1 623 55 18 4 38 5

16940 4 12 50 8 18 1 21 5

16941 1 4 181 9 1 1 5 5

16942 .9 1" 35 87 14 2 56 5

16943 3.9 1 29 148 5 1 79 5

16944 .8 11 89 189 28 3 377 5

16945 .3 19 128 860 26 1 67 5

16946 3.6 1 814 203 13 1 62 5

16947 .2 15 148 14 19 1 6 5

16948 .2 23 63 53 35 1 31 5

16949 .9 1 34 13 18 1 41 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0445-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/10
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16936 18.31 .035 7.33 8.75 .48 4.98 .21 3.16 .25 49.99 77 A4 94.40
16937 16.24 .015 8.65 11.00 .27 5.57 .22 1.39 .23 47.27 .64 .08 91.58
16938 13.90 245 2.82 2.18 1.13 1.18 .05 4.19 .13 69.52 .22 .08 95.64
16939 15.55 .060 7.41  10.22 .35 5.14 .23 2.27 .23 47.51 .61 .54 90.12
16940 14.25 .045 2.64 2.65 2.7 2.26 .08 2.41 11 66.31 .22 .04 93.72
16941 14.98 .060 1.55 1.63 4.46 77 .03 1.23 11 7.07 .21 .07 96.16
16942 17.97 .020 3.02 7.03 1.41 5.47 .10 4.59 .26 52.23 .85 .03 92.99
16943 16.27 .005 8.27 12.00 .37 5.01 .19 3.01 .29  43.98 2.24 .09 89.73
16944 16.86 .105 2.43 8.02 2.04 4.77 .33 2.33 .19 55.42 .57 1.07  94.13
16945 14.06 165 .75 5.40 1.86 3.31 .12 3.09 12 64.87 .30 4.22 98.28
16946 14.04 .095 7.98 11.46 .14 6.1 .23 1.48 .27 47.65 1.70 1.06 92.20
16947 9.86 .200 1.33 3.75 2.61 1.54 .06 .28 .07 74.86 .13 3.41 98.10
16948 14.33 .090 .57 5.24 1.99 3.67 1N 2.05 .10 66.41 .33 1.77  96.65
16949 16.74 .040 3.61 8.45 .35 5.24 .21 3.79 .19 55.80 .62 .84 95.88
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S\ /7¢ LABORATORIES .

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS * ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE: !
705 WEST 15TH STREET '
NORTH VANCOUVER, B.C. CANADA V7M 172

TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 » FAX (504) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996
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.Caiﬁaﬁy: - MINNOVA INC. o

Project:  LARA 242 ;
Attn:  G.HWELLE/J.KAFUGTA

S ~ Date: MAY-10-90
Copy 1. MINNDVA INC., VANCOUVER, B.L.
2, HINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 14 CORE samples

submitted MAY-05-90 by J.KAPUSTA.

Gample - et
Mumber 7
16936 4,60
16737 7.40
16938 Z.80
16939 9.40
LT T —— .40
169241 i o)
16942 rSor e 0)
169473 B3
16944 . 00
14945 3. 00

L9446 i Sl )
16247 4,50
16948 4,10
16949 A ED

Certified by

MIN-EN LABORATORIES



20- 274

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0453-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/16

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:FIRE)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 P205 s102 TIO2 S TOT(%)
NUMBER X % % % % % % % % % % % %
16950 12.96 (.230 37 215 3.49  1.92 .03 (98) .06 73.67 .21 65  96.72
16976 15.06 200 43 3.79  3.09 5.65 5 12 16 6418 .35 91 95.18
16977 16.73  .010  4.90  8.98 10 5.46 32 3.35 .26 54.32 .67 49 95.58
16978 14.38  .160 .80 4.82 2.68  4.06 A1 1.59 .16 65.84 36 2.06  96.99
16979 14.05  .180 1.28 6.32 2.62  4.18 A2 1.96 A3 62.45 30 3.31  96.90
16980 17.21  .075  4.65 10.66 93  5.16 .18 3.06 .27 50.08 .70 2.89 95.87
16981 17.58  .045  2.46 12.06 .85 7.13 A9 3.2 25 47.24 73 3.36 95.12
16982 16.76  .035 2.82  9.29 .83 5.54 A4 3.46 24 53.42 65  1.25  94.45
16983 17.28  .030 7.09  8.88 52 4.72 A9 3.49 .28 46.79 .83 A5 90.25
16984 13.50 .070 3.60 1.82  3.17 .98 05 1.71 A7 69.07 .22 .23 94.59

16985 13.66 .075 3.65 3.19 3.31 1.04 .08 1.68 .18 66.70 35 .15 94.05




LAA & Fo— 97y

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0453-RJ1
PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/16
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB sB 2N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16950 .5 16 273 32 15 1 13 5

16976 . 1.2 29 158 16 22 1 59 5

16977 90 274 2.0 25 12 298 25 2 91 5

16978 1.3 31 176 31 20 1 27 5

16979 .8 30 175 41 21 1 28 5

16980 1.5 28 69 528 24 1 25 5

16981 - 25 48 138 22 3 38 10

16982 5 21 62 49 2 1 29 5

16983 2. 54 114 22 29 10 26 10

16984 -1 60 56 5 5 1 8 5

16985 | -1 13 87 13 1 1 8 10




I | MIN VANCOUVER OFFICE:
J 705 WEST 15TH STREET
. \up

*EN ST AR s
;w‘ > ABORATORIES . TELEX: VIA DS A 7601087 « FAX((604)) 980-9621
;“-\f TIMMINS OFFICE:
_ 33 EAST IROQUOIS ROAD
l 3 SPECIALISTS IN MINERAL ENVIRONMENTS M
h CHEMISTS + ASSAYERS » ANALYSTS « GEOCHEMISTS P&gyﬁéﬁg—l—g@g ggﬂggg& el
I— Bssayv Lertificate 0V-0453-RA1
Company: MINNOVA INC, Date: MAY-16-90
Froject: LARA 242 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: G.WELLS/J. KAFUSTA 2. MINMOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 11 ROCK samples
submitted MAY-08-90 by J,KAPUSTA,

Sample LOT
Number i
f- s S -i‘.ﬁ‘_éﬂgﬂér'ﬂ-bl’-ﬂ_'.‘.. RN N R TN TR T S J:?.E-.qo 2o -
16976 4,70
16977 4,20
14978 4,10
16979 oo
146980 b. 20
14981 Faal
16982 5.80
16983 9,00
16984 4.80
&785 8 1 0]

Certified by y

MIN-EN LABORATORIES

———
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LABORATORIES (B

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS - ASSAYERS « ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA U.S.A. 7601067 « FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD
P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

Sssay Certificate

0V-0487-RAl

Loapany:
Project:
Attn:

MINNOVA INC,
LARA 242
G.WELLS/J.KAPUSTA

Date: MAY-16-90

Copy 1. WINKGVA IRC., VANCOUVER, B.C.

2. HINNDVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 1 CORE samples
submitted MAY-13-90 by J.D.KAPUSTA,

Sample
Number

13839

cl FE
% Y.

\0\.40 T \0\.30

Certified by

AG Ak AU Al
g/tonne oz/ton o/tonne oz/ton
20.8 .6l .57 L011

MIN-EN LABORATORIES !



MlN VANCOUVER OFFICE:
705 WEST 15TH STREET
® EN NORTH VANCOUVER, B.C. GANADA V7M 1T2
TELEPHONE (804) 980-5814 OR (604) 988-4524

TELEX: VIA U.S.A. 7601067 « FAX (604) 980-9621
LABORATORIES ‘ TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS Pl Bl B07

Tl N NT/
CHEMISTS - ASSAYERS » ANALYSTS « GEOCHEMISTS TET_EIPHS(E)SE: é,%go) ggi‘;gge Saietd

|_ By Lertificate 0V-0498-RA1
Company:  MINNOVA INC, Date: MAY-17-90
Project:  LARA 242 ' Copy 1. MINNOVA INC.VANCOUVER,B.C.
Attn: GARY WELLS/J.D.KAFUSTA 2. MINNOVA INC.CHEMAINUS,B.C.

He hereby certify the following Assay of 1 CORE samples
submitted MAY-15-90 by J.D.KAPUSTA,

Sampler . et
Number %
. (ggmE 6.270

9o -2724 )4 46 — 1917

v
Certified by i

L
Hz

[/ 2

MIN-EN LABORATORIES




| VANCOUVER OFFICE:
l MIN 705 WEST 15TH STREET

e EN NORTH VANGOUVER, BC. CANADA \V7M 1T2
S TELEPHONE (604) 980-5814 OR (604) 988-4524

-,
‘3.“" pud - TELEX: VIA US.A. 7601087 » FAX (604) 980-9621
Qﬁ\g/f LABORATORIES TIMMINS OFFICE:

\ gGOEggl)'( IBR%QUO!S ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS M
l__x‘—— ey Al bt s b TMMINS, ONTARIO CANADA_ P4N 7G7
|_ Geochemical OGrnalysis LCertificate 0V-0498-RG1
Company: MINNOVA INC. Date: MAY-18-90
Project:  LARA 242 Copy 1. MINKOVA INC.VANCOUVER,B.C.

Attn: GARY WELLS/J.D.KAPUSTA 2. MINNDVA INC.CHEMAINUS,B.C.

He hereby certify the following Geochemical Analysis of CORE samples
submitted MAY-15-90 by J.D.KAPUSTA,

Sample cu FE ZN AG  AU-FIRE BA

Number PPM FFM FFM PFM PPE FPM

13926 57 50 505 0.8 2

13927 30 33 &0 0.6 5

13928 16 23 167 0.6 2

13929 275 17 137 .7 2

13930 240 14 90 0.6 2 1300

13931 97 14 82 0.4 1 96-234
13932 440 20 110 0.5 5

13933 22 25 122 0.4 3

13934 400 14 127 0.6 2

13935 332 17 182 0.5 3

\3936 62 45 164 0.4 4 >
(3937 180 44 111 0.8 2

13938 710 15 147 R 1080

13846 102 g7 250 1.5 30 -
13847 212 25 90 1.1 120 1100

13848 241 40 79 .5 37 g e = 2/ 4
13849 _ 1500 27 210 2.4 22

Teg . T 370 150 350 1.4 33

13950 170 15 48 0.6 5

13951 50 30 27 0.6 1 ;)

13952 8300 244 200 3.6 71

13953 890 33 36 0.7 5 7€
13954 94 930 12.4 450

13955 9300 1080 660 4,5 190

13956 475 50 160 1.2 2

ﬁU/Sawp&f from 90 RF6.

Certified by

MIN-EN LABORATORIES



VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 » FAX (604) 980-962 1

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

- U

'W LABORATORIES Ul

l_} SPECIALISTS IN MINERAL ENVIRONMENTS

CHEMISTS « ASSAYERS * ANALYSTS » GEOCHEMISTS

|_ Geochewical Aneldysiszs Ceprtificoaste 0vV-0487-RG1
Cospany:  MINNOVA INC. Date: MAY-19-90
Project:  LARA 24% Copy 1. MINNOVA INC., VANCOUVER, B.L.
Attn: G.WELLE/J.KAFUSTA Z. HINHOVA INC., CHEWAINUS, B.C.

He hereby certify the following Geochemical Analysis of 21 CORE samples
submitted MAY-13-90 by J,D,KAPUSTA,

e

~ Sample cu  PB ZN ET BA
Number FFM PFM FFM FPM FFR FPH
| commeenii e A T e L e B e S B S T B S R R S e E T TEm s I T
i 13824 g 2683 -963y 151 32 122 0.6 3
‘ 1382534 o Wik 1340 15 8O 0.8 3
13826474 %31 - b0.30 400 77 44 07 10 2440
13827 44 4 - 4592 510 10 34 0.6 20
13828034 g, 01— 5359 10 2 43 0.4 =] 1790
13829 914 b0.36 - 625 11 i0 37 0.4 i
L3830 434 .15 ~ (.19 77 20 70 0.6 i
13831 93¢ 109- o430 &0 12 148 0.4 10
13832 9134 Lo b6-67.93 13 16 B2 0.8 20
13833 134 2.3 ~129.9¢ &0 5] &7 .4 10
"3B34 931 16046 - 15186 625 12 100 0.8 3
L3833 93¢ 950.30- b0 1 & 8 0.2 5 460
13836 14 334.,%- V.02 13 9 12 0.3 5
1"837 L W6 0% 1,80 170 25 97 1.2 3
15838 -prgw 9040 ~101.40 1o ] o 0.2 o |
SR e G Dbl e e i o G e i s
13840 3¢ (o0 \o130- 0% 40 O 40\14L 435 2050 .2 10 2700
13841 ¢ £ 101.90- 1056.00 70 78 b&0 1.0 30 2570
13B42 239 7 \0d.00- 106.44 88 87 575 10 35
13843 ¢ 0644~ 10B.00 320 100 625 2.0 50
13844 9 10800 - 108,bb 244 29 &90 1.4 2590
13845 1y 19,03 -\ ho.b? 140 165 730 1.6 1400

Certified by

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0487-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/19
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

13842 0-4 15 s~ ok q 2 34 266 86 88 1 544 25

18986 a0 - 15k 5 35 &1 7 8 1 9 30

16987 W0 =275 2.9 6 156 89 18 2 75 210

16988 00 - 435 4 22 150 7 18 1 18 10

16989 90175 .5 54 369 4 14 1 13 5

16990 90-33° 5 303 183 10 11 1 25 5

1699180~ 275 .6 17 86 3 13 1 6 5

1699290735 .9 97 166 8 13 1 31 10

D



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0487-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/19
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20  MGO  MNO2  NA20  P205  SI02  TIO2 S TOT(%)
NUMBER % % % % % % % % % % % % %
13842 47%° 12.24 265 .30 3.00  3.56  2.05 .03 .10 A1 73.45 27 1.7k 97.17 |

16986 21+ 13.27 110 2.27 _ 1.14__ 7.20 .60 .07 .36 4 70.52 .19 .12 96.00
16987 17.07  .025  9.40  9.98 .01 5.07 .23 2.30 36 47.92 .85 .15 93.38
16988 14.06  .040  2.88 5,57 A5 3.04 b 372 .27 63.60 .45 31 94.24
16989 12.31 075  2.36 2.73  2.07 1.16 A2 2.68 .16 70.38 .24 .22 94.52
16990 | 13.11 .15 130 2.69  2.39  1.19 .08 2.46 AT T2.43 .26 22 96.42
16991 | 134 13.11  .060 1.42 1.58 1.85  1.08 .04 3.57 21 72.99 .21 A7 96.28
16992 | 12.80  .080 1.92  1.93  2.62  1.43 .06 1.77 .20 72.50 .22 22 95.76




JU 7N

5\ /% LABORATORIES (i
R

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS - ASSAYERS = ANALYSTS » GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-58 14 OR (604) 988-4524
TELEX: VIA U.S.A. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.O. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

submitted MAY-13-90 by STEVEN FRASER,

Sample LOT
Number sE
13842 3.50
1698646 0
16987 6. 10
16788 s Ty
‘ 16989 4,80
’ 16990 3. 40
16991 F )
16992 3,50

Certified by

r RBesay Certificate 0V-0487-RA2
Company: MINNOVA INC. ' Date: MAY-19-90
Project: LARA 247 Copy ‘1. HINNVA INC., VANCOUVER, B.C.

Attn: 6. WELLS/J. KAPUSTA 7. NINNOVA INC., CHEMAINUS, B.L.

He hereby certify the following Assay of 8 CORE samples

MIN-EN LABORATORIES




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
] EN NORTH VANCOUVER, BC. CANADA V7M 172

TELEPHONE (604) 980-5814 OR (804) 988-4524
|_ ABOR ATOR'ES - TELEX: VIA U.S.A. 7601067 « FAX (604) 980-9621
TIMMINS OFFICE:
gsoEg(sS; |gé370u0|s ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS o~
CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS -1;211_“221363?‘?‘7%3 gﬁA f_ ‘33'9\6 PANTGY
I—_ Geochewmicael Anelysis Certificate 0V-0509-RG1
Company: rﬁINNOVA INC, ' Date: MAY-22-90
Project: LARA 242 Copy 1. MINNDVA INC., VANCOUVER, B.C.
Attn: B.WELLS/J. KAPUSTA 2. MINNDVA INC., CHEMAINUS, B.L.

He hereby certify the following Geochemical Analysis of 17 CORE samples
submitted MAY-16-90 by J.KAPUSTA,

Sample cu FR IN AG  AU-FIRE
Number FPM FEM FFM PFM FFH
13939 1180 i5 195 Y7 119
13940 595 17 88 0.6 29
13941 17 i4 8z 0.5 3
13942 7 25 130 0.8 14
13943 78 80 230 0.9 19
13944 151 i4 40 0.4 18
13945 1100 20 3 0.8 48
13944 121 iz 55 0.4 i
13947 412 14 41 0.4 17
13948 885 31 112 0.6 23
o ‘3945 396 24 192 1.0 72
13957 1200 20 89 52 24
13958 444 iz 40 0.6 10
13959 210 11 52 0.6 &
13960 328 15 89 0.6 iz
13961 3 7 20 0.4 1P
13962 e 1473 17 84 _ 0.8 2

R Songles — LA —GO—RF6

Certified by ,4%%;;2223::;25

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: Ov-0509-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/05/22
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)
SAMPLE AG AS BA Cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
13957 8 14 172 1119 19 2 54 15 A 15 al
13959 5 22 311 204 20 2 32 5 )j HoiA
13961 i 25 589 27 22 1 9 10

LARE  RIEL




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0509-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/22
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 SI02 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
13957 15.85 .155 .77 10.82 1.78 7.09 .18 1.96 L7 0 54.10 .62 3.67  97.17
13959 18.67 .295 1.69 5.80 3.29 4.74 .14 2.36 .28 55.48 .60 1.81  95.15

13961 13.69 .230 .96 3.12 2.70 2.58 .07 2.02 .15 70.68 .30 1.14  97.63




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
l ® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-58 14 OR (604) 988-4524

./ ‘o
:--‘ pufl L B - TELEX: VIA US.A. 7601067 = FAX (604) 980-9621
!!Wj P s Crric
\_ SPECIALISTS IN MINERAL ENVIRONMENTS ?i%ﬁgé‘%sgmmo CANADA P4N 7G7

CHEMISTS » ASSAYERS » ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-9996
[ Bssay LCertificate OV-0509-RA1
Company: MINNOVA INC, Date: MAY-22-90
Project: LARA 242 Copy 1. HINNOVA INC., VANCOUVER, B.L.
Attn: G.WELLS/J. KAPUBTA 2. WINNOVA INC., CHERAINUS, E.C.

He hereby certify the following Assay of 3 ROCK samples
submitted MAY-16-90 by J,.KAPUSTA.

. Sample

LOI

Number e

‘ 13957 5.30
13959 9. 60

13961 2x70

Certified by l%,
e =
MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0498-SJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/22
ATTN: GARY WELLS/J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)
SAMPLE AG AS cu PB SB N
NUMBER PPM PPM PPM PPM PPM PPM
L58+00W 108+00N A 1 7 107 4 71
L58+00W 108+25N 1 7 5 66 2 28
L58+00W 108+50N 1 7 16 92 3 56
L58+00W 108+75N A 8 12 26 3 13
L58+00W 109+00N .1 4 4 25 1 3
L58+00W 109+25N N 12 4 45 2 37
L58+00W 109+50N | 10 8 49 1 60
L58+00W 109+75N 1 11 3 55 2 41
L58+00W 110+00N K 14 9 63 2 59
L58+00W 110+25N A 15 8 76 3 38
L58+00W 110+50N N 16 9 100 4 59
L58+00W 110+75N .1 12 4 62 2 24
L58+00W 111+00N N 11 4 57 1 53
L58+00W 111+25N N 15 9 52 1 50
L58+00W 111+50N 1 11 [ 30 1 31
L58+00W 111+75N .1 16 8 83 2 36
L58+00W 112+00N A 12 7 63 2 50
L59+00W 108+00N 1 16 5 100 2 37
L59+00W 108+25N N 14 4 79 2 60
L59+00W 108+50N N 9 10 90 4 38 . —
L59+00W 108+75N N 14 6 85 3 54
L59+00W 109+00N 1 18 4 56 3 585
L59+00W 109+25N A 13 7 51 3 46
L59+00W 109+50N .2 13 4 69 2 49
L59+00W 109+75N A 13 4 42 2 31
L59+00W 110+00N A 13 12 101 4 72
L59+00W 110+25N 1 15 4 98 3 42
L59+00W 110+50N K 16 5 103 5 72
L59+00W 110+75N R 14 9 82 2 63
L59+00W 111+00N 1 19 6 68 3 40
L59+00W 111+25N A 1 10 76 1 37
L59+00W 111+50N K 4 8 68 1 47
L59+00W 111+75N .2 1 12 66 2 33
L59+00W 112+00N .2 [ 10 60 2 62
L61+00W 108+00N A 6 7 65 2 61
L61+00W 108+25N 1 [} 7 57 2 50
L61+00W 108+50N A 1 9 45 1 36
L61+00W 108+75MN 1 10 8 110 3 62
L61+00W 109+00N 1 9 9 108 2 89
L61+00W 109+25N .1 10 6 54 2 62
L61+00W 109+50N 1 8 5 67 2 65
L61+00W 109+75N 2 8 9 72 1 81
L61+00W 110+00N 1.0 13 20 32 4 49
L61+00W 110+25N N 12 6 98 3 64
L61+00W 110+50N .2 14 5 57 2 67
L61+00W 110+75N .1 5 [ 57 2 84
L61+00W 111+00N 1 8 [} 67 2 70
L61+00W 111+25N .2 9 7 52 2 50
L61+00W 111+50N N 13 5 78 3 9%
L61+00W 111+75N .2 9 8 71 3 54
L61+00W 112+00N 1 16 [ Al 2 65
i " ,.)‘; “
‘




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0528-SJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/24
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)
SAMPLE AG AS cu PB sB N
NUMBER PPM PPM PPM PPM PPM PPM
L60W 108+00N 3 9 5 51 1 58
L60W 108+25N .6 20 9 83 6 60
L60W 108+75N .6 1 12 30 1 ]
L60W 109+00N 3 5 10 74 1 57
L60W 109+25N 3 7 6 82 1 90
L60W 109+75N .3 2 10 77 2 41
L60W 110+00N .3 6 13 92 1 98
L60W 110+25N 3 4 8 110 1 77
L60W 110+50N .5 4 7 75 1 84
L60W 110+75N .5 6 11 47 1 65
L60W 111+00N b 6 4 49 1 39
L60W 111+25N 3 1 13 123 1 89
L60W 111+50N .3 9 6 37 1 44
L60W 111+75N 3 4 8 82 1 53
L60W 112+00N 3 8 9 77 1 m
L62W 110+25N 3 7 16 92 2 54
L62W 110+50N 1.2 2 19 23 1 17
L62W 110+75N .5 12 6 62 1 40
L62W 111+00N 4 9 6 54 1 43
L62W 111+25N A M =5 54 1 33 -
L62W 111+50N 4 10 3 32 1 41
L62W 111+75N 1.3 4 26 25 1 42
L62W 112+00N .6 7 9 93 1 49
L65W 111+50N 1.0 9 17 42 1 75
L65W 111+75N .8 1 20 29 1 40
L65W 112+00N .3 12 6 50 1 51




\

[ LAY

L

I “EN

w LABORATORIES (R

SPECIALISTS IN MINERAL ENVIRONMENTS

CHEMISTS - ASSAYERS « ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (804) 980-58 14 OR (604) 988-4524
TELEX: VIA US.A. 7601067  FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

cochemical nelysis Certificate

Project:
Attn:

MINNOVA INC.
LARA 242
G. WELLS/J. KAPUSTA

0V-0543-RG1

Date: MAY-26-90

Copy 1. HINNDVA INC,, VANCOUVER, B.LC.
2. WINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 30 ROCK samples
submitted MAY-23-90 by P,BAXTER,

FR ZN

Sample Cu AG  AU-FIRE BA
Number PPM FEM PPM FFM FFE PPM
13963 40 20 52 0.4 4
13944 135 50 130 0.8 2
13965 97 18 129 0.6 9
13966 2700 22 120 L 2
13947 2900 25 137 1.4 2
13968 1100 14 136 0.9 1
13969 720 15 130 0.8 2 90-277
13970 410 17 120 1.0 1
13971 1300 15 170 1:8 4
13972 170 35 370 1.3 48
I97S &7 44 400 1.0 58 2900
13974 300 25 745 iod &0 2480
13975 56 20 322 0.8 42 1730
13993 22 32 389 0.4 30
13994 70 15 540 0.4 23
13995 44 7 256 0.3 15
13996 39 76 25 292 _ 0.4 15 90~238
12557 150 57 350 0.6 E0
13998 330 65 224 2.4 120
13999 97 39 330 0.6 2
14001 74 18 920 1.4 1170 2280
14002 37 17 144 0.8 2 1850 234
14003 25 2 35 1.8 1555 3200
14004 30 37 470 1.0 260 F400
14008 197 14 136 0.7 7
14009 100 23 108 1.0 42
14010 52 17 79 0.5 &0
14011 116 168 240 0.7 80 A L0
14012 51 25 320 0.7 12
14013 200 35 1000 0.8 15

Certified by

o2
R

MIN-EN LABORATORIES
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Py

*EN
<G,
b pat ABORATO . TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
gé/\// I- B R T RIES TIMMINS OFFICE:

705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

] MIN VANCOUVER OFFICE:
TELEPHONE (604) 980-5814 OR (604) 988-4524

33 EAST IROQUOIS ROAD

/S SPECIALISTS IN MINERAL ENVIRONMENTS ik BUK S67

TIMMINS, ONTARIO CANADA P4N 7G7

CHEMISTS « ASSAYERS « ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-9996
r Geochemical Anelysis Certificate 0V-0528=RG1
. Cospany: MINNOVA INC, - te: MAY-26-90
Project: LARA 247 Copy 1. MINNOVA INC., VANCOUVER, B

Attn: G.WELLS/P.BAXTER 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 3 CORE samples
submitted MAY-20-90 by P,BAXTER,

Sample cu PH N AG  AU-FIRE
Number FFM PEM FPM PPM PPH
14005 L q 184 26 172 1.2 21 944 — 752
14006 9\?' « 2800 1100 BES0 12,4 388 95,2~ 75T
14007 148 90 420 1.3 108 7959 - 964

Certified by /@%

MIN-EN LABORATORIES



NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

|_ ABOR ATOR'ES - TELEX: VIA US.A. 7601067 = FAX (604) 980-8621

TIMMINS OFFICE:

I l MIN VANCOUVER OFFICE:
705 WEST 15TH STREET

33 EAST IROQUOQOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS FOLECN 287
CHEMISTS + ASSAYERS + ANALYSTS « GEOCHEMISTS %‘f_’ggﬂ%ﬁgﬂﬁﬂg S FaNear
,- Eeochemzcal rr s b o F o C‘e*rt.z F q:ate- 0V-054 3-RG2
”f%wa'“ NNOVA INC . .””'"_ e a6 80
Project: L{-‘;Ea 2 : ‘Copy 1. HINNDVA INC., VANCOUVER, B.C.
Atin: G.WELLS/J.KAPUSTA 2. HINNOVA INC., CHEMATNOS, B.C.

He hereby certify the following Geochemical Analysis of 3 ROCK samples

submltted MAY 23 90 by P BAXTER

Sample e T = EU FB' el e

Number FEM FFM FRH = FPE PEM

18014 170 45 118 1,7 5

14015 z60 25 590 1.5 g7 2 R0
140164 1950 1140 6200 8.0 273 1220

Certified by ez

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0498-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/28
ATTN: GARY WELLS/J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)

SAMPLE AG AS BA Ccu PB SB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

13935 T 19 566 326 30 1 148 5

16993 4 19 234 19 47 1 13 5

16994 {57 1 242 621 22 1 21 5

16995 .6 23 144 76 35 1 80 5 o g 4

16996 .2 19 109 11 20 1 130 5

16997 .3 46 131 78 22 1 106 5

16998 1.2 10 61 257 16 1 68 10

16999 N .7 10 249 395 2 2 8 5 -

17000 .2 16 197 19 13 1 15 5

17001 2 30 174 13 21 1 26 5

17002 4 28 86 315 2 1 116 5 j 2} F

17003 1.0 14 136 272 16 1 120 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0498-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/28

ATTN: GARY WELLS/J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)

rSAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 P205 S102 TI102 S TOT(%)
NUMBER % % % % % % % % x X % % %
13935 12.79  .225 .93 3.20 2.19  2.75 A1 L2 A 7,07 .28 1.71  96.61
16993 13.67  .200 38 2.43 0 3.27 115 .05 1.12 A7 73.48 26 115 97.32
16994 17.62 120 4.43  12.72 69 6.16 59 2.45 34 47.45 .87 .77 94.23
16995 | ., 12.19  .125 94 2,64 1.45 2.2 A5 1.80 .25 74.45 31 117 97.70
16996 3 14.54  .120 22 476 1.48  4.64 .21 1.38 .23 66.90 40 1,53 96.40
16997 12.56  .090 62 6.97 A A4 1.63 26 67.21 43 2.78  97.60
16998 15.61  .035  2.62 11.07 .01 6.64 .33 3.00 .31 53.32 71 1.72 95.36
16999 14.63  .080 2.3 11.20 .01 6.19 .34 3.06 .32 53.80 .70  2.66 _ 95.31
7000 10.61 175 .44 2.8 1.38  1.78 .05 12 8 78.41 A5 1.37  97.50
17001 :)2‘;7 12.90  .250  1.08  3.89 75 3.9 12 1.58 .32 70.07 36 1.50  96.75
17002 | 12.33  .080 .99 7.18 .01 5.8 30 2.18 .35 64.15 45 1.93  95.82
17003~ 14.03  .085 1.02 11.15 .01 6.53 24 2.09 .35 57.25 .68 2.89  96.31




NORTH VANCOUVER, B.C. CANADA V7M 172
TELEPHONE (804) 980-5814 OR (604) 988-4524

*EN
/7 I_ A BOR ATORIES - TELEX: VIA US.A. 7601067 » FAX (604) 980-9621

VA FFICE:
I O UANCOUYER oF
Nt

TIMMINS OFFICE:

\ 33 EAST IROQUOIS ROAD
le SPECIALISTS IN MINERAL ENVIRONMENTS oo R

CHEMISTS + ASSAYERS * ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996

|_ Saasagtey DweeddFficade 0V-0498-RAl
Cospany:  MINNOVA INC, Date: MAY-28-90
Project: LARA 242 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Atin: GARY WELLE/J.D.KAPUSTA 2, HINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 12 ROCK samples
submitted MAY-15-90 by J.KAPUSTA,

Sample LOI
Number %
13950 4,00
16993 Z2.80
16994 b 9]
16995 2.50
165946 4,20
16797 4,40
16998 5. 40
16999 6.30
17000 Sa 00
17001 S 70
TO02 5. 00
17003 e d O

Certified by

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0558-HJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/29
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)

SAMPLE AG AS cu PB sB N
NUMBER PPM PPM PPM PPM PPM PPM
LINE39+00W118+50N o 1 31 20 1 52
LINE39+00W118+75N 1 1 32 28 1 69
LINE39+00W119+25N g1 1 31 26 1 72
LINE39+00W119+50N .2 2 40 38 1 83
LINE39+00W119+75N .2 2 34 41 1 1
LINE39+00W120+00N 2 2 51 30 1 111
LINE39+00W120+25N .9 14 122 35 2 272
L INE39+00W120+50N A 3 37 49 1 103
LINE39+00W120+75N .7 7 44 46 1 132
L INE39+00W121+00N .3 1 35 53 1 105
LINE39+00W121+25N .3 1 32 40 1 101
LINE39+00W121+50N P 1 29 34 1 90
LINE39+00W121+75N 4 3 31 57 1 m
LINE39+00W122+00N .3 8 68 47 1 130
LINE39+00W122+75N 3 7 26 42 1 75
LINE4O+00W118+50N 3 4 24 34 1 73
LINE40+00W118+75N .6 9 36 35 1 60
L INE40+00W119+00N o 4 57 23 1 77
LINE4O+00W119+25N .7 4 41 28 1 85
L INE40+00W119+50N .9 5 52 28 1 77
LINE4O+00W119+75N 1.1 9 60 40 2 97
LINE4O+00W120+00N .8 12 47 33 1 100
LINE40+00W120+25N 1.3 14 54 42 2 82
LINE40+00W121+25N 1.1 12 80 41 1 153
LINE40+00W121+50N 7 5 50 41 1 95
LINE4O+00W121+75N .8 12 96 39 1 147
LINE40+00W122+00N .8 11 34 49 1 79
LINE4O+00W122+25N .8 10 171 35 1 205
LINE4O+00W122+50N A 3 26 36 1 78
LINE4O+00W122+75N T 10 45 27 1 109
LINE40+00W123+00N .6 1 121 32 1 294
LINE67+00W109+00N 1 1 16 39 1 76
LINE67+00W109+25N A 1 20 61 1 50
LINE67+00W109+50N & 1 20 27 1 47
LINE&7+00W109+75N 41 1 10 73 1 110
LINE67+00W110+00N .2 1 12 28 1 57
LINE67+00W110+25N o2 1 16 61 1 51
LINEG7+00W110+50N A 1 13 59 1 85
LINE67+00W11Q+75N 1 1 13 55 { 78
LINE67+00W111+00N .2 1 13 3 1 99
LINEG7+00W111+25N 3 3 18 36 1 56
LINE67+00W111+50N A 1 16 37 1 61
LINE67+00W111+75N 5 | 1 9 71 1 63
LINE67+00W112+00N 1 1 9 77 1 81

=

Vi

!
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COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: 0V-0528-RJ2
DATE: 90/05/29

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA CuU PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
17004 7 5 4 354 27 3 78 5
17005 77 7 7 388 108 23 1 89 5
17006 K 1 74 1 14 1 21 5
17007 1.8 4 15 95 21 1 36 5
17008 R 1 182 4 13 1 45 5
17009 q ’-}-7 .2 1 175 7 12 1 26 5
17010 o- 5 7 127 1% 19 1 19 5
17011 .9 4 39 6 17 1 9 10 -
17026 2 11 239 1 21 1 39 5
17027 1.4 13 97 14 23 1 180 5
17028 1.1 36 123 63 46 1 151 5
17029 ?ﬂ'% 4 7 176 15 16 1 12 5
17030 2 88 7 13 1 7 5

| -




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0528-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/29
ATTN: G.MELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20  MGO  MNO2  NA20  P205  S102  TIO2 S TOT(%)
NUMBER % % % % % % % % % % % % %
17004 14.79  .060  1.14 11.66 .59 8.50 25 2.19 A5 51.91 .62 3.79  95.66
17005 077 16.90  .080  3.77  9.02 .60 6.15 31 3.26 .18 52.60 .64 73 94.25
17006 14.13  .035 1.78 2.54  3.06 .77 .09 2.66 .09 70.67 .26 L2 96.20
17007 1797 005 10.24  8.67 .01 4.86 .27 2.80 .27 46.60 .81 .09 92.57
17008 13.94  .060 1.26 2.25 3.25  1.00 .05 2.37 .11 70.85 .26 12 95.50
17009 31 13.65  .050 1.82  2.64  2.99 .78 .09 2.97 .10 69.84 .25 .06 95.23
17010 14.47  .085 2.66 2.8 1.87  1.36 .09  3.83 12 68.91 .32 .10 96.68
17011 N 14,47  .060  3.08 2.90 1.36  1.02 .07 4.88 .12 69.03 .34 .18 97.50
17026 14.16  .085 1.50 3.05 1.87 1.9 12 3.85 .12 68.99 .30 43 96.46
17027 16.80  .100  5.04 8.01 2.54 5.20 30 2.0 19 52.09 .63 .63 93.53
17028 _ 4.9 16.19  .185  3.26  6.62 3.26  3.85 .29 1.86 .21 57.17 .67 70 94.25
17029 >7 14.48  .060 2.82 2.25 2.20 1.17 .04 3.20 A1 68.94 .31 .07  95.65
17030 13.52  .070 1.55 1.59  2.15 .31 .03 4 .06 73.19 .18 .06  96.84




MIN
" LABORATORIES 0.

SPECIALISTS IN MINERAL ENVIRONMENTS
GHEMISTS « ASSAYERS » ANALYSTS » GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA U.S.A. 7601087 » FAX (804) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.O. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

ﬁ¢3&v et FEoats

0V-0528-RAl

Comany:  MINNOVA INC.
Project: LARA 232
Attn:  G.WELLS/F.BAXTER

Date: MAY-29-90
Copy 1. MINNOVA INC., VANCOUVER, B.C.
2. WINNDVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 13 ROCK samples

submitted MAY-20-90 by PAUL BAXTER,

Sample 101
| Number %
17004 FAMLOL0;
17005 oL 4D
17004 F50
17007 £, 50
17008 Ha 70
17009 4.10
17010 250
. 17011 1.70
17026 S.10
17027 4H.20
7028 5.40
17029 2. 60
17050 2.20

Certified by

MIé:é; LABORATORIES




MIN VANCOUVER OFFICE: ;
£ 705 WEST 15TH STREET
® : NORTH VANCOUVER, B.C. CANADA V7M 1T2
o TELEPHONE (604) 980-5814 OR (604) 988-4524

ENVIRONME!
TELEX: VIA US.A. 7601087 = FAX (604) 980-9621
LABORATORIES LTD. TRE RO s
33 EAST IROQUOIS ROAD

P.O. BOX 867
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS - ASSAYERS « ANALYSTS » GEOCHEMISTS 1@%@:?682%@8 ggz@gg‘s PN TG
Sssay Certificate OV-054 3-RA1

EnmpanyMINNQVAINC

: = ~ Date: MAY-30-90
Project:  LARA 242 . Copy 1. HINNOVA INC., VANCOUVER, B.C.
Attn: G.WELLS/J.KAPUSTA 2. HINNDVA INC., CHERAINUS, B.C.

He hereby certify the following Assay of 18 CORE samples
submitted MAY-23-90 by P.BAXTER,

'Samﬁléf”'- e
Number %
S A 8 2 o W 8 s M S At e L A R S A O B T R 1 S LSS
1239464 5. 80
13972 4.15
153995 2.80
17012 b, 30
17015 4,80
17014 4,70
17015 Saol)
17014 T. 70
17017 a0kl
17031 3.85
| FOSR Z.10
17033 T. B0
17034 T 2
17035 7 . G0
17036 20
FOET7 2eng
17038 e 7ot —
17039 Sh
i4014 4,00

Certified by

ﬁéziEN LABORATORIES



COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112

FILE NO: 0V-0558-SJ1
DATE: 90/05/30

ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL * (ACT:F31)
SAMPLE AG AS cu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM
LINE4Q+00W118+50N .9 1 52 20 1 86
LINE40+00W118+75N .6 1 42 18 1 87
LINE40+00W119+00N 1.0 1 106 23 1 82
LINE4O+00W119+25N .6 1 32 12 1 112
LINE40+00W119+50N .6 1 243 28 1 437
LINE4O+00W119+75N 1.2 1 363 30 2 488
LINE40+00W120+00N 1.1 1 314 31 1 303
LINE4O+00W120+25N 1.3 1 180 32 2 259
LINE4O+00W121+25N 1.2 1 441 24 2 482
LINE4O+00W121+50N .8 1 170 17 1 249
LINE4O+00W121+75N 1.2 1 278 26 1 153
LINE4O+00W122+00N 1.0 1 138 26 1 175
LINE4Q+00W122+25N 1.6 7 757 33 5 626
LINE4O+00W122+50N 1.6 4 327 19 1 448
LINE40+00W122+75N 1.2 1 169 17 1 253
LINE4O+00W123+00N 1.3 5 492 23 1 849
Va
i\‘ R 33 T R T TR aiomy
- REIVED

i

JUN 5 20990

%

P

H



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0557-SJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/05/30
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)

SAMPLE AG AS cu PB sB N

NUMBER PPM PPM PPM PPM PPM PPM

L39+00W118+50N K 1 80 17 3 63

L39+00W118+75N .3 5 54 20 2 98

L39+00W119+00N 1.2 14 81 27 7 140

L39+00W119+25N A 1 27 16 1 155

L39+00W119+50N .5 10 123 26 7 118

L39+00W119+75N .2 24 41 25 9 273

L39+00W120+00N .9 20 435 33 9 336

L39+00W120+25N .9 24 296 25 8 632

L39+00W120+50N .8 10 228 33 7 590

L39+00W120+75N A 26 492 38 12 509

L39+00W121+00N 1.1 18 539 21 7 461

L39+00W121+25N 1.1 25 306 24 8 639

L39+00W121+50N .8 16 284 21 5 486

L39+00W121+75N .8 26 519 26 6 597

L39+00W122+00N .8 2 476 27 7 583

L39+00W122+25N 1.0 14 306 26 8 357

L39+00W122+50N 1.1 20 360 24 7 290

L39+00W122+75N .8 19 200 25 9 181

L62+00W108+00N A 8 12 67 1 9%

L62+00W108+25N A 4 =12 104 1 87 -

L62+00W108+50N A 6 14 74 1 83

L62+00W108+75N K 5 10 80 1 101

L62+00W109+00N A 1 12 87 1 85

L62+00W109+25N K 4 10 70 1 78

L62+00W109+50N A 6 12 101 1 92

L62+00W109+75N K 1 10 116 1 92

L62+00W110+00N A 4 14 86 1 86

L63+00W108+00N A 6 12 36 1 56

L63+00W108+25N K 1 14 63 1 70

L63+00W108+50N R 1 15 49 1 54

L63+00W108+75N K 1 31 37 1 51

L63+00W109+00N . 3 14 88 1 87

L63+00W109+25N A 4 11 83 1 74

L63+00W109+50N A 7 14 76 1 79

L63+00W109+75N A 9 10 76 1 70

L63+00W110+00N A 2 14 108 2 108

L63+00W110+25N A 1 16 98 1 127

L63+00W110+50N A 1 14 68 1 105

L63+00W110+75N 3 1 18 35 2 54

L63+00W111+00N A 1 9 64 1 64

L63+00W111+25N R 6 11 75 1 108

L63+00W111+50N K 8 45 98 1 139

L63+00W111+75N A 3 13 53 1 77

L63+00W112+00N R 1 10 57 1 93

L64+00W108+00N A 9 25 101 2 90

L64+00W108+25N A 1 1 68 1 70

L64+00W108+50N A 2 10 30 1 9%

L64+00W108+75N A 2 15 30 1 79

L64+00W109+00N A 6 21 21 1 105

L64+00W109+25N A 8 8 43 1 78

L64+00W109+50N K 7 12 75 1 110

L64+00W109+75N A 7 10 62 1 116

L64+00W110+00N K 4 9 86 1 R

L64+00W110+25N N 1 13 45 1 60 e

L64+00W110+50N A 8 14 76 1 90 g

L64+00W110+75N .4 4 12 57 2 78 i T

L64+00W111+00N A 10 14 69 1 122 R

L64+00W111+25N 3 7 1 67 2 93 i

L64+00W111+50N A 1 10 35 1 45 JU 4

L64+00W111+75N 3 5 15 59 2 64 N 1 0o




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0557-5J3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/30
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)
SAMPLE AG AS cu PB SB N
NUMBER PPM PPM PPM PPM PPM PPM
L64+00W112+00N A 4 1 57 1 62
L&5+00W108+00N .3 1 12 42 1 82
L&5+00W108+50N .3 8 1 50 2 85
L65+00W108+75N ) 10 7 35 1 57
L65+00W109+00N 4 5 7 36 2 100
L65+00W109+25N K] 5 10 110 3 M
L65+00W109+50N .1 3 13 82 1 86
L65+00W109+75N A 3 9 58 2 148
L&5+00W110+00N 1 1 11 69 1 110
L&5+00W110+25N .5 5 18 41 3 85
L65+00W110+75N 5 12 23 38 3 69
L65+00W111+00N K 8 21 16 1 95
L65+00W111+25N .3 4 20 17 1 67
s ~ Uiy I
f:

et TN




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0543-RL3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/30

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO  MNO2  NA20  P205  SI02  TIO2 S TOT(%)
NUMBER % % % % % % % % % % % % %
13966 ;o 16.33  .120 .38 7.57 2.30 6.02 .23 1.86 .18 57.51 .61 2.87  95.98

| 13972 | 12,21 220 1.50 2.46 3.62  1.19 .05 .76 .10 72.38 .27 1.52  96.28

13995 2FE | 13.77 130 .68 2.71 3.1 1.7 A4 2091 09 7101 .26 .51 97.06
17012 ~77 16.44  .105  3.10 2.48 3.49 1.40 .05 2.32 .13 62.87 .36 .28 93.03
17013 7\ 7.1 .010  4.35  9.05 .31 5.95 34 3.73 .19 52,55 .66 6994293
17014 16.44  .005  3.67  8.95 .25 7.19 .35 3.14 .21 53.60 .66 31 94.76
17015 jz&‘( 17.03  .025  3.07 10.44 63 6.21 .24 3.59 .18 51.50 .68  2.28 95.86
17016 15.50  .005 3.72  9.79 .29 6.30 .29 3.19 .18 53.19 .62 .63 93,70
17017 15.83  .030  4.54 10.31 .30  7.22 26 1.62 .20 52.91 .60 .13 93.94
17031 ) 14.76  .080 1.27 4.52 1.39  2.81 07 4.7 13 65.77 34 1.23 96.54
17032 13.84  .110  1.10  2.91  3.07 1.8 .09 2.28 .10 70.26 .27 .94 96.82
17033\ 7¢p 17.45  .060  4.06  9.17 .86 5.9 .37 3.9 .23 50.76 .68  1.03  94.56
17034 : 17.11 145 3.06  8.36  1.87  4.91 .30 3.91 .20 53.15 71 1.09  94.82
17035 15.63  .120 3.18  8.87 2.60 7.2 .35 .97 .21 51.87 .75 1.48  93.26
17036 15.58  .250 .80  6.11  4.11  5.16 .25 .40 .20 59.77 .60 2.25  95.47
17037 }}g:{ 12.83  .135 .89  1.54  2.19 .96 .04  3.28 .09 74.59 .19 .55 97.29 |
17038 ” 17.48 105  5.21  8.45  1.49  4.44 31 4.85 .24 49.03 .65 41 92,67
| 17039 | 13.66 .185  1.67  2.90  2.79  2.47 .08 1.8 .11 69.46 .26 .92 96.35 |

14014 50 13.84  .190  1.28  4.45  3.14  2.79 .20 1.81 .13 67.06 40 1.25  96.55




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0543-RJ3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/30
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
[ sAMPLE AG AS BA cu PB sB 2N AU
" NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
13964 4 5 89 133 45 1 120 10
13972 27 :'L %3 14 349 7 31 1 327 50 ”2?;
13995 275 IR | N V- I 16 1 51 5 23E |
17012 A7 7 .7 89 7 2 1 38 5 _FFF
17013 .6 1 12 204 28 1 109 5 ﬁ
17014 1.0 1 4 Thh 23 1 109 5
17015 .6 1 28 64 26 1 81 5 2 & /
17016 .6 1 13 309 28 2 97 10
17017 7 1 62 7 25 1 51 5 S
17031 .6 28 93 6 31 1 45 5 i
17032 o 21 170 154 25 1 56 5
17033 1.3 1 118 193 29 1 122 10 2 O
17034 1.1 9 289 208 31 1 163 5
17035 2.2 4 143 358 39 3 222 30
17036 T 31 222 95 45 147 30 I
17037 .5 13 214 25 17 1 &4 5 o -
17038 .9 14 676 130 37 4 120 10
17039 4 18 420 9 22 1 36 15 S
14014 1.0 19 204 201 62 1 126 20 280




S roaes | o

l MIN

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 « FAX (604) 880-8621

33 EAST IROQUOIS ROAD
P.O. BOX 867

‘W LABORATORIES - TIMMINS OFFICE:

b

CHEMISTS + ASSAYERS * ANALYSTS + GEOCHEMISTS TELEPHONE: (705) 264-0996
aeaahemzcal e X = *\tificate 0V-0563-RG1

Company: MIHNQVA INC.
Project: LARA 242
Attn: G.WELLE/J . EAFUBTA

We hereby certify the folld

Bate: JUN-01-90
Copy 1. RIMNDVA INC., YAHCOUVER, B.C.
2. HINNDVA INC., CHEMAINUS, B.L.

chemical Analysis of 30 CORE samples

submitted MAY-27-90 by J.KAPUSTA,

Sample cu FH ZN Ak AU-FIRE EA
Number FFPM FFEM FFM FFEM FFE FFM
14017 1485 9 121 1. 2
14018 2H00 12 1iB 1.0 1
14017 1240 ig 48 i.d &
140320 105 ¥ &l 0.2 2
14051 i 10 &7 i 1 3 2000

At Sy b s IS S a2 A S A 4 e e S 11 i Sl 4 451 e B P i S4B A o o 5 AN 44 b it 4 i o i - S . i P Hie b Ford S $hin S a4 e S 4 AR o4 Pkl T o o e e S S 44 e i A o 55 s v ol s b b S i i

14082 ar 14 ¥ 0,3 i 1300
14023 8 10 445 0.2 i 1020
14024 20 22 78 0.4 2 950
14025 245 &20 S350 G.8 20 1210
14035 a8 2/ 108 1:2 140

14051 47 26 R0 0.5 3

4052 23 9 174 0.4 1

140583 & im i78 .6 z
14054 136 i9 495 0.8 13

14055 145 ié 215 0.8 s

140546 152 2 172 Qo &
14057 2 213 ) 178 o 11

14058 103 2F 7 1.0 21 2000
14059 44 47 122 0.4 25 2150
14040 92 205 745 1.7 &2 1950
140461 4% 158 1.2 G4

140462 &7 74 415 0.8 2E I700
140462 115 174 2450 2:8 go 2100
14044 41 a4 i 0.7 ig8 J290
140465 35 23 2 0.8 78 2760
14066 14 14 22 £ 5 2

140467 8 2 20 .4 1

140468 & L ) 0.3 =

14069 11 9 i& 0. 4 ¥

14070 iz 15 18 4 i

Certified by [/M

MI Né{ LABORATORIES |



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
S5 ® EN NORTH VANCOUVER, BC. CANADA V7M 1T2
Gy, : TELEPHONE (604) 980-5814 OR (604) 988-4524
5“*% pofl L ABOR ATOR'E s . TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
L ]
ﬁ TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
P.O.BOX 867

SPECIALISTS IN MINERAL ENVIRONMENTS
_ CHEMISTS + ASSAYERS « ANALYSTS » GEOCHEMISTS %’ﬂé?ﬁéﬁé‘%@& ggoﬁgggs Gty
r Geocchemical Apnslysis Certificate 0OV-0563-RG2
Cospany:  MINNOVA INC, Date: JUN-01-90
Project:  LARA 242 Copy {. MINNDVAR INC., VANCOUVER, B.C.

Attn: G.WELLS/J. KAPUSTA 2. MINNOVA INC., CHEMAINUS, B.L.

He hereby certify the following Geochemical Analysis of CORE samples
submitted MAY-27-90 by J.KAPUSTA,

Sample cu FB ZN At  AU-FIRE AS Sh
Number FPM PPM FFM PEM FFE =y FFM
14071 26 11 41 0.8 2 &b 3
14072 48 & 70 0.3 7 2230 18
14073 14 13 35 0.4 2 700 &
14074 22 7 27 0.4 29 11250 40
é 14075 19 ié 31 0.4 48 11875 39
14076 20 10 38 0.4 41 16B75 63
i 14077 25 13 47 0.4 Sb 11875 22
14078 ; it 9 &7 0.4 13 S000 &
14079 34 & 33 0.6 4 375 1
14080 7 ) 24 0.2 2 37 1
14081 178 19 87 0.8 a 375 1
4082 1 7 36 0.2 1
< -~

Certified by

—EN LABORATORIES

—



COMP: MINNOVA INC.

PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 0V-0578-SJ1
DATE: 90/06/02

ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)
SAMPLE AG AS cu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM
LINE 66+00W 107+75N .3 1 23 43 1 91
LINE 66+00W 108+00N 3 5 2 29 1 44
LINE 66+00W 108+25N .3 2 13 41 1 44
LINE 66+00W 108+50N .3 3 17 40 1 63
LINE 66+00W 109+00N .3 5 22 19 1 39
LINE 66+00W 109+25N 3 6 23 29 1 51
LINE 66+00W 109+50N 3 5 10 45 1 70
LINE 66+00W 109+75N 3 3 7 37 1 79
LINE 66+00W 110+00N 3 1 8 51 1 64
LINE 66+00W 110+25N 3 1 7 37 1 70
LINE 66+00W 110+50N 3 3 10 30 1 60
LINE 66+00W 110+75N 3 1 13 26 1 48
LINE 66+00W 111+00N 3 1 8 50 1 60
LINE 66+00W 111+25N 3 1 9 32 1 58
LINE 66+00W 111+50N 3 1 10 55 1 74
LINE 66+00W 111+75N £ 1 9 37 1 81
LINE 66+00W 112+00N .5 10 13 53 2 61
LINE 67+00W 108+00N 3 7 20 25 1 96
LINE 67+00W 108+25N 3 6 1 95 1 77
LINE 67+00W 108+50N 3 7 8 62 1 86
LINE 67+00W 108+75N 3 4 10 100 1 97




EN
I.ABORATORIES -

SPECIALISTS IN MINERAL ENVIRONMENTS
GHEMISTS - ASSAYERS = ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

IORTH VANGOUVER, BC. CANADA V7M 1T2
.ELEPHONE (804) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 « FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

P o S T O = el i R A el e

OV-0563—RA1

Attn:

:5 §pa§{?ffﬁﬁiﬁ“5§¢i*I

Project:

LARA 247 -
G.WELLS/.EAPUSTA

ﬂﬁw'JUN Oé 90

Copy 1. NINNDV INC., VANCOUVER, B.C.

7. MINNDYS INC., BARRIERE, B.C.

He hereby cerﬁify the following Assay of 10 ROCK samples
submltted MAY-27-90 by J,.KAPUSTA

Certified by

hamQIE'--' ' 'LDI~; éi
Number Y%t
14020 4,40
14051 4,80
14052 LOT A
14053 G.70
14054 19,10
14057 Ha &0
140461 H. 15
14066 S
14070 4. 60
140EE 7o
et r
e T B S R S i

dg%;;EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: O0V-0563-RJ3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/04
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB sB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14020 . 10 641 101 7 1 54 5

14051 R 23 200 43 21 1 299 5

14052 A 15 119 20 10 1 155 5

14053 .6 36 285 139 23 3 161 5

14054 4 50 448 146 22 3 511 5

14057 .6 19 301 219 22 1 164 10

14061 1.4 17 541 45 148 1 159 85

14066 .6 22 210 8 14 1 27 5

14070 .6 28 266 9 12 1 3 5

14082 .5 88 327 8 7 1 31 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0563-RL3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/04
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14020 12.90 .200 2.09 2.81 2.98 1.73 .10 2.39 .57  68.35 .26 .70 95.07
14051 15.27 115 1.18 4,38 3.31 3.08 14 1.66 .55 64.08 .39 .26 94.43
14052 15.15 .120 .62 3.74 3.40 2.81 -1 1.18 .52 67.68 .34 .08 95.74
14053 16.59 .100 2.88 8.33 2.98 4.78 .23 1.55 .58 50.65 .67 .38 89.74
14054 14.50 .135 3.1 7.47 2.88 3.81 .22 1.20 .52 45.56 .56 1.15  81.10
14057 16.93 115 1.7 9.29 3.36 5.49 .33 .27 .58 51.93 .69 1.29 91.98
14061 12.91 .265 1.41 3.08 3.65 1.76 .07 .04 .53 68.96 .31 2.82 95.80
14066 13.32 .095 2.70 3.52 2.60 1.60 .06 2.33 .54  66.88 .31 2.67 96.63
14070 13.31 .100 2.76 3.57 2.57 1.60 .06 2.33 54 67.41 .31 .60  95.16
14082 11.84 .090 4.08 2.27 2.99 1.7 .04 .04 .53  67.90 .19 04 91.73




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: 0V-0579-RJ2
DATE: 90/06/04

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB S8 N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
.8 34 320 124 34 1 264 35

14033 ;l/;Q




COMP: MINNOVA INC.
PROJ: LARA 242
ATTN: G.WELLS/P.BAXTER

MIN~-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2
(604)980-5814 OR (604)988-4524

FILE NO: QV-0579-RL2
DATE: 90/06/04
* ROCK *  (ACT:FIRE)

SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14033 14.73 . 245 1.03 5.26 3.62 4.18 .21 .81 .23 63.59 .49 1.94 96.33




mn

LABORATORIES (il

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS « ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA USA. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUCIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO GANADA P4N 7G7
TELEPHONE: (705) 264-9996

aaagy Serd i ficadtse

OV-0579-RAl

Attn: G wELL:/r,EQXTER

- - ﬁafe. JUN-04- 90
Eopy 1. HINNOVA INE. . VANCOUVER, B.L.
2. BINNOVR INC,, CHERRINUS, B.C

He hereby certify the following Assay of 1 ROCK samples

submltted MAY 30 90 by P BAXTER

Sample e --”1' e LDI
Number 74
14033 4,50

Certified by

b2 Gl
MIE;%; LABORATORIES



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

*EN
- TELEX: VIA USA. 7601067 » FAX (604) 980-9621
LABORATORIES TIMMINS OFFICE:

33 EAST IROQUOIS ROAD
P.O. BOX 867

SPECIALISTS IN MINERAL ENVIRONMENTS TIAMING. CNTARIC CANADA PaN 767
CHEMISTS « ASSAYERS « ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
I— Axssay Sertificate 0V-0579-RA2
Cospany:  MINNOVA INC, : ] Patz:  JUN-04-90
Project: LARA 242 Copy 1. MINNDVE INC., VANCOUVER, B.C.
Attn: G.WELLS/F.BAXTER 2. HINNOVA INC., CHEMAINUS, B.C.

We hereby certify the following Assay of 1 ROCK samples
submitted MAY-30-90 by P,BAXTER,

Bample IN

Number;\ e

P ettt ) | B2 - T T e T T L T 2 Y A T S T £ TR T TS = B Y AR o 0 M e e e e T
i AT i 5
il g Q 8 g 1a44a

ote

Certified by

N

MIN-EN LABORATORIES



)
b

705 WEST 15TH STREET
® EN NORTH VANCOUVER, BC. CANADA V7M 1T2

j MlN VANCOUVER OFFICE:
TELEPHONE (604) 980-5814 OR (604) 988-4524

e
=L 22 LABORATORIES - TELEX: VIA US.A. 7601067 « FAX (604) 980-9621
g‘\\ / TIMMINS OFFICE:

\ 33 EAST IROQUOIS ROAD
: lb} SPECIALISTS IN MINERAL ENVIRONMENTS Sy i SR

CHEMISTS « ASSAYERS * ANALYSTS » GEQCHEMISTS TELEPHONE: (705) 264-9996
r Geogchemical Aneslyvsis ertificate 0V-0579-RG1
Cospany:  MINNOVA INC. Date: JUN-04-90
Project:  LARA 242 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn:  BLWELLS/FP.BAXTER , 2. WINNOVA IMC., CHEWAINUS, B.T.

He hereby certify the following Geochemical Analysis of 12 CORE samples
submitted MAY-30-90 by P,BAXTER,

Sample Cu FE ZN A6 AU-FIRE BA
Number FFM FPH FEM FFM FRE FPH

S —— i = = T Yor T B0 R o S A 0 T T A e
14026 1432 3 59 0.6 1
14027 2% 17 215 0.7 42
14078 42 27 157 0.8 %7
14079 i), 230 98 515 102 50
14070 /355 119 a0 245 G.9 a4
07 29 27 189 0.5
0% 700) 1920 5,5 {230
o 112 75 DEE 1.0
L 4034 148 43 o —— v N ’
| 13036 10800 75 65 98 ;
14037 2 Vgh 2850 32 182 1.8 83
4038 &2 23 b4 O.h 19

Certified by

MI N LABORATORIES



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET

l ® EN g NORTH VANGOUVER, B.C. CANADA V7M 1T2
e TELEPHONE (604) 980-5814 OR (604) 088-4524
& % l_ ABOR ATOR'ES - TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
\ TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
0. 57
SPECIALISTS IN MINERAL ENVIRONMENTS RS & A A
CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
Ll o ol o X = o | ﬂn@l yxids Sertidficasts 0V-0577-RG1

L T
Number - ' FRM PEM PEM = FPE

MINNOVA INC, Dater JUN-04-90

"fj'Pru;ett O LpEn 247 - ' ._*. T . ﬁspy 1. Hl%ﬁﬂ?ﬁ INL., h%paaxgrg e,
Atth: G.WELLS/P.BAYTER e 2, HINNOVA INC., CHEWAINUS, B.L.

He hereby certify the following Geochemical Analysis of 7 ROCK samples
submitted MAY-29-90 by P BAXTER,

14037 39 &0 »

14040 1100 P40 10050 70

14041 210 i 25 L1 &

14042 \ 943 142 150 485 7.9 189

14045 ; L44W1 124 1780 Z4B 3%%0 q”i 79250 1.0 145 ié A0
14044 L.40 18 100 22 g0 48 Gl20 ©-7 1zp 2 rasd
14045 7 10 HE 0.6 i

7. ‘55 " 194_40 £19.40 %(; 30 2.3

T Wi 303 e ﬂsmj

Certified by

/
Mfg;EN LABORATORIES



NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 880-5814 OR (604) 988-4524

e EN _
- TELEX: VIA U.S.A. 7601067 » FAX (604) 980-9621
LABORATOR'ES TIMMINS OFFICE:

33 EAST IROQUOIS ROAD
P.O. BOX 867

I l MIN VANCOUVER OFFICE:
l : 705 WEST 15TH STREET

=:'Saﬁlpie“.f"””"”

SPECIALISTS IN MINERAL ENVIRONMENTS T R —
CHEMISTS » ASSAYERS » ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-3996
B e e el FOF o am e OV-0577-RA1l
’ téﬂﬁasﬁy:fﬁ;:'_MINNGVA INC . = Date: JUN-04-90
Prquct? CoLARn 20 S = Cﬂpy t. MINMDYE IRC.. Vﬁﬁrﬁuvtﬂ lis i

Attn: B WELL BAF. F{Q}(?EF« 2. HINNOVA INC., CHEMAINUS, B.L.

He hereby certify the following Assay of 6 ROCK samples
submitted MAY- 29 90 by P BAXTER

Number %

Certified by

ﬁ;ﬁ—EN LABORATORIES



|

MIN - VANCOUVER OFFICE: |
i 705 WEST 15TH STREET i

® EN JRTH VANCOUVER, B.C. CANADA V7M 172 {
LEPHONE (604) 980-5814 OR (604) 988-4524 ‘

\

\

i

TELEX: VIA US.A. 7601067 « FAX (804) 980-9521
LABORATORIES - TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

P.O. BOX 867

SPECIALISTS IN MINERAL ENVIRONMENTS et
CHEMISTS » ASSAYERS =« ANALYSTS « GEQCHEMISTS iy_hég\lﬁéﬁgﬂlﬁ\?%g) gé:—lgggG P4aN 7G7
S e g T g e g ?‘“.zu**atvs* OV-0562-RA1
 Company: MINNOVA ...
Attn: B, WELLS/J. KAPUSTA e 2. HINNDVA INC., CHERATNIS, B.C.

He hereb? certify the following Assay of 7 ROCK samples
submltted MAY- 27 90 by e KAPUSTA‘

|

|

l

Projects  LARA 247 ' i = Eﬂpv i, ATNOVA INC., VANCOUVER, B.C. : |
|

|

i

Number Hois ;

T T T Y T TR TR SR o = IR 2
17047 5. 10
17048 Sala
17049 4,90
TS 5. 20
5. 80

Certified by %

MI WLABORATORIES l‘




COMi: MINNOVA INC.
PROJ: LARA 242
ATTN: G.WELLS/J.KAPUSTA

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172
(604)980-5814 OR (604)988-4524

FILE NO: OV-0562-RJ1

DATE: 90/06/04

* ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
17047 .5 16 288 15 20 1 45 5
17048 .2 18 476 15 22 1 28 5
17049 .2 12 186 7 18 1 39 5
17056 1.7 1 29 32 21 1 54 5
17057 .7 13 115 28 24 5 52 5
17058 .8 26 443 172 21 1 48 5
17059 1.7 1 120 105 21 2 141 5

A

JUN 6 1990

e TSRS



COMi-: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112

FILE NO: 0OV-0562-RL1
DATE: 90/06/04

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:FIRE)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
17047 14.84 .090 3.21 3.21 2.56 1.54 .12 4.38 .53 63.09 .30 .12 94.00
17048 14.39 -150 .77 3.59 2.79 2.29 .06 3.04 .55 67.94 .29 .14 95.99
17049 14.33 .085 2.61 2N 3.33 1.47 .12 2.38 .54 66.46 .28 .02 94.53
17056 16.98 .030 4.90 10.41 1.75 6.18 .22 2.76 .58 49.22 .87 1.26  95.14
17057 16.28 .080 1.21 9.05 1.85 6.89 .18 3.72 .54 52.86 .66 2.71  96.03
17058 14.14 .185 1.41 2.98 2.98 1.84 .08 2.58 .52 68.52 .27 1.39  96.89
17059 16.84 -110 2.41 8.43 2.60 5.99 .26 2.80 .56 53.14 .64 46 94.24




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: OV-0577-RJ2
DATE: 90/06/04

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA ol PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
17050 3496 2.1 1 87 631 33 5 3906 5
17060 225 -3 451 164 14 21 1 46 5
17076 .9 26 83 627 26 1 84 5
17077 .2 20 106 25 22 1 52 5
17078 1 196 .6 39 79 230 36 2 137 5
14045) o5 12 179 6 25 1 22 5




COMP: MINNOVA INC.

MIN-EN LABS — ICP REPORT

FILE NO: OV-0577-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/04
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
17050 19.25 .060 3.64 10.74 1.93 7.28 .62 2.44 .26 45.04 .81 2.61 94.68
17060 14.97 .065 1.79 2.69 1.66 1.14 .06 4.9 50 67.97 .33 .31 96.06
17076 14.58 .060 .61 3.69 1.63 3.02 .1 3.78 .19 68.14 .34 2.36 98.51
17077 10.88 .090 49 2.04 .93 2.94 .09 49 .01 78.27 12 76 9711
17078 13.67 .050 1.25 6.25 .93 5.17 .18 2.57 .20 63.71 .41 2.05 96.45
14045 14.49 .110 1.53 1.62 2.92 1.51 .03 2.70 .18 70.99 .29 1.00 97.38




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0578-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/04
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA Ccu PB SB ZN AU
NUMBER - PPM PPM PPM PPM PPM PPM PPM PPB
17079 3 28 232 40 28 1 57 5
17080 Qgé 1.4 1 56 251 19 3 55 5
17081 / 1.6 5 32 123 28 5 69 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0578-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/04
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 TI02 S TOT(%
NUMBER % % % % % % % % % % % % %
17079 12.29 .165 1.02 2.95 2.90 2.58 .07 .32 .22 73.40 .21 1.62 97.76
17080 17.54 .020 3.42 8.68 .40 7.36 .21 3.15 32 52.M .70 .77 95.28

17081 16.91 .020 3.18 10.40 .54 6.78 .24 3.23 .35 51.98 .69 2.22 96.55




MIN

<Y\_ <EN
ﬂ\/ / LABORATORIES @l
l‘b} SPECIALISTS IN MINERAL ENVIRONMENTS

CHEMISTS - ASSAYERS + ANALYSTS » GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA USA. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.O. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

r. Besasey Lertificastse

0V-0578-RAl

Company:  MINNOVA INC,
Project: LARA 242
Attn: J. EAFUSTA

fate: JUN-04-90

Copy 1. MINNDYA INC., VANCOUVER, B.C.
2. MINNDYA INC., CHERAINUS, B.C.

He hereby certify the following Assay of 3 ROCK samples

submitted MAY-30-90 by J.KAPUSTA,

S

Sample LOT
Number %
17079 2. 80
17080 4,40
17081 580

Certified by

L L

MI

—EN LABORATORIES



MIN VANCOUVER OFFICE: ‘

. ] 705 WEST 15TH STREET |
4 ® EN : NORTH VANCOUVER, B.C. CANADA V7M 1T2
2 TELEPHONE (604) 980-5814 OR (604) 888-4524
|_ ABOR ATORIES - TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS oo G RN ——
y' CHEMISTS » ASSAYERS « ANALYSTS « GEOCHEMISTS TELE PHC")NE: (705) 264-9996
%

I_ Geochendocslt Sosdysis Sertd ficate 0V-0578-RG2
Company: MINNOVA I ~ Datsr JUN-04-90
“Project:  LARA 242 - - ~ Copy 1. MINNOVA INC., VANCOUVER, B.C.

Attn:  J.KAPUSTA : - - Z. HINNDVR INC., CHEWAINUS, B.L.
He hereby certify the following Geochemical Analysis of 6 ROCK samples
submitted MAY-30-90 by J.,KAPUSTA,
Sample o s - AR AU-FIRE = BEA
Mumber REn FEM FEM FFH FER FEM
e N R B I R R S R e e e R e R R i i i =

14083 2 ig 124 Da b
14084 0.8] 223 Iy22¢” 223 Igep3 2950 B.gp 2.8 223 192
14085 ;M/ 0.2b 159 12090 115 8340 665 Sos4p 1.9 144 =
14084 14 i4 A 0.4 2

FY L7 49 0.7 2

43 e P ! i

L5 193 171 1949 7.36 236Y

|
|
14087
\
|
|
|
\
\
|
\
\
\

Lertified by

e / /
l%l— EN LABORATORIES



COMP: MINNOVA INC.

PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: OV-0556-RJ1
DATE: 90/06/04

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
17018 | o( K 15 128 8 17 1 39 5
17019 § 20 % 18 134 7 19 1 2% 5
17020 T8 1 7% 85 % 1 7% 5
17021 1.5 2 7 140 20 1 36 10
17022 7 29 222 138 29 4 &5 10
17023 K’&(&&_ 3 129 133 8 17 1 2% 5
17024 3 21 164 4 28 1 21 5
17025 5 19 456 35 27 2 41 5
17040 ¥ 5 122 162 20 1 66 10
17041 1.0 7 18 951 2 4 172 5
17042 1.3 10 1% 163 23 2 95 5
17063 7 V7, 1.4 7 7 180 25 5 82 5
17044 : 1.5 9 18 229 22 2 83 5
17045 1.3 4 67 75 17 3 51 5
17046 ™ 29 92 2% 2% 2 63 5
17051 g, ™y 7 20 140 87 28 & 63 5
17052 4" .7 21 156 5 14 1 21 5
17053 T3 2 59 135 30 Z 50 5
17054 / 1.5 32 7 93 17 1 28 5
17055 Q%L 1.3 7 14 273 21 2 76 10




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: OV-0556-RL1
DATE: 90/06/04

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
17018 16.10 .065 1.30 3.29 3.40 1.74 .07 2.31 .10 65.23 .31 L4 94.07
17019 16.14 .060 3.24 4.08 3.52 1.94 .10 1.64 .15 60.91 .39 .22 92.38
17020 19.25 .025 6.22 8.85 .39 5.98 .20 4.41 .22 47.29 .81 .08 93.7
17021 19.64 .005 7.65 9.76 .34 4.99 .22 3.91 .30 46.58 .88 .65 94.93
17022 17.57 .035 5,99 8.89 1.22 4.48 .22 5.09 19 46.65 .70 16 91.19
17023 15.30 .055 2.28 2.80 3.34 1.24 .08 3.19 .19 66.33 .28 130 95.21
17024 15.87 .075 312 3.20 2.29 1.39 .06 4.59 .18 64.45 .34 .08 95.63
17025 18.75 .070 7.07 9.98 1.23 2.01 .14 4.06 47 49.10 .59 .21 93.69
17040 16.73 135 .98 9.90 1.69 7.88 23 1.63 .16 53.22 .64 2.14 95.33
17041 16.98 .015 6.45 11.91 .80 7.36 bb 1.77 27 46.35 .64 1.63  94.61
17042 18.10 .010 444 9.43 .67 6.97 .37 3.68 .20 49.89 .70 .35 94.79
17043 18.51 .005 L.74 9.36 .38 6.79 .30 3.57 .19 50.67 .71 .30 95.53
17044 18.09 10 4.78 7.43 .59 6.09 .25 3.81 .16 53.38 .62 .12 95.34
17045 19.51 .050 2.23 8.12 1.29 6.83 .21 4.31 .25  51.18 .62 1.02 95.62
17046 16.25 .100 1.54 7.01 1.76 5.63 .15 2.78 .13 57.43 .48 2.57 95.84
17051 17.80 .030 5.00 8.08 1.02 4.18 A7 4.98 .20 49.90 .81 .15 92.31
17052 15.27 .110 2.23 3.44 3.62 1.38 .05 3.36 .16 66.27 BT .15 96.41
17053 17.70 .065 2.1 9.54 1.21 7.26 .29 3.97 .24 50.87 .65 1.79  95.69
17054 17.85 .010 4.53 8.97 .88 6.35 .32 3.68 .24 51.06 .70 .23 94.81
17055 17.64 .010 5.00 9.14 .69 6.18 .32 3.81 .22 50.17 .69 31 9417




- BN

/7/ LABORATORIES gl

’f“d
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS * ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE: ‘
705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-58 14 OR (604) 988-4524
TELEX: VIA US.A. 7601067 « FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.O. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

Sessay Lertificate

R

OV-0556-RA1l

Cospany:  MINNOVA INC,
Project: LAaRA 242

Attn: G.WELLS/J. KAFUSTA

Date: JUN-04-90
Copy 1. HIHNDVA INC., VANCOUVER, B.C.
2. WINNGYAR INC., CHEWAINUS, B.L.

We hereby certify the following Assay of 20 ROCK samples

submitted MAY-25-90 by J.KAPUSTA,

Sample Lag
Number L
17018 .00
17019 & 80
17020 Bull 7
17021 4,70
17022 8, 00
17023 4,20
17024 D i)
17025 H.a0
17040 ]
17041 &, 00
"T042 4. 50
L 20485 il
17044 3.70
17045 4.75
17044 9= 70
17051 &.28
17052 PRy A o -
17083 B2l
17054 4,70
17035 Hezh

Certified by




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0563-RJ3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/04
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA 1] PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14020 .1 10 641 101 7 1 54 5

14051 1 23 200 43 21 1 299 5

14052 o 15 119 20 10 1 155 5

14053 .6 36 285 139 23 3 161 5

14054 NA 50 448 146 22 3 511 5

14057 \ .6 19 301 219 22 1 164 10

14061 ;Zf§ | 1.4 17 541 45 148 1 159 85

14066 .6 22 210 8 14 1 27 5

14070 .6 28 266 9 12 1 23 5

14082 .5 88 327 8 7 1 31 5

i




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0563-RL3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/04
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 TI02 S TOT(%)
NUMBER % % % % % % % % % % % % %
14020 12.90 .200 2.09 2.81 2.98 1.73 .10 2.39 .57 68.35 .26 .70 95.07
14051 15.27 .115 1.18 4.38 3.31 3.08 14 1.66 .55 64.08 .39 .26 94.43
14052 15.15 .120 .62 3.74 3.40 2.81 <A1 1.18 .52 67.68 .34 .08 95.74
14053 16.59 .100 2.88 8.33 2.98 4.78 .23 1.55 .58 50.65 .67 .38 89.74
14054 14.50 .135 3.1 7.47 2.88 3.81 .22 1.20 .52 45.56 .56 1.15  81.10
14057 16.93 115 1.71 9.29 3.36 5.49 .33 .27 .58 51.93 .69 1.29 91.98
14061 12.91 .265 1.41 3.08 3.65 1.76 .07 .04 .53 68.96 .31 2.82 95.80
14066 13.32 .095 .70 3.52 2.60 1.60 .06 2.33 .54  66.88 3 2.67 96.63
14070 13.31 .100 2.76 3:57 2.57 1.60 .06 2.33 54 67.41 .31 .60 95.16
14082 11.84 .090 4.08 2.27 2.99 1.71 .04 .04 .53 67.90 .19 .06 91.73




LABORATORIES (il

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS » ASSAYERS * ANALYSTS « GEQCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (604) 980-58 14 OR (604) 988-4524
TELEX: VIA US.A. 7601067 » FAX (804) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

ﬁ_ggw LR el S A = =

0V-0563-RAl

; C‘sampie o e LOI :

L sk

: ”ﬁéépﬁﬁy:h'

; MINNGVA INC
Project:  LARD 242
Attn: 6. HELLS/J. KAPLSTA

| Dste: JUN-D4-90

y 1. NINNOVA INC., VANCDUVER, B.L.
7. RINNOVA INC., RARRIERE, B.C.

He hereby certify the following Assay of 10 ROCK samples
submltted MAY 27 90 by J KAPUSTA

Number %
4,460
4,80
14052 S
14053 AR

14054 15940

o

14044 e

14070 4. 460
140 7280
o

fertified by




MIN VANCOUVER OFFICE:
: 705 WEST 15TH STREET

. NORTH VANCOUVER, B.C. CANADA V7M 1T2
wl *EN

TELEPHONE (604) 980-5814 OR (604) 988-4524

LABORATOR'ES - TELEX: VIA U.S.A. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

P.O. BOX 867
SPECIALISTS IN MINERAL ENVIRONMENTS i

CHEMISTS « ASSAYERS » ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-8996

0V-0598-RG1

: Pra;sct

'”QISampie

' ﬁﬂpy i. BIEROVA IHC., EQHCHHVER, Bi
2. WIRNOVA ENﬂ,, CREMAINUS, H.C.

Aiin: : ENELLS

He hereby certify the following Geochemical Analysis of 30 CORE samples
submitted JUN-02-90 by J D K..

Mumber  PPM B  PEM PEM - FPE P

ij_’!_r"'!qi.'! & 106 1o i
i 12 170 I Z
14091 10 240 ) 7
14097 13 &5 1.4 i
14093 i4 49 P

18094 15 i ol 100

14097 HALG 2 {5

14098 2aé it i

14099 5 i & ik i

14100 5 i Sl {1 |

14101 78 15 o = ik
76 g Ah ) q B30
14 10 44 0.5 1

i7 10 47 Lat 1
R g 41 ] &
1 % 26 0.9 1
287 10 2 0,8 i
i 11 31 a0 3

[.L% 31 50,63 8 13.04 maa%%'~fo%z “ﬁ%m

14114
14115 1.3 35 5205 9 1467 73 SLEq
14114 .49 53 897 5 Fag

14117 (i 5 Gdozb G b

1411 e 46 67.8 _? rzg? sylg?sz 0.6 | Mﬁ

fertified by

p—
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e



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET

® EN : ¥gfggH\g§u§?uv;zR, B.C. CANADA V7M 1T2
604) 980-5814 OR (604) 988-4524
h-n\ ‘}‘;i L A BOR ATORIES - TELEX: VIA U.S.A. 7601067 » FAX ((604)) 980-9621
':‘/ TIMMINS OFFICE:
\ 33 EAST IROQUOIS ROAD
l‘é‘»—} SPECIALISTS IN MINERAL ENVIRONMENTS i S
Jge CHEMISTS « ASSAYERS » ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-9996
r Feochemical AOnaelysis Certificaste 0V-0598-RG2
Company: ~ MINNOVA INC, fate: JUN-06-90
Project: LARA 242 Copy 1. HINNODVA INC.. VANCOUVER, B.C.
- &ttn: G. WELLS 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 2 CORE samples
submitted JUN-02-90 by J.D.K..
;55_4? ¢k2% 2296 .61 4697  444.60 40,0974
Cu

Sample PR 7N AG  AU-FIRE BA
Number FEM PR FEM PEM PPB EEM
14119 l.bﬁ, 181 Q603 152 24336 1600 Jbog 1.2 19¢h 7443 1350 22pp.50
14120 [.6S 144 23366 187 2080 F00 |48y 2.6 £29 38 2.0 1160 1914
12-%b 3'F Sl 509 0.8'% 43 1928
F

Certified by

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0598-RJ3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/07
ATTN: G.WELLS (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14110 335 .5 8 131 109 15 1 35 5
14115499 o2 20 169 39 15 1 223 70
17061 .1 1 134 3 9 1 17 10
17062 3 14 83 251 12 1 24 5
17063 \, )¢ .3 12 47 15 16 1 60 5
17064 .5 3 80 144 1 2 76 10
17065 6 14 49 56 16 2 a1 5
_U_Qfaé_J .5 1 45 124 15 1 58 10
17067 | .2 12 128 7 12 1 15 10
17068 » 300 .2 17 203 15 17 1 21 5
17069 ) 1 1 95 8 18 1 30 5
17082 .2 9 74 20 16 1 30 5
17083 .3 8 56 115 19 1 110 5
17084 r}rg@ .2 27 106 105 20 1 35 10
17085 o 1 3 293 48 6 1 8 5
17086 .9 5 24 267 17 1 93 5
17087 1.1 12 78 712 18 3 59 10
170887, ., .2 9 73 20 10 1 10 5
1?039_‘-,3'“ b 15 52 7 14 1 27 10




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0598-RL3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/07
ATTN: G.WELLS (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BA CAO  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % 3
14110 13.22 .085 1.17 2.95 2.24 2.02 .09 3.17 .23 70.18 .26 1.22 96.83
14115 12.53 .220 .63 2.23 4.21 1.41 .02 .23 .25 73.14 .26 1.67 96.79
17061 13.90 .110 1.52 1.07 2.09 3.03 .03 3.57 .29 72.06 .24 .10 98.01
17062 12.09 .115 .57 2.85 3.12 3.00 .05 -5 .34 73.25 .18 .95 97.46
17063 13.67 .075 .43 5.88 2.32 6.01 .13 2.02 37 62.73 N 2.80 96.87
17064 16.41 «125 .62 9.67 2.36 9.27 .22 2.12 .44 50.73 .67 3.39 96.02
17065 16.17 .055 1.81 9.28 1.75 6.96 .25 3.84 46 52.75 .64 2.75  96.72
17066 17.29 .055 2.36 8.68 215 6.54 .20 3.59 .50 52.41 .70 1.14  95.61
17067 13.15 .120 1.18 2.70 3.07 2.37 .04 2.72 .45 70.08 .24 .88 97.01
17068 13.91 «115 1.51 4.51 2.64 2.07 .06 4.23 .52 65.68 .31 2.50 98.04
17069 14.23 .080 1.22 3.40 2.72 2.02 .07 4.16 .51 67.67 .31 .54 96.91
17082 14.08 .080 1.63 2.50 3.27 2.00 .06 3.46 .51 69.27 -3 .18 97.29
17083 16.83 .115 .42 4.86 3.80 6.05 .24 1.35 .55 59.33 .40 1.51  95.46
17084 14.17 135 .60 4.07 3.50 2.78 .07 2.36 .54 66.28 34 T 2.70  97.53
17085 11.42 .260 .12 1.64 4.10 1:13 .02 .40 92 a1 14 .45 97.90
17086 16.92 .030 3.22 8.09 2.31 6.26 .22 3.59 .60 52.65 .63 .96 95.48
17087 16.67 .030 2.94 7.33 2.36 5.56 .18 3.84 59 '53.56 .62 .55 94.24
17088 13.48 135 1.26 119 4.47 .80 .02 .68 .56 73.33 223 49 96.64
17089 14.09 .125 1.50 2.55 4.56 2.05 .06 1.66 .56 70.41 .24 .01 97.81




/ VANCOUVER OFFICE:
/ MIN 705 WEST 15TH STREET
f e EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
) TELEPHONE (604) 980-5814 OR (604) 988-4524

=
) FAX (604) 980-9621
 -RRRRLORES TER s o,

FAX (807) 623-5931
SPECIALISTS IN MINERAL ENVIRONMENTS
b CHEMISTS » ASSAYERS  ANALYSTS » GEOCHEMISTS SMITHERS LAB.:
: TELEPHONE/FAX (604) 847-3004
l- Sesawv Tertificaste OV-0598—-RA3

Company:  MINNOVA INC, : Date: JUN-07-90
Project:  LARA 2472 : Copy 1. MINNDYA INC., VANCOUVER, B.C.
Attn: 1 GLWELLS 2. NINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 19 ROCK samples
submitted JUN-02-90 by J.D.K..

Sample LOI
Number %
s T T e T T s T S T 2 e
14110 S
14115 .80
17061 1.45
170462 2.50
17043 S. 00
170464 fa &l
17065 H.10
17046 4. 50
17067 2,00
17048 R
1704679 2. 60
17082 2.05
1708% 5. 00
17084 4,50
17085 1.50
17086 4.50
17087 —-— 5. 60 =
17088 Tl
17089 1.50

Certified by {

Mé%féw LABORATORIES



MIN VANCOUVER OFFICE: 1
s 705 WEST 15TH STREET
'ORTH VANCOUVER, B.C. CANADA V7M 1T2
ZLEPHONE (604) 980-5814 OR (604) 988-4524

"\ °EN
:-q\ pudl I_ AB‘OR ATORIES LTD_ IELEX: VIA US.A. 7601067 = FAX (604) 980-9621
W TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

lbt} SPECIALISTS IN MINERAL ENVIRONMENTS e, SR CCEAbAE P

CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996

: i - +
85583y Gerﬁt‘ii Yroate i OV-0622-RAl
Coaany:  MINNOVA INC, L Jun 1010 & Date: JUN-12-90
Project: LARA 242 : N _ % Copy 1. MINNOVA INC., VANCOUVER, B.C.

Attn: G.WELLS/P.BAXTER 2, WINNDVA INC., CHEMAINUS, B.C.

£ a‘f"'&if”'éﬂt,‘”ORE samples

We hereby certify the follloWs
submitted JUN-06-S0 by Lﬁ_..__

Lertified by

Sémple = ;1'; o LR : :
Number : % 5
14337 ~ .. 5.10 »
14143 . 4,00
14150 y &, 50
|
g — |
|
{ :“;':ef;;g: R i -\'-,fw‘ e e SR e ) R :'\!‘.—J. ‘?m-.‘?(;_:i‘\ R R A b _;*‘. i i i | ﬂ!
|
1
|
|
|
I
|
|
|
|
|
|

M As )
il
~EN LABORATORIES

R T I e

!
o




LABORATORIES

(DIVISION OF ASSAYERS CORP.)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS » GEOCHEMISTS

VANCOUVER OFFICE:
705 WEST 15TH STREET
‘ORTH VANCOUVER, B.C. CANADA V7M 172
-ELEPHONE (604) 980-5814 OR (604) 988-4524
FAX (604) 980-9521

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931

SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

e oo Fre o F oo o L ﬁn&iwmﬁ

e e s @ g

o e OV-0622-RG2

; :ﬂospam}: MINNOVA I_
Brmjerctys . [ARe 200
Mtw . NE?LQJP BHZ?EF

2 HINNOYR I, hﬁznqiﬁgs‘ o

He hereby certzfy the follow1ng Geochemlcal Ana1y51s of 25 CORE samples

submltted JUN-06-90 by P.BAXTER.

bamp]e o
Number

14136
111”w

14131 100

14138 1000
14133 BED
14134 u?U
14135 1470
14134 154D
141358 1000
14139 | LG
141440 Q20

14141

14118 *

14149 ‘ lizu
14151 Eiale]
141562 500

14153 780

14047 1300
14048 1270
14049 ] 1
14050 1&00

Certified by

/ i
ﬁé&—EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0622-RJ2+3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/11
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCKS *  (ACT:F31)
SAMPLE AG AS BA cu PB SB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14126 1.0 106 124 323 25 1 92 46
14127 .7 48 153 341 39 1 159 5
14128 1.6 61 103 566 448 1 3904 26
14129 .7 16 179 87 19 1 138 2
14130 .5 7 118 7 2 1 49 3
14131 .6 5 242 9 28 1 63 1
14132 1.1 4 157 154 23 1 74 2
14133 .9 6 126 38 16 1 68 1
14134 1.2 6 142 1251 18 1 82 4
14135 .7 1 171 264 16 1 41 2
14136 .8 8 142 213 15 1 49 1
14137 1.7 5 116 934 9 1 9% 19
14138 1.4 8 129 499 15 1 64 6
14139 1.8 1 116 937 8 1 91 17
14140 1.3 5 125 23 14 1 90 12
14141 .6 19 143 20 34 1 31 3
14142 .9 14 187 A 60 1 132 1
14143 A 19 339 97 17 1 200 1
14144 .5 15 266 176 14 1 25 24
14145 3.1 30 =99 2553 19 1 2771 56 -
14146 1.2 5 133 38 1% 1 17 8
14147 1.0 8 168 35 12 1 99 3
14148 1.9 1 154 431 6 1 156 4
146149 1.6 1 149 84 5 1 85 5
14150 1.6 1 9% 547 5 1 108 2
14151 1.6 46 25 2360 7 1 140 108
14152 1.5 1 101 313 5 1 135 2
14153 .7 18 63 819 5 1 31 18
14046 1.2 16 99 443 31 1 48 2
14047 .8 30 121 27 32 1 67 28
14048 1.3 56 106 146 54 2 77 41
14049 1.3 16 161 231 12 1 69 4
14050 1.4 40 142 656 56 1 97 38




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: 0V-0622-RL1

DATE: 90/06/12

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FEZ203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14137 18.39 .140 .86 9.20 1.82 6.54 .20 2.06 .09 52.70 .71 3.57 96.28
14142 17.23 .265 1.27 3.78 2.70 1.93 .07 1.57 .01 65.71 .43 2.65 97.60
14150 16.97 .080 .84 10.42 .73 9.76 .24 1.90 .08  51.13 .64 3.39 96.18




h- 1!%

'V

LABORATORIES Lo o)

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
ELEPHONE (604) 980-58 14 OR (604) 988-4524
TELEX: VIA USA. 7601067 « FAX (604) 980-9621

o TIMMINS OFFICE:
y 33 EAST IROQUOIS ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS DERIG CNTARIC CARATA, PA7aY
CHEMISTS « ASSAYERS * ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
Bessay Certificat OV-0619-RAl

Company:
Project:
Attn:

MINNOVA INC.

G.WELLS/P. BAXTER

Date: JUN-12-90
Copy 1. MINNDVA INC., VANCOUVER, B.C.
2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 185 CORE samples

submitted JUN-05-90 by P.BAXTER,

Sample
Number

17071
17072
17073
17074

17075
17458
17090
17091
17092

17093
17094
17095
170946
17097

> b= RN LR

o 30
W bl

"

Certified by

Migz;N LABORATORIES

e
Ry L e e e

DR s . e, et e . ket i .



CCiP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0619-RP1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/12
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

17070 384 | 1.4 13 82 122 12 1 21 5

ot |, 2.0 1 59 82 5 1 69 10

17072 34 .5 8 179 12 10 1 16 5

17073 -~ .8 15 240 16 13 1 18 5

17074 ¢qqy b .7 7 123 39 14 1 37 5

7075 ) .6 8 260 9 21 1 40 5

17456 17| .9 17 134 26 21 2 41 s

17090 _ -6 k] 230 71 16 1 38 5

17091 “ 4 16 173 32 21 1 1552 5

17092 4 400) .7 15 107 42 17 1 88 10

17093 J 1.5 1 156 265 5 1 88 10

17094 1.4 1 52 221 5 1 77 5

17095 - 1.9 1 6 84 5 1 88 5

17096 5 90 2.0 1 29 227 5 1 126 5

17097 1.6 1 9 213 5 1 176 5




CCiMP: MINNOVA INC.

MIN-EN LABS — ICP REPORT

FILE NO: 0V-0619-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/12
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MG  MNO2  NA20  P205  S102  TIO2 S TOT(%)
NUMBER % % % % % % % % % % % % X
17070 13.42  .090  2.49  1.80 .01 42 04 2.14 .01 74.82 .19 .28 95.69
17071 \ 1¢9 18.13  .020 4.26  8.27 .01 5.13 A5 4.63 .22 52.77 .84 21 94.63
17072 14.81  .110  1.57  2.82  4.29 _ 1.19 .06 1.23 14 69.50 .36 .01 96.08
17073 13.96  .095  1.05  2.40 52 1.72 .04 4.84 A4 72.29 .23 .39 97.68
17074 lg\q\ 15.47  .080  1.68 3.40 1.97  1.82 A2 3.2 A5 67.12 .32 .25 95.62
17075 € 16.14  .080  2.71__ 3.01 .90 1.73 .07 2.9 .18 67.35 34 .01 95.47
17456~ 7] 15.58  .075  2.52 _ 3.77 _ 2.30 _ 1.40 .06 2.48 .20 65.99 .40 .47 95.24
17090 15.56  .120  1.16  2.49  1.35  2.10 .09 3.63 21 69.41 .35 77 97.23
17091 14.04 130 .29 373 2.57  2.40 4 .79 24 70.72 30 1.76 97.12
17092\ 190 14.49 135 .82 3.86 .68 3.15 10 2.68 .20 68.67 36 1.77  96.91
17093 j 16.94  .045  2.50 10.59 .01 7.56 .28 2.9 .24 51.20 72 1.46  94.48
17094 16.75  .035  4.00  9.57 .01 6.2 .26 3.04 .29 53.23 71 1.34 95.46
17095 15.84  .005  3.30 10.21 01 7.7 .29  2.88 .28 52.64 .67 .68 94.51
17096 2 347 17.21  .005  6.47  9.84 .01 5.95 35 2.90 31 51.22 71 13 95.1
17097 ) 16.55  .016  3.26  B.71 .01 6.56 .28 3.91 .40 53.99 61 1.65  95.9




M'N VANCOUVER OFFICE:
705 WEST 15TH STREET
P EN NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

L FAX (604) 980-9621
(nnﬁ)ﬁgsgveés!;ﬂomnlEs THUNDER BAY LAB.:
TELEPHONE (807) 622-8958

FAX (807) 623-5931
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS + ANALYSTS » GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

L reochemical Apaelysis Certificate 0V-0640-RG1
Company:  MINNOVA INC, Bate: JUN-12-90
Project: LAaRa 242 Copy 1. HINNDVA INC., VANCOUVER, B.C.

Attn: G.WELLB/J. KAFUSTA 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 18 CORE samples
submitted JUN-07-90 by J.KAPUSTA,

Sample cu FR N (AT ALU-WET BA
Number FiPM PRM FPM PPH FFE FFM
T B L G U o S s e S i vy

141323 770 7 3 0.7 o 1400
14124 453 i 49 0.8 10

14125 625 12 bb 0.7 3 Qo0
14174 171 743 08 1.5 o

14177 ga0 2 123 2.0 = gio0
14178 1560 2 110 1.4 5 1250
14179 i 13 70 Hg 3

14180 685 22 82 o o 1130
14181 PP 19 80 1.0 3

14182 158 4 93 1.0 = 1000
14183 a8 23 84 1.0 10 1100
‘4184 138 21 a7 .8 3

4185 b 20 89 0.8 )

14184 143 12 77 £, 3

14187 2490 24 158 L2 !

14188 280 =1 83 0.8 o

14189 ST e 22 22 b2 — 0.9 b

14130 065 27 70 1.0 5

Certified by

~— v
MEN LABORATORIES

Oll



88

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0647-RJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/12

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14154 1.4 13 93 314 23 1 881 20
14155 1.7 12 128 652 24 1 6115 18
14156 1.3 10 76 480 24 1 2944 22
14157 1.9 17 116 1545 76 1 298 34
14158 1.3 1 199 836 12 1 540 17
14159 .6 14 99 1256 13 1 66 3
14160 21 15 152 49 40 1 53 1
14161 A 38 116 28 59 1 70 7
14162 A 33 108 57 34 1 82 3
14163 7 16 83 242 17 1 240 18
14164 .8 35 118 233 40 1 133 10
14165 .5 27 112 36 15 1 73 3
14166 .8 21 114 165 10 1 74 1
14167 1.8 12 180 1616 10 1 152 12
14168 .7 22 136 425 18 1 106 1
14169 2.4 37 109 2023 21 1 195 62
14170 1.3 30 133 973 16 1 123 4
14171 2.7 1 50 3601 15 1 114 20
14172 1.3 é 112 974 14 1 94 1
14173 A 15 143 282 14 1 90 1
14174 .5 27 231 85 56 1 1000 5
14201 1.4 26 135 1578 25 1 236 22
14202 A 26 162 89 27 1 395 1
14203 A 40 114 276 15 1 77 2
14204 Wb 37 17 31 21 1 61 1
14205 .7 40 150 301 29 1 285 10
14206 1.2 8 149 171 5 1 159 1
14207 1.2 23 85 485 T 1 138 22
14208 1.3 19 71 785 6 1 150 6
14209 11 46 86 622 142 1 141 41
14210 .6 31 280 22 14 1 31 2
14211 1.3 32 162 60 15 2 38 7




705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

® ER BORATORIES Q% 6 ;E;%gggggéf}ggz) 1980-5814 OR (604) 988-4524

(DIVISION OF ASSAYERS CORP.} THUNDER BAY LAB.:
TELEPHONE (807) 622-8958

SPECIALISTS IN MINERAL ENVIRONMENTS FAX (8071 623-58a1
CHEMISTS » ASSAYERS » ANALYSTS » GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

l MN VANCOUVER OFFICE:

F e chemz st Anslyvsdis Derti@ficaste QV-0622-RG2
Gy NINNOYA NG, . . e e

Project: Laka 242 ' : o Copy 1. HINNDVA INC., YANCOUVER, B.C.

fittn: G.WELLS/F.BAYXTER Z. MINNDVR IHC,, CHEMAINUS, B.C,

He hereby certify the following Geochemical Analysis of 25 CORE samples
submltted JUN-06- 90 by P.BAXTER,

.

Mumber FFM
14126 290
14127 100
14128 1340
14129 10ZEG
141730 1400
14131 11040
14132 1000
14133 1270
14134 1550
14138 1470
14136 13460
1413 1000
14139 1050
14140 20
14141 1640
14143 2R00
14144 2000
. 1200 i
14144 1450
14147 1220
14148 1500
14149 1120
14151 200
14152 500
14153 780
14047 1300
14048 1270
14049 1220
14050 14600

Certified by

Mi;ZEN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0657-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/06/14
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * - (ACT:F31)

SAMPLE AG AS BA cu PB sB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14191'233q .7 1 132 164 9 1 33 2

14192 i 1 82 13 11 1 31 1

14212 1.8 5 67 373 262 i %05 7

14213 .8 12 159 69 36 1 86 2

14214 1.2 7 51 200 15 1 87 5

14215 1.2 18 36 429 14 1 9% 4

14216 1.0 11 59 9 18 1 79 2

14217 .8 15 57 7 15 1 36 1

14218 7 15 150 16 10 1 39 2

14219 a0 1.7 1 35 550 12 1 93 4

14220 [ 1.5 1 131 420 10 1 104 2

14221 1.1 2 69 163 10 1 64 2

14222 13 20 63 36 17 1 59 3

14223 1.1 19 34 151 18 3 77 11

14224 1.3 4 79 142 8 2 68 2




=
J
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MIN
*EN

LABORATORIES

(DIVISION OF ASSAYERS CORP.)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS « ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C, CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
FAX (604) 980-9621

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931

SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

He hereby certify the following Geochemical
submitted JUN-11-90 by J.KAPUSTA.

I— Geochemical Aneslysis Certificaste 0V-0657-RG1
Company:  MINNOVA INC. Date: JUN-14-90
Project: LarA 242 Copy 1. MINNDVA INC., VANCOUVER, B.C.

Attn: J. KAPUSTA 2. WINWOVA INC., CHEMAINUS, B.C.

Analysis of 7 CORE samples

Sample BA
Mumber FFH
14192 1300
14216 1210
14217 1100
14218 1120
14220 1020
14221 540
14222 720

Certified by

/
+

M-— EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0656-HJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/14
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)
SAMPLE AG AS BA Cu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM PPM
L41+00W119+50N .6 10 273 25 60 1 81
L41+00W119+75N 1.2 8 290 57 62 1 103
L41+00W120+00N .9 12 285 29 74 1 124
L41+00W120+25N 1.1 10 231 55 69 1 124
L41+00W120+50N 1.4 2 287 36 57 1 168
L41+00W120+75N 1.0 6 209 59 50 1 126
L41+00W121+00N 1.4 5 198 40 53 1 83
L41+00W121+25N 1.4 1 214 59 31 1 99
L41+00W121+50N .9 1 260 &4 55 1 90
L41+00W121+75N 1.2 7 267 48 34 1 84
L41+00W122+00N 1.2 3 180 87 28 1 139
L38+00W119+00N b 10 173 15 27 1 62
L38+00W119+50N .5 6 99 26 27 1 b4
L38+00W119+75N .6 13 148 22 35 1 65
L38+00W120+00N o d 8 226 18 57 1 92
L38+00W120+25N .8 8 253 20 46 1 113
L38+00W120+50N 1.0 4 255 21 53 1 94
L38+00W120+75N 1.0 8 289 21 &7 1 87
L38+00W121+00N 4 7 oy 7 27 36 1 68




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0640-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/14
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14181 rGf,{‘Tf 14.70 .120 .38 7.89 2.54 5.88 .12 .79 .23 61.31 .43 4.34 98.72
17098 7 17.31 .050 2.43 8.42 1.20 6.82 .27 3.65 .26 52.54 .62 2.19  95.77
17099 ‘: Qj’G 17.35 .025 4.53 8.92 .66 5.43 .19 3.76 .35 52.27 .65 2.34  96.46
17100 )\ ° 15.79  .200  2.90 7.46 B6 4,29 16 3.51 .23 57.99 .52 2.72  96.62
17657 nak, 16.79 .060 4.21 9.19 4 5.98 .20 2ufl 20 5291 .63 1.96 95.68




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0640-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/14
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14181 e 23 84 260 14 1 69 5

17098 1.5 1 70 388 10 1 110 5

17099 1.7 1 107 182 12 1 49 5

17100 1.3 6 188 172 14 1 60 10

17457 1.5 1 75 99 11 1 57 5




/'1"' VANCOUVER OFFICE:
705 WEST 15TH STREET
® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
. TELEPHONE (604) 980-5814 OR (604) 988-4524

";W LABORATORIES (R TELEX VIA U'SA 7601067 » FAX (604) 530-062

TIMMINS OFFICE:
330 EQS‘I)‘( lgg’QUOIS ROAD
l 5 PECIALISTS IN MINERAL ENVIRONMENTS gt
b s CHEMISTS » ASSAYERS « ANALYSTS » GEOCHEMISTS $y_hég\lﬁégg-ré%50) ggﬂggge PANGT

[ Gssay LCertificate OV-0640-RA2
Company: MINNOVA INC, Date: JUN-14-90
Project: LARA 242 Copy 1. MINNDVA INC., VANCOUVER, B.C.
Attn: G.WELLS/J. KAPUSTA 2. HINNDVA INC., CHEMAINUS, B.C.

HWe hereby certify the following Assay of 5 CORE samples
submitted JUN-07-90 by J.KAPUSTA,

Sample ; LoI
Number 7
= i ﬁ‘iéf-i& RN ST - M A RS  TS L REE A -».--:,.‘.a:’.ns-..é:l,u« O = = R TR E LS
17098 5230
17099 520
17100 9. 10
17457 9. 30

Certified by

égéN—EN LABORATORIES



LI

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0675-RJ1
PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/18
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)

SAMPLE AG AS BA cu PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14193 734 — 74.7 3.4 1 89 140 28 1 90 2

146194 4.7 - 957 1.6 1 76 133 16 1 57 1

14195 /ol s~ JoR.65 1.4 1 77 1060 16 1 82 3

14196 /1.0 — 2.3 1.2 1 155 166 12 1 76 3

146197 2.2~ 113.4 1.6 1 117 2356 10 1 71 20

14198 113.4 - /14,5 1.3 1 137 708 9 1 71 4

14199 /20.55-/2/53] 1.6 1 146 796 12 1 61 1

14200 /2/.55 - 122,53 1.5 1 138 210 15 1 51 2

14225 2.4 - 934 2.0 1 84 988 15 1 118 55 %=

14236 /56, 95~ 157 4 1.1 9 159 /48 7 1 39 3

14237 /5 7.6~ /5 & & 1.3 9 159 141 20 1 63 2

14238 15°8.5~ /554 1.6 18 172 126 17 2 105 1

14239 /4/.3 - J4/-7 1.0 14 77\ 232 20 1 15 1

146240 J¢ 2,75 = f63-85] 1.3 1 142 27k 14 1 27 2

16261 153, 2/, 4 1.0 1 88 165 12 1 26 1

14262 203 —204 7 18 41 1167 21 1 16 1

14243 204.9 - 205./5 -6 28 56 497 22 4 12 5



http://iol.tr-

MIN | VANCOUVER OFFICE:
l 705 WEST 15TH STREET

® EN NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524
5\/7; LABORATORIES Amamet
‘[/i (DIVISION OF ASSAYERS CORP.) THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931
‘ } SPECIALISTS IN MINERAL ENVIRONMENTS
GHEMISTS + ASSAYERS « ANALYSTS « GEOCHEMISTS SMITHERS LAB.:

TELEPHONE/FAX (604) 847-3004

gegchemicael Onelwvsis Lerdtificate 0V-0675-RG1
Company: MINNOVA INC. Date: JUN-18-90
Project: LARA 242 Copy 1. MINNDVA INC., VANCOUVER, B.C.
Attn: G.HWELLS/J.KAFUSTA 2. HINNOVA INC., CHEMAINUS, B.T.

He hereby certify the following Geochemical Analysis of ROCK samples
submitted JUN-12-90 by J.KAPUSTA.

Sample RA-TOT
Number FFM
14193 64U
14194 560
14195 700
14194 1300
14197 1240
14198 50
14199 1000
14200 1050
14225 500
142346 820
142357 1170

4238 F80
14239 1500

Certified by

MIN4é£ LABORATORIES



MIN i 1 ~ VANCOUVER OFFICE:
£ : 705 WEST 15TH STREET
~ oEN ' ORTH VANCOUVER, BC. CANADA V7M 1T2

o FAX (604) 980-9621
tlr;tvéJE)F AsgrenAs!:)gRlEs THUNDER BAY LAB.:
TELEPHONE (807) 622-8958

FAX (807) 623-5931
SPECIALISTS IN MINERAL ENVIRONMENTS
GHEMISTS + ASSAYERS » ANALYSTS » GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

.ELEPHONE (604) 980-5814 OR (604) 988-4524

Geochewmicaed Srnelysis Certificste OV-0657-RG1
Company: MINNOVA INC, ; ~ Date: JUN-14-90
Froject: LARA 242 Copy 1. WINRDVA INC., VANCOUVER, B.C.

Attn: J.EAFUSTA | 2. NIENOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 7 CORE samples
submitted JUN-11-90 by J.KAPUSTA, -

Sample BA

Mumber F FFH ‘
s o R  —— e

14192 1300

14216 1210

14217 ¢

14218
142320

A3 b fhan
14222 2Ly

Certified by L A2 %"

MIN-EN LABORATORIES

I e A o



COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: OV-0657-RJ1
DATE: 90/06/14

ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14191 o7 1 132 164 9 1 33 2
14192 .7 1 82 13 1 1 31 1
14212 1.8 5 67 373 262 1 405 7
14213 .8 12 159 69 36 1 86 2
14214 1.2 7 51 200 15 1 87 5
14215 1.2 18 36 429 14 1 94 4
14216 1.0 1" 59 9 18 1 79 2
14217 .8 15 57 7 15 1 36 1
14218 .7 15 150 16 10 1 39 2
14219 1T 1 35 550 12 1 93 4
14220 1.5 1 131 420 10 1 104 2
14221 11 2 69 163 10 1 64 2
14222 1.3 20 63 36 17 1 59 3
14223 1.1 19 34 151 18 3 77 1
14224 1.3 & 79 142 8 2 68 2




I ! MIN N VANCOUVER OFFICE: |
3 l\ ' 705 WEST 15TH STREET
o,

PY EN . ) g 'OfggH\éA'\ll\lECOUVEH, B.C. CANADA V7M 1T2 i
- ) e ﬁ““ﬁ : (604) 980-5814 OR (604) 988-4524
T W - LABORATORlES ' = .~ R0 o ek '
(DIVISION OF ASSAYERS CORP.) g\' = . TTEHLéf:E&IEEFég% ;—g\B-: [
: -8958
SPECIALISTS IN MINERAL ENVIRGNMENTS il |

CHEMISTS - ASSAYERS = ANALYSTS « GEOCHEMISTS I" 21 ]9% ?E@JH%EE’%}I(-(%{E{):&W

e e @ o s o A B 'S-“'.E‘.f.s‘% e g F fuziu::.af;&; 0V-0675-RG1

Cospany: MINNOVA INC. : Duke: Jﬂﬁﬁlségﬁéﬁ
Project: LARA 242 : Copy 1. HINNDVA INC., 'JﬂHCﬂUVER, B.EC,
Attn: G.WELLS/J. KAFUBTA : Z. HINNDVA INC., CHERAINUS, B.C.

i,

We hereby certify.the following Geochemical Analysis of ROCK samples
submitted JUN-12-90 by J.KAPUSTA.

Sample : BA=TOT
j FPM
g T S s o o Ar?uﬂ,ghoﬂT : : :

o6&l

700

14194 1500

14197 1240

14198 Q50

14199 1000

14200 1050

14225 500
14236 820 !
14237 1170 .
14238 980 ‘
1423 1500 }
|

Certified by




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0675-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/18
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14193 3.4 1 89 140 28 1 90 2
14194 1.6 1 76 133 16 1 57 1
14195 1.4 1 77 1060 16 1 82 3
14196 1.2 1 155 166 12 1 76 3
14197 1.6 1 17 2356 10 1 71 20
14198 1.3 1 137 708 9 1 71 4
14199 1.6 1 146 796 12 1 61 1
14200 1.5 1 138 210 15 1 51 2
14225 2.0 1 84 988 15 1 118 55
14236 1.1 9 159 48 17 1 39 3
14237 1.3 9 159 141 20 1 63 2
14238 1.6 18 172 126 1w 2 105 1
14239 1.0 14 77 232 20 1 15 1
14240 1.3 1 142 274 14 1 27 2
14241 1.0 1 28 165 12 1 26 1
14242 7 18 41 1167 21 1 16 1
14243 .6 28 56 497 22 4 12 5




COMP: MIN-EN LABS — ICP REPORT FILE NO: OV-0657-RJ2

PROJ: 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE:
ATTN: (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB sB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14219 2300 1.2 1 42 586 9 1 95 10

17458 2.6 1 24 310 10 1 76 5

17459 if 5 82 30 34 1 A 5

17460 \ nai .8 1 70 14 13 1 89 5

B

17461 *AD 1.2 1 52 22 10 2 105 5

17462 1.4 1 29 214 8 1 110 5

17463 1.6 1 75 35 10 1 69 5




COMP: MIN-EN LABS — ICP REPORT FILE NO: OV-0657-RL2

PROJ: 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE:
ATTN: (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 sIoz2 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14219 18.15 .050 1.80 8.69 1.45 6.60 .23 3.86 .42 51.08 .75 2.13  95.21
17458 14.37 .005 9.70 12.89 .18 5.58 .23 2.31 .82 46.90 2.45 29 95,73
17459 13.61 .070 1.28 2.36 1.87 3.33 .04 3.00 .24 70.67 .29 .25 97.03
17460 15.66 .095 .43 4.49 1.76 5.12 .10 2.94 .21 64.57 .38 450 96.21
17461 17.24 .030 .51 8.32 9 9.30 .19 3.04 .29 53.18 .66 .52 94.10
17462 17.45 .030 1.65 8.72 1.31 7.84 <23 3.52 .50 52.10 .67 61 94.66
17463 17.47 .030 1.82 7.15 1.01 7.02 .22 4.12 43 54.78 .63 .68  95.37




DR e

LABORATORIE

(DIVISION OF ASSAYERS CORP.)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS - ASSAYERS * ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
FAX (604) 980-9621

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931

SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

Aessay Lertificate

0V-0657-RAl

Company:  MINNOVA INC,
Project: LARA 242
Attn: J.EAPUSTA

Date: JUN-18-90
Copy 1. MINNOVA INC., VANCOUVER, B.LC.
2. HINNOVA INC., CHEWAINUS, B.C.

He hereby certify the following Assay of 7 ROCK samples
submitted JUN-11-90 by J.KAPUSTA.

Sample Lol
Number 7
14219 D. 80
17458 Z.40
17459 2.50
17460 3.50
17461 5. 50
17462 5.20
17463 4,40

fertified by ,W

O '
KQ%N—EN LABORATORIES



&l

I.ABORATORII:S LTD.

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (804) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 « FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-2996

3 -E:‘er—fz f.z:::g OV-0656-RA2
Company:  MINNOVA INC. _  Date: JUN-19-90
Project: LARA 242 : Copy ‘1. MINNOVA INC., VANCOUVER, B.L.
Attn: J.KAPUSTA 2. MINNDVA INC., CHENAINUS, B.C.

He hereby certify the following Assay of 30 ROCK samples

submitted JUN-10-90 by J.KAPUSTA,

LoI

~ Sample
Mumber %
TR A e I T s 2]
16176 ' b, 20
16177 4 05, BD
16178 b ' TS
16179 3.90
16180 5. 50
16181 4,00
14182 3.80
16183 4,60
16184 b b0
16185 .45
16186 5, 40
14187 .40
16188 b, 70
16189 4,20
16190 ~5, 60
14191 4.00
16192 8.00
U A R 825 i
16194 %, b6.35
16195 2,95
14196 t. 70
16197 5. 80 A
16198 b, 20
16199 5.80
16200 b.20
16201 4,20
16202 5. 00
16203 5. 30!
16204 b 10
16205 3. 65

e e e o o S 148 S FRE 4004 RS W bt i B4 R S b A e b Sk S o M e i Sl S B banie et

A

Certified by

e o i et e e e e Ve o 4 A 4 i A 15 o A ot S e e 8 Sk i ko e S e s e s e e

MI%J LABORATORIES



MIN ' VANCOUVER 0FFICE
i . 705 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 172

Py TELEPHONE (604) 980-5814 OR (604) 988-4524
hw patl BOR ATOR": LTD TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
/ / I'A > TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS T i Sl Bl
CHEMISTS - ASSAYERS + ANALYSTS » GEOCHEMISTS TELEF'HéNEZ (705) 264-9996
Soegr Sertificasdte OV-0656-RA3
Company: MINNQVi INC.‘ ; : fl ; Date: JUN-19-90
Project:  LARA 242 \ o Copy 1. WINNDVA INC., VANCOUVER, B.C.
Attn: J. KAFUSTA : 2. WINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 30 ROCK samples
submitted JUN-10-90 by J.KAPUSTA,

Sample ; S Lot

Number %
16206 4,20
14207 7.50
146208 .80
15209 5,60
16210 SEE 3,75
16211 &, 60
6212 AL &0
146213 7.20
16214 3.10
16215 2.85
16216 5. &0
16217 4,80
14218 &30
16219 4,20
16220 5. 00
14221 5.20
16222 7.20 i
146223 i 5. 50
16224 7.00
16225 &. 70
V14226 3.95
16227 b. b0
' 16228 4,20
1422 4,30
1ﬁh~n 11,60
142731 4,730
146232 5. 20
16233 2.45
1623 4,30
16235 13.80

Certified by

Mz§2;u LABORATORIES




VANCOUVER OFFICE:
. 705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2

ELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA U.S.A. 7601067 = FAX (604) 980-9621

TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
P.O. BOX 867
SPECIALISTS IN MINERAL ENVIRONMENTS TIMMINS, ONTARIO CANADA P4N 7G7
CHEMISTS « ASSAYERS = ANALYSTS « GEOCHEMISTS TELEPHONE: {(705) 264-9996
R g L L Nl i A 3 o OV-0656-RA4

mpany:

_ Project:  LARA Z
_Attn:  J.KAPUS

i
TA

- Copy 1. MINNOVA INC., VANCOUVER, B.L.
' 2. MINNODVA INC., CHEMAINUS, B.C.

He hereby ﬂ‘ﬁfify the following Assay of 28 ROCK samples
submitted JUN-10-90 by J. KAFUSTA,

Date: JUN-19-90

Number
TR i sabieas i

162734 b &0

4237 ' . OO0
16238 3,70
16239 2.75

24 3.15
16241 o &. 80
146742 3. 40
162473 2.55
146244 5. 00
146245 &30
16246 Pehe " 5, 40
16247 4,80
146248 3.90
146249 12,20
16250 &, 00
16251 3 N 4,20
146252 j 4,75
1 A 5. 30 i
16254 7,00

14255 4,40 o
N _-.;..__.____.___T.‘.'_.._.__..___u_*...__.._ e S = B e R e e S

14256 &, 20
16257 b 00
16258 \ b.70
16259 b, 90
162460 3. 55
16261 7.70
162472 2,20
162467 5, 50

Certified by /%*

ﬁQ%ZEN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0656-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/06/19
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:FIRE)
SAMPLE AL203 BAT CAC  FE203 K20 MGo MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16176 15.90 .045 2.19 9.83 .30 7.9 .31 2.42 .52 52.62 .63 1.87 94.55
16177 17.37 .075 3.67 9.40 .70 7.48 .41 2.56 .60 50.15 .70 53 93.65
16178 14.10 .085 1.96 3.22 .29 1.01 .03 5.90 .27 68.46 .29 2.45 98.06
16179 17.33 .005 10.99 10.79 .19 4.27 .29 1.91 93 47.72 .64 2.91  97.96
16180 18.62 .075 1.02 7.90 1.29 6.32 .32 3.17 .35 53.77 .66 95 94.44
16181 11.25 .110 .25 4.7 1.89 3.02 .06 .45 19 73.13 .23 1.84 97.13
16182 12.06 .160 1.14 2.58 2.23 2.96 .07 .58 .20 73.16 A7 1.16 96.47
16183 14.87 .045 1.83 4.53 1.21 1.28 .05 3.80 .33 66.09 .36 4.04  98.44
16184 14.91 -155 3.59 5.25 1.54 2.16 .30 2.07 .52 61.62 .39 .02 92.52
16185 12.05 .195 A7 1.37 2.63 2.82 .04 .62 .20 76.96 .16 .02 96.74
16186 15.73 -110 .46 4.76 3.12 6.52 .22 43 .23 61.55 L4 1.20  94.77
16187 16.39 .145 .76 5.08 1.08 4.61 .12 4.20 .25  62.69 .45 .53 96.31
16188 17.48 2115 2.84 6.80 2.97 5.65 17 .88 43 54.45 .50 2.08  94.36
16189 14.38 .130 1.24 5.02 2.43 2.85 .09 2.12 .30 66.22 .40 2.58 97.75
16190 12.13 .095 .95 7.68 1.65 4.52 .15 1.49 41 63.81 44 3.66 96.98
16191 14.44 .145 .32 4.29 3.46 3.90 .10 .06 .24 67.82 .31 1.13  96.21
16192 16.42 .160 1.25  11.90 1.97 8.90 .34 1.14 .43 48.10 .63 4.13  95.36
16193 14.59 .140 .48 4.08 2.38 4.77 .09 1.38 27 66.42 .29 1.43  96.32
16194 17.73 .130 1.53 7.93 2.04 7.34 .34 2.42 .40 52.42 .67 1.86 94.77
16195 10.56 .140 .21 —2.70 1.61 1.70 04 .03 .01 78.93° 20 1.56 97.70
16196 17.41 . 145 9N 8.63 2.04 9.46 .37 1.83 .40 50.71 .66 2.51  95.07
16197 16.63 .020 7.70 9.12 .66 6.12 .24 2.60 .88 48.89 .60 2.88 96.35
16198 16.49 .105 2.85 8.79 1.45 7.48 .39 2.23 49 52.13 .62 1.98 95.01
16199 16.64 .055 2.73 9.28 1.38 5.71 .19 2.92 44 52.56 1.32 71 93.94
16200 17.21 .105 3.38 9.43 1.87 6.93 27 1.29 47 51.15 .64 1.92  94.65
16201 12.33 .170 .70 2.98 2.12 5.46 13 .51 .19 70.15 .18 1.33 96.24
16202 17.30 .080 2.46 9.20 .56 6.20 .28 4.08 .35 52.98 .64 1.75 95.87
16203 17.33 .075 3.13  10.30 1.01 6.46 .31 2.98 .46 50.92 .68 1.94 95.61
16204 15.60 .200 1.37 5.12 3.7 3.73 .13 .16 .36 62.37 .43 3.46 96.63
16205 15.23 .060 1.24 3.22 2.57 2.62 .04 2.9N .30 66.89 .33 .01 95.44




COMP: MINNOVA INC. MIN~-EN LABS — ICP REPORT FILE NO: OV-0656-RL3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/19
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16206 14.86 .155 1.23 4.7 2.55 4.88 .24 1.16 24 64.29 41 1.68 96.40
16207 16.64 .140 .98 10.80 2.21 7.42 .33 1.67 .27 50.34 .61 4.15 95.55
16208 15.33 .210 .95 4.13 2.61 3.12 -1 2.67 .26 65.79 .36 1.88 97.44
16209 12.61 .130 1.33 7.66 2.44 3.85 .09 .33 .20 64.55 .27 3.63 97.08
16210 16.90 .075 2.23 5.10 1.87 3.74 .08 4.09 39 60.43 .40 1.09 96.40
16211 16.80 .040 1.86 10.62 1.12 9.44 .32 2.01 30 49.46 .66 2.10  94.72
16212 14.34 .185 .88 3.63 1.96 4.25 .13 2.74 .25  66.80 .34 1.12  96.61
16213 15.44 .120 1.02 9.95 1.72 7.42 .31 1.65 .24 53.29 .62 3.69 95.48
16214 14.49 .050 1.38 3.73 1.77 2.80 .06 3.51 .23 67.67 .33 01 96.03
16215 15.03 .215 .49 2.19 4.04 2.63 .08 .M .18 71.10 .26 .58 96.89
16216 16.70 .130 1.16 8.72 2.20 7.45 .39 1.7 .23 53.97 .63 2.06 95.36
16217 15.57 .185 .93 4.68 3.13 5.15 .19 .41 .20 63.45 .43 1.86 96.18
16218 15.87 .070 1.93  10.43 1.05 8.1 .43 2.27 .25  51.56 .62 2.59 95.19
16219 13.46 .195 4.49 2.59 3.51 1.65 .12 1.54 23 66.99 .29 1.09  96.13
16220 14.55 .105 1.98 2.23 3.13 2.66 .04 2.48 .20 68.37 .23 2.19 98.16
16221 14.56 .180 1.95 4.97 3.20 4.84 .26 .29 17 63.09 .37 2.17 96.05
16222 16.04 .115 1.61  10.56 1.92 8.68 .36 1.50 .26 50.30 .78 2.99 95.12
16223 11.64 115 .31 8.76 2.22 4.10 .15 .51 .23 64.89 .36 4.16 97.45
16224 16.44 .120 2.05 11.46 1.80 8.01 .38 1.72 21 49.38 .63 3.07 95.26
16225 14.83 .110 .76 48.72 1.42 8.31 A7 .74 .23 54.41 - 61 -2.25 94.56
16226 12.17 .145 1.94 3.28 2.85 3.12 .10 .12 .20 71.03 .39 51 95.86
16227 15.07 .125 1.46 9.15 1.95 7.76 .37 .98 .27  55.94 .63 2.32  96.02
16228 17.16 .070 5.76 7.14 .79 5.02 .3 3.45 .26 54.40 .64 .35 95.36
16229 14.37 .205 .95 4.61 2.81 4.35 .14 .90 19 65.89 .39 1.39  96.19
16230 13.79 .035  10.31  10.76 1.56 4.98 .24 .89 .37 42.74 1.67 .27 87.62
16231 14.77 075 1.67 5.67 1.86 5.30 A7 1.80 .23 62.85 .42 31 951
16232 17.56 .095 3.93 9.70 1.38 7.09 .41 2.45 .23 50.33 .71 .86 94.74
16233 13.23 .075 2.14 3.07 1.9 1.72 .09 3.56 .19 70.40 .23 34 96.96
16234 14.50 .045 3.12 4.35 1.21 1.82 .05 4.88 26 64,44 .38 3.20 98.23
16235 13.10 040 11.69 10.78 .94 6.17 .31 1.69 .32 39.12 1.08 44 B5.67




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0656-RL4

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7?M 112 DATE: 90/06/19
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16236 16.12 .145 1.81 8.01 1.98 6.92 .35 1.13 .24 54.97 .62 1.92  94.20
16237 14.48 .350 .64 5.47 2.23 6.04 .16 .99 27 61.95 .35 2.84 95.77
16238 11.13 175 .73 3.05 2.1 3.59 .10 A7 16 74.26 A7 1.38 97.02
16239 11.45 .305 .33 1.44 3.09 1.15 .02 .19 .16 78.02 .13 79 97.07
16240 13.14 .095 1.93 2.23 1.77 1.81 .09 3.54 .26 70.77 .28 77 96.67
16241 17.23 .120 1.57 9.21 1.87 7.81 .41 1.97 .30  51.25 .65 2.38 94.78
16242 14.99 .025 .54 5.67 .63 4.63 .19 4.17 .28 64.09 47 .01 95.70
16243 14.49 .055 1.70 3.89 1.60 2.94 7 4.46 .57  66.18 .39 .05  96.50
16244 16.34 .085 3.40 6.83 2.19 7.18 .23 1.84 .28 55.09 .61 A3 94.21
16245 16.68 .125 1.24 10.72 1.51 7.68 .31 2.46 .36 51.88 .64 3.21 96.02
16246 13.64 .155 2.12 3.29 3.62 3.21 .13 .70 .25  66.11 .32 1.02 94.55
16247 15.78 .210 .32 4.14 3.67 3.85 .09 31 .21 65.41 .39 2.01 96.38
16248 13.95 .110 1.82 4.45 1.45 4.08 A7 2.24 .23 66.14 .43 .19 95.26
16249 12.73 .010  10.19 10.41 .01 6.12 .21 1.87 .28 43.78 1.48 .15 87.23
16250 14.96 .160 2.05 5.29 2.57 5.04 .20 .56 .21 61.30 .51 1.83 94.68
16251 14.09 .155 2.35 2.90 3.02 3.23 .08 1.03 .15 67.63 .25 .31 95.19
16252 14.10 .210 .52 3.61 3.33 4.52 .05 .12 .19 67.73 .28 1.84 96.50
16253 13.59 -185 .73 5.32 2.38 5.84 .12 .02 24 64.99 .37 2.26 96.02
16254 15.94 .100 4.28 9.29 1.79 6.98 .31 1.46 .30 50.59 1.24 1.09  93.37
16255 13.09 -145 2.67 “B.85 1.75 4.24 .13 1.97 .25 64.69 BB .71 95.39
16256 17.51 .125 2.28 8.03 2.12 7.68 .30 2.59 .39 51.35 .67 1.00 94.05
16257 16.94 .095 3.26 6.58 2.69 4.76 .15 1.83 .29  56.16 .58 .35 93.69
16258 15.27 175 1.82 6.80 3.12 5.16 .21 .57 .25 58.70 .48 2.8¢  95.39
16259 16.19 .095 .91 9.49 1.93  10.98 .37 .62 .29 50.54 .69 1.64 93.75
16260 15.54 .005  10.07 8.82 .31 6.58 .32 3.24 .36 49.52 .62 .26 95.64
16261 16.95 .135 .79 8.89 2.45 9.47 .33 .53 .33 50.87 .64 3.01  94.39
16262 11.66 .180 .04 1.25 3.26 1.63 .02 .05 .18 78.58 .13 46 97.44
16263 18.09 .085 .79 7.1 2.07 6.90 .31 2.57 .32 54.78 .68 1.20 94.90




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0656-RJ2+3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/06/19
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16176 1.1 1 79 304 12 1 9% 5
16177 1.4 1 77 114 12 1 178 5
16178 4 18 187 57 22 1 17 5
16179 2.2 1 10 133 17 1 46 5
16180 2.0 1 1M1 633 13 1 124 5
16181 .3 13 153 9 22 1 23 10
16182 .6 12 181 19 21 1 27 5
16183 .3 24 78 16 23 1 35 5
16184 7 16 284 48 29 1 59 5
16185 4 12 233 21 18 1 17 5
16186 1.7 1 135 73 12 1 142 15
16187 1.2 1 339 41 12 1 43 5
16188 1.3 5 17 16 17 1 82 5
16189 1.0 19 171 10 23 1 34 5
16190 1.0 15 137 40 18 1 54 10
16191 7 14 131 87 23 1 41 5
16192 2.2 1 185 1138 12 1 185 5
16193 .9 12 216 10 21 1 43 10
16194 1.9 1 176 237 12 1 182 5
16195 .7 25 J70 204 20 1 32 10 —
16196 2.0 1 213 62 12 1 260 5
16197 2.1 1 154 190 13 1 55 5
16198 2.4 1 222 303 12 1 244 5
16199 1.6 4 105 252 17 1 134 5
16200 2.1 1 135 544 12 1 183 5
16201 .8 1 299 20 18 1 68 5
16202 1.8 1 167 369 12 1 7 5
16203 1.8 1 1111 574 12 1 94 5
16204 2.2 27 124 581 72 2 158 50
16205 .6 13 56 13 23 1 59 5
16206 .8 4 132 116 26 1 98 15
16207 1.4 1 120 354 13 1 142 25
16208 .6 15 273 36 18 1 78 10
16209 4 8 155 10 19 1 37 10
16210 1.0 1 127 85 16 1 36 5
16211 1.5 1 60 83 10 1 145 5
16212 b 1 200 6 17 1 73 5
16213 .9 1 123 72 10 1 126 20
16214 .2 1 68 3 14 1 47 5
16215 -1 8 189 5 15 1 43 5
16216 1.4 1 140 358 10 1 232 10
16217 .5 1 160 210 68 1 235 10
16218 .9 1 129 481 10 1 177 10
16219 .9 20 724 107 56 2 763 10
16220 .3 9 165 4 18 1 26 5
16221 1.2 9 147 27 36 1 13 25
16222 2.2 1 125 204 10 1 186 10
16223 1.9 21 130 2743 23 4 108 40
16224 1.6 1 159 715 10 1 296 20
16225 1.5 1 119 635 10 1 87 5
16226 .6 1 121 40 14 1 33 5
16227 .0 1 216 386 22 1 612 50
16228 1.8 1 146 411 12 1 129 5
16229 .6 1 150 9 15 1 54 5
16230 1.4 2 48 149 23 3 107 5
16231 .8 1 97 1" 12 1 84 5
16232 1.8 1 115 409 10 1 197 5
16233 .6 10 89 25 16 1 42 5
16234 .3 14 53 91 17 1 41 5
16235 1.5 1 69 166 16 2 64 10




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0656-RJ4

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/19
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA c PB S8 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16236 A 1 84 146 8 1 176 5
16237 K 1 17 22 22 1 121 15
16238 .1 2 107 13 12 1 277 5
16239 A 9 259 46 13 1 20 5
16240 .6 13 110 37 27 1 76 5
16241 1.9 1 140 327 1 1 290 5
16242 .7 6 56 10 16 1 71 5
16243 1.0 14 80 42 16 1 81 5
16244 2.1 1 210 83 8 1 215 5
16245 1.9 1 124 206 8 1 128 10
16246 1.1 20 202 399 23 1 84 5
16247 A 16 145 11 17 1 65 10
16248 1.0 1 98 10 12 1 53 5
16249 1.5 1 96 127 14 2 106 5
16250 .9 1 115 247 42 1 733 5
16251 .6 6 151 38 2 1 61 5
16252 .6 8 151 15 17 1 34 5
16253 1.5 18 144 42 19 1 183 40
16254 2.3 1 88 177 8 1 127 5
16255 2.7 16 51 146 12 1 68 5 -
16256 2.1 1 129 114 8 1 128 5
16257 .8 3 130 54 43 1 84 5
16258 1.6 3 1462 330 22 1 132 30
16259 2.0 1 65 228 8 1 215 10
16260 2.0 6 31 28 15 1 40 5
16261 1.9 1 93 9% 8 1 172 10
16262 .2 18 150 41 14 1 101 5
16263 1.0 1 51 356 12 1 160 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: QV-0656-Sd1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/14
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)
SAMPLE AG AS BA cu P8 SB ZN
NUMBER PPM PPM PPM PPM PPM PPM PPM
L41+00W119+50N .9 1 195 89 10 1 114
L41+00WT19+75N .9 1 204 150 12 1 73
L41+00W120+00N .9 1 195 54 15 1 489
L41+00W120+25N 1.0 1 271 416 17 1 334
L41+00W120+50N .8 1 201 70 18 1 388
L41+00W120+75N 1.1 1 194 352 10 1 460
L41+00W121+00N .9 1 368 61 22 1 210
L41+00W121+25N 1.2 1 184 97 15 1 136
L41+00W121+50N 1.1 1 254 59 17 1 194
L41+00W121+75N 1.0 1 189 109 16 1 118
L41+00W122+00N .7 1 150 220 17 1 258
L38+00W119+25N .7 1 114 43 10 1 37
L38+00W119+50N .7 1 82 48 8 1 38
L38+00W119+75N .6 1 9% 22 15 1 54
L38+00W120+00N .9 1 137 27 17 1 84
L38+00W120+25N .6 1 246 32 15 1 98
L38+00W120+50N .7 1 170 30 14 1 116
L38+00W120+75N .6 1 112 44 13 1 60
L38+00W121+00N .7 1 126 41 13 1 122

—— . —




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0656-HJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/14
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)
SAMPLE AG AS BA cu PB SB N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L41+00W119+50N .6 10 273 25 60 1 81
L41+00W119+75N 1.2 8 290 57 62 1 103
L41+00W120+00N .9 12 285 29 74 1 124
L41+00W120+25N 1.1 10 231 55 69 1 124
L41+00W120+50N 1.4 2 287 36 57 1 168
L41+00W120+75N 1.0 6 209 59 50 1 126
L41+00W121+00N 1.1 5 198 40 53 1 83
L41+00W121+25N 1.4 1 214 59 3 1 99
L41+00W121+50N .9 1 260 44 55 1 90
L41+00W121+75N 1.2 7 267 48 34 1 84
L41+00W122+00N 1.2 3 180 87 28 1 139
£38+00W119+00N .4 10 173 15 27 1 62
L38+00W119+50N .5 6 99 26 27 1 44
L38+00W119+75N .6 13 148 22 35 1 65
L38+00W120+00N 7 8 226 18 57 1 92
L38+00W120+25N .8 8 253 20 46 1 113
L38+00W120+50N 1.0 4 255 21 53 1 94
L38+00W120+75N 1.0 8 289 21 67 1 87
L38+00W121+00N 4 7 17 27 36 1 68

—— - —




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0656-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/13
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16189 .7 9 115 8 12 1 29 1




MIN TR GGE

e EN NORTH VANCOUVER, BC, CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 088-4524
L ABOR ATOR'ES - TELEX: VIA U.S.A. 7601067 » FAX (804) 080-062 1
TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS LS. de)
CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS '-F:QALE:E‘IF?!OSET(J?FSEO) ggr—%z@G B
l_ Geochemical OAnsliveis Oertificastes 0V-0689-RG1

sﬁhw; _nxnnovazzuc : fT- - - . - Date: JUN-22-90
Project: LARA 242 - ' Copy 1. MINNDVA INC., VANCOUVER, B.L.
fttn: G.WELLS/). KAPUSTE 2. MINNDVA INC., ECHEMARINUS, B.L.

He hereby certify the following Geochemical Analysis of 6 CORE samples
submitted JUN-14-90 by J. KAPUSTA

'Sample - BA .
Number FFM
147245 2740
14247 4970
14248 B5400
14256 1260
14269 _ 2900
14070 1920

Certified by

MIN££< LABORATORIES
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COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0689-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/22

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14244 35.32-36.26 1.4 238 196 345 37 1 129 21
14245 34.26 ~ 3744 1.0 16 228 173 39 1 148 2
14246 37.64 — if";’é .5 3 421 45 20 1 61 4
14247 Y506~ ¥6.432 3 12 447 36 18 1 41 1
14248 Lf.yz - H7. 3] K | 7 529 9 14 1 40 3
14249 4731 - 4563 3 31 151 17 19 3 146 32
146250 &€.63 =43.74 2.1 29 178 1017 89 3 483 41
14251 H9 74 ~ 50:73 1.5 21 166 2545 18 3 52 1
14252 .9 8 251 17 37 1 29 2
14253 .3 23 131 276 18 3 30 3
14254 1.3 1 119 31 11 1 25 10
14255 1.2 1 134 46 12 1 29 4
14256 1.2 1 91 348 10 1 34 2
14257 1.6 1 62 49 10 1 68 3
14258 1.0 18 199 256 17 1 15 1
14259 1.7 1 125 65 10 1 46 2
14260 1.9 1 99 73 10 1 56 2
14261 T 6 312 145 20 1 219 1
14262 1.8 1 85 200 10 1 68 2
14263 1.3 1 115 440 10 1 46 10
14264 1.6 1 189 14 10 1 44 2
14265 .9 15 142 L6 14 2 9 18
14266 1.2 8 201 54 12 1 12 1
14267 1.4 1 147 9 10 1 42 2
14268 /c0.4 - )02, ] 7 5 258 161 18 1 178 3
14269 /52,0 — /8374 1.8 17 304 156 141 2 479 58
14270 /63,74 —/%5.¢/ .8 1 353 58 18 1 147 4




COMy: MINNOVA INC.
PROJ: LARA 242
ATTN: G.WELLS/J.KAPUSTA

MIN-EN LABS —— ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112
(604)980-5814 OR (604)988-4524

FILE NO: 0V-0689-RJ2
DATE: 90/06/25
* ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14249 4 26 146 17 18 2 140 5
14262 1.7 1 70 214 7 1 58 5
14268 1.2 1 265 153 16 1 183 5




COMr:
PROJ:

MINNOVA INC.
LARA 242

ATTN: G.WELLS/J.KAPUSTA

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172
(604)980-5814 OR (604)988-4524

FILE NO: QOV-0689-RL2
DATE: 90/06/25
* ROCK *  (ACT:FIRE)

SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 P205 Sto2 TI102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14249 9.33 .360 .63 8.69 1.48 1.27 .03 1.78 A7 0 70.37 .1 5.77 99.99
14262 16.77 .060 1.26 7.86 1.19 7.50 .22 3.20 .26 54.64 .56 .34 93.86
14268 13.43 .170 1.18 2.94 2.39 3.29 .08 1.46 A7 69.25 .29 91 95.55




MIN VANCOUVER OFFICE:

705 WEST 15TH STREET
® EN BT NORTH VANCOUVER, B.C. CANADA V7M 172
w R

TELEPHONE (604) 980-5814 OR (804) 988-4524

B g anfl L A BOR ATORIES FAX (604) 980-9621
L 3
fﬁ?&f (DIVISION OF ASSAYERS CORP.) THUNDER BAY LAB.:
& D
SPECIALISTS IN MINERAL ENVIRONMENTS g
‘— CHEMISTS » ASSAYERS * ANALYSTS « GECCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004
Sa gy e §F o ste 0V-0689-RA2
Cospany:  MINNOVA INC. -  Date: JUN-25-90
Project:  LARA P42 Copy 1. RINNOVA IKC., VAMCOUVER, B.L.
Attn: b WELLEAT. KAFUSTA Z. HINNDVA IRC., CHEMAIHUS, B.L.

He hereby certify the following Assay of 3 CORE samples
submitted JUN-14-90 by J,KAPUSTA,

Sample L
Humber A
14249 4,70
14262 5. 40
142468 4,70

Certified by

1=
MI EN LABORATORIES



R 5
MlN VANCOUVER OFFICE:
i 705 WEST 15TH STREET
: IORTH VANCOUVER, BC. CANADA V7M 1T2
ELEPHONE (804) 980-5814 OR (604) 988-4524
FAX (604) 980-9621

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958

SPECIALISTS IN MINERALsgﬁ\TIRONME TS FAX (807):085 5051

*EN NMEN
LABORATORIES

(DIVISION OF ASSAYERS CORP.)

CHEMISTS » ASSAYERS » ANALYSTS » GEOCHEMIST % SMITHERS LAB.:

OV-0689-RA2

4 TELEPHONE/FAX (604) 847-3004

Sasage DerE F f.zcatj@ 29

Company: MINNOVA INC. e Date: JUN-25-90
Project: LARA 247 _ py 1. HINNG%’A INC., VANCOUVER, B.C.
Attn: B. WELLS/J. KAFUSTA \ e 2. MINNDYA INC., CHEWAINUS, B.C.

He hereby certifylthe following Assay of 3 CORE samples
submitted JUN-14-90 by J,KAPUSTA.

Sample LOT

Mumber %

fertified by

MEN LABORATORIES

T S S S DS S B SS



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0689-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/06/22
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB s8 2N AU
NUMBER PPM PPH PPM PPM PPM PPM PPM PPB
14244 1.4 238 196 345 37 1 129 21
14245 1.0 16 228 173 39 1 148 2
146246 5 3 4621 45 20 1 61 4
14247 3 12 47 36 18 1 41 1
14248 .1 7 529 9 1% 1 40 3
14249 3 31 151 17 19 3 146 32
14250 2.1 29 178 1017 89 3 483 41
14251 1.5 21 166 2545 18 3 52 1
14252 .9 8 251 17 37 1 29 2
14253 3 23 131 276 18 3 30 3
14254 1.3 1 119 31 11 1 25 10
14255 1.2 1 134 46 12 1 29 4
14256 1.2 1 91 348 10 1 34 2
14257 1.6 1 62 49 10 1 68 3
14258 1.0 18 199 256 17 1 15 1
14259 1.7 1 125 65 10 1 46 2
146260 1.9 1 99 73 10 1 56 2
14261 7 6 312 145 20 1 219 1
14262 1.8 1 85 200 10 1 68 2
14263 1.3 1A 440 10 1 46 10 -
146264 1.6 1 189 1% 10 1 44 2
14265 .9 15 162 46 1% 2 9 18
14266 1.2 8 201 54 12 1 12 1
14267 1.4 1 147 9 10 1 42 2
14268 7 5 258 161 18 1 178 3
146269 1.8 17 304 156 141 2 479 58
14270 .8 1 353 58 18 1 147 4




TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

MINEC R ' VANCOUVER OFFICE:
3!';5 n 705 WEST 15TH STREET
*EN o e e T,
l_ A BOR ATORIE) - TELEX: VIA US.A. 7601067 « FAX (604) 980-9621

SPECIALISTS IN MINERAL ENVIRONMENTS ARARIS o TARID CANAT: PN
CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
Gewgisfhwemidocasd Snedyesds Certd Fiocasts 0V-0689-RG1
B MIMNOVA INC 0 L e o o s B s
Project:  LARA 242  Copy 1. WINNOVA INC., VANCOUVER, B.C.
Attn:  G.WELLS/J.KAPUSTA : 2. HINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analyéis of 6 CORE samples
submitted JUN-14-90 by J.KAPUSTA,

Certified by . %’

Sample B
Number ; PFM
14245 2740 ) ‘
d4247 - : 4970 : ol “
14248 S400
14256 1240 . © -
14269 2700
14270 1220
2 !d ] f.ﬂ ¥ - sg §

—EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0689-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/06/25
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB B N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14249 4 26 146 17 18 2 140 5
14262 1.7 1 70 214 7 1 58 5
14268 1.2 1 265 153 16 1 183 5




COMP: MINNOVA INC.
PROJ: LARA 242

ATTN: G.WELLS/J.KAPUSTA

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112
(604)980-5814 OR (604)988-4524

FILE NO: 0V-0689-RL2
DATE: 90/06/25
* ROCK *  (ACT:FIRE)

SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 sIo2 TI02 S TOT(%)
NUMBER % % % % % % % % % % % % %
14249 9.33 .360 .63 8.69 1.48 1.27 .03 1.78 A7 70.37 .1 5.77  99.99
14262 16.77 .060 1.26 7.86 1.19 7.50 .22 3.20 .26 54.64 .56 .34 93.86
14268 13.43 170 1.18 2.94 2.39 3.29 .08 1.46 A7 69.25 .29 .91 95.55




.

{

i

I VEN

:‘%; LABORATORIES

l\_S SPECIALISTS IN MINERAL ENVIRONMENTS

CHEMISTS » ASSAYERS « ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 983-4524
TELEX: VIA US.A. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

Beaesay Cerdtificaste

0V-0728-RAl

Company: MINNOVA INC,
Project: LARA 242
Attn: G.WELLS /. KAPUSTA

Bate: JUN-28-90

Copy 1. MINNDVA INC., VANCOUVER, B.C.
2. MINNDVR INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 2 CORE samples

submitted JUN-20-90 by J.KAPUSTA.

Sample ZN
Number Rq b %
147303 1o}
14307 . 57

Certified by

MEN LABORATORIES




l MIN

*EN
LABORATORIES D

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (604) 280-5814 OR (604) 988-4524
TELEX: VIA U.S.A. 7601067 « FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD
P.O. BOX 857

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

Sssasy LCertificats

OV-0758-RAl

Company:
Project:
Attn:

MINNOVA INC, ™
LARA 242 ! RENCH
G.WELLS/J.KAPUSTA ——

Bate: JUN-28-90

opy 1. MINNDVA INC., VANCDUVER, B.LC.
2, MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 4 ROCK samples
submitted JUN-25-90 by P,BAXTER,

Hample cu
Mumber %
146836 D 770
16837 1.480
156838 1.000
146839 1.040

Certified by M

N EN LABORATORIES




A

AV
/\Q\:/\ L

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0757-RJ1
PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/29
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB S8 ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16844 2.6 20 154 5829 34 7 59 39

16845 1.7 17 219 3766 27 4 48 23

16846 7 1 137 461 14 1 70 6

16847 4.5 38 45 6692 16 10 172 56

16848 .6 42 122 1394 24 4 16 20

16849 1.7 22 175 2329 19 2 39 36

16850 3.7 50 93 5363 25 7 84 88

16851 4.8 36 107 5983 29 8 149 101

16852 2.1 1 124 1944 22 1 89 51




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: OV-0758-RJ1
DATE: 90/07/05

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)
SAMPLE AG AS BA Cu PB S8 N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16826 1.3 1 74 200 8 1 154 10
16827 b 1 59 13 1" 1 15 5
16828 1.7 1 22 278 8 1 105 5
16829 2 1 92 " 9 1 2 5
16830 1.3 1 48 152 6 1 73 5
16831 .6 1 272 16 15 1 19 5
16832 3.9 1 26 267 8 1 101 5




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112

FILE NO: 0OV-0758-RL1
DATE: 90/07/05

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:FIRE)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NAZ20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16826 14.54 .060 1.91 2.86 .36 1.21 .08 5.70 16 67.96 .29 .13 95.26
16827 17.96 .015 9.34 9.95 .01 4.29 .32 2.55 34 52.03 .81 .02 97.61
16828 16.72 .010 4.03 8.90 .01 7.33 .36 4.06 .22 53.08 .59 .04 95.32
16829 15.05 -090 .40 2.67 2.50 .65 .01 3.58 A7 0 71.56 .25 .13 97.06
16830 16.67 .065 1.89 7.81 .67 7.53 31 2.88 .23 55.57 .62 .18 94.42
16831 13.11 .290 1.40 2.43 2.01 2.87 .05 1.55 A7 72.89 .21 .07 97.04
16832 15.53 .020 4.73 13.37 .01 6.23 27 2.44 .26 48.66 2.38 11 94.00




MIN ' VANCOUVER OFFICE: :.
¢ 705 WEST 15TH STREET |
! *EN ELEPHONE (604) 060-55.14 OR (604) 080-4524 |
FAX (604) 980-9621
!&QDNBSSSRMQLQRIES f THUNDER BAY LAB.:
i TELEPHONE (807) 622-8958

SPECIALISTS IN MINERAL ENVIRONMENTS i ia g

CHEMISTS « ASSAYERS » ANALYSTS » GEOCHEMISTS SMITHERS LAB.:
" TELEPHONE/FAX (604) 847-3004

Q =SS G‘er‘fz Fioaoats ov- 0758 RAZ
Comany: MINNOVA INC. o e i oo
Project: LAaRAa 242 Copy 1. MINROVA INC., VANCDUVER, B.C.
Attn: G.WELLS/J.KAPUSTA 2, MINNOVE INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 7 ROCK samples
submitted JUN-25-90 by P.BAXTER,

Hample LOI

Mumber K ;
16826 PR %.80 ' ‘ d
16827 $a25 :
16828 4.00 ;
16829 2.10 .

168500 4.80

16831 2

16832 .10

Certified by

/

MIN- LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0757-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/29
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16844 2.6 20 154 5829 34 7 59 39

16845 1.7 17 219 3766 27 4 48 23

16846 7 1 137 461 14 1 70 6

16847 4.5 38 45 6692 16 10 172 56

16848 .6 42 122 1394 24 4 16 20

16849 1.7 22 175 2329 19 2 39 36

16850 3.7 50 93 5363 25 7 84 88

16851 4.8 36 107 5983 29 8 149 101

16852 2.1 1 124 1944 22 1 89 51




MlN g 7 : VANCOUVER OFFICE:
?‘« ! } 705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
ELEPHONE (604) 980-5814 OR (604) 988-4524

‘//-/fs " LABORATORIL: @ ELEX kLS 7601087 - k(e 602

TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS TR S
CHEMISTS » ASSAYERS » ANALYSTS » GEOCHEMISTS - TELEPHONE: (705) 264-9996
: - e -‘ f;,‘r;f C R i /’: . B f
Geooc fem s d =4 A - S EEFioads 0V-0757-RG1

[kt

Cospany: MINNOVA INC,
Project: LARA 242
Attn: J KAPLISTA

: ' ' Dates JUN-29-90
UL 4 i Copy 1. MINNOVA INC., VANCOUVER, B.C.

He hereby certify the i ;“1 ow:.ng. Ge-oc&aﬁﬂal Analysis of 9 ROCK szamples
N A0S

Mumber - it “PPM

= S— e T T T, D T 0 T, T 0 T, IV 0 U P T 7 s
16844 TE e ,
16845 1Y 4100 e gt
14885 1 B 0740 ot e e T J‘V.“’W'L,ﬁi‘_&_ A
16847 620
168348 2520
16849 1700
146880 13460 :
16851 1100 ¥
16852 810
Y %,
' x

Certified by

Y

7
MIN-EN LABORATORIES

| R T L R e SR T M e S e LD e e



NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (804) 988-4524

EN
TELEX: VIA USA. 7601067 « FAX (604) 980-9621
LABORATORIES . TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

P.O. BOX 867

I ‘ MIN VANCOUVER OFFICE:
] : g " —" 705 WEST 15TH STREET
g

SPECIALISTS IN MINERAL ENVIRONMENTS o
GHEMSTS - ASSAYERS « ANALYST + GEGGHEMSTS L
r Feoochemi oo d QnaIV5i5 Certdficatas 0vV-0728-RG1
Lonpany MINNOVA“INC e JuN99-90
Pr‘s_;ie’c_t'_ "‘§3Lf5§§i'ﬁ 24z 2 q fopy 1. ﬁINNB‘M INC., VANCDUVER, B.L.
fttn: SO REL Lﬁ/J FArUSTﬁ 2. HINHDVA INC., CHEMAI ‘JJS B.L,

He hereby certify the following Geochemical Analysis of 11 ROCK samples
submitted JUN-20-90 by J.KAPUSTA,

uamﬁle ;::*”” 7~'”'”:' ' Eﬁ
Mumber ' FPM
SRR # Loty e m ST e el et e T T T T e T T T N R S T A T S I T T e R A e St S

1820

74 1440
14295 1580
147294 1650
14297 1500
14298 1300
14200 1350
14301 2000
14307 1800
14205 2700
“4307 2EO0

—_ -

Certified by f

MIN% LABORATORIES



COMP: MINNOVA INC.
PROJ: LARA 242

IN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: QV-0758-RJ2
DATE: 90/06/29

ATTN: G.WELLS/J.KAPUSTA -~ (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16833 .8 1 224 128 1 1 66 &
16834 5.0 415 106 7852 20 15 243 62
16835 4.4 5 178 7036 16 4 112 66
16836 15.8 66 82 30562 41 33 349 286
16837 6.8 22 34 12561 7 13 226 9%
16838 5.6 36 27 9093 3 12 213 56
16839 5.6 33 25 9379 1 1 211 120
16840 1.1 20 179 2456 12 1 34 9
16841 1.0 13 182 1816 12 1 52 4
16842 .9 61 102 2006 9 1 35 15
16843 1.8 24 136 4022 12 1 57 35




705 WEST 15TH STREET
Z \,\ NORTH VANCOUVER, B.C. CANADA V7M 172
E H / TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA U.S.A. 7601067 » FAX (604) 980-9621
TIMMINS OFFICE:

l MIN VANCOUVER OFFICE:

‘ S LABORATORIES LTD. ’Tﬂ
A

330 Egg;’( TBRéJTQUOIS ROAD
l 5 SPECIALISTS IN MINERAL ENVIRONMENTS A
CHEMISTS « ASSAYERS * ANALYSTS « GEOCHEMISTS lg’f_r‘ég\lﬁéggﬁgg (2:321_ ';ggs PaNTGaT
|_ Geochewmical ASpaslysis Lertificates 0V-0758-RG2
Company: MINNOVA INC, Date: JUN-29-90
Project: LARA 242 Copy 1. MINKDVA INC., VANCOUVER, B.C.
Attn: G.WELLS/J.EKAPUSTA 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 11 ROCK samples
submitted JUN-25-90 by P.BAXTER,

Sample BA
Number PEM
146833 1000
146874 ARG
16835 1020
1468346 30
16837 320
16838 190
16839 170
146840 2080
146841 2600
16842 1570
'&B43 1960

Certified by

—~EN LABORATORIES

———



COMP: MINNOVA INC. GZC( b MIN=-EN LABS — ICP REPORT FILE NO: OV-0728-RJ1+2

PROJ: LARA 242 4”’,4—"') 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/06/29
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
244 —P14271 .5 1 91 9 25 1 27 2
14272 5 1 116 5 15 1 24 3
14273 .8 16 25 38 49 2 28 2
14274 .8 1 100 10 22 1 36 1
14275 ¢ 1 78 9 28 1 31 2
14276 1.6 1 99 28 1" 1 [44 44
14277 1.2 1 198 29 17 1 89 34
14278 T 1 244 60 17 1 58 10
14279 2.8 1 157 1786 25 1 140 76
14280 2.1 1 128 902 54 1 112 72
14281 1.0 1 148 230 14 1 67 1
14282 1uf 1 81 815 11 1 56 6
14283 1.8 1 75 724 1 1 77 4
14284 1.5 1 36 324 10 1 65 2
14285 1.6 1 53 835 9 1 38 14
14286 1.8 1 31 72 1 1 36 7
14287 1.5 1 132 61 13 1 47 5
14288 1. 1 71 1003 11 1 40 2
14289 1.0 1 64 33 12 1 44 1
14290 1.3 1 29 651 19 1 39 3
14291 2.6 1 52 4403 12 5 60 5
14292 A 1 46 25 17 1 11 6
14293 4 1 226 29 18 1 37 4
14294 .3 1 178 7 14 1 35 3
14295 L 1 143 8 14 1 40 11
14296 A 1 222 46 16 1 22 5
14297 i) 1 178 7 14 1 25 2
14298 . 1 m 76 16 1 19 1
14300 .3 1 193 39 17 L 17 1
14301 .2 4 238 16 15 1 20 8
14302 5 16 269 181 7 1 21 8
14303 2.4 1 332 365 82 1 804 77
14304 2.0 1 247 221 83 1 497 34
14305 10.8 25 385 1069 2961 5 10610 107
14306 6.2 9 224 884 102 1 619 63
14307 2.5 58 167 479 802 1 2865 564
14308 4.5 104 163 918 600 4 20073 76
14309 2.7 1 185 177 9 1 372 11
14310 = 1.7 3 126 413 38 - 1 2640 23
14311 3 4 142 109 3 1 28 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0728-RJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/29
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14271 5 1 91 9 25 1 27 2
14272 5 1 116 5 15 1 2 3
14273 .8 16 25 38 49 2 28 2
14274 .8 1 100 10 22 1 36 1
14275 7 1 78 9 28 1 31 2
14276 1.6 1 99 28 11 1 77 44
14277 1.2 1 198 29 17 1 89 34
14278 7 1 244 60 17 1 58 10
14279 2.8 1 157 1786 25 1 140 76
14280 2.1 1 128 902 54 1 112 72
14281 1.0 1 148 230 1% 1 67 1
14282 1.7 1 81 815 1 1 56 6
14283 1.8 1 75 724 11 1 77 4
14284 15 1 36 324 10 1 65 2
14285 1.6 1 53 835 9 1 38 1%
14286 1.8 1 31 72 1 1 36 7
14287 1.8 1 132 61 13 1 47 5
146288 1.1 1 71 1003 1 1 40 2
14289 1.0 1 64 33 12 1 4 1
14290 1.3 1 29 651 19 1 39 3
14291 2.6 1 52 4403 12 5 60 5
14292 5 1 46 25 17 1 11 6
14293 4 1 226 29 18 1 37 4
14294 3 1 178 7 1% 1 35 3
14295 3 1 143 8 14 1 40 11
146296 i 1 222 46 16 1 22 5
14297 . 1 178 7 14 1 25 2
14298 N 1 111 76 16 1 19 1
14300 3 1 193 39 17 1 17 1
14301 2 4 238 16 15 1 20 8
14302 .5 16 269 181 7 1 21 8
14303 2.4 1 332 365 82 1 804 77
14304 2.0 1 247 221 83 1 497 34
14305 10.8 25 385 1069 2961 5 10610 107
14306 6.2 9 224 884 102 1 619 63
14307 2.5 58 167 479 802 1 2865 54
14308 4.5 104 163 918 600 4 20073 76
14309 2.7 1 185 177 9 1 372 1
14310 1.7 3 126 413 38 1 2640 23
14311 - - 3 4 142 109 3 = 1 28 5




I 2N
=\ /~° LABORATORIES

(DIVISION OF ASSAYERS CORP.)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS - ASSAYERS = ANALYSTS » GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-58 14 OR (604) 988-4524
FAX (604) 980-9621

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931

SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

Sasay Serdtfificoaste

0V-0728-RA2

Company:  MINNOVA INC,
Froject: Lara 242 2%6
fAttn: B.WELLE/3. EAPUSTA

bate: JUL-03-90
Copy 1. MINNDVA INC., VANCOUVER, B.L.
2. MIENOVA INC., CHEWAINUS, B.C.

He hereby certify the following Assav of 11 CORE samples

submitted JUN-20-90 by J.KAPUSTA,

Sample : LOI
Mumber =
14277 346 5, 40
14299 290 2.85
17464 290 3. 20
17465 4,70
17466 296 4,30
17467 Q?g 1. 90
17468 29 Z 50
17469  a9b =, S0
17470 b 4,720
17471 b 2 76
7472 b 2. 30

Certified by

LABORATORIES



py eu\b\(\a/
COMP: MINNOVA INC. \T
PROJ: LARA 242 7

ATTN: G.WELLS/J.KAPUSTA

MIN-EN LABS — ICP REPORT
05 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2
(604)980-5814 OR (604)988-4524

FILE NO: OV-0783-RJ1
DATE: 90/07/03
* ROCK * ' (ACT:F31)

SAMPLE AG AS BA cu PB sB 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
BCD16853 (21) 3.4 25 32 3372 22 3 67 146
BCD16854 (22) 3.2 67 30 5167 25 6 70 180




296

—

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0728-RJ3
PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/03
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14299 24§, 1.1 1 129 12 20 1 31 5

17464 1.1 1 111 5 9 1 41 5

17465 1.8 1 12 33 7 1 63 5

17466 2.2 1 71 145 7 1 48 5

17467 \ 296 2.0 1 237 31 12 1 69 5

17468 2.1 1 76 14 7 1 33 5

17469 1.2 1 80 403 7 1 50 5

17470 1.7 1 28 82 9 1 49 5

17471 .7 1 625 10 16 1 40 5

17472 A 5 293 5 14 1 12 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0728-RL3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/03
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 s102 TI02 S TOT(%
NUMBER % % % % % % % % % % % % %
14277 14.86 .200 47 6.77 2.76 5.98 <12 .12 .19 61.58 46 2.58 96.10
14299 14.00 .050 2.64 3.02 1.22 1.46 .06 5.14 .17 68.05 .30 .32 96.43
17464 16.76 .085 3.79 4.95 2.00 4.68 .09 1.00 .25 62.26 .29 .87 97.04
17465 17.17 .010 3.75 9.18 .27 6.94 .24 3.86 .23 52.53 .64 1.40 96.23
17466 17.12 .040 2.92 9.55 1.00 6.99 4 3.01 .24 53.05 .67 1.32  96.05
17467 17.95 .070 1.30 7.95 1.1 6.05 .18 4.86 .27  54.96 .68 1.69 97.06
174668 17.48 .050 2+31 6.91 .97 6.48 .15 3.97 .19 56.46 .63 .41 96.00
17469 16.42 .065 1.27 8.43 1.45 7.47 .15 2.62 .21 54.80 +99 2.25 95.73
17470 17.63 .025 4.72 7.51 .64 5.60 .25 4.13 .19 53.56 .64 27 95.18
17471 13.40 .240 2.61 3.56 2.87 2.46 .08 .10 .21 70.64 .24 1.13  97.55
17472 12.57 275 93 1.81 3.35 1.10 .02 .12 130 76.26 &15 T4 97.44




MIN VANCOUVER OF.
705 WEST 15TH STREET
® EN NORTH VANCOUVER, BC.

TELEPHONE (604) 980-58'

/ LABORATORIES AL e

(DIVISION OF ASSAYERS CORP.) THUNDER BAY LAB..
TELEPH?I‘;E é850973) 1622»8958
FAX (807) 623- i
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS » ASSAYERS » ANALYSTS * GEOCHEMISTS SMITHERS LAB.: ’

TELEPHONE/FAX (604) 847-3004

|_ gxsszv Dertificaete 0V-0758-RA2

tomany:  MINNOVA INC, IQ, E e d/ bate:  JUL-05-90
Project:  LARA 242 /r o e WE

ANCOUVER, B.LC.
Attn: G.WELL 5/3. KAFUBTA 2. NIRRDVA TKC,, CHEMAINUS, B.C.

He hereby certify the following Assay of 7 ROCK samples {
submitted JUN-25-90 bv P.BAXTER, |

Sample LQI
Mumber i
| % : =
| 16826 3.80
‘ 16827 1.25
14828 4,00
16829 2410
16830 4,80
146831 280
| 16832 Haih

Certified by

" MIN- LABORATORIES




n — AN F\ T
/(D eMC G4

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0758-RJ1
PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/05
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16826 1.3 1 74 200 8 1 154 10

16827 A 1 59 13 1 1 15 5

16828 1.7 1 22 278 8 1 105 5

16829 o 1 92 11 9 1 2 5

16830 1:3 1 48 152 6 1 73 5

16831 .6 1 272 16 15 1 19 5

16832 3.9 1 26 267 8 1 101 5




COMP: MINNOVA INC.
PROJ: LARA 242

MIN~-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112

FILE NO: OV-0758-RL1
DATE: 90/07/05

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNG2 NA20 P205 S102 T102 S TOT(%
NUMBER % % % % % % % % % % % % %
16826 14.54 .060 1.9 2.86 .36 1.21 .08 5.70 16 67.96 .29 .13 95.26
16827 17.96 .015 9.34 9.95 .01 4.29 .32 2.55 .34 52.03 .81 .02 97.61%
16828 16.72 -010 4.03 8.90 .01 7.33 .36 4.06 .22 53.08 .59 .04 95.32
16829 15.05 .090 .40 2.67 2.50 .65 .01 3.58 A7 71.56 .25 13 97.06
16830 16.67 .065 1.89 7.81 .67 7.53 .31 2.88 .23 55.57 .62 .18 94.42
16831 13.11 .290 1.40 2.43 2.01 2.87 .05 1.55 A7 72,89 .21 .07 97.04
16832 15.53 .020 4.73  13.37 .01 6.23 .27 2.44 .26 4B.66 2.38 11 94.00




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0783-HJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/05
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM PPM
L109+00W 102+50N .1 1 143 16 46 1 73
L109+00W 102+75N 1 1 52 10 36 1 65
L109+00W 103+00N 1.4 2 69 11 52 1 61
L109+00W 103+25N .5 1 87 27 43 1 52
L109+00W 103+50N 3 1 127 10 52 1 56
L109+00W 103+75N . 1 53 10 63 1 57
L109+00W 104+00N 4 1 134 9 50 1 80
L109+00W 104+25N . 1 92 8 47 1 51
L109+00W 104+50N NO SAMPLE

L109+00W 104+75N N 1 96 12 17 1 44
L109+00W 105+00N 3 1 88 1% 50 1 57
L110+00W 102+50N iy 1 82 8 7 1 46
L110+00W 102+75N .1 1 236 18 127 1 66
L110+00W 103+00N 4 1 83 12 65 1 44
L110+00W 103+25N .5 1 132 2 57 1 59
L110+00W 103+46N .6 1 103 45 32 1 7
L110+00W 103+75N 4 1 129 1% 57 1 59
L110+00W 104+00N b 1 169 18 51 1 62
L110+00W 104+25N .2 1 103 12 64 1 55
L110+00W 104+50N .2 1 88 10 29 1 49
L110+00W 104+75N .1 1 108 9 51 1 63
L110+00W 105+00N 3 1 81 9 31 1 51
L111+00W 102+50N .2 1 90 10 58 1 65
L111+00W 102+75N b 1 132 21 80 2 64
L111+00W 103+00N .1 1 82 10 81 1 58
L111+00W 103+25N .1 1 95 15 58 1 49
L111+00W 103+50N .5 1 109 18 43 1 76
L111+00W 103+75N .2 1 88 26 67 1 64
L111+00W 104+00N 5 1 151 23 53 1 48
L111+00W 104+25N 1 1 130 16 168 1 82
L111+00W 104+50N .6 1 172 30 57 1 47
L111+00W 104+75N .5 1 101 15 34 1 46
L111+00W 105+00N .6 2 73 20 18 1 53

JUL 10 199

S Ea m—rsdxr..:nnl




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0783-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/07/03
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA v PB s8 N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
BCD16853 (21) 3.4 25 32 3372 22 3 67 146

BCD16854 (22) 3.2 67 30 5167 25 6 70 180
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COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0820-RJ1+2
PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/13
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
eh | 14321 1.0 1 139 636 24 1 69 34
9| 14325 .5 14 228 38 23 1 33 2
gl | 14326 .8 19 262 17 21 1 27 3
gh-| 14329 .8 24 198 4 26 1 38 1
gl | 14332 .8 1 210 31 26 2 89 1
bl 14334 1.4 13 156 524 27 2 101 23
oy | 14335 .7 1 156 23 30 2 73 1
| 14336 .6 1 150 24 27 1 78 2
_uh| 14337 .5 12 122 15 35 1 56 6
yy | 14338 .7 4 98 32 30 1 58 4
Uy | 14345 .8 21 260 50 34 1 38 17
_ | 14347 .8 19 260 " 23 1 25 16
_uh | 14314 1.5 1 37 822 30 1 110 13
W% | 14315 1.4 1 113 417 24 1 97 15
ol | 14317 1.7 1 109 554 22 1 136 4
4 | 14318 1.6 1 144 90 25 1 153 16
4 | 14322 e 3 270 81 25 1 56 5
Wl | 14323 1.1 22 145 1017 26 1 35 3
A | 14328 .9 21 143 10 24 1 33 2
40 | 14330 1.0 25 209 8 29 2 23 1
o | 14331 1.1 30 280 206 25 2 26 20
whe| 14333 1.4 26 215 2450 25 1 53 1
b 14340 .5 2 84 32 25 1 48 2
af 14361 .9 % 167 32 27 1 77 2
of 14342 .8 24 88 21 30 2 43 1
o 14343 7 21 183 22 31 1 4t 2
1Y 14344 .8 20 175 26 34 1 63 2
«h 14319 .8 7 93 649 31 2 58 9
7 8 103 80 24 1 41 1

1" 14320
UR
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COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0820-RJ3
PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/13
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14324 9% 1.0 7 149 " 23 1 34 5

14339 §4 .9 12 62 22 24 1 36 5

14313 44 1.5 1 88 298 18 1 77 15

143164 ¢ 2.5 1 149 1135 12 1 137 10

14327 4k .6 8 126 13 20 1 26 10

14351 .8 17 79 17 24 1 33 5

Y 5 W
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COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0820-RL3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/13

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 sI02 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14324 13.20 .175 yAA 2.1 2.84 3.31 .07 .19 .06 73.61 .18 .02 96.22
14339 14.88 .040 2.65 4.66 1.02 1.75 .06 3.68 1 64.49 .38 2.35  96.07
14313 @BI' 17.48 .105 49 5.17 2.01 4.68 .20 3.39 .16 61.00 .52 1.16 96.38
14316 17.60 .055 2.68 8.18 .85 6.28 .36 2.98 .19 53.53 .75 1.23  $4.70
14327 13.60 .140 .70 4.79 1.24 3.39 .07 3.16 14 67.97 .30 1.54 97.02
143511 W 14.91 .040 1.69 4.31 .53 2.20 .07 4.80 .09  66.47 .34 1.72  97.17

qb)\.\




VANCOQUVER OFFICE:
705 WEST 15TH STREET

TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

TSRS S T
I_ ABOR ATOR'E s - - l O TELEX: VIA U.S.A. 7601067 » FAX (504) 980-9621

P.O. BOX 867
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS = ANALYSTS « GEOCHEMISTS $E\?_’\£L”\:‘!S(582T%F{‘)ISO} ggzﬁggga FANTGT
GEﬂWhEmzaal ﬁnalvsz et o ate 0%@%%&&
“f:cw n MINN‘OVA mc .- = ~ Date: JUL-13-90
Project:  LARA 242 = : [opy 1. Mi ‘-'«ii\i'ﬂ}ﬁ WE.. YARCBUVER, BT,

Attn: da KQF_USTQ : ' 2. MINNOVA INC., CHEMAINUS, B.E.

He hereby certify the following Geochemical Analysis of 7 ROCK samples
submitted JUL-06-90 by J . KAPUSTA,

Number ; FPM

1560
1940
1300

o
1600

820
14557 1160
14405 SO0

fertified by

MIN=EN LABORATORIES



COMP: MINNOVA INC.
PROJ: LARA 242
ATTN: J.KAPUSTA

4b-1tA,

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2
(604)980-5814 OR (604)988-4524

FILE NO: OV-0837-RJ2
DATE: 90/07/13
* ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14360 1.0 21 141 66 25 1 22 25
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COMP: MINNOVA INC. MIN=-EN LABS — ICP REPORT FILE NO: OV-0837-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/13

ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 TIO2 S TOT(%)
NUMBER % % % % % % % % % % % % %

14360 10.08 115 .23 5.57 2.72 2.15 .05 .18 .08  73.31 .15 2.87 97.52




MIN VANCOUVER OFFICE:

705 WEST 15TH STREET
l P EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
. o

/ TELEPHONE (604) 980-5814 OR (604) 988-4524
L] pui i - FAX (604) 980-9621
‘.\\/ / hﬁmﬁpﬁgéﬁgkms %/() - l OO( THUNDER BAY LAB.:

TELEPHONE (807) 622-8958

\ / FAX (807) 623-5931
lb§ SPECIALISTS IN MINERAL ENVIRONMENTS e L b T

CHEMISTS « ASSAYERS « ANALYSTS « GEOCHEMISTS
TELEPHONE/FAX (604) 847-3004

Assaey Lertificate 0V-0837-RA2
Company: MINNOVA INC. Date: JUL-13-90
Project: LARA 242 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: J. KAFUSTA 2. HINNOVA INC., CHEMARINUS, B.C.

He hereby certify the following Assay of 1 ROCK samples
submitted JUL-06-90 by J,KAPUSTA.

Sample LOI
Number %
14340 4,30

et e o e k550 ko e 41 A5 et A o s 3 ety g Wi e S o e S8 Ao o S Ll 42 ) b

Certified by

EN LABORATORIES



VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

|_ w FAX (604) 980-9621
(Dl\ﬁj&pm‘snmé.!ogRIEs /1/ THUNDER BAY LAB.:
\\ TELEPHONE (807) 622-8958

FAX (807) 623-5931
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS » ASSAYERS » ANALYSTS « GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

Aesay Certificate 0V-0820-RA3
Company: MINNOVA INC,. Date: JUL-13-90
Project: LARA 242 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: G.WELLS/Jd.EAPUSTA 2. WINNDVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 6 ROCK samples
submitted JUL-05-90 by J.KAPUSTA,

Sample 161
Number %
14324 2.75
14339 5.20
14313 4,10
14316 5.40
14327 260
14351 3.80

Certified by

M N LABORATORIES



56- 109

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0837-RJ1
PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/13
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)
SAMPLE AG AS BA cu PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14352 .8 14 195 17 22 1 25 2
14353 o] 1.0 6 300 24 30 1 30 1
14354 %b'\b . 9 6 272 56 25 1 43 4
14355 1 6 252 70 27 1 53 2
14356 & 6 119 253 28 1 54 2
| 14357 ) .9 1 161 352 22 1 45 3
14405 Ll T.7 39 114 514 24 1 62 11 -
14358 5 21 228 46 24 1 17 1
14359 ‘; 6,\0‘3! 1.2 8 302 34 24 1 56 5
w0 5 ¢ * 1.1 34 250 77 31 1 29 32
14361 ) 1.3 21 230 201 32 1 70 42
14362 3.3 1 108 570 29 1 118 24
9 22 246 1424 29 2 3 A

14404 ll}o( .




MIN \ VANCOUVER OFFICE:

) 705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-58 14 OR (604) 988-4524
TELEX: VIA US.A 7601067 « FAX (604) 980-9621

iYW mM:N}OFHCE

33 EAST IRORUOIS ROAD

[); LABORATORIl:a [ |

SPECIALISTS IN MINERAL ENVIRONMENTS | TIMMINS, ONTARIO CANADA P4N 7G7
CHEMISTS « ASSAYERS = ANALYSTS » GEOCHEMISTS i “ 18 lﬁEPHONE[ {(705) 264-9996

Ge oo e i s X %ﬂglyfif et s Fficate H OV-0820~RG1

TR P

e e S 500
Project:  LARA 242 = ‘ Copy 1. WINNOVA INC., VANCOUVER, B.C.
Attn: G. WELLS/J. KAPUSTA 2. MINNDVA INC,, CHEMAINUS, B.C.

He hereby certify the following Geochemical Ana1y31s of 13 ROCK samples
submitted JUL-03-90 by J.KAPUSTA, ;

Sample
Number

A
PEM

. e 1700

14325 1570
14330 1520
14331 1880
14373 1500
14340 400
14341 700
14342 570
14343 1850
| 14344 1370
14319 1400
14320 1500

o e e s o i Wk A AR e e YA et e Sl Som o o B S L L1 e i B i S S e 4585 S i 0 e e S S e by i P i e e P e B e g e kA o S i s S e S ek S e o i 5 e R e i et i

= lal:(:} '.ii.;. '—"’;—'-:;'.'s--.;.n-'-‘.—,_

Certified by

i o e e i s s S it S o s it B P ok S i st S5 A s i Bt o o e s S e e e ek S0t i i o i S e S5 4 i 4 St o S b ¥ s S et e e o

B e o L

@ﬁﬁ~EN LABORATORIES



COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: 0V-0820-RJ1+2
DATE: 90/07/13

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14321 1.0 1 139 636 2% 1 69 34
14325 &3 14 228 38 23 1 33 2
14326 .8 19 262 17 21 1 27 3
14329 .8 2 198 4 26 1 38 1
14332 .8 1 210 31 26 2 89 1
14334 1.4 13 156 524 27 2 101 23
14335 o 1 156 23 30 2 73 1
14336 .6 1 150 2 27 1 78 2
14337 .5 12 122 15 35 1 56 6
14338 ks 4 98 32 30 1 58 4
14345 .8 21 260 50 34 1 38 17
14347 .8 19 260 11 23 1 25 16
14314 1.5 1 37 822 30 1 110 13
14315 1.4 1 13 417 2 1 97 15
14317 1.7 1 109 554 22 1 136 4
14318 1.6 1 144 90 25 1 153 16
14322 1.1 3 270 81 25 1 56 5
14323 1.1 22 145 1017 26 1 35 3
14328 9 21 143 10 24 1 33 2
14330 1.0 25 209 8 29 2 23 1
14331 1.1 30 280 206 25 2 26 20
14333 1.4 26 215 2450 25 1 53 1
14340 5 2 84 32 25 1 48 2
14341 .9 14 167 32 27 1 77 2
14342 .8 24 83 21 30 2 43 1
14343 .7 21 183 22 31 1 4 2
14344 .8 20 175 26 34 1 63 2
14319 .8 7 93 649 31 2 58 9
14320 7 8 103 80 2 1 4 1




MIN VANCOUVER OFFICE:
AL 705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (804) 980-58 14 OR (604) 988-4524

FAX (604) 980-9621
%\ﬁ)&gg@&gRlEs THUNDER BAY LAB.:
TELEPHONE (807) 622-8958

SPECIALISTS IN MINERAL ENVIRONMENTS FA (BT B2 g-cocll

GHEMISTS - ASSAYERS » ANALYSTS » GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

Bessaty Certificate 0V-0820-RA3
Company: MINNOVA INC. : : ~ Bate: JUL-13-90
Project: LARA 247 : Copy 1. MINNOVA INC.. VANCOUVER, B.C,
Attn: G. WELLS/J. EAFLUSTA 2. MINNDVA INE.;__EHEHAINUS. B.C.

He hereby certikathe following Assay of 6 ROCK samples
submitted JUL-05-90 by J.KAPUSTA,

Sample LOI
Number . %

¥ 12078

4 q‘ ¥k = .
i -L“*“’C? . ! 520
14313 4,10
143164 5. 40
14327 3,60
14351 5. 80

Certified by

e e e e e e s ——



COMP: MINNOVA INC MIN-EN LABS — ICP REPORT FILE NO: OV-0824-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/16
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14346 - 3b-\|Y B 1 62 47 36 2 81 1

14348 7 1 159 29 30 1 73 2

14349 o .9 1 26 37 30 1 107 1

14350 8l W2 .9 A 32 36 30 1 101 1




Al

o

COMP: MINNGVA INC.

HEETIYELE

LABz LANC.

HIr=E

—

HEN-EN LAES — TGP REPART

4135 P2

TR 1N M ACIE Hstvnua

E

oROy, LA;__A o40 fU> WESE IDTH ST., NORTH VANCOUVER, B.C, v7M 172 DATE: 90707721
e 0 (604)980-5814 QR ($041983-4324 * HUMUS *  (ACTiRRT)
AP sl n¥ it ou o 1) i
NUMBER EPM FFM PPH PPM PP PPM PPM
! L1T4+00W 102+50N 33 1 204 22 45 1 79 1734
l\/ LT14+00W 102+75N .8 1 189 160 23 1 286 45 3460
\ L114+000 1031000 K3 1 [1d) a2 o i 135 4970
\ L114+00W_103+25N 8 B | 49 1 125 1,625
L114+00W T03+50N oy 1 147 27 32 1 93 25
L114+00W 103+75M 15 1 8 88 3 1 159 13,992
Sl L114+00W 1044008 1 1 155 14 57 1 b2a.
1 L113+00w 162+50N 7 1 78 22 19 1 42 Gad
[ LT13a00i 1034 75N i 1 Dk 2 oa 1 184 1
- LT13+00W 103+00N A 1 303 3% 98 1 269 0,44 T
= _| L113+00W 103+25K 5 i 159 24 76 TR T T [
. /} L113+00W_10350N s 1 117 20 66 1 51__lodo
) y L113+004 103+75M 1.0 1 121 20 43 1 &5 1200
\\ L RM13+00W 104+00N K 1 135 35 a1 1 a7 1ots
LT13+00W 104+25N i 1 173 16 24 1 62 904
{ i L113+D0W 104+50 & 1 156 18 a9 1 59 lobd
S WL 13+00W 104+75N X 1 122 13 54 1 46 5ag
13+0 B 1 = 13 1A ] PTG W
1124009 102+50u .3 3 111 7 87 i 6 sk
LHP421Q0W 4021 78w 1.0 1 1] o 1??____ 1 03 4929
| L112+00W 703+00M .6 T = a2 20 68 1 L 68 \3b0 -
Li12+00W 103+25wW o 7 350 25 87 1 T WS
T L1160 103500 i i 13k 14 n1 1 X4 243
TIT12+00M 1037 75w 12 1 130 30 30 3 82 Ath0
L112+00W 104+00W A 1 147 16 b 1 53 g8
LI12+00Y 1044254 i 1 116 16 & 1 so Q4L
L112+00W 104+50u 1.0 1 132 1 100 1 122 A
L112:00W 154+75w 1.2 1 171 ir 43 1 128 3482 g
b Lleruun _yardow .5 ] 181 &y 3 is 81 1bdn i
LIR5+00W 105+50W L O e vl
L105+00W 103+75N 1% 1 191 59 33 i 92 543y
L10S+00W 104+00N I Wt 147 e Fid 1 52473 . o
LA0G+00W 104-#8) A T 2i 27 ! a5 et A
L105+00w 104+50M ) 4 141 7 17 1 &2 = e e :
L105+00W TG4+75N 6 b 205 W N3 LA THNE SN
L105+00W 105+00N .8 1 121 30, 38, 1 ST l3l0
C107+00% _102+50N ot 3 52 17 a7 3 34 538 1
L L107+00W 102+75N 4 1 151 53 47 1 T LTS 2 e, o L TR
| L107+00W 103+00N L is 2 s R - 73 1 89— oed S St AR o e
L107+Q0W_103+25N .8 11 104 L7 T 1 58 _\1to #
_L107+00W 103+50N - e 12 &7 13 13 e A
L107+00W_103+758 .9 14 121 25 15 A 61 |03y
e b L1QO0W T04%00N | 1,0 T T 13 1 &5 00l i1
L LI07eQUW 104%25N. . ¢ - & o 5 141 16 7R £0 - %on o
L107+00W 104+508 4 f\ A0 T ORER T S e s e i
L107+00W_104+75K .9 6 195 22 58 1 58 1336 !
L107+00W 105+00M % 1 358 35 55 z 56 1890 2
UT0BT00W 102+500 ok A 21 28 g 2 86 2009 :
L0900 102%75K 1.0 7 22% 28 54 1 g8 28
L108+00w 103+00N 1.2 19 L R T e
L108+00W 103+25N .1 1 101 8 &0 2 107 __ 3%k e
T LI08+00W 103450 K 13 148 28 a3 1 57__15%b
L108+00W_ 1034758 o 1 57 18 63 1 7B Ldpds Tt L IRREERT T R
L108+00W 104+00N iT 5 170 18 54 1 51__4l¥ BN A
L760:00W 10S5E5H 3, i 311 i 2 . STl
_ L108+00W 104+508 .1 1 316 18 78 2 WreonGg o
| L108+00W 104+75N 11 10 134 12 34 1 &4 Fht
{ [108+00W_ T05+008 i 17 &5 20 3% i 53 1060
_— L104+00W 102+50N 1.5 13 207 58 &1 2 91 __50% i
! \Y U L104+00W T02+75H ] 16 12% @ . o2 e 5 A8
A S«
\ |
1
[Pt a‘r_':.—‘-
51 x i c g . e
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COMP: MINNOVA INC,

MIF=EN CRES VANCT

413 PA3

MIN-~-EN LABS — ICP REPORT

FILE NO: OV-0925-RJ3

PROJ: LARA P42 708 WEST 1STil ST., NORTH VANCOUVER, B.C. v7M 172 DATE: 90/07/21
ATTH: J.KAPUSTA (504)980-5814 OR (604)9BE-4524 * HUMUS *  (ACT:IF31)
SAMPLE AG AS BA cu PE s8 N
- NUMBER PEM PPM pRM PPN FPH PPH PPM
L104+00W_103+00N .9 1 14k 21 %5 i 48 _ ooy
N L106+00W 1034+25N B 1 211 32 b 1 100 33901
- |-L104+00W 103+50N i 1 277 28 25 i 132 3196
'0 L104+00W 105+75N 0 3 567 51 i1 1 100 aloU
\ L104+00W 104+00N 7.1 1382 55 15 33
L104+00W_104+254 .8 1 443 14 45 1 172 A 40%
L104+00w 104 +50N 8 i 287 25 31 i & a\50
L104+00W 104475 .7 k] 333 26 47 1 B0 A0K0O
L T TTL104+00W 105+CO0N .8 1 302, 21 2L 3 121 A5L!
LT03+00W T02+508 =1 i 200 58 52 1 108 (204
| L10%+00W 102+75N .9 1 195 54 27 1 84 443G
et LID3+00W 103+00N 1.0 1 376 21 42 1 106 _233b
f1 ) L103+00M 103+25H it 1 255 20 37 1 BE \1bU -
"] L103+00W 103+50N 1.5 1 164 33 31 1 126 415
a L10%+00W 103+75N 150 1 194 22 &3 1 97 3L ]
\Q L103+00W 104+00K .5 1 222 15 48 1 7 10bS
L103+00W_104+25N 3 1 759 20 76 i %4 __A380
| L1g&«00U 10L1500 2 i 236 ED 34 1 &1
L0300 J04+75N 0 1 363 44 &2 i B6  37¢L
S T L103+00W 105+00N 1.3 K 291 28 S5 1 82 | i<l e i
([ L314+D0W 104+25N 3 T =7 11 47 1 % blb
"L Aw00L 104a50M % 1 1 AR

186 18 0

e ———————— e n e




" = Ul 29 @ prise MIN-EN LABS UENC, 546 PBS
L ¢ <
LONMP: MINNGVA THG. MTN=-EN LARS -— ICP RERORY FILC HB. OV-09PD-R41-2
PROJ: LARA 242 705 WEST 15TH ST.4 NORTH VANCOUVER, 49.C. V7M 172 DATE: $0/07/28
ATTND J.KAPLSTA (604298045614 OR ($04)988-4504 & (ACT:FRY)
| sampLe AG AS BA o PE S8 o
NUMBER o PP PPM PEM [pent PEM #Pi PRH
L L90+00W 104+50N A 1 261 116 8 1 85 3o
LS00 1044758 KE 1 435 13 1 1 &% g
L¥0+00W_105+00N 6 1 180 11z 59 A 51 bb3
L9T+00W 105+25N ol i 140 17 43 1 ST Y437 E
| L70+00W 105+50N ¥ 1 344 11 45 1 % 4L9 ¥y
L99+00M 105+75N ) 1 200 o |18 56 1 570|132
L93+00W 10&+00N .B 1 190 1 2R 1 4 £
L20+00W 10&+ZSN . 1 756 i1 3N i ZAa 5&%‘
LEOw00W 106+50N fic] 1 17 Tawr ] i 55 44p
LGO-00W 10E+T3N .4 1 2 g 56 1 61 249
| L91+80W 104+00N | i 1 105 8 al 1 47336
| : L) +00W_104+25N i A 1 &9 i 79 1 48 190
LOT+00W 104 %500 ] o 1 w8 i2 HE 1 & 3291
LOI=00W 104+75N i % i Zr 10 110 1 117|130
L75+00W 105+008 i 4 1 257 |19 95 1 81 dIp
L91+00W 105+230 2 1 175 10 1 1 78 360
| L91+00W 155+50K | .3 1 187 10 8 ] 0 400
| L91+00W 105+75N | o2 i 138 i) W ! ¥3 K33
LYT+G0W 106+CON | .6 i 288 | EE s : 282 [bia-
L9TO0w toedeoN 1 s 1 2er ke 0 R N W %6 o . o
E | L91+00W 106+508 1 ] ] 105 9 31 4 56 . 48
e W T0F400N | 1.0 1 Fil %t 4 1 55 2162
LO2+00W 103+75N il o& 1 259 T el 1 g €A
LG2+00W 104+00N [ 1.2 1 156 40 3¢ 1 74 aqp0
LFaeCOU 107e38% | .6 1 O&d h] Ts i % o5
LO2+00M 104+50N ‘ 6 1 18§ 110 1 1 28 bgO .
LS2+00W T04+75N ] 1 417 23 158 H 134 3p8a
| L92+004_105+00N 5 , 3% 12 76 A 95 1ilb
| L92+00W 103+25N 6 260 12 [ 1 B84 159%
Lyer00W 105+50N ; 2 ; 200 12 s ] va 1163
| 190w 107+00N 1 .9 4 235 10 199 2 38 330
| _L52+00W 105+75N i ali i 22 10 71 2 B2 $a0
| 1o7+00W 105+00N H .5 1 134 12 24 2 7o 94%
| o5+00W 105+500 : 3 | 330 Qes 78 1 47 otk e
i LO300w TO3S75N | .7 T ess  §1s 9 3 99 Fbt |
LOZ+00W 104400N | 3 1 282 16 97 1 1211936
LG3+00W 104+25N ! i 1 407 25 130 1 152 2900
LUEF00W 104750 ; A 1 35 13 52 i 186 2304
935004 104+75N ! 2 1 169 19 31 1 152 2g40
| LY3+UOW TUSHUUN b ,’f,,, 1 _____:'_ti‘:‘____ 27 TG W 5550 SN
| 153+00W 105+258 | ¥ 5 267 38 66 1 336 k1§
- [ L57%+00W 105508 . I3 1 Z97 28 ) 1 5 3aL
| L94+00W 103+30N .5 1 324 2 73 1 Q00
L76+00w 103~75K 5] 1 327 i4 102 i 124
T T T N R S, ert R S 030
F LSG+UDW 104+25N ' b 1 445 19 53 1 112 3de! Ll
LF6+00W _104+508 .5 1 356 13 56 5 e Higd) ~hiN
Ly4=00W 104+75N 2 209 12 74 1 61 313
LG4+D0W_105+00K 1.0 1 175 L4 71 1 5¢ A9
i




l’ ¥ JUCTZD "Og a2y MM CH LADS UAMC. C40 g2
CONMP: MINNDVA INC. MIN=EN LABS — ICP REPORT FILE NO: OV-09&8-3.142
PROJ: LARA 242 705 WEST 15TH $T., NORTH VANCOUVER, B.C. V7W 172 DATE: 90/07/28
ATTH: J.KAPUSTA (604)PB0F5814 OR (604 )988-4524 * HUMUS *  CACT:F31)
SAMFLE AG AS BA Cli FB S8 ZH
NUMEER 2PM FPM FRH (= BPM PEM PPM
L95+00u 10%+GON 3 1 245 2 79 1 B6 2336
LO5+D0W 103+25N & 1 309 13 75 1 108 ldo& ol
LY5+00W 103+508 .8 1 252 15 87 1 g2 G30 - et
L95400W 103+ 75N 37 1 266 13 54 1 8% \p34 |
LG5+D0W 104+00N 1.4 1 235 52 34 1 128 (240
LO5+00W 104+25N 1.2 1 352 33 35 1 106 3433 ¥ A
[05+00uW _104&+50N 1.2 i 208 L L ) 1 241 Jany
R L9&+B8w 108-BaN = 1 i52 F P i _Sb 1304
L LE&+00W 103+25N .6 1 230 17 &2 1 B6  |hen
WL‘?{#UDH 1034500 P 1 %52 8 47 1 125 4250
L96+00W_103+75N8 .5 1 270 18 119 1 g5 [l04
L97+0CK 103+00N .9 1 155 19" 56 1 1046 |43h E.5
L37+00W 1034258 2.4 1 193 56 43 1 79 L4AL
L97+00W 103+500 1.3 i 563 20 56 1 55 1400 4
LETH00W T03+75H. ot 1 385 P 58 1 129  |C4g
LOTH00K 104+00N .5 1 1 1 103 1 136 A594
N LS7+00 104+25N % 1 TE8 9 64 1 43 6T
N ’ LS7r00W 104+50N .8 i - ik 9 i 48 748 B
LR7l0W 104aT5M =, 1 18 ¥ Y m 1 £E 435 |
L LI7+00W 105 +00N 1.4 1 157 25 34 1 &3 1525
- | L95+D0M 102+50N .8 : Sl e 13 99 1 8  us? A
| ST LOB+00W 102475N 1.4 1 344 13 89 1 84 1099 B |
] | LPB+O0M 10U3+00N E 1.4 1 266 7 53 1 103 1251 |
_ 1 1984004 103258 1.5 1 268 o L8 } 74 bbb 1
| L9e+D0d 103+50M | A 1 338 11 81 1 118 13 S|
i LOB+00W 103+75N 1 firg 1 178 52 69 1 108 *
LS3+D0W 104+00N ; 1.5 1 150 13 58 i o8 334 i Bl
LY3+00W 104=250 T2 1 278 7 76 i 78 136 % o
LYE+00H 104+50N % 1 146 32 105 4 75  4do0
LOB+00W T04+75N _ 1.9 1 241 28 48 i 126 1433
LRA+00W 105+00% 1 176 26 %3 1 73 1%9%
LOB+00W T05+25N = 1 2ez 25 37 ] LTS e
b LE3ann 1074500 7 i 357 10 77 5 = TED
| L99+00W 102+50N 2 1 £32 13 5 1 193 \%19
L | L99-00W 102+75N 1:0 1 350 19 81 2 112 214%
LS0+00M 103+00Y | 7 ( 299 1 154 z 181 A5k A .
[59+000 T03-258 : 7.0 7 86 1% 38 i 92 32 il
LOG+00K 103+500 | 7.1 1 205 28 56 1 126 1437
I [ LS5+00W 103+75H | .G 1 208 12 49 1 69 gldy
LG5+0CK 104+0GN i 2 1 251 10 71 1 103 (020
LY¥UUW TUG+ION 1 - oL i 2UB ¥ &8 1 e1 g1 L T T
Y e N ! i 1 112 b Al o §i | 484
L79+00W 104+750 B 1 286 |13 54 1 v ,,g}EMQ: E £
kL L58+00W_103+00N iz 7 L) jo3 —— =5 i 1 293 .
: L100+0CwW 102+50N 4 1 208 18 62 1 g2 (65 i
L10G+00W 102+75N .2 1 263 7 58 1 90 1§30 ‘
L100+00W _123+00N .2 i 248 14 & 1 74 036 ]
I L190+00W 103+25N 1.6 7 Z49 43 65 3 109 4Lt |
L180-00W 10%~80n NU SARFLE [
L100+00W 103+75N iT 1 186 18 42 1 162 2916 __ o LRSI
L100+00W 124+00N 1.2 1 125 29 32 1 93 Api+ . I
[ LIO0+00W 104+25N P4 1 100 i 22 1 58 950 T
| LT00+00W 194+50N .8 1 163 28 24 i 81 1 +o¥ - 3 B
B B 1T P Y T ] 1 (LTS I [ I _ L2 ) i 1
| m
L | Li0a+00W 105+00N b i 233 18 84 7 1 1323170
| L101+004 102#50N | .7 1 117 1 56 ~2 - ™ kps 0 . 0 0
& L1071+00W 102+750 2 1 18 |9 - 58 2 &b 35k AL i
~ | Li01+00w 163+00N - a2 1 199 11 80 R 78 %59 - i}
LT8YE5EW TUBERN | .2 1 en I e 2 92 |bSh =
- LA01+00W 1035508 | R 1 212 i 58 2 61 o5
fl




LOMP: MINNGVA TNE.
BRAS: LARA 242
ATTN: J.KAPUSTA

o

8 MIN-EN

LABS UANC.

MTN=-FN TARAR — TICR REPORT

705 WEST 15TH ST.:I HORTH VANCOUVER, B.C. vM 172

FILE NO2 Ov OCKR CJ2
DATE: 90/07/28

(604)980-5814 OR (6D4)PRE-4524 * WUMUS % (ACT:zF31)
SAMPLE AG AS 8A ou es 8 I
NUMBER PEH PPM PPN PM PP PEM FPM
L101+00W 103+75N 4 1 243 8 37 1 95 LD
T107+00w 104+00N 5 1 508 27 3G 1 82 aal4
C1071+00W_1C4+asN B i 196 14 44 1 126 133 A
L107+00W 104+50N 3 4 334 37 7z i 56 d074 i
TT0T=00W T04+75N T | 250 &2 38 1 47 [p74-
L104+004 105+008 ba 1 24z g ktal 1 A 93!
L102+00W 1028+50N | i2 i} 241 15 76 1 78 1ds
L102+00W 102+75N .2 1 235 20- 85 i 71540
L 102+00W 1037008 2 1 2% el 70 i 106 A Rd
L102+00w 108+25N T 9 158 H 3% i 58 522
L102+00W 1034508 NO SAMPLE .
| L102+00W 1034758 .7 z 264 12 36 2 75 Qoo
| L192+00W 104+00N .2 i 254 15 58 1 100 1500
 L102+00W j04+253Y ¥3 ! 313 21 3% 1 - I
Luaémgumt_l:'i*_sw NO SAMPLE i o
| L102+00W 104475N .7 1 > 14 &0 1 a3 b4
L10g+00W 105+00N .2 1 325 17 éd 1 &r F3L
N B — = o R RO N SIS Su, MUPUN ST
i i
|
I
|
|
! [
|
R R [ o s
l
|
|




- 1

COME: MINNOVA INC, MIN-EN LABS — IOP REPORT FILE NO: OV-0783-Hii+2
FROJ: LARA 242 705 WEST 18TH &T., NORTH VANCOUVER, B.C. V7M 172  DATE: 90/07/0%
ATTN: G.MELLS/J.KAPUSTA {504)980-5814 OR (604)98B-4524 * HUMUS *  (ACT:F31)
SAMPLE AG A3 BA cu 7B SB N
NUMBER PRM PPM PPM FFM PPM PPH PPM
L109+00W 1024500 A 1 143 16 4é 1 73 | (lbd
| L105+00W 102+75N 2 1 52 16 36 1 &5 | L5650 ‘ :
L10%+00W 103+00N 1.4 2 &9 11 52 1 75 S T N
L10G+00W 103+25N .5 1 a7 ar 43 1 52 | laog
L105+00w 103+50N 3 1 (FY4 10 52 1 56 | cio ) — =
! LA0S+00W 103+75N ' 2 i 53 10 €3 1 g7 | 63U S LS |
T Li0%+00W 104+0CN % 1 134 ¥ 50 1 a0 | 350
- LI09+00 104425 | 21z 1 92 8 47 1 il T L |
L109+00W 1044508 NO SAMPLE s 8
L109+G0W 106+75N A T 96 2y w1 LLE
L Li09+00W 105+00K 3 1 ag 14 50 y 57 | 348 :
TTTO700W T0eT50N P | T f:¥] g il T 46 1 LY,
L110+00W 102+75N H i 236 18 127 7 6 I 1119 1
Tii10+60W 103+00N % 1 83 12 85 i (23 IS o =
LT10+00W 103+25K .5 1 132 A 5Y ] 59 1w )
L L110+00W 103+48N ) 1 103 45 12 1 s7 | 2S5 § L
LITC+00W 103+758 | 4 1 e [ 1a 37 i o T
L170*00W 104+00N % 1 169 BLE 31 i & I \W. 2
L710+00W 1044258 | .2 1 103 12 6 1 |55 e e e
L110+00W 104+508 2 1 a8 10 - 91 oy =
L110+00W 104+75N i 1 108 9 51 1 &3 0 1 =
L L110+00W 105+00N 3 1 81 g % 1 57 § acq
CTTTow—ToZFsor | s T 1) T 13 b 1 6s 1 pop .U Ui
R Wk L i T i 132 21 80 2 & T Lk
N O 4 I 5[V, B {1 S50 21 T EZ 0 81 1 58 r_c_,gD
L111+00W 103+25N o 1 $5 |18 t 58 1 1 69§ 315 — -l
= = CTT+00W T03+50K - /| 09 18 43 1 76 § (1LY A I
CTTT#00W 103+ 75K 7 1 2 2% | &7 T 1 8 Tyt - o LG
LTTIF00W TO4#000 | .5 1 157 3 53 1 LER L T 1
o LTITEDOWTO&ERSN | LT T 730 16 | 168 1 21 an
L111400W 1044508 | .5 1 172 30 57T 1 Argamiiges F 8 0 R
L111+00W 104+75K 5 1 101 15 36 1 | 41 Lap T T
e 1 L117+000 105+008 E 2 73 20 18 v} 5% Y yob0 o 4
p- i Ll .




MlN VANCOUVER OFFICE:
705 WEST 15TH STREET
P EN NORTH VANCOUVER, E.C. CANADA V7M 1T2
' ‘\a» TELEPHONE (604) 980-58 14 OR (604) 988-4524

s patl |_ ABOR AT RlEs LTD TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
a‘f\%j o 2 TIMMINS OFFICE:
\ 33 EAST IROQUOIS ROAD
‘_S SPECIALISTS IN MINERAL ENVIRONMENTS ?]ﬁhﬁﬁé,%agTARIO CANADA P4N 7G7
CHEMISTS « ASSAYERS = ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
i I_ Ossay Certificaste 0V-0895-RA1l
! Company: MINNOVA INC, Date: JUL-26-90
Project: LARA 242 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Atin: J. KAPUSTA 2. MINNDVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 2 ROCK =samples
submitted JUL-12-90 by J.KAPUSTA,.

Sample e LOI
Number 0%
| Ty 2.90
‘ 14373 b.80

Certified by

v
MIN-EN LABORATORIES




705 WEST 15TH STREET
NORTH VANCOUVER, B.C, CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

ll—( MIN VANCOUVER OFFICE:
;'W |_ ABOR ATORIES - TELEX: VIA US.A. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
P.O. BOX 867
SPECIALISTS IN MINERAL ENVIRONMENTS Ve SO AN PN e

CHEMISTS - ASSAYERS « ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-9996

Geockkhemical Ornaelysis fertificaste 0vV-0895-RG1
Cospany:  MINNOVA INC. Date: JUL-26-90
Project:  LARA 242 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: J.KAPUSTA 2, MINNDVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 7 ROCK samples
submitted JUL-12-90 by J.KAPUSTA,

Sample BA
Number PPM
i 4353’_-__ AN A R M B A AT T FRIER R Jz\ivr:]-é
147264 3800
14365 1100
143646 1190
14375 1200
14378 1560
14379 1490

Certified by d

MIN%@ LABORATORIES

——



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
Pt TELEPHONE (604) 980-5814 OR (604) 988-4524

|. ABOR ATORIES FAX (604) 980-9621

(DIVISION OF ASSAYERS CORP.) THUNDER BAY LAB.:
e
SPECIALISTS IN MINERAL ENVIRONMENTS 2
CHEMISTS - ASSAYERS * ANALYSTS » GEOCHEMISTS SMITHERS LAB.:

TELEPHONE/FAX (604) 847-3004

|— GFeochemicael Anelysis Sertificate 0V-0946-RG1
Company:  MINNOVA INC, = : ; ~ Dater JUL-26-90
Project: LARA 2432 Topy 1. MINNDVA INC., VANCOUVER, B.C.
Attn: J. EAFUSTA 2. WINKDVA IHC.. CHEWAINUS, B.L.

He hereby certify the following Geochemical Analysis of 3 CORE samples
submitted JUL-18-90 by J.KAPUSTA,

Sample HA

Number FEM
et T T T T T e T B T T T R T e T T T P T T T L P T T TR i

1650

14287 1440

14588 1800

Certified by




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0946-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/07/26
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB sB 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14382 .3 10 177 49 32 1 33 8
14383 4 7 165 13 29 1 28

14384 .3 2 207 5 29 1 30 2
14385 .5 12 137 11 30 1 32 2
14386 1.3 1 148 214 28 1 41 2
14387 1.1 1 121 77 25 1 46 56
14388 .7 10 180 13 31 1 32 2
14389 .6 1 178 18 30 1 45 2
14390 .8 19 162 18 31 1 39 10
14391 .9 1 154 18 28 1 36 23
14392 1.9 1 81 185 2 1 74 2
14393 1.1 2 91 187 29 1 75 2
14394 .4 21 255 124 23 1 10 23
14395 A 25 195 10 17 1 2 22
14396 4 19 238 37 19 1 3 10
14397 .6 21 158 7 22 1 5 11
14398 .4 2 17 5 23 1 17 5
14399 .6 31 m 13 27 1 24 10
14400 A 28 118 20 30 1 34 2
14401 .5 26 152 11 28 1 36 6
14402 .6 28 171 98 29 1 47 10
14403 1.2 1 95 447 27 2 154 32




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0895-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/26
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BAT CAO  FEZ203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14371 12.76 .155 .62 2.92 3.23 2.80 .05 .55 .01 T72.64 .26 34 96.32

14373 17.73 .105 9.73 7.77 3.13 3.93 .19 1.90 .12 46.98 .52 1.02  93.13




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0895-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/26
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA ol PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14363 .8 1 268 44 30 1 29 1
14364 1.1 1 941 21 30 1 31 20
14365 .8 1 346 15 31 1 36 10
14366 .7 1 129 164 31 1 36 12
14375 .9 1 80 42 28 1 106 36
14378 1.0 21 167 36 34 1 41 57
14379 .7 14 150 121 34 1 48 3
14367 .9 1 265 78 31 1 49 15
14368 4 16 176 33 34 1 48 1
14369 1.2 1 274 20 33 1 41 1
14370 1.4 1 232 29 29 1 46 2
14371 .8 21 182 9 30 1 30 10
14372 .9 25 151 7 30 1 35 1
14373 1.1 1 140 29 37 1 64 5
14374 .8 7 127 16 33 1 58 12
14376 1.3 1 134 29 41 1 66 17
14377 1.0 1 109 168 36 1 76 20
14380 1.6 1 154 317 33 1 155 35
14381 1.4 1 114 150 27 1 161 26




705 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 172

b EN TELEPHONE (604) 980-58 14 OR (604) 988-4524
- TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
LABORATORIES @lD. RLECURUSA raoos

33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS P.O. BOX 867

TIMMINS, ONTARI
CHEMISTS « ASSAYERS ¢ ANALYSTS » GEOCHEMISTS TELEPHS(E)NE (708 gé\?_gggs PaNTGE

E ]l—[ MIN VANCOUVER OFFICE:
- \aw,

l— Seochemical Ornaelysis Lertificaete 0V-0976-RG1
Company: MINNOVA INC. Date: JUL-28-90
Project: LARA 242 Copy 1. MINNOVA INC., VANCOUVER, B.C.

Attn: J. KAPUSTA 2. HINNOVA INC., CHERAINUS, B.C.

He hereby certify the following Geochemical Analysis of 9 CORE samples
submitted JUL-21-90 by J.KAPUSTA,

Sample BA
Number FFM
14406 1820
14407 1300
14408 1290
14409 1810
14410 1480
14411 1200
14412 1420
14413 1480
14414 1170

Certified by Ao 2.

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0976-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/28
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14406 3 1 96 52 28 1 35 1
14407 3 1 86 101 22 1 41 2
14408 .3 1 95 214 25 1 57 1
14409 .5 1 126 53 29 1 48 2
14410 3 1 172 34 26 1 42 1
14411 .6 1 102 229 24 1 41 2
14412 .9 1 66 215 27 1 66 1
14413 .5 1 114 233 25 1 68 3
14414 .9 1 102 1002 30 2 78 2
14415 3 12 164 51 21 1 8 1
14416 3 9 105 25 20 1 6 2
14417 .3 8 89 170 17 1 7 5
14418 .5 9 118 464 21 1 10 2
14419 1.0 9 104 606 32 1 9 38
14420 .5 19 139 155 23 1 17 2
14421 .6 25 119 7 28 1 26 1
14422 .9 1 96 242 20 1 190 2




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0975-RJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/28
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * % (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM PPM
L90+00W 104+50N A 1 261 16 89 1 85
L90+00W 104+75N -1 1 435 13 m 1 86
L90+00W 105+00N .6 1 180 13 59 1 51
L90+00W 105+25N A 1 140 17 41 1 51
L90+00W 105+50N .4 1 344 1" 45 1 79
L90+00W 105+75N .4 1 209 16 66 1 57
L90+00W 106+00N -8 1 190 1 32 1 46
L90+00W 106+25N .5 1 256 11 30 1 48
L90+00W 106+50N .3 1 178 18 70 1 55
L90+00W 106+75N .4 1 272 9 56 1 41
L91+00W 104+00N . 1 105 8 91 1 47
L91+00W 104+25N | 1 89 10 79 1 48
L91+00W 104+50N 1 1 65 12 88 1 66
L91+00W 104+75N | 1 276 10 110 1 117
L91+00W 105+00N .4 1 237 10 95 1 81
L91+00W 105+25N .2 1 175 10 91 1 7
L91+00W 105+50N .3 1 187 10 58 1 90
L91+00W 105+75N .2 1 188 9 49 1 93
L91+00W 106+00N .6 1 285 19 46 1 88
L91+00W 106+25N .3 1 267 23 78 1 122
L91+00W 106+50N .1 1 105 9 81 1 54
L92+00W 103+50N 1.0 1 216 42 34 1 56
L92+00W 103+75N 4 1 259 11 60 1 79
L92+00W 104+00N 1.2 1 156 40 34 1 7%
L92+00W 104+25N .6 1 252 " 76 1 85
L92+00W 104+50N -6 1 189 10 7 1 68
L92+00W 104+75M .3 1 417 23 158 2 134
L92+00W 105+00N .6 1 314 12 90 1 93
L92+00W 105+25M .6 1 260 19 84 1 84
L92+00W 105+50N .2 1 208 12 79 1 96
L9OW 107+00N .9 4 235 10 109 2 38
L92+00W 105+75N .5 1 220 10 7 2 82
L92+00W 106+00N .5 1 134 12 84 2 79
L93+00W 103+50N .5 1 330 128 78 1 47
L93+00W 103+75N .7 1 233 13 89 3 59
L93+00W 104+00N .3 1 282 16 97 1 121
L93+00W 104+25N .7 1 407 25 130 1 152
L93+00W 104+50N 4 1 245 13 52 1 184
L93+00W 104+75N | 1 169 19 31 1 152
L93+00W 105+T0N .2 1 389 40 141 - 89
L93+00W 105+25N .7 3 267 38 66 1 33
L93+00W 105+50M .6 1 297 26 66 1 69
L94+00W 103+50N .5 1 324 12 73 1 75
L94+00W 103+75N .2 1 327 14 102 1 81
L94+00W 104+00N .8 1 27 29 64 1 70
L94+00W 104+25N .6 1 445 19 58 1 119
L94+00W 104+50N .5 1 356 13 56 1 17
L94+00W 104+75N .2 1 209 12 74 1 61
L94+00W 105+00N 1.0 1 175 44 71 1 59
f




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0968-SJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/07/28
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)

SAMPLE AG AS BA cu P8 s8 2N

NUMBER PPM PPM PPM PPM PPM PPM PPM

L95+00W 103+00N 1.3 1 245 26 79 1 86

L95+00W 103+25N . 1 309 13 75 1 108

L95+00W 103+50N .8 1 252 15 87 1 62

L95+00W 103+75N 7 1 266 13 54 1 83

L95+00W 104+00N 1.4 1 235 52 34 1 128

L95+00W 104+25K 1.2 1 352 33 36 1 104

L95+00W 104+50N 1.2 1 206 35 30 1 241

L96+00W 103+00N .1 1 132 1% 122 1 86

L96+00W 103+25N .6 1 230 17 82 1 86

L96+00W 103+50N 1.1 1 432 18 47 1 125

L96+00W 103+75N .5 1 270 18 110 1 89

L97+00W 103+00N .9 1 155 19 56 1 104

L97+00W 103+25N 2.4 1 193 56 43 1 79

L97+00W 103+50N 1.3 1 363 20 56 1 95

L97+00W 103+75N 2 1 386 12 58 1 129

L97+00W 104+00N 5 1 41 19 103 1 136

L97+00W 104+25N 4 1 138 9 64 1 63

L97+00W 104+50N .8 1 135 11 60 1 68

LO7+00W 104+75N .2 1 181 11 79 1 85

L97+00W 105+00N 1.6 1 151 25 34 1 63

L98+00W 102+50N .8 1 227 13 99 1 89

L98+00W 102+75N 1.4 1 344 13 89 1 84

L98+00W 103+00N 1.4 1 266 17 63 1 103

L98+00W 103+25N 1.5 1 268 9 48 1 74

L98+00W 103+50M A 1 338 1 81 1 116

L98+00W 103+75N .7 1 178 52 69 1 108

L98+00W 104+00N 1.3 1 150 13 58 1 98

L9B+00W 104+25N 1.2 1 278 17 76 1 78

L98+00W 104+30M . 1 146 32 105 4 75

L98+00W 104+75N 1.9 1 241 28 48 1 126

L98+00W 105+00N 4 1 176 26 33 1 73

L98+00W 105+25N 3 1 222 25 37 1 55

L9B+00W 105+50N .2 1 283 10 77 2 76

L99+00W 102+50N .2 1 532 13 95 1 103

L99+00W 102+75N 1.0 1 350 19 81 2 112

L99+00W 103+00N .7 1 299 18 154 3 181

L99+00W 103+25N 1.0 1 84 16 38 1 92

L99+00W 103+50N 1.1 1 205 28 56 1 126

L99+00W 103+75N .9 1 208 12 49 1 69

L99+00W ™ 104 70N .2 1 251 10 71 1 103

L99+00W 104+25N 2 1 208 9 68 1 91

L99+00W 104+50N .2 1 212 28 41 1 53

L99+00MW 104+75N 7 1 286 13 54 1 99

L99+00MW 105+00N 1.2 1 239 23 59 1 104

L100+00W 102+50N 4 1 208 18 62 1 92

L100+00W 102+75N .2 1 263 17 55 1

L100+00W 103+00N .2 1 246 1% 69 1 .

L100+00W 103+25N 1.6 1 249 43 65 3 il

L100+00W 103+50N NO SAMPLE 4

L100+00W 103+75N 7 1 186 18 42 1 4

L100+00W 104+00N 1.2 1 125 29 32 1 L

L100+00W 104+25N .7 1 100 19 22 1 i

L100+00W 104+50N .8 1 143 28 26 1 K

L100+00W 104+75N .8 1 154 12 14 1 :

L100+00W 105+00N 4 1 233 18 84 1

L101+00W 102+50N 7 1 11 1 56 2 7

L101+00W 102+75N .2 1 184 9 58 2 84 .

L101+00W 103+00N .2 1 199 1 80 2 78

L101+00W 103+25N .2 1 268 18 85 2 92

L101+00W 103+50N .2 1 212 15 98 2 61




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0968-5J3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/28
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)

SAMPLE AG AS BA cy PB SB 2N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L101+00W 103+75N 4 1 343 8 37 1 95
L101+00W 104+00N .5 1 308 27 39 1 82
L101+00W 104+25N .5 1 196 14 44 1 124
L101+00W 104+50N .3 1 334 37 72 1 56
L101+00W 104+75N 1.1 1 290 22 38 1 47
L101+00W 105+00N .7 1 242 19 38 1 49
L102+00W 102+50N .2 1 241 15 76 1 7
L102+00W 102+75N .2 1 235 20 85 1 7
L102+00W 103+00N .2 1 274 21 70 1 104
L102+00W 103+25N .7 9 158 9 39 1 58
L102+00W 103+50N NO SAMPLE

L102+00W 103+75N .7 2 266 12 36 2 75
L102+00W 104+00N .2 1 254 15 58 1 100
L102+00W 104+25N .3 1 315 21 83 1 153
L102+00W 104+50N NO SAMPLE

L102+00W 104+75N .7 1 281 14 60 1 83

1102+00W 105+00N .2 1 325 1 43 1 67




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1008-HJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/30
ATTN: J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)

SAMPLE AG AS BA cu PB sB N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L89+00W 105+00N 4 1 170 9 44 1 57
L89+00W 105+25N .1 1 138 12 74 1 60
L89+00W 105+50N .5 1 109 18 23 1 44
L89+00W 105+75N .5 1 107 13 73 1 56
L89+00W 106+00N . 1 258 16 72 1 64
L89+00W 106+25N .2 1 222 11 51 1 73
L89+00W 106+50N 4 1 261 10 7 1 67
L89+00W 106+75N .7 1 289 14 53 1 81
L89+00W 107+00N .3 1 163 11 81 1 59
LB9+00W 107+25N .2 1 332 16 112 1 76
L89+00W 107+50N .7 1 143 11 79 1 53
L88+00W 105+00N .9 1 212 14 102 1 47
L88+00W 105+25N .5 1 179 21 81 1 56
L88+00W 105+50N .3 1 131 11 69 1 47
L8B+00W 105+75N .3 1 469 10 67 1 78
L88+00W 106+00N . 1 251 13 120 1 80
L8B+00W 106+25N . 1 m 9 86 1 51
L88+00W 106+50N .3 1 408 12 111 1 97
L88+00W 106+75N 1.0 1 189 11 66 1 46
L88+00W 107+00N 4 1 160 9 40 1 56
L88+00W 107+25N .6 1 193 13 70 1 54
L88+00W 107+50N .7 1 192 12 62 1 49
L87+00W 105+00N .5 1 390 17 77 1 83
L87+00W 105+25N .8 1 224 27 50 1 58
L87+00W 105+50N .5 1 163 36 54 1 52
L87+00W 105+75N .5 1 198 20 68 1 56
L87+00W 106+00N .6 1 157 14 89 1 53
L87+00W 106+25N .7 1 263 15 96 1 79
L87+00W 106+50N .8 1 486 18 59 1 72
L87+00W 106+75N .6 1 425 19 60 1 67
L87+00W 107+00N .2 1 205 12 62 1 95
L87+00W 107+25N .2 1 242 14 60 1 44
L87+00W 107+50N 4 1 222 12 48 1 43
L96+00W 90+25N .7 1 82 85 45 1 63
L96+00W 90+50N .7 1 66 25 17 1 41
L96+00W 90+75N .6 1 78 34 23 1 43
L96+00W 91+00N .5 1 114 29 54 1 86
L96+00W 91+25N .6 1 87 27 35 1 49
L96+00W 91+50N 3 1 163 19 73 1 71
L96+00W 91+T5N A 1 393 15 108 =~ 1 98
L96+00W 92+00N .3 1 197 12 73 1 64
L96+00W 92+25N R 1 157 13 72 1 66
L96+00W 92+50N . 1 39 12 80 1 102
L96+00W 92+75N 4 1 271 1 82 1 59
L96+00W 93+00N A 1 249 1 66 1 81
L96+00W 93+25N .9 1 233 16 72 1 70
L96+00W 93+50N .8 1 152 28 21 1 68
L96+00W 93+75N .8 1 134 28 2 1 52
L96+00W 94+00N .5 1 127 18 28 1 68
L96+00W 94+25N 4 1 178 14 63 1 75
L104+00W 90+25N .2 1 193 10 34 1 bb
L104+00W 90+50N .3 1 157 13 46 1 67
L104+00W 90+75N 4 1 211 12 99 1 77
L104+00W 91+00N .5 1 190 22 96 1 63
L104+00W 91+25N R 1 161 11 89 1 84
L104+00W 91+50N .2 1 184 11 70 1 73
L104+00W 91+75N .6 1 165 19 56 1 T
L104+00W 92+00N R 1 123 10 58 1 TN
L104+00W 92+25N 3 1 136 15 127 1 §§~ W
L104+00W 92+50N 3 1 m 13 86 1 58




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1008-HJ3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/30
ATTN: J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)
SAMPLE AG AS BA cu P8 S8 ZN
NUMBER PPM PPM PPM PPM PPM PPM PPM
L104+00W 92+75N .3 1 149 13 82 3 80
L104+00W 93+00N .8 1 153 15 56 1 79
L104+00W 93+25N .6 1 139 26 30 1 73
L104+00W 93+50N .6 1 119 14 84 2 74
L104+00W 93+75N .5 1 172 13 80 1 72
L104+00W 94+00N .4 1 169 13 105 1 67
L100+00W 90+75N .7 1 75 19 99 1 38
L100+00W 91+00N .2 1 141 15 107 1 63
L100+00W 91+25N .3 1 270 19 69 1 88
L100+00W 91+50N .4 1 180 12 77 1 44
L100+00W 91475\ .4 1 72 10 93 1 60
L100+00W 92+00N 4 1 136 15 96 1 86
L100+00W 92+25N A 1 160 12 75 1 87
L100+00W 92+50N .6 1 158 19 62 1 76
L100+00W 92+75N .5 1 65 20 1" 1 54
L100+00W 93+GON .8 1 75 23 14 1 60
L100+00W 93+Z5N .9 1 59 23 24 1 57
L100+00W 93+50N 7 1 89 24 13 1 79
L100+00W 93+75N .6 1 75 28 14 1 78
L100+00W 94+00N 4 1 81 14 35 1 53
L100+00W 94+25N .5 1 161 13 51 1 69
L100+00W 94+50N .8 1 126 22 61 1 52
L124+00W 93+00N .2 1 271 13 90 1 72
L124+00W 93+25N 7 1 192 " 50 1 66
L124+00W 93+50N .6 1 195 11 42 1 57
L124+00W 93+75N .7 4 193 18 29 1 74
L124+00W 94+00N .7 1 379 1" 42 1 93
L124+00W 94+25N .5 1 258 10 63 1 81
L124+00W 94+50N .2 1 174 8 64 1 64
L124+00W 94+75N .5 1 206 11 87 1 67




I\ “EN
=\ /7 LABORATORIES
V4

(DIVISION OF ASSAYERS CORP.)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS * ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-58 14 OR (604) 988-4524
FAX (604) 980-9821

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931

SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

r sy Sertificate

0V-0998-RA1l

Company:  MINNOVA INC.
Project: LARA 242
Attn: J. EAFUSTA

Date: AUG-02-90
Eopy 1. HINHOVA INC., VANCOUVER, B.C.
2, HIHKOVA INWC., CHERAINUS, B.C.

We hereby certify the following Assay of 6 ROCK samples

submitted JUL-25-90 by J.KAPUSTA,

Sample Lot
Muimbz e %
14423 5. 20
14424 PR
|44 s R
14428 &.00
144329 N
14430 4,10

Certified by

Mé%iEN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0998-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/08/02
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 p205 S102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14423 17.20 .150 .69 6.90 3.03 4.85 .13 1.99 .26 57.92 .60 3.53 97.26
14424 10.44 .190 1.28 5.07 1.87 3.25 N .73 19 71.94 .41 1.89 97.38
16426 12.49 175 .56 2.81 2.20 3.21 .08 1.89 .20 73.01 .23 1.13  98.00
14428 10.46 .140 .99 10.95 1.45 4.1 N .78 .27  63.37 .38 5.79 98.81
14429 13.39 .190 1.06 6.08 1.87 4.40 .13 1.30 .28  66.64 .45 59 96.39

14430 12.93 .095 2.01 5.70 1.13 4.34 12 2.37 .26 65.75 b4 .66 95.81




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0998-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90708702
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14423 .6 1 91 23 12 1 68 5

14424 1.3 1 338 1224 15 1 46 5

14426 .5 8 218 59 13 1 28 5

14428 .2 4 83 37 12 1 33 5

14429 .6 1 248 77 1" 1 43 5

14430 .5 1 113 28 10 1 51 5

14425 1.0 1 151 766 13 1 63 1

14427 .2 3 42 270 12 1 26 2

14431 .9 1 24 162 8 1 66 2

14432 .5 1 76 384 9 1 69 1




SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS » ANALYSTS » GEO('.‘:HEM‘@T?
g =

ERGLERNED

T RhecelWED |

1 —

~  VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, BC. GANADA V7M 1T2
ELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO GANADA P4N 7G7
TELEPHONE: (705) 264-9996

Gerochemical OSrnalvsis Carti%icate

OV-1014-RG1

 Cospany:  MINNOVA INC,

o

Project: LARA 242
fittn: J.D.KAPUSTA

Ans'd ..............

Date: AUG-03-90

opy 1. NINNOVA INC., VANCOUVER, B.C.
2. WINNDVA INC., CHENAINUS, B.C.

He hereby certify the follBWing Geochemical Analysis of 12 ROCK samples

submitted JUL-29-90 by J,.D.KAPUSTA,

e
Mumber

14441 1430
14442 1000
14447 970
14444 2200
14445 2900
14444 1300
14447 1240
¥ = “‘. X ';N : ¥

Certified by /Z%z;uiQZ%%%é:

e
MI%/-—EN LABORATORIES




MIN VANCOUVER OFFICE:
e 705 WEST 15TH STREET
EN ' NORTH VANCOUVER, BC. CANADA V7M 1T2

TELEPHONE (604) 980-58 14 OR (604) 988-4524

LABOR ATO RIES . FAX (604) 980-9621
(DIVISION OF ASSAYERS GORP.) ' THUNDER BAY LAB.:
TELEPHONE (807) 622-8958

SPECIALISTS IN MINERAL ENVIRONMENTS £\ o e

CHEMISTS + ASSAYERS » ANALYSTS « GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

Bessay Certificats 0V-1014-RA1l

Company: MINNOVA INC, . - .
Project:  LARA 242 : ; ~ Copy 1. MINNDVA INC.,
Attn: J. KAPUSTA Z. HINNOVA INC., CHEMAINUS, B.L.

He hereby certify the following Assay of 3 ROCK samples
submitted JUL-29-90 by J,KAPUSTA,

Banple Lot

Number %
__—n__'__'_"_'___'___"'_'-"——‘———""'—'""——'————“—_—'_"_--"‘_"""""_.'.#‘“""‘-‘-""______'__'—'—_‘_—_"_—‘—"?__'——____:_%I'ﬁ ————————
14477 S 20

14462 4,40

14447 1.00

Certified by

MIA%N LABORATORIES




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: OV-1014-RJ1
DATE: 90/08/03

ATTN: J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14433 .5 1 66 505 12 1 41 3
14434 .7 1 53 744 1 1 46 2
14435 1.1 12 81 664 13 1 40 10
14436 N-) 1 92 89 9 1 63 2
14438 1.4 1 86 97 ) 1 141 15
14439 1.1 1 113 482 6 1 154 2
14440 .8 1 114 284 8 1 131 5
14441 .3 1 126 72 6 1 1M 2
14442 .7 1 64 310 6 1 139 6
14443 .9 1 127 82 8 1 216 4
16444 .8 1 134 149 14 1 72 8
14445 .9 1 138 90 15 1 68 4
14446 .9 1 9 153 6 1 119 2
14447 1.0 1 84 418 6 1 107 7
15851 2.3 20 71 86 935 2 3946 182




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1014-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/08/14
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA ol PB SB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14437 .8 1 75 1" 1 1 122 5
16462 1.2 1 68 213 1 1 122 5
14463 1.0 1 199 1 1 1 86 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1014-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/08/14
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 sio2 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14437 14.33 .120 43 6.98 2.47 8.17 .27 43 .53 61.55 L4k 2.13  97.86
14462 16.27 .065 1.70 9.04 1.35 8.04 .38 2.38 55  54.10 .63 1.19  95.70

14463 15.29 .180 77 3.72 2.16 4.55 4 3.10 :42 67.69 .36 1.14  99.51




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1042-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/08/08
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)
SAMPLE AG AS BA cu PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14448 .5 1 257 5 10 1 82 1
14449 4 1 223 2 14 1 69 2
14450 .7 1 175 98 17 1 68 1
14451 .7 1 179 8 17 1 87 2 s L
14452 .5 1 91 33 8 1 88 1h 0 y
164453 .5 1 121 31 11 1 87 1%
14454 .5 1 200 57 20 1 63 2.
14455 .7 1 154 81 1 1 50 1
14456 7 1 127 182 6 1 62 1 AUG 16 19%
14457 .8 1 97 256 10 1 65 2 ', :
14458 1.0 1 113 804 6 1 107 20 ! q
: ke




Bag
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MIN
°EN

LABOR

(DIVISION OF ASSAYERS CORP.)

TORIES

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS + ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-58 14 OR (604) 988-4524
FAX (604) 980-9621

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931

SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

e B

Lt i Fiocstas

0V-1014-RAl

e

Company:
Project:
fttn:

MINNOVA INC,
LARA 242
J.KAFUSTA

Copy 1.
4

flate: AUG-14-90
MINNOVA INC.. VAKCOUVER, B.C.
MINNDVA INC., CHEWAINUS, B.C.

He hereby certify the following Assay of 3 ROCK samples
submitted JUL-29-90 by J.KAPUSTA,

Sample LOI
Mumber %
14437 3420
14442 4,40
144463 1.00

Certified by

_

N-EN LABORATORIES



MlN VANCOUVER OFFICE:

705 WEST 15TH STREET
] ® EN NORTH VANCOUVER, BC. CANADA V7M 172
o TELEPHONE (604) 980-5814 OR (604) 988-4524

FAX (604) 980-9621
%&EQSSQQLQRIES THUNDER BAY LAB.:

TELEPHONE (807) 622-8958

SPECIALISTS IN MINERAL ENVIRONMENTS FAX (07 629-0a01

CHEMISTS - ASSAYERS + ANALYSTS » GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004
|_ o O = < A N o OV-1065-RAZ
Coppany:  MINNOVA INC, Date: AUG-17-90
Project: LARA 242 Copy . MINNDVA INC., VANCOUVER, B.L.
Attn: J. EARPUSTA 2. MINNOVA INC., CHEMARINUS, B.L.

He bhereby certify the following Assay of 1 CORE samples
submitted AUG-03-90 by J.KAPUSTA,

" Gample T
Mumber E

b

fertified by

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1065-RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/08/17
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

14472 .6 1 185 9 30 1 25 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1065-RL2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/08/17
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO0  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %

14472 10.90 .220 1.39 2.00 2.78 1.35 .04 .52 22 76.29 14 1.18  97.03




eEN NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-58 14 OR {804) 988-4524

LABORATORlES FAX (604) 050-0631
(DIVISION OF ASSAYERS CORP.) THUNDER BAY LAB.:
TELEPHONE (807) 622-8958

SPECIALISTS IN MINERAL ENVIRONMENTS oond = ol s

CHEMISTS - ASSAYERS » ANALYSTS * GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

'l [ MIN VANCOUVER OFFICE:
J o 8 705 WEST 15TH STREET
»m%

G-E'-ma:a‘ws*miw—' =t Snaefesiae SJerdifiostce 0V-1065~RG1

oy MINNOVA mc

. Bter AUG-22-90
VANEDUVER, B.C.

- il A s
i, . LCHERRIMUS, B.L.

Project: LA
Atin: e maFE T

He bereby certify the following Geochemical Analysis of CORE samples

submitted AUG-03-90 by J.KAPUSTA,

Lfertified by

—EN LABORATORIES

e R S R R TR T



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1065-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/08/22
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB sB 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14459 1.6 1 112 270 44 1 572 60
14460 1.7 1 96 482 29 1 177 46
14461 .8 1 108 231 22 1 179 38
14464 .5 1 216 17 34 1 82 7
14465 .4 1 196 10 25 1 91 10
14466 .2 1 100 12 30 1 93 33
14467 .7 1 170 43 28 1 60 18
14468 .9 1 205 16 26 1 85 23
14469 2.5 1 135 3315 26 1 80 38
14470 7 1 186 69 18 1 66 9
14471 .6 15 197 26 21 1 9 18
14473 .6 23 233 10 18 1 11 2
14474 .8 9 187 8 20 1 30 3
14475 .7 3 189 4 23 1 26 1
14476 .5 14 162 5 17 1 16 1
14477 .6 15 343 4 17 1 16 5
14478 .8 1 92 2328 26 1 59 21




n...

705 WEST 15TH STREET
EN NORTH VANCOUVER, BC. CANADA V7M 1T2

l MIN VANCOUVER OFFICE:
TELEPHONE (604) 980-5814 OR (804) 988-4524

TELEPHONE (807) 622-8958

FAX (807) 623-5931
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS - ASSAYERS » ANALYSTS » GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

,.l FAX (604) 980-9621
.W !&V&E}ggsﬁs&gkms THUNDER BAY LAB.:

r Foeogaofemfocsd Snefesis CeerdEificaste 0V-1116-RG1
fospany: MINNOVA INC, Date: AUG-22-90
Project: LARG 242 Copy 1. MINNOVR INC,, VANCOUVER. B.C, '
£ttn: J.D.EAPLIETA 2. MINNVDR INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 10 ROCK samples
submitted AUG-12-90 by J,KAPUSTA,

Bample ' - BA
Mumber FEM

E
=
10

3 ~3 -0

Certified by

ZQ{;“EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1116-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90708722
ATTN: J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14479 1.9 12 133 98 71 8 52 23
14480 1.9 21 153 149 103 3 284 53
14481 1.5 1 84 38 54 1 234 62
14482 1.7 1 105 27 13 1 252 60
14483 1.3 1 127 34 104 1 106 16
14484 2.4 1 125 528 41 1 166 101
14485 .9 1 115 121 13 1 156 60
14486 .6 1 102 388 13 1 144 23
14487 2.8 1 74 1149 22 1 208 66
14488 1.3 1 434 40 30 1 32 1
14489 1.3 1 179 60 27 1 32 19
14490 1.2 1 284 35 29 1 14 2
14491 2.2 1 148 75 21 1 34 1
14492 1.1 1 297 77 25 1 18 29
14493 .8 1 227 64 23 1 49 17
14494 .8 1 331 145 24 1 61 2
14495 .5 1 139 71 23 1 59 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0714-RL2

PROJ: SERECA 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/09/10
ATTN: P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK * (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
90s01 11.52 .045 .39 1.71 1.37 .27 .03 5.03 A3 76.98 .31 .01  97.80
90s02 11.70 .130 .52 1.70 2.7 .34 .05 4.08 .15 76.86 .35 .01 98.60
90s08 14.41 .015 3.40 3.05 .88 1.02 .09 3.83 .19 67.06 .42 .03 94.40
90s09 15.14 .190 1.81 6.37 4.04 3.18 .11 1.51 .21 61.29 .58 1.15  95.57
90s10 14.47 .005 5.79 4.63 41 1.79 1 1.86 .21 62.28 .52 .05  92.13
90s11 16.17 .060 1.16 3.61 2.02 .86 .04 5.94 .16 65.47 .48 .05  96.01
90s12 12.21 .065 .63 1.79 1.95 .29 .03 5.13 .15 75.50 .35 .01 98.10
90s13 15.86 .005 5.40 3.51 .27 1.41 .06 2.50 .20  61.98 b .05 91.67
90814 13.10 .045 .61 2.12 1.82 .35 .06 5.93 14 74.02 .37 .01 98.56
90s15 13.83 .050 .66 2.20 1.42 .85 .06 6.29 .15 72.59 .39 .01 98.50
90816 14.23 .005 3.9 2.40 31 .88 .06 3.70 .18 67.41 .39 .03 93.50
90s17 17.29 .005 8.60 10.01 .80 8.13 .20 1.77 .26 41.88 .75 .07 89.77
90s18 17.69 .005 4.59 10.36 .37 8.45 .39 2.85 .24 45.25 .72 .06 90.96
90519 15.33 .015 2.78 5.13 N 1.84 .10 6.21 .23 64.06 .65 .02 97.06
90820 17.27 .005 10.31 9.56 .45 5.93 .20 1.70 25 4449 .76 .07 90.99
90s21 13.76 .035 .30 2.43 3.74 .86 .05 4.00 14 71.89 .38 .01 97.58
90s22 13.43 .030 2.58 35.18 1.46 1.98 -N 5.50 .18 67.69 .34 .02 96.49
90s23 16.98 .005  10.11 8.27 .27 6.29 .22 2.18 29 46.76 .68 .09 92.14
90s24 16.60 .015 9.35 8.25 1 6.61 .24 3.05 .28  42.75 .73 .07 89.04
90825 18.52 .010 6.62 8.24 .63 7.08 .1 .86 21 42.12 .66 .10 85.15
90s26 19.91 .010 7.17 8.94 .64 7.61 .12 N .24 45.35 N .06 91.68
90s27 18.48 .005 8.15 6.85 .36 5.08 .19 2.77 .26 46.92 .55 .07 89.68
90s28 18.27 .005  13.16 6.39 .37 5.51 .30 1.63 .25 39.33 .51 .11 85.85
90829 17.40 .005 10.69 6.36 .41 4.70 .20 2.99 .29 46.17 .62 .08 89.93
90s30 15.13 .030 5.49 7.93 2.25 6.01 .13 1.16 .23 54.75 .57 .05 93.72
90s31 14.82 .030 3.72 4.63 1.14 2.25 .12 3.49 .21 63.05 .54 .03 94.04
90832 13.81 .010 3.57 2.81 .48 1.13 .13 3.77 19 67.75 .35 .03 94,01
90833 13.36 .035 .58 2.57 1.14 .83 .08 6.07 12 72.26 .37 .01 97.43
90s34 16.10 .025 4.72 4.49 1.08 1.33 .10 3.16 .22 60.81 .51 41 92,96
90835 14.41 .110 1.43 6.08 4.46 1.95 7 2.63 16 63.53 .54 1.56 97.01




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0714-RL3

PROJ: SERECA 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/09/10
ATTN: P.BAXTER (604)980-5814 OR (604)988-4524 * RPCL *  (ACT:F26)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 s102 T102 S TOT(%
NUMBER % % % % % % % % % % % % %
90836 11.75 .005 9.26 2.44 .19 .88 .07 .28 .01 66.32 .44 A7 91.80
90837 13.94 .020 6.93 4.18 .79 1.30 12 3.46 .01 61.86 49 .17 93.25

90s38 12.67 .110 1.91 3.14 1.73 .70 .09 5.20 .01 69.20 47 .15 95.37




MlN : VANCOUVER OFFICE:
705 WEST 15TH STREET
. ® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
ELEPHONE (804) 980-5814 OR (804) 988-4524

\e
e RATORIE FAX (604) 980-9621

| j}\f LABORATORIES i THUNDER BAY LAB.:

- o, mxeoneassedt

H SPECIALISTS IN MINERAL ENVIRONMENTS _~ \ :

CHEMISTS - ASSAYERS + ANALYSTS « GEOCHEMISTS .+ 4™ e SMITHERS LAB.:
RN T TELEPHONE/FAX (604) 847-3004
,.:v

"v-‘

S5 sa v ﬁerfzf'rate : OV-1633-RAl
Comany: MINNOVA INC G \ 3 st OCT-30-90

Project: ~LARA 242 -Cpp .Jcc’HINHBVA INC., VANCOUVER, B.LC.
Attn: G.WELLS/J. KARUSTA a«‘ 2. HINNGVA IHEH ‘CHEMAINUS, B.C.

pod

He hereby certify the following
submitted OCT-22-90 by P, BAXTER,

‘Sample LOI
; Number i Lt
T T T P T S T T AT TR T R
16376 G B0 -
. 16377 2.00
, 14378 4, 40
16379 5 2.70
16380 . 10
146381 2,570
146382 v Re 80
| 16383 3.50
i 163584 2 e
; 146385 .90
[ ERmms - oaEmme s T e e e S S e S e e e e B T S e e U S s e
| 16386 55
\ 16387 1.80
‘ 16388 2. 00
‘ 16389 . 70
L&ER0 150
16391 u70
16392 4,80 _
s E 2.00
16394 2.80 ; ‘
i 16305 T Forlursamt o £ S ot i o T b iy 5 on s ol oo r s S nor i ST e
T 16396 B
—
- ; \

Certified by
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COMP: MINNOVA INC MIN-EN LABS — ICP REPORT FILE NO: OV-1633-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/10/30
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604 )988-4524 * CORE *  (ACT:F31)
SAMPLE / , AG AS BA cu PB sB N AU
NUMBER G PPM PPM PPM PPM PPM PPM PPM PPB
16376 2.8 7 32 16 28 1 48 10
16377 1.0 1 54 17 34 1 41 5
16378 1.6 1 88 53 1% 1 164 5
\/ 16379 QC/? 1.0 12 65 25 2% 1 121 5
16380 1.0 1 65 25 15 1 134 5
16381 1.2 1 81 80 19 1 857 5
16382 1.1 39 161 372 21 2 229 10
16383 2.6 1 92 194 12 1 127 5
16384 o7 27 116 7 20 1 45 5
16385 1.9 1 87 304 12 1 %8 5 7
Freses I e | =—
| 16387 8 32 108 4 17 1 2 5
16388 4 38 9 2 18 1 1 5
/ 16389 Q?g 201 1 55 256 12 1 131 5
16390 \ 7 6 76 20 15 1 59 5
16391 1.4 1 92 151 55 1 179 5
16392 1.3 1 45 175 12 1 95 5
p 16393 T.0 36 48 3 16 1 45 5
16394 . 1.0 57 67 13 23 1 51 5
% 16395 A/ ] 1.0 10 107 90 23 1 1019 5
16396 9 1 197 5 13 1 78 5




COMP: MINNOVA INC MIN-EN LABS — ICP REPORT ~ FILE NO: OV-1633-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/10/30
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 S102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16376 13.36 .045 6.58 3.03 2:15 193 .16 2.50 .01 65.31 .29 .24 95.58
16377 14.17 .070 3.35 2.78 2.85 1.20 .07 2.75 .01 69.40 .30 .25 97.18
16378 20.15 153 6.02 9.01 4.42 3.56 .12 .75 .26 49.9 .53 14 95.05
16379 14.24 .085 2.06 3.14 2.48 1.88 4 3.13 .01 68.88 .28 49 96.82
16380 15.28 .110 .02 5.63 1.83 4.85 4 3.15 .01 64.58 .35 2.40 98.33
16381 13.58 .100 1.10 2.79 2.18 4.15 .25 2.50 .01 69.30 .28 .72 96.97
16382 14.12 .300 1.41 4.36 3.96 2.96 .10 1.01 .01 66.58 .39 2.63 97.83
16383 14.10 .150 7.69 11.20 1.65 5.80 .29 b4 .13 52.27 1.69 1.66 97.07
16384 14.15 .180 .56 3.49 4.19 2.61 .07 .07 .01 70.97 31 1.82 98.44
16385 15.76 115 3.53 9.60 1.85 6.50 .34 1.79 .06 54.97 .63 1.92 97.07
16386 14.41 .105 .68 .63 2.08 .65 .01 5.35 .01 74.26 .24 .01 98.42
16387 13.61 .120 285 .83 2.85 1.93 .02 3.45 01 71.47 .22 .01 97.37
16388 14.05 .135 1.89 1.36 3.81 1.40 .02 2.54 01 71.51 23 37 97.33
16389 18.30 .045 2.87 11.18 1.07 8.11 .33 3.40 .08  47.39 7 1.31  94.86
16390 14.39 .090 N 3.75 2.00 3.00 .12 3.39 .01 69.53 .33 J1 0 97.75
16391 13.70 .105 .38 5.61 2.59 3.54 A7 1.33 .01 67.63 .28 2.28 97.61
16392 17.45 .065 23 8.27 1.39 7.45 .24 3.21 .03 55.60 .59 1.12  95.65
16393 15.35 .075 3.05 2.86 2.24 1.77 .06 4.13 .01 67.21 .34 .21 97.30
16394 16.15 .085 143 2.99 3.04 2.58 .10 2.99 .01 66.50 .34 .36 96.87
16395 13.71 115 1.86 2.58 2.41 2.07 .16 3.95 .01 68.72 .27 1.01  96.85
16396 13.37 125 97 2.73 3.69 4.26 .10 .25 .01 70.27 .21 .60 96.56
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* ENVIRONMEN
LABORATORIES

(DIVISION OF ASSAYERS CORP.)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE

705 WEST 15TH STREET

NIORTH VANCOUVER, B.C. CANADA V7M 1T2
ELEPHONE (604) 980-5814 OR (604) 988-4524

FAX (804) 980-9621

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931

SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

Seaszy Certificaete

0V-1633-RAl

Sampl g , LOI !

Number % i

I RS Frve s s o ool s e s opt 3 E AT IRATST I b N Ve i iy o T T e e i R L s B |
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Cospany:

MINNOVA INC
Project: LARA 242
fittn: G.WELLS/J.EAPUSTA

He hereby certify the following Assay of 21
submitted OCT-22-90 by P. BAXTER,

Enyy 1 HIHHWR Iﬁﬂ., VQR‘C{]WER B L.
CHEHAINUS, B.L.

2. MINNDVA INC.,

CORE samples




COMP: MINNOVA INC MIN-EN LABS — ICP REPORT FILE NO: 0V-1633-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/10/30
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * CORE * (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
17376 2.8 7 32 16 28 1 48 10
17377 1.0 1 54 17 34 1 41 5
17378 1.6 1 88 53 14 -1 164 5
17379 1.0 12 65 25 24 1 121 5
17380 1.0 1 65 25 15 1 134 5
17381 1.2 1 81 80 19 1 857 5
17382 1.1 39 161 372 21 2 229 10
17383 2.6 1 92 194 12 1 127 5
17384 .7 27 116 7 20 1 45 5
17385 1.9 1 87 304 12 A 148 5
17386 .3 61 152 17 17 2 20 5
17387 .8 32 108 4 17 1 2 5
17388 .4 38 96 2 18 1 1 5
17389 2.1 1 55 256 12 1 131 5
17390 .7 6 76 20 15 1 59 5
17391 1.4 1 92 151 55 1 179 5
17392 1.3 1 45 175 12 1 95 5
17393 1.0 26 68 32 16 1 45 5
17394 1.0 57 67 13 23 1 51 5
17395 1.0 10 107 90 23 1 1019 5
17396 .9 1 197 5 13 1 78 5




COMP: MINNOVA INC MIN-EN LABS — ICP REPORT FILE NO: OV-1633-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/10/30
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
17376 13.36  .045 6.58 3.03 2.15 1.93 .16 2.50 .01 65.31 .29 .24 95.58
17377 14.17  .070 3.35 2.78 2.8 1.20 .07 2.75 .01 69.40 .30 .25 97.18
17378 20.15 .15  6.02  9.01 4.2 3.56 .12 .75 .26 49.94 .53 .14 95.05
17379 14.24  .085 2.06 3.1 2.48 1.88 .14 3.13 .01 68.88 .28 .49 96.82
17380 15.28  .110 .02 5.63 1.83  4.85 .14 3.15 .01 64.58 .35  2.40 98.33
17381 13.58  .100 1.10 2.79 2.8 4.15 .25 2.50 .01 69.30 .28 .72 96.97
17382 14,12 .300 1.41  4.36 3.9 2.96 .10 1.01 .01 66.58 .39 2.63 97.83
17383 14.10  .150  7.69 11.20 1.65 5.80 .29 .44 .13 52,27 1.9 1.66 97.07
17384 14.15  .180 .56 3.49 4.19 2.61 .07 .07 .01 70.97 .31  1.82 98.4
17385 15.76 115  3.53  9.60 1.85 6.50 .34 1.79 .06 54.97 .63 1.92 97.07
17386 1%.41  .105 .68 .63 2.08 .65 .01 535 .01 7426 .24 .01 98.42
17387 13.61  .120 2.85 .83 2.85 1.93 .02 3.5 .01 71.47 .22 .01 97.37
17388 14.05  .135 1.89 1.36 3.81 1.40 .02 2.5 .01 71.51 .25 .37 97.33
17389 18.30  .045  2.87 11.18  1.07 8.11 .33  3.40 08 47.39 .77 131 94.86
17390 1439 .090 .4 3.75 2.00 3.00 .12 3.39 01 69.53 .33 .71 97.75
17391 13.70  .105 .38 5.61 2.59 3.5 .17 1.33 .01 67.63 .28 2.28 97.6}
17392 17.45  .065 .23 8.27 1.39 7.5 .24 3.21 .03 55.60 .59 1.12 95.65
17393 15.35  .075  3.05 2.86 2.26 1.77 .06 4.13 .01 67.21 .36 .21 97.30
17394 16.15  .085 1.73 2.99 3.04 2.58 .10 2.99 .01 66.50 .34 .36 96.87
17395 13.71 115 1.86 2.58 2.41  2.07 .16 3.95 .01 68.72 .27 1.01 96.85
17396 13.37 125 .97 2.73 3.9 4.26 .10 .25 .01 70.27 .21 .60 96.56




ZOMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1630-RJ1+2

PROJ: RAINBOW 661 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/10/30
ATTN: I.PIRIE/L.LEE (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS cu K MN MO NA NI PB s8 N CR AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PPM PP8
BCD20079 2.2 1 9 60 889 1 30 977 10 1 37 705 14
BCD20080 .6 1 20 3180 371 1 140 88 10 1 54 34 1
BCD20082 2.4 1 27 270 864 1 40 641 10 1 38 673 2
BCD20083 1.7 1 23 4010 569 1 430 28 18 1 7 72 1
BCD20085 2.4 1 42 80 981 1 20 654 10 1 24 461 1
BCD20086 1.7 1 15 2310 1032 1 250 90 10 1 54 54 3
BCD20087 1.4 9 26 3500 924 4 210 24 24 1 55 42 18
BCD20088 2.0 65 53 1450 1200 2 180 33 48 1 170 74 31
BCD20089 1.8 63 53 1650 1589 5 150 39 32 1 63 70 15
BCD20093 1.3 29 41 1720 694 3 230 45 23 1 45 110 1
BCD2009% 1.6 84 48 1480 652 4 220 41 25 1 43 9% 3
BCD20095 1.4 55 5 1270 551 2 90 25 21 1 69 87 7
BCD20096 1.8 62 37 1600 627 5 80 35 32 1 46 77 4
BCD20097 1.6 72 106 1370 604 2 130 38 23 1 72 170 6
BCD20098 2.2 95 33 980 654 2 90 30 32 3 80 67 16
BCD20099 1.5 65 50 1060 991 1 210 45 30 2 49 93 2
BCD20100 1.4 20 57 1450 809 3 200 29 22 2 34 87 1
BCD19876 1.8 47 39 1530 741 1 160 27 21 1 33 74 2
BCD19877 1.7 26 53 1820 800 4 120 30 26 1 64 76 9
BCD19878 1.7 A 91 1940 660 2 150 31 23 3 40 68 1
BCD19879 1.6 55 79 1730 576 2 130 33 23 1 37 84 4
BCD19881 1.6 34 220 2500 626 4 100 23 30 1 56 54 22
BCD19882 2.0 68 89 1420 552 5 40 25 2 1 44 71 20
BCD 19883 1.9 130 56 1370 495 9 40 29 24 1 A 88 150
BCD19886 1.5 46 68 2470 736 3 100 33 22 1 81 46 10
BCD19887 1.7 1 71 2640 656 4 100 52 16 1 115 39 17
BCD19888 1.3 1 9 2060 625 1 110 35 13 1 121 46 4
BCD 19889 1.4 1 33 1880 673 3 130 45 28 1 113 73 2
BCD19890 1.5 1 88 1610 709 1 90 49 14 1 105 53 20
BCD20077 1.7 1 53 1910 1000 1 250 1M 6 1 54 17 5
BCD20078 1.2 1 31 1920 1002 4 320 ] 14 1 62 22 5
BCD20081 1.2 1 4 40 536 1 10 317 6 1 18 328 5
8CD20084 1.3 1 18 2970 492 1 370 2 19 1 51 55 5
BCD20090 1.0 28 6 2050 944 4 300 2 23 1 39 35 5
BCD20091 1.2 9 16 2480 498 1 490 20 28 1 53 54 5
BCD20092 1.3 1 48 1190 527 1 160 48 15 1 59 m 10
BCD19880 1.6 54 78 210 451 5 200 25 14 2 54 118 5
BCD19884 1.9 1 16 1580 468 1 950 21 31 1 61 97 5
BCD19885 _ 2.0 1 130 1650 1030 1 250 13 22 1 67 24 5
BCD19891 ™ 1.7 78 S0 1080 586 1 80 42 17 1 66 76 10




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1630-RL2

PROJ: RAINBOW 661 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/10/30
ATTN: I.PIRIE/L.LEE (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F26)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NAZ20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
BCD20077 16.37 .040 5.52 5.90 2.39 7.51 .15 4.80 .23 45.62 .63 .15 89.32
BCD20078 15.98 .075 4.97 6.69 2.31 4.52 .15 5.16 13 51.87 .64 130 92.63
BCD20081 .72 .015 2.12 8.25 .01 43.01 .12 .03 .11 40.08 .01 .08 94.57
BCD20084 14.46 .105 5.97 4.73 3.13 3.82 .07 3.05 .26 55.95 .75 .29 92.59
BCD20090 15.84 .085 7.42 4.53 2.90 1.87 .13 2.47 .02 58.42 .46 09 94.23
BCD20091 14.60 .135 6.40 4.15 3.39 2.45 .07 3.24 .16 58.23 .66 .19 93.67
BCD20092 9.79 .060 8.73 5.63 1.29 2.97 .08 77 .01 62.88 .61 .21 93.02
BCD 19880 7.46 .050  14.52 5.50 .35 2.26 .09 1.95 .06 62.39 .36 .76 95.73
BCD 19884 14.84 .150 6.71 4.27 3.64 2.44 07 3.66 .18  59.33 .67 .07  96.04
BCD 19885 13.79 140 12.52 7.28 1.96 2.85 15 2.60 .22 47.92 .73 1.77  91.95
BCD19891 8.50 L0355  13.11 5.33 1.28 2.85 .09 .18 .08 58.95 .43 .38 91.19




LABORATORIES

(DIVISION OF ASSAYERS CORP.)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS * ANALYSTS * GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524
FAX (604) 980-9621

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931

SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

oz Soermdtifiosts

0V-1642-RA1l

lespany:  MINNOVA INC,
Praject:  LARA 242
Rttn: G. WELLS/Zd. EAPUSTA

Date: OCT-31-90

Copy 1. MINNODYA INC., VANCOUVER, B.L.

2. MINNDVA TNEC., CHEWAINUS, B.C.

He hereby certify the following Assay of 25 CORE samples

submitted OCT-23-90 by P. BAXTER,

Bample LOI
Number s

Certified by

/[

—-EN LABORATORIES




rOMP: MINNOVA INC. MIN=-EN LABS — ICP REPORT FILE NO: OV-1642-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/10/31
ATTN: G. WELLS/J. KAPUSTA (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16397 ‘% 5.0 .9 14 203 2 21 2 104 50

16398 A1) .5 31 117 8 19 1 28 5

16399 . 2.1 1 8 236 8 127 -

16400 1.5 3 80 25 13 1 59 5

16401 W .9 33 88 4h 41 1 158 5

16402 ‘ 1.0 6 132 31 15 1 40 5

16403 20/ .8 3 92 71 19 1 108 5

16404 o 1.1 1 95 102 8 1 335 10

16405 1.6 1 73 237 15 1 269 5

16406 -~ 2.6 1. 39 134 8 1 131 5 -

16407 1.2 50 73 27 8 1 45 5

16408 1.0 55 72 9 19 1 33 5

16409 e 1.2 67 78 54 179 1 286 5

16410 3504 2 10 264 66 43 1 191 10

16411 .9 2 206 13 24 1 132 5

16412 ) 2.7 1 126 610 8 1 791 10

16413 , 2.7 1 66 240 8 1 484 5 ——

16426 3.3 1 17 533 23 1 66 5

16427 \ .4 46 % 21 18 1 8 5

16428 .9 10 =64 6 10 1 18 5 —

16429 Argca 2.0 1 145 39 8 1 52 5

16430 sov .8 1 280 119 9 1 53 5

16431 1.0 17 185 47 13 1 88 5

16432 1.2 1 122 7 18 1 202 5

AM-10 8.7 86 63 W 309 20 1567 160




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1642-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/10/31

ATTN: G. WELLS/J. KAPUSTA (604)980-5814 OR (604)988-4524 * CORE * CACT:F26)
SAMPLE AL203 BAT CAD FE203 K20 MGO MNO2 NA20 P205 sio2 Ti02 S TOT(%)
NUMBER % % % % % % % % % % % % %
16397 13.14 .480 1.39 3.13 3.99 1.72 .06 27 .01 72.23 .28 1.96 98.67
16398 11.12 .120 .45 2.61  3.35 1.3 .03 .18 .01 77.20 A4 141 97.96
16399 16.91  .115 .01 10.24 1.13  9.04 .45 2.58 .08 52.57 .63  1.96 95.73

116400 16.90  .095 8.74 5.93 3.5 1.81 .17  2.52 21 54.49 40 .05 94.47
16401 15.52 .120 2.74  2.27  4.53 .99 .08 .43 .01 69.92 .33 .66 97.60
16402 14.46  .075 3.84 2.46 2.52 1.59 .08 3.18 .01 70.08 .28 .05 98.62
16403 14.60  .105 .95  4.67  2.68  3.26 A2 2.04 .01 67.28 .28 1.7k 97.72
16404 15.07 .085 2.25 4.37 1.57 3.88 .21 4.38 .01 63.58 .36 .98  96.74
16405 15.64 .050 4.23 2.13 .93 8.43 .27 2.52 .06 52.02 .63 i 94.61

| 16406 | 1717 .035 5.23 8.48 .74 6.31 .25 5.5 .13 51.43 .66 .63 96.11
16407 14.70 .085 5.00 3.02 2.83 1.79 .08 2.70 .01 65.77 .29 36 96.62
16408 14.42 075 3.66 2.05 2.41 1.24 .08 3.62 .01 68.50 .32 17 96.54
16409 14.78  .080 2.02 2.63 3.50 2.07 .12 2.22 .01 67.91 .29 61 96.22
16410 15.19 .300 .58 5.09 4.48 3.79 .09 .08 .01 64.98 .43 2.51 97.52
16411 15.23 .245 .52 3.56 3.88 3.64 .08 .96 R o5 | 67.27 +3D 1.55 97.29
16412 18.09  .180 .01  8.79 3.05 6.05 .21 2.48 .10 52.99 .68 3.32  95.9
16413 15.62  .090 .55 10.08  1.31  9.87 .42  1.38 .08 52.52 b 1,61 94,16 |
16426 1745 015 18.00  12.29 .34 4.04 .46 .01 2 42.40 6h .46 96.22
16427 15.51  .075  1.75 .75 3.18 .9 .01  4.09 .01 71.44 .25 .10 98.10
16428 13. 71 120 3.38 _2.78 3.94 1.52 .03 2.14 .01 69.83 =22 .02 97.70
16429 17.80 .095 7.41 8.17 3.38 3.41 N 3.16 23 51.99 .54 16 96.45
16430 14 .48 .240 1.76 3.50 2.60 2.55 .09 2.89 .01 68.21 «31 1.03 97.65
16431 14.65 175 .09 3.67 2.98 2.47 .16 2.74 .01 69.56 .30 1.25 98.03
16432 17.85 .100 2.16 6.86 1.92 3.68 34 4.40 <21 58.80 .34 .03 96.69
AM-10 10.70 .190 .01 5:53 8.21 .07 .01 .63 .01 72.99 .32 2.59 99.21




n MIN VANCOUVER OFFICE:
] vy 705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

'i//“" LABORATORIES e e

= (DIVISION OF ASSAYERS CORP.) THUNDER BAY LAB.:
N e
SPECIALISTS IN MINERAL ENVIRONMENTS i
CHEMISTS - ASSAYERS * ANALYSTS « GEOCHEMISTS SMITHERS LAB.:

TELEPHONE/FAX (604) 847-3004

A RIS

Sesagy Dertdsficats OV-1664-RA1
Cospany: MINNOVA INC. = ' Date: NOV-02-90
Project: 247 LARA Copy 1. NINNDUA INC., VANCOUVER, B.L.
Attns G. WELLS/ J. KAPUSTA 2. KINNDVA INC., CHEMAINOS, E.C.

He hereby certify the following Assay of 29 ROCK samples
submitted OCT-28-90 by J. KAPUSTA.

Sample Lo

Number %

16414 Sa 70

146415 3. 20

1&641éb e

16417 4,05 e
=z

e
16418

« B0
L0

I3 I B N R |

N
o~
-]

u it

B3PI = B2 LA

6441 AL,
164473 3.30
1464473 2.90
146444 320
16445 4,10
146451 3.80
16452 250
14543 5.90
14534 4,90

Certified by

MI X%N LABORATORIES




COMP: MINNOVA INC.

_PRGJ: 242 LARA

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: OV-1664-RJ1

DATE: 90/11/02

ATTN: G. WELLS/ J. KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16414 1.9 17 74 4 33 1 52 5
16415 1.6 26 9% 8 27 1 22 5
16416 1.5 31 164 5 26 1 20 5
16417 3.2 1 131 62 13 1 55 10
16418 3.0 1 59 30 10 1 56 5
16419 3.5 1 25 93 6 1 52 5
16420 1.9 18 89 5 27 1 7 5
16421 2.4 1 74 33 17 1 25 5
16422 23 1 77 3 21 1 16 10 o .
16423 ‘) 2.0 21 135 9 27 1 24 10
16424 @‘g 2.0 9 122 39 24 1 90 5
16425 . 1.7 41 103 3 18 1 3% 5 ]
16433 2.2 1 77 35 7 1 134 5
16434 2.0 1 190 280 4 1 80 10
16435 2.7 1 29 286 4 1 89 10
16436 ) 2.2 1 40 93 4 1 79 5 ]
18437 1.7 36 158 104 37 1 109 5
16438 1.6 47 196 5 395 1 17 5
16439 1.5 24 653 6 28 1 6 5
16440 1.6 36 _101 6 23 1 62 5
16441 20t 3.3 1 88 41 5 1 114 5
16442 / 2.5 1 202 6 26 1 164 5
16443 1.8 34 132 62 49 1 120 5
16444 1.8 5 17 77 26 1 87 5
16445 1.6 1 133 143 21 1 102 5
16451 1.7 1 71 3 22 1 40 5
| 16432 205 2.0 z 83 57 26 1 58 5 o
| 14563 — 0 2.6 1 119 404 4 1 114 5
14536 ot 2.2 1 257 704 1 1 87 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1664-RL1

PRCJ: 242 LARA 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/11/02
ATTN: G. WELLS/ J. KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BAT CAO  FE203 K20 MGO  MNO2  NA20  P205  SsIo2  TIO2 S TOT(%)
NUMBER % % % % % % % % % % % % %
16414 13.75  .080  3.77 2.29 2.99 1.60 06 1.77 .01  68.49 .21 .19 95.20
16415 13.43 .085 4.71 2.52 1.55 1.44 .03 4.19 .01 67.48 .31 .02 95.75
16416 12.76 .130 4.09 1.89 2.62 .94 .02 2.42 .01 71.67 14 .02 96.7
16417 13.68 .070 8.01 6.15 1.73 417 .10 2.73 .08 57.45 72 .05 94.94
16418 17.06 .045 11.68 Q.77 1.25 3.63 .15 2.96 .35 44.39 .73 430 92,44
16419 18.20  .020 13.11  11.03 .60 4.26 4 3.86 .20 41.51 .88 1.30  95.11
16420 14.33 .075 3.08 1.12 1.96 1.26 .02 5.45 .01 69.76 .32 .31 97.68
16421 15.14 .075 6.28 3.70 2.15 2.43 .05 4.23 .01 61.69 .40 27 96.42
| 16422 | 14.61 -060  5.98  1.44 1.93 1.99 .03 4.27 01 65.21 .30 .02 95.82
16423 14.48  .100 2.26 2.65 3.33 1.73 .06 2.49 .01 68.60 .29 .01 96.00
16424 13.64 .065 2:39 2.56 1.31 1.09 .09 5.49 .01 69.93 .28 .05 96.90
| 16425 | 13.50 .085 1.42 2.30 2.69 2.06 .06 2.98 .01 71.35 .21 .01 96.68
16433 TF. 15 .115 3.22 7.64 2.44 5.26 .32 1.97 .15 54.37 .57 .59 93.81
16434 15.82  .135 1 TAS 2,66 6.09 A5 1.49 .01 59.39 .56  1.86 95.72
16435 16.04 .015 2.31 8.66 .21 8.57 .24 3.34 .05 53.84 .54 54 94.35
16436 i 15.38 .015 2.27  10.47 .21 8.02 .23 3.00 .05 53.23 5 1.49 94.88
16437 13.36  .120  4.55 3.02 2.42 1.56 .05 1.8 .01 69.67 .30 .30 97.18
16438 12.68 .380 2.64 .56 4.60 .45 .01 2.30 .01 73.85 .22 11 97.81
16439 13.22  .140  3.36  1.44  3.83 .79 .02 2.44 .01 70.93 .21 .06 96.43
16440 53¢ 14.02 .085 3.49 2.60 3.76 1.1 .08 1.69 01 69.75 .22 .04 96.85
16441 18.49 045 6.06 10.11 2.27 5.02 16 2.90 al] 49.60 ol .06 95.54
16442 17.20  .095  4.42  7.20  1.43  3.75 .26 4.20 .21 56.80 42 .03 96.01
16443 13.22 .130 .05 2.70 1.95 2.03 A7 3.59 .01 72.26 .28 .95 97.32
16444 13.97  .110 .38 2.79  2.35 3.4 .16 2.55 .01 70.14 .28 .66 96.52
16445 14.87  .120 .01 5.39 1.8  4.36 A7 3.0 .01 64.69 .41 1.49  96.35
16451 e 12.82 .065 2.43 2.01 2.93 3.61 .07 1.67 .01 69.48 .19 .02 95.29
16452 T T _ 14.50 065 2.71 2.89 1.80 1.98 .09  4.58 .01 67.69 .34 .09 96.73
14543 16.25 .095 41 9.09 2,02 7.41 .22 2.03 .09 54.88 .57  2.36  95.42
14536 e 16.31 «155 1.06 8.54 2.45 5.20 21 1.58 .07 58.22 .50 1.57 95.88




N Chemex LabsLtd. "™

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC

212 Brooksbank Ave., North Vancouver V6B 1B8 A9025485
British Columbia, Canada V7J 2C1
PHONE: 604-984-0221 Comments: CC: MINNOVA INC. - CHEMAINUS

CERTIFICATE A9025485 : ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
5 CODE  [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
Project: LARA
P.O.#: PN242705
100 22 Au ppb: Fuse 10 g sample FA-ARDS 5 10000
Ritipdaw aubokibed To oo 1ab. 25 Feuooaver, HC. 1005 | 22 |Ag ppm: 9 element,soil and rock  ICP-AES 0.5 200
8 Teporl. Was printed on : 1929 | 22 |Co ppm: 9 element, soil & rock ICP-RES 1 10000
1931 22 Cu ppm: 9 element, soil & rock ICP-RAES i | 10000
1932 22 Fe %: 9 element, soil & rock ICP-AES 0.01 15.00
1937 22 Mn ppm: 9 element, soil & rock ICP-RES 5 10000
1938 22 Mo ppm: 9 element, soil & rock ICP-AES d 10000
1940 22 |Ni ppm: 9 element, soil & rock ICP-RES 1 10000
1004 22 Pb ppm: 9 element, soil and rock ICP-AES 5 10000
SAMPLE PREPARATION 1950 22 Zn ppm: 9 element, soil & rock ICP-AES 2 10000
25 3 Ba ppm: HClO4-HNO3-HF digestion AAS 10 10000

C X [NUMBER
(I'}-IEB’IE SAMPLES DESCRIPTION

205 22 Geochem ring to approx 150 mesh
294 22 Crush and split (0-10 pounds)
238 22 NITRIC-AQUA REGIA DIGESTION

232 3 PERCHLORIC-NITRIC-HYDROFLUORIC D




Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

212 Brooksbank Ave., North Vancouver
British Columbia, Canada V7J 2C1
PHONE: 604-984-0221

L

-

To: MINNOVA INC. OcC /5 24

3RD FLOOR, 311 WATERST. /., {
VANCOUVER, BC of gl
V6B 1B8 . - e e

Project : LARA
Comments: CC: MINNOVA INC. - CHEMAINUS

Page Number : 1 g
Total Pages : 1 it
Invoice Date:  1-NOV-90 "
Invoice No. :  1-9025485
P.O. Number : PN242705

CERTIFICATE OF ANALYSIS A9025485

\/ SAMPLE PREP |Au ppb |[Ag Co Cu Fe Mn Mo Ni Pb Zn Ba
DESCRIPTION CODE |FA+AA PP ppm ppm % PPm PPm Ppm ppm pPpm PPm
BCD 14496 205( 294 <5 < 0.5 6 213 2.91 1165 7 1 66 6930 | ————-
BCD 14497 205 294 <5 < 0.5 8 56 2.81 1130 10 3 84 2490 | ————-
BCD 14498 205 294 15 < 0.5 3 257 1.66 1400 <1 1 2 3320 | ———--
BCD 14499 205 294 <5 < 0.5 5 268 2.07 1225 <1 2 2 4990 | —-=--
q’}’ BCD 14500 205/ 294 10 < 0.5 3 126 1.40 1010 1 <1 10 1770 | ————-
7
F BCD 14501 205 294 145 0.5 15 883 5.11 325 11 2 8 120 1500
BCD 14502 205/ 294 110 1.0 12 1060 4.31 395 10 3 6 112 | ==—m-
BCD 14503 205 294 90 0.5 12 564 4.12 480 9 2 4 124 | ————-
BCD 14504 205| 294 75 0.5 7 428 3.32 855 5 2 4 202 | ————-
BCD 14505 205| 294 65 0.5 7 240 3.09 365 4 2 6 162 | —-——--
BCD 14506 205| 294 95 0.5 7 37 3.07 115 3 2 22 40 | ————-
BCD 14507 205/ 294 230 1.0 14 555 6.77 270 9 6 12 96 3500
BCD 14508 205 294 55 0.5 13 253 4.15 1070 5 8 <2 182 | =—=m=
BCD 14509 | 205|294 35 | <0.5| 15 213 | 5.03 | 1670 [ 1 | 10 <2 296 | ————- ——
o BCD 14510 205 294 15 < 0.5 16 200 10.20 4530 4 8 10 892 | —-——-
70%
ol BCD 14511 205| 294 30 < 0.5 19 1585 7.99 2860 1 7 < 2 | >10000 1300
| BcD 14512 205|294 | 100 2.0 9 | 4380 6.72 1425 | 21| 14| <2 | 666 | ——=—= R |
BCD 14513 205 294 <5 < 0.5 608 2.30 1105 2 <1 <2 4610 | ———-
| BcD 14514 205| 294 10 0.5 3 692 2.39 1340 2 <1 <2 4680 | ————v
/ﬁ(} BCD 14515 205| 294 50 0.5 8 598 2.90 770 5 2 <2 294 | ————-
719+
J~ | | |Bcp 14516 v | 205|294 50 0.5 io 548 3.60 775 3 3 4 304 | ——=--
/ BCD 14517 205| 294 80 0.5 4 118 3.59 440 5 1 36 874 | =———-
~
L) .
Y ¢ ¢ CERTIFICATION;



Chemex Labs Ltd. ™ oo @ e

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC

212 Brooksbank Ave., North Vancouver VéB 1B8 A9025727
British Columbia, Canada V7J 2C1
PHONE: 604-984—0221

Comments: ATTN: G. WELLS CC: MINNOVA INC. CHEMAINUS

CERTIFICATE A9025727 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX [NUMBER DETECTION UPPER
s CODE [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
Prgecl. LARA
: 242
100 21 |Bu ppb: Fuse 10 g sample FA-ARS 5 10000
FANDIAS Sutmitted igtg:roi"blfgogf‘;g"“"“' Ry 1005 | 21 |ag pim: 9 element,soil and rock  ICP-AES 0.5 200
i LEPOLL: VAR PL : 1929 [ 21 (Co ppm: 9 element, soil & rock ICP-AES 1 10000
1931 21 |Cu ppm: 9 element, so0il & rock ICP-AES 1 10000
1932 21 Fe %: 9 element, soil & rock ICP-AES 0.01 15.00
1937 21 (Mn ppm: 9 element, soil & rock ICP-AES 5 10000
1938 21 (Mo ppm: 9 element, soll & rock ICP-RES 1 10000
1940 21 |(Ni ppm: 9 element, soil & rock ICP-RAES 1 10000
1004 21 |Pb ppm: 9 element,soil and rock ICP-AES 5 10000
SAMPLE PREPARATION 1950 21 |2Z2n ppm: 9 element, soll & rock ICP-AES 2 10000
25 9 |[Ba ppm HC104-HNO3-HF digestion AAS 10 10000

CHEMEX |NUMBER
CODE  |SAMPLES DESCRIPTION

205 21 Geochem ring to approx 150 mesh
294 21 Crush and split (0-10 pounds)
238 i | NITRIC-AQUA REGIA DIGESTION

232 9 PERCHLORIC-NITRIC-HYDROFLUORIC D {




Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC. i

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC

Page Number : 1
Total Pages : 1
Invoice Date:  1-NOV-90
Invoice No. :  1-8025727

—F

212 Brooksbank Ave., North Vancouver VveB 188 P.O. Number : 242
British Columbia, Canada V7J 2C1 Project : LARA
PHONE: 604-984-0221 Comments: ATTN: G. WELLS GC: MINNOVA INC. CHEMAINUS
) CERTIFICATE OF ANALYSIS A9025727
SAMPLE PREP |Au ppb |Ag Co Cu Fe Mn Mo Ni Pb Zn Ba
DESCRIPTION CODE |FA+AR ppm ppm ppn % ppm ppm Ppm ppm ppm ppm
14518 205 294 25 <i0.5 13 66 3.20 1415 1 15 4 166 1800
1,14519 205|294 | 25 | <0.5)| 16 | 62 | 3.28 | 1335) <1} 13| = 6 190 1620 |
14520 205| 294 40 < 0.5 12 283 3.33 1185 B 9 28 470 1280 ]
14521 205| 294 15 < 0.5 12 151 3.77 620 2 9 < 2 718 1500
14522 205| 294 35 < 0.5 10 117 2.63 445 1 5 12 508 1660
14523 205| 294 105 0.5 10 202 5.54 510 7 3 62 638 | —————
14524 205| 294 155 0.5 5 134 4.39 445 5 2 106 356 | ————
114525 |.205] 294 145 1.5 ] 5 158 | 3.87 | 180 | 10 2| 320 1050 | ————- B
14526 205| 294 15 < 0.5 44 122 4.92 945 <1 15 18 82 | —————
14527 205| 294 <5 < 0.5 30 386 5.43 1075 <1 20 132 118 | ——-—
14528 205| 294 <5 < 0.5 26 212 5.49 1370 <1 19 6 154 | -==—
14529 205| 294 <5 < 0.5 3 136 221 585 <1 1 < 2 82 | ~———
14530 205| 294 <5 < 0.5 2 291 1.88 445 <1 1 12 74 | ————-
14531 205| 294 <5 < 0.5 5 22 3.48 1465 <1 2 6 134 | ————
14532 205| 294 10 < 0.5 28 93 4.28 1685 <1 239 6 126 | ==—=m-
14533 205| 294 <5 < 0.5 22 355 4.11 1395 <1 149 <2 118 | -—-—-
14534 205| 294 < 5 < 0.5 6 22 3.90 1100 <1 4 < 2 98 | ===
114535 205] 294 <5 < 0.5 10 47 3.76 1105 <1 5 8 76 1100
~14537 205( 294 <5 < 0.5 11 208 5.00 1180 <1 13 4 110 1200
14538 205| 294 100 2.5 76 4130 >15.00 650 1 14 328 146 380
14539 205| 294 15 < 0.5 71 4.52 780 1 16 12 114 920

L
CERTIFICATION: /L) g G-Zr{‘L




5> Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To:

MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC

212 Brooksbank Ave., North Vancouver V6B 188 A9025819
Britisll;lI Columbia, Canada V7J 2C1
PHONE: 604-984-0221 Comments: ATTN: R. BAXTER CC: MINNOVA INC. - CHEMAINUS, BC
CERTIFICATE A9025819 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
2 CODE [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
Project: LARA
PO. #: 242
100 12 Ru ppb: Fuse 10 g sample FA-RAS 5 10000
Solay wubwnlited tu sax IabL 1D Yapecuver, Re. 1005 [ 12 |Ag ppm: 9 element,soil and rock  ICP-AES 0.5 200
P P : 1929 | 12 |Co ppm: 9 element, soil & rock ICP-AES 1 10000
1931 12 Cu ppm: 9 element, soil & rock ICP-RES 1 10000
1932 12 Fe %: 9 element, soil & rock ICP-AES 0.01 15.00
1937 12 Mn ppm: 9 element, soil & rock ICP-AES 5 10000
1938 12 Mo ppm: 9 element, soil & rock ICP-AES 1 10000
1940 12 Ni ppm: 9 element, soil & rock ICP-AES 1 10000
1004 12 Pb ppm: 9 element,so0il and rock ICP-AES 5 10000
SAMPLE PREPARA-"ON 1950 12 Zn ppm: 9 element, soil & rock ICP-AES 2 10000

CHEMEX |NUMBER
CODE  |SAMPLES DESCRIPTION

205 12 Geochem ring to approx 150 mesh
294 12 Crush and split (0-10 pounds)
238 12 NITRIC-AQUA REGIA DIGESTION




To: MINNOVA INC. Page Number : 1
Chemex Labs Ltd Totl Pages 1
. u 3RD FLOOR, 311 WATER ST. Invoice Date:  5-NOV-90
Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC Invoice No. :  1-9025819
212 Brooksbank Ave., North Vancouver V6B 188 P.O. Number : 242
British Columbia, Canada V7J 2C1 Project : LARA
PHONE: 604-984-0221 Comments: ATTN: R. BAXTER CC: MINNOVA INC. - CHEMAINUS, BC
; ) CERTIFICATE OF ANALYSIS A9025819
SAMPLE PREP Au ppb Ag Co Cu Fe Mn Mo Ni Pb Zn
O DESCRIPTION CODE FA+AA Ppm PpPm PPmM % pPpm PpPm PPm PPmM PPmM
%O 14540 205 294 < 5 < 0.5 13 294 4.31 940 4 12 22 160
14541 205 294 75 < 0.5 115 i88 >15.00 9210 6 19 130 106
14542 205 294 < 5 < 0.5 9 a7 4.73 735 6 9 4 68
14544 - 205 294 | < 5 < 0.5 35 233 _8.48 1410 | 7| 18 2 160
““_‘“;;7*:(4’551 ] 205 294 10 < 0.5 28 10 6.13 615 < 1 6 6 70
— 14552 5 205 294 15 < 0.5 30 12 6.54 590 < 1 7 2 72
“5 | 14553__ o 57 205 294 < 5 < 0.5 24 19 4.71 740 < 1 10 2 54
50/ 14555 205 294 < 5 < 0.5 33 36 5.79 740 < 1 22 2 60
14556 205 294 < 5 < 0.5 36 75 6.02 840 < 1 21 2 66
14557 205 294 < 5 < 0.5 30 58 5.11 980 < 1 12 8 54
14558 205 294 < 5 < 0.5 36 12 6.48 845 < 1 9 < 2 36
14559 205 294 < 5 < 0.5 277 15 6.32 835 < 1 8 4 40
|
CERTIFICATION: 5 /;U—/L
7/ C‘f’




Chemex Labs Ltd.  © loomr oencr

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC

212 Brooksbank Ave., North Vancouver VveB 1B8 A9025815
British Columbia, Canada V7J 2C1

PHONE: 604-984-0221 Comments: ATTN: COLIN BURGE

CERTIFICATE A9025815 : ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
. CODE  {SAMPLES DESCRIPTION METHOD LM LIMIT
Project: 663
P.O.#:
. 100 121 Au ppb: Fuse 10 g sample FA-AAS 5 10000
ples submitted to our 1ab ovosg  ver B 25 | 121 |Ba ppm: HC1O4-HNO3-HF digestion  AAS 10 10000
P P . 922 | 121 |Ag ppm: 32 element, soil & rock ICP-AES 0.2 200
921 121 Al %: 32 element, soil & rock ICP-AES 0.01 15.00
923 121 As ppm: 32 element, soil & rock ICP-RAES 5 10000
924 121 Ba ppm: 32 element, soil & rock ICP-AES 10 10000
925 121 Be ppm: 32 element, so0il & rock ICP-RES 0.5 100.0
926 121 |Bi ppm: 32 element, soil & rock ICP-AES 2 10000
927 121 Ca %: 32 element, so0il & rock ICP-AES 0.01 15.00
SAMPLE PREPARATION 928 121 Cd ppm: 32 element, soil & rock ICP-AES 0.5 100.0
929 121 Co ppm: 32 element, soil & rock ICP-AES 1 10000
930 121 Cr ppm: 32 element, soil & rock ICP-AES 1 10000
CHEMEX INUMBER 931 121 |Cu ppm: 32 element, soil & rock ICP-RES 1 10000
CODE  |SAMPLES DESCRIPTION 932 121 |[Fe %: 32 element, soil & rock ICP-AES 0.01 15.00
933 121 Ga ppm: 32 element, soil & rock ICP-AES 10 10000
951 121 Hg ppm: 32 element, soil & rock ICP-AES 1 10000
201 121 pry, sieve to -80 mesh 934 121 K %: 32 element, soil & rock ICP-AES 0.01 10.00
238 121 NITRIC-AQUA REGIA DIGESTION 935 121 La ppm: 32 element, soil & rock ICP-AES 10 10000
232 121 PERCHLORIC-NITRIC-HYDROFLUORIC D 936 121 Mg %: 32 element, soil & rock ICP-AES 0.01 15.00
937 121 Mn ppm: 32 element, soil & rock ICP-AES 5 10000
' 938 121 Mo ppm: 32 element, s0ill & rock ICP-AES 1 10000
939 121 Na %: 32 element, soil & rock ICP-AES 0.01 5.00
940 121 (Ni ppm: 32 element, soil & rock ICP-AES 1 10000
941 121 P ppm: 32 element, soil & rock ICP-AES 10 10000
942 121 Pb ppm: 32 element, so0il & rock ICP-AES 2 10000
943 121 Sb ppm: 32 element, so0il & rock ICP-RES 5 10000
958 121 Sc ppm: 32 elements, soil & rock ICP-AES 1 100800
944 121 Sr ppm: 32 element, soil & rock ICP-AES 1 10000
945 121 Ti %: 32 element, soil & rock ICP-AES 0.01 5,00
e NOTE 13- 946 | 121 |T1 ppm: 32 element, soil & rock ICP-AES 10 10000
947 121 U ppm: 32 element, s0il & rock ICP-AES 10 10000
The 32 element ICP package is suitable for 948 121 V ppm: 32 element, soil & rock ICP-AES 1 10000
trace metals in soil and rock samples. 949 121 W ppm: 32 element, soil & rock ICP-AES 10 10000
Elements for which the nitric-aqua regia 950 121 Zn ppm: 32 element, soil & rock ICP-AES 2 10000
digestion is possibly incomplete are: Al,
Ba, Be, Ca, Cr, Ga, K, La, Mg, Na, Sr, Ti,
T1, W.
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SAMPLE PREP | Muppb Ba Ag Al As Ba Be Bi Ca € C C Cu Fe Ga By K la Mg
DESCRIPTION CODE FA+AA ppo Pra % PRa PP PP ppm % ppa ppa PPu Ppa % Ppo PR % PP %
L9SE 075N 201) 238 30 460 < 0.2 2.01 <5 50 < 0.5 < 2 0.32 < 0.5 6 9 20 2.59 < 10 <1 0.04 < 10 0.59
L9SE 100N 201| 238 <5 420 < 0.2 2.74 <S5 60 < 0.5 < 2 0.19 0.5 6 18 14 3.12 < 10 <1 0.03 < 10 0.36
L98E 175N 201 238 <5 360 < 0.2 3.48 <5 50 < 0.5 < 2 0.16 0.5 6 16 17 2.85 10 <1 0.04 < 10 0.22
L9S8E 200N 201} 238 <S5 400 < 0.2 2.76 10 90 < 0.5 <2 0.31 < 0.5 6 12 15 3.29 < 10 <1 0.04 < 10 0.52
IL.9SE 225N 201} 238 <5 460 < 0.2 2.65 5 70 < 0.5 < 2 0.28 < 0.5 6 12 12 3.18 < 10 <1 0.04 < 10 0.48
L98E 250N 201|238 <5 500 < 0.2 3.44 5 100 0.5 <2 0.22 < 0.5 7 9 15 3.33 < 10 <1 0.04 < 10 0.56
IL9BE 275N 201 238 <S5 440 < 0.2 2.40 <5 60 < 0.5 < 2 0.23 < 0.5 5 14 13 3.22 < 10 <1 0.03 < 10 0.40
LI9SR 300N 201] 238 <5 400 < 0.2 2.81 <5 70 < 0.5 < 2 0.2 < 0.5 6 14 15 3.35 < 10 <1 0.03 < 10 0.44
L9SE 325N 201] 238 <5 420 < 0.2 3.11 <5 80 < 0.5 < 2 0.19 < 0.5 7 11 22 3.08 < 10 <1 0.03 < 10 0.64
L9SE 350N 201 238 <5 400 < 0.2 2.62 10 70 < 0.5 < 2 0.14 < 0.5 5 9 8 4.12 < 10 <1 0.02 < 10 0.38
L98E 375N 201|238 <5 480 < 0.2 2.65 <5 80 < 0.5 < 2 0.17 < 0.5 6 15 7 3.93 < 10 <1 0.03 < 10 0.34
IL9BE 400N 201|238 <5 400 < 0.2 2.05 <5 90 < 0.5 < 2 0.17 < 0.5 5 16 4 3.01 < 10 <1 0.03 < 10 0.24
IL9BE 425N 201} 238 <5 420 < 0.2 3.29 <5 90 < 0.5 < 2 0.23 < 0.5 7 9 16 3.51 < 10 <1 0.04 < 10 0.52
L9BE 475N 201) 238 <5 420 < 0.2 1.94 <5 60 < 0.5 < 2 0.15 < 0.5 4 11 9 3.57 < 10 <1 0.02 < 10 0.31
L98K 500N 201 238 <5 440 < 0.2 1.65 <5 100 < 0.5 4 0.21 < 0.5 5 14 10 2.93 < 10 <1 0.03 < 10 0.35
IL9BE 525N 201|238 <5 400 < 0.2 2.71 <S5 80 < 0.5 < 2 0.22 < 0.5 6 12 10 3.21 < 10 <1 0.04 10 0.47
L9BE 550N 201} 238 <5 360 < 0.2 2.21 <5 70 < 0.5 2 0.20 < 0.5 5 11 5 4.02 < 10 <1 0.03 < 10 0.28
L9BE 575N 201] 238 <5 340 < 0.2 2.83 <5 80 < 0.5 <2 0.16 0.5 6 4 15 3.24 < 10 <1 0.03 < 10 0.55
1.9SE 600N 201) 238 <S5 380 < 0.2 2.70 <5 80 < 0.5 < 2 0.23 0.5 6 14 13 3.13 10 <1 0.03 10 0.49
IL9SE 0258 201] 238 <5 500 < 0.2 4.04 <5 110 < 0.5 < 2 0.34 0.5 10 26 26 4.94 < 10 <1 0.04 10 0.56
L.9SE 0508 201} 238 60 600 < 0.2 3.25 50 180 0.5 < 2 0.22 1.0 7 14 269 4.04 < 10 <1 0.06 10 0.56
L9SE 1008 201) 238 <5 640 < 0.2 2.62 ' 5 110 < 0.5 < 2 0.85 0.5 9 17 39 3.17 < 10 <1 0.11 10 0.84
IL9BE 125S 201] 238 <5 580 < 0.2 3.91 <5 130 < 0.5 < 2 0.24 0.5 9 23 37 3.24 < 10 <1 0.04 < 10 0.29
L9BE 2008 201) 238 <S5 620 < 0.2 3.12 <5 130 < 0.5 < 2 0.44 0.5 8 21 33 3.04 < 10 <1 0.07 10 0.87
L98E 2258 201]| 238 <S5 520 < 0.2 3.18 <5 70 < 0.5 < 2 0.18 0.5 7 19 32 3.07 < 10 <1 0.04 < 10 0.57
ILSSE 000N 201| 238 <5 400 < 0.2 2.66 <5 40 < 0.5 < 2 0.10 0.5 4 11 17 2.39 < 10 <1 0.02 < 10 0.30
L9SE 025N 201} 238 <5 360 < 0.2 3.43 <5 60 < 0.5 <2 0.09 0.5 4 7 22 3.13 < 10 <1 0.02 <10 0.48
IL9SE 050N 201 238 <5 540 < 0.2 2.70 <5 210 < 0.5 < 2 0.26 0.5 7 10 31 2.86 < 10 <1 0.05 < 10 0.63
L99E 075N 201 238 <5 400 < 0.2 2.06 <5 80 < 0.5 <2 0.20 0.5 5 8 13 2.81 10 <1 0.03 < 10 0.33
L9SE 175N 201) 238 <5 380 < 0.2 2.65 <5 100 < 0.5 < 2 0.14 1.0 4 10 41 2.56 10 <1 0.05 10 0.31
ILOSE 200N 201} 238 <S5 340 < 0.2 2.42 <5 60 < 0.5 < 2 0.12 0.5 2 11 8 3.32 10 <1 0.03 < 10 0.15
IL9SE 225N 201) 238 <5 440 < 0.2 3.68 <5 170 < 0.5 < 2 0.33 0.5 8 16 55 2.71 < 10 <1 0.06 10 1.10
IL9SE 275N 201|238 <S5 460 < 0.2 3.66 <5 90 < 0.5 < 2 0.21 0.5 6 10 33 3.07 < 10 <1 0.03 < 10 0.59
L99E 325N 201) 238 <5 400 < 0.2 2.54 <5 60 < 0.5 < 2 0.21 0.5 5 9 13 3.10 10 <1 0.03 < 10 0.36
LQSE 350N 201} 238 <S5 360 < 0.2 2.76 <5 70 < 0.5 < 2 0.15 < 0.5 5 5 13 2.74 < 10 <1 0.03 < 10 0.38
L99E 375N 201 238 <5 480 < 0.2 4.30 <5 140 < 0.5 < 2 0.21 0.5 7 10 25 3.31 10 <1 0.05 < 10 0.69
LI99E 400N 201] 238 <5 400 < 0.2 2.67 <5 80 < 0.5 < 2 0.20 0.5 6 11 14 3.24 < 10 <1 0.03 < 10 0.50
LI9E 425N 2011 238 <5 380 < 0.2 2,81 <5 100 < 0.5 < 2 0.28 < 0.5 7 15 17 3.89 < 10 <1 0.05 < 10 0.59
L99K 475N 201] 238 <5 360 < 0.2 3.04 <5 80 < 0.5 < 2 0.15 0.5 5 11 12 3.44 10 <1 0.05 < 10 0.46
LOSE S00N 201} 238 <5 400 < 0.2 2.13 <5 90 < 0.5 < 2 0.20 0.5 4 10 9 2.83 < 10 <1 0.03 < 10 0.34
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CERTIFICATE OF ANALYSIS A9025815
SAMPLE PREP Mn Mo Na Ni P Pb Sb Sc Sr Ti T1 U v W Zn
DESCRIPTION CODE PFR®  ppm * pm pm pm pm ppm  pPm ¥ pm pm ppm  ppm pPpm
LOGE 075N 201|238 520 <1 0.02 3 3% 8 <S5 5 13 0.13 <10 < 10 64 < 10 90
T.98E 100N 201} 238 375 2 0.02 s 300 4 <5 3 14 0.14 <10 < 10 75 < 10 116
198K 175N 201|238 740 2 0.02 3 580 6 <5 4 10 0.14 <10 < 10 52 < 10 78
L9SE 200N 201( 238 630 3 0.02 5 380 8 <5 4 18 0.15 <10 < 10 73 < 10 100
L9SE 225N 201] 238 445 1 0.02 4 330 6 <5 4 18 0.15 <10 < 10 65 < 10 136
1L.9BE 250N 201|238 515 1 0.02 7 380 4 5 4 14 0.14 <10 < 10 70 < 10 154
L9SE 275N 201|238 370 1 0.02 3 340 6 <SS 3 14 0.13 <10 < 10 73 < 10 120
L9SE 300N 201} 238 515 3 0.01 6 410 2 5 3 12 0.12 <10 < 10 61 < 10 114
L9SE 325N 201] 238 520 3 0.01 4 310 8 <5 s 9 0.12 <10 <10 59 < 10 104
T.98E 350N 201} 238 350 8 0.01 1 340 8 <5 2 9 0.12 <10 < 10 75 < 10 86
IL9BE 375N 201( 238 380 4 0.01 4 360 4 <5 2 11 0.14 <10 < 10 74 < 10 104
L.9SE 400N 201} 238 610 1 0.01 2 290 2 <S5 2 12 0.11 < 10 < 10 61 < 10 106
1.98E 425N 201} 238 795 $ 0.01 3 470 4 <S5 4 13 0.12 <10 < 10 63 < 10 102
1.98E 475N 201{238 295 s 0.01 1 330 8 <S5 2 9 0.13 <10 < 10 75 < 10 100
1.98E SOON 201] 238 575 1 0.02 2 270 6 <5 2 13 0.10 < 10 20 63 < 10 104
L9BE 525N 201] 238 345 s  0.02 3 330 6 <5 4 14 0.14 <10 <10 69 < 10 72
L9SE 550N 201|238 425 5 0.02 2 270 6 <5 3 13 0.17 <10 < 10 87 < 10 84
ILOBE S75N 201|238 560 5 0.02 3 390 8 <5 4 9 0.13 < 10 < 10 61 < 10 74
L9SE 600N 201{ 238 550 4 0.02 4 470 4 <5 3 15 0.13 <10 < 10 65 < 10 112
L9BE 025S 201} 238 520 <1 0.02 4 440 2 <5 6 21 0.19 <10 < 10 152 < 10 118
T.98E 0505 201|238 490 8 0.02 3 '380 6 <5 4 17 0.11 <10 < 10 72 <10 396
L98E 100S 201|238 585 <1 0.07 7 520 <2 <5 7 50 0.22 <10 < 10 88 < 10 74
L9BE 1258 201} 238 80 <1 0.02 7 310 <2 <5 6 19 0.17 <10 < 10 80 < 10 82
T.98E 200S 201|238 495 <1 0.03 9 410 4 <5 7 3 0.18 <10 < 10 76 < 10 72
1.98E 2258 201] 238 610 <1 0.02 5 1060 6 <5 4 10 0.12 <10 < 10 73 < 10 4.
1.99E 000N 201} 238 330 <1 0.01 1 980 2 <5 2 5§ 0.08 < 10 < 10 47 < 10 122
1L.99E 025N 201} 238 335 1 0.01 3 1000 6 <5 3 5§ 0.08 <10 <10 52 < 10 154
IL99E 050N 201} 238 640 <1 0.02 3 580 8 <5 5 12 0.12 < 10 < 10 62 < 10 206
T.99E 075N 201|238 555 <1 0.02 3 420 10 <5 3 12 0.12 <10 < 10 68 < 10 90
L.99E 175N 201] 238 755 2 0.02 4 440 10 <5 3 10 0.12 < 10. < 10 63 < 10 248
IL99E 200N 201) 238 200 1 0.02 <1 300 4 <S5 2 8 0.19 < 10 < 10 94 < 10 102
LIIE 225N 201|238 635 1 0.03 17 560 2 <5 4 21 0.08 <10 <10 51 <10 320
1998 275N 201{ 238 495 1 0.02 4 530 4 <5 6 13 0.14 <10 < 10 65 < 10 142
L99E 325N 201|238 390 2 0.02 3 600 8 <5 3 12 0.13 <10 <10 67 < 10 112
L9YE 350N 201] 238 355 1 0.02 3 720 <2 <5 4 8 0.11 <10 < 10 50 < 10 104
IL99E 375N 201] 238 490 3 0.02 5 590 8 <5 5 13 0.14 < 10 < 10 63 < 10 120
T.99E 400N 201|238 1345 <1 0.02 2 570 2 <5 4 12 0.13 <10 < 10 64 < 10 120
L9JE 425N 201! 238 470 3 0.02 6 410 4 <5 4 16 0.16 <10 < 10 79 < 10 168
LIJE 475N 201|238 350 1 0.02 s 560 <2 <5 3 12 0.14 <10 < 10 73 < 10 154
L99E 500N 201|238 485 <1 0.02 2 450 4 <5 3 12 0.12 <10 < 10 60 < 10 112
CERTIFICATION: /g (;wL
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CERTIFICATE OF ANALYSIS A9025815

SAMPLE PREP Au ppb Ba Ag Al As Ba Be Bi Ca cd Co Cr Cu Fe Ga Hg K La Mg
DESCRIPTION COoDE FAAA  ppm  prm $ pm pm P ppo $ pm pm ppm  ppm ' pm pem $ pm $
IL99E 525N 201| 238 <5 320 < 0.2 1.94 <5 60 < 0.5 <2 0.22 <0.5 5 11 16 2.54 <10 <1 0.05 <10 0.63
L99E 550N 201| 238 <5 340 < 0.2 2.49 <5 90 < 0.5 <2 0.18 0.5 6 16 20 2.64 <10 <1 0.05 < 10 0.60
L9GE 575N 201238 <S5 360 < 0.2 2.46 <5 100 0.5 <2 0.18 0.5 5 11 31 2.64 <10 <1 0.06 < 10 0.50
IL9SE 600N 201| 238 <5 440 < 0.2 3.12 <5 180 < 0.5 <2 0.26 0.5 12 14 108 4.02 <10 <1 0.09 <10 1.13
L9YE 025s 201 238 <5 400 < 0.2 2.81 <5 110 < 0.5 <2 0.29 0.5 5 16 23 2.80 <10 <1 0.05 < 10 0.45
[L9SE 0508 201 238 60 460 < 0.2 3.96 <5 150 < 0.5 <2 0.31 0.5 8 19 42 4.04 <10 <1 0.05 <10 0.63
IL99E 0758 201} 238 <5 380 < 0.2 2.28 5 60 < 0.5 <2 0.25 0.5 8 16 14 3.86 <10 <1 0.06 < 10 0.30
L9SE 1508 201) 238 <5 360 < 0.2 4.01 <5 70 < 0.5 <2 0.22 0.5 5 19 18 3.87 <10 <1 0.05 < 10 0.57
IL9SE 1758 201 238 <5 440 < 0.2 2.56 <5 80 < 0.5 <2 0.29 <0.5 6 13 17 2.65 <10 <1 0.05 <10 0.58
IL9SE 200S 201|238 <5 620 < 0.2 2.55 15 120 < 0.5 <2 0.9 < 0.5 9 19 38 3.14 <10 <1 0.11 10 o0.81
[L9OE 2258 201 238 <5 600 < 0.2 2.32 5 110 < 0.5 <2 0.8 <0.5 9 14 35 2.95 <10 <1 0.11 10 0.78
LISE 250S 201| 238 <5 500 < 0.2 4.18 <5 110 0.5 <2 0.38 0.5 6 16 29 2.58 <10 <1 0.11 10 0.71
IL9SE 2758 201) 238 <5 500 < 0.2 3.34 <5 80 < 0.5 <2 0.28 <0.5 6 19 19 3.15 <10 <1 0.07 10 0.42
IL9SE 300S 201) 238 <5 500 < 0.2 4.98 <5 1060 < 0.5 <2 0.32 0.5 11 21 36 3.57 <10 <1 0.07 10 o0.81
L9SE 3258 201 238 <S5 440 < 0.2 3.95 5 100 < 0.5 <2 0.31 <0.5 7 20 32 3.89 <10 <1 0.07 <10 0.61
L99E 3508 2014 238 <5 480 < 0.2 2.85 <5 60 < 0.5 <2 0.29 0.5 3 14 15 3.35 10 <1 0.04 <10 0.25
L9SE 3758 201| 238 <5 480 < 0.2 3.11 <5 100 < 0.5 <2 0.31 <0.5 5 16 21 3.25 <10 <1 0.07 <10 0.34
IL9SE 4008 201 238 <5 440 < 0.2 4.37 <5 70 < 0.5 <2 0.33 0.5 7 22 27 3.91 <10 <1 0.07 10 0.62
L100E 000N 201| 238 5 420 1.0 2.06 25 60 < 0.5 <2 0.14 0.5 1 12 36 3.44 <10 <1 0.04 < 10 0.16
[LLOOE 025N 2011 238 <5 420 < 0.2 2.25 <5 80 < 0.5 <2 0.25 0.5 5 10 22 3.13 <10 <1 0.05 < 10 0.43
ILLOOE O50N 201} 238 <5 440 < 0.2 3.24 i6 120 < 0.5 <2 0.29 <0.5 7 "5 24 3.22 <10 <1 0.04 < 10 0.59
[L1OOE 075N 201( 238 <5 440 < 0.2 2,51 5 110 < 0.5 <2 0.17 <0.5 5 7 20 3.11 <10 <1 0.03 < 10 0.48
L100E 100N 201} 238 <5 460 < 0.2 4.7 <5 110 0.5 <2 0.17 0.5 7 9 2¢ 3.35 <10 <1 ©0.03 <10 0.53
ILLOOE 125N 201] 238 <5 440 < 0.2 3.75 <5 90 < 0.5 <2 0.16 - 0.5 5 12 20 3.27 <10 <1 0.03 <10 0.49
LLOOE 150N 201 238 <5 400 < 0.2 4.38 15 180 < 0.5 <2 0.16 0.5 8 8 68 4.16 < 10 <1 0.03 <10 0.83
ILLOOE 250N 201} 238 <5 480 < 0.2 3.53 <5 180 < 0.5 <2 0.2 1.0 5 9 72 2.84 <10 <1 0.08 <10 0.77
[L1OOE 275N 201[ 238 <5 460 < 0.2 2.69 <5 150 < 0.5 <2 0.25 1.0 6 14 42 2.60 <10 <1 0.07 10 0.68
IL1OOE 300N 201|238 20 440 < 0.2 2.37 <5 70 < 0.5 <2 0.21 <0.5 5 8 8 2.88 <10 <1 0.05 <10 0.27
ILLOOE 325N 201| 238 <5 400 < 0.2 2.50 <5 70 < 0.5 <2 0.25 <0.5 5 6 11 3.65 <10 <1 0.04 <10 0.50
IL1OOE 350N 201 238 <5 320 < 0.2 2.03 <5 50 < 0.5 <2 0.16 < 0.5 3 4 17 2.52 <10 <1 0.03 <10 0.38
L100E 375N 2011238 <5 360 < 0.2 2.95 <5 60 < 0.5 <2 0.18 0.5 5 3 21 3.24 <10 <1 0.03 <10 0.47
[L100E 400N 201|238 <5 320 < 0.2 2.96 <5 80 < 0.5 <2 0.17 <0.5 5 13 20 3.25 <10 <1 0.04 <10 0.39
ILLOOE 475N 201 238 <5 400 < 0.2 2.05 <5 70 < 0.5 <2 0.27 <0.5 3 4 6 3.41 <10 <1 0.04 <10 0.3%
[LLOOE 525N 201|238 <5 300 < 0.2 2.48 <5 40 < 0.5 <2 0.19 0.5 3 8 7 3.36 <10 <1 0.03 <10 0.36
ILLOOE S50N 201{ 238 <5 400 < 0.2 1.60 <5 70 < 0.5 <2 0.19 <0.5 3 3 4 2.3%9 <11 <1 0.03 <10 0.30
IL100E 575N 201) 238 <5 420 < 0.2 2,58 <5 9¢ < 0.5 <2 0.21 <0.5 4 7 9 3.07 <10 <1 0.04 <10 0.53
ILLOOE 600N 201{ 238 <5 360 < 0.2 2.34 <5 50 < 0.5 <2 0.2 0.5 2 7 11 2.25 <10 <1 0.03 <10 0.36
L100E 0258 201 238 30 600 1.0 2.85 30 230 < 0.5 <2 0.23 1.5 5 10 204 4.42 <10 <1 0.04 < 10 0.46
ILLOOE 0508 201} 238 <5 420 < 0.2 2.18 5 70 < 0.5 <2 0.24 0.5 3 8 15 2.73 <10 <1 0.03 <10 0.33
ILLOOE 0758 201 238 <5 420 < 0.2 2.56 <5 100 < 0.5 <2 0.27 0.5 4 11 15 2.81 <10 <1 0.03 <10 0.38
CERTIFICATION:
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) CERTIFICATE OF ANALYSIS A9025815
SAMPLE PREP Mn Mo Na Ni P Pb Sb Sc Sr Ti Tl U v W in
DESCRIPTION CODE PP ppo % ppe pra pra P ppa ppa % ppa ppa pra ppn Ppm
L99E 525N 201] 238 435 1 0.01 2 370 6 <5 3 12 10.09 <10 < 10 47 <10 78
L9SE S50N 201|238 490 1 0.01 3 580 8 <5 3 9 0.09 10 < 10 48 <10 118
IL99E 575N 201} 238 590 1 0.02 4 450 8 <5 3 10 0.10 < 10 < 10 52 < 10 174
L9SE 600N 201} 238 830 3 0.02 5 690 8 <5 6 16 0.11 < 10 < 10 59 <10 120
LIGE 0258 201) 238 445 1 0.02 3 380 10 <5 4 16 0.14 10 10 13 < 10 136
IL99E 0508 201]| 238 505 2 0.02 4 390 8 <5 5 19 0.17 < 10 < 10 112 <10 200
L99E 0755 201|238 1520 2 0.02 2 670 14 <S5 3 16 0.16 <10 < 10 88 < 10 120
L9SE 1508 201|238 340 1 0.02 4 980 <2 <5 5 14 0.13 <10 < 10 85 < 10 104
T.99E 1758 201] 238 350 1 0.02 4 340 6 <5 4 19 0.13 <10 < 10 64 < 10 62
L99E 2008 201] 238 545 1 0.07 7 570 8 5 8 45 0.21 < 10 < 10 86 < 10 18
L9SE 2258 201 238 545 1 0.06 7 600 6 <5 7 42 0.20 < 10 < 10 82 < 10 78
L9OE 2508 201) 238 435 1 0.03 8 1210 10 <5 4 23 0.11 < 10 < 10 45 < 10 138
L9OE 2758 201| 238 655 <1 0.02 5 800 8 <S5 5 17 0.18 < 10 < 10 80 < 10 80
IL9SE 300S 201} 238 500 <1 0.02 9 500 4 5 8 21 0.22 < 10 < 10 89 < 10 90
IL9SE 3258 201 238 620 <1 0.02 7 1150 10 S 5 19 0.15 < 10 < 10 108 <10 88
IL9SE 350S 201} 238 255 <1 0.02 3 600 4 <5 3 19 0.12 < 10 < 10 94 < 10 76
L9YE 3758 201} 238 595 <1 0.02 4 1070 6 <5 4 19 0.11 <10 < 10 95 < 10 72
IL99E 400S 201] 238 375 <1 0.02 6 470 2 <5 6 21 0.19 < 10 < 10 100 < 10 84
IL10OE OOON 201] 238 235 10 0.02 1 360 92 <5 2 10 0.11 < 10 < 10 79 < 10 238
IL1OOE 025N 201| 238 470 2 0.02 4 430 10 <5 5 16 0.15 < 10 < 10 69 <10 122
IL100OE 050N 201|238 585 2 0.02 3 530 8 5 5 15 0.14 <10 < 10 69 < 10 108
ILLOOE 075N 201| 238 490 1 0.01 3 ' 410 2 <5 4 8 0.12 < 10 < 10 70 < 10 110
ILLOOE 100N 201]| 238 480 1 0.01 3 510 < 2 <5 5 9 0.13 < 10 < 10 64 < 10 110
L100E 125N 201| 238 415 2 0.01 4 320 8 <5 4 10 0.13 < 10 < 10 72 < 10 102
ILLOOE 150N 201} 238 390 8 0.01 4 330 4 <5 5 10 0.08 < 10 < 10 99 < 10 584
IL10OOR 250N 201] 238 595 2 0.01 5 390 2 <5 4 10 0.08 < 10 < 10 50 < 10 626
IL10OE 275N 201} 238 835 1 0.02 9 380 2 <5 3 15 0.09 < 10 < 10 59 < 10 314
L100E 300N 201} 238 605 2 0.02 2 710 10 <5 3 13 0.17 < 10 < 10 61 < 10 182
L100E 325N 201 238 395 4 0.02 3 440 6 <5 4 14 0.16 < 10 < 10 82 < 10 160
LIOQE 350N 201] 238 375 2 0.01 2 220 2 <5 2 9 0.08 < 10 < 10 55 <10 186
IL10OE 375N 201] 238 430 4 0.02 3 390 4 <5 6 10 0.16 < 10 < 10 72 < 10 140
L100E 400N 20i] 238 505 4 0.02 4 360 6 <5 3 10 0.10 <10 < 10 66 < 10 200
L100E 475N 201] 238 4B0 5 0.02 1 430 4 <5 3 14 0.15 < 10 < 10 83 <10 94
L100E 525N 201f 238 295 9 0.02 2 320 4 <5 3 11 0.14 <10 < 10 68 < 10 50
L100E 550N 201} 238 385 1 0.02 1 1€0 4 <5 3 11 0.11 <10 < 10 59 < 10 66
L100OE 575N 201| 238 455 4 0.02 2 320 2 <5 3 12 0.12 < 10 < 10 61 < 10 80
IL100E 600N 201| 238 385 2 0.01 2 380 < 2 <5 3 12 0.11 < 10 < 10 45 < 10 60
L100R 0258 201} 238 520 20 0.02 1 570 208 <5 3 17 0.13 < 10 < 10 85 < 10 770
L100R 0508 201} 238 450 2 0.02 1 450 10 <5 3 13 0.12 < 10 < 10 65 < 10 222
L100E 0758 201} 238 395 1 0.01 2 290 < 2 <5 4 17 0.15 < 10 < 10 74 < 10 218

CERTIFICATION: ,/5 /&—-—J;’/ﬁ



C h L L To: MINNOVAINC. _Fr’ageI glumber : 3-A
otal Pages :
° emex Labs Ltd. 3D FLOOR, 311 WATER ST, fomlPages 4 \ovso

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC Invoice No. :  1-9025815
212 Brooksbank Ave., North Vancouver VeB 168 P.O. Number :
British Columbia, Canada V7J 2C1 it -
PHONE: 604-084-0221 RO s oo
: , Comments: ATTN: COLIN BURGE
| CERTIFICATE OF ANALYSIS A9025815
SAMPLE PREP Au ppb Ba Ag Al as Ba Be Bi Ca cd Co Cr Cu Fe Ga Hg K La Mg
DESCRIPTION | CODE FAtAA  ppa  ppm ¥ pm ppa pm ppo $ po pm PpP® PM ' pm ppm $  ppm $
L100E 1008 201|238 10 460 < 0.2 4.51 40 110 < 0.5 <2 0.28 <0.5 12 21 77 3.91 10 <1 0.04 10 0.61
L100R 1258 201] 238 15 460 < 0.2 3.51 15 9 <0.5 <2 0.31 <0.5 6 14 33 3.01 <10 <1 0.03 <10 0.56
L100OE 150§ 201|238 <5 520 < 0.2 4.16 30 140 <0.5 <2 0.24 < 0.5 8 15 33 3.76 10 <1 0.05 <10 0.58
L100E 200S 201 238 5 540 < 0.2 3.59 40 220 <0.5 <2 0.35 1.0 10 16 64 3.93 10 <1 0.04 20 0.44
L100E 250S 201|238 <5 640 < 0.2 2.86 25 120 <0.5 <2 0.31 <0.5 6 14 30 2.5 <10 <1 0.03 <10 0.58
L100E 2758 201] 238 <5 520 < 0.2 3.39 5§ 120 <0.5 <2 0.35 <0.5 ] 18 30 2.64 <10 <1 0.04 10 0.56
L100E 3008 201|238 <5 560 <0.2 3.70 25 120 < 0.5 <2 0.27 < 0.5 6 17 29 2.67 10 <1 0.05 10 0.54
L100E 3258 201|238 <S5 520 <0.2 5.05 15 120 < 0.5 <2 0.27 <0.5 9 22 70 3.25 10 <1 0.07 10 0.74
L100E 3508 201|238 <5 420 0.4 3.69 25 80 <0.5 <2 0.20 <0.5 4 16 20 3.06 10 <1 0.03 <10 0.24
L100E 3758 201|238 <S5 540 < 0.2 2.43 10 120 < 0.5 <2 0.49 < 0.5 4 15 30 3.03 10 <1 0.05 10 0.81
100 400S 201{ 238 <5 420 < 0.2 2.29 20 60 <0.5 <2 0.22 <0.5 2 14 19 3.00 10 <1 0.02 <10 0.23
L103E 000N 201|238 <5 600 < 0.2 2.98 25 210 <0.5 <2 0.39 <0.5 7 13 39 3.5 <10 <1 0.07 10 0.83
L103E 025N 201} 238 <5 440 < 0.2 2.95 25 80 < 0.5 <2 0.21 <0.5 5 13 13 3.20 10 <1 0.03 <10 0.44
L103E 050N 201} 238 <5 440 < 0.2 3.78 45 60 <0.5 <2 0.22 <0.5 6 18 15 4.69 <10 <1 0.03 <10 0.53
L103E 075N 201|238 <5 380 < 0.2 2.41 20 50 <0.5 <2 0.15 < 0.5 5 11 9 3.67 10 <1 0.02 <10 0.27
L103E 100N 201} 238 <5 320 < 0.2 2.09 25 50 <0.5 <2 0.11 <0.5 1 7 8 2.29 10 <1 0.01 <10 0.16
L103E 200N 201|238 <5 380 <0.2 2.18 s 50 <0.5 <2 0.15 <0.5 4 6 6 2.79 10 <1 0.04 <10 0.46
11038 225N 201|238 <5 380 <0.2 1.85 20 80 <0.5 <2 0.29 <0.5 3 5 9 2.41 <10 <1 0.04 <10 0.51
L103E 250N 201|238 <5 400 < 0.2 2.94 35 70 <0.5 <2 0.38 <0.5 4 5 10  3.00 10 <1 0.06 10 0.66
L103E 275N 201|238 <5 420 < 0.2 1.97 20 130 <0.5 <2 0.67 <0.5 4 6 12 2.28 10 <1 0.06 10  0.56
L103E 300N 201238 <5 400 < 0.2 2.29 25 9 <0.5 <2 0.52 <0.5 5 4 15 2.81 <10 <1 0.06 10 0.77
L103E 325N 201|238 <5 360 <0.2 1.70 | 20 9 <0.5 <2 071 <0.5 3 6 13 1.91 < 10 2 0.04 <10 0.58
L103E 350N 201|238 <5 360 < 0.2 4.36 ' 115 80 < 0.5 <2 0.83 <0.5 8 10 9 2.89 <10 <1 0.03 10 0.61
L103E 425N 201|238 <5 400 < 0.2 2.84 60 110 < 0.5 <2 0.29 < 0.5 4 11 7 2.52 <10 <1 0.02 10 0.34
T103E 450N 201} 238 <5 440 < 0.2 3,81 180 120 <0.5 <2 0.17 <0.5 5 14 13 3.42 10 <1 0.04 10 0.47
L103E 475N 201|238 <5 500 <0.2 2.34 65 220 <0.5 <2 0.62 0.5 3 9 8 2.09 <10 <1 0.02 10 0.37
L103E 500N 201|238 <5 500 <0.2 4.44 160 280 < 0.5 <2 0.40 1.0 4 11 7 3.22 10 <1 0.03 10 0.58
L103E 550N 201|238 <5 340 < 0.2 2.65 30 60 <0.5 <2 0.12 <0.5 3 10 6 3.17 <10 <1 0.0 <10 0.27
L103E 575N 201|238 <5 360 < 0.2 3.27 85 100 < 0.5 <2 0.17 < 0.5 4 12 6 3.04 <10 <1 0.04 <10 0.38
L103E 600N 201} 238 <5 360 < 0.2 2.82 70 9 <0.5 <2 0.13 <0.5 2 8 5 2.44 <10 <1 0.03 <10 0.29
L103E 0258 201] 238 <5 380 <0.2 2.52 15 70 <0.5 <2 0.25 <0.5 5 13 17 2.75 <10 <1 0.03 <10 0.42
L103E 050S 201238 <5 400 < 0.2 3.01 20 60 <0.5 <2 0.24 <0.5 4 13 21 2.96 <10 <1 0.03 <10 0.44
L103E 075S 201|238 5 460 < 0.2 4.68 30 210 <0.5 <2 0.26 < 0.5 10 12 49 3.43 <10 <1 0.05 <10 0.73
L103E 100S 201|238 <5 400 < 0.2 3.23 20 60 < 0.5 <2 0.24 <0.5 4 15 2¢ 3.09 <10 <1 0.03 <10 0.45
L103E 1258 201|238 <5 360 < 0.2 2.73 15 50 <0.5 <2 0.23 <0.5 3 14 14 3.25 <10 <1 0.02 <10 0.33
L103E 150S 201|238 <5 420 < 0.2 2.70 10 90 <05 <2 0.25 <0.5 6 10 22 2.63 <10 <1 0.03 <10 0.50
L103E 2008 201|238 <5 400 < 0.2 2.92 15 70 < 0.5 <2 0.22 <0.5 4 14 21 2.88 <10 <1 0.02 <10 0.50
L103E 225S 201|238 <5 480 < 0.2 2.81 200 100 <0.5 <2 0.25 <0.5 6 15 32 3.06 <10 <1 0.04 <10 0.54
L103E 250 201|238 <5 460 < 0.2 2.82 30 150 < 0.5 <2 0.49 < 0.5 6 9 17 2.98 <10 <1 0.05 10 0.70
L103E 300S 201] 238 <5 420 < 0.2 2.37 5 50 <0.5 <2 0.18 <0.5 3 16 17 3.49 <10 <1 0.01 <10 0.32

CERT!FICATION: 5 /:, /g
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Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC

Page Number : 3-B

Total Pages : 4

Invoice Date:  6-NOV-90
Invoice No. :  |-9025815

212 Brooksbank Ave., North Vancouver veB 188 P.O. Number -
British Columbia, Canada ~ V7J 2C1 project: 6632
PHONE: 604-984-0221 Comments: “ATFN: COLIN BURGE
CERTIFICATE OF ANALYSIS A9025815
SAMPLE PREP Mn Mo Na  Ni P P & S¢ sr T Tl U v W In
DESCRIPTION CODE ppm  ppm $ po pm ppm  pm  ppm P ¥ pm pm pm ppm P
L100OE 1008 201} 238 580 3 0.02 7 510 10 <5 7 17 0.17 <10 <10 113 < 10 388
100K 1258 201} 238 585 2 0.01 7 470 10 <5 L) 18 0.13 <10 <10 85 <10 160
L100OE 1508 201 238 920 3 0.01 4 810 12 5 4 17 0.14 < 10 < 10 87 < 10 202
L100E 200S 201} 238 2540 5 0.01 5 660 22 <5 5 26 0.12 <10 <10 88 <10 432
ILLOOE 2508 201|238 340 2 0.02 6 200 6 <5 4 22 0.16 <10 <10 77 <10 60
L100OE 275S 201) 238 395 1 0.02 8 290 8 <S5 5 24 0.19 <10 <10 74 <10 88
LLOOE 300S 201| 238 405 2 0.02 8 290 6 <5 7 23 0.17 <10 <10 68 < 10 104
L100E 3258 201} 238 665 2 0.02 10 460 16 5 7 19 0.19 <10 <10 77 < 10 216
IL1OOE 350S 201|238 870 2 0.02 2 1770 6 <5 3 12 0.12 <10 <10 79 <10 110
L100E 3758 201] 238 645 1 0.02 6 650 6 <5 5 25 0.16 <10 <10 77 <10 112
[L1LOOE 400S 201| 238 215 2 0.01 3 380 8 5 4 15 0.16 <10 <10 92 <10 lo08
[LLO3E OOON 201 238 685 2 0.02 4 670 12 <5 9 19 0.17 <10 <10 91 <10 132
IL103E 025N 201} 238 485 2 0.01 2 250 10 <5 5 14 0.16 <10 <10 82 <10 110
L103E 050N 201} 238 830 6 0.01 4 370 6 <5 6 14 0.17 <10 <10 115 < 10 114
IL103E 075N 201} 238 585 2 0.01 2 300 6 <5 3 9 0.16 <16 <10 84 <10 90
IL103E 100N 201( 238 220 3 0.0 1 180 10 <5 3 7 0.13 <10 <10 93 <10 72
L103E 200N 201} 238 680 1 0.01 <1 390 6 <5 3 7 0.10 <10 <10 59 <10 62
L103E 225N 201] 238 835 1 0.01 <1 450 4 <5 4 i1 0.11 <10 <10 53 <10 60
L103E 250N 201 238 835 1 0.01 1 790 4 <5 6 14 0.16 < 10 < 10 64 < 10 104
IL103E 275N 201} 238 1005 1 0.02 2 550 14 <5 4 30 0.12 <10 <10 56 < 10 80
L103E 300N 201) 238 610 i 0.01 1 410 2 <5 7 17 0.14 <10 <10 60 < 10 84
L103E 325N 201| 238 370 1 0.01 <1 '410 8 <5 5 29 0.10 < 10 < 10 46 < 10 70
L103E 350N 201 238 585 6 0.01 1 430 2 <5 8 14 0.15 <10 < 10 63 < 10 76
L103E 425N 201f 238 245 6 0.01 2 300 10 <5 4 15 0.12 <10 <10 69 < 10 76
L103E 450N 201} 238 305 5 0.01 5 270 12 <5 7 10 0.14 <10 <10 80 < 10 110
L103E 475N 201 238 190 2 0.02 1 290 8 <5 3 32 0.09 <10 <10 69 < 10 154
[L103E 500N 201 238 275 5 0.01 3 560 8 <5 5 22 0.12 <10 <10 72 <10 234
IL1O3E 550N 201 238 195 3 0.01 <1 180 8 <5 4 7 0.17 <10 <10 84 <10 74
IL1O3E 575N 201| 238 195 5 0.01 2 170 10 <5 4 11 0.15 <10 <10 79 <10 122
IL103E 600N 201} 238 150 4 0.01 <1 140 2 <5 3 8 0.10 <10 <10 66 < 10 110
ILLO3E 0258 201| 238 475 1 0.01 3 360 12 <5 5 13 0.14 <10 <10 69 <10 110
ILLO3E 0508 201| 238 315 2 0.01 6 310 10 <5 5 14 0.15 <10 <10 73 <10 120
L103E 075S8 201238 590 2 0.02 4 850 <2 <5 8 17 0.13 <10 <10 75 <10 122
IL103E 100s 201} 238 310 2 o0.01 3 350 6 <5 6 15 0.16 <10 <10 82 <10 80
IL1O3E 1258 201) 238 255 2 0.01 2 710 14 <5 4 16 0.14 <10 <10 88 < 10 70
2
IL103E 1508 201|238 410 2 0.01 4 340 12 <5 4 14 0.13 <10 <10 68 < 10 88
L103E 200S8 201|238 285 2 0.01 3 320 8 <5 4 14 0.12 <10 <10 73 <10 84
L103E 2258 2vi) 238 385 2 0.01 4 410 12 <5 5 15 0.13 <10 <10 87 <10 82
L103E 2508 201)| 238 480 1 0.02 2 280 <2 <5 8 21 0.14 <10 <10 70 <10 100
IL103E 300S 201} 238 235 2 0.01 1 590 6 <5 3 9 0.11 <10 <10 105 < 10 84

CERTIFICATION:
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Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC

Page Number : 4-A

Total Pages : 4

Invoice Date: 6-NOV-90
Invoice No. . 1-9025815

212 Brooksbank Ave., North Vancouver VeB 188 P.O. Number :
British Columbia, Canada V7J 2C1 Project : 663
PHONE: 604-984-0221 Comments: ATTN: COLIN BURGE
CERTIFICATE OF ANALYSIS A9025815
SAMPLE PREP Au ppb Ba Ag Al As Ba Be Bi Ca cd Co Cr Cu Fe Ga Hg K La Mg
DESCRIPTION | CODE | FA+AA ppm  ppm $ pm  ppm  ppa  ppm ¢ pm pp  pm  ppm $ ppm  ppu % ppm §
L1032 3258 201 238 10 440 0.2 2.01 10 40 <0.5 <2 0.18 <0.5 3 16 16  2.72 10 <1 0.02 <10 0.37
CERTIFICATION:

BLT



To: MINNOVA INC. Page Number : 4-B
Chemex Labs Ltd Tol Pages 4
. L] 3RD FLOOR, 311 WATER ST. invoice Date:  6-NOV-90
Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC Invoice No. - 1-9025815
212 Brooksbank Ave., North Vancouver V6B 1B8 P.O. Number :
British Columbia, Canada V7J 2C1 Project : 663
PHONE: 604-984-0221 Comments: ATTN: COLIN BURGE
| CERTIFICATE OF ANALYSIS A9025815
SAMPLE PREP Mn Mo Na Ni P Pb Sb Sc Sr Ti T1 [} v W Zn
DESCRIPTION CODE rra FPa % PP PP ppa % o rpa ppa % PP rpa )3 3 ppr ppm
L1038 3258 201/ 238 245 1 o0.01 4 320 <2 <5 3 10 0.11 <10 <10 81 < 10 56
{
CERTIFICATION: /@ /: /ﬂ
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> Chemex Labs Ltd. ™ ooonvwener

Analyticat Chemists * Geochemists * Registered Assayers 'VANCOUVER, BC 507
212 Brooksbank Ave., North Vancouver VeB 188 A9025971

British Columbia, Canada V7J 2C1
PHONE: 604-984-0221

B , %%'nments: ."ATTN: JOHN KAPUSTA CC: MINNOVA INC- CHEMAINUS, BC
\j‘\iC}V ) X L
CERTIFICATE A9025971 ‘ . ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
. CODE  [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
Project: LARA
PO. #: 242
100 23 Au ppb: Fuse 10 g sample FA-AAS 5 10000
Samples submitted to our lab in vancouver, BC. 1005 | 23 |Ag ppm: 9 element,soil and rock  ICP-AES 0.5 200
8 repo as prin : 1929 23 |Co ppm: 9 element, soil & rock ICP-AES 1 10000
1931 23 Cu ppm: 9 element, soil & rock ICP-AES 1 10000
1932 23 Fe %: 9 element, so0il & rock ICP-AES 0.01 15.00
1937 23 Mn ppm: 9 element, soil & rock ICP-AES 5 106000
1938 23 Mo ppm: 9 element, soil & rock ICP-AES 1 10000
1940 23 Ni ppm: 9 element, s0il & rock ICP-AES 1 10000
1004 23 Pb ppm: 9 element,soil and rock ICP-AES 5 10000
SAMPLE PREPARATION 1950 23 Zn ppm: 9 element, soil & rock ICP-AES 2 10000
25 7 Ba ppm: HC1lO4-HNO3-HF digestion AAS 10 10000

CHEMEX [NUMBER
CODE  [SAMPLES DESCRIPTION

205 23 Geochem ring to approx 150 mesh
294 23 Crush and split (0-10 pounds)
238 23 NITRIC-AQUA REGIA DIGESTION

232 7 PERCHLORIC-NITRIC-HYDROFLUORIC D




To: MINNOVA INC. Page Number : 1
Chemex Labs Ltd Tl Pagen
= 3RD FLOOR, 311 WATER ST. Invoice Date:  6-NOV-90

Analytical Chemists * Geochemists * Registered Assayers VAEJCOUVER, BC invoice No. :  1-9025971
212 Brooksbank Ave., North Vancouver V6B 188 P.O. Number : 242
British Columbia, Canada V7J 2C1 Project : LARA
PHONE: 604-884-0221 : Comments: ATTN: JOHN KAPUSTA CC: MINNOVA INC- CHEMAINUS, BC
| CERTIFICATE OF ANALYSIS A9025971
SAMPLRE PREP |Au ppb |Ag Co Cu Fe Mn Mo Ni Pb Zn Ba
DESCRIPTION CODE |FA+AA Ppm Ppm Ppm % PP ppm PP Ppm PP Ppm
14545 205| 294 45 < 0.5 14 131 5.29 815 <1 6 12 186 | ~~—=~
14546 205{ 294 85 1.5 3 512 4.31 480 44 16 100 772 | ==w——
14547 205| 294 40 1.0 13 780 2.89 325 9 12 16 158 { —~—--
14548 205] 294 25 < 0.5 14 953 3.31 440 1 11 10 1360 | —=w—m
14549 205| 294 35 < 0.5 25 2020 6.13 580 <1 13 10 286 | ~m—m—
14550 205 294 40 < 0.5 16 1075 4.10 355 2 11 4 140 | -——-~
14577 205| 294 <5 < 0.5 6 71 1.64 925 <1 1 4 84 | w~=m-
14578 205] 294 <5 < 0.5 4 9 1.26 880 <1 1 4 78 | ———--
14579 205} 294 <5 < 0.5 4 42 1.54 1205 <1 <1 4 110 | —-=---
14580 205/ 294 <5 < 0.5 5 145 2.48 1250 7 3 18 114 | —-=——--
14581 205 294 <S5 < 0.5 4 71 1.47 905 3 1 36 88 | ————-
14582 205| 294 <5 < 0.5 9 365 2.40 1795 <1 4 6 248 | ————
14583 205| 294 <S5 < 0.5 6 74 2.14 1460 <1 1 2 178 | ———m-
14584 205] 294 10 < 0.5 11 96 3.36 1055 <1 3 16 196 940
14585 205| 294 15 1.0 15 745 8.72 1200 2 2 222 464 1860
14586 205{ 294 <5 < 0.5 10 261 3.07 1040 <1 3 6 140 940
14587 205] 294 <5 < 0.5 13 137 4.12 1450 <1 7 12 170 860
14588 205| 294 10 < 0.5 5 464 2.72 620 <1 1 2 44 2000
14589 205] 294 30 < 0.5 9 1540 5.95 755 <1 5 8 84 1240
14590 205 294 5 < 0.5 19 465 6.27 975 <1 9 6 108 1040
14591 205] 294 <S5 < 0.5 21' 297 5.38 1015 <1 26 6 112 | —===-
14592 205| 294 <5 < 0.5 8 272 3.14 650 <1 6 10 164 | ————--
14593 205| 294 15 < 0.5 14 353 4.65 620 7 14 32 72 | ==——

CERTIFICATION: 5 /;M /L
7 —F



> Chemex Labs Ltd. ™ oo, wrensr

Analytical Chemists * Geochemists * Registered Assayers "VANCOUVER, BC

212 Brooksbank Ave., North Vancouver VéB 188 A9025971
British Columbia, Canada V7J 2C1 -

PHONE: 604-984-0221 8 lé:& ments: ' ATTN: JOHN KAPUSTA CC: MINNOVA INC- CHEMAINUS, BC

1OV .
CERTIFICATE A9025971 _ + ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
. CODE  |SAMPLES DESCRIPTION METHOD LIMIT LIMIT
Project: LARA
PO.#: 242
100 23 (Au ppb: Fuse 10 g sample FA-ARS 5 10000
amples submitted o Sur Lab In vapcouver, BC. 1005 | 23 |Ag ppm: 9 element,soil and rock  ICP-BES 0.5 200
P P : 1929 23 {Co ppm: 9 element, soil & rock ICP-BES 1 10000
1931 23 Cu ppm: 9 element, so0il & rock ICP-AES 1 10000
1932 23 Fe %: 9 element, soil & rock ICP-AES 0.01 15.00
1937 23 Mn ppm: 9 element, soil & rock ICP~-AES 5 10000
1938 23 Mo ppm: 9 element, soil & rock ICP-AES 1 10000
1940 23 Ni ppm: 9 element, soil & rock ICP-AES 1 10000
1004 23 Pb ppm: 9 element,soil and rock ICP-RES 5 10000
SAMPLE PREPARATION 1950 23 Zn ppm: 9 element, soil & rock ICP-AES 2 10000
25 7 Ba ppm: HC104-HNO3-HF digestion ARS 10 10000

CHEMEX |NUMBER
CODE  [SAMPLES DESCRIPTION

205 23 Geochem ring to approx 150 mesh
294 23 Crush and split (0-10 pounds)
238 23 NITRIC-AQUA REGIA DIGESTION

232 7 PERCHLORIC-NITRIC-HYDROFLUORIC D



file:///HjGV

Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC

Page Number : 1
Total Pages : 1
Invoice Date:  6-NOV-90
Invoice No. :  1-9025971

212 Brooksbank Ave., North Vancouver VeB 188 P.O. Number : 242

British Columbia, Canada V7J 2C1 Project : LARA

PHONE: 604-984-0221 Comments: ATTN: JOHN KAPUSTA CC: MINNOVA INC- CHEMAINUS, BC

} CERTIFICATE OF ANALYSIS A9025971
SAMPLE PREP |Au ppb |Ag Co Cu Fe Mn Mo Ni Pb Zn Ba
DESCRIPTION CODE |FAtAR ppm Ppm PP % ppm PP Fpo Ppm Ppm Ppu
14545 205| 294 45 < 0.5 14 131 5.29 815 <1 6 12 186 | w~=——-
14546 205] 294 85 1.5 31 512 4.3} 480 44 16 100 772 | ==——-
14547 205| 294 40 1.0 13 780 2.89 325 9 12 16 158 | ~w=—-
14548 205| 294 25 < 0.5 14 953 3.31 440 1 11 10 1360 | ~==—-
14549 205| 294 35 < 0.5 25 2020 6.13 580 <1 13 10 286 | ——=~~
14550 205| 294 40 | < 0.5 16 1075 4.10 355 2 11 4 140 | -——- B
14877 U 205| 294 <5 LSO 7TTTTRETTTTTTTYE 1762 925 <1 1 4 B 7 B SR I I
14578 205] 294 <5 < 0.5 4 9 1.26 880 <1 1 4 78 | ~———
14579 205] 294 <5 < 0.5 4 42 1.54 1205 <1 1 4 110 | ~=——=
14580 205] 294 <5 < 0.5 5 145 2.48 1250 7 3 18 114 | ~———=
14581 205] 294 <5 < 0.5 4 n 1.47 905 3 1 36 88 | ————-
14582 205| 294 <5 < 0.5 9 365 2.40 1795 <1 4 6 248 | —wwe-
14583 205§ 294 <S5 < 0.5 [ 74 2.14 1460 <1 1 2 178 | —e—em
14584 205] 294 10 < 0.5 11 96 3.36 1055 <1 3 lé 196 940
14585 205| 294 15 1.0 15 745 8.72 1200 2 2 222 464 1860
14586 205] 294 <5 < 0.5 10 261 3.07 1040 <1 3 6 140 940
14587 205| 294 <5 < 0.5 13 137 4.12 1450 <1 7 12 170 860
14588 205| 294 10 < 0.5 5 464 2.72 620 <1 1 2 44 2000
14589 205} 294 30 < 0.5 9 1540 5.95 755 <1 5 8 84 1240
14590 205| 294 5 < 0.5 19 465 6.27 975 <1 9 6 108 1040
14591 205| 294 <S5 < 0.5 21' 297 5.38 1015 <1 26 6 112 § ~—eee
14592 205| 294 <5 < 0.5 8 272 3.14 650 <1 [ 10 164 | -———-
14593 205|] 294 15 < 0.5 14 353 4.65 620 7 14 32 72 | —=——-
CERTIFICATION:
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> Chemex Labs Ltd. ™ 5o o wesr

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC
212 Brooksbank Ave., North Vancouver V6B 188 A9025820
British Columbia, Canada V7J 2C1
PHONE: 604-984-0221 ‘/Commenls: ATTN: P. BAXTER CC: MINNOVA INC., - CHEMAINUS, BC
CERTIFICATE A9025820 ‘ ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
_ CODE  [SAMPLES DESCRIPTION METHOD LIMIT LMIT
Project: LARA
P.O.#:
. 100 1 |Au ppb: Fuse 10 g sample FA-ARS 5 10000
samples su:mitted ‘i=°t°2r 18”6{;“033‘;8“"“' BC. 922 1 |Ag ppm: 32 element, so0il & rock  ICP-AES 0.2 200
& report was printed on : 921 1 |Al %: 32 element, soil & rock ICP~AES 0.01 15.00
923 1 As ppm: 32 element, soil & rock ICP-AES 5 10000
924 1 |Ba ppm: 32 element, soil & rock ICP-AES 10 10000
925 1 Be ppm: 32 element, soil & rock ICP-AES 0.5 100.0
926 1 |[Bi ppm: 32 element, soil & rock ICP-AES 2 10000
927 1 Ca %: 32 element, soil & rock ICP-AES 0.01 15.00
928 1 cd m: 32 element, so0il & rock ICP-AES 0.5 100.0
SAMPLE PREPARATION 929 1 Co ggm: 32 element, soil & rock ICP~-AES 1 10000
930 1 Cr ppm: 32 element, soil & rock ICP-AES 1 10000
931 1 Cu ppm: 32 element, soil & rock ICP~-AES 1 10000
CHEMEX |NUMBER 932 1 |Fe %: 32 element, soil & rock ICP-AES 0.01 15.00
CODE  [SAMPLES DESCRIPTION 933 1 |Ga ppm: 32 element, soil & rock ICP-AES 10 10000
951 1 Hg ppm: 32 element, soil & rock ICP-AES 1 10000
934 1 K %: 32 element, soil & rock ICP-AES 0.01 10.00
205 1 Geochem ring to approx 150 mesh 935 1l |La ppm: 32 element, soil & rock ICP-AES 10 10000
294 1 Crush and split (0-10 pounds) 936 1 Mg %: 32 element, soil & rock ICP-AES 0.01 15.00
238 1 NITRIC-AQUA REGIA DIGESTION 937 1 |Mn ppm: 32 element, soil & rock ICP-AES 5 10000
938 1 [Mo ppm: 32 element, soil & rock ICP-AES 1 10000
' 939 1 Na %: 32 element, soil & rock ICP-AES 0.01 5.00
940 1 (Ni ppm: 32 element, soil & rock ICP-RES 1 10000
941 1 |P ppm: 32 element, soil & rock ICP-RES 10 10000
942 1 (Pb ppm: 32 element, soil & rock ICP-AES 2 10000
943 1 Sb ppm: 32 element, soil & rock ICP-AES 5 10000
958 1 Sc ppm: 32 elements, soil & rock ICP-AES 1 10000
944 1 Sr ppm: 32 element, soil & rock ICP-AES 1 10000
945 1 Ti %: 32 element, soil & rock ICP~AES 0.01 5.00
946 1 Tl ppm: 32 element, soil & rock ICP-AES 10 10000
e NOTE . 947 1l (U ppm: 32 element, soil & rock ICP-AES 10 10000
948 1 V ppm: 32 element, soil & rock ICP-AES 1 10000
s suitable for 949 1 |W ppm: 32 element, soil & rock ICP-AES 10 10000
Egzczz :i:gizt ig? E:g%ag:di rock samples. 950 1 |(Zn ppm: 32 element, soil & rock ICP-AES 2 10000
Elements for which the nitric-aqua regia
digestion is possibly incomplete are: Al,
Ba, Be, Ca, Cr, Ga, K, La, Mg, Na, Sr, Ti,
T1, W.




C h emex L ab S Lt d . To:  MINNOVA INC. | el

Analytical Chemists * Geochemists * Registered Assayers

212 Brooksbank Ave., North Vancouver
British Columbia, Canada V7J 2C1
PHONE: 604-984-0221

\ Total Pages : 1
3RD'FLOOR, 311 WATER ST. Invoice Date:  6-NOV-90
VANCSSUVER, BC Invoice No. :  1-9025820
V6B 1 P.O. Number :

Project:  LARA ' el
Comments: ATTN: P. BAXTER CC: MINNOVA INC.“CHEMAINUS, BC

}

CERTIFICATE OF ANALYSIS A9025820
SAMPLE | PREP | Auppb Ag Al As Ba Be B Ca € C Cr Cu Fe Ga H K la Mg Mn
DESCRIPTION | CODE | FAtAA ppm % ppm ppm ppm  ppm % pm  ppm pm  ppm % ppm ppm % ppm %  ppm
14554 205|294 <5 <0.2 4.83 <5 90 < 0.5 < 2 3.94 < 0.5 59 98 52 11.95 < 10 <1 0.34 <10 5.49 1080
T — 252
V4e, oY

CERTIFICATION: ’/5 (;'JC"/L



Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

212 Brooksbank Ave., North Vancouver
British Columbia, Canada V7J 2C1

PHONE: 604-984-0221

To: MINNOVA INC. Page Number : 1-B

Total Pages : 1

3RD FLOOR, 311 WATER ST. Invoice Date:  6-NOV-80
VANCQUVER, BC Invoice No. :  1-9025820
V6B 1B8 P.O. Number :

Project : LARA
Comments: ATTN: P. BAXTER CC: MINNOVA INC., - CHEMAINUS, BC

] CERTIFICATE OF ANALYSIS A9025820
SAMPLE PREP Mo Na Ni P Pb sb Sc Sr Ti Tl U v W Zn
DESCRIPTION CODE PP $ pm ppm  ppm  pem  ppm ppm ¥ pem  ppm  ppm  ppm  Ppm
14554 205]| 294 <1 0.06 33 2010 < 2 <5 12 87 0.34 < 10 < 10 237 10 94
ok S

CERTIFICATION: ,/g (;_2’{7&



To: MINNOVA INC. Page Number : 1
Chemex Labs Ltd
. . 3RD FLOOR, 311 WATER ST. Invoice Date:  7-NOV-90
Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC Invoice No. :  1-9026084
V6B 1B8 P.O. Number :
212 Brooksbank Ave., North Vancouver
British Columbia, Canada V7J 2C1 Project : LARA
PHONE: 604-984-0221 Comments: ATTN: JOHN KAPUSTA CC: MINNOVA INC - CHEMAINUS
Cr o , o e Ao = -f".‘i":
AUl su~ples hle 206 CERTIFICATE OF ANALYSIS A9026084
SAMPLE PREP |Au ppb |Ag Co Cu Fe Mn Mo Ni Pb Zn Ba
DESCRIPTION CODE |FA+AA pPpm PpPm ppm % Ppm ppm Ppm pPpm Ppm ppm
14594 205| 294 30 0.5 12 150 2.23 365 8 15 122 62 1080
14595 0 205| 294 55 0.5 7 54 2.35 565 30 2 100 184 1140
14596 5. o 205| 294 35 0.5 20 1775 7.24 2720 1 11 2 178 | —-———-
14597 _ pJo & 77 205| 294 90 5.0 28 5770 9.62 3020 <1 13 < 2 372 | —-———-
14599 205| 294 155 1.5 29 2210 7.70 1885 17 18 10 240 | ————-
14600 - 205| 294 140 0.5 33 1785 8.96 1795 3 10 4 194 | ————-
14601 A7 205| 294 135 1.5 24 2140 6.39 1330 4 14 4 166 | ————-
14602 - 00 205 294 100 1.0 25 2230 6.74 1245 5 12 6 190 ———
14604 205| 294 140 1.0 16 2340 6.52 1360 7 14 <2 154 | ————-
14605 205| 294 45 1.0 28 2210 4.00 835 2 12 2 224 | ————-
14606 205 294 40 < 0.5 65 137 4.66 790 1 12 6 106 | -=——-
14607 205 294 20 < 0.5 39 336 4.82 955 1 10 < 2 114 | ————-
14608 205| 294 <5 < 0.5 17 58 5.09 2880 2 <1 4 274 | =====
14609 205| 294 <5 < 0.5 4 17 2.86 590 1 1 2 114 | ===-=
14610 205| 294 10 < 0.5 4 44 3.64 485 3 <1 34 158 | =mem-
14611 205| 294 <5 < 0.5 3 28 3.40 375 2 1 16 124 | ———-
14612 p 205/ 294 35 1.0 3 226 11.55 260 4 <1 554 450 | ==——-
14613 <! L 205| 294 50 1.5 3 729 9.54 220 7 <1 718 4960 | -———-
14614 o O/ 205| 294 30 < 0.5 1 1045 3.04 285 3 1 24 192 | —-———-
14616 205| 294 15 < 0.5 2 353 2.30 95 2 <1 6 42 | ————-
14617 205| 294 35 < 0.5 7 146 5.70 145 4 <1 18 28 | ————-
14618 205| 294 40 < 0.5 t4 28 2.60 125 3 <1 8 64 | ————-
14619 205| 294 30 < 0.5 4 293 2.94 540 20 <1 72 320 | -—-——-
14620 205| 294 35 < 0.5 6 483 3.21 525 6 < 24 260 | ————-
14621 205| 294 5 < 0.5 8 1220 6.38 560 13 1 64 2740 | -——-
14622 205| 294 40 < 0.5 7 260 3.32 275 1 2 18 280 | -———-
14623 205| 294 45 < 0.5 32 65 6.02 310 16 <1 92 480 | -———-
14624 205| 294 15 < 0.5 20 45 5.27 520 11 1 44 260 | —=——--
14625 205| 294 45 < 0.5 16 375 5.73 460 13 <1 16 82 | ——=—-
14626 205| 294 45 0.5 73 244 8.54 270 63 3 744 1640 | —==—-
14627 205| 294 55 < 0.5 49 117 5.47 215 34 1 494 1170 | ————-
14628 205| 294 50 < 0.5 25 687 8.05 910 19 2 70 138 | ————-
14629 205( 294 10 < 0.5 15 482 4.711 1455 10 15 14 198 760
14630 205| 294 15 < 0.5 16 446 5.42 1635 2 15 2 190 | -——-
14631 205| 294 10 < 0.5 18 552 5.80 1595 4 17 <2 150 | ——-
14632 205| 294 30 < 0.5 11 1305 5.38 1625 9 15 <2 152 1240
14633 205| 294 15 < 0.5 6 725 5.40 855 10 5 <2 80 300
14634 205| 294 20 < 0.5 3 896 6.29 1195 8 <1 2 108 380

CERTIFICATION: .



i To:  MINNOVA INC. Page Number : 1
Chemex Labs Ltd TotlPages 3
) B 3RD FLOOR, 311 WATER ST. Invoice Date:  9-NOV-90
Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC lnvmcl\? No.: 1-9026337
292 %r%ol?sbank Age" ':_l,g’"‘ v%%%mer VeB 1B8 P.O. Number : 242
British Columbia, Cana 1 Project : LARA
PHONE: 604-984-0221 Comments: CC: JOHN KAPUSTA

i, CERTIFICATE OF ANALYSIS A9026337
(d
& .
SAMPLE PREP |Au ppb |Ag Co Fe Mn Mo Ni Pb Zn Ba
DESCRIPTION CODE |FA+AR Fpm Fpm % ppm PpPm Ppm ppm ppm ppm
307 | 14560 205| 294 <5 | <o0.5 4 23| 1.58| 545 | 2 2 8 74 | ————- 3
14561 205| 294 <5 <0.5 11 20 3.60 755 2 12 <2 116 1420
14562 205| 294 80 < 0.5 3 235 1.42 385 3 3 <2 72 1420
14563 205| 294 15 < 0.5 8 15 2.56 415 8 7 <2 370 2600
14564 205| 294 15 < 0.5 3 631 2.40 220 12 <1 <2 140 | —==—-
14565 205| 294 10 < 0.5 2 249 0.98 155 2 1 <2 2470 3000
14566 205( 294 <5 < 0.5 6 26 2.35 575 14 31 <2 70 1600
14567 205| 294 10 < 0.5 21 3 6.50 985 6 11 <2 88 1660
BOCf 14568 205| 294 <5 < 0.5 120 712 11.15 355 28 6 <2 22 3400
14569 205| 294 10 < 0.5 77 50 9.22 370 29 10 <2 40 1100
14570 205| 294 <5 < 0.5 18 92 5.48 600 4 15 <2 68 1520
14571 205| 294 <5 < 0.5 17 35 6.32 835 4 13 <2 64 1480
14572 205| 294 <5 < 0.5 17 <1 4.36 630 4 11 < 2 36 1900
14573 205| 294 <5 <0.5 | 14 4| 4.79 1100 | 2 7| <2 62 2700
14635 205| 294 <5 < 0.5 13 1 3.51 435 <1 3 <2 52 | —=——-
14636 205| 294 5 < 0.5 15 21 4.16 445 <1 4 <32 52 | ————
14637 205| 294 5 < 0.5 12 38 3.34 445 1 2 <2 50 | ————-
14638 205| 294 5 < 0.5 15 17 4.42 260 <1 3 <2 32 | —————
14639 205| 294 20 < 0.5 14 87 3.84 480 <1 3 <2 42 | ———m-
14640 205| 294 10 < 0.5 27 192 4.47 1125 <1 9 <2 108 | ~———-
igCDE? 14641 205| 294 10 < 0.5 21 209 5.02 1385 <1 11 <2 118 | ————
14642 205| 294 30 < 0.5 40 315 6.63 3640 2 20 156 5790 | ———-
14643 _Jc” L9y 205| 294 10 < 0.5 25 152 5.76 4990 <1 18 190 996 | ————
14645 205| 294 20 < 0.5 30 209 6.78 4410 <1 15 100 692 | ————-
14646 205| 294 10 < 0.5 3 9 1.94 590 <1 1 18 186 700
14647 205| 294 <5 < 0.5 2 1 1.62 510 <1 1 <2 92 640
14648 205| 294 <5 < 0.5 2 <1 1.29 345 <1 1 2 52 840
14649 205| 294 15 < 0.5 11 268 4.08 1270 1 27 6 158 | —=——o
14650 205| 294 20 < 0.5 8 537 3.28 750 1 5 34 104 | —==me
14651 205| 294 5 <'0.5 3 26 2.32 365 3 2 <2 34 1560
14652 205| 294 5 < 0.5 12 264 4.14 865 1 4 < 2 54 1440 S
14653 205|294 20 <0.5 iz 381 5.04 1375 6 1 <2 130 1300
Egj ’ 14654 205| 294 15 < 0.5 28 694 5.02 690 6 4 < 2 50 1300
CERTIFICATION: /C)' ((:—-—-/L




LA BORATORIES

(DIVISION OF ASSAYERS CORP.)

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS -« ASSAYERS « ANALYSTS « GEQCHEMISTS

&\

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (804) 988-4524
FAX (604) 980-9621

" THUNDER BAY LAB.:
" TELEPHONE (807) 622-8958
FAX (807) 623-5931

SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

ﬁ}:r:reisf ETe?)"tiz fﬂz¢:§gth£;iu'

e

0V-1677-RA1l

Company:  MINNOVA INC.

\

Project: LARA 242 1 nes b =
Attn: G. WELLS/ J. HAFUSTA Yymm

Enﬁ} . HINNOVA INC.,

. Dates NOV-09-90
VANCOUVER. B.C.

2. HINNOVA INC., CHENAINUS, B.L.

We bereby certify the following Assay of 15 ROCK samples

submitted OCT-31-90 by J. KAPUSTA,

Sample Lot

Number %
146444 9. 00
16447 4,60
16448 5.80
14449 12.80 -
16450 3. 20
14576 6. 60
16453 2. 30
16454 2450
16455 2:-15
16456 1.30
16457 3..90
16458 4,80
146459 2,60
16474 3. 40
16477 S T

Certified by

[ R e
MEN LABORATORIES




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7/M 172

FILE NO: OV-1677-RJ1
DATE: 90/11/09

ATTN: G. WELLS/ J. KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16446 1.9 1 600 316 4 1 190 10
16447 } 304 1.6 1 343 347 24 1 156 5
16448 1.7 1 327 44 4 1 88 5 B .
16449 206 2.0 1 161 103 1 1 72 5
16450 |23 1 205 87 A 137 5 _
14576 3© 7 _ 3.7 1 141 2638 4 1 _m 4
16453 .9 1 121 232 8 1 45 5
16454 7 1 152 14 13 1 22 5
16455 _ .9 1 160 A 10 1 37 10
16456 L0 4 1 127 17 18 1 35 5
16457 2.1 1 53 19 &4 1 43 5
16458 2.1 1 47 41 4 1 128 5
| 16459 2.4 1 133 128 4 1 76 5
164676 "*;"_‘[‘“"_ T8 1 284 0218 1 35 15— - — —
16477 sob .9 1 541 4 4 1 98 10




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1677-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/11/09

ATTN: G. WELLS/ J. KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F26)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 P205 S102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16446 16.57  .120  1.45 8.9 1.02  7.28 .25 3.07 .08 54.43 .65 1.33 95,18
16447 17.12 .00 3.37 8.7 .69 7.07 .25 3.25 .03 53.59 .63 .60 94.87

16448 1 16.89  .155 .25 8.81  1.37  9.56 22 2.09 .05 53.53 .62 1.50  95.02
16449 I 714.87 .060 14.33  8.82 1.99  3.77 .26 1.88 .08 39.48 .67 .52 86.72
16450 19.01  .090 4.1 7.36 2.00 3.96 .18 4.83 .14 52.86 .80 26 96.07

14576 B 19.11 125 5.22  12.60 2.30  7.59 .26 1.57 A5 42.69 77 2.93 95.29
16453 14,11 .095  2.15 3,58 2.38 2.60 .09 2.87 .01 68.85 .25 .10 96.87
16454 13.68 .15 2.62  2.61  2.93  2.21 .05 1.93 .01 70.17 .22 A5 96.69
16455 14.15  .090  4.90 3.07 1.73  2.12 .06 3.27 .01 67.26 .32 .12 97.08
16456 13.40  .075 1.80 2.26 1.56  1.57 04 446 .01 72.53 R .08 97.92
16457 17.71 025 5.42  6.42 52 6.16 A5 4.22 .02 53.77 .63 A7 95.22
16458 17.30  .025 2.82  6.83 .6k 6.38 A8 4.62 .01 54.94 .61 .08 94.43

| 16459 | 17.47 L0400  8.08  6.65 1.21  4.87 A5 437 .04 52.85 .63 .06 96.40
16476 1392 .165 1.8  4.53  2.64  2.53 A2 2.57 .01 67.32 .29 2.06 98.03
16477 17.89  .195  3.29  6.45  3.00  3.50 25 2.64 .20 57.62 .42 .08 95.53




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET

eEN NORTH VANCOUVER, B.C. CANADA V7M 1T2
s | TELEPHONE (604) 980-58 14 OR (6804) 988-4524
I.ABOR ATORIES o | Mmoo
{DIVISION OF ASSAYERS CORP.) e A% UL EP Q THUNDER BAY LAB.:
: . Y TELEPHONE (807) 622-8958
SPECIALISTS IN MINERAL ENVIRONMENTS SO i e
CHEMISTS + ASSAYERS » ANALYSTS » GEOCHEMISTS i} SMITHERS LAB.:
1990 A TELEPHONE/FAX (604) 847-3004
14 i
. ' X
Assay Certificate \ 0V-1681~RAl
. o - e i o

s
'.w ____

Cospany: MINNOVA INC. - Jﬁdg. st Date: NOV ~09-90
Projectt  LARA 242 e Copy 1. MINMOVA INC., VANCOUVER, B.C.
fAttn: G. WELLE/ J. KAPUSTA 2. HIRRDVA IWC., CHEMAINUS, B.L.

He hereby certify the following Assay of 20 ROCK samples
submitted NOV-01-90 by J. KAPUSTA.

Sample Lol
Number :
156440 B30
16461 1.95
164462 2.30
16463 2.00 .
1&db4 wat) e
16465 270
164466 220
146467 4,00
1464468 3.90
1464469 5. 80
146478 2.70
16479 J. 460
156480 S.80
16481 510
156482 S. 20
16483 & (0
146484 =, 00
16485 .80
16484 2. HE
146487 2.30

Certified by

——
LI'./

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1681-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/11/09
ATTN: G. WELLS/ J. KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB 2N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16460 7 43 263 9 25 2 49 5

16461 4 1 60 121 20 1 71 5

16462 1.1 1 216 217 19 1 103 5

16463 207 1.4 1 232 30 16 1 67 5

16464 o 1.2 1 119 52 20 1 129 5

16465 .9 5 69 56 13 1 51 5

16466 1.2 6 98 14 13 1 37 5

16467 2.5 1 88 11 3 1 96 5

16468 1.7 1 71 90 13 1 96 10

16469 . 71 8 100 131 397 5

16478 .6 37 175 66 22 2 73 5

16479 7 27 125 242 21 2 91 5

16480 3 21 88 167 16 1 99 10

16481 20L 1.0 19 149 336 15 1 76 10

16482 > 1.9 1 169 143 3 1 114 5

16483 1.8 1 215 101 3 1 109 5

16484 1.5 1 99 234 3 1 84 5

16485 J .8 1 166 218 3 1 126 5

16486 .6 58 114 23 27 1 4 5 )

16487 20% .6 38 620 3 39 1 16 5 —




comb: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1481-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/11/09
ATTN: G. WELLS/ J. KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 pP205 s1o2 TI02 S TOT(%)
NUMBER % % % % % % % % % % % % %
16460 13.60  .070 3.03 2.65 2.55 1.8 .08 2.69 .01 69.04 .26 .03 95.88
16461 14.02  .035 .26 3.07 .98 1.8 .10 5.86 .01 70.59 .29 .39 97.40
16462 15.59  .035 .65 5.32 .90  3.39 .16 5.83 .01 64.75 42 12 9747
16463 16.04  .115  2.70 5.35 1.65 3.02 .18 4.5 .01  62.87 .46 .09 97.12
16464 16.03  .080 5.85 4.3 1.83  2.61 16 3.19 .01 62.25 42 .11 96.87
16465 15.45  .055  4.54  4.85  1.74  2.80 10 3.29 .01 63.33 A0 .59 97.14
16466 13.85  .055  1.54 2.92 1.92 3.18 .08 3.13 .01 69.66 27 .04 96.65
16467 16.81 .05  6.67 6.29 .51  5.63 A5 4.28 .01  54.04 .60 .04 95.03
16468 17.46  .045 5.25 7.18  1.35  4.11 A9 4.61 .03 54.41 56 1.82  97.02

16469 _17.45 060 4.22 7,21 .78 5.00 37 4.62 01 55.02 .55 1.48  96.75 |
16478 13.70  .175  1.38  1.88 2.75 1.97 .14  2.53 .01 7.27 .29 .74 96.83
16479 16.19  .105 .87  3.26 2.8 3.00 .12 2.91 .01  65.93 32 1.28  96.83
16480 14.06  .130 16 4.90  2.64  3.15 06 1.76 .01 67.98 .29  2.34 97.49
16481 14.59  .080 29 6.38  2.09 5.8 .12 1.39 .01 63.12 .42 2.22 96.38
16482 17.47 120 .01  8.64 2.47 7.2 .22 1.76 .01 55.10 .69 1.86 95.56
16483 17.07  .130 19 9.48  1.67 8.57 .25  2.02 .06 52.97 .64 2.2 95.26
16484 16.89  .050 1.61  7.70 .58 7.58 .21 437 .01 54.74 60 1.06  95.40
16485 16.85  .140 .07  9.08 1.22 8.0 .28 3.27 .07 53.60 .65  2.38  95.63

16486 |  14.80 125 .82 3.27 2.52  3.30 09 2.77 .01 67.47 30 1,12 96.58
16487 12.81  .210  3.67 —.42  2.56 .43 .01 3.31 .01 73.13 . =22 - .0k 96.82




To: MINNOVA INC. Page Number : 1
Chemex Labs Ltd G
- 3RD FLOOR, 311 WATER ST. Invoice Date:  09-NOV-90
Analytical Chemists * Geochernists * Registered Assayers VANCOUVER, BG Invoice No. = |-8026337
/| 3 w242
212 Brooksbank Ave., Norlh Vancouver V6B 1B¢ P.O. Number : 242
British Columbia, Canada  V7J 2C1 Proiec
ject LARA
PHONE: 604-984-0221 Comments:  CC: JOHN KAPUSTA
‘ CERTIFICATE OF ANALYSIS A9026337 I
Lo } | | .‘ — ‘ SR | | { ; e
1 ) [
SAMPLE PREP |Au ppb |Ag [co |ca Fe | Mn | Mo [Ni Ph n | Ba | ‘
DESCRIPTION CODE |FA+AA ‘ ppm |Ppm lppm i 1 ppm i ppm j pPpm | ppu PPl ‘ ppm i ‘
14560 205| 204 ¢5 | €0.5 a 23 .58 545 ‘ 2 2 ‘ 8 74 ‘ ----- '
14561 205 294 <5 € 0.5 11 20 3.60 755 2 12 | &l 116 | 1420
14562 205/ 294 80 < 0.5 3 235 1.42 385 3 3 | &9 72 | 1420
14563 205| 294 15 | 0.5 # 75 | 2.56 415 8 7 | 2 370 ‘ 2600
14564 205| 294 15 0.5 | 631 | 2.40 220 12 Ml < 2 L -
‘ | [ ,
| ] i — { 4 - + L | 4 S—— 4
14565 205| 294 o | 0.5 2 | 249 0.98 155 2 | V| ¢ 2 2470 | 3000
14566 205| 294 ¢ 5 0.5 6 26 2.35 575 14 31 £ 70 1600 .
14567 205/ 204 10 | 0.5 21 3 6. 50 985 (.‘ E ||| Snie 86 1660 ,
14568 205| 294 ¢ 5 & 005 120 712 FL. 15 355 20 | o ity 22 | 1400 |
14569 205| 294 10 ¢ 0.5 77 50 ‘ 9.22 370 29 | L0 ¢ 2 40 | 1100 ‘
| I ~— 4 =1
14570 205| 294 ¢ 5 0.5 18 | 92 | 5.48 600 4 f 15 2 | 68 1520 \ ;
14571 205|294 ¢ 5 C40.5 | L7 35 6. 32 835 4 | 13 | 2 04 | 1480 ‘
14572 205 294 o 17 I 4.36 [ 630 4 | 11 | 2 | 16 | 1900 \ |
14573 205| 294 5 0.5 | 14 4| 4.79 | 1100 | ol 7‘ 2 | 62 3700
14635 205| 294 <5 0.5 | 13 LA 3.51 | 435 1 ‘ 3 2 53, | ==shs ‘
e SRy ! . ! L 1 a0, | -
14636 205/ 294 <5 et ‘ 15 21 ‘ 4.16 445 | Ty 4 | 2 3 [JE— ‘ ‘
14637 205] 294 ¢ 5 < 0.5 12 38 | 3. 34 445 ‘ 1 2 1 2 i
14638 205| 294 5 0.5 15 17 442 | 260 1 3 2 | 32 | ----- \
14639 205 294 20 0.5 | 14 87 i.84 480 1 3 2 ‘ 42 | ----- |
14640 205| 294 10 0.5 ‘ 27 192 | 4.47 1125 L 9 | 2 | 108 -——- [
| | |
14641 ’ 205] 294 10 0.5 2L | 200 | 5.02 | 1385 ‘ | Ll ) R T ‘
L4642 205 294 30 0.5 | 40 | 315 6.063 ‘ 3640 2 20 156 5790 [ ===== ‘
14643 205 294 10 0.5 | 25 | 152 |  5.76 4990 I 18 190 996 [ ===-= :
14645 205( 294 20 | < 9.5 30 | 209 6.78 4410 L 15 100 sogle. ;
14646 205/ 294 L0 < 0.5 3l 9 1.94 590 I i 18 | 186 | 700 ‘
|7 | Sy W S | | ! } = |
14647 205| 294 5 0.5 2 L .62 510 I I 2 | 92 640 | ‘
14648 205| 294 ¢ 5 0.5 2 )it A 345 | I 2 52 840
14649 205( 294 15 0.5 11 268 4.08 | 1270 [ ‘ 27 6 A AL AL 1
14650 205/ 294 20 als 8 | 537 | 3.28 | 750 | 5 ‘ 34 104 | ---—- |
14651 205| 294 5 | -8 } 2O 23390 365 i 2 2 | 34 1560 [
T | ! | 2| | ! Sl 4 i |
14652 205| 294 5 0.5 12 264 | 4.14 | 865 1 q | 2 | 54 | 1440 \
14653 205| 294 20 0.5 12 8L | 5.04 1375 6 1.1‘ o 130 | 1300 .
14654 205 294 Ih 0.5 28 o4 | 5.02 | 690 G 2 50 1300 |
| i | ‘
F | |
\ , ! '
L ! f | '
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X Chemex Labs Ltd. ™ oo wremsr

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC

212 Brooksbank Ave., North Vancouver veB 1B8 AS026085
British Columbia, Canada V7J 2C1
PHE Emts 2] Comments: ATTN: JOHN KAPUSTA CC: MINNOVA INC. - CHEMAINUS

CERTIFICATE A9026085 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
: CODE  [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
Project: LARA
PO.#:
. 100 1 Au ppb: Fuse 10 g sample FA-ARS 5 10000
Tg]':: 2ur:mi§§edr§gt:groia?4_ﬂ:go\‘;ilrglgouver, BE.. 1956 1 Ag ppm ICP - assay digestion ICP-AES 2 500
‘ P P : 1951 1 |co ICP - assay digestion ICP-AES 0.001 2.50
1952 1 |[Cu %: ICP, assay digestion ICP-RAES 0.001 2.50
1957 1 |Fe %: ICP - assay digestion ICP-AES 0.01 50.0
1958 1 Mn %: ICP - assay digestion ICP-AES 0.001 2.50
1959 1 |Mo %: ICP - assay digestion ICP-AES 0.001 2.50
1953 1 Ni %: ICP, assay digestion ICP-RES 0.001 2.50
1954 1 |Pb %: ICP, assay digestion ICP-RES 0.001 2.50
SAMPLE PREPARA.HON 1955 1 Zn %: ICP, assay digestion ICP-AES 0.001 2.50
301 1 Cu %: HC1lO04-HNO3 digestion ADS 0.01 100.0
CHEMEX |NUMBER
CODE  |SAMPLES DESCRIPTION
208 1 Assay ring to approx 150 mesh
294 1 Crush and split (0-10 pounds)




Chemex Labs Ltd. To: MINNOVA INC, Page Number : 1

RELOTE TR o e ok
Analytical Chemists * Geochemists * Registered Assayers ' nvoice No. : K

212 Brooksbank Ave., North Vancouver veB 188 PO Rufnbek::

British Columbia, Canada  ¥7J 2€C1 Project : LARA

PHONE: 604-984-0221 , Comments: ATTN: JOHN KAPUSTA CC: MINNOVA INC. - CHEMAINUS

Gp-30¢ , CERTIFICATE OF ANALYSIS  A9026085
SAMPLE PREP |Au ppb |Ag Co Cu Fe Mn Mo Ni Pb Zn Cu

DESCRIPTION CODE |FA+AR ppm % % % % % % % $ %
14603 208' 294 770 12 0.003 2.04 13.25 0.162 |< 0.001 0.002 |< 0.001 0.058 2.23

3

§.3% ~52.59

CERTIFICATION: g /:__ /‘/Z
y el



VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
FAX (604) 980-9621

THUNDER BAY LAB.:
TELEPHONE (807) 622-8958

FAX (807) 623-5931
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS * ANALYSTS * GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

LABORATORIES

(DIVISION OF ASSAYERS CORP.}

Sy TertiFficatse 0V-1699-RA1

Date: NOV-14- 90
PG BhRp ol Edpyi mmm INC., VANCOWVER, B.L.
Bt B.WELLS/J.KAPUSTA ' - 2. HINNOVA TNC., CHEMAINUS, B.C.

He hereby certify the following Assay of 20 CORE samples
submltted NOU 07-90 by J.KAPUSTA,

'“""Sample .

Muimbrer
14574 5. 60
14575 5. 10
14444 b &0
16498 4. 50
14459 .90
14500 B 40
16508 215
16509 4,30
16510 5.EG
1&511 3.10
165 1L _ 2. 80
16524 }.50
16527 1.40
16528 L. 50
1adL 2.50
1553& 2.80
L 2. 00 =
16532 1,30
15&:3 2,05
6534 3,90

Certified by

I“MEN LABORATORIES



COMP: MINNOVA INC.
PROJ: LARA 242

~MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. VM 1712

FILE NO: 0V-1699-RD1
DATE: 90/11/14

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)
SAMPLE AG AS BA cu PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14574 209 1.9 1 208 847 14 2 85 5

14575 370 1.8 1 260 31 18 1 08 5
14644 0% 3.8 1 172 298 156 1 2135 15
16498 2.5 1 239 127 3 1 278 5
16499 3/ 3.0 1 29 403 7 1 72 5
16500 . 2.7 1 150 156 5 1 51 5
16508 3 1 270 20 19 1 26 10
16509 3/0 2.3 1 103 408 7 1 90 5
16510 2.0 1 207 106 5 1 66 5
16511 T 5/n 1.0 31 237 106 23 1 617 5
16512 ] X .8 9 112 126 28 2 110 5
16526 7 40 146 3 8 1 128 5
16527 ~ .7 28 145 16 11 1 26 10
16528 243 .9 36 9% 22 15 1 42 5
16529 .6 22 100 5 17 1 65 5
16530 & 1 99 21 22 1 95 5
16531 .5 51 232 1 24 1 28 5
16532 1.1 13 123 5 16 1 77 5
16533 1.2 5 97 16 21 1 28 5
16534 2.4 1 58 106 5 1 82 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1699-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/11/14
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F26)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 P205 S102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14574 16.44 .295 .72 10.00 2.16 6.55 .20 1.93 .05 54.23 .63 3.18  96.38
14575 18.09 .340 .65 6.59 3.80 5.04 .13 .84 .03 57.7 .61 3.00 96.81%
14644 18.30 110 .01 1217 3.32 7.35 .80 T4 .13 48.62 .85 2.47  94.87
16498 16.53 .130 1.79 9.43 1.39 7.57 .40 2.33 .07  54.17 .64 1.38  95.83
16499 16.09 .025  10.67 11.98 .01 6.29 .27 2.81 07 45.97 .85 1.33  96.38
16500 17.48 .080 9.94 7.81 .90 3.94 .19 3.75 .09 50.98 .63 79 96.59
16508 13.95 .300 .82 2.72 3.97 1.44 .03 .21 .01 72.68 .23 1.86 98.22
16509 16.70 .055 3.86 9.22 .66 6.25 .27 3.13 .06 53.82 .61 74 95.38
16510 16.49 .140 1.39 9.77 .85 7.65 .21 2.93 .01 53.70 .63 1.5t 95.28
16511 14.86 .165 .01 3.82 3.05 3.46 .32 1.78 .01  68.03 .32 9 96.61
16512 14.74 145 .61 3.18 2.22 3.18 .19 3.30 .01 68.30 .31 1.72  97.89
16526 15.10 .085 .20 2.78 2.41 2.19 .09 4.32 .01 70.17 .32 .02 97.69
16527 14.62 .095 1.81 2.59 2.44 1.25 .08 4.1 .01 70.61 .29 .14 98.02
16528 14.58 .065 2.08 3.28 1.72 1.87 .12 4.74 .01 68.71 .29 .18 97.64
16529 15.06 .080 .51 3.01 2.86 2.99 .07 2.57 .01 69.03 .28 .02 96.48
16530 13.80 .090 .01 2.96 2.88 4.70 .07 1.15 .01 70.48 .15 .02 96.30
16531 14.23 .160 1.21 2.43 2.95 2.29 .05 2.94 .01 70.98 16 .01 97.41
16532 15.32 .075 5.26 4.19 1.85 2.14 .1 3.99 .01 64.47 .38 .18 97.98
16533 15.48 .055 4,27 4.02 1.38 2.49 .06 4.78 .01 64.38 .35 .04 97.30
16534 16.91 .020 6.90  8.39 .58 5.85 .16 5.23 .05 50.47 61 14 95.30




N——

MIN VANCOUVER OFFICE:

l EN 705 WEST 15TH STREET
i ®
) e

i 1 ¥O§I’H VANCOQUVER, B.C. CANADA V7M 1T2
A ELEPHONE (604) 980-5814 OR (604) 988-4524
<=t 22 LABORATORIES FAX (604) 980-0621
LR (DIVISION OF ASSAYERS CORP.,) THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
SPECIALISTS IN MINERAL ENVIRONMENTS e WA T

CHEMISTS » ASSAYERS « ANALYSTS * GEOGHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

Besesay Certificate 0V-1687-RA1l
Companys MINNOVA INC, ' Date: NOV-15-90
Project:  LARA 242 ' Copy 1. MINNDVA INC., VAKCOUVER, B.C.
Attn: B. WELLS/3.KAPUSTA o Z. HINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 25 ROCK samples
submitted NOV-03-90 by J,KAPUSTA,

Bample LOT
Number %
145938 b 00
14515 3.60
16488 2.28
16489 2.50 _ P
16450 2. 70
16491 3. 00
16492 3.70
16493 b.70
16494 4,50
16495 4,80
146494 5. 70
16497 4,40
16470 2.40
16471 2. 680
16472 2.90
16473 He00
16474 5, 10
16475 2,30
16501 S 1)
16502 b P
16503 4,50
16504 4,00
16505 2.00
16504 3,10
16507 2,00

Certified by

L
V[{ﬁ-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1687-RJ1

PKOJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/11/15
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 ‘ * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14598 204 3.1 1 143 1980 16 1 233 45
14615 = 3 62 292 597 30 1 45 25 =4
16488 .5 46 126 22 27 1 16 5
16489 A 24 754 19 22 1 29 5
16490 / s 1 212 436 26 1 83 5
16491 .6 1 60 201 27 1 128 5
16492 G 1.0 1 119 437 39 1 152 10
16493 1.6 1 75 149 3 1 91 5
16494 1.9 1 45 300 4 1 94 5
| 16495/ 1.2 1 34 450 3 1. 67 5 o
16496 3,/ 1.3 1 62 890 12 1 118 5 T ]
16497 ) 1.4 1 93 477 3 s I S
16470 I 23 609 27 29 1 80 5
16471 A 24 387 10 28 1 68 5
16472 WA 1 125 2 22 1 46 5
16473 g 1.1 1 140 437 3 1 60 5
16474 ? 309 .9 1 57 170 3 1 59 5
16475 -~ A 1 189 4 17 1 22 5
16501 1.6 1 261 340 1 1 138 25
16502 K 1.3 1 217 342 3 1 159 5 -
16503 / 1.5 1 156 444 3 1 122 5
16504 5 1 100 25 19 1 154 5
16505 . A 18 131 17 26 1 57 35
16506 V7 5 20 100 98 35 1 76 5
16507 .6 18 170 16 19 1 65 5




COMP: MINNOVA INC.

MIN-EN LABS — ICP REPORT

FILE NO: OV-1687-RL1

PrOJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/11/15
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BAT CAO  FEZ203 K20 MGO MNO2 NA20 P205 S102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14598 16.13 .150 .01 12.13 3.29 5.78 .38 .26 A5 53.7M .68 3.17  95.83
14615 12.08 .195 .01 4.22 3.47 1.41 .04 .10 .01 73.62 .13 2.43  97.70
16488 13.70 .140 3.29 .83 3.52 .73 .01 2.26 .01 72.38 .21 31 97.38
16489 14.46 .180 1.09 2.37 2.42 2.09 .04 3.96 .01 69.61 .30 1.14 97.66
16490 14.42 .080 .20 4.00 2.04 2.79 .16 3.57 .01 68.75 .31 1.25 97.56
16491 15.75 .050 .01 4.94 1.37 4.50 .16 4.43 .01 64.62 .42 .72 96.95
16492 14.57 135 .64 6.19 1.27 5.50 .19 3.20 .06  63.12 W41 1.53 96.81
16493 16.45 2115 .01 9.86 1.86  10.45 .20 .83 .07 51.83 .55 2.69  94.92
16494 16.05 .035 2.68 8.98 .67 8.14 .23 2.41 .07 54.70 .54 .67 95.18
16495 16.85 .080 3.01 9.30 .64 7.02 .19 4.10 .14 52.31 .59 1.66 95.83
16496 15.30 .105 .01 11.59 1.34 7.84 .27 1.66 .09  54.30 .60 2.97 96.08
16497 17.00 .110 1.60 9.24 1.28 7.26 .27 2.90 .09 54.28 .62 1.34 96.00
16470 11.02 .360 .01 1.89 3.29 1.12 .02 .16 .01 78.57 .13 1.27 97.83
16471 13.25 .300 .01 1.7 3.30 2.87 .05 .61 .01 74.49 .20 1.12  97.89
16472 13.24 .210 .01 1.86 3.26 4.37 .07 -1 .01 72.74 .18 51 96.57
16473 15.91 .095 2.21  10.07 .50 7.96 .22 2.30 .12 53.97 .61 1.39  95.35
16474 17.48 .090 1.24 8.62 .72 7.37 .19 4.00 14 53.68 .67 1.67 95.87
16475 12.31 .250 .35 1.58 2.94 2.96 .04 .50 .01 75.71 .16 .01 96.82
16501 16.65 .285 .26 8.51 1.65 6.89 .29 2.99 .09 55.88 .62 2.43  96.55
16502 16.90 .205 .01 _9.46 1.59 8.09 .33 2.82 .09  53.34 66 2.50  95.99
16503 16.71 .125 2.32 8.52 1.45 6.74 .27 2.89 .10 54.92 .59 2.30  96.95
16504 15.35 .150 A7 6.08 2.50 4.22 .09 2.29 .06  64.05 .34 2.92 98.23
16505 11.04 .200 .32 1.41 3.26 .73 .03 .13 .01 80.03 .12 .98  98.26
16506 13.99 175 1.04 3.27 2.59 2.79 -1 2.37 .01 69.28 .33 2.34 98.30
16507 14.08 .205 .86 3.08 2.42 3.27 .10 2.50 .01 69.19 .30 1.75  97.75




Chemex Labs Ltd.  * oreon s s

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC
212 Brooksbank Ave., North Vancouver veB 188 A9026480
British Columbia, Canada V7J 2C1
PHONE: 604-984-0221 Comments: CC: JOHN KAPUSTA
CERTIFICATE A9026480 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
— CODE |SAMPLES DESCRIPTION METHOD LMIT LIMIT

Project: LARA

PO. #: PN242705

camples submitted to our lab in Vancouver, BC. 316 1 Zn %: HCl04-HNO3 digestion AAS 0.01 100.0

iis report was printed on 16-NOV-50.

SAMPLE PREPARATION

CHEMEX
CODE

NUMBER
SAMPLES

DESCRIPTION

214

Received sample as pulp




To: MINNOVA INC. Page Number : 1
Chemex Labs Ltd Totl Pages ;1
a 3RD FLOOR, 311 WATER ST. Invoice Date: 16-NOV-90

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC Invoice No. : ) 1-9026480
%1 2 ?‘r%ol;sbagk A(\;le" 'gg"h \\//-?R‘Eogrer V6B 188 P.O. Number : PN242705
ritish Columbia, Cana Project : LARA
PHONE: 604-984-0221 Comments: CC: JOHN KAPUSTA
e  90-29% CERTIFICATE OF ANALYSIS A9026480
SAMPLE PREP Zn
DESCRIPTION CODE $
BCD 14511 214] - 1.74
[
J <2 i

CERTIFICATION: N




Chemex Labs Lid.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC

C)}%; /)

212 Brooksbank Ave., North Vancouver V6B 188 A9026558
British Columbia, Canada V7J 2C1
PHONE: 604-984-0221 Comments: ATTN: G. WELLS CC: MINNOVA, CHEMANIUS
CERTIFICATE A9026558 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
. CODE |SAMPLES] DESCRIPTION METHOD LIMIT LiMIT
Project: LARA
PO.#: 242
~ 100 23 Au ppb: Fuse 10 g sample FA-AAS 5 10000
arples submitted to our lab in wogoouver, BC. 1005 | 23 |Ag ppm: 9 element,soil and rock  ICP-AES 0.5 200
118 report was prin : 1929 23 |Co ppm: 9 element, soil & rock ICP-AES 1 10000
1931 23 Cu ppm: 9 element, soil & rock ICP-AES 1 10000
1932 23 Fe %: 9 element, soil & rock ICP-AES 0.01 15.00
1937 23 Mn ppm: 9 element, soil & rock ICP-AES 5 10000
1938 23 |Mo ppm: 9 element, foil & rock ICP-AES 1 10000
1940 23 Ni ppm: 9 element, soil & rock ICP-AES 1 10000
1004 23 Pb ppm: 9 element, soil and rock ICP-AES 5 10000
SAMPLE PREPARA-HON 1950 23 Z2n ppm: 9 element, soil & rock ICP-AES 2 10000
25 7 Ba ppm: HClO4-HNO3-HF digestion AAS 10 10000
CHEMEX |NUMBER
CODE  [SAMPLES DESCRIPTION
205 23 Geochem ring to approx 150 mesh
294 23 Crush and split (0-10 pounds)
238 23 NITRIC-AQUA REGIA DIGESTION
232 7 PERCHLORIC-NITRIC-HYDROFLUORIC D




To: MINNOVA INC. Page Number : 1
Chemex Labs Ltd Tota Pages -
o 3RD FLOOR, 311 WATER ST. Invoice Date: 19-NOV-90

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC Invoice No. : |-9026558
212 Brooksbank Ave., North Vancouver VeB 188 P.O. Number : 242
British Columbia, Canada ~ V7J 2C1 Project:  LARA

PHONE: 604-984-0221 Comments: ATTN: G. WELLS CC: MINNOVA, CHEMANIUS

CERTIFICATE OF ANALYSIS A9026558

Hol
s SAMPLE PREP |au ppb |Ag Co Cu Fe Mn Mo Ni Pb Zn Ba
DESCRIPTION CODE |FA+AA  |ppm Ppm Ppm % ppm ppm ppm ppm Ppm ppm
7// 14655 205| 294 <5 < 0.5 4 191 2.63 545 2 1 2 42 | ————-
~ 14656 B 205294 | © <5 < 0.5 6 | 53 3.25 | 780 | 1| 3| <2]| 40 | ———— | (S
T 14676 | 205|294 <5 < 0.5 6 6 2.11 260 11 25 <2 22 3100
14677 205| 294 50 0.5 11 1215 4.80 285 20 7 <2 58 2000
14678 205| 294 25 | < 0.5 12 133 5.24 535 11 12 2 74 1060
14679 205| 294 10 | < 0.5 12 314 4.79 810 3 8 2 84 1580
3/0 14680 205| 294 <5 < 0.5 11 191 4.19 765 3 9 < 2 68 1900
14681 205| 294 10 < 0.5 12 433 4.39 755 7 13 <2 74 1460
14682 . 205| 294 <5 | <0.5 6 104 3.40 775 11 23 4 58 2000
14683 o L64 205( 294 <5 | <0.5 12 341 5.14 1030 5 () < 2 72 | ———-
— Tt
14685 | 205[294 <5 | <0.5 | 24 85 6.69 | 740 | 5] 16 4 48 | ————o B -
T T 14686 205[ 294 <5 1.0 4 276 1.79 1065 1 2 4 5030 | ———-
14687 205| 294 <5 1.0 3 83 1.75 1430 1 <1 4 1690 | ————
14688 205| 294 10 1.5 7 559 3.37 1165 <1 3 4 236 | —=——-
14689 205( 294 <5 2.5 5 264 4.70 710 3 3 38 358 | ————-
| 14690 205( 294 <5 4.0 2 279 4.31 270 3 <1 20 560 | ————-
314 14691 205( 294 35 4.0 5 362 2.86 290 4 2 36 138 | ————-
14692 LY Tef 205| 294 55 4.5 6 217 3.55 230 6 2 18 B6 | ==—=—=
14693 ~ /& - 205( 294 50 0.5 7 438 3.86 450 3 3 20 102 | ==——-
14696 £7° 205| 294 50 0.5 14 1130 4.48 705 4 27 10 266 | ————-
14697 205| 294 45 | < 0.5 11 154 3.65 580 3 16 10 70 | ————e
14698 205/294 | = 10 | < 0.5 11 | 25 4.58 915 | 8 | < | — 5 — 2
] ﬁ/i/ 14699 205|294 45 0.5 12 499 6.53 630 5 2 40 176 | ————

CERTIFICATION: .



Chemex Labs Ltd.

To: MINNOVAINC.

O 3RD FLOOR, 311 WATER ST. —
Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC (.
212 Brooksbank Ave., North Vancouver VeB 188 . A9026478
British Columbia, Canada V7J 2C1
PHONE: 604-984-0221 Comments: ATTN: GARY WELLS
CERTIFICATE A9026478 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
; CODE |SAMPLES DESCRIPTION METHOD LIMIT LIMIT
Project:
PO. #:
Sanples subnitted to our lab in Vancouver, 5. 2|1 |y miormes st om R

This report was printed on 19-NOV-90.

SAMPLE PREPARATION

CHEMEX [{NUMBER
CODE  [SAMPLES

DESCRIPTION

214 2 Received sample as pulp




h L L To: MINNOVA INC. _?age' glumbe_r : }
C emex abs td " 3RD FLOOR, 311 WATER ST. ot L ages -

@ Invoice Date:  19-NOV-90
Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC Invoice No. :  1-9026478
212 Brooksbank Ave., North Vancouver VveéB 1B8 P.O. Number :

British Columbia, Canada V7J 2C1

PHONE: 604-984-0221 Project

Comments: ATTN: GARY WELLS

CERTIFICATE OF ANALYSIS A9026478

SAMPLE PREP Pb Zn
DESCRIPTION CODE | % %
AM-1 21:{ - 4.87 4.87
AM-2 214 ~- | -—-—- 4.42

z

CERTIFICATION MMM‘



%
Ta.  MIINNOVA NG Page Number @ 1
shemex Labs Lid. e
SRAD FLOOR, 311 WATER ST. Invoice Date:  22-NOV-80
dlizsl Chomists © Geochemists © Rogistered Assayors VANGOUVER, BC Invoice No. - |-8028837
AR 1RA e 1l . B
5 Brovksbark afe | Notth Vancouve VeE 188 P.O. Number: 242
:__‘Jl:'lz:jl.’ Golu ',]l'*"] \'I_.(mz‘lulﬂ V7 2C1 Projec LARA
PHONE: 804-084-022 Commenls.  ATTN: JOHN KAPUSTA
C{' RTEFICATE OF ANALYSI& A902683?
[ - e s
| l y | , | ‘r ;
) | REP En L ppl |Ag Co Cu Fe Mn 1 MG 88! | Ph ‘ n L AS Ba ‘
: 0Dk } A+BA Do ppm ppim : Epu ppi PP 1 ppm } Ppu | BpI pen |
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file:///fcincouver

Chemex Labs Ltd.  © soemre  mer

Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC
212 Brooksbank Ave., North Vancouver ‘, VeB 1B8 A9026837

British Columbia, Canada V7J 2C1.
PHONE: 604-984-0221

Comments: ATTN: JOHN KAPUSTA

i
Wy o
CERTIFICATE A9026837 =3 tan ANALYTICAL PROCEDURES
. R )
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
Project: LARA CODE  [SAMPLES DESCRIPTION METHOD LIMIT LIMIT
PO. #: 242
: 100 21 |Au ppb: Fuse 10 g sample FA-AAS 5 10000
;;gl:‘: :ﬁtbmizgegrzﬁt::roiagaf;;ogf.ggouver, B 1005 21 |Ag ppm: 9 element,so0il and rock ICP-AES 0.5 200
- P ) 1929 21 |Co ppm: 9 element, soil & rock ICP-AES 1 10000
1931 21 Cu ppm: 9 element, so0il & rock ICP-AES 1 10000
1932 21 Fe %: 9 element, soil & rock ICP-AES 0.01 15.00
1937 21 |Mn ppm: 9 element, g0il & rock ICP-AES 5 10000
1938 | 21 Mo ppm: 9 element, soil & rock ICP-AES 1 10000
1940 21 |Ni ppm: 9 element, soil & rock ICP-RES 1 10000
1004 21 |Pb ppm: 9 element,soil and rock ICP-AES 5 10000
SAMPLE PREPARATION 1950 21 |Zn ppm: 9 element, soil & rock ICP-AES 2 10000
13 1 |As ppm: HNO3-aqua regia digest AAS-HYDRIDE/EDL 1 10000
25 3 Ba ppm: HClO04-HNO3-HF digestion AAS 10 10000

CHEMEX (NUMBER
CODE  |SAMPLES DESCRIPTION

205 21 Geochem ring to approx 150 mesh
294 21 Crush and split (0-10 pounds)
238 21 NITRIC-AQUA REGIA DIGESTION

232 3 PERCHLORIC-NITRIC-HYDROFLUORIC D




To: MINNOVA INC. Page Number : 1
Chemex Labs*Ltd Tl
' 3RD FLOOR, 311 WATER ST. Invoice Date: 23-NOV-90

Analytical Chemists * Geochemists * Regrslered Assayers ™y VANCgBUVEF‘- BC Fn\gice N%i ) !2'3325337
212 Brooksbank Ave, North \\;%rjl%ocuvar Fih veB1 P Nuntbers
ritish Columbia, Cana 1 il Pm]act LARA
PHONE: 604-984-0221 - Comments: ~ ATTN: JOHN KAPUSTA
, 19@ CERTIFICATE OF ANALYSIS A9026837
SAMPLE PREP |Au ppb |Ag Co jcu. |Fe Mn Mo Ni Pb Zn As Ba
DESCRIPTION CODE |FA+AR PP Fpm ppm-- " -% Ppm Ppm PP PP ppm Ppm ppm
14672 205| 294 80 < 0.5 17 202 | i34’ 390 1 3 54 1 — ———
14700 205| 294 45 < 0.5 8 325 4.25 995 13 2 306 244 | m=m——— | ———
14706 205] 294 10 < 0.5 9 158 7.35 870 7 3 < 2 102 | ===== | =———-
14707 205| 294 60 < 0.5 17 3570 8.17 830 16 9 64 6420 | ————= | ——eo
14708 205| 294 80 1.5 29 6020 12.80 235 36 2 48 4940 | —memm | e
14709 205| 294 <5 | <0.5 11 205 5.21 1255 2 11 6 152 ———
14710 205| 294 <5 < 0.5 10 64 4.85 1670 7 21 70 94 | 6550 | ===—=
14711 205| 294 <5| <o0.5 16 54 2.58 450 2 19 6 134 1000
14712 205| 294 <5 | <o0.5 19 77 2.90 715 13 58 10 94 1920
14713 205( 294 <5 | <o0.5 29 54 3.64 535 1 | 23 4 52 s 760 \
14714 205| 294 <5 | <0.5 2 101 2.23 790 1 11 <2 LY ) i pe—
14715 205| 294 10 < 0.5 20 148 4.33 565 10 11 <2 80 | ————- —
14716 205| 294 <5 | <o0.5 2 126 1.49 1025 1 1 2 i | [EUSSUNCRER [ p——
14717 205| 294 <5 < 0.5 3 156 1.40 1030 1 1 < 2 1605 | ===== | =—==—=
14718 205| 294 <5 < 0.5 2 46 1.48 910 1 1 < 2 1050 ————— | —————
14719 205 294 20 < 0.5 4 996 2.69 680 3 1 <2 2550 | ————— | —————
14720 205| 294 15 < 0.5 3 442 1.64 550 2 1 4 612 ——— | ———
14721 205] 294 50 < 0.5 4 2680 6.03 1400 2 1 < 2 >10000 e | e
14722 205| 294 5 < 0.5 1 94 2.34 260 1 1 2 266 | ===== | mm——
14723 205| 294 35 < 0.5 13 372 5.49 535 6 10 270 1585 | —=——= | —=——-
14724 205| 294 <5 | <0.5 10 133 4.07 680 4 10 8 84 | —-—-——- ——

CERTIFICATION; /é : ( a—-‘//L
d



o> Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC. -

i =
: PR VA
T AN

3RD FLOOR, 311 WATER'ST. ©°
VANCOUVER. BC

212 Brooksbank Ave., North Vancouver VeB 188 2,@ g ! A9026736
Brifish Columbia, Canada  V7J 2C1 | AN
EHORE. B0 e 02e! Comments: ATTN: G. WELLS
CERTIFICATE A9026736 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
Proiect: LARA CODE  |SAMPLES| DESCRIPTION METHOD LIMIT LIMIT
PO. #: 242
. 100 18 Au ppb: Fuse 10 g sample FA-AAS 5 10000
oINS SHPMLEtac $o.0ur Gp 1o Yuiconver, ES. 1005 | 18 |Ag ppm: 9 element,soil and rock  ICP-AES 0.5 200
3 P P . 1929 18 |Co ppm: 9 element, soil & rock ICP-AES 1 10000
1931 182 |Cu ppm: 9 element, soil & rock ICP-AES 1 10000
1932 18 Fe %: 9 element, soil & rock ICP-AES 0.01 15.00
1937 18 Mn ppm: 9 element, soil & rock ICP-AES 5 10000
1938 18 |[Mo ppm: 9 element, sbil & rock ICP-AES 1 10000
1940 18 Ni ppm: 9 element, so0il & rock ICP-AES 1 10000
1004 18 |Pb ppm: 9 element,soil and rock ICP-AES 5 10000
SAMPLE PREPAHATION 1950 18 Zn ppm: 9 element, so0il & rock ICP-AES 2 10000
25 5 Ba ppm: HClO4-HNO3-HF digestion ARS 10 10000

CHEMEX |NUMBER
CODE  [SAMPLES DESCRIPTION

205 18 Geochem ring to approx 150 mesh
294 18 Crush and split (0-10 pounds)
238 18 NITRIC-AQUA REGIA DIGESTION

232 5 PERCHLORIC-NITRIC-HYDROFLUORIC D




ChemeXx Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To: MINNOVA INC.

3RD FLOOR, 311 WATER ST.
VANCOUVER, BC

Page Number : 1

Total Pages : 1

Invoice Date: 21-NOV-90
Invoice No. :  [-9026736

%12 I?lr%oklsbat;\k Age., l‘grlh Vancrg.wer V6B 1B8 P.O. Number : 242
ritish Columbia, Cana V7J 2C1 Proiect -
: ’ roject : LARA
PHONE: 604-984-0221 Comments: ATTN: G. WELLS
CERTIFICATE OF ANALYSIS  A9026736
SAMPLE PREP |Au ppb |Ag Co Cu Fe Mn Mo Ni Pb Zn Ba
DESCRIPTION CODE |FA+AA PP ppm PP % ppm Fpm PP PPm PpPm PpPm
14657 205| 294 25 < 0.5 21 102 5.18 1305 1 17 8 128 1560
14658 205 294 25 < 0.5 29 121 5.68 1060 2 28 4 94 | ————
14659 205| 294 <5 < 0.5 25 199 7.70 1345 1 22 2 102 | ===
14660 205| 294 10 < 0.5 21 174 4.96 960 1 21 4 100 | ————-
14661 205| 294 10 < 0.5 23 467 5.77 945 1 23 <2 234 | ———--
14662 205 294 55 < 0.5 25 660 6.00 1110 2 25 38 316 | ————-
14663 205| 294 15 < 0.5 19 399 5.16 1200 1 22 4 242 | ————-
14665 205| 294 15 < 0.5 20 126 6.00 1175 2 21 14 110 | ————-
14666 205| 294 <5 < 0.5 17 202 5.51 1540 1 11 2 ‘130 | ————-
14667 205| 294 10 < 0.5 16 607 3.14 315 4 14 2 34 1780
14668 205| 294 <5 < 0.5 1 170 2.53 355 6 Vs 2 26 1180
14669 205| 294 <5 <0.5 10 159 2.86 450 4 12 14 30 1320
14670 205| 294 15 < 0.5 22 187 5.75 920 2 13 2 82 | ————-
14671 205| 294 35 < 0.5 16 237 9.53 1385 4 6 2 140 1320
14701 205| 294 45 < 0.5 13 33 9.23 695 10 1 66 50 | ————-
14703 205( 294 <5 < 0.5 12 3220 | >15.00 1560 24 4 22 214 | ——
14704 205( 294 65 < 0.5 11 98 5.12 1090 3 3 <2 100 | =—==—-
14705 205| 294 40 2.0 13 9640 12.75 475 26 3 4 200 | —-~=-—-

CERTIFICATION; 5 /;._- /'L
7/ i J’
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VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

'Iﬂ. 5

ka3

\5 /7 LABORATORIES TELEPHONE (604)
une (DIVISION OF ASSAYERS CORP.)

THUNDER BAY LAB.:

/A T ) s
IA I VIR :
[ st S SPECIALISTS IN MINERAL ENVIRONMENTS ShAlE T i e

CHEMISTS « ASSAYERS » ANALYSTS » GEQCHEMISTS
TELEPHONE/FAX (604) 847-3004

ey LCertificaste OV-1722-RA1

_ . Date: NOV—-22~
| Copy 1. WINNDVA TNE., VANCOUVER, 5.C.
-ﬁthﬂ G, WELLS

He hereby certify the following Asgsay of 30 CORE samples
submitted NOV-14-90 by PAUL BAXTER,

Sample : LOT
MNumber %

163473
16544
165435

16544

I

o On e

s i
146537

i o

e o T

ERN - \

16559 1. 66

4 LE .

16540 12,80

g ALy 11 Ly

L0 L P i) .

Certified by

| M“EN LABORATORIES




COMP: MINNOVA INC.
PRUJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: 0V-1722-R41
DATE: 90/11/22

ATTN: G. WELLS (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB S8 N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14664 -3.3 1 127 444 1082 2 1545 5
14702 1.3 1 129 45 583 1 675 5
16539 1.7 35 40 93 107 1 177 5
16540 1.7 1 171 136 74 1 181 5
16541 .8 35 120 8 179 1 219 5
16542 .8 45 146 47 395 1 412 10
16543 .8 40 81 11 37 1 62 5
16544 .5 31 97 5 44 1 64 5
16545 .5 34 173 1 48 1 59 5
16546 4 27 200 1 33 1 32 5
16547 1.0 1 57 71 14 1 58 5
16548 b 29 106 15 43 1 139 5
16549 .8 1 82 25 61 1 119 10
16550 2.8 1 144 140 38 1 155 5
16551 A 20 136 83 43 1 110 5
16552 .7 44 151 19 77 1 59 5
16553 1.7 1 67 203 3 1 157 5
16554 .8 1 169 13 29 1 27 10
16555 .7 1 91 77 4 1 140 5
16556 2.3 1 -3 742 3 1 176 10 -
16557 .7 50 116 1 26 1 39 5
16558 .8 61 97 15 20 1 34 5
16559 1.6 13 74 68 34 1 85 5
16560 2.3 128 205 135 21 2 81 5
16561 1.6 24 62 44 45 1 113 10
16562 1.2 20 108 65 34 1 3 5
16563 1.3 8 52 56 25 1 80 5
16576 1.2 19 155 14 51 3 48 5
16577 7 13 86 38 30 1 73 5
16578 .7 26 155 14 1 1 20 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-1722-RL1

PkOJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/11/22
ATTN: G. WELLS (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 sio2 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14664 16.62 .045 4.40  10.74 .90 4.54 .26 4.28 .03 49.14 .54 6.47 97.96
14702 16.05 .10 .01 7.04 2.37 7.07 .23 .75 .01 59.07 .49 2.44  95.62
16539 13.54 .020  14.07 9.05 .22 13.34 .21 .58 .07 43.42 .38 .17 95.07
16540 18.17 . 145 1.97 7.85 2.38 5.94 .21 3.00 .03 53.37 .59 2.58 96.24
16541 14.81 .080 4.12 2.97 1.85 1.36 .10 4.43 .01 64.56 .32 .04 94.64
16542 14.89 125 3.27 2.69 1.75 1.00 .10 5.17 .01 66.23 .32 .05 95.60
16543 14.17 .060 4.35 2.39 1.27 .84 .09 5.73 .01 66.59 .30 .06 95.84
16544 14.39 .090 2.56 2.88 1.88 2.13 .07 4.38 .01 66.83 .29 .06 95.55
16545 14.37 .100 4.18 2.51 2.85 1.12 .07 3.02 .01 66.99 .28 .01 95.50
16546 14.97 115 1.69 2.49 2.05 .93 .05 6.09 .01 68.98 .31 .20 97.87
16547 15.93 .035 4.38 6.04 .67 3.37 .12 4.72 .01 60.32 W47 .39 96.44
16548 14.19 .075 1.45 2.56 1.57 2.26 .07 4.27 .01 70.84 .16 A7 97.61
16549 15.45 .065 1.80 4.32 1.86 3.33 .1 3.88 .01 65.34 .38 .09 96.62
16550 17.56 .035 7.00 7.93 .55 5.62 .18 - 6.18 .04 50.50 .67 .06 96.32
16551 14.96 115 .01 3.73 1.7 3.04 1N 4.16 .01 68.09 .31 1.26 97.49
16552 14.41 .135 1.57 1.83 3.96 1.82 .05 .83 .01 71.09 .29 72 $96.7
16553 16.08 .055 .01 9.35 .92 9.20 .28 2.68 .04 53.58 .64 2.22  95.05
16554 13.71 .105 2.61 2.20 3.56 1.04 .07 2.25 .01 71.33 .27 .06 97.20
16555 16.62 .090 .01 7.44 2.36 8.31 .23 1.34 .03 56.28 .57 1.71  94.99
16556 15.28 .015 5.73 9.31 .12 7.53 .35 2.41 .02 52.12 B2 1.51 0 94.92
16557 13.10 .110 4.98 2.14 2.29 1.12 .09 1.20 .01 70.10 .16 .04 95.32
16558 13.91 .100 3.66 2.02 1.46 1.54 .07 2.03 .01 70.14 .20 .09  95.22
16559 14.88 .070 12.96 9.33 1.44 2.80 .18 .93 .21 45,05 .80 .21 88.86
16560 12.73 .225  15.15 7.77 1.60 3.37 .31 .33 17 43.88 .60 .40 86.54
16561 14.46 .045  15.40 8.80 1.36 1.99 .20 1.67 .22 42.52 .91 .30 87.86
16562 14.42 .045 8.18 5.76 1.15 2.92 .13 2.65 .01 56.77 L4 .07 92.54
16563 15.40 .040  10.17 6.84 1.38 2.45 4 2.83 .07 51.38 .64 .06 91.41
16576 14.95 .10 4.12 2.80 3.85 1.95 .08 1.87 .01 65.32 .32 .02 95.39
16577 14.15 .125 1.20 2.26 3.00 .73 .08 5.85 .01 70.90 .30 .28 98.87
16578 14.29 .110 2.70 2.32 3.70 1.10 .07 2.32 .01 70.21 .28 06 97.15




VANCOUVER OFFICE: '
705 WEST 15TH STREET ‘
NORTH VANCOUVER, B.C. CANADA V7M 1T2 |
TELEPHONE (604) 980-5814 OR (604) 988-4524

LABORATOR'ES FAX (604) 980-9621

(DIVISION OF ASSAYERS CORP.) THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
FAX (807) 623-5931
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS * ANALYSTS » GEOCHEMISTS SMITHERS LAB.:

TELEPHONE/FAX (604) 847-3004

Sesay Sertificosdte 0V-1714-RA1

e WiWmNoWRR TR, T bk NoV-24-90
Project:  LARA 242 ' - Copy 1. MINNOVA INC., VANCDUVER, B.C.
Atin: G. WELLS/ J. EAFUBTA Z, HINNOVA INL,, CHEMAINUS, B.C.

He hereby certify the following Assay of 20 CORE samples
submitted NOV-10-90 by P. BAXTER,

'Sas'nple Lo
Number %
14484 4.80
144694 L LT
14495 4.80
16513 330 _ -
16514 37U
16515 000
16516 = by g 50
16517 ¢ 4,80
14518 ve 40
16519 2. 25
1652 390
16521 &. 40
16522 4,70
1&H52 4,30
1AEE4 a0
16525 2,70
16535 3. 60
16556 225
16537 200
= 'rr

143 S 4G

2

—EN LABORATORIES

Certified by




COMP: MINNOVA INC. MIN~-EN LABS — ICP REPORT FILE NO: OV-1714-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/11/24
ATTN: G. WELLS/ J. KAPUSTA (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB SB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
14684 1.9 1 64 89 39 1 100 5
14694 .8 1 186 128 24 1 157 10
14695 1.1 3 226 286 35 2 120 5
16513 3 1 214 73 35 1 76 10
16514 1.1 1 329 32 21 1 100 5
16515 1.6 1 218 212 12 1 120 5
16516 2.1 1 137 512 1 1 183 5
16517 2.2 1 96 435 6 1 232 5
16518 A 9 262 76 29 1 87 10
16519 A 32 197 57 28 1 60 5
16520 .3 1 232 14 23 1 72 5
16521 1.5 1 13 704 1 1 122 5
16522 1.4 1 19% 228 5 1 74 5
16523 2.2 1 91 1040 1 1 84 5
16524 .5 35 1M1 133 32 1 83 5
16525 .7 1 296 21 28 1 127 5
16535 2.2 1 93 106 <) 1 81 10
16536 1.0 46 292 51 34 1 351 5
16537 1.8 1 138 105 28 1 65 5
16538 1.6 1 318 245 23 1 43 10 —_—




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NG: OV-1714-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/11/24
ATTN: G. WELLS/ J. KAPUSTA (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F26)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
14684 14.45 .230 .18 9.39 1.85 4.76 .14 2.52 .05 60.05 .48 4.30 98.39
14694 15.08 .220 .01 7.52 2.84 5.24 .13 .83 .01 61.06 .48 4.75 98.13
14695 14.40 .165 .01 5.69 3.24 4.19 1 .58 .01 65.66 .61 2.85 97.3
16513 14.07 .135 .01 3.17 2.91 3.31 13 1.00 .01 70.74 .24 1.12  96.81
16514 16.14 .155 2.28 5.56 2.97 4.28 19 .99 .01 62.47 .30 1.39  96.74
16515 15.91 .095 .71 10.94 1.1 6.95 .26 2.73 .04 54.36 .59 2.90 96.59
16516 13.76 .065 01 1.4 .57 8.98 .42 1.59 .03 55.28 .57 2.94 95.61
16517 15.60 .035 1.05 9.55 .28 8.02 46 3.17 .06 55.26 .62 1.26 95.37
16518 14.05 155 .01 4.1 2.75 3.67 .08 1.17 .01 69.43 .28 1.37 97.08
16519 13.09 .155 .01 3.47 3.85 1.65 .03 A7 .01 73.34 .14 2.24 98.13
16520 15.15 125 .01 3.83 2.89 4.9 .12 1.40 .01 66.28 .34 1.45  96.51
16521 17.12 .055 .01 11.16 1.04 8.04 .28 3.27 .01 51.09 .60 3.40 96.05
16522 15.19 .080 .26 7.68 1.64 5.14 .15 2.87 .01 40.77 .43 2.89 97.12
16523 15.93 .025 4,29 10.27 .46 7.27 .33 2.04 .03 53.64 .60 .67 95.56
16524 15.37 .065 .01 3.22 2.18 2.56 .08 .3.80 .01  68.87 .32 .32 96.78
16525 14.50 .150 .01 4.07 3.09 4.13 .16 .58 .01 68.41 .28 1.15  96.51
16535 16.84 .045 4.13 6.46 1.32 6.20 7 4.04 .01 55.96 .57 .56 96,29
16536 14.76 125 1.08 3.42 2.89 1.53 .13 2.92 .01 69.7 .27 97  97.80
16537 17.34 .040 7.24 7.17 .51 3.45 .18 4.83 .04 54.93 .55 1.58 97.86
16538 15.61 .150 4,61 —-6.71 2.06 3.31 .12 2.48 .01 60.16 %5 1.79 97.44




MIN VANCOUVER OFFICE:

] 705 WEST 15TH STREET
®
ot \p *ENY

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
LABORATORIES
(DIVISION OF ASSAYERS CORP.) THUNDER BAY LAB.:
TELEPHONE (807) 622-8958
SPECIALISTS IN MINERAL ENVIRONMENTS i e

CHEMISTS - ASSAYERS » ANALYSTS » GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (804) 847-3004

Grsay Certificate 0V-1736-RA1
Cospany: MINNOVA INC. - Datz: NOV-24-90
Project:  LARA 242 i ‘ Dopy 1. MIHNOVA INE,, VANCOUVER, B.C.
Bttn: GARY SLF'LLS’_’HHN RERIGTS 2. RINNOVA INC., CHEMAIMUS, B.C.

He hereby certify the following Assay of 10 ROCK samples
submitted NOV-16-90 by J. KAPUSTA,

Sample L OY
Mumber %

Certified by

MI,QEN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1736-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/11/24
ATTN: GARY WELLS/JOHN KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB sB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16564 .6 38 137 5 22 1 37 5

16565 .7 12 89 4 12 1 40 5

16566 .7 56 77 14 23 1 36 5

16567 .9 39 135 4 14 1 38 10

16579 .3 1 110 3 13 1 56 5

16580 A 30 85 6 31 1 47 5

16581 .7 13 100 63 17 1 37 5

16582 1.2 1 67 89 10 1 32 5

16583 2.4 1 110 124 10 1 68 5

16584 1.9 1 88 126 13 1 79 10




COMP: MINNOVA INC. MIN-~-EN LABS — ICP REPORT FILE NO: O0V-1736-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/11/24
ATTN: GARY WELLS/JOHN KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F26)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16564 13.81 .085 1.66 1.63 2.84 .89 .05 2.59 .01 72.22 .15 .01 95.93
16565 15.85 .090 3.21 2.81 2.50 1.27 .05 3.73 .01 65.76 .26 .20 95.72
16566 13.28 .080 5.40 2.29 2.70 .81 .06 1.27 .01 67.86 .22 .01 93.99
16567 14.47 .095 2.63 2.83 2.69 1.28 .05 3.43 .01 67.84 .23 .02 95.57
16579 13.17 .080 .61 2.33 2.79 2.52 .05 1.81 .01 72.71 .21 .01 96.28
16580 13.12 .070 .01 2.32 2.25 2.21 .05 3.14 .01 73.88 4 150 97.35
16581 13.76 .055 3.06 2.56 1.67 1.75 .06 3.7 .01 70.40 .24 .04 97.30
16582 15.11 .060 7.34 6.08 1.26 2.47 .08 3.51 .01 60.23 45 1.06 97.64
16583 17.34 .035 5.81 8.98 .87 6.39 .16 4.76 .01 51.08 .65 050 96.12
16584 17.07 .025 6.15 8.71 .50 5.51 .19 5.90 .01 51.38 .66 .18 96.27




> Chemex Labs Ltd. ™ o0, e

Analytical Chemists. * Geochemists * Registered Assayers VANCOUVER, BC

” 212 Brooksbagk Ave., North Vancouver veB 1B8 TASQ26736
British. Columbia, Canada V7J 2C1 .

PHONE: 604-684-0221 Comments: ATTN: G. WELLS \

CERTIFICATE A9026736 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX [NUMBER DETECTION UPPER
_— CODE  |SAMPLES DESCRIPTION METHOD LIMIT LiMIT
Project: LARA
PO.#: 242
. 100 18 Au ppb: Fuse 10 g sample FA-AAS 5 10000
iﬁfglizngmﬁzegrﬁtggroiaglf;ozfggw"er' BC. 1005 | 18 |Ag ppm: 9 element,soil and rock  ICP-AES 0.5 200
) 1929 18 Co ppm: 9 element, soil & rock ICP-AES 1 10000
1931 18 Cu ppm: 9 element, soil & rock ICP-AES 1 10000
1932 18 Fe %: 9 element, soil & rock ICP-RAES 0.01 15.00
1937 18 Mn ppm: 9 element, soil & rock ICP-AES 5 10000
1938 18 (Mo ppm: 9 element, boil & rock ICP-RES 1 10000
1940 18 Ni ppm: 9 element, s0il & rock ICP-AES 1 10000
1004 18 Pb ppm: 9 element,soil and rock ICP-AES 5 10000
SAMPLE PREPARATION 1950 18 Zn ppm: 9 element, soil & rock ICP-AES 2 10000
25 5 Ba ppm: HClO4-HNO3-HF digestion ARS 10 10000

CHEMEX |NUMBER
CODE  |SAMPLES DESCRIPTION

205 18 Geochem ring to approx 150 mesh
294 18 Crush and split (0-10 pounds)
238 18 NITRIC-AQUA REGIA DIGESTION

232 5 PERCHLORIC-NITRIC-HYDROFLUORIC D




To: MINNOVA INC. Page Number : 1
Chemex Labs Ltd Tol Pages
o . 3RD FLOOR, 311 WATER ST. Invoice Date: 21-NOV-80
Analytical Chemists * Geochemists * Registered Assayers VANCOUVER, BC Invoice No. :  1-9026736

%12 I?]r%ol}sbat?k Ae/e.. I;gnh \\;agwéxver V6B 188 P-O- Number : 242
ritish Columbia, Cana 7J 2C1 Project : LARA
PHONE 604-084-0221 Comments: ATTN: G. WELLS

CERTIFICATE OF ANALYSIS A9026736

SAMPLE PREP |Au ppb |Ag Co Cu Fe Mn Mo Ni Pb Zn Ba

DESCRIPTION CODE {FA+AA  Ippm Ppm Ppm % Pp PP ppm ppm ppm ppm
14657 205| 294 25 < 0.5 21 102 5.18 1305 1 17 8 128 1560
14658 205| 294 25 < 0.5 29 121 5.68 1060 2 28 4 94 | ---—-
14659 205] 294 <5 < 0.5 25 199 7.70 1345 1 22 2 102 | ————-
14660 205} 294 10 < 0.5 21 174 4.96 960 1 21 4 100 | ———~=
14661 205] 294 10 < 0.5 23 467 5.77 945 1 23 <2 234 | -———
14662 205| 294 55 < 0.5 25 660 6.00 1110 2 25 38 316 | ————-
14663 205] 294 15 < 0.5 19 399 5.16 1200 1 22 4 242 | —--——
14665 205 294 15 < 0.5 20 126 6.00 1175 2 21 14 110 | --—=-
14666 205} 294 <5 < 0.5 17 202 5.51 1540 1 11 2 ‘130 | -~---
14667 205] 294 10 < 0.5 16 607 3.14 315 4 14 2 34 1780
14668 205| 294 <5 < 0.5 7 170 2.53 355 6 } 15 2 26 1180
14669 205] 294 <5 < 0.5 10 159 2.86 450 4 12 14 30 1320
14670 205| 294 15 < 0.5 22 187 5.75 920 2 13 2 82 | -~e—-
14671 205| 294 35 < 0.5 16 237 9.53 1385 4 6 2 140 1320
14701 205} 294 45 < 0.5 13 33 9.23 695 10 1 66 50 | ————-
14703 205] 294 <5 < 0.5 12 3220 >15.00 1560 24 4 22 214 | ———
14704 205] 294 65 < 0.5 11 98 5.12 1090 3 3 <2 100 | -——-
14705 205] 294 40 2.0 13 9640 12.75 475 26 3 4 200 | ~—-=—-

CERTIFICATION: 5 //‘M/'/Z
/ - /



MIN : VANCOUVER OFFICE: .‘

: " 705 WEST 15TH STREET

l ® EN slgi N NORTH VANCOUVER, BC. CANADA V7M 1T2 ‘
TELEPHONE (604) 980-5814 OR (604) 988-4524

LABORATORIES FAX (604) 980-9621

(DIVISION OF ASSAYERS CORP.) THUNDER BAY LAB.:
e
F X
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS * ANALYSTS + GEOCHEMISTS SMITHERS LAB.:
TELEPHONE/FAX (604) 847-3004

Sesmsy et i Fieaite OV-1749-RA1
'.;.u.i:.ﬂ.ipany: MINNOVA INc, ' _,  Date: NOV-29-90
‘Project:  LARA 242 B ~ Copy 1. HINNOVA INC.. VANCOUVER, B.C.
Attn: bWELES T
He hereby certify the following Assay T.ORE samples
submitted NOV-22-90 by P. BAXTER, i B S N U
LOI i
.. i DEC 8 1%
T T e L e \ESR R L{ R T S R RSy L bt Z:

Certified by

%\I—E]\I LABORATORIES



COMP: MINNOVA INC. MIN~-EN LABS — ICP REPORT FILE NO: OV-1749-RJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/11/29
ATTN: G. WELLS (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)

SAMPLE AG AS BA cu P8 SB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16568 1.7 1 534 59 35 1 117 5

16569 1.6 4 304 66 12 1 64 5

16570 1.2 46 129 81 30 1 131 5

16571 2.9 1 177 89 6 1 108 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1749-RL1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/11/29
ATTN: G. WELLS (604)980-5814 OR (604)988-4524 * CORE * (ACT:F26)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 S102 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16568 17.58 .110 2.59 7.46 1.89 2.30 .08 4.21 .01 58.20 .94 .22 95.60
16569 17.71 .140 3.62 7.55 2.48 2.32 .08 3.73 .13 56.82 .91 .32 95.82
16570 15.31 .025 5.62 8.23 .24 2.99 17 5.48 4 54,66 97 .09 93.91
16571 17.38 .055 4.62 8.24 1.81 2.23 .13 3.7 .02 56.33 .98 42 95.92




Chemex Labs Lid.

To: MINNOVA INC.

e ‘;:“! ) t

is report was printed on 30-NOV-90.

B

SAMPLE PREPARATION

CHEMEX
CODE

NUMBER
SAMPLES

DESCRIPTION

" 214

Received sample as pulp

i
’v’
O RELEB g e T x50
Analytical Chemists * Geochemists * Registered Assayers ) i s :
212 Brooksbank Ave., North Vancouver VéB 188 ! A9027185
British Columbia, Canada V7J 2C1 i
PHONE: 604-984-0221 Comments: CC: JOHN KAPUSTA |
CERTIFICATE A9027185 ANALYTICAL PROCEDURES
MINNOVA INC. CHEMEX |NUMBER DETECTION UPPER
_— CODE |SAMPLES DESCRIPTION METHOD LIMIT LIMIT
Project: LARA
P.O. #: NONE
' Samples submitted to our lab in Vancouver, BC. 316 1 Zn %: HC1l04-HNO3 digestion AAS 0.01 100.0




Chemex Labs Ltd.

To: MINNOVA INC.

Page Number :

Total Pages :

1
1

N pael mou
Analytical Chemists * Geochemists * Registered Assayers ) nvoice No. : |-

312 ?,'°C°°,"‘b*‘g!k A(‘;'e" 'ggm ¥$3?éj¥9r veB 188 P.O. Number : NONE

ritish Columbia, Cana Project : LARA :
PHONE: 604-984-0221 Comments:  GC: JOHN KAPUSTA :
CERTIFICATE OF ANALYSIS A9027185
SAMPLE PREP Zn
DESCRIPTION CODE %

14721 214’ - 1.79

CERTIFICATION: ﬂ MM««A«




