COMP: MINNOVA INC.
PROJ: MTS 205

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

327794

FILE NO: 0V-0007-RL2
DATE: JAN-10-90

ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 T102 S TOT(%)
NUMBER % % % % % % % % % % % %

17128 12.63 -145 1.20 3.60 3.25 1.94 .05 .73 .34 70.96 .27 1.47  96.59
17129 16.85 -105 2.36 10.80 2.27 8.60 .26 1.30 .48  48.24 .75 2.50 94.52
17130 16.89 -085 2.37 8.16 2.80 6.75 .19 2.51 .43 54.36 .76 .83 96.14
17131 20.04 -125 1.80 9.73 3.62 8.7 .34 1.04 b 46019 .91 1.67 94.62
17132 14.84 .205 .92 3.48 3.65 1.41 .06 1.37 .32 69.61 .37 1.446 97.68
17133 14.89 .270 1.93 2.99 3.83 1.16 .04 1.23 .34 69.31 .36 1.72  98.07
17134 13.97 .150 2.48 4.72 3.23 1.64 .08 .83 .34 68.05 33 1.70 97.52
17135 15.85 .035 2.83 11.78 1.56 5.60 .18 3.39 .45 49.53 2.75 1.09 95.05
17136 15.64 .010 7.36 12.05 1.24 4.20 .18 3.63 .53 46.83 2.98 1.14  95.78




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0007-RJ2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: JAN-10-90
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * TYPE ROCK GEOCHEM * (ACT:F31)
SAMPLE AG AS BA cu PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
17128 A 21 166 549 12 1 28 10
17129 1.6 1 91 808 22 6 131 15
17130 1.5 1 161 91 30 5 136 5
17131 1.6 1 199 197 34 9 246 20
17132 .4 1 170 217 6 1 50 5
17133 .6 12 221 208 6 1 21 5
17134 7 19 155 149 9 1 55 5
17135 1.2 8 50 58 26 4 107 5
17136 1.2 21 33 95 28 5 93 5
y
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VANCOUVER OFFICE:

705 WEST 15TH STREET

ORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-58 14 OR (604) 988-4524

T =

TELEX: VIA US.A. 7601067 = FAX (604) 980-9621

§ TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
: P.O. BOX 867
TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

LABORATORIES - o

SPECIALISTS IN MINERAL ENVIRONMENTS 990
CHEMISTS - ASSAYERS -ANALYSFS-GEOCHE:Slm 16 189

OV-0007~-RG1
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Date: JAN-10-90
Copy 1. MINNOVA INC., VANCOUVER, B.C.
: CHEMAINUS, B.C.

Company : MINNOVA INC,
Project: MIS 2035 : '
Attn: G.WELLS/ J.D.EAFUSTA & 7 : ; 2, MINNOVA INC.,

He hereby certify the following Geochemical Analysis of 12 CORE samples
submitted JAN-06-90 by P.BAXTER.

Sample t o S AR AUSFIRE VTR
Number FFR FFM FEM FFM  FFHM FFH
13594 7 9 40 0.7, 5 '!“
13585 brbdoe i dad T O 7 BEE -
13594 68 7 37 0.6 1
13619 433 23 187 .7 20
17620 2150 31 93 IR 41 -
13621 247 2 116 1.8 22
13627 27 19 80 1.4 2
13623 1570 20 207 1.3 2
13624 2110 18 075 1.5 20
13625 2310 7 144 1.6 18 1110
13651 1200 9 61 0.9 3
126572 455 10 64 0 1
““““““““““““ ; G s e S SR SO TP O B e

> WA

MI«EN LABORATORIES

Certified by




MIN 4 VANCOUVER OFFICE:
A : 705 WEST 15TH STREET
EN JORTH VANCOUVER, B.C. CANADA V7M 1T2
) /ELEPHONE (604) 980-5814 OR (604) 988-4524
L A BOR ATOR'ES - B Sty TELEX: VIA US.A. 7601067  FAX (604) 980-9621
T eesn/ED TIMMINS OFFICE:
' \ .‘_:’" = R gSOEéAg;IgSO?QUOIS ROAD
SPECIALISTS IN MINERAL E VIRONM NTS M
b e mm‘\"% TIMING, ONTARIO CANADA PAN 767
. | JAN 16 1990
SBaasay Certificats 0V-0007-RA1L
Company: MINNOVA INC o X g Date: JAN-10-90
Project: MTGE 205 : e Cﬂ;.\y 1 HIHNGVH INC., VANCOUVER, B.C.
Attn: (- NELLEI J.D. KAP USTQ P 2. HINNOVA INC., CHERMRINUS, B.C.

e hereby certify the following Assay of "9 ROCK samples
submitted JAN-06-90 by P,BAXTER,

Sample . - . LOI

Nusmb e %
T e e e T TR AT e A T T R R S I e S R S N A R L e e R e e e T T T o

17128 79 j
17129 : .80

17130 4,00

17131 b5.00

17132 2.80 - =

17133 2: 90

17134 3.28

17135 5. 00

17136 4,40

S e s e o Sk i i s i e B i b e i A L sl e A e P S e Bt i e A i e S M i A S k. s % s e L e At e L L s e b i el et S i b i e b it el s i S i s o i Al e b i i i S

by ‘( s /
Certified by Wﬂi? /) ~




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

*EN
- TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
LA BORATORIES TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS B0 Bk 57

TIMMINS, ONTARIO CANADA P4N 7G7
CHEMISTS » ASSAYERS » ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-9996

Bersay Certificate 0vV-0328-RA1l
Empany:. MINNO\*:A . INC, ' . . Date: APR-17-90
Project: MTS 2065 Copy 1. HINNOVA INC., VANCOUVER, B.C.
Attn: G.WELLS/3.D.EAFPUSTA 2. WINHOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 8 ROCK samples
submitted APR-13-90 by P.BAXTER.

Sample LOT
Number 7
13736 b, 30
16883 S. 20
16884 4.20
16885 7.80 m —
16886 5.15
16887 .00
146868 Se20
146889 4,15

1324

IN-EN LABORATORIES

Certified by /




VAN F
l [ MN s WES,CT"Q-’E?TF?EETF i

EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
! LABORATORIES Ul

TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 * FAX (604) 980-9621

TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
P.O. BOX 867

SPECIALISTS IN MINERAL ENVIRONMENTS TIMMINS, ONTARIO CANADA P4N 7G7
CHEMISTS - ASSAYERS « ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
[— eochewiical Onalk s Certificate 0V-0328-RG1
Company: MINNOVA INC Date: APR-17-90
Project:  MTS 205 Copy 1. MINNOVA INC., VANCOUVER, B.C.
fttn: G.WELLS/J.D.EAFPUSTA 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 10 CORE samples
submitted APR-13-90 by P. BAXTER

Sampze L ' cu FB 7N AG  AU-FIRE
Number PPM PPM PEM FPM FEB
137 45 473 59 1.4 i
13736 = 34 36 2.4 24
13737 62 &4 52 i 1b
13738 | 4 57 41 43 1.6 15 e
13739 >> 1TS-82 50 = =8 68 1.5 76
13740 | 91 80 78 1.7 28
13741 40 X 42 1.5 9
13742 51 50 57 1.3 3
13743 28 42 115 1.7 58
13744 281 T3IH0 915 7.1 311
Certified by___, v
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COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0328-RL2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/04/17
ATTN: G.WELLS/J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s1o2 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
13736 10.61 .055 5.90 5.44 1.95 2.48 .27 .02 .53 64.99 .36 1.96  94.58
16883 13.89 .060 2.43 4.16 2.82 1.27 .20 .25 .28  68.00 .40 1.55  95.31
16884 o 13.65 .135 1.99 3.04 2.45 1.05 .15 .39 .22 71.75 .36 1.27  96.45
16885 . 1 -~ 13.34 .080 4.98 3.62 1.65 1.78 .15 7 .48  64.05 .36 160 91.41
16886 12.31 .065 3.26 2.52 2.89 1.10 .16 .12 36 70.92 2 42 94.36
16887 13.26 .070 .13 2.03 3.00 .25 .01 .14 26 76.96 21 1.41  97.71
16888 13.71 .095 2.36 2.41 3.07 1.23 A7 .16 41 69.98 .26 1.01  94.87
16889 146.22 .095 3.08 2.69 2.70 .88 .09 .22 .33 70.31 .27 1.44  96.33




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0328-RJ2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/04/17
ATTN: G.WELLS/J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

13736 2.1 72 47 38 39 2 37 20

16883 2.0 34 49 15 33 1 36 5

16884 1.3 24 104 8 33 1 33 5

16885 | 1.2 10 68 15 26 1 43 5

16886 1.2 14 108 7 21 1 31 5

16887 1.6 9 68 7 21 1 39 5

16888 1.1 7 59 10 23 1 27 5

16889 1.2 12 74 8 24 1 36 5




i = g e

NORTH VANCOUVER, B.C. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524

*EN
TELEX: VIA USA. 7601067 » FAX (604) 980-9621
LABORATORIES - TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS S
CHEMISTS - ASSAYERS « ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
r Geochemical Arnaelysis LCertificaste 0V-0341-RG1
Company: MINNOVA INC, Date: APR-23-90
Project: _ ?"ITS 209 Copy 1. NINNOVA INC., VANCOUVER, B.C.
fttn: G.WELL /3. KAFUSTA 2. MINNDVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 9 CORE samples
submitted APR-16-90 by PAUL BAXTER,

Sample cu PE N AG  AU-WET
Number PPM PEM PPM PPM FPE
13749 11 38 161 3.6 5000
13750 47 21 67 2.1 2000
13751 51 8 49 1.8 80
13752 | MT75-¢3 &9 15 86 7.3 3 g
13753 b4 =41 27 1o 275
13754 | 43 12 S 1.5 34
13755 | 33 28 101 ted 102
13756 73 33 78 1.5 40
13757, 61 45 42 1.7 84

Certified by

MI@IN LABORATORIES



MIN VANCOUVER OFFICE: .\
705 WEST 15TH STREET
EN ' NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
LABORATORIES - TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS e T
CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
Bssay CLCertificate 0V-0341-RA1
-f'l-:eaggépf. MINNOVA mc . e aEs e
Project: MTS 205 - - tnpy 1 H]HHBW! INC., VAMCOUVER, B.C.
fAttn: G.WELL/J. KAPUSTA 4 2. HINWDVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 2 ROCK samples
submitted APR-lG 90 by PAUL BAXTER

Sample "37 7 ' ﬁu Al
Mumber g/tonne oz/ton
13749 5. 79 . 1469 MTS-g83
13750 1.94 . 057

e e o et

Lertified by

M%EN LABORATORIES



MIN VANCOUVER OFFICE:

705 WEST 15TH STREET
I\ EN s e T,
égw |_ A BOR ATOR'ES - TELEX: VIA U.S.A. 7601067 » FAX ((604)) 980-9621
TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS 0k R
CHEMISTS « ASSAYERS = ANALYSTS « GEOCHEMISTS TELEPHéNE: (705) 264-9396
By Certificate 0V-0341-RA2
Comany: MINNOVA INC, i Date: APR-23-90
Project: MTS 205 Copy 1. HINNOVA INC., VANCOUVER, B.L.
Attn: G.WELL /J.EAPUSTA 2. HINNOVA INC., CHERARINUS, B.LC.

He hereby certify the following Assay of 14 ROCK samples
submitted APR-16-90 by PAUL BAXTER.

Sample 101

Number %

146850 4,75

14891 4,40

146892 8.00

16893 .25 o,
16894 0. 76 e
16895 10.20

14894 4,70

16897 4,460

16858 4,480

16899 4,00

501 3.10

M502 4,65

MS03E 4,50

ME04 1.%5

Certified by

%—EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0341-RL2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/04/23
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * CORE *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 TI02 S TOT(%)
NUMBER % % % % % % % % % % % % %
16890 15.46 .075 4.22 4.87 2.16 1.10 .12 2.93 A7 62.62 .45 .08 94.27
16891 15.72 .045 3.04 4.07 1.54 1.73 .10 3.34 12 64.45 41 .01 94.57
16892 .- 16.90 .135 4.69 5.76 3.19 1.49 AT 1.67 .18 56.58 .60 10 91.47
16893 » 14.08 .075 2.60 2.77 3.24 1.31 a1 .50 .11 68.73 .28 .32 94.12
16894 15.36 .100 2.98 4.31 3,55 1.89 .21 47 14 64.19 .38 1.41  94.79
16895 14.49 .095 7.23 7.32 2.19 3.43 .24 .62 .19 52.63 .59 2.02  91.06
16896 15.78 s TS 2.68 3.87 3.15 2.32 .12 32 .08 65.57 W41 .39 94.81
16897 | .- 18.00 .035 6.02 6.93 .24 3.22 .16 6.08 .42 52.65 .62 14 94.50
16898 = ' . 19.58 .095 2.33 9.57 4.32 4.65 .10 2.99 .18 49.94 .97 .76 95.46
16899 ‘ 21.34 .115 5.27 8.96 2.61 3.28 4 1.42 .26 50.68 1.03 01  '95.01
MS01 16.05 .085 .40 4.57 1.20 1.66 13 1.46 11 69.75 47 .01 95.89
Ms02 23.19 .110 .30 8.27 2.23 1.91 .09 1.98 .16 55.23 1.01 .21 94.70
MS03 20.56 .645 .63 11.48 2.53 2.67 .22 .82 .26 53.36 1.28 .16 94.62

MS04 15.25 .145 .09 1.47 3.56 31 .03 .39 .07 75.81 .29 .02 97.44




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0341-RJ2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/04/23
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)

SAMPLE AG AS BA cu PB sB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16890 2.4 1 57 14 21 1 47 5

16891 | 3.5 1 70 14 21 1 48 5

16892 / 2.2 7 104 27 26 1 50 5

16893 1.9 19 64 17 21 1 36 5

16894 1.9 35 68 24 105 1 76 5

16895 2.1 46 82 90 29 3 47 5

16896 1.4 8 78 20 25 1 49 15

16897 1.6 1 235 33 20 1 70 5

16898 2.5 1 69 40 13 1 61 5

16899 2.0 1 91 61 17 1 43 5

MS01 .8 5 95 17 22 1 72 10

MS02 3 1 83 69 22 1 75 5

MS03 .6 1 898 20 30 4 112 10

MS04 4 6 104 13 15 1 18 5




COMP: MINNOVA INC.

PROJ: SIC 205

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: 0V-0368-RL2
DATE: 90/04/25

ATTN: G.WELL/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 sioz T102 S TOT(%
NUMBER % % % % % % % % % % % % %
13765'v 18.27 .120 .84 13.33 2.60 9.42 .58 .10 .31 43.73 1.29 5.27 95.85
16900 / . 21.16 .100 4.59 8.29 3.01 3.45 .15 2.64 A7 47.90 .96 .01 92.43
16901 \klf-,. 14.95 .030 .52 14.60 .48  11.15 T7 .04 .18 47.32 .81 2.60 93.46
16902 | 18.21 .045 .66 12.23 .90 12.59 .65 .88 16 44.32 .84 .61 92.08
16903 19.56 .095 .60 15.22 2.33  10.74 41 .07 .31 39.42 1.37 5.61 95.74
16904 13.74 .155 .10 4.20 3.51 2.31 .06 .22 .06 71.26 .27 1.85 97.74




NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

I_ ABOR ATOR'ES - TELEX: VIA US.A. 7601087  FAX (604) 980-9621
TIMMINS OFFICE:

33 EAST IROQUOIS ROAD
P.O. BOX 867

'_[ MIN 705 WEST 151h ormee

SPECIALISTS IN MINERAL ENVIRONMENTS s e
CHEMISTS « ASSAYERS « ANALYSTS = GEOCHEMISTS TELEPHONE: (705) 264-9996
|_ gessay Certificate 0V-0368-RA1l
Company: 'MINNGVA INC; L : Date: APR-25-90
Project: SiE 205 ' Copy 1. HINNOVA INC., VANCOUVER, B.C,
Attn: : G.WELL/F.BAXTER 2. MINNDVA IRC., CHERAIMUS, B.L.

He hereby certify the following Assay of 6 CORE samples
submitted APR-22-90 by PAUL BAXTER,

Sample LGIT

Number 7
A e L e B B B P L A P Gl i o i R e e et et b et it b b e e S e s o s e
L3765 8.30

16700 4. 530

16701 8. 30

16902 7.45

16903 8. 90 -

165904 B

Certified by ;

Mnﬂﬁ LABORATORIES



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
EN NORTH VANCOUVER, BC. CANADA V7M 1T2
TELEPHONE (804) 980-5814 OR (804) 988-4524

TELEX: VIA U.S.A. 7601067 » FAX (604) 980-8621
LABORATORIES - TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

P.O. BOX 867

SPECIALISTS IN MINERAL ENVIRONMENTS Lot - —
CHEMISTS + ASSAYERS * ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996 .
Geochemical Ornaelysis Certificate 0V-0368-RG1
Cospany:  MINNOVA INC, ' ' Date: APR-26-90
Project:  SIC 205 _‘ Copy 1. HINNDVA INC., VANCOUVER, B.C.
Attn: : GL.WELL/F.BAXTER Z. BINNOVA INC., CHEMAINUS, B.LC.

He hereby certify the following Geochemical Analysis of 19 CORE samples
submitted APR-22-90 by PAUL BAXTER.

Sampie Ccu FRE N ab AU-FIRE EA
Number FFH FEM PFM FFHM FFE FFM
B L S e e o D P L A S T T e
13758 a5 1400 2
13759 4050 9z 8]
13740 S0l 44 g
13761 1400 i 3 S
13762 g 370 55 4
13763 150 27 265 1.8 & 1850
137464 51 28 173 1.5 38
137465 33 2 285 S 5
13764 261 &0 180 1.5 22
13747 Q20 2 207 2t 102
B768 2468 28 81 1.0 i
[ 51&HS a7 %) 117 i o b 2 1100
13770 &30 31 174 i.4 37
13771 281 29 143 Zed 4
13772 483 = E0 < L) 30
13773 221, 8 o7 L3 L i
13774 3 3 54 0.8 10
18775 200 b 39 1.2 11
13776 241 =92 aa PR, 13

ﬂfg‘,, VG ‘!&L #.S MI—S{ g ir?'j

Certified by %‘%Z‘/ |
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COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0368-RJ2

PROJ: SIC 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/04/26
ATTN: G.WELL/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

13765 1.0 1 105 31 17 1 251 5

16900 2.2 6 86 25 24 1 90 5

16901 2.0 1 33 989 66 1 335 10

16902 1.4 1 55 354 15 1 262 10

16903 1.5 1 116 77 15 1 182 10

16904 1.7 28 184 407 31 2 51 5




705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
(ELEPHONE (604) 980-5814 OR (604) 988-4524

|_ ABOR A‘I‘OR'ES - : _TrEl:_\;xM m ;z\F:fIcch?  FAX (604) 980-9621
33 EAST IROQUOIS ROAD

MIN VANCOUVER OFFICE:

SPECIALISTS IN MINERAL ENVIRONMENTS e O s Bl Bl
CHEMISTS « ASSAYERS = ANALYSTS « GEOCHEMISTS ) TELEPH(‘)NEI (705) 264-9996
Bessay Certificasts 0V-0368-RA1
Company: Bﬂm APR-25-90
Frojects S Copy 1. HINNDVA IHE ‘e ¥ﬁﬂEBUUER B.C.
Attn: G. NELLKF BQ“TFR ! o HIMMUAINE_ HEHQWUE Bl

He hereby certify the following Assay of 6 CORE samples
submitted APR 22-90 by PAUL BAXTER,

Sample : S LOT
Number ERa
13765 8,20
16900 . 5,50
186901 8.30
146902 7.45 st i
1469073 8. 90
16904 A
Ae

Certified by




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0341-RJ1+D2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/04/27
ATTN: G.WELL/J.KAPUSTA (604)980-5814 OR (604)988-4524 * % (ACT:F31)
SAMPLE AG AL AS B BA BE BI CA CD CO CU FE K LI MG MN MO NA NI P PB SB SR TH U V ZN GA SN W CR
NUMBER PPM__PPM_PPM_PPM PPM_PPM_PPM PPM_PPM_PPM PPM__PPM PPM_PPM__PPM_PPM PPM_PPM_PPM PPM PPM PPM PPM PPM PPM__ PPM PPM PPM PPM PPM PPM
13749 3.126370 29 1 69 1.3 554690 2.6 17 12 72920 11607 14 30280 2702 2 330 131630 27 8 2 1 1 58.01181 1 2 1 17
13750 2.1 15080 82 1 67 1.1 4 276420 1.8 25 51 54190 1480. 8 10810 1851 2 250 241030 28 4 8 1 1 30.7 51 2 1 31
13751 1.7 8060 111 1 56 .8 32030 1.7 14 51 34790 1590 3 8170 1060 4 270 6 890 18 3 5 1 1 16.2 38 1 1 1 43
13752 1.8 7140 56 1 51 .7 339900 2.1 10 68 32570 1460 2 12650 1507 3 240 91150 23 4 1 1 1 19.2 6 1 1 1 36
13753 1.5 5450 136 1 55 .7 339040 3.1 10 64 30570 1530 112230 1191 6 250 10 790 25 3 1 1 1 13.3 53 1 2 1 45
13754 .9 15400 55 1 67 .8 342010 .9 13 43 35830 1620 5 10050 1251 2 250 31030 20 1 2 1 1 32.1 73 1 1 1 32
13755 1.3 27100 59 1 75 .9 4 43770 1.7 15 60 42670 1000 13 21490 1116 5 140 391100 30 &4 3 1 1 77.612 2 2 4 9
13756 1.2 25040 31 1 8 .9 446790 1.3 13 82 42400 1050 11 18570 1122 4 140 14 1460 30 2 & 1 1 67.2 90 1 1 2 61
13757 1.8 10660 45 1 70 .8 3 43600 2.5 13 59 33700 1300 3 21740 2299 5 140 161000 56 2 3 1 1 28.7 51 1 2 2 56
13749 SPLIT B 1.1 29410 20 1 105 1.3 556750 2.4 17 7 77410 2070-, 12 32230 2990 1 590 13 1460 23 6 28 1 1 63.3177q 1 2 1 16
13750 SPLIT B 1.5 17590 87 1 105 1.1 4 25090 .7 25 50 54570 2610- 5 10610 1827 2 440 241080 23 3 9 1 1 37.0 797 1 1 1 29
13749 SPLIT C 1.4 28930 19 1 80 1.3 659890 1.7 19 8 80750 1420-; 13 33060 3097 2 390 131520 24 & 29 1 1 62.71787 1 2 1 18
13750 SPLIT C 1.3 15650 8 1 79 1.0 3 25640 .6 25 50 53740 1830~ 5 10590 1844 2 300 241020 29 3 9 1 1 32.1 7521 1 1 4R

13751 SPLIT C 1.6 8510 109 1 58 .8 219890 1.9 14 50 34770 1650 2 8200 1046 2 280 61300 20 2 6 1 1 16.9 61 1 1 1

13752 SPLIT C 1.4 7120 43 1 53 .7 336340 2.0 9 6130090 1500 111990 1425 3 250 91080 21 2 1 1 1 18.5 8 1 1 1

13753 SPLIT C 1.5 5350 107 1 53 .8 239540 2.7 10 57 30610 1470 1 12490 1209 3 240 9 920 24 3 1 1 1 13.4 76 1 1 1 43
13754 SPLIT C 1.1 15080 59 1 61 .8 4 40960 .5 13 42 35920 1400 5 9820 1258 2 210 41040 19 2 2 1 1 32.3 60 2 1 1 30
13755 SPLIT C 1.3 28280 63 1 90 .9 442480 1.5 16 61 43490 1200 13 22120 1075 3 180 491260 30 3 3 1 1 80.9100 2 1 4 106
13756 SPLIT C 1.223430 36 1 71 .8 444160 .5 12 8040940 B850 9 17520 1118 | 3 110 161420 26 2 5 1 1 6.5 70 1 1 3 63
13757 SPLIT C 1.5 10060 46 1 64 .8 344920 2.1 13 56 33640 1180 221880 2363 ' 2 120 17 620 44 3 1 1 1 27.6 40 1 1 2 57
16890 1.7 14640 2 1 67 .7 4 24500 .1 11 13 26850 1390 7 5950 759 3 290 2 610 21 1 9 1 1 18.8 48 1 1 1 46
16891 2.4 15580 1 1 72 .6 217570 .9 6 12 21880 1120 9 9240 589 4 490 1 540 19 1 8 1 1 12.6 48 1 1 1 52
16892 1.7 12460 16 1 121 .8 436330 .6 12 25 34070 1900 & 8610 1760 3 350 2 650 27 1 12 1 1 26.0 48 2 1 1 33
16893 1.5 6080 6 1 61 .4 2 15600 .4 & 14 13430 1710 2 6770 651 6 240 3270 19 1 1 1 1 53 32 1 1 1 12
16894 1.3 9010 30 1 79 .7 417630 1.4 7 23 25520 1780 310520 1330 4 210 1 480108 1 1 1 1 8.4 71 2 1 1 49
16895 1.5 16400 46 2 8 .9 5 44480 2.0 19 85 42280 1490 6 19440 1484 3 340 23 980 33 2 1 1 1 46.7 47 2 1 1 &9
16896 917450 9 1 95 .6 317020 .9 7 1921730 2010 9 12730 743 & 170 1 550 2 1 5 1 1 11.2 48 2 1 1 38
16897 1.6 24060 1 3 239 1.6 730160 .5 20 3240100 420 10 19330 983 3 420 21990 24 1 8 1 1109.2 73 2 1 1 37
16898 2.4 28990 1 4 71 .8 1510490 .3 33 41 58670 3520 11 25710 566 1 180 10 690 15 1 13 1 1133.3 63 1 2 1 19
16899 1.932650 1 2 97 .7 1412810 .1 38 6552460 1750 10 18440 748 1 140 10 880 19 1 23 1 1129.6 49 2 1 1 37
MSO1 520980 6 1 99 .7 4 3330 .5 9 1628980 1040 810050 877 2 790 1 570 25 1 8 1 1 253 71 2 1 1 36
MS02 427090 7 2 93 .9 4 3050 .1 20 73 48440 1210 711120 583 1 770 7 670 2 1 6 1 1 8.3 8 2 1 1 19
MS03 23550 6 3 996 1.2 5 5330 .1 29 20 66980 1290 14 15330 1424 1 360 11110 30 2 8 1 1 7%6.7115 2 1 1 2
MS04 4 7140 10 1 130 .3 2 12460 .1 5 13 8780 2010 2 1590 177 5 200 2 290 16 1 2 1 1 54 19 1 1 179
16890 SPLIT C 1.6 15550 13 1 90 .6 425380 .1 12 14 27580 1740 6 5760 795 4 320 3 590 22 1 9 1 1 20.4 48 2 1 1 64
16891 SPLIT C 2.0 15770 5 1 65 .6 317960 .2 6 12 22820 1020 8 9400 639 3 410 1 540 22 1 8 1 1 13.1 48 2 1 1 51
16892 SPLIT C 1.7 12420 9 1 122 .7 332260 .7 12 2632580 2010 3 8290 1108 2 360 3 600 31 1 12 1 1 25.0 45 2 1 1 45
16893 SPLIT C 1.5 6710 2 1 69 .5 216440 1.3 5 13 14540 1870 2 7180 704 4 260 3 270 21 1 1 1 1 6.2 3& 1 1 1

16894 SPLIT C 1.2 9150 31 1 8 .7 3 16760 1.7 7 26 25790 1900 3 10150 1264 4 230 1 460136 1 1 1 1 85 73 1 1 1

16895 SPLIT C 1.4 16950 &4 1 8 .9 543130 1.9 20 87 43950 1530 6 20460 1578 2 350 271010 33 2 1 1 1 48.4 48 2 1 1 r
16896 SPLIT C 817900 9 1 96 .7 316710 .5 7 2022320 2100 9 12780 767 4 180 1 540 23 1 6 1 1 1.6 47 2 1 1 49
16897 SPLIT C 1.8 25020 7 2 222 1.6 9 30840 .4 20 37 41150 420 9 19240 993 2 480 21950 21 1 9 1 1M1M3.5 73 2 1 1 47
16898 SPLIT C 2.4 32260 1 3 103 .7 19 11550 .1 32 45 59450 5250 10 25360 562 1 370 10 800 17 1 19 1 1161.5 61 1 2 1 51
16899 SPLIT C 1.932320 1 2 9 .7 14611750 .1 39 64 52400 1750 10 18440 748 1 140 13 890 18 1 21 1 1128.0 49 2 1 1 46
MSO1 SPLIT C .6 20980 16 1 108 .7 4 3390 .7 10 1628750 1100 7 9740 83 3 80 1 570 26 1 9 1 1 265 71 2 1 1 52
MS02 SPLIT C .5 28110 14 1 106 1.0 5 3210 .1 23 85 50720 1380 7 11170 601 2 880 7 640 26 2 7 1 1 8.3 8 2 1 1 25
MS03 SPLIT C 437720 3 31022 1.3 5 5220 .1 30 21 70590 1380 16 15980 1430 1 390 11100 26 3 8 1 1 8.0120 2 1 1 8
MSO4 SPLIT C 6 6600 11 1 134 .3 3 1220 .1 5 12 93201750 2 1610 174 -4 160 1 280 15 1 2 1 1 5.4 20 1 1 1 98

|
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LABORATORIES -

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS + ASSAYERS « ANALYSTS » GEOCHEMISTS

o e e Y o s S— - T W T L S e =,

VANCOUVER OFFICE:

705 WEST 15TH STREET

JORTH VANCOUVER, BC. CANADA V7M 172

(ELEPHONE (604) 980-58 14 OR (604) 988-4524

TELEX: VIA USA. 7601087 « FAX (604) 980-9621 ‘

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.O. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

Sy SertF f,i.i:até“\

0V-0341-RA3

e S S S ———
f

Company: MINNOVA mc
Project: : e
Attn: 6. WELL /. KAPUSTA '

. hater APR-27- =30

Copy 1. NINNOVA INC., VANCOWVER, B.C.

2. WINNDVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 2 REJECT SPLIT B =samples

submitted APR-16-90 by PAUL BAXTER,

Eiiple . i au AU
Number o a/tonne oz /ton

_I Certified by

i e
, SOC

MIN-EN LABORATORIES



VANCOUVER OFFICE:

: 705 WEST 15TH STREET

® EN . \ORTH VANCOUVER, B.G. CANADA V7M 1T2
'ELEPHONE (604) 980-5814 OR (604) 988-4524

LAB TELEX: VIA U.S.A. 7601067 » FAX (604) 980-9621
A ORATORIES - TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS 2
CHEMISTS = ASSAYERS » ANALYSTS « GEOCHEMISTS TELEPHONE: (?(}5) 264-9996
Besay Certificocste OV-0341-RA4
Cospany:  MINNOVA INC., . . AP
Project:  MTS 205 | e  Copy 1. NINNDUA INC., VANCOUVER, B.L.
Attn: 6. WELL/J. KAPUSTA 7. NINNODVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 20 RESPLITS samples
submitted APR-16-90 by PAUL BAXTER.

Sample o = Al . AU
Mumber o/tonne  ozfteon
e P

13750 e 2ite—

13751 s 05

1~75? : .07

13753 L1

37D P15 001
13733 10 L0037
157564 06 202
13757 i0 003
13749 SFLITE .01 001
12750 SPLITE Y o0} e
13749 SPLITC .01 . 001
15780 6PLEETE el « 001
13751 SPLITE . 0l 001
1174k SFLITE i . 001
13753 SPLITC ' .05 . 001
13754 SPLITC S0 . 001
13755 SPLITC AP . 004
13754 SPLITC .02 001
13757 SPLITC .05 L 003

Certified by B - KB,
z 7R Cr? =
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Minnova 1nc., Aisd /
4th floer, “”””“¥¥Lﬂ;ﬁgfw”__ i
311 Water Street, T S,
Vancouver, B.C.

V&e( 1B8.

May 2; 1990.
Dear Gary,

We have checked the gold values on the 1st split of
samples 13749 and 13750 in project OV-0341-RG1. We get
good reproducable numberg on those tweo pulps but the B and
C reject splits are coming back low.

We checked all other samples done at that time to see
1f they could have been mixed samples but they are not. We
also ran ICP on other samples done that day to ses if some
cther element tracer may indicate a problem but none could
be noticed.

_ During the time period those zamples were done we did

( not have any gold assays high enough to contribute that
level of contamination so we can only conclude that for
some reason those two splits did carry these geld values.

Enclosed is additional assay and ICP data that was
generated through our investigation of those two samples.

- Yours Sincerely,

éack E. Stanley.
General Manager.

A

! iR b e

P it e

QFFCE AND LABORATORIES: FHONE: (604) 280-5814 (604) 988.-4524
705 WEST FIFTEENTH STREEY, NORTH VANCOUVER, BC. TELEX: VIA USA 7601067
CANADA VM T2 FAX: (604) 980.9621
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CORP: HIMKOVR [WE. ARY 1o 2 WIN~-EN LABSE — ICP REPORT FILE NO: OV-0341-Ry1+D2
PROS: MTs 205 ' LAy G TUS WEST 15TH ST., HORTH VANCOUVER, B.C. V7M 172 DATE: 9005727
ATTH HELL /S KAPUSTA » i (A08I980-5814 Of (634 F98E-4524 ® *  (ACT=F31)
[ camp T T a6 QAL As B BA BE BL Y €A € 0 U FE K LI Ha M MO WA W P PB SB SR TR U VI8 Gh SH W KR
|_HUMBER | PPN POSEPN. PR PPN EPH BON R 0PM PPM PPM PPM PPM PPN PPM  PPM DM PPM PEWM PP PPY PPN PPW PPH PPM FPM_ PPN PFM PPM PPM PPM PEM
| ] i
| 13730 i 2,115080 82 1 &7 1.1 & E_1 1
| 3751 T 1.7 BO6D T 1 56 .& 3 1

13752 | 1.8 714D 56 1 51 7 3 1°% .1
L OO .| ) T L i LI S
5400 55 t &7 .8 34 30 1620 2 3 1030 20 e ¥ 8
700 32 1 75 8 & Yo 1008 5 39 1100 30 5.3+
225040 31 1 8 % 44 1050 4 14 1450 36 A1)
10666 45 1 70 8 34 5 16 1000 56 3 ot
g7 1 105 1.0 & & 10510 1827 2 i 1080 gy e
T 1315650 " 86 1 7o 1.9 L 10590 26 1020 2 1 1 I

! C 1.6 810 109 1 SB .8 i < 8200 2 & 1300 20 I 1

- 1T C 14 7120 43 1 53 (7 i 0 1625 3 9 1080 21 111 A e
13753 SPLIT L 1.5 5350 W7 1 53 .8 7 2450 1200 3 9 920 2 3 1 1 1 13.4 11 3
13754 SPLIT © 1115080 59 % 61 .8 4 4L09E .S 9620 1258 2 41060 19 2 2 1 1 32 2 7o
13755 SPLIT € 1.3 2828 A2 1 90 9 & 424BO0 1.5 120 1075 3 91260 30 3 3 1 1 BO.9100 2 1 4
13756 SPLIT € 1.22830 36 T 71 .8 4 44160 .5 17520 1118 3 W20 26 2 5 1 i 655 7 1 1 3
13757 SPUIT € 1.5 10060 46 T 64 B 3 44920 2.1 640 11RO 2 21880 2363 2 120 17 A28 46 3 1 1 1 276 4D 1 1 2
16690 | 17716840 2 T 67 .7 & 4500 1 | 1326850 139D 7 5950 75% 3 2M 2 410 21 1 9 1 1 18.8 48 f 1 1 &&
16891 ] 2415580 1 1 72 6 2I7SM0 .9 6 12218801120 9 02D SB9 L 49 1 540 19 1 8 1 1 12.6 48 1 1 % 52
16892 L7 12660 16 1 12t 8 £ 38330 .6 12 2534070 1900 4 Bol2 1180 3 350 2 650 27 1 12 1 1 26.0 48 2z 1 1 33
16893 | 9.5 6086 & 1 &1 .4 21500 .4 4 14 13430 1710 2 6770 €51 6 240 3 270 19 1 1 1 1 53 32 1 4 1 7@
18394 | 1.5 010 0 1 /% .7 4 17830 3.4 7 2525520 (780 3 10520 1330 4 219 1 480108 1 1 1 1 84 P12 1 1 &% |
4895 | 1.5 36400 46 2 BY .3 5 44ABO0 2.C 17 B85 4C2FC MUD 6 1944C 1484 L 360 23 980 33 2 1 1 1 46.7 4F 2 1 1 &%
T 5895 { .9wsD 9 1 95 & 317020 . 7 1921730 20M0 912736 743 L 370 1 550 2% 7 5 1 1 41.2 48 2 1 1 38
15897 | 1.6 zan i 3 23 1.6 T 3016 S 20 32 40100 420 10 1§ 983 3 420 2 1990 24 & v tTws2 3 2 1 1 %I

| ieaa | 2.4 2899 t 4 71 .8 15 W4 520 11 25710 S66 1 180 10 690 15 1 13 0t 11333 &3 1 2 1 19

[ 68w i 52065 1 2 97 7 147 0 101840 TAE 1 140 30 280 1% 1 23 1 11296 45 2 1 1 37

[ w50 : e 6 1 98 .7 . 10050 877 2 79 1 570 25 t B 1 1 25.3 71 2 1 1 36
MOz { L2000 7 2z 93 % 71120 Se3 1 7 7 670 2 0t &6 1 1 E23 M 2 1 1 19
Me0d | .2 35650 & 3 996 1.2 : 1% 15330 1426 1 388 11910 30 2 & 1 1 PN 2 1 1 2
S04 4 7TWC 10 136 3 o 2 159 $77 5 ¢ 2 290 16 1t ¥ 1 1 54 19 1 9 1 7@

LieB0 seiT e 1 1.6 > 1 #0 6 ) -] B ool foy . 00 L5 9B e 1 2 1 L e en i e e

! 158%1 SPLIT C 1 2.0 5 = . 3 1t . 5 L0 #39 3 410 1 540 22 i 8 1 1 13.1 48 2 1 L

v 16892 SPLIT ¢ T 1.7 12620 G Wy 3 } 1 3 3290 113 2 %60 3 60 M 1 12 1 1 25,0 45 2 1 1 &%

| 16893 SPLIT £ | 1S 6710 2 : F: > 1.3 W0 2 TW0 706 4 20 3 270021 f 1 1 1 &2 % 101 1 7

| 16895 SPLIT C [ 1.2 9150 3 7 376D 1.7 1900 3 1095C 1264 4 2300 1 480136 1t 1 1 BS5S 73 01 1 1 66

| 15895 SPUIT C 1.4 16950 4é ‘ 5 o_1. 1 30 6 20460 1578 2 350 27 1090 33 2 1 1 1 4B4 &8 2 1 1 T

{ oo SEELLE. 4 -0 Waal &k A O I - o O oo O 2 TR O . 1 SR -

T ToB9E SPLIT C . BITM0 % 1 96 .7 5 16710 .5 912780 767 & 180 3 540 23 1 6 1 1 il.6 & 2 1 1 &%
14897 SPLIT C 1.825020 7 2 222 1.6 Q30840 & ) 919240 903 2 48 21950 21 1 9% 1 11135 7B 2 1 1 47
15808 SPLIT C | 2432260 1 3 103 .7 19 11550 .1 32 10 25360 562 1 370 70 806 17 1 1% 1 11615 &1 1 2 1 5]

| 16899 SPLIT C {19 32320 > 9L .7 14 TI7S0 1 3¢ 10 18440 78 1 WO 13 A90 18 1 21 1 11280 49 2 1 1 &6
01 SPLIT C | .620080 16 1 108 .7 & 3390 .7 0 1628750 1106 7 97is BS3 3 &) 1 S0 24 1 9 1 1 2%.5 712 1 i 52

MSN2 SPLIT € [ 52810 14 1 106 3.0 5 3210 .1 23 B85 50720 1389 7 V170 601 2 €80 7 640 26 2 7 1 1 85.3 8 2 1 1 &5

' MSO3 SPLIT C 437720 3 31022 1.3 05 52200 .1 30 21 70590 1380 16 15980 1430 1 390 11100 26 3 8 1 1 820120 2 1 1 B

| S04 SPLIT C i -6 6500 11 1 134 .3 3 1220 .1 S 12 9IRGI/S0 0 2 W0 176 & WD 1 286 15 1 2 1 1 5.4 20 1 1 t ¢&

i
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LABORATORIES B

SPECIALISTE IN MINERAL ENVIRONMENTS

CHEMIBTS « ASSAYENE = ANALYETS « GEOCHIMISTS

e e e i - 1

Bxsay Certificaste

ompanys  MINNOVA INC, Bate: AFR-27-90
Project: M 2us Lupy MikNOYR IRD., VANCDUVLR, B.C.
nttn: G.WELL /D, EAPLISTH 2o MINNUVR IND., CHEWRINUS, H.C.
Ke bereby certify the following Azsay of @ REJECT SPLIT B samples
gsubmitted APR~16~90 by PAUL BAXTER,
Gaurp b Al il q
Mumber g/l onne e stom " W il ) V
D s el e b = e IS - ? Pr— {;.;.2.&.,@:1"..._‘“_...--‘.......-...-_.-._
] ]
13749 Ol RELRD! ‘
13750 .M . 00 d ‘\
i ‘|
i _l " . 1--,, _...‘ - - i
R el L
N g o

Certified hy

MIMMOUR IHC B.C. 83
VANLAJUYER WUrrieE;

700 WEST {6TH STREET

NORTH VANCOUVER, BC CANADA  WTAL 112
TELEPHONE (604) 980-5814 OR (604 SBR-4H24d
THEEX: VIA LS A 7TROIDBT = FAX (604) 300D 95M

TIMMINS OFFICE:

4 FAS L IHOGUOIS ROAD

PO BOX 867

TIMMING ONTARIC CANADA  PaN 7G7
ILLEPHONE: {705) 264-9998

e

0V-0341-RA3

S e - T

/e

o s e
_‘:::_L_f._-_ P

MIN~EN LABORATORIES

|



705 WEST 15TH STREET
E NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (804) 988-4524

:%\/;‘-ﬁ LABORATORIES - TELEX: VIA US.A. 7601067 = FAX (604) 980-9621

] MIN VANCOUVER OFFICE:

TIMMINS OFFICE:

i 33 EAST IROQUOIS ROAD
‘b} SPECIALISTS IN MINERAL ENVIRONMENTS TIVMINS, ONTARIO CANADA. P4N 767

CHEMISTS « ASSAYERS * ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996

I— Gc—:—*achemz felt— Qnal 9’:.25 C“ertz Ficate 0V-0407-RG1

L‘nnpany‘ MINNQ_ A INCG - i Date: MAY-01-90
Project: MTS 205 Copy §. MINNDVA INC., VANCOUVEER, B.C.
fAttn: G.WELLS/P.EBAXTER 7. MINNOVA INC., CHEMAINUG, B.C,

He hereby certify the following Geochemical Analysis of 13 CORE samples
submitted APR-28-90 by P,BAXTER,

Sample Cu Fi M Ak AU-WET EA

Number FPM FPM FFM PR FRE FRM
L5700 127 2 40 i.4 o

13778 88 13 &1 1.2 =

1377% a3 i9 e 155 i0 1100
13780 ﬂ4T@Z—§é Q4 =ty 103 1.5 3

15781 70 e B o) ) iD

o HECE R 51 a5 o0 1iBiLo 10

578 i 42 1720 1 =

13784 70 23 g1 0 o 210
15785 71 2 70 o8 i sty
13786 N\ MTS-§ # 52 14 7 a6 = 30
2787 \ &1 20 &4 G 7 g 800

L3788 | ) ShT 1620 FAN 70 1090
1378?/J Zald HE20 400 B &5 1020

Certified by /%Z@.,,.,

==
MIN-EN LABORATORIES
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SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS + ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA USAA. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9998

Besay Certificaste

0V-0404-RAl

Company:
Projeci:
Attn:

MINNOVA INC,
SIC- 265
G. WELLB/F. BAXTER

Date: MAY-02-90
Copy 1. WINNDVA INC., VANCOUVER, B.C.
2. WINKOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 21 CORE samples
submitted APR-27-90 by PAUL BAXTER,

Samglé

Lol

Number %
N A U e P L e e B A e s sy i i s

16505 5. Jie)

16904 4.10 ( MTs~45

16907 3.90 (

16908 Sosa- 1\

16909 - 4,00 ~

16910 7. 80

16911 6. 40

16912 11.20

165913 18.20

164914 B. 70

5315 2.80 w =

16916 5,50 Vil

16917 3.50

16918 ML)

14855 4,

16920 8.20 )

16921 o b, 70 =

16922 5, 00 e oLy

16923 b0 MTS -7

146974 4,20 L

16975 5,80

Certified by

MIN-EN LABORATORIES




CHEMIETS « ASSAYERS « ANALYSTS =

LABORATORIES §BE

SPECIALISTS iN MINERAL ENVIRONMENTS

GLOCHEMIETS

VANCOUVER OFFICE:

705 WEST 16TH STREET

NOETH VANCOUVER, EC. CANADA VTM T2
TELEPHONE (804 880-8214 0R (B04) 9884524
TELEX VI& USA 7801087 » FAX (804) 9R0-3621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD
PO, BOX 867

TIMVINS, ONTARIO CANARA R4N TG7
TELEPHONE. (702) 284-9585

2~ 3 T3

—

ot e

F T

Companyt  MINNOVA INC,
i z

Projes

Attne G, WELLE/F.BAYTER

He hereby certirfy the following Assay ol
¥Y-08-90 by PAUL BAXTER,

submittead

Sample
Mumper
13857

13838

cu
¥

1.148
. 752
248

163

o1 6o bl i 8 b

'I"\-/ ] 3k

Certified

A

.

Ly

"

Lopy

2, NINNDVA IHL.,

OV-0412-PA1

Dates MAY-09-90

1, TINNDYA IMC., VANCGUVER, B.C.
CHEMAINUS, E.L.

PULPS samples

ivi

IN-EN LABORATORIES




« ENVIRDMMENTS
LABORATORIES Division of Assayers Corp. Ltd.
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Mr.Gary Wells,

Minnova Inec.,

4th floor,

‘ 311 Water 8t.;
Vancouver, B.C.
V6B 1BS8.

May @, 1890.

Dear Gary,

We Aid a quick re-assay on those four coppers we discussed
today. Note there is not really much change. No charge on this,
Gary we have a couple of high 2u values on your project 205
QV-427. I’ll have an assay check on the gplits tenight,

So will forward that project tomorrow.

Regards,

I Lo L
;g&f¢ AL qyk

Jack Stanely.

b
OFFICE AND LABORATORIES: PHONE: {804) 980-5314 {5604) 958-4524
’ 7056 WEST FIFTEENTH LT NORTH VANCOQUVER, B2 TELEX: VIA USA 7601067

{ CANADA V7M 11, FAX: (604] 9509621



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0404-RJ1

PROJ: SIC 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/02
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * CORE *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16905 .5 5 102 7 16 1 48 10 )
16906 .7 13 80 9 17 1 49 10 .
16907 .8 16 73 12 16 1 58 5 L MT
16908 .5 19 78 13 13 1 19 5 (
|- 16909 5o 31 83 276 15 1. 42 5
16910 .6 19 36 100 32 10 93 '
16911 .7 15 91 14 19 1 54 10
16912 2.1 63 66 174 49 4 66 70 )
16913 1.4 36 25 30 1 5 51 5 ( MT<-%
16914 1.1 39 103 92 26 4 73 0 /0 -
16915 1.3 37 57 56 28 8 7 5 |
16916 1.1 28 59 15 20 1 38 5 |
16917 .6 23 42 17 14 1 22 4
16918 2 21 52 11 12 1 16 10
16919 .2 20 75 10 16 1 38 10 -
16920 1.6 11 24 63 20 5 75 5~
16921 .9 19 76 61 20 2 86 5
16922 T 13 101 10 15 1 47 5 MTC
16923 .6 15 % 5 17 1 34 10 >
16924 1.1 29 49 13 15 1 268 50 |
16925 9 17 167 14 19 1 35 5




COMP: MINNOVA INC.
PROJ: SIC 205

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: OV-0404-RL1
DATE: 90/05/02

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * CORE *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s1o2 T102 S TOT(%)
NUMBER % % % % % % % % % % % % %
16905 17.51 .095 2.44 4.78 3.08 1.42 .13 4.50 .19 60.80 .31 01 '95.25
16906 16.10 .045 3.41 5.36 2.27 111 .1 4.20 .19 61.63 Lbb .06 94.92
16907 16.67 .070 3.24 3.88 1:15 1.88 .07 3.92 .13 64.08 .39 .01 95.46
16908 18.26 .070 2.69 3.64 2.28 .94 .07 5.42 .16 59.52 47 1.75 9527
16909 12.24 .045 2.30 9.76 1.00 ] .09 3.68 .10 64.33 .72 2.09 97.10
16910 17.64 .030 6.77 14.99 .88 3.37 .32 1.06 .22 43.16 1.00 .14 89.58
16911 14.77 .085 4.04 4.50 1.89 1.88 .16 1.44 .14 63.38 W41 .50 93.19
16912 11.21 .060 7.03 5.98 1.63 3.90 .36 .93 25 55.97 W47 1.03 88.81
16913 12.10 .020 9.47 2.10 .43 10.68 .20 .78 .26 37.14 .58 .10 80.87
16914 17.66 .155 5.93 9.42 2.40 4.1 23 1.29 .23 48.75 .78 1.44  92.38
16915 17.04 .080 7.17  10.11 2.61 4.37 .26 .52 .25 45.91 .86 .29 89.46
16916 14.38 .080 2.69 3.05 3.31 1.55 .15 .61 .09  67.48 .31 .25  93.94
16917 14.44 .060 .51 2.60 3.83 .64 .05 .80 07 T2.42 SBT 1.20  96.70
16918 15.50 .0%90 .01 2.21 3.79 .30 .01 .68 .01 73.63 .28 1.42  97.90
16919 14.93 .110 .82 2.24 3.57 .90 .08 .67 .07 71.33 .27 1.2 96.23
16920 19.98 .025 6.46 9.61 1.01 2.49 .16 3.21 .23 46.75 .94 .01 90.87
16921 17.80 .055 4.38 4.88 1.75 1.08 .08 2.26 .18 60.07 .65 .07 93.25
16922 15.46 .075 3.16 3.81 2.03 .94 .10 2.95 .15 65.06 .40 .29 94.42
16923 14.99 .100 3.76 3.98 2.7 .99 .13 1.80 .07  63.49 .42 .08 92.52
16924 13.46 .050 1.77 2.22 3.06 .73 .08 46 04 72,77 .25 .57 95.46
16925 13.80 .095 2.73 2.57 3.29 1.34 .1 b .11 68.98 .26 .15 93.86




MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2

LABORATORIES - TELE A ok e e < s (oo mocesr
TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
P.O. BOX 867

SPECIALISTS IN MINERAL ENVIRONMENTS TIMMINS. ONTARIO CANADA P4N 7G7
CHEMISTS - ASSAYERS « ANALYSTS « GEOCHEMISTS TELEPHéNE: (705) 264-9996
Sersazy Certificaste 0V-0412-RA1l
Cospany:  MINNOVA INC, Date: MAY-03-90
Project:  MTS 205 Copy 1. MINNGVA INC., VANCOUVER, B.C.
Attn: G.WELL/F.BAXTER 2. WINNDVA INC., CHEMAINUS, B.L.

He hereby certify the following Assay of 4 ROCK samples
submitted APR-30-90 by P,BAXTER,

Sample cu FB N AG AG AU AU BA
Number 7 % %4 g/tonne oz/ton g/tonne  oz/ton 7
13857 ) R T 4.3 1% .17 005 .14
13858 ( pmrs- %9 i .01 .01 1.3 .10 .14 . 004 .15
13859 SPHE .01 .01 2,0 .06 .06 . 002 .18
13860 165 .01 .01 1.5 .04 .05 . 001 .21
13861 12

Certified by géé%%%%;;7
g

MIN-EN LABORATORIES



MlN ) 2 VANCOUVER OFFICE:
' 705 WEST 15TH STREET
e EN : NORTH VANCOUVER, BC. CANADA V7M 1T2
' TELEPHONE (604) 980-58 14 OR (604) 988-4524

L ABOR ATOR'ES - TELEX: VIA US.A. 7601067 » FAX (604) 980-9621

TIMMINS OFFICE:
S%Eégg( IS&QUOIS ROAD
SPECIALISTS IN MINERAL ENVIRONMENTS A
CHEMISTS « ASSAYERS = ANALYSTS « GEOCHEMISTS iy_gpl—lséggﬂﬁgg) ggﬂgggs raner
[_ Beochemical Anslysis Certificaete 0V-0412-RG1
 Company: MINNOVA INC, Date: MAY-03-90
Project:  MTS 205 Copy 1. MINNOVA INC., VANCOUVER, B.C.
Attn: G.MWELL/P.BAXTER 2. WINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 1 ROCK samples
submitted APR-30-90 by P,BAXTER,

Sample Cu FE ZN a6 AU-WET
Number FPM FFM FFM PFHM FFE
L i jéﬁb”w‘iﬂ‘wi‘z ﬁ%"El'y-Lﬂéﬁ”{}u‘ﬂ‘W&‘ R LA rﬂx:é:iwﬁ"ﬂ'fb‘ R g ‘--“i-"';‘ L TR R vﬂ:)"‘iﬂjé 1 14 (:} ‘E‘j

Certified by %//

=

MIN-EN LABORATORIES



r MlN VANCOUVER OFFICE:
S 705 WEST 15TH STREET
® EN j NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

§ fﬁ L ABOR ATORIES - ; TELEX: VIA US.A. 7601067 « FAX (604) 980-9621

TIMMINS OFFICE:

n.,g
.
RV
33 EAST IROQUOIS ROAD
&L AR SPECIALISTS IN MINERAL ENVIRONMENTS Lt ARG BANADA PaiTar

CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
|
| |— Ossay Certificate 0V-0427-RA2
Comany: MINNOVA INC, ' Date: MAY-04-90
Project: Mis 2an Copy 1. WINNOVA INC., VANCOUVER, B.C.
Attn: : B.WELLS/F.BRAXTER 2. HINNOVA INC., CHEWAINUS, B.C.

He hereby certify the following Assay of 1 CORE samples
submitted MAY-01-90 by P,BAXTER.

Sample LOI
Number 7
13799 9. 00

Lertified by

‘ MIN-EN LABORATORIES



COMP: MINNOVA INC.
PROJ: MTS 205
ATTN: G.WELLS/P.BAXTER

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172
(604)980-5814 OR (604)988-4524

FILE NO: 0V-0427-RJ2
DATE: 90/05/04
* CORE *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
13799 1.6 1 69 733 5 1 134 1350




COMP: MINNOVA INC.
PROJ: MTS 205
ATTN: G.WELLS/P.BAXTER

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2
(604)980-5814 OR (604)988-4524

FILE NO: OV-0427-RL2
DATE: 90/05/04
* CORE *  (ACT:FIRE)

SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 TI02 S TOT(%)
NUMBER % % % % % % % % % % % % %
13799 17.51 .075 .15 18.50 1.84 9.43 W4T .07 .31 40.23 125 5.43 95.27




NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (804) 980-5814 OR (604) 988-4524

EN
TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
LABORATORIES - TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

I l MIN VANCOUVER OFFICE:
l 705 WEST 15TH STREET
L=y

SPECIALISTS IN MINERAL ENVIRONMENTS e lssiiins GRiaA. PETEs
CHEMISTS - ASSAYERS » ANALYSTS « GEOGHEMISTS TELEPHONE: (705) 264-0996
Bxcay Certificate 0V-0412-PAl
Company: MINNOVA INC. ; Date: MAY-09-90
Project:  MTS 208 Copy 1. MINNDVA INC., VANCOUVER, B.L.
Attn:  G.WELLS/P.BAXTER 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 4 PULPS samples
submitted MAY-08-90 by PAUL BAXTER,

Sample Ccu
Mumber %

N O e R S S R
13857 1.148
13858 L7582 MT$-€9 rerwn  NE Copper T nlesect cor,
13859 . 268
13860 163

Certified by

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0438-SJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/09
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)
SAMPLE AG AS cu PB sB 2N
NUMBER PPM PPM PPM PPM PPM PPM
L56+00W 108+00N 1.8 1 23 74 1 45
L56+00W 108+25N .9 9 20 93 1 52
L56+00W 108+50N 1.5 1 23 37 1 35
L56+00W 108+75N .5 1 15 23 1 34
L56+00W 109+00N 1.4 1 30 5 1 23
L56+00W 109+25N .6 1 19 33 1 26
L56+00W 109+50N .5 4 18 121 2 103
L56+00W 109+75N 1.2 8 16 83 1 36
L56+00W 110+00N .5 5 10 53 1 27
L56+00W 110+25N .8 5 20 80 1 41
L56+00W 110+50N 8 7 11 42 1 36
L56+00W 110+75N .8 1 19 62 1 59
L56+00W 111+00N 1.4 5 20 40 1 42
L56+00W 111+25N 1.2 1 28 17 1 31
L56+00W 111+40N 1.1 2 25 35 1 49
L56+00W 111+75N .3 9 14 13 1 46
L56+00W 112+00N .2 7 7 43 1 32
L57+00W 108+00N .2 1 9 54 1 27
L57+00W 108+25N .5 9 10 80 2 51
L57+00W 108+50N .5 13 22 149 4 101
L57+00W 108+75N .5 1 28 105 1 70
L57+00W 109+00N 3 7 20 120 2 134
L57+00W 109+25N 3 3 18 101 1 65
L57+00W 109+50N ¥ 6 11 77 2 50
L57+00W 109+75N .7 5 11 71 1 43
L57+00W 110+00N .6 1 27 1% 1 29
L57+00W 110+25N Y 12 10 42 1 58
L57+00W 110+50N 1.0 35 56 23 1 35
L57+00 110+75N 3 13 13 32 1 56
L57+00W 111+00N 6 9 17 58 1 38
L57+00W 111+25N 2 10 13 33 1 33
L57+00W 111+50N 1 6 12 80 1 106
L57+00W 111+75N 1 10 12 82 1 55
L57+00W 112+00N 1 7 10 62 1 73




705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

*EN
- TELEX: VIA US.A, 7601067 « FAX (604) 980-9621
LA BORATORIES TIMMINS OFFICE:
33 EAST IROQUOIS ROAD

’ MIN VANCOUVER OFFICE:

SPECIALISTS IN MINERAL ENVIRONMENTS PO.BOW ea7
CHEMISTS « ASSAYERS * ANALYSTS » GEOCHEMISTS .Tryl_héq::'.\:_isogg.rg:gso) gg?_gggs ko
|— SBssmy Serdtidficats 0V-0439-RA1l
Company:  MINNOVA INC. Date: MAY-10-90
Project: BICKER 205 Copy 1. MINNOVA INC., VANCOUVER, B.L.
fttn: G.WELLS/J.KAPUSTA 2. MINNVOA INC., CHEMAINUS, B.C.

He hereby certify the following Assay of 12 ROCK samples
submitted MAY-10-90 by J,KAPUSTA,

Sample LOI
Mumber %
16951 7.00
16952 4.10
16953 3. 40
16954 3.50
16255 3,00
16956 2.60
16957 7.00
16958 Ba90
16989 4,70
16950 2. 60
169561 8.00
16FE2 3.80

i

Certified by % /

MIN-EN LABORATORIES

—r—



1

b

A

x 33 EAST IROQUOIS ROAD
lb} SPECIALISTS IN MINERAL ENVIRONMENTS o A —

MlN VANCOQUVER OFFICE:

705 WEST 15TH STREET
l ® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
Nt TELEPHONE (604) 980-5814 OR (604) 988-4524

¥ g&% ;’ﬁ% L ABOR A‘I‘ORIES .. TELEX: VIA U.S.A. 7601067 » FAX (604) 980-9621
‘ﬁgg TIMMINS OFFICE:

CHEMISTS « ASSAYERS ¢ ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996

&85 5 Certificate 0V-0444-RA2
Company:  MINNOVA INC, Date: MAY-10-90
Project: MTS 205 Copy 1. MINNDVA INC., VANCOUVER, B.C.
Attn: - G.WELLS/F.BAXTER 2, WINNOVA INC., CHEMAINUS, B.LC.

He hereby certify the following Assay of 6 CORE samples
submitted MAY-10-90 by P.BAXTER.

Sample Lot
: Numbgr ai : f
13864 Fs S0
13872 1.90
169463 Swa0
169464 150
16965 L0
14694646 £t

i Lo e S s e o 40 b e s e ek i b s e B e e e S i e o o e e i e e s o e iy 4 kel 0 o S Bl Lo S o i i i o o e e o S e ol o e (i e e S e o

Certified by

MIN-EN LABORATORIES



"5
=i LABORATORIES (il

SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS « ASSAYERS « ANALYSTS « GEOCHEMISTS

VANCOUVER OFFICE: |
705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 172
TELEPHONE (604) 980-58 14 OR (604) 988-4524
TELEX: VIA US.A. 7601067 « FAX (804) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

r Feoochemicad el vsi= C@rgificaﬁe 0v0n7nm

W 6 NELLSfP”BAXTER

Bate. MAY 10 9[}

Cusy 1 HINNGVQ iNﬁ., VANCOUVER, B.C.
2. MIHMOVA INC., CHEMAINUS, R.C.

We hereby certify the following Geochemical Analysis of 16 CORE samples

submltted MAY 01 90 by P BAXTER

. ESamp1E

i

Wl Ba

= _ Al

Numher =l FFPM FPM FFM FFH FFM
13790 i10 29 13 el 10

15781 50 25 148 i S 5

i e AT ET a00 28 157 158 5

13793 1385 19 152 tad ) 790
13794 485 25 143 1.8 = 200
15795 162 40 200 D 10 10
L5794 g40 17 127 1.5 ] H20
AL 8o0 25 187 20 o 100
13798 500 28 180 Zad 10
13800 _ 1330 23 174 2.z 980

7851 820 30 140 1,9 935

13852 3 1% o 0.8 40 280
132853 &5 i a5 L 15 1270
15854 S 10 277 .6 460 250
13855 57 12 &2 4.6 SE000

12854 2600 26 3i8 4,3 ' 10000

Certified by

MIN-EN LABORATORIES ]



M lN VANCOUVER OFFICE:
705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 988-4524

TELEX: VIA US.A. 7601067 « FAX (604) 980-9621

33 EAST IROQUOIS ROAD
P.O. BOX 867

@W LABORATORlES D, TIMMINS OFFICE:

SPECIALISTS IN MINERAL ENVIRONMENTS e
CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS H'I:'\?_NE,I:L\]HS(EJSE-I-(AT@?) ggﬂgggﬁ PaRETaT
|_ Geochemical Opnslvsis Certificste 0V-0444-RG1
Company: MINNOVA INC, . Date: MAY-10-90
Project:  MTS 205 Copy 1. MINMOVA INC., VANCOUVER, B.C.
Attn: B.WELLS/P.BAXTER 2. HINNDVA INE,, CHEMAINUS, B.C.

AR

He hereby certify the following Geochemical Analysis of 18 CORE samples
submitted MAY-10-90 by P.BAXTER,

Sample cu FE N A6  AU-FIRE BA
Number PPM FPM FPPM PEM PPE FFM
13862 2180 33 142 1.6 24
13863 845 35 131 7 20
13864 545 31 144 1.5 10
13865 430 31 128 1.4 7 930
13B4b 535 23 81 1.0 21
138467 4500 25 84 - 51
17848 2400 18 83 5.5 30
138469 a7 38 450 0.2 2
13870 127 i5 182 0.3 9
13871 &8 69 490 0.3 2
13872 P 107 535 0.4 4
LIBT3 300 47 485 0.8 24
13874 109 29 335 0.7 iz
13875 235 18 135 0.5 26
13874 g7 24 132 0.8 ié
13877 149 i9 2 0.8 18
13878 3650 22 141 s 94
13879 - - - 3750 15 97 - Pt 101

ol Il Sump/e; MTS — g?

Certified by

MIN-EN LABORATORIES



FOMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0444-RJ2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/10
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB sB N AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

13864 MTS - £6 .5 3 37 681 9 3 113 5

13873 7 12 125 315 45 1 433 5

16963 o7 27 67 222 16 3 43 5

16964 - .5 17 156 115 22 1 122 5

1965 /177 A 14 152 242 14 1 25 5

16966_ A 21 72 3 13 1 16 5




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0444-RL2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/10
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO ~ MNO2  NA20  P205  SI0O2  TIO2 s TOT(%
NUMBER % % % % % % % % % % % % %
13864 AT S~ ) 17.00  .090 .66 17.59 2,19 7.58 .40 .06 .26 43.81  1.29  5.14 96.08
JA3873 L1938 140 1,00 379 1.8 1.5 .16 396 .10 71.71 .26 .20 97.16
16963 15.68  .055 46 6,42 1.60  2.73 A5 3,42 .23 65.16 bk 47 96.82
16964 ( pre_g/ 14.02  .150 310 3150 195 1,14 M 332 11 73.00 .24 .01 97.52
16965 11.43  .080 72 498 111 1.40 07 2.64 11 74.10 .20 .38 97.23
16966/ 13.54  .060 .68 2.53  1.27  1.63 .06 3.80 A3 73.23 .25 51 97.69




CCMP: MINNOVA INC.
PROJ: SICKER 205

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: OV-0439-RJ1
DATE: 90/05/10

ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA Ccu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

~ 16951 9 1 29 218 6 1 93 5
16952 o7 24 91 231 16 1 10 5
16953 & 15 104 397 10 1 1 5
16954 5 MTS-6% i 17 118 242 18 1 10 5
16955 .5 20 105 37 13 1 11 5
16956 _J .7 22 82 284 17 1 40 5
16957 1.7 2 45 555 8 5 44 5
16958 | 147559 1.4 19 115 554 18 1 102 5
16959 .7 24 9% 115 18 1 23 5
16960 1.2 30 163 543 22 1 48 5
16961 1.2 15 62 238 20 6 192 5
16962 MTS-90 1.5 29 123 58 26 4 70 10




CEMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0439-RL1

PROJ: SICKER 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/10
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO FE203 K20  MGO  MNO2  NA20  P205  SI02  TIO2 S TOT(%)
NUMBER % % % % % % % % % % % % %
16951 17.28  .040 450 16,67 1,40 9.02 48 1.04 .23 46.06  1.23  3.14  95.02
16952 17.59  .205 35 8.82  4.57  2.48 .06 19 .21 57.90 43 5.92 98.75
16953 | yT¢-§¢ 14.07  .185 .27 493 3.89 .99 .03 .20 L0 70.99 .26 2.97  98.90
16954 12.29  .165 .78 5.47 313 1.36 .05 .26 2 71.67 .21 2.53  98.04
16955 13.29  .125 .17 5.48  2.82  1.81 .06 .90 00 71.11 .22 1.7 97.79
16956/ 14.34  .080 34 4,85 1.70  1.43 .07 4.06 2 69.41 26 1.7 97.81
16957 17.03  .035 .77 16.80 .88 8.36 50 1.81 31 44.28  1.23  3.88  95.89
16958 ( .. 15.83 .15 .47 B.65 1.88  4.50 .25 2.04 .18 60.44 69 1.57  96.61
16959 ) MTA7%1 16.43 125 32 7.99  3.57  4.05 14 13 .23 60.98 45 2,90 97.32
16960 13.74  .180 25 6.16 3.29 1.96 .16 1 .10 70.28 .25 .38 96.87
16961] psrs—50 17.78  .070 31 1430 2.52 7.97 51 .08 30 45.78  1.30 4,32 95.24

16962 15.51 .130 .57 6.93 2.50 4.31 .18 1.20 .27 63.34 .43 .11 95.48




VANCOUVER OFFICE:

705 WEST 15TH STREET
o F NORTH VANCOUVER, BC. CANADA V7M 1T2

TELEPHONE (604) 980-5814 OR (604) 988-4524

L ABOR ATOR'ES - TELEX: VIA US.A. 7601067 o FAX (604) 980-9621
TIMMINS OFFICE: \
St N0CUOR ROAD \
SPECIALISTS IN MINERAL ENVIRONMENTS i 1
CHEMISTS - ASSAYERS « ANALYSTS « GEOCHEMISTS -Il::IE\T_E:EJHSéSE-I—(ﬁFgBO) (E:GA;."-gggB Badrar ‘
|
e e FFF e s e U‘i 0444-RA2 {
\ i i " o = iy Z:f i : i ! |
| 3..Phuject:'f.'Ff¥b 20n e . HINHEV& IkC.. VéﬁLBﬂVEP E E ‘
. Attnt &, MElLﬁIF Bﬁkaﬁ ; P = 0 L HINNOVA INC., CHEMAINUS, B.L. ‘
He hereby certify the following Assay of 6 CORE samples i ]
submitted MAY-10-90 by P.BAXTER ‘
:
4

13864
13873
16963
16964
146965

Certified by

MIN-EN LABORATORIES



“MN VANEDMges o o=

® EN ; NORTH VANCOUVER, B.C. CANADA V7M 1T2
ELEPHONE (604) 980-5814 OR (604) 988-4524

- TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
LABORATORI:> B vhEs 0
33 EAST IROQUOIS ROAD

P.O. BOX 867

SPECIALISTS IN MINERAL ENVIRONMENTS TIMMINS, ONTARIO CANADA P4N 7G7 f

CHEMISTS - ASSAYERS;» ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-9996 {

‘ ; |

‘ {

Assasy Certificate OV-0439-RA1 |

- Company: MINNOVA INC., o s bate: MAY-10-90 i
. Project: SICKER 205 e - : Lopy 1. MINNDVA INC., VANCOUVER, B.C. it
Attn: G.WELLS/J. EAPUSTA - . 2. RINNYDR INC., CHEMAINUS, B.E. i

&

He hereby certify the following Assay of 12 ROCK samples
submitted MAY-10-90 by J.KAPUSTA,

7

Gample e T L0l |
% 1
16951 7.00 4 T x ’ k'ﬁﬂ
16952 £.10 |
16953 3,40 T |
16954 3,50 i |
16955 .00 - |
16956 2,60 ]
16957 7. 00 |
146958 A 90
16959 4,70 |
:

Certified by

' MIN-EN LABORATORIES ‘
[




MlN VANCOUVER OFFICE:
705 WEST 15TH STREET
P EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
- TELEPHONE (604) 980-5814 OR (604) 988-4524
ps

i“"% ‘ LABORATORIES . TELEX: VIA USA. 7601067 » FAX (604) 980-9621
2 TIMMINS OFFICE:

o TS OFFICE

| l_} SPECIALISTS IN MINERAL ENVIRONMENTS TRIMINS, ONTARIO GANADA. BN 767

CHEMISTS « ASSAYERS « ANALYSTS » GEOCHEMISTS TELEPHONE: (705) 264-9996
|—' reochewmical OAnaelysis LCertificate 0V-0454-RG1
Company: MINNOVA INC, Date: MAY-11-90
Project: MTS 205 Copy 1. WINNDVA INC., VANCOUVER, B.C.
Attn: G.WELLS/F.BAXTER 2, RINHBVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 15 ROCK samples
submitted MAY-08-90 by PAUL BAXTER.

Sample G Ok FE IN AG  AU-FIRE BA
Number FPHM FFPM PPM FPM FFEB FFM
13880 380 28 136 1.8 12
13881 G000 45 375 3.6 98
13882 1260 29 159 1.8 19
13883 705 31 165 1.9 8
13884 1060 28 174 1.8 &
13885 980 29 157 1.8 12
13886 &80 23 149 1.6 9
13887 1000 27 L7 1.8 &
13888 1440 26 168 1.8 2
13889 1560 32 154 2.0 1
13890 378 12 45 0.8 i
13891 174 11 47 0.6 1 100
(3892 5450 21 240 3.4 22 80
13893 19200 33 1140 10.6 58
13894 16800 32 &70 b.0 20

7
MIN-EN LABORATORIES

Certified by %//



B g

5

JU N

//g LABORATORIES (D

l‘b} SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS - ASSAYERS = ANALYSTS » GEOCHEMISTS

VANCOUVER OFFICE:

705 WEST 15TH STREET

NORTH VANCOUVER, B.C. CANADA V7M 172
TELEPHONE (604) 980-5814 OR (604) 988-4524
TELEX: VIA US.A. 7601067 « FAX (604) 980-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

P.0. BOX 867

TIMMINS, ONTARIO CANADA P4N 7G7
TELEPHONE: (705) 264-9996

Gessay Certificate

0V-0477-RAl

4

 Sample = “Lor
Number %
=l 1:900‘ s 2 i e R SHURE I,,B'QC}, PaECTTmE =

Cospany: ~MINNOVA INC,
Project:  MTS 2005
Attn: 6. WELLS/P.BAXTER

Date: MAY-11-90
Copy 1. MINNDVA INC.,,VANCOUVER,B.C.
2. HRINNOVA INC.,CHEMAINUS,B.C.

He hereby certify the following Assay of 1 ROCK samples

submitted MAY-09-90 by P,BAXTER,

Certified by

MIN-EN LABORATORIES



705 WEST 15TH STREET
NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (804) 980-5814 OR (804) 988-4524

*EN
/;;;‘ L ABOR ATOR'ES - TELEX: VIA US.A. 7601067 « FAX (604) 980-962 1

R
@t\‘%/ TIMMINS OFFICE:

S\ 33 EAST IROQUOIS ROAD
‘b} SPECIALISTS IN MINERAL ENVIRONMENTS ?i%ﬁgé.agrximmo CANADA P4N 7G7

l MIN ' VANCOUVER OFFICE:

CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS | TELEPHONE: (705) 264-9996
'_ Seochermical Anelvsis Certificate 0V-0412-PG1
- Cowany:  MINNOVA INC. - . - © Date: MAY-15-90
Project: MTS 205 Copy 1. HINNOVA INC., VANCOUVER, B.C.
Attn: G.WELLS/F.BAXTER Z. HINNOVA INC., CHEHAINUS, B.C.

He hereby certify the following Geochemical Analysis of 4 PULPS samples
submitted MAY-08-90 by PAUL BAXTER,

Sample | cu HB R AG  AU-WET

Number FPM PPM PEI FFH FPE
13857 75 175 4,2 70
13858 b4 102 2.8 b0
13859 (2300 24 84 1k 20
13860 1410 20 42 1.0 5

Certified by §§2%;2%{"
e

MIN-EN LABORATORIES



MIN ; - VANCOUVER OFFICE:
i 705 WEST 15TH STREET
® EN NORTH VANCOUVER, B.C. CANADA V7M 1T2
TELEPHONE (604) 980-5814 OR (604) 288-4524

|_ ABOR ATORIES - TELEX: VIA US.A. 7801067 » FAX (604) 980-9621

TIMMINS OFFICE:
33 EAST IROQUOIS ROAD
P.O. BOX 867
SPECIALISTS IN MINERAL ENVIRONMENTS
CHEMISTS - ASSAYERS » ANALYSTS « GEOCHEMISTS lg“ﬂ“gg‘féﬂgﬂﬂg) gg L\I, 'gggﬁ FANTEE
|— Aesay Sertidificoaste 0vV-0427-PAl

- - ~ Date: MAY-— 16 -90
Enpy i HINNBVR IHC., VANCBUVER, B.L.
Z, HMINNOVA INC,,CHEMAINUS, B.C.

. EVANS/F. BF:XTER |

He bereby certify the following Assay of 5 PULPS samples
submitted MAY-14-90 by G.WELLS,

e o T T
Nupbee =~ - = o/tonne oz/ton %

\»137,98 (i'E‘LBs- ‘y"}'r{ Lfd.‘. ‘-l‘J ;nn,?_;??’ﬁ’s&f..“-»- o ; (",4 T ; (}{)1 y 41{:)
13799 Ns-85 421~ 43.4 15 1. & L 047 LT e Mt | B 5%,\31,,, v TasL 0[/11
1“"4801‘: Vi g6z 48.- 1.3 < V1w .57 028 TR Y SR

ZB55 MIS:35 - MAs-M3: 0B~ 41 0o i.779 LO0E 5% duss py o co\jzu 'acum\ FPdvee v FE Tt
1qubrns% 166 %~ 164.25 0.5 7. 806 Pt P 1t cusk~jm? e FTfe

e e i SRRSO [ A W T T—

Mims % checld of A;ﬁ Gkl fosrbers

Certified by

MIN-EN LABORATORIES

C———



MIN VANCOUVER OFFICE:
705 WEST 15TH STREET
P EN NORTH VANCOUVER, BC. CANADA V7M 172
iy TELEPHONE (604) 980-5814 OR (604) 988-4524

s e
;‘;'ﬂs autl LABORATORIES - TELEX: VIA USA. 7601067 « FAX (604) 980-9621
"W TIMMINS OFFICE:
\ 33 EAST IROQUOIS ROAD
lb} SPECIALISTS IN MINERAL ENVIRONMENTS IRIIA T CANATIA. BAN Y

CHEMISTS - ASSAYERS * ANALYSTS + GEOGHEMISTS TELEPHONE: (705) 264-9996

r Bscay Certificate 0V-0454-RA2
Cospany: MINNOVA INC, Date: MAY-17-90
Project: Mi5 205 Copy i, MIMNOVA INC.,VANCOUVER,B.C.

Attn: G.WELLS/P.BAXTER 2. WINMOVA INC.,CHEMAINUS,B.C.

He hereby certify the following Assay of 3 ROCK zamples
submitted MAY-07-90 by PAUL BAXTER.

Sample LOI
Number %
AT 16'9-5:‘}__:3: PRSI RN T KU AL U S L T R e W .‘»75‘5.;%%"‘:; W > “Sm AR LSl e s TEEDETIR N
14968 4,80
13887 8. 30

%/
Certified by 3

MIN-EN LABORATORIES




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0454-RD2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/17

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA Ccu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16967 ™15 03 1.2 22 138 107 20 1 127 5
16968 w15 4% 1.1 24 101 360 22 5 127 5
1.6 17 L7 1009 13 9 123 5

13887 7S 90 ,
\——‘—) .60 T 2000




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0454-RL2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/17
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO FE203 K20 MGO MNO2 NA20 P205 s1o2 Tio2 S TOT(%)
NUMBER % % % % % % % % % % % % %
16967 20.78 .15% .95 8.73 3.73 5.25 4T 1.95 42 49.71 1.00 1.46  94.59
16968 15.41 .085 .61 10.40 2.52 4.93 or 41 .21 58.77 e .08  94.40

13887 17.68 .060 67 17.01 1.91 9.14 .50 .10 .33 42.26 1.28 3.55 94.49




705 WEST 15TH STREET

MIN VANCOUVER OFFICE:
l EN NORTH VANCOUVER, BC. CANADA V7M 1T2

:ﬂ\‘//% LABORATORIES TELEX. VIA USA 7501067 » FAX (304) 530-962 1

! jy TIMMINS OFFICE:
\ 33 EAST IROQUOIS ROAD
lb} SPECIALISTS IN MINERAL ENVIRONMENTS e AR, ik
CHEMISTS « ASSAYERS » ANALYSTS « GEOCHEMISTS TELEPHONE: (705) 264-9996
I_ Geochemical Anelyvesis Certificate 0v-0477-RG2
Company:  MINNOVA INC. s o Date: MAY-17-90
Project:  MTS 205 Cﬁpy 1. HINNOVA INC., VANCOUVER, B.L.

Attn: b.WELLS/F. BAXTER 2. HINNOVA INC., CHEWAINUS, B.C.

He hereby certify the following Geochemical Analysis of 11 ROCK samples
submitted MAY-11-90 by P.BAXTER,

Sample cu FE 7N AG  AU-FIRE
Number FFM FPEM FFM PFM FRBE
e T A sy - 5. ____________

13896 - MT$-9| 442 116 21 T.E 135

12897 710 103 27 2.0 228

13898 263540 1I5-EZB00 a5 4"” P &0

13899 HI- 28710 725&] 29 ﬂ z.8 59

13900 MTS g 2321k 3390} lf,‘:fj‘fgsf“ 21 :sﬂ i.8 39

13901 9.6~ 35:145%480 e AUJ 2.0 19

139072 2035-3LE 1 5= 25 174 1.0 20

13903 799- Ap b5ATOBO 12 130 g 1800

12904 1 MTS 62 4800 20 112 =0 289
3905 st S400 19 140 3.1 268 10

-
Certified by__ %/

MIN-EN LABORATORIES



MTS - 7=

—

COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0477-RJ1
PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/17
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA cu PB SB 2N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

13900 1.4 10 39 3264 17 10 195 10




COMP: MINNOVA INC.
PROJ: MTS 205
ATTN: G.WELLS/P.BAXTER

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172
(604)980-5814 OR (604)988-4524

FILE NO: 0V-0477-RL1
DATE: 90/05/17
* ROCK *  (ACT:FIRE)

SAMPLE AL203 BAT CAO  FE203 K20 MGO MNOZ2 NAZ20 P205 s102 TI02 S TOT(%
NUMBER % % % % % % % % % % % % %
13900 16.63 .055 .43 17.08 2.12 8.05 W41 .02 .29 44.29 122 4.81  95.39




MIN VANCOUVER OFFICE:
: 705 WEST 15TH STREET
l ° EN ; NORTH VANGCOUVER, BC. CANADA V7M 1T2
_— TELEPHONE (604) 980-5814 OR (604) 988-4524

I_ ABOR ATOR'ES - TELEX: VIA US.A. 7601067 » FAX (604) 930-9621

TIMMINS OFFICE:

33 EAST IROQUOIS ROAD

SPECIALISTS IN MINERAL ENVIRONMENTS i R —
CHEMISTS + ASSAYERS * ANALYSTS * GEOCHEMISTS TELEPHONE: {705) 264-9996

0vV-0488-RG1

NNOVA . WY a9 50
- - Copy 1. HINNDVA THC., VANCOUVER, B.C. '
Attn:  G.WELLS/P.BAXTER - 2. MINNOVA INC., CHEMAINUS, B.C.

He hereby certify the following Geochemical Analysis of 2 CORE samples
submitted MAY-13-90 by PAUL BAXTER,

Mumber FFH PR FFM FEH FFE
1E504 _ EA00 28 140 Gab 15
155907 13400 25 219 2.0 S0

Certified by

MIN-EN LABORATORIES



COMP: MINNOVA INC.

MIN-EN LABS — ICP REPORT FILE NO: OV-0454-RD2
PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/17
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
16967 1.2 22 138 107 20 1 127 5
16968 1.1 24 101 360 22 5 127 5
13887 1i6 17 47 1009 13 9 123 5

B e Aot

Y & =




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0454-RL2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/17
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203 BAT CAO  FE203 K20 MGO MNO2 NA20 P205 s102 TI02 S TOT(%)
NUMBER % % % % % % % % % % % % %
16967 20.78 .155 .95 8.73 3.73 5.25 47 1.95 420 49.71 1.00 1.46  94.59
16968 15.41 .085 .61 10.40 2.52 4.93 a2l 41 .21 58.77 e .08  94.40

13887 17.68 .060 .67 17.01 1.9 9.14 .50 .10 .33 42.26 1.28 3.55  94.49




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0498-SJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/22
ATTN: GARY WELLS/J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL * (ACT:F31)

SAMPLE AG AS cu PB SB ZN

NUMBER PPM PPM PPM PPM PPM PPM

L58+00W 108+00N A 11 7 107 4 71 ‘%

L58+00W 108+25N A 7 5 66 2 28

L58+00W 108+50N A 7 16 92 3 56

L58+00W 108+75N A 8 12 26 3 13

L58+00W 109+00N A 4 4 25 1 31

L58+00W 109+25N A 12 4 45 2 37

L58+00W 109+50N ol 10 8 49 1 60

L58+00W 109+75N &1 11 3 55 2 41 /z/hJ,,, A

L58+00W 110+00N <1 14 9 63 2 59 '

L58+00W 110+25N A 15 8 76 3 38

L58+00W 110+50N 41 16 9 100 4 59

L58+00W 110+75N A 12 4 62 2 24

L58+00W 111+00N i 1 4 57 1 53

L58+00W 111+25N <1 15 9 52 1 50

L58+00W 111+50N i 11 5 30 1 31

L58+00W 111+75N K 16 8 83 2 36

L58+00W 112+00N .1 12 7 63 2 s A -

L59+00W 108+00N = 16 5 100 2 37

L59+00W 108+25N i1 14 4 79 2 60

L59+00W 108+50N 3 9 10 90 4 38

L59+00W 108+75N 3 14 6 85 3 54

L59+00W 109+00N o1 18 4 56 3 55

L59+00W 109+25N £ 13 7 51 3 46

L59+00W 109+50N .2 13 4 69 2 49

L59+00W 109+75N it 13 4 42 2 31

L59+00W 110+00N A 13 12 101 4 72 H i€

L59+00W 110+25N i 15 4 98 3 42 '

L59+00W 110+50N i 16 5 103 5 72

L59+00W 110+75N . 14 9 82 2 63

L59+00W 111+00N 1 19 6 68 3 40

L59+00W 111+25N A 1 10 76 1 37

L59+00W 111+50N A 4 8 68 1 47

L59+00W 111+75N 2 1 12 66 2 33

L59+00W 112+00N 2 6 10 60 2 62 B

L61+00W 108+00N A 6 7 65 2 61

L61+00W 108+25N E 6 7 57 2 50

L61+00W 108+50N A 1 9 45 1 36

L61+00W 108+75N A 10 8 110 3 62

L61+00W. 109+00N . 9 9 108 2 - 89

L61+00W 109+25N A 10 6 54 2 62

L61+00W 109+50N .1 8 5 67 2 65 3

L61+00W 109+75N | 8 9 72 1 81 Huru

L61+00W 110+00N 1.0 13 20 32 4 49

L61+00W 110+25N A 12 6 98 3 64 .

L61+00W 110+50N .2 14 5 57 2 67 \

L61+00W 110+75N .1 5 6 57 2 84

L61+00W 111+00N 1 8 6 67 2 70

L61+00W 111+25N .2 9 7 52 2 50

L61+00W 111+50N A 13 5 78 3 9%

L61+00W 111+75N 2 9 8 71 3 54

L61+00W 112+00N i 16 6 91 2 65 o




e
| 2 h L b L d ~ To: MINNOVA INC. Pagasiumber : 1
= Qi a8 -
s Chemex Labs Ltd. o =l surs
Anafytical Chemists * Geochemists * Reglstared Azsayers ) nvoice No. © |-
212 Brooksbank Ave., North Vancouver V6B 188 £.0. Number : NONE
British Columbia, Canada V7J2C1 Project :
PHONE: €04-884-0221 Comments:  ATTN: GARY WELLS
ik :
' | CERTIFICATE OF ANALYSIS  A9D15312 |
{ : i Yl,'.nm:g Hee ass ] C~ ? I E ] : —%
EAMPLE PREP | Au Cu f | 3_ | ! i . | .
 DESCRIPTION CODE | g/tonne | & ; f Au \’P\" ! ﬂ“? 3} ; L ;_ ' | |
] I 1 | { | |
13799 207 294 0.95 0.08 | | wse | VLo | .o¥F ‘ ; | _5
13800 207 294 0.55 | 0.15 | I | 1. 97 L .ibko ; ! : |
13855 R i 207 294, 30.30| < ©0.01! | ssos8 | GLO . .eag " | ; [
1385€ 214 227 | 9.77 | 0.28 | Clooeo | 356 320 ; | | '
= I ! ; | i - ‘
l ‘ ' - ! %
{1 ; ! - -. ' 5 |
i ! : ; % Qoorse 8‘,]& sms’»zr;r:haf.t in 13855 (L%J—“o uum&\)*\t*j w QacL Ud' | !
: { i i | f ; . : i ! :
1 } | ; g | . ‘ J | . { .
. | | | | | | | | |
| i | i | ' : |
| i i ! - i | !
! | | i | | |
S | | | | | | !
E { i ! ! l { ! 5 !
: i { :' 5 | E E % 5 |
= | i _— l ‘; ! | ! | _F : ;
ge | | ! | I | ! | i ! ]
= 14 i l | { i | 5 1 .
& ' j | ! ' | ‘ f E l i = |
! ] 1 i | | | ! i
i = ’ ; | | | | a !
2] i 5 ’ i | ; 7 f | i
i ! ; | j i 5 | I |
! = a : 1 = 5 | !
2 L | | | | | |
5 - | | | s f i | i ! !
= L | ? | ! | 5 | ! ,
o - | | | | | | | | |
5 ‘ L ? i ' | ! ; § |
‘ i i : | | ! | ; | | .
;rj { i ! : i l | I i i H {
B ' | | % s | i ; i i " i
> . A ) | ' i L | , i .

CERTIFICATION :




MlN VANCOUVER OFFICE:
705 WEST 15TH STREET
® EN NORTH VANGOUVER, BC. CANADA V7M 1T2
TELEPHONE (804) 980-5614 OR (804) 988-4524

- N
by puil L - TELEX: VIA US.A. 7601067 » FAX (604) 980-9621
.":‘\\// ABORATORIES TIMMINS OFFICE:

CHEMISTS « ASSAYERS ¢ ANALYSTS = GEOCHEMISTS TELEPHONE: (705) 264-9996

\ \ 33 EAST IROQUOIS ROAD
| lb} SPECIALISTS IN MINERAL ENVIRONMENTS il

Saocay Serdtificats 0V-0488-RAl
Cospany: MINNOVA INC, Date: MAY-24-90
Project:  MTS 205 o Copy 1. MINNDVA INC., VANCOUVER, B.C.
Attn: 5. WELLS/F. BAXTER 2. MINNOVA INC., CHEMAINUS, B.L.

He hereby certify the following Assay of 7 CORE samples
submitted MAY-13-90 by P.BAXTER,

Sample Lol
Mumber e
1469469 f. OO
16970 i.80
16971 5. 00
14972 2. 40
16973 4,70
16974 5.-20
16975 11,00

?;;;;;;z%ﬁa:?i:z::://ffi;i
Certified by i ) — |
£ '

MIN-EN LABORATORIES



COMP: MINNOVA INC. MIN=-EN LABS — ICP REPORT FILE NO: OV-0488-RL2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/05/24

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:FIRE)
SAMPLE AL203  BAT CAO FE203 K20  MGO  MNO2  NA20  P205  SI02  TIO2 S TOT(%)
NUMBER ¢ % % % % % % % % % % % %
MTS 16969 74 | 13.86  .055  4.99  3.20  1.66 .87 .07 4.08 .18 63.55 .41 .59  93.52
- 16970 14.62  .055  1.40 2.52 1.72 .40 .04 4.57 L0 71.49 .24 .03 97.19
rcag | 16971 pare 15.00  .070  3.16 1.8  2.23 1.97 .03 1.9 .10 67.85 .20 04 94.43
MT> 021 16972 g5 15.52  .060  2.20 1.90  2.07  2.22 .03 3.02 .10 68.33 .21 .03 95.69
16973 17.78  .070  5.54  9.98  4.68  4.45 A5 1.68. .25 48.92 .85 06 94.41
16974 17.85  .015 18.92  9.52 50 4.12 .26 L8\ 37 41.56 77 .08 94.13

16975 16.84  .050 10.03  9.10

4.14 3.03 .22 i h | ) .36 43.38 .76 .25  88.27




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0488-RJ2

PROJ: MTS 205 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/24
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK * (ACT:F31)

SAMPLE AG AS BA cu PB SB ZN AU

NUMBER PPM PPM PPM PPM PPM PPM PPM PPB

16969 .6 20 51 167 1 1 23 5

16970 s 1 52 66 5 1 18 5

16971 ) 10 38 7 10 1 6 5

16972 i3 8 42 6 14 1 13 5

16973 1.9 12 106 52 18 2 52 5

16974 1.6 22 9 2%\ 13 1 ~1P 5

16975 1.6 27 53 (203 21 2 (370 5

\
.




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0528-5J1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/24
ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F3D)
SAMPLE AG AS cu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM
L60W 108+00N .3 9 5 51 1 58
L60W 108+25N .6 20 9 83 6 60
L60W 108+75N .6 1 12 30 1 25
L60W 109+00N .3 5 10 74 1 57
L60W 109+25N .3 7 6 82 1 90
L60W 109+75N .3 2 10 77 2 41
L60W 110+00N .3 6 13 92 1 98
L60W 110+25N .3 4 8 110 1 77
L60W 110+50N .5 4 7 75 1 84
L60W 110+75N .5 6 1 47 1 65
L60W 111+00N A 6 4 49 1 39
L60W 111+25N .3 1 13 123 1 89
L60W 111+50N .3 9 6 37 1 44
L60W 111+75N .3 4 8 82 1 53
L60W 112+00N .3 8 9 7 1 m
L62W 110+25N .3 7 16 92 2 54
L62W 110+50N 1.2 2 19 23 1 17
Lé62Ww 110+75N .5 12 6 62 1 40
Lé62W 111+00N A 9 6 54 1 43
L62W 111+25N 4 11 5 54 1 33
L62W 111+50N .4 10 3 32 1 41
L62W 111+75N 1.3 4 26 25 1 42
L62W 112+00N .6 7 9 93 1 49
L65W 111+50N 1.0 9 17 42 1 75
L65W 111+75N .8 1 20 29 1 40
L65W 112+00N .3 12 6 50 1 51




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0558-HJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/29
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)
SAMPLE AG AS Ccu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM
LINE39+00W118+50N K 1 31 20 1 52
LINE39+00W118+75N R 1 32 28 1 69 )
LINE39+00W119+25N K 1 31 26 1 72 /
LINE39+00W119+50N 2 2 40 38 1 83
L INE39+00W119+75N 2 2 34 41 1 91 /
LINE39+00W120+00N .2 2 51 30 1 111 e
LINE39+00W120+25N 9 14 122 35 2 272 Mo s
LINE39+00W120+50N o 3 37 49 1 103
LINE39+00W120+75N 7 7 4 46 1 132
LINE39+00W121+00N 3 1 35 53 1 105
LINE39+00W121425N .3 1 32 40 1 101
LINE39+00W121+50N .2 1 29 34 1 90
LINE39+00W121+75N 4 3 31 57 1 11
LINE39+00W122+00N 3 8 68 47 1 130/
LINE39+00W122+ 75N 3 7 26 42 1 75
| LINE4O+00W118+50N | .3 & 26 3 1
LINE4O+00WT18+75N Ny ° 34 35 1 50
LINE4O+00W119+00N 7 4 57 23 1 77
LINE4O+00WT19+25N 7 4 41 28 1 85
LINE4O+00W119+50N 9 5 52 28 1 77
LINE4O+00WT19+75N 1.1 9 60 40 2 97
LINE4O+00W120+00N 8 12 47 33 1 100
LINE4O+00W120+25N 1.3 14 54 42 2 82
LINE4O+00W121+25N 1.1 12 80 41 1 153 /)
LINE4O+00W121+50N 7 5 50 41 1 95 -x e
LINE4O+00W121+75N .8 12 % 39 1 147 /
LINE40+00MW122+00N .8 11 34 49 1 79
L INE40+00W122+25N 8 10 171 35 1 205
LINE40+00W122+50N % 3 26 36 1 78
LINE4O+00W122+75N .7 10 45 27 1 109
— [Linesosoounzzeoon 6 1 3 1 2% _
LINE67+00W109+00N .1 1 1639 1 76 - = ] ] e
LINE67+00W109+25N K 1 20 61 1 50
LINE67+00W109+50N K 1 20 27 1 47
LINE67+00W109+75N K 1 10 73 1 110
LINE67+00W110+00N 2 1 12 28 1 57 (\ P
LINE67+00W110+25N .2 1 16 61 1 51 A Ui s
LINE67+00W110+50N Kl 1 13 59 1 85
LINE67+00W1 10+ 75N K 1 13 55 1 78
LINE67+00W111+00N 2 1 13 73 1 99
LINE67+00W111+25N 1 3 18 36 1 56
LINE67+00W111+50N K 1 16 37 1 61
LINE67+00W111+75N R 1 9 71 1 63
LINES67+00W112+00N o 1 9 77 1 81




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: 0V-0557-SJ1+2
DATE: 90/05/30

ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL * (ACT:F31)
SAMPLE AG AS Ccu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM
L39+00W118+50N A 1 80 17 3 63
L39+00W118+75N .3 5 54 20 2 98
L39+00W119+00N 1.2 14 81 27 7 40
L39+00W119+25N A 1 27 16 1 155
L39+00W119+50N .5 10 123 26 7 118
L39+00W119+75N .2 24 41 25 9 273
L39+00W120+00N .9 20 5 33 9 336 | z
L39+00W120+25N 9 2% | 29 25 8 632 SO JLS
L39+00W120+50N .8 10 228 33 7 590
L39+00W120+75N & 26 / 492 38 12 509
L39+00W121+00N 1.1 18 539 21 7 461
L39+00W121+25N 1.1 25 306 24 8 639
L39+00W121+50N .8 16 284 21 5 486
L39+00W121+75N .8 26 519 26 6 597
L39+00W122+00N .8 24 476 27 7 583
L39+00W122+25N 1.0 14 ) 306 | 26 8 __gEE_J —’JJ
L39+00W122+50N 1.1 20 360 | 24 7 9
L39+00W122+75N .8 19 25 9 181
L62+00W108+00N | 8 12 67 i A
L62+00W108+25N A 4 12 104 1 87 \\
L62+00W108+50N A 6 14 74 1 83
L62+00W108+75N . 5 10 80 1 101 / A
L62+00W109+00N i 11 12 87 1 85 /‘ vy -
L62+00W109+25N R 4 10 70 1 78
L62+00W109+50N A 3 12 101 1 92
L62+00W109+75N 1 1 10 116 1 92 '1)
| L62+00W110+00N —al_ b 14 86 1 86 —
L63+00W108+00N K] 6 12 36 1 56
L63+00W108+25N . 1 14 63 1 70
L63+00W108+50N A 1 15 49 1 54
L63+00W108+75N A 1 31 37 1 51
L63+00W109+00N A 3 14 88 1 87
L63+00W109+25N A 4 1 83 1 74
L63+00W109+50N R | 7 14 76 1 79 Z -//
L63+00W109+75N E 9 10 76 1 70 { f; U
L63+00W110+00N . 2 14 108 2 108
L63+00W110+25N K 1 16 98 1 127
L63+00W110+50N . 1 14 68 1 105
L63+00W110+75N .3 1 18 35 2 _ 54
L63+00W111+00R 4 1 9 64 1 64
L63+00W111425N A 6 1 75 1 108
L63+00W111+50N A 8 45 98 1 139
L63+00W111+75N A 3 13 53 1 77
L63+00W1 12+00N .1 i i0 57 ] 93 }
L64+00W108+00N g 9 25 101 2 90 N
L64+00W108+25N A 1 11 68 1 70
L64+00W108+50N A 2 10 30 1 9%
L64+00W108+75N A 2 15 30 1 79
L64+00W109+00N A 6 21 21 1 105
L64+00W109+25N .1 8 8 43 1 78
L64+00W109+50N A 7 12 75 1 11
L64+00W109+75N A 7 10 62 1 116
L64+00W110+00N A 4 9 86 1 111
L64+00W110+25N -1 1 13 45 1 60 Nupr )
L64+00W110+50N A 8 14 76 1 90 ViV
L64+00W110+75N b 4 12 57 2 78
L64+00W111+00N .1 10 14 69 1 122
L64+00W111+25N 3 7 11 67 2 93
L64+00W111+50N 4 1 10 35 1 45
L64+00W111+75N 3 5 15 59 2 A




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0557-SJ3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/05/30
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)

SAMPLE AG AS cu PB B N

NUMBER PPM PPM PPM PPM PPM PPM

L64+00W112+00N 1 4 11 57 1 62 MNymvus -

L65+00W108+00N 3 1 12 42 1 82

L65+00W108+50N 3 8 11 50 2 85

L65+00W108+75N .2 10 7 35 1 57

L65+00W109+00N & 5 7 36 2 100

L65+00W109+25N R 5 10 110 3 111 ]

L65+00W109+50N R 3 13 82 1 86 /L/ijpf{;f

L65+00W109+75N .1 3 9 58 2 148 L

L65+00W110+00N R 1 11 69 1 110

L65+00W110+25N .5 5 18 41 3 85

L65+00W110+75N .5 12 23 38 3 69

L65+00W111+00N A 8 21 16 1 95

L65+00W111+25N 3 4 20 17 1 67




COMP: MINNOVA INC.
PROJ: LARA 242

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO:

0v-0558-8J1

DATE: 90/05/30

492

869

ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)
SAMPLE AG AS cu PB SB 2N
NUMBER PPM PPM PPM PPM PPM PPM
LINE4O+00W118+50N .9 1 52 20 1 86
LINE4O+00W118+75N .6 1 42 18 1 87
LINE4O+00W119+00N 1.0 1 106 23 1 82
LINE4O+00W119+25N .6 1 32 12 1 112
LINE40+00W119+50N .6 1 243 ] 28 1 437 |
LINE4O+00W119+75N 1.2 1 363 | 30 2 488 |
LINE4Q+00W120+00N 1.1 1 314 31 1 303 |
LINE40+00W120+25N_ 1.3 1 180 32 2 259
LINE4U+OOWTZT+E5N 1.2 1 441 24 2 482
LINE40+00W121+50N -8 1 170 17 1 249
LINE4O+00W121+75N 1.2 1 278 26 1 153
LINE40+00W122+00N 1.0 1 138 26 1 175
LINE4O+00W122+25N 1.6 7 757 33 5 626
LINE40+00W122+50N 1.6 4 327 19 1 448 |
LINE4O+00W122+75N 1.2 1 169 17 1 253 |
LINE40+00W123+00N 1.3 5 23 1 [




COMP: MINNOVA

PROJ: LARA 242

INC.

MIN-EN LABS — ICP REPORT
705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112

JymS

FILE NO: 0V-0578-SJ1
DATE: 90/06/02

ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)
SAMPLE AG AS cu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM
LINE 66+00W 107+75N 3 1 23 43 1 91
LINE 66+00W 108+00N .3 5 24 29 1 44
LINE 66+00W 108+25N 3 2 13 41 1 44
LINE 66+00W 108+50N 3 3 17 40 1 63
LINE 66+00W 109+00N 3 5 22 19 1 39
LINE 66+00W 109+25N 3 6 23 29 1 51
LINE 66+00W 109+50N 3 5 10 45 1 70
LINE 66+00W 109+75N 3 3 7 37 1 79
LINE 66+00W 110+00N 3 1 8 51 1 64
LINE 66+00W 110+25N 3 1 7 37 1 70
LINE 66+00W 110+50N 3 3 10 30 1 60
LINE 66+00W 110+75N 3 1 13 26 1 48
LINE 66+00W 111+00N F 1 8 50 1 60
LINE 66+00W 111+25N 3 1 9 32 1 58
LINE 66+00W 111+50N 3 1 10 55 1 74
LINE 66+00W 111+75N 3 1 9 37 1 81
LINE 66+00W 112+00N 5 10 13 53 2 61
LINE 67+00W 108+00N 3 7 20 25 1 9%
LINE 67+00W 108+25N 3 6 1 95 1 77
LINE 67+00W 108+50N 3 7 8 62 1 86
LINE 67+00W 108+75N 3 4 10 100 1 97
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COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0641-HJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/12
ATTN: G.WELLS/J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)
SAMPLE AG AS BA Cu ] SB ZN
NUMBER PPM PPM PPM PPM PPM PPM PPM
L60+00W 108+50N b 13 142 12 7 1 60
L60+00W 109+50N .5 13 169 15 75 1 76

L39+00W 121+25N 2.5 1 158 488 6 1 429




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0656-SJ1

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/06/14
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * SOIL *  (ACT:F31)
SAMPLE AG AS BA cu PB sB N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L41+00W119+50N .9 1 195 89 10 1 114
L41+00W119+75N .9 1 204 150 12 1 73
L41+00W120+00N .9 1 195 54 15 1 489
L41+00W120+25N 1.0 1 271 416 17 1 334
L41+00W120+50N .8 1 201 70 18 1 388
L41+00W120+75N 1.1 1 194 352 10 1 460
L41+00W121+00N .9 1 368 61 22 1 210
L41+00W121+25N 1.2 1 184 97 15 1 136
L41+00W121+50N 1.1 1 254 59 17 1 194
L41+00W121+75N 1.0 1 189 109 16 1 118
L41+00W122+00N .7 1 150 220 17 1 258
L38+00W119+25N .7 1 114 43 10 1 37
L38+00W119+50N .7 1 82 48 8 1 38
L38+00W119+75N .6 1 9% 22 15 1 54
L38+00W120+00N .9 1 137 27 17 1 84
L38+00W120+25N .6 1 246 32 15 1 98
L38+00W120+50N .7 1 170 30 1% 1 116
L38+00W120+75N .6 1 112 44 13 1 60
L38+00W121+00N .7 1 126 41 13 1 122




COMP: MINNOVA INC.
PROJ: MTS 205-204

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172

FILE NO: OV-0756-RJ1
DATE: 90/07/03

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACTzF31)
SAMPLE AG AS BA cy PB SB o™ AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
13908 2.1 98 55 69 32 1 62 4
13909 2.3 199 51 76 41 1 103 1"
13910 .6 50 89 34 30 1 39 25
13911 .5 63 109 10 22 1 26 31
13912 1.0 13 142 17 22 1 51 1
13913 2.2 176 12 54 33 1 75 6
13914 2.1 92 121 69 33 1 112 4
13915 2.1 25 105 73 31 1 80 15
13916 2.0 68 83 69 32 1 99 10
13917 .8 1 137 14 21 1 74 2
13918 1.4 21 95 67 26 1 84 6
13919 1.4 1 96 52 23 1 92 19
13920 1.3 1 124 42 3 1 9% 1
13921 1.4 28 92 51 34 1 54 12
13922 .7 37 105 49 31 1 67 9
13923 1.1 85 89 57 40 1 108 26
13924 1.5 90 112 65 43 3 78 2
13925 1.9 92 125 58 40 3 98 16
13976 1.7 73 172 45 38 1 9% 11
13977 1.2 28 20 6 19 1 186 10
13978 1.3 64 120 50 35 1 77 12
13979 .9 50 126 60 26 1 85 3
13980 1.3 54 105 62 30 1 52 5
13981 1.9 89 93 71 33 1 75 16
13982 1.1 80 78 68 26 1 71 2
13983 1.0 197 74 59 29 1 82 1
13984 .7 118 83 65 34 1 58 8
13985 .9 35 72 51 26 1 63 2




COMP: MINNOVA INC.
PROJ: MTS 205

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2

FILE NO: OV-0795-RJ1
DATE: 90/07/04

ATTN: G.WELLS/P.BAXTER (604)980-5814 OR (604)988-4524 * ROCK *  (ACT:F31)
SAMPLE AG AS BA ] PB sB N AU
NUMBER PPM PPM PPM PPM PPM PPM PPM PPB
13986 1.6 51 77 33 35 1 48 16
13987 2.3 93 7% 58 43 2 % 45
13988 2.3 99 81 59 37 1 78 16
13989 1.9 7 7 76 39 1 67 3
13990 1.7 44 72 87 35 1 61 1
13991 1.5 57 83 57 36 2 17 2
13992 1.3 A 107 48 32 1 43 4
14226 .8 1 61 22 28 1 56 7
14227 .8 219 49 325 31 1 53 15
14228 5 27 38 171 21 1 40 1
14229 .7 38 47 104 29 1 67 2
14230 .7 1 31 265 26 1 95 2
14231 .7 1 26 172 27 1 124 1
14232 1.4 1 24 29 28 1 105 1
14233 1.8 1 22 663 23 1 176 4
14234 7.0 1 71 8071 28 5 180 212
14235 .6 1 105 193 19 1 57 3
14312 1.6 1 87 39 29 1 69 7




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0783-HJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90/07/05
ATTN: G.WELLS/J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)

SAMPLE AG AS BA cu PB SB N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L109+00W 102+50N R 1 143 16 46 1 73
L109+00W 102+75N 1 1 52 10 36 1 65
L109+00W 103+00N 1.4 2 69 1 52 1 61
L109+00W 103+25N .5 1 87 27 43 1 52
L109+00W 103+50N 3 1 127 10 52 1 56
L109+00W 103+75N 1 1 53 10 63 1 57
L109+00W 104+0ON A 1 134 9 50 1 80
L109+00W 104+25N . 1 92 8 47 1 51
L109+00W 104+50N NO SAMPLE

L109+00W 104+75N . 1 96 12 17 1 44
L109+00W 105+00N 3 1 88 14 50 1 57
L110+00W 102+50N .1 1 82 8 71 1 46
L110+00W 102+75N R 1 236 18 127 1 66
L110+00W 103+00N A 1 83 12 65 1 44
L110+00W 103+25N .5 1 132 24 57 1 59
L110+00W 103+46N .6 1 103 45 32 1 57
L110+00W 103+75N A 1 129 14 57 1 59
L110+00W 104+00N A 1 169 18 51 1 62
L110+00W 104+25N .2 1 103 12 64 1 55
L110+00W 104+50N .2 1 88 10 29 1 49
L110+00W 104+75N .1 1 108 9 51 1 63
L110+00W 105+00N .3 1 81 9 31 1 51
L111+00W 102+50N .2 1 90 10 58 1 65
L111+00W 102+75N 4 1 132 21 80 2 64
L111+00W 103+00N .1 1 82 10 81 1 58
L111+00W 103+25N .1 1 95 15 58 1 49
L£111+00W 103+50N .5 1 109 18 43 1 76
L111+00W 103+758 .2 1 88 26 67 1 64
L111+00W 104+00N .5 1 151 23 53 1 48
L111+00W 104+25N . 1 130 16 168 1 82
L111+00W 104+50N .6 1 172 30 57 1 47
L111+00W 104+75N .5 1 101 15 34 1 46
L111+00W 105+00N .6 2 73 20 18 1 53




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: 0V-0925-RJ3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/21
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)
SAMPLE AG AS BA cu PB SB 2N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L104+00wW 103+00N .9 1 144 21 35 1 48
L104+00W 103+25N .8 1 211 32 42 1 100
L104+00W 103+50N .7 1 277 28 25 1 132
L104+00W 103+75N .9 5 267 21 41 1 100
L104+00W 104+00N 1.1 1 328 21 55 1 175
L104+00W 104+25N .8 1 443 14 45 1 172
L104+00W 104+50N .8 1 287 25 31 1 86
L104+00W 104+75N 7 3 333 26 47 1 80
L104+00W 105+00N .8 1 302 21 37 1 121
L103+00W 102+50N 1.1 1 200 58 32 1 108
L103+00W 102+75N .9 1 195 54 27 1 84
L103+00W 103+00N 1.0 1 376 21 42 1 106
L103+00wW 103+25N .4 1 255 20 37 1 88
L103+00W 103+50N 1.3 1 164 33 31 1 126
L103+00W 103+75N 1.0 1 194 22 63 1 97
L103+00W 104+00N .5 1 222 15 68 1 71
L103+00W 104+25N .3 1 259 20 76 1 144
L103+00W 104+50N .9 1 236 25 36 1 61
L103+00W 104+75N .9 1 363 44 62 1 86
L103+00w 105+00N 1.3 1 291 28 55 1 52
L114+00W 104+25N .3 3 73 1 42 1 56
L114+00W 104+50N -1 1 286 18 70 1 7




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0925-HJ1+RJ2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112 DATE: 90707721
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)
SAMPLE AG AS BA cu PB SB 2N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L114+00W 102+50N .3 1 204 22 45 1 79
L114+00W 102+75N .8 1 189 160 28 1 286
L114+00W 103+00N .6 1 271 22 65 1 135
L114+00W 103+25N .8 1 298 101 49 1 125
L114+00W 103+50N .7 1 147 27 32 1 93
L114+00W 103+75N 1.1 1 88 88 3 1 159
L114+00W 104+00N A 1 155 14 57 1 48
L113+00W 102+50N .7 1 78 22 19 1 42
L113+00W 102+75N~— A 1 244 vy 98 1 o4
L113+00W 103+00N A 1 303 34 98 1 269
L113+00W 103+25N .5 1 159 24 76 1 123
L113+00W 103+50N 7 1 117 20 66 1 51
L113+00W 103+75N 1.0 1 121 20 43 1 65
L113+00W 104+00N .9 1 135 35 41 1 47
L113+00W 104+25N 1 1 173 16 84 1 62
L113+00W 104+50N .1 1 159 18 89 1 59
L113+00W 104+75N . 1 122 13 54 1 46
L113+00W 105+00N .8 1 93 18 18 1 45
L112+00W 102+50W .3 1 M 17 87 1 62
L112+00W 102+75W 1.6 1 68 56 17 1 88
L112+00W 103+00W .6 1 222 20 68 1 68
L112+00W 103+25W A 1 350 25 87 1 77
L112+00W 103+50W .7 1 138 14 41 1 53
L112+00W 103+75W 1.2 1 130 30 30 1 82
L112+00W 104+00W A 1 %7 16 44 1 53
L112+00W 104+25W A 1 116 16 64 1 59
L112+00W 104+50W 1.0 1 132 18 100 1 122
L112+00W 104+75W 1.2 1 171 27 43 1 129
L112+00W 105+25W .5 1 181 20 73 1 81
L105+00W 103+50W 1.8 1 163 43 10 1 2640
L105+00W 103+75N 1.1 1 191 59 33 1 92
L105+00W 104+00N 1.1 6 147 16 27 1 52
L105+00W 104+25N 7 10 227 21 27 1 55
L105+00W 104+50N .6 4 141 17 17 1 42
L105+00W 104+75N .6 4 205 15 53 1 85
L105+00W 105+00N .8 1 121 30 38 1 57
L107+00W 102+50N 7 3 52 17 27 1 34
L107+00W 102+75N 4 1 151 33 47 1 59
L107+00W 1034&00N .8 2 215 13 73 - 1 69
L107+00W 103+25N .8 1" 104 30 3 1 58
L107+00W 103+50N 7 12 67 13 13 1 47
L107+00W 103+75N .9 14 121 25 15 1 63
L107+00w 104+00N 1.0 8 94 29 13 1 69
L107+00W 104+25H .6 5 141 16 18 1 50
L107+00W 104+50N .4 1 150 12 59 1 149
L107+00W 104+75N .9 6 195 22 58 1 58
L107+00W 105+00N .1 1 358 35 95 2 54
L108+00W 102+50N 1.2 4 211 28 51 2 86
L108+00W 102+75N 1.0 7 224 28 56 1 88
L108+00W 103+00N 1.2 19 118 80 34 1 64
L108+00W 103+25N .1 1 101 28 60 2 107
L108+00W 103+50N .9 13 165 28 43 1 57
L108+00W 103+75N .1 1 57 18 63 1 78
L108+00W 104+00N 7 5 170 18 54 1 51
L108+00W 104+25N 1 1 229 13 94 2 83
L108+00W 104+50N 1 1 316 18 78 2 107
L108+00W 104+75N 1.1 10 134 12 34 1 64
L108+00W 105+00N 1.2 17 65 20 34 1 53
L104+00W 102+50N 1.5 13 207 56 41 2 Al
L104+00W 102+75N 1.5 16 129 77 22 2 95




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0975-RJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/28
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * % (ACT:F31)
SAMPLE AG AS BA cu PB SB 2N
NUMBER PPM PPM PPM PPM PPM PPM PPM
LO0+00W 104+50N R 1 261 16 89 1 85
L9O+00W 104+75N A 1 435 13 M 1 86
L90+00W 105+00N .6 1 180 13 59 1 51
L90+00W 105+25N 1 1 140 17 41 1 51
L90+00W 105+50N A 1 344 1" 45 1 79
L90+00W 105+75N .4 1 209 16 66 1 57
L90+00W 106+00N .8 1 190 1 32 1 46
L90+00W 106+25N .5 1 256 " 30 1 48
L90+00W 106+50N .3 1 178 18 70 1 55
L90+00W 106+75N 4 1 272 9 56 1 41
L91+00W 104+00N .1 1 105 8 91 1 47
LO1+00W 104+25N .1 1 89 10 79 1 48
L91+00W 104+50N . 1 65 12 88 1 66
L91+00W 104+75N .1 1 276 10 110 1 117
L91+00W 105+00N 4 1 237 10 95 1 81
L91+00W 105+25N .2 1 175 10 91 1 78
L91+00W 105+50N 3 1 187 10 58 1 90
L91+00W 105+75N .2 1 188 9 49 1 93
L91+00W 106+00N .6 1 285 19 46 1 88
L91+00W 106+25N .3 1 267 23 78 1 122
L91+00W 106+50N 1 1 105 9 81 1 54
L92+00W 103+50N 1.0 1 216 42 34 1 56
L92+00W 103+75N A 1 259 1 60 1 79
L92+00W 104+00N 1.2 1 156 40 34 1 74
L92+00W 104+25N .6 1 252 1 76 1 85
L92+00W 104+50N .6 1 189 10 7 1 68
L9Z+00W 104+75N 3 1 417 23 158 2 134
L92+00W 105+00N .6 1 314 12 90 1 93
L92+00W 105+25N .6 1 260 19 84 1 84
L92+00W 105+50N .2 1 208 12 79 1 96
L90W 107+00N .9 4 235 10 109 2 38
L92+00W 105+75N .5 1 220 10 71 2 82
L92+00W 106+00N .5 1 134 12 84 2 79
L93+00W 103+50N .5 1 330 128 78 1 47
L93+00W 103+75N 7 1 233 13 89 3 59
L93+00W 104+00N .3 1 282 16 97 1 121
L93+00W 104+25N .7 1 407 25 130 1 152
L93+00W 104+50N A 1 245 13 52 1 184
L93+00W 104+Z5N .1 1 169 19 31 - 1 152
L93+00W 105+00N .2 1 389 40 141 1 89
L93+00W 105+25N .7 3 267 38 66 1 33
L93+00W 105+50N .6 1 297 26 66 1 69
L94+00W 103+50N .5 1 324 12 73 1 75
L94+00W 103+75N .2 1 327 14 102 1 21
L94+00W 104+00N .8 1 271 29 64 1 70
L94+00W 104+25N .6 1 445 19 58 1 119
L94+00W 104+50N .5 1 356 13 56 1 17
LO4+00W 104+75N .2 1 209 12 74 1 61
L94+00W 105+00N 1.0 1 175 44 71 1 59




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0968-SJ1+2

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/28
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)

SAMPLE AG AS BA cu PB sB 2N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L95+00W 103+00N 1.3 1 245 26 79 1 86
L95+00W 103+25N .1 1 309 13 75 1 108
L95+00W 103+50N .8 1 252 15 87 1 62
L95+00W 103+75N .7 1 266 13 54 1 83
L95+00W 104+00N 1.4 1 235 52 34 1 128
L95+00W 104+25N 1.2 1 352 33 36 1 104
L95+00W 104+50N 1.2 1 206 35 30 1 241
L96+00W 103+00N R 1 132 14 122 1 86
L96+00W 103+25N .6 1 230 17 82 1 86
L96+00W 103+50N 1.1 1 432 18 47 1 125
L96+00W 103+75N .5 1 270 18 110 1 89
L97+00W 103+00N .9 1 155 19 56 1 104
L97+00W 103+25N 2.4 1 193 56 43 1 79
L97+00W 103+50N 1.3 1 363 20 56 1 95
L97+00W 103+75N .2 1 386 12 58 1 129
L97+00W 104+00N .5 1 411 19 103 1 136
L97+00W 104+25N 4 1 138 9 64 1 &2
L97+00W 104+50N .8 1 135 11 60 1 68
L97+00W 104+75N .2 1 181 11 79 1 85
L97+00W 105+00N 1.6 1 151 25 34 1 63
L98+00W 102+50N .8 1 227 13 99 1 89
L98+00W 102+75N 1.4 1 344 13 89 1 84
L98+00W 103+00N 1.4 1 266 17 63 1 103
L98+00W 103+25N 1.5 1 268 9 48 1 74
L98+00W 103+50N .1 1 338 " 81 1 116
L98+00W 103+75N .7 1 178 52 69 1 108
L98+00W 104+00N 1.3 1 150 13 58 1 98
L98+00W 104+25N 1.2 1 278 17 76 1 78
L98+00W 104+50N . 1 146 32 105 4 75
L98+00W 104+75N 1.9 1 241 28 48 1 124
L98+00W 105+00N 4 1 176 26 33 1 73
L98+00W 105+25N 3 1 222 25 37 1 55
L98+00W 105+50N .2 1 283 10 77 2 74
L99+00W 102+50N .2 1 532 13 95 1 103
L99+00W 102+75N 1.0 1 350 19 81 2 112
L99+00W 103+00N .7 1 299 18 154 3 181
L99+00W 103+25N 1.0 1 84 16 38 1 92
L99+00W 103+50N 1.1 1 205 28 56 1 124
L99+00W 103+Z5N .9 1 208 12 9 - 1 69
L99+00W 104+00N .2 1 251 10 71 1 103
L99+00W 104+25N .2 1 208 9 68 1 91
L99+00W 104+50N .2 1 212 28 41 1 53
L99+00W 104+75N .7 1 286 13 54 1 99
L99+00W 105+00N 1.2 i 239 z3 59 1 104
L100+00W 102+50N 4 1 208 18 62 1 92
L100+00W 102+75N .2 1 263 17 55 1 90
L100+00W 103+00N .2 1 246 14 69 1 74
L100+00W 103+25N 1.6 1 249 43 65 3 109
L100+00W 103+50N NO SAMPLE

L100+00W 103+75N .7 1 186 18 42 1 162
L100+00W 104+00N 1.2 1 125 29 32 1 93
L100+00W 104+25N .7 1 100 19 22 1 50
L100+00W 104+50N .8 1 143 28 24 1 61
L100+00W 104+75N .8 1 154 12 14 1 62
L100+00W 105+00N 4 1 233 18 84 1 132
L101+00W 102+50N 4 1 m 1 56 2 73
L101+00W 102+75N .2 1 184 9 58 2 84
L101+00W 103+00N .2 1 199 1 80 2 78
L101+00W 103+25N .2 1 248 18 85 2 92
L101+00W 103+50N .2 1 212 15 98 2 61




COMP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-0968-SJ3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 172 DATE: 90/07/28
ATTN: J.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)

SAMPLE AG AS BA cu P8 SB N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L101+00W 103+75N .4 1 343 8 37 1 95
L101+00W 104+00N .5 1 308 27 39 1 82
L101+00W 104+25N .5 1 196 14 44 1 124
L101+00W 104+50N .3 1 334 37 72 1 56
L101+00W 104+75N 1.1 1 290 22 38 1 47
L101+00W 105+00N .7 1 242 19 38 1 49
L102+00W 102+50N .2 1 241 15 76 1 75
L102+00W 102+75N .2 1 235 20 85 1 77
L102+00W 103+00N .2 1 274 21 70 1 104
L102+00W 103+25N .7 9 158 9 39 1 58
L102+00W 103+50N NO SAMPLE

L102+00W 103+75N .7 2 266 12 36 2 75
L102+00W 104+00N .2 1 254 15 58 1 100
L102+00W 104+25N .3 1 315 21 83 1 153
L102+00W 104+50N NO SAMPLE

L102+00W 104+75N .7 1 281 14 60 1 83

L102+00W 105+00N .2 1 325 1" 48 1 67




COMP: MINNOVA INC.

PROJ: LARA 242

MIN-EN LABS — ICP REPORT

705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 112

FILE NO: OV-1008-HJ1+2
DATE: 90/07/30

ATTN: J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)
SAMPLE AG AS BA cu PB SB N
NUMBER PPM PPM PPM PPM PPM PPM PPM
L89+00W 105+00N 4 1 170 9 44 1 57
L89+00W 105+25N .1 1 138 12 74 1 60
L89+00W 105+50N .5 1 109 18 23 1 44
L89+00W 105+75N .5 1 107 13 73 1 56
L89+00W 106+00N A 1 258 16 72 1 64
L89+00W 106+25N .2 1 222 N 51 1 73
L89+00W 106+50N A 1. 261 10 7 1 67
L89+00W 106+75N .7 1 289 14 53 1 81
L89+00W 107+00N .3 1 163 1 81 1 59
L89+00W 107+25N .2 1 332 16 112 1 76
L89+00W 107+50N 7 1 143 1" 79 1 53
L88+00W 105+00N .9 1 212 14 102 1 47
L88+00W 105+25N .5 1 179 21 81 1 56
L88+00W 105+50N .3 1 131 " 69 1 47
L88+00W 105+75N .3 1 469 10 67 1 78
L88+00W 106+00N .1 1 251 13 120 1 80
L88+00W 106+25N | 1 11 9 86 1 51
L88+00W 106+50N .3 1 408 12 11 1 97
L88+00W 106+75M 1.0 1 189 1" 66 1 46
L88+00W 107+00N A 1 160 9 40 1 56
L88+00W 107+25N .6 1 193 13 70 1 54
L88+00W 107+50N .7 1 192 12 62 1 49
L87+00W 105+00N .5 1 390 17 7 1 83
L87+00W 105+25N .8 1 224 27 50 1 58
L87+00W 105+50N .5 1 163 36 54 1 52
L87+00W 105+75N .5 1 198 20 68 1 56
L87+00W 106+00N .6 1 157 14 89 1 53
L87+00W 106+25N .7 1 263 15 96 1 79
L87+00W 106+50N .8 1 486 18 59 1 72
L87+00W 106+75N .6 1 425 19 60 1 67
L87+00W 107+00N .2 1 205 12 62 1 95
L87+00W 107+25N .2 1 242 14 60 1 44
L87+00W 107+50N 4 1 222 12 48 1 43
L96+00W 90+25N .7 1 82 85 45 1 63
L96+00W 90+50N .7 1 66 25 17 1 41
L96+00W 90+75N .6 1 78 34 23 1 43
L96+00W 91+00N .5 1 114 29 54 1 86
L96+00W 91+25N .6 1 87 27 35 1 49
L96+00W 91+30N .3 1 163 19 73 - 1 7
L96+00W 91+75N | 1 393 15 108 1 98
L96+00W 92+00N .3 1 197 12 73 1 64
L96+00W 92+25N | 1 157 i3 72 1 66
L96+00W 92+50N .1 1 394 12 80 1 102
L96+00W 92+75N A 1 27 1" 82 1 59
L96+00W 93+00N | 1 249 1 66 1 81
L96+00W 93+25N .9 1 233 16 72 1 70
L96+00W 93+50N .8 1 152 28 21 1 68
L96+00W 93+75N .8 1 134 28 24 1 52
L96+00W 94+00N -5 1 127 18 28 1 68
L96+00W 94+425N .4 1 178 14 63 1 75
L104+00W 90+25N .2 1 193 10 34 1 44
L104+00W 90+50N .3 1 157 13 46 1 67
L104+00W 90+75N -4 1 21 12 99 1 77
L104+00W 91+00N .5 1 190 22 96 1 63
L104+00W 91+25N A 1 161 11 89 1 84
L104+00W 91+50N .2 1 184 1" 70 1 73
L104+00W 91+75N .6 1 165 19 56 1 67
L104+00W 92+00N 1 1 123 10 58 1 46
L104+00W 92+25N .3 1 136 15 127 1 56
L104+00w 92+50N .3 1 1M1 13 86 1 58




COKP: MINNOVA INC. MIN-EN LABS — ICP REPORT FILE NO: OV-1008-HJ3

PROJ: LARA 242 705 WEST 15TH ST., NORTH VANCOUVER, B.C. V7M 1T2 DATE: 90/07/30
ATTN: J.D.KAPUSTA (604)980-5814 OR (604)988-4524 * HUMUS *  (ACT:F31)
SAMPLE AG AS BA cu PB SB ZN
NUMBER PPM PPM PPM PPM PPM PPM PPM
L104+00W 92+75N .3 1 149 13 82 3 80
L104+00W 93+00N .8 1 153 15 56 1 79
L104+00W 93+25N .6 1 139 26 30 1 73
L104+00W 93+50N .6 1 119 14 84 2 74
L104+00W 93+75N .5 1 172 13 80 1 72
L104+00W 94+00N 4 1 169 13 105 1 67
L100+00W 90+75N .7 1 75 19 99 1 38
L100+00W 91+00N .2 1 141 15 107 1 63
L100+00W 91+25N .3 1 270 19 69 1 88
L100+00W 91+50N .4 1 180 12 77 1 77
L100+00W 91+75N .4 1 72 10 93 1 60
L100+00W 92+00N .4 1 136 15 96 1 86
L100+00W 92+25N .4 1 160 12 75 1 87
L100+00W 92+50N .6 1 158 19 62 1 76
L100+00W 92+75N .5 1 65 20 11 1 54
L100+00W 93+00N .8 1 75 23 14 1 60
L100+00W 93+2Z5N .9 1 59 23 24 1 57
L100+00W 93+50N .7 1 89 24 13 1 79
L100+00W 93+25N .6 1 75 28 14 1 78
L100+00W 94+00N 4 1 81 14 35 1 53
L100+00W 94+25N .5 1 161 13 51 1 69
L100+00W 94+50N .8 1 126 22 61 1 52
L124+00W 93+00N .2 1 271 13 90 1 72
L124+00W 93+25N .7 1 192 1 50 1 66
L124+00W 93+50N .6 1 195 1" 42 1 57
L124+00W 93+75N .7 4 193 18 29 1 7%
L124+00W 94+00N .7 1 379 1" 42 1 93
L124+00W 94+25N .5 1 258 10 63 1 81
L124+00W 94+50N .2 1 174 8 64 1 64
L124+00W 94+75N .5 1 206 1" 87 1 67




