L

PLACER DOME INC (VANCOUVER LABORATORY)

861711

GEOCHEMICAL DATA LISTING: V239 MCCONNELL CR

PDI lab data file: [ P0545 3
ARFA: MCCONNELL CR OO NG
MAPSHEET NO: 94D15E _
VENTURE : V239 ' e
GEOLOGIST: D LEISHMAN
LAB PROJECT NO: §0545 %

PLEASE DISTRIBUTE RESULTS TO: DL BB EG EK MG RH LAB
REMARKS :

"SAMPLES WILL BE SENT OUT FOR 30 ELEMENT ICP ANALYSIS"

STANDARD ANALYSIS METHODS USED BY PDL GEOCHEM LAB ARE LISTED BELOW:
ALL RESULTS EXPRESSED AS INDICATED IN UNITS COLUMN BELOW
ANY EXCEPTIONS FCR THIS PROJECT ARE NOTED ABOVE

REMARKS: INTERNAL LAB STANDARDS HAVE BEEN INCLUDED FOR REFERENCE.
SAMPLE NUMBERS FOLLOWED BY * ARE DUPLICATE ANALYSES.

UNITS WT.G ATTACK USED TIME RANGE METHOD
AUl PPB 10.0 AQUA REGIA 3HRS 5-4000 A.A. SOLVENT EXTRACT.



PDT GECOCHEM SYSTEM: Data From: V239 MCCONNELL CR

GRID SAMPLE PROJECT Aul
PPB
94D15E 14850 0545 <5
94D15E 14851 0545 <5
94D15E 14852 0545 <5
94D15E 14853 0545 <5
94D15E 14854 0545 <5
94D15E 14855 0545 <5
94D15E 14856 0545 <5
94D15E 14857 0545 <5
94D15E 14858 0545 <5
94D15E 14858* 0545 <5
94D15E 14859 0545 5
94D15E 14870 0545 <5
94D15E 14871 0545 <5
94D15E 14872 0545 20
94D15E 14873 0545 <5
94D15E 14874 0545 <5
test STD AU7 0545 440
END OF LISTING - 17 RECORDS PRINTED

Run on:

90:09:05 at

8:50:23



FPLACER DOME INC: GEOCHEM ASSAY SYSTEM

Following elements needed some values adjusted:
ELEMENT NSS LOW HI % BLNK NVAL

AUl 0 13 0 0 0 15

2 records skipped: tests, duplicate analyses

SUMMARY OF GEOCHEM DATA: V239 MCCONNELL CR
ITEM # VALUES MISSING MINIMUM MAXIMUM AVERAGE STD. DEV.
GRID 15 0 94D15E 94D15E
SAMP 0 15
PROJ 15 0 0545 0545
AUl 15 0 2.50 20.00 3.83 4.52

END OF SCAN: DATE: 90:09:05 time: 8:50:23 15 RECORDS PROCESSED



2036 Columbia Street
Vancouver, B.C.
Canada V5Y 3E1

l : o Phone (604) 873-7878

NTERNATIONAL PLASMA Lnau;.;fﬁnvb;u Fax  (604) 879-7898

V2329 Me Connerr CReeK
REPORT SUMMARY Report: [

ANALYTTICATL REPORT

Origin Inception Date:[ Sep 07, 1990 ]
Client:[ 153 Placer Dome Research Centre 1
Contact: [ Bob Mower 1
Project:| 0 PO545 ]
Amount /Type: [ 15 Pulp -Rock Reject Stored 3 Mon ]
[ -Soil Reject Discarded ]

Geochemical:[ ICP(AgQR)30 ]
Assay:[ None ] ICP:[ 30 1]
Comments:[ None ]
Delivery Information Reporting Date:[ Sep 12, 1990 ]

Principal Destination (Hardcopy,Fascimile, Invoice)

Placer Dome Research Centre
323 Alexander Street
Vancouver, B.C.
V6A 1C4

Bob Mower
(604)661-1165

Company :
Address:
City/Province:
Country/Postal:
Attention:
Fascimile:

e s B e B e W e W s |
et b el e b Bemd

Secondary Destination (Hardcopy)

Company :
Address:
City/Province:
Country/Postal:
Attention:
Fascimile:

Lo e B e W s B e My |
e e e et e

1 data pages in this report. Approved by:

B.C. Certified Assayers

iPL CODE: 900912-12:47:05



Report: 9000856 R

Sample Name
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Report: 9000856 R Placer Dome Research Centre Project: P0545 Page 1 of 1 Section 2 of 2 2
L L . >
Sample Name Mo Na Ni P Pb b Sc Sr Th Ti v W Zn Zr z
“OW A6 ppm % ppm % ppm ppm ppm ppm ppm % ppm  ppm  ppm ppm é
14850 9  0.10 46  0.07 <2 <5 5 99 <10  0.13 68 <5 28 2 g
14851 79 0.07 44 0.07 <2 <5 4 51 <10 0.12 52 <5 19 2 5
14852 13 | 0.06 57  0.07 <2 5 4 75 <10 0.12 52 <5 25 2
14853 0.07 69  0.06 <2 7 5 58° <10 0.13 78 <5 37 1
14854 5  0.04 51 0.10 <2 <5 3 60 <10  0.13 59 <5 35 1
14855 1 oM 39 0.07 <2 <5 5 13 <10 0.4 72 <5 29 2
14856 6  0.12 48  0.05 <2 6 6 138 <10 0.14 65 <5 27 T
14857 2 0.06 9 0.12 <2 <5 3 145 <10 0.15 63 <5 43 1
14858 3 0.06 54  0.06 <2 5 7 9 <10 0.1 85 <5 31 1
14859 1 0.06 13 0.1 <2 <5 4 121 <10 0.13 63 <5 31 1
14870 2 0.06 80  0.17 <2 <5 4 8 <10 0.14 68 <5 42 1
14871 5  0.04 42 0.09 <2 <5 5 75 <10 0.15 79 <5 40 1
14872 6 0.0 84  0.06 <2 5 13 102 <10 0.1 151 <5 67 <]
14873 3 0.00 84  0.05 2 <5 17 138 <10 0.04 152 <5 64 <1
14874 3 <0.00 120 0.05 2 5 19 128 <10  0.02 134 <5 85 <
TEEEY
228 9@
™ E (o]
D=8 =
SO 5 S
EEZT w3
b
©o= @
~ =~ =]
o o -
w E-s -
Minimum Detection 1 0.01 1 0.01 2 5 1 1 10 0.0 5 5 1 1 =
Maximum Detection 1000 5.00 10000  5.00 20000 1000 10000 10000 1000  1.00 10000 1000 20000 10000
Method Icp ICP  ICP ICP  ICP ICP ICP  ICP  ICP ICP ICP ICP ICP  ICP
-~ = Not Analysed unr = Not Requested ins = Insufficient Sample
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PLACER DOME INTC (VANCOUVER LABORATORY)
GEOCHEMICAL DATA LISTING: V239 MCCONNELL CR

PDI lab data file: P0547
AREA : MCCONNELL CR
MAPSHEET NO: 94D15E
VENTURE : NiZ29
GEOLOGIST: D LEISHMAN
LAB PROJECT NO: 0547

PLEASE DISTRIBUTE RESULTS TO: DL BB EG EK MG RH LAB
REMARKS :

"SAMPLES WILL BE SENT OUT FOR 30 ELEMENT ICP ANALYSIS"

"ASSAY ANY AU >500 PPRB"

"AU RESULTS IN PPM BY FIRE ASSAY™

"SAMPLE 14839 WILL BE ASSAYED FOR AG"
STANDARD ANALYSIS METHODS USED BY PDL GEOCHEM LAR ARE LISTED BELOW:
ALL RESULTS EXPRESSED AS INDICATED IN UNITS COLUMN BELOW

ANY EXCEPTIONS FOR THIS PROJECT ARE NOTED ABOVE
REMARKS : INTERNAL LAR STANDARDS HAVE BEEN INCLUDED FOR REFERENCE.
SAMPLE NUMBERS FOLLOWED BY * ARE DUPLICATE ANALYSES.

UNITS WT.G ATTACK USED TIME RANGE METHOD
AG PPM 0.5 HCLO4/HNO3 4HRS 0.2-20 A.A. BACKGROUND COR
AU PPM 25.0 FIRE ASSAY 45MIN 0.01-1000 ATOMIC ABSORPTION

AUl PPB 10.0 AQUA REGIA 3HRS 5-4000 A.A. SOLVENT EXTRACT.




PDI GEOCHEM SYSTEM:

GRID

94D15E
84D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
test
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D1i5E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D1SE
94D15E
94D15E
94D15E
94D15E
94D15E
94D15SE
94D15E
94pD15
94D15E
94D15E
test
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E
94D15E

SAMPLE

STD AU7

STD AU7

Data From: V239 MCCONNELL CR

14776
14777
14778
14779
14780
14781
14782
14783
14784
14784+%
14785
14786
14787
14788
14789
14790
14791
14792
14793

14794
14795
14796
14797
14798
14799
14800
14801
14802
14802~*
14803
14804
14805
14806
14807
14808
14809
14810
14811
14811%
14812
14813
14814
14815
14816
14817
14818
14819
14820

14821
14822
14823
14824
14825
14826
14827

PROJECT

0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547
0547

Au
PPM

.50

.28

Aul
PPR

<5
<5
110
35
10
80
200
130
350
195
155
70
30
70
40
70
115
1390
100
4190
400
480

50
20
375
205
215
50
55
10
<5
10
15
100
30
<5
<5
<5
<5
<5
<5

485
<5
20
10
15
<5

415
<5
10
<5
80
<5
<5
<5



PDI GEOCHEM SYSTEM: Data From: V239 MCCONNELL CR

GRID SAMPLE PROJECT Ag Au Aul
PPM PPM PPB
94D15E 14828 0547 <5
94D15E 14829 0547 <5
94D15SE 14829* (0547 <5
94D15E 14830 0547 <5
94D15E 14831 0547 <5
94D15E 14832 0547 <5
94D15E 14833 0547 <5
94D15E 14834 0547 <5
94D15E 14835 0547 15
94D15E 14836 0547 <5
94D15E 14837 0547 <5
94D15E 14838 0547 230
84D15E 14838* (0547 80
94D15E 14839 0547 13 0.72
94D15E 14840 0547 0.78
94D15E 14841 0547 55
94L15E 14842 0547 30
84D15E 14843 0547 <5
94D15E 14844 0547 <5
94D15E 14845 0547 <5
94D15E 14846 0547 <5
94D15E 14847 0547 <5
94D15E 14847* 0547 <5
94D15E 14848 0547 15
94D15E 14849 0547 <5
94D15E 14860 0547 5
94D15E 14861 0547 15
94D15E 14862 0547 <5
94D15E 14863 0547 25
94D15E 14864 0547 20
94D15E 14865 0547 130
94D15E 14866 0547 20
94D15E 14866* 0547 25
94D15E 14867 0547 <5
94D15E 14868 0547 <5
94D15E 14869 0547 40
94D15E 14875 0547 <5
94D15E 14876 0547 20
94D15E 14877 0547 <5
94D15E 14878 0547 <5
94D15E 14879 0547 <5
94D15E 14880 0547 <5
94D15E 14880* (0547 <5
94D15E 14881 0547 5
94D15E 14882 0547 15
test STD AU7 0547 330
test STD AG 0547 45

END OF LISTING - 104 RECORDS PRINTED Run on: 90:09:25 at

8:38:14



PLACER DOME INC: GEOCHEM ASSAY SYSTEM

Following elements needed some values adjusted:
ELEMENT NSS LOW HI % BLNK ' NVAL

AUl 0 38 0 0 4 88

12 records skipped: tests, duplicate analyses

SUMMARY OF GEOCHEM DATA: V239 MCCONNELL CR

ITEM # VALUES MISSING MINIMUM MAXIMUM
GRID 92 0 94D15E 94D15E
SAMP 0 92
PROJ 92 0 0547 0547

AG 1 91 13.00 13.00
AU 4 88 0.28 0.78
AUl 88 4 2.50 485.00

END OF SCAN: DATE: 90:09:25 time: 8:38:14

AVERAGE STD. DEV.

13.00 0.00
0.57 0.23
56.93 104.61

92 RECORDS PROCESSED



2036 Columbia Street
Vancouver, B.C.

Canada VY 3E1
0 P Phone (604) 879-7878
INTERNATIONAL PLASMA LABORATORY LTD Fax (504) 879-7898

V2aa Me Connerr CREEK

REPORT SUMMARY

ANALYTTICAL REPORT

Origin Inception Date:[ Sep 07, 1990 ]
Qlienti[ 153 Placer Dome Research Centre 1
Contact: [ Bob Mower ]
Project: | 0 P0O547 1
Amount /Type: [ 92 Pulp -Rock Reject Stored 3 Mon ]
[ -Soil Reject Discarded 1

Geochemical:[ ICP(AgR)30 1
Assay:[ None 1 ICcP:[ 30 1
Comments:[ None 1
Delivery Information Reporting Date:[ Sep 1

Principal Destination (Hardcopy,Fascimile,Invoice)

Company:[ Placer Dome Research Centre ]
Address:[ 323 Alexander Street 1
City/Province:[ Vancouver, B.C. ]
Country/Postal:[ V6A 1C4 ]
Attention:[ Bob Mower 1
Fascimile:[ (604)661-1165 1

1060

Secondary Destination (Hardcopy) b h
Company : [ i hmwﬂm; 1
Address: [ \ 4 ]
City/Province: [ ';ﬁfﬁﬁ“' 1
Country/Postal: | o 1
Attention:|[ ]
Fascimile:[ ]

3 data pages in this report. Approved by:

/
B.C. Certified Assayers

iPL CODE: 900912-12:50:51



Report: 5000858 R

Placer Dome Research Centre

Sample Name Type
DDHI0-1
14776 Pulp
14777 Pulp
14778 Pulp
14779 Pulp
14780 Pulp
14781 ' Pulp
14782 ,.An),l&ﬂ, 3 ob. Pulp
14783 Pulp
12788 s Z%TDﬁJ Pulp
14785 ' Pulp
14786 Pulp
14787 Pulp
14788 Pulp
14789 Pulp
14790 Pulp
14791 PuTp
14792 Pulp
14793 Pulp
14794 Bu ‘o o Pulp
14795 &  uEo - Pulp
14796 n  0.CPPN Pulp
14797 Pulp
14798 Pulp
14799 hu @35 e Pulp
14800 Pulp
14801 QM2 Pulp
14802 Pulp
14803 Pulp
14804 : Pulp
14805 AMG Pulp

14806 Pulp
14807 CLS 5 Pulp

14808
14809
14810

Pulp
Pulp
Pulp

14811 Pulp
14812 AN | _Pulp
14813 Pulp
14814 DYAR6-2 Pulp

Minimum Detection
Maximum Detection
Method

-- = Not Analysed

unr = Not Requested

ins = Insufficient Sample

Project: PO547 Page 1 of 3 Section 1 of 2
Ag Al As Ba Bi Ca Cd Co Cr Cu Fe Hg K La Mg Mn
ppm % ppm  ppm  ppm % ppm  ppm  ppm  ppm % ppm % ppm % ppm
<0.1 0.62 <5 83 <2 1.31 <0.1 4 51 2 1.05 <3 0.25 4 0.25 383
<0.1 0.7 <5 77 2 1.46 <0,1 5 51 m 1.3 <3 0.27 5 0.27 428
<0.1 0.74 <5 91 <2 1.90 <0.1 3 63 4 1.12 <3 0.32 4 0.21 443
<0.1 0.74 <5 85 <2 2.10 <0.1 3 61 5 1.02 <3 0.28 5 0.21 428
0,1 0.96 <5 80 <2 1.61 0.1 7 75 15 1.34 <3 0.35 5 0.37 426
0 0.88 <5 93 <2 2.44 <0.1 5 96 9 1.20 <3 0.43 5 0.34 555
Y32 <5 50 9 2.73 0.2 19 87 21 2edi <3 0.59 4 0.88 881
U. 0.63 <5 86 4 2.09 <0.1 3 74 2 0.86 <3 0.34 6 0.16 542
0 0.57 <5 Al 6 1.60 0.1 4 57 7 115 <3 0.28 5 0.22 459
0.64 <5 62 3 1.45 <0.1 5 78 10 1.29 <3 0.28 4 0.24 443
0.3 0.63 <5 62 <2 1.45 <0.1 5 7 1 1.29 <3 0.27 5 0.24 446
<0.1 0.70 <5 60 <2 1.11 0.4 4 87 22 1.22 <3 0.25 4 0.29 391
<0.1 0.90 <5 83 <2 1.60 <0.1 4 85 18 1.26 <3 0.33 5 0.29 477
<0.1 1.02 <5 55 <2 1.28 <0.1 5 a3 5 1.i23 <3 0.20 5 0.42 466
<0.1 0.79 <5 57 3 1.32 <0.1 4 69 4 1.24 <3 0.27 5 0.29 436
0.1 0.80 <5 69 <2 156 <0.1 5 82 2 1.17 <3 0.25 4 0.29 424
0.1 0.94 <5 60 2 1.90 0.1 5 68 5 1.02 <3 0.20 5 0.30 418
<0.1 0.77 <5 55 <2 1.46 0.1 5 77 5 1.08 <3 0.21 -~ 0.28 387
<0.1 0.69 <5 57 <2 1.87 0.2 4 79 5 1.14 <3 0.27 4 0.24 468
0.1 0.68 <5 70 <2 2.30 <0.1 4 101 4 1.20 <3 0.26 5 0.21 486
0.4 1.01 <5 55 <2 3.05 0.1 7 54 <3 0.19 4 0.50 698
<0.1 1.43 <5 65 <2 2.11 <0.1 9 73 <3 0.21 5 0.76 566
0.1 2.53 <5 54 <2 3.06 0.2 21 168 <3 0.42 2 .60l 1019
0.2 3.1 <5 63 <2 4.13 0.4 25 186 <3 0.73 2 8 1144
<0.1 1= 19 <5 56 <2 3.34 <0.1 5 49 <3 0.21 6 0.55 624
0.1 1.15 <5 78 < 2.85 <0.1 5 60 35  1.50 <3 0.21 5  0.51 569
<0.1 2.07 <5 55 <2 3.49 0.1 19 82 33 2.86 <3 0.29 3 1.89 955
<0.1 1.81 <5 46 <2 177 0.1 21 110 60 2.28 <3 0.15 2 1.88 489
0.1 1.88 <5 36 <2 1.67 0.2 25 130 177 2.43 <3 0.13 <2 2.14 477
0.1 1.73 <5 33 <2 1.86 0.2 24 148 110 2.15 <3 0.13 <2 2 407
0.2 3.08 <5 52 <2 E4aries 0.6 34 236 122 97 <3 0.45 <2 3.96f 1252
I % | T T <5 28 <2 1.9.13 0.5 36 64 57 4,18 <3 0.30 <2 2.54| 1183
0.1 2.61 <5 31 <2 b.53 0.8 35 203 60 >S50 <3 0.28 2 4.80] 1106
0.1 1.99 <5 37 <2 2.02 0.3 23 141 57 2.70 <3 0.18 2 2:17 476
<0.1 2.00 <5 43 <2 2.30 0.5 26 151 80 2.70 <3 0.26 2 2.27 497
<0.1 1.82 <5 kil <2 1.64 0.4 27 115 117 3.16 <3 0.17 <2 1.95 475
<0.1  1.77 <5 66 < 1.53 0.2 23121 74 2.48 <3 0.39 <2 2,06 408
<0.1 0.84 <5 59 <2 1.12 <0.1 5 72 4 1.30 <3 0.27 4 0.35 369
0.1 0.80 <5 85 <2 1.75 <0.1 4 76 6 1.13 <3 0.28 4 0.30 418
0.1 0.01 5 2 2 0.01 0:1 1 1 1 0.01 3 0.01 2 0.01 1
100.0 5.00 10000 10000 10000 10.00 10000.0 10000 10000 20000 5.00 10000 10.00 170000 10.00 10000
ICP ICP ICP Icp ICP ICP ICP ICP ICP ICP IcP 1cP Icp ICP ICP ICP
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Report: 9000858 R Placer Dome Research Centre Project: P0547 Page 1 of 3 Section 2 of 2 %
Sample Name Mo Na N4 p Pb Sb Sc Sr Th T4 v W In Ir Z
ppm % ppm % pPm  ppm  ppm  ppm  ppm %  ppm  ppm 2
DDHAn-1 ppm kel £,
14776 1 0.07 3 0.04 <2 <5 <1 138 <10  0.04 21 <5 23 <1 g
14777 2 0.07 4 0.04 4 <5 1149 <10 0.05 22 <5 24 1 5
14778 2 0.07 3 0.05 2 <5 1150 <10 0.02 19 <5 19 1 '
14779 2 0.06 7 0.05 2 <5 1180 <10 0.01 16 <5 17 1
14780 2 0.07 4 0.06 2 <5 1 183 <10 0.03 20 <5 30 1
14781 2 0.07 11 0.05 _4 <5 1 142 <10 0.02 19 <5 21 <1
325164782 du 200 7 2 0.05 18 0.08 47 <5 2 145 <10 0.06 31 <5 a5 1
B 14783 2 0.06 3 0.04 : <5 1 137 <10 0.02 13 <5 13 1
Aslo 14784 M. 350 Mo 3 0.06 3 0.05 3 <5 1 146 <10  0.03 22 <5 21 1
14785 2 0.07 5  0.05 12 <5 1130 <10 0.04 21 <5 22 1
14786 2 0.06 4 0.05 4 <5 113 <10 0.04 23 <5 23 ]
14787 3 0.08 5  0.05 2 5 1 138 <10  0.06 26 <5 27 1
14788 2 0.08 4  0.05 <2 <5 1T 214 <10 0.05 28 <5 25 1
14789 2 0.10 4 0.05 2 <5 1 226 <10  0.07 28 <5 38 1
14790 2 0.07 4 0.05 <2 <5 1157 <10 0.06 29 <5 26 1
14791 2 0.08 4 0.05 2 <5 1197 <10 0.05 22 <5 26 1
14792 2 0.07 4 0.05 2 <5 1 212 <10 0.03 16 <5 24 1
14793 _ 2 0.07 4 0.05 <2 <5 1177 <10 0.04 21 <5 23 1
9595 14794 Bu oo L 2 0.06 3 0.05 <2 <5 <1 174 <10 0.03 19 < 20 1
45-73 14795 B GG PFL 3 0.06 4 0.05 4 <5 1 166 <10 0.01 15 17 <1
3239 1479 Ao 50 FPM 2 0.05 5 0.07 4 <5 1 214 <10 0.05 28 <5 32 1
14797 2 0.07 8  0.08 2 <5 1 271 <10 0.06 32 <5 38 1
14798 2 0.10 0.07 < 6 8 202 <10 0.14 82 <5 62 2
51616 14799 M. 2351 3 0.05 59/  0.06 <5 13 241 <10 0.11 110 <5 69 1
14800 2 0.05 5  0.07 C <5 1 243 <10 0.02 22 <5 29 1
14807 B%M?ﬂ 2 0,08 5 0.07 19 <5 1 234 <10 0.04 25 <5 31 1
14802 2 0.05 32  0.08 2 <5 4 211 <10 0.09 64 <5 57 1
14803 2 0.08 45  0.07 <2 <5 5 123 <10 0.1 61 <5 33 2
14804 1 0.06 59  0.07 <2 <5 4 83 <10 0.12 58 <5 35 2
14805 [AmeN |3 0.10 72 0.06 <2 5 6 81 <10  0.10 54 <5 27 2
14806 3 0.0 116  0.07 3 5 14 194 <10 0.04 93 <5 65 <1
14807 [cis |3 o0.01 101 0.05 10 <5 5 263 <10 <0.01 17 <5 60 <1
14808 3 0.0 99  0.05 4 6 13 229 <10 0.01 85 <5 63 <1 T -
14809 2 0.13 58 0.05 <2 5 8 82 <10 0.4 74 <5 32 2 ggegg
14810 4 0.15 69  0.06 <2 8 8 89 <10  0.13 73 <5 31 3 = o
14811 5  0.12 58  0.07 2 6 7 69 10 0.14 86 5 36 2 88582
: : < < : < EES w3
14812 MMEN | 3 0.11 67  0.06 <2 5 6 70 <10 0.12 63 <5 29 2 g ==
14813 DIMAG-Z 2 0.08 4 0.05 <2 <5 1 216 <10 0.06 31 <5 29 1 a8l o
14814 -Q&ME,h 2 0.08 4 0.05 <2 <5 1 1% <10 0.04 21 <5 23 1 = & 2
Minimum Detection 1 0.01 1 0.01 2 5 1 1 0 0.07 5 5 1 1 Sl
Maximum Detection 1000  5.00 10000  5.00 20000 1000 10000 10000 1000  1.00 10000 1000 20000 10000
Method cP IcP  ICP ICP ICP ICP ICP ICP  ICP ICP  ICP ICP ICP  ICP
-- = Not Analysed unr = Not Requested 1ins = Insufficient Sample




z |

Report: 9000858 R  Placer Dome Research Centre Project: P0547 Page 2 of 3 Section 1 of 2 %

Sample Name Type Ag Al As Ba Bi Ca Cd Co Cr Cu Fe Hg K La Mg Mn §

ppm Z ppm  ppm  ppm Z PPM  ppm  ppm  ppm Z  ppm Z  ppm Z  pem| |E

14815 Pulp <0.1 2.33 <5 66 <2 0.3 25 133 0 <3 0.28 <2 2.49 828 g ¥

14816 Pulp <0.1 2.03 <5 24 <2 0.1 26 131 <3 0.16 2 2.38 588 5

14817 Pulp <0.1 1.76 <5 38 <2 <0.1 16 114 80 <3 0.14 <2 1.75 390 )

14818 5 Pulp 0.1 1.63 <5 29 <2 0.2 24 159 99 <3 0.16 <2 1.98 427

14819 ohay ulp 0.3 3.33 <5 27 <? 0.6 40 321 ' <3 0.26 <2 3..79 930

14820 Pulp 0.2 3.19 <5 39 <2 0.7 36 276 37 <3 0.35 <2 5.31 1535

14821 Wp 0.1 1.59 <5 36 <2 0.1 23 83 99 <3 0.17 2 1.77 409

14822 Pulp 0.1 T77 <5 33 <2 0.2 23 110 95 <3 0.15 2 2.02 491

14823 _ Pulp 0.1  1.67 <5 48 2 0.3 23 84 98 <3 0.26 3 1.85 467

14824 cL3 Pulp 0.1 2.44 <5 28 <2 0.7 29 106 77 <3 0.18 2 3.63 1200

14825 R Pulp 0.1 1.75 <5 43 <2 1.81 0.4 24 106 138 2.72 <3 0.21 4 1.96 470

14826 @A—L—N—J Pulp <0.1 1.48 <5 50 <2 1.42 0.1 20 71 95 2.36 <3 0.24 2 155 406

14827 Pulp <0.1 1.67 <5 74 <2 1.48 0.1 22 86 82 2.65 <3 0.36 <2 1.79 469

14828 Pulp 0.1 0.64 <5 32 <2 1.15 <0.1 12 131 7 1.12 <3 0.15 9 0.49 191

14829 Pulp 0.1 1.74 <5 92 <2 1.81 0.3 23 105 a8 2.85 <3 0.43 3 1.90 511

14830 Pulp 0.1 1.40 <5 70 <2 1.47 0.2 20 93 80 2.33 <3 0.29 2 1.57 402

14831 Pulp Q.3 1.80 <5 90 <? 1.74 0.2 22 115 105 2.98 <3 0.36 2 1.86 498

14832 (DDHﬁ(#-B N Pulp 0.7 0.73 <5 71 <2 1.60  <0.1 g 81 6 1.12 <370.29 4 0.28 438

14833 \__;W,,J Pulp 0.1 1.08 <5 79 <2 1.07 0.1 5 103 23 1.852 <3 0.34 5 0.51 454

14834 Pulp 0.1 0.75 <5 44 <2 0.78 <0.1 4 87 5 1.14 <3 0.24 4 0.30 352

14835 Pulp 0.1 0.99 <5 53 3 1.49 <0.1 5 95 21 1.04 <3 0.28 5 0.37 375

14836 Pulp 0.1 0.84 <5 55 <2 1.44 <0.1 4 76 g 1.04 <3 0.27 4 0.35 384

14837 Pulp 0.1 0.92 <5 59 <2 1.27 0.1 5 88 8 1.20 <3 0.30 4 0.41 372

14838 EEN\E:I Pulp 0.1 0.65 <5 68 a4  2.71  <0.1 4 80 14 1.04 <3 0.24 6 0.19 559

14839 32 P A aoz-m Pulp 13.2 0.93 <5 67 4.1 <0.1 13 125 17 2.02 <3 0.27 5 0.31 974

14840 .35 o~ "8lo-83.c Pulp 0.2 0.61 <5 46 <2 <0.1 7 76 <3 0.19 6 0.23 802

14841 Pulp <0.1 2.36 <5 48 <2 0.5 21 151 <3 0.34 3 2.56 1073

14842 Pulp 0.1 1.68 <5 34 <2 0.3 24 176 <3 0.24 <2 2.07 473

14843 Pulp 0. 4.43 <5 58 <2 1.4 40 349 <3 0.67 <2 P52 1278

14844 Pulp 0.1 3.45 <5 27 <2 0.9 40 262 <3 Q.21 3 14,77 1202

14845 Pulp B 3.37 <5 40 <2 0.9 39 308 <3 0.39 3 ;-4.95 1036

14846 Pulp 0.1 1.84 <5 53 <2 0:3 24 92 <3 0.31 <2 1.9 477

14847 Pulp <0.1 1.98 <5 46 <2 0.5 31 129 <3 0.40 2 2.7 504 g ns

14848 Pulp <0.1 2.15 <5 91 <2 0.2 25 110 <3 0.47 <2 2.32 546 2322

14849 AML“____[_P_MP <0.1 2,25 7 160 <2 0.6 26 98 <3 0.8 2  2.29 560 REES
—

14860 Pulp <0.1  2.57 <5 45 <2 1.81 0.3 25 101 66  2.98 <3 0.44 < 229 55| 8855

14861 Pulp <0.1  1.88 <5 32 <2 1.6 0.2 22 97 45 2.42 <3 0.3 2 1.9 40| ZEoBT

14862 Pulp <0.1 2.09 5 29 <2 1.64 0.3 27 97 55 2:52 <3 0.31 2 1.88 433 - 1)

14863 Pulp <0.1 1.84 <5 85 <2 1.64 0.2 15 86 7 2.74 <3 0.62 8 1.57 564 2-51 -661 g
w0~ —

Minimum Detection 0.1 0.01 5 2 2 0.01 0.1 1 1 1 0.01 3 0.01 2 0.01 1 % &

Maximum Detection 100.0 5.00 10000 10000 10000 10.00 10000.0 10000 10000 20000 5.00 10000 10.00 10000 10.00 10000

Method ICP ICP ICP ICP ICP ICP ICP ICP ICP ICP ICP ICP ICP ICP ICP ICP

-- = Not Analysed unr = Not Requested ins = Insufficient Sample




Report: 9000858 R  Placer Dome Research Centre Project: P0547 Page 2 of 3 Section 2 of 2 %
Sample Name Mo Na N1 P Pb Sb Sc Sr Th T v W Zn Zr H
ppm 7z ppm 7% ppm ppm ppm  ppm ppm % ppm  ppm ppm  ppm £
14815 Mg 4 0.05 55 0.06 2 <5 7 118 <10 0.08 83 <5 52 1 %
14816 14 0.07 61  0.09 <2 <5 6 104 <10 0.1 70 <5 a4 2 5
14817 5  0.08 41 0.07 <2 <5 3 144 <10 0.08 42 <5 36 1
14818 5 0,10 66_  0.06 <2 5 6 123 <10 0.11 56 <5 34 2
14819 fers | 5 0.01 1 o0.05 3 9 15 154 <10 0.04 101 <5 61 1
14820 1 0.01 0.6 3 6 18 <0 003 114 <5 78 1
14821 1;\,,%1; |2 o 45  0.08 <2 <5 6 57 <10 0.12 65 <5 32 2
14822 5 0.1 51  0.08 <2 <5 6 62 <10 0.12 80 <5 33 2
14823 5  0.15 41 0.07 <2 <5 8 68 <10 0.12 80 <5 34 2
14824 -, 2 0.01 53 0.08 2 <5 12 P22 <10 0.04 98 <5 6l <1
14825 A 7 0.15 8 0.12 <2 6 7 87 <10 0.13 75 <5 34 3
14826 = 2 0.15 35 0.08 <2 <5 6 55 <10 0.13 70 <5 27 2
14827 2  0.13 40  0.08 <2 <5 7 80 <10 0.15 79 <5 32 3
14828 3 0.Mm 13 0.02 <2 <5 3 62 <10  0.03 31 <5 10 2
14829 2 0.23 43 0.08 <2 <5 9 92 <10 0.16 91 <5 33 3
14830 2 0.16 38 0.08 <2 <5 7 58 <10 0.12 69 <5 26 3
_ 1“8 ¢ 022 3% 009 <2 5 0 77 <10 0.6 98 <5 33 3
14832 YW GD-% 4 D.08 4 0.05 2 <5 1 160 <10 0.05 22 <5 24 1
14833 3 0.10 5  0.05 2 <5 1 177 <10 0.07 31 <5 38 1
14834 3 0.10 4  0.04 <2 <5 1 125 <10 0.06 28 <5 29 1
14835 .3 0.08 4  0.05 <2 5 1 206 <10 0.02 20 <5 27 1
14836 2 0.06 4  0.05 2 <5 1 190 <10 0.03 21 <5 26 1
14837 2 0.07 4  0.05 2 5 1 188 <10  0.05 26 <5 31 1
14838 .=z__ 0.05 4  0.05 <5 1 188 <10 0.07 13 <5 17 <1
14839 25| 0.05 3  0.05 @ <5 1 164 <10 <0.01 14 <5 28 <1
3
14840 10| 0.04 13 0.05 6 <5 1 150 <10 <0.01 9 <5 19 <1
14841 77| 0.06 60  0.09 3 6 7 165 <10 0.09 87 <5 70 1
14842 371 0.07 73 0.07 <2 6 5 102 <10 0.10 53 <5 37 2
14843 7 0.01 132 0.05 2 7 23 197 <10 0.08 160 <5 80 <1
14844 6 <0.01 130 0.06 2 6 13 249 <10 0.02 100 <5 75 <1
<
14845 0.01 119  0.06 2 7 20 221 <10 0.06 134 <5 60 <1
14846 2 0.13 44  0.07 <2 <5 7 66 <10  0.14 82 <5 36 1
14847 2 0.12 72 0.07 <2 <5 7 75 <10 0.14 72 <5 37 2 o = 1o
14848 2 0.15 47 0.07 <2 6 8 89 <10 0.17 91 <5 39 2 S
14849 2 015 44 0.09 <2 6 8 9% <10 022 10 <5 45 2 “2288
N 2 I 5% .5 2
14860 2 0.10 39 0.07 <2 <5 7 128 <10 0.20 9% <5 8 2 S2GT §
14861 3 0.08 24 0.08 <2 <5 5 110 <10 0.17 64 <5 31 1 R
14862 5  0.08 37 0.07 <2 <5 6 103 <10 0.18 80 <5 33 1 SEm o,
14863 2 0.05 30 0.12 <2 <5 3 138 <10 0.13 51 <5 40 1 -3 = £
23 o
Minimum Detection 1 0.01 1 0.01 2 5 1 1 10 0.01 5 5 1 1 22
Maximum Detection 1000 5.00 10000  5.00 20000 1000 10000 10000 1000  1.00 10000 1000 20000 10000
Method IcP ICP  ICP ICP ICP ICP ICP ICP  ICP ICP ICP ICP  ICP  ICP
-- = Not Analysed unr = Not Requested ins = Insufficient Sample




Report: 9000858 R  Placer Dome Research Centre Project: PO547 Page 3 of 3 Section 1 of 2 %
Sample Name Type Ag Al As Ba Bi Ca Cd Co Gr Cu Fe Hg K La Mg Mn H
ppm % ppm  ppm  ppm % pPM  ppm  ppm  ppm % ppm Z  ppm % ppm | |E
14864 Pulp <0.1 2.61 <5 113 <2 2.9 0.4 17 122 7 3.51 <3 1.03 8 2.45 741 g
14865 Pulp <0.1 2.57 <5 134 <2 2.05 0.3 19 140 7 3.06 <3 1.35 9 2.25 658 =
14866 Pulp <0.1 2.55 5 131 E 2.47 0.4 17 140 3 3.24 <3 1.17 1 2.20 662
14867 Pulp <0.1 2.32 <5 139 <2 1.76 0.5 19 123 4 2.95 <3 1.27 7 2.09 597
14868 Pulp <0.1 2.32 <5 139 <2 1.68 0.2 19 141 2 2.86 <3 1.24 9 1.93 553
14869 Pulp <0.1 2.74 <5 122 <2 3. 0.5 21 118 80 3.8 <3 1.04 6 808
14875 Pulp <0.1 4,27 <5 22 <2 6.9 1.0 37 293 69  >5,00 <3 0.23 <2 1131
14876 Pulp <0.1 2.28 <5 24 <2 2.30 0.3 32 120 72 3.30 <3 0.18 <2 581
14877 Pulp <0.1 3.49 <5 59 <2 4,46 0.9 35 205 74 »5.00 <3 0.43 <2 378
14878 Pulp <0.1 2.03 <5 52 <2 1:39 0.4 28 149 106 3.00 <3 0.43 <2 491
14879 Pulp <0.1 2.24 6 51 <2 1.62 0.5 25 115 77 3.12 <3 0.36 <2 550
14880 Pulp 0.1 1.73 <5 =i <2 1.72 0.4 22 94 105 2.88 <3 0.24 <2 492
14881 Pulp 0.1 1.87 <5 54 <2 1.46 0.3 24 79 92 3.05 <3 0.35 2 492
14882 Pulp 0.1 2.23 <5 59 <2 1.93 0.5 25 97 78 2.83 <3 0.31 2 481
Dor-A0-4
FESTH
“3888
@ 8_ g s
TH 3
= é N
EEZ w3
=2=r"E
© o= &£
@ = g
w0~ -
Minimum Detection 0.1 0.01 5 2 2 0.01 0.1 1 1 1 0.01 3 0.01 2 0.01 1 e
Maximum Detection 100.0 5.00 10000 10000 10000 10.00 10000.0 10000 10000 20000 5.00 10000 10.00 10000 10.00 10000
Method Icp I1CP ICP I1CP ICP icp ICP I1CP 1cP I1cP ICP icp ICP ICP ICP ICP
-- = Not Analysed unr = Not Requested ins = Insufficient Sample




Report: 9000858 R

Sample Name
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Placer Dome Research Centre
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Project: P0547
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09/12/90 13:58 @604 661 1165 PDI RESEARCH CTR p ooz

PLACER DOME INC (VANCOUYVER LABORATOQRY)

CEQCHEMICAL DATA LISTING: V239 MCCONNELL CR DATE: 20:09:12

PDI lab data file: [MDOS64

AREA: MCCONNELL CR
MAPSHEET NO: 94D15E
VENTURE : V239
GEOLOGTST: D LEISHMAN
TAB PROJECT NO: p056e

PLEASE DISTRIBUTE RESULTS TO: DL BB EG EX MC RH LAB

REMARES:
"SAMPLES WILL BE SENT OUT FOR 30 ELEMENT ICP ANALYSISW

STANDARD ANATLYSYS METHODS USED BY PDI: GEOCHEM T.AB ARE LISTED BELOW:
ALL RESULTS EXPRESSED AS INDICATED IN UNITS COLUMN BELOW
ANY EXCEPTIONS FOR THIS FROJECT ARE NOTED ABOVE

REMARKS: INTERNAT, LAB STANDARDS HAVE BEEN INCLUDED FOR REFERENCE.
SAMPLE NUMBERS FOLLOWED BY * ARE DUPLICATE ANALYSES.

UNITS WI.¢ ATTACK USED TIME RANGE METHOD
AUl PPE 10.0 AQUA REGIA 3HRS 5-400Q0 A.A. SOLVENT EXTRACT.



08-12/90  13:58 8604 661 1185 PDI RESEARCH CTR @003

PDI GEQCHEM SYSTEM: Data From: V239 MCCONNELL CR PAGE: 1
GRID SAMPLE PROJECT Aul
PPB ppu- oY,

94D15E 14889 0564 <5

SAD1SE 14890 0562 20

94D15E 14891 0564 <5

94D15E 14892 0564 <5

94D1SE 14893 0564 <5

94D15E 14854 0564 <5

94D15E 14895 0564 <5

94D15E 14896 0564 <5

94D15E 14897 0564 <5

test STD AU7 0564 250

94D15E 14898 0564 <5

94D15E 14899 0564 <5

94D15E 14900 0564 <5

94D1SE 14901 0564 125

94D15E 14902 0564 <5

94D15E 14903 0564 <5 s
94D15F 14904 0564 15 io-4
94D15E 14651 0564 <5 DDU-AAC S
94D15E 14952 0564 <5

94D15E 14952% 0564 <5

94D15E 14953 0564 <5

94D15E 14954 0564 <5

94D15E 14955 0564 <5

94D15E 14956 0564 <5

94D15E 14957 0564 <5

94AD15E 14958 0564 <5

94D15E 14859 0564 110

94D15E 14960 0564 <8

94D15E 14961 0564 <5

94D15E 14961% (0564 <5 v
494D15E 14962 0564 <5

94D15E T 14969 05eZ <5 VOdDX-Yo L
94D15E 14970 0564 <5

94D15E 14971 0564 <5

94D15E 14972 0564 <5

94D15E 14973 0564 <5

94DISE 14974 0564 <5

94D1SE 14975 0564 <5

94D15E 14976 0564 <5

94D15E 14976* 0564 <5

94D15E 14977 0564 10

94D15F 14978 0564 <5

94D15E 14979 0564 <5

94D15E 14980 0564 10

94D15E 14981 0564 15

94D15E 14982 0564 <5

94D15E 14983 0564 <5

94D15E 14984 0564 <5

34D15E 14985 0564 <5

94D18E 14985% 0564 <5

94D15E 14986 0564 10

94D15F. 14987 0564 <5

94D15E 14988 0564 <5

94Di5E 14989 0564 <5

94D15E 14990 0564 10



09,1299 13:59

PDI GEOCEEM SYSTEM:

604 661 1165

PDI RESEARCH CTR

Data From: V239 MCCONNELL CR

GRID SAMPLE PROJECT %Eé Ao Q0 L
94D15E 14991 0564 <5
94D15E 14592 0564 <5
94D15E 14993 0564 <5
94D15E 14994 0564 <5
94D15E 14994% 0564 15
94D15E 14995 0564 <5
94D15E 14996 0564 55
94D15E 14997 0564 15
94DISE 14998 0564 50
94D15E 14999 0564 <E
94D15E 15000 0564 5
94AD15E 15001 0564 <5
94D15E 15002 0564 <5
94D15E 15003 0564 <5 ¢
94D15E 15003*% 0564 15
94D15E 15004 0564 25
94D15E 15011 0564 15 Wod Ao +
94D15E 15012 0564 1.0
94D15E 15013 0564 5
94D15E 15014 0564 <5
94D15E 15015 0564 10
94D15E 15016 0564 15
94D15E 15017 0564 5
94D15E 15018 0564 <5
94DIBE 15018% 0564 <5
94D15E 15019 0564 <5
94D15E 15020 0564 <5
94D1SE 15021 0564 <5
94D15E 15022 0564 <5
94D15E 15023 0564 <5
94D15F 15024 0564 <5
94D15E 15025 0564 <5
94D15HE 15026 0564 <5
94D15E 15027 0564 <5
94D15E 15027% 0564 <5
94D15E 15028 0564 <5
94D15F 15035 0564 25
94D15E 15036 0564 <5
94D15E 15037 0564 <5
94D15E 15038 0564 20
94D15E 15039 0564 <5
S4DI15E 15040 0h&4d <H
94D15E 15041 0564 <5
94D15E 15042 0564 <5
94D1SF 15042% 0564 <5
94D15E 15043 0564 <5
94D15E 15044 0564 <5
94D15E 15045 0564 <5
94D15E 15046 0564 <5
94D15E 15047 0564 <5
94D15E 15048 0564 <5
94D15E 15049 0564 <5
9AD1SE 15050 0564 <5
94D15E 15051 0564 <5 v
94D15E 15051% 0564 <5

PAGE:

@004



09,12/90 13:59 T604 661 1165

PDI GEOCHEM SYSTEM:

GRID SAMPLE PROJECT Aul

FPB
94D1SE 15052 0564 <5
94D15E 15052* 0564 <5

END OF LISTING - 112 RECORDS PRINTED

Data From: V239 MCCONNELL CR

PDI RESEARCH CTR

PAGE:

Run on: 90:09:12 at 13:47:02

Boo5



08/12/90 13:59 604 661 1165 PDI RESEARCH CTR

PLACER DOME INC: GEOCHEM ASSAY SYSTEM

Following elements needed some values adjusted:
ELEMENT NSS LOW HL % BILNK NVAL

AUT 0 78 0 0 0 100

12 records skipped: tests, duplicate analyses

SUMMARY OF GEOCHEM DATA: V239 MCCONNELI. CR

ITEM # VALUES MTISSING MINIMOUM MAXTMUM AVERAGE
GRID 100 0 94D15E S4D1SE

SAMP ¢] 100

PROJ 100 ¢ 0564 0564

AUl 100 0 2.50 125.00 7.75

@oos

SID. DEV.

17.86

END QF SCAN: DATE: 90:09:12 time: 13:47:02 100 RECORDS PROCESSED



2036 Columbia Street

Vancouver, B.C.

Canada V5Y 3E1
Leire coef Phone (604) 8797878

V39 Me ColNeLL CR. Fax  (604) 879-7898

L1

INTERNATIONAL PLASMA LABORATORY LTD.

REPORT SUMMARY Report:[ 9000893 R ]

ANALYTTICATL REPORT

Origin Inception Date:[ Sep 19, 1990 ]
Client:[ 153 Placer Dome Research Centre ]
Contact: [ Bob Mower 1
Project:[ 0 PO 564 ]
Amount/Type:[ 100 Core Pulp -Rock Reject Stored 3 Mon ]
[ -Soil Reject Discarded ]

Geochemical:[ ICP(AgR)30 ]
Assay:[ None 1 ICP:[ 30 ]
Comments:[ None ]
Delivery Information Reporting Date:[ Sep 24, 1990 ]

Principal Destination (Hardcopy,Fascimile,Invoice)

Placer Dome Research Centre
323 Alexander Street
Vancouver, B.C.

V6A 1C4

Bob Mower

(604)661-1165

Company :
Address:
City/Province:
Country/Postal:
Attention:
Fascimile:

]
]
]
1
|
]

Lo W W W e W W |

Secondary Destination (Hardcopy)

Company :
Address:
City/Province:
Country/Postal:
Attention:
Fascimile:

e e e N B B |

3 data pages in this report. Approved by:

B.C. Certified Assayers

iPL CODE: 900924-11:05:13



Report: 9000893 R Placer Dome Research Centre Project: PO 564 Page 1 of 3 Section 1 of 2 f
Sample Name Type Ag Al As Ba Bi Ca Cd Co Cr Cu Fe Hg K La Mg Mn g
Doy an.l ppm Z  ppm  ppm  ppm % ppm  ppm  ppm  ppm % ppm Z  ppm 2 ppm| |Z

b3

14889 Core Pulp <0.1 1.43 <5 20 <2 2.59 <0.1 23 95 51 2-33 <3 0.24 2 1.22 426 :

14890 Core Pulp 0.1 2.84 <5 31 <2 4.14 0.1 24 89 44 3.88 <3 0.48 <2 2.81 742 S

14891 Core Pulp <0.1 1.55 <5 29 <2 1.68 <0.1 19 62 64 2.14 <3 0.31 3 1.44 369

14892 Core Pulp <0.1 1.29 <5 26 <2 1.90 <0.1 20 54 85 2.67 <3 0.30 4 0.93 384

14893 Core Pulp <0.1 1.63 <5 33 <2 1.89 <0.1 25 95 99 2.67 <3 0.50 <? 1.22 376

14894 Core Pulp <0.1 1.07 <5 12 <2 2.99 <A 24 74 100 1.74 <3 0.24 3 0.36 255

14895 Core Pulp <0.1 1.05 <5 b <2 2.16 <0.1 16 72 91 1.88 <3 0.21 4 0.32 204

14896 Core Pulp <0.1 1.06 <5 12 <2 2.44 <0.1 19 62 111 1.69 <3 0.15 5 0.25 206

14897 Core Pulp <0.1 1.07 <5 8 <2 3.30 <0.1 14 i 62 1.06 <3 0.05 4 0.10 168

14898 Core Pulp <0.1 0.61 <5 9 <2 1.36 <0.1 11 38 70 1.47 <3 0.12 2 0.30 252

14899 Core Pulp <0.1 0.70 <5 16 <2 1.26 <0.1 19 52 220 2.77 <3 0.7 2 0.35 248

14900 Core Pulp <0.1 0.89 <5 8 <2 2.67 0.1 15 59 92 1.44 <3 0.08 3 0.14 207

14901 Core Pulp <0.1 0.84 <5 9 <2 2.58 <0.1 21 58 22 1.81 <3 0.10 3 0.18 206

14902 Core Pulp <0.1 1.00 <5 s <2 3.13 <0.1 13 65 49 1.33 <3 0.06 3 0.14 221

14903 Core Pulp 0.2 1.89 <5 43 <2 4,09 0.1 25 58 160 4.40 3 0.82 9 1.43 765

14904 — __Cove Pulp. <01 1.76 =65 20 <2 4,04 <0.1 20 64 55 2.59 <3 8.39: 4 0.89 573

14951 Dhy 4105 Core Pulp <0.1 1.25 <5 24 <2 1.81 <0.1 16 45 64 2.05 <3 0.20 3 0.62 284

14952 Core Pulp <0.1 1.30 5 4 <2 2.74 <0.1 14 80 45 1.34 <3 0.04 - 0.14 153

14953 Core Pulp <0.1 14:57 <5 26 <2 2.16 <0.1 22 61 67 2:55 <3 0.21 3 0.88 369

14954 Core Pulp <0.1 1.01 5 8 <2 1.66 0.1 16 53 76 1.85 <3 0.12 4 0.46 224

14955 Core Pulp <0.1 107 <5 25 <2 1.12 <0.1 12 148 9 1.67 <3 0.39 6 1.16 388

14956 Core Pulp <0.1 1.94 <5 37 <2 2.19 <0.1 23 162 24 2.56 <3 0.55 4 2.38 541

14957 Core Pulp <0.1 1..21 <5 34 <2 1. 53 <0.1 1 192 8 1.78 <3 0.48 5 1.30 452

14958 Core Pulp <0.1 3.44 <5 28 <2 7.12 <0.1 40 373 56 >5.00 <3 0.30 3 6.04 1198

14959 Core Pulp 0.1 2.70 <5 42 <2 7.46 0.1 36 265 52 4.78 <3 0.42 2 4.49 121

14960 Core Pulp <0.1 1.95 <5 27 <2 177 0.3 26 148 85 2.65 <3 0.25 3 2.41 457

14961 Core Pulp <0.1 2.45 8 20 <2 1.86 0.2 27 153 69 3.14 <3 0.16 <2 2.54 600

14962 Core Pulp <0.1 1.58 6 27 <2 152  <0.1 2 73 93 273 <3 0.21 3 1.68 452 |

14969 ) = N ¢ Core Pulp <0.1 2.20 <5 7 <2 1.62 <0.1 26 95 103 3.33 <3 0.16 <2 2.14 535

14970 ¥ Y0 19- 6 Core Pulp  <0.1 2.26 <5 5 <2 1.48  <0.1 23 95 76 2.99 <3 0.08 < 2.16 479

14971 Core Pulp <0.1 2.25 7 6 <2 1.48 0.3 26 99 89 3.01 3 0.09 <2 2.72 519

14972 Core Pulp <0.1 2.64 6 4 <2 2.06 0= 26 87 118 3.85 <3 0.09 <2 2.42 649

14973 Core Pulp <0.1 2.53 8 11 <2 Yafd 0.1 26 68 159 3.70 <3 0.10 <2 2.12 586 .

14974 Core Pulp <0.1 2.34 5 8 <2 1.58 <0.1 24 68 102 3.35 <3 0.09 <2 2.1 541 3883

14975 Core Pulp <0.1 2.70 5 10 <2 1.83 0.2 27 91 113 3.94 <3 0.11 <2 2.37 657 = g; § E:
SH o =

14976 Core Pulp 0.1  2.73 <5 6 < 1.86  <0.1 25 84 55 3.71 <3 0.08 2 24 63| B3 S

14977 Core Pulp <0.1 3.26 6 10 <2 2.50 0.2 31 91 70 4.44 <3 0.11 <2 2.80 791 o 0o ca B =

14978 Core Pulp <0, 3.27 6 1 <2 2.76 8.1 28 72 66 4,59 <3 0.10 <2 2.67 857 - - g, w

14979 Core Pulp <0.1 2.90 7 5 <2 2:59 0.2 27 104 79 3.98 <3 0.06 <2 2.70 720 é§ég E
0 ~l —

Minimum Detection 0.1 0.01 5 2 2 0.0 0.1 1 1 1 0.01 3 0.01 2 0.01 1 =

Maximum Detection 100.0 5.00 10000 10000 10000 10.00 10000.0 10000 10000 20000 5.00 10000 10.00 10000 10.00 10000

Method ICP ICP ICP I1CP 1CP I1CP 1CP ICP Icp ICP ICP 1CP ICP ICP ICP ICP

-- = Not Analysed unr = Not Requested ins = Insufficient Sample




Report: 9000893 R Placer Dome Research Centre Project: PO 564 Page 1 of 3 Section 2 of 2 %
Sample Name Mo Na Ni P Pb Sb SO Sr Th Ta 1% W Zn Ir g
nan Ge-d ppm % ppm % ppm  ppm  ppm  ppm  ppm Z  ppm  ppm  ppm  ppm :

14889 2 0.10 44 0.09 <2 6 5 58 <10 0:15 57 <5 29 1

14890 3 0.05 44 0.06 <2 <5 12 108 <10 0.713 120 <5 61 1

14891 3 13 3 0.07 <2 <5 7 87 <10 0.14 72 <5 30 2

14892 3 0.19 13 0.1 <2 <5 7 102 <10 0.18 74 <5 31 2

14883 3 0.3 41 0.07 <2 <5 6 91 <10 0.16 79 <5 38 2

14894 2 0.07 28 0.10 4 6 3 62 <10 0.16 48 %5 36 7

14885 5 0.08 12 0.10 2 <5 3 55 <10 0.16 54 <5 29 7

14896 3 0.12 11 0.14 2 <5 4 84 <10 0.20 55 <5 3 9

14897 3 0.08 8 0.12 <2 <5 3 84 <10 0.19 47 <5 23 1

14838 2 0.10 6 0.05 <2 <5 2 30 <10 0.08 31 <5 8 1

14839 3 0.12 9 0.06 <2 5 3 29 <10 0.10 42 <5 21 2

148900 3 0.07 8 0.12 <2 5 3 76 <10 0.15 41 <5 43 8

14901 3 0.08 9 0.1 2 5 3 57 <10 0.17 47 <5 28 77

14902 3 0.06 6 0.12 <2 <5 3 75 <10 0.17 42 <5 31 8

14903 5 0.08 9 0.15 <2 <5 7 111 <10 0.16 97 <5 78 3

L 14904 .. A DBe 9 0N . 2 .5 7 116 <10 0.18 69 <5 4 5

14951 “Bou as-< 2 0.17 10 0.10 ] 5 5 78 <10 0.20 73 <5 % 6

14952 3 0.10 8 0.10 3 <5 3 66 <10 0.20 49 <5 14 9

14953 3 0.19 17 0.09 <2 <5 8 96 <10 0.20 87 <5 N 4

14954 3 0.13 17 0.10 <2 <5 4 119 <10 0.14 53 <5 21 4

14955 3 0.13 32 0.04 4 7 5 43 <10 0.09 45 <5 27 2

14956 2 0.13 72 0.06 2 9 7 55 <10 0.12 70 <5 36 3

14957 3 0.08 32 0.02 <2 5 6 66 <10 0.07 47 <5 30 2

14958 4 0.01 151 0.05 <2 12 20 342 <10 0.03 130 <5 67 <1

14959 6 0.01 127 0.04 <2 8 15 24 10 0.04 94 <5 62 <1

14960 3 0.10 7 0.08 <2 8 7 70 <10 0.12 67 <5 37 2

14961 4 0.06 59 0.08 <2 10 4 7 <10 0.13 68 <5 52 1

14962 1 0.12 36 0.09 <@ <5 6 50 <10 0.14 69 <5 36 g

14969 DU G- 2 0.08 38 0.05 <2 <5 6 29 <10 0.14 81 <5 43 1

14970 2 0.10 36 0.05% <2 <5 5 40 <10 0.12 70 <5 37 1

14971 1 0.08 42 0.06 <2 8 4 87 <10 0.22 67 <5 39 1

14972 2 0.07 34 0.06 <2 6 5 53 <10 0.13 9N <5 51 1

14973 2 0.10 26 0.09 <2 7 5 53 <10 004 %0 &5 Wy 1 o i

14974 1 0.07 28 0.06 <2 7 5 42 <10 0.14 79 <5 44 1 285853

14975 1 0.11 32 0.06 <2 7 6 43 <10 0.16 94 <5 52 1 3 §§ 2
S —3 2

14976 2 006 30 0.05 <2 6 5 41 <10 0.15 81 <5 5 1 EESL5

14977 1 0.07 35 0.06 <2 8 6 60 <10 0.18 104 <5 58 1 e 4

14978 2 0.07 26 0.06 <2 8 5 56 <10 0:17 105 <5 62 1 o e R w

14979 2 0.05 46 0.05 <2 6 5 60 <10 0.14 90 <5 54 1 ~ = =
g 8

Minimum Detection 1 0.0 1 0.0 2 5 1 1 10 0.01 5 5 1 1 w e

Maximum Detection 1000 5.00 10000 5.00 20000 1000 10000 10000 1000 1.00 10000 1000 20000 10000

Methed ICP ICP Icp Icp ICP ICP 1CP ICP ICcpP 1CP ICP ICP 1CP ICP

-- = Not Analysed unr = Not Requested ins = Insufficient Sample




Report: 9000833 R Placer Dome Research Centre Project: PO 564 Page 2 of 3 Section 1 of 2 %
Sample Name Type Ag Al As Ba Bi Ca Cd Co €r: Cu Fe Hg K La Mg Mn H
il gl ppm 7% ppm ppm  ppm % ppm ppm  ppm  ppm ppm % ppm % ppm £

14980 Core Pulp 0.3 2.83 8 15 <2 1.72 0.2 29 61 104 4.05 <3 0.10 <2 2.29 634 %

14981 Core Pulp 0.1 2.82 7 6 <2 1.88 0.3 3 87 109 4.0 <3 0.08 <2 2.30 624 5

14982 Core Pulp 0.1 2.7 <5 6 <2 1.78 0.3 32 98 143 3.83 <3 0.06 <2 2.11 569

14983 Core Pulp 0.1 2.45 7 8 <2 2.08 0.1 33 104 137 3.66 <3 0.09 <2 1.83 516

14984 Core Pulp <0.1 2.51 8 6 <2 1.88 0.2 27 98 119 3.33 <3 0.06 <2 1.81 499

14985 Core Pulp <01 2.13 5 6 <2 1.76 <0.1 22 108 96 2.78 <3 0.08 <2 1.48 426

14986 Core Pulp <0.1 1.93 <5 10 <2 1,55 <0.1 23 79 96 2.92 <3 0.10 2 1.48 452

14987 Core Pulp <0.1 2.23 <5 8 <2 1.78 0.1 26 82 100 3.26 <3 0.12 <2 1.68 486

14988 Core Pulp <0.1 2.42 <5 12 <2 1.69 <0.1 23 112 83 2.99 <3 0.12 <P 1.62 435

14989 Core Pulp <0.1 2.32 6 15 <2 1.99 0.2 3N 181 113 3.43 <3 0.13 <2 2.24 526

14990 Core Pulp <0.1 1.65 <5 36 <2 1.54 <0.1 24 108 97 277 <3 0.18 2 1.44 420

14991 Core Pulp <0.1 1.78 <5 34 <2 1.58 <0.1 24 124 B7 2.80 <3 0.17 <2 1.61 431

14992 Core Pulp <0.1 1.70 <5 15 <2 1e:51 <0.1 20 92 63 2.41 <3 0.17 3 1.46 342

14993 Core Pulp <0.1 1.42 <5 7 <2 2.16 <0.1 26 85 97 1.88 <3 0.05 2 0.71 258

14994 Core Pulp <0.1 2.12 <5 20 <2 1.45 0.1 23 94 88 2.98 <3 0.19 2 2.05 412

14995 Core Pulp <0.1 1.99 <5 12 <2 2.10 <0.1 23 108 101 2.77 <3 0.12 <2 175 446

14996 Core Pulp Pl 1.68 6 4 <2 2.18 <0.1 38 68 163 2.45 <3 0.05 2 1.26 404

14997 Core Pulp 0.2 2.01 6 8 <2 2.62 <0.1 32 117 236 2.72 <3 0.10 <2 1.49 474

14998 Core Pulp 0.2 1.48 7 4 <2 2.08 0.2 50 97 129 2.4 <3 0.04 2 1.09 385

14999 Core Pulp 0.1 2.03 6 10 <2 1.87 0.2 26 107 123 2.97 <3 0.14 <2 1.85 492

15000 Core Pulp 0.1 1.70 5 11 <2 2.46 0.1 29 104 127 2.48 <3 0.12 2 1.38 420

15001 Core Pulp <0.1 1.95 <5 10 3 2.00 0.1 g7 157 79 2.40 <3 0.09 2 1.85 438

15002 Core Pulp 0.1 2.40 <5 9 <2 4.07 0.1 N 177 142 3.15 <3 0.12 3 2.04 656

15003 Core Pulp <0.1 2.21 <5 5 <2 3.25 <0.1 24 123 124 2.97 <3 0.1 2 1.88 604

15004 Core Pulp 0.1 2.51 <5 <2 ) <2 2.5 <0.1 N 88 126 3.62 <3 0.06 <2 2.50 713

15011 Core Pulp <0.1 1.98 <5 17 <2 1.61 <0.1 29 15 97 2.95 <3 0.15 <2 2.08 497

15012 Core Pulp <0.1 2.31 <5 20 <2 1.39 0.1 26 83 58 2.90 <3 0.25 2 22T 518

15013 Core Pulp <0.1 2.07 <5 24 <2 1:.15 0.2 25 55 15 2.51 <3 0.25 3 2.12 471

15014 Core Pulp <0.1 2.40 8 27 <2 T2 <03 26 67 45 2.81 <3 0.25 2 2.32 540

15015 Core Pulp <0.1 3.42 <5 15 <2 6.59 0.3 32 126 53 >5.00 <3 0.18 2 4,26 1207

15016 Core Pulp <0.1 2.97 6 24 <2 1.18 0.1 31 59 69 3.65 <3 0.23 <2 3.13 572

15017 Core Pulp <0.1 2.62 <5 27 <2 1.35 <0.1 25 49 53 2.87 <3 0.16 2 2.30 415

15018 Core Pulp  <0.1  3.01 6 74 <2 1.78 <0.1 23 61 49 2.8 <3 0.34 2 190 43| _ o,

15018 Core Pulp <0.1 1.44 <5 93 <2 121 <0.1 21 5 20 2.29 <3 0.47 3 1.14 307 235 2

15020 Core Pulp <0.1 2.59 <5 78 <2 1.91 <0.1 29 64 85 3.17 <3 0.45 2 1.81 518 @ E? § g:
D &

15021 Core Pulp 0.1  1.82 6 18 < 172 02 28 6 214 304 <3 014 2 142 M| SSFIE

15022 Core Pulp <0.1 2.06 <5 3 <@ 1.32 0.2 3 67 93 2.81 <3 0.27 3 1.95 458 pege=s : o %

15023 Core Pulp <0.1 2.02 <5 24 <2 1.74 <0.1 31 54 197 3.09 <3 0.26 <2 1.75 514 Do W

15024 Core Pulp <0.1 1.99 <5 24 <2 1..75 <0.1 22 47 48 2.78 <3 0.23 3 1.89 504 ég ég g
W~ -+

Minimum Detection 0.1 0.0 5 2 2 0.07 0.1 1 1 1 0.01 3 0.0 2 0.01 1] T

Maximum Detection 100.0 5.00 10000 10000 10000 10.00 10000.0 10000 10000 20000 5.00 10000 10.00 10000 10.00 10000

Methed ICP ICP ICcP 1CP ICP ICP ICP ICP ICP ICP ICP 1Ccp ICP icP ICP ICP

-- = Not Analysed unr = Not Requested ins = Insufficient Sample




Report: 9000893 R Placer Dome Research Centre Project: PO 564 Page 2 of 3 Section 2 of 2 %?
Sample Name ) Mo Na N{ P Pb Sh Sc Sr Th Tq v W In Ir £
DNDH A0 ppm %2 pem Z  ppm  ppm  ppm  ppm  ppm Z ppm  pem  ppm  ppm g

14980 3 0.08 26 0.05 <2 6 5 49 <10 0.16 96 <5 50 1 g

14981 2 0.08 38 0.06 <2 7 6 50 <10 0.17 96 <5 53 2 5

14982 4 0.15 42 0.06 <2 <5 7 56 <10 0.18 95 <5 52 2

14983 3 0.16 39 0.06 <2 7 8 75 <10 0.20 100 <5 43 2

14984 2 0.16 45 0.06 <2 <5 7 119 <10 0.17 88 <5 a4 1

14985 3 0.19 32 0.06 <2 8 7 78 <10 0.14 78 <5 36 1

14886 2 0.15 26 0.06 <2 5 6 63 <10 0.15 79 <5 36 1

14987 2 0.18 34 0.06 <2 6 7 115 <10 0.15 88 <5 41 2

14988 2 0.22 42 0.06 <2 5 6 133 <10 0:15 78 <5 39 1

14989 3 0.12 90 0.06 <2 8 6 101 <10 0.12 78 <5 43 1

14990 2 0.11 36 0.06 <2 5 6 56 <10 0.13 72 <5 33 2

14991 2 0.1 40 0.06 <2 7 7 63 <10 0.14 76 <5 34 2

14892 1 0.12 30 0.08 <2 <5 6 60 <10 0.14 73 <5 32 2

14983 1 0.07 24 0.09 3 <5 5 90 <10 0.16 58 <5 16 2

149394 2 0.10 39 0.07 <2 5 7 44 <10 0.14 81 <5 39 1

14985 2 0.08 37 0.06 <2 6 8 54 <10 0.16 85 <5 35 2

14996 2 0.05 23 0.06 <2 5 5 63 <10 0.17 74 <5 3 3

14997 2 0.1 35 0.08 <2 7 8 96 <10 0.19 93 <5 38 4

14998 2 0.08 24 0.09 2 <5 5 94 <10 0.14 60 <5 35 2

14999 2 0.11 42 0.08 <2 5 8 87 <10 0.17 100 <5 49 2

15000 5 0.10 a7 0.10 <2 3 7 91 <10 0.14 7 <5 37 2

15001 1 0.12 64 0.08 <2 8 7 80 <10 0.13 74 <5 38 2

15002 2 0.08 58 0.11 <2 9 8 97 <10 0.20 89 <5 49 4

15003 1 0.11 51 0.07 <2 6 7 70 <10 0.16 90 <5 43 4

15004 2 0.07 46 0.06 <2 5 8 68 <10 0.20 101 <5 57 3

15011 3 0.08 48 0.07 <2 5 5 47 <10 0.14 71 <5 39 1

15012 2 0.08 32 0.07 <2 5 5 51 <10 0.14 67 <5 46 1

15013 2 0.10 23 0.06 <2 <5 4 51 <10 0.14 60 <5 65 1

15014 2 0.1 28 0.07 <2 6 6 74 <10 0.15 72 <5 83 1

15015 2 0.02 67 0.06 <2 5 13 191 <10 0.02 115 <5 71 <1

15016 2 0.07 31 0.06 <2 5 5 47 <10 0.13 77 <5 51 <1

15017 2 0:15 25 0.06 <2 <5 4 63 <10 0.12 63 <5 38 1

15018 2 029 20 0.09 <2 5 5 103 <10 0.14 69 <5 36 1 ot g mprn

15019 2 0.12 14 0.07 <2 <5 3 74 <10 0.15 62 <5 27 1 =889

15020 2 0.23 23 0.09 <2 5 6 128 <10 0.17 90 <5 41 1 @ E; g 52
5 _® 9

15021 2 0.8 17 0.09 <2 <5 6 74 <10 0.13 8 <5 33 1 88575

15022 1 0.0 22 0.09 <2 7 5 54 <10 0.15 67 <5 38 2 pp -

15023 2 012 17  0.10 <2 6 5 55 <10 0.14 67 <5 38 2 3% o

15024 2 0.08 18 0.08 <2 5 4 68 <10 0.2 64 <5 39 1 o~ =
223 2

Minimum Detection 1 0.01 1 0.01 2 5 1 1 10 0.01 5 5 1 1 ==

Maximum Detection 1000 5.00 10000 5.00 20000 1000 10000 10000 1000 1.00 10000 1000 20000 10000

Method ICP 1cP ICP ICP ICP 1CP ICP 1CP ICP ICP Icp ICP ICP ICP

-- = Not Analysed unr = Not Requested 1ins = Insufficient Sample




Report: 9000893 R

Sample Name

15025
15026
15027
15028
15035

15036
15037
15038
15039
15040

15041
15042
15043
15044
15045

15046
15047
15048
15049
15050

15051
15052

Minimum Detection
Maximum Detection
Method

-- = Not Analysed

Placer Dome Research Centre

unr

Type

Core
Core
Core
Core
Core

Core
Core
Core
Core
Core

Core
Core
Core
Core
Core

Core
Core
Core
Core
Core

Core
Core

Not Requested

Pulp
Pulp
Pulp
Pulp
Pulp

Pulp
Pulp
Pulp
Pulp
Pulp

Pulp
Pulp
Pulp
Pulp
Pulp

Pulp
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Pulp

Ag
ppm
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<0.

[ S
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<0.

[P S SY
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[ Y

J N U S
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ins
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Report: 9000893 R  Placer Dome Research Centre Project: PO 564 Page 3 of 3 Section 2 of 2 f
Sample Name Mo Na N P Pb Sb Sc Sr Th Ti v W Zn Ir H
ppm % ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm z
15025 2 0.15 28 0.07 <2 7 6 64 <10 0.14 77 <5 40 1 g
15026 2 0.21 25 0.05 <@ 6 7 77 <10 0.15 87 <5 39 2 =g
15027 2 0.13 30 0.06 <2 <5 5 64 <10 0.15 75 <5 37 1
15028 2 0.13 28 0.07 <2 6 7 66 <10 0.17 82 <5 39 2
15035 8 0.01 152 0.06 <2 12 18 163 <10 0.09 154 <5 74 <1
15036 3 0.01 136 0.05 3 10 12 459 <10 0.01 74 <5 79 <1
15037 3 0.0 106 0.05 3 5 8 477 <10 <0.01 50 <5 80 <1
15038 4 0.01 103 0.06 12 6 6 516 <10 <0.01 37 <5 80 <1
15039 3 0.01 85 0.05 <2 5 16 308 <10 0.06 125 <5 76 <1
15040 4 0.07 58 0.06 <2 5 9 89 <10 0.13 87 <5 43 2
15041 3 0.07 67 0.06 <2 7 5 63 <10 0.1 69 <5 43 2
15042 1 0.12 48 0.06 <2 5 7 95 <10 0.15 79 <5 38 2
15043 1 0.10 49 0.06 <2 6 5 74 <10 0.13 62 <5 35 2
15044 2 0.10 56 0.07 <2 9 6 74 <10 0.15 75 <5 42 1
15045 1 0.1 47 0.07 <? 5 7 90 <10 .17 78 <5 35 2
15046 1 0.13 76 0.07 8 10 7 96 <10 0.14 63 <5 27 3
15047 2 0.13 58 0.07 <2 <5 6 53 <10 0.13 64 <5 29 2
15048 2 0.12 67 0.07 2 6 6 55 <10 0.12 59 <5 30 2
15049 2 0.12 62 0.08 <2 5 6 61 <10 0.14 72 <5 36 2
15050 3 0.01 70 0.06 <2 <5 7 356 <10 0.01 58 <5 77 <1
15051 2 0.07 15 0.05 4 <5 3 88 <10 .07 47 <5 24
15052 4 0.01 74 0.05 24 7 6 639 <10 0.01 42 <5 61 <1
IO SN
Qo Do
*85:8
© % g puse
(R
oo > e B =
22w éi
23875
©wo-—= @D
gz 8
Minimum Detection 1 0.01 1 0.0 2 5 1 1 0 0.01 5 5 1 1 © @
Maximum Detection 1000 5.00 10000 5.00 20000 1000 10000 10000 1000 1.00 10000 1000 20000 10000
Method I1CP ICP ICP ICP ICP ICP ICP icp ICP ICP ICP ICP ICP Icp
-- = Not Analysed unr = Not Requested 1ins = Insufficient Sample




PLACER DOME INZC (VANC

D
OUVER LABORATORY)

GEOCHEMICAL DATA LISTING: V239 MCCONNELL CK

PDI lab data file: P0O572
AREA: MCCONNELL CK
MAPSHEET NO: 94D15E16
VENTURE: V239
GEOLOGIST: D LEISHMAN
LAB PROJECT NO: 0572

PLEASE DISTRIBUTE RESULTS TO: D

LEISHMAN

B. HODGSON M. GAREAU E. KIMURA E. GONZALEZ-URIEN

REMARKS :

"SAMPLES WILL BE SENT OUT FOR 30 ELEMENT ICP ANALYSIS"

"ASSAY AU >500 PPB; AU RESULTS IN
STANDARD ANALYSIS METHODS USED BY PDL
ALL RESULTS EXPRESSED AS INDICATED IN

ANY EXCEPTIONS FOR THIS PROJECT ARE

REMARKS: INTERNAL LAB STANDARDS HAVE

PPM BY FIRE ASSAY"

GEOCHEM LAB ARE LISTED BELOW:
UNITS CCLUMN BELOW

NOTED ABOVE

BEEN INCLUDED FOR REFERENCE.

SAMPLE NUMBERS FOLLOWED BY * ARE DUPLICATE ANALYSES.

UNITS WT.G ATTACK USED TIME RANGE METHOD
AU PPM 25.0 FIRE ASSAY 45MIN 0.01-1000 ATOMIC ABSORPTION
AUl PPB 10.0 AQUA REGIA 3HRS 5-4000 A.A. SOLVENT EXTRACT.




PDI GECCHEM SYSTEM: Data From: V239 MCCONNELL CK

GRID SAMPLE PROJECT Au Aul
PPM PPB
94D15E16 15064 0572 <5
94D15E16 15065 0572 <5
94D15E16 15066 0572 <5
94D15E16 15067 0572 <5
94D15E16 15068 0572 <5
94D15E16 15069 0572 <5
94D15E16 15070 0572 <5
94D15E16 15071 0572 270
94D15E16 15072 0572 0.90
94D15E16 15072+ (0572
94D15E16 15073 0572 <5
94D15E1l6 15074 0572 <5
94D1EE16 15075 0572 <5
94D15E16 15076 0572 <5
94D15E16 15077 0572 <5
94D15E1l6 15078 0572 <5
94D15E16 15079 0572 <5
94D15E16 15080 0572 <5
94D15E16 15081 0572 <5
test STD AUS8 0572 235
94D15E16 15082 0572 <5
94D15E16 15083 0572 340
94D15E16 15084 0572 85
94D15E16 15085 0572 5
94D1EE16 15086 0572 5
94D15E16 15087 0572 15
94D15El6 15088 0572 15
94D15E16 15089 0572 <5
94D15E16 15090 0572 5
94D15E16 15090* 0572 <5
94D15E16 15091 0572 <5
94D15E16 15092 0572 <5
94D15E16 15093 0572 5
94D15E16 15094 0572 290
94D15E16 15095 0572 0.43
94D15E16 15096 0572 100
94D15E1l6 15097 0572 230
94D15E16 150098 0572 80
94D15E16 15099 057 15
94D15E16 15099+ (0572 10
94D15E16 15100 0572 <5
94D15E16 15151 0572 10
94D15E16 15152 057 <5
94D15E16 15153 0572 <5
94D15E16 15154 0572 <5
94D15E16 15155 0572 15
94D15E1% 15156 057 <5
94D15E16 15157 0572 <5
94D15E16 15158 0572 <5
test STD AUS 0572 385
94D15E16 15159 572 15
94D15E16 15160 0572 140
94D15E16 15161 0572 5
94D15E16 15162 0572 10
94D15E16 15163 0572 10
94D15E16 15164 0572 5

94D15E16 15165 0572 20



PDI GEOCHEM SYSTEM: Data From: V239 MCCONNELL CK

GRID SAMPLE PROJECT Au Aul

PPM PPB
94D15E16 15166 0572 85
94D15E16 15167 0572 215
94D15E16 15167* 0572 280
94D15E1l6 15168 0572 <5
94D15E16 15169 0572 <5
94D15El6 15170 0572 <5
94D15E16 15171 057 <5
94D15E16 15172 0572 <5
94D15E16 15173 0572 <5
94D15E16 15174 0572 <5
94D15E16 15175 0572 <5
94D15E1%6 52501 0572 10
94D15E16 52501* 0572 5
94D15E16 52502 0572 <5
94D15E16 52503 0572 25
94D15E16 52504 0572 <5
94D15E16 52505 0572 210
94D15E16 52506 0572 15
94D15E16 52507 0572 <5
94D15E16 52508 0572 <5
94D15E16 52508* (0572 <5

END OF LISTING - 78 RECORDS PRINTED Run on: 90:09:25 at 8:38:14



PLACER DOME INC: GEOCHEM ASSAY SYSTEM

Following elements needed some values adjusted:
ELEMENT NSS LOW HI % BLNK NVAL

AUl 0 39 0 0 2 68

8 records skipped: tests, duplicate analyses

SUMMARY OF GEOCHEM DATA: V239 MCCONNELL CK

ITEM # VALUES MISSING MINIMUM MAXIMUM AVERAGE
GRID 70 0 94D15E16 94D15El6
SAMP 0 70
PROJ 70 0 0572 0572
AU 2 68 0.43 0.90 0.66
AUl 68 2 2.50 340.00 34.52

STD. DEV.

0.33
76.14

END OF SCAN: DATE: 90:09:25 time: 8:38:14 70 RECORDS PROCESSED



% 2036 Columbia Street
Vancouver, B.C. 3 g
Canada V5Y 3E1 B
o Phane (604) 879-7878

A A ARORRATRY I Fax  (604)879-7898
Ved39 Me ConlnvErLe CREEK

INTERNATION.

REPORT SUMMARY Report:[ 90009

Origin Inception Date:[ Sep 20, 1990 ]
Client:[ 153 Placer Dome Research Centre ]
Contact: [ Bob Mower 1
Project: [ 0 PO 572 1
Amount /Type: [ 70 Rock Pulp -Rock Reject Stored 3 Mon |
[ -Soil Reject Discarded ]

Geochemical:[ ICP(AgR)30 ]
Assay:[ None ] ICP:[ 30 1
Comments:[ None 1
Delivery Information Reporting Date:[ Sep 26, 1990 ]

Principal Destination (Hardcopy,Fascimile, Invoice)

Company:[ Placer Dome Research Centre 1
Address:[ 323 Alexander Street 1
City/Province:[ Vancouver, B.C. i
Country/Postal:[ V6A 1C4 ]
Attention:[ Bob Mower ]
Fascimile:[ (604)661-1165 ]

Secondary Destination (Hardcopy)

Company: [ N f;ﬂfjﬂﬁjﬂrJ ]
Address: [ lLL““TA HERAN ]
City/Province: [ ’ B ?; 1
Country/Postal: | tal OCT -5 1990 | ]
. i < R

Attention: [ | _ "“U ]
Fascimile: [ iJhLiJCJL;L;uiJDL ]

2 data pages in this report. Approved by:

~

B.C. Certified Assayers

iPL. CODE: 900926-15:41:33



Report: 9000900 R Placer Dome Research Centre Project: PO 572 Page 1 of 2 Section 1 of 2 E
Sample Name Type Ag Al As Ba Bi Ca Cd Co Cr Cu Fe Hg K La Mg Mn g
ppm % ppm  ppm  ppm % ppm  ppm  ppm  ppm % ppm % ppm % ppm| |2

15064 Core Pulp 0.1 1.90 <5 28 <2 1.01 0.1 22 59 46 2.47 <3 0.14 <2 1.87 433 ;

15065 Core Pulp 0.1 1725 <5 27 <2 1.01 <0.1 21 51 59 2.44 <3 0.18 <2 1.69 412 =

15066 Core Pulp 0.1 2.34 <5 28 <2 1.82 0.2 25 60 79 3.23 <3 0.17 2 1.94 608 °

15067 Core Pulp 0.1 2.03 <5 27 <2 151 0.2 25 55 a8 3.17 <3 0.19 3 1.83 527

15068 Core Pulp 0.1 2.30 8 46 <2 1.52 03 25 69 o -5 <3 0.30 3 2.02 560

15069 Core Pulp 0.1 3.37 <5 70 <2 3.00 2. 32 56 61 4.81 <3 0.79 2 3.1 811

15070 Core Pulp 0.1 2.69 <5 49 <2 2.47 0i:2 27 86 96 .72 <3 0.64 <2 2.69 627

15071 Core Pulp 0.2 2.65 <5 18 <2 3.9 0.1 3 43 65 4.66 <3 0.20 <2 2.35 808

15072 Core Pulp 0.3 2.50 <5 15 <2 8.77 <0.1 26 39 114 4,58 <3 0.25 2 2.22 1189

15073 Core Pulp 0.1 2.05 <5 23 <2 2.01 0.1 22 41 69 3.30 <3 0.20 <2 1.84 594

15074 Core Pulp <0.1 2.36 <5 17 <2 2.37 0.1 25 52 52 3.63 <3 0.15 <2 2.31 716

15075 Core Pulp 0.2 3.27 9 19 <2 3.51 0.2 35 73 180 >5.00 5 0.21 <2 3.07 1129

15076 Core Pulp 0.1 3.02 <5 16 <2 4,24 <0.1 29 92 74 4,50 <3 0.13 <2 24 966

15077 Core Pulp <0.1 372 <5 21 <2 5.41 <0.1 26 57 49  »5,00 <3 0.17 <2 3.07 1119

15078 Core Pulp 0.1 2.93 6 23 <2 3.0 0.2 28 54 112 4,49 3 0.15 3 2.56 811

15079 Core Pulp 0.1 2.18 <5 22 <2 1.85 0.2 25 51 97 3.57 <3 0.18 3 1.99 642

15080 Core Pulp 0.1 2.05 <5 15 <2 1.34 0.2 21 44 42 2.79 <3 0.14 <2 2.09 506

15081 Core Pulp 0.1 2.42 <5 36 <2 1.37 0.1 31 59 102 3.41 <3 0.42 3 2.35 559

15082 Core Pulp <0.1 2.81 <5 59 <2 5.78 0 28 100 5.00| <3 0.93 <2 3.67 1208

15083 Core Pulp 0.4 1.86 <5 20 <2 6.01 0.4 31 141 hOG 5.00 <3 0.42 <2 3.77 1367

15084 Core Pulp <0.1 3.94 <5 39 <2 5.51 0.3 41 298 50 4.99 <3 0.77 2 4.60 931

15085 Core Pulp 0.1 1.42 <5 24 <2 1532 0.1 20 165 37 1.81 <3 0.20 <2 171 325

15086 Core Pulp 0.1 1:63 <5 22 <2 1.51 <0.1 22 140 72 2.19 <3 0.19 <2 1.94 390

15087 Core Pulp 0.1 1.86 %5 22 <2 1.62 0.1 25 103 110 2.64 <3 0.30 2 1.97 472

15088 Core Pulp 0.1 2.1 <5 24 <2 1.73 0.2 22 117 133 2.70 <3 0.36 <2 2.29 537

15089 Core Pulp 0.1 1.65 <5 21 <2 1..51 <0.1 21 95 77 2.35 <3 0.18 <2 1.86 437

15090 Core Pulp 0.1 1.63 <5 29 <2 1.60 <0.1 20 89 91 2.41 <3 0.24 2 1.72 468

15091 Core Pulp 0.1 1.98 <5 27 <2 1.82 <0.1 24 126 92 2.74 <3 0.24 <2 2.19 552

15092 Core Pulp 0.1 2.61 <5 52 <2 3.85 <0.1 24 97 84 3.80 <3 0.56 2 2.54 844

15093 Core Pulp 0.1 2.57 <5 46 <2 4,37 0.1 25 94 104 4,04 <3 0.55 2 2.59 902

15094 Core Pulp 0: 2.00 <5 36 <2 6.40 0.2 22 85 5 3.98 <3 0.60 2 2.12 1096

15095 Core Pulp <0.1 2.81 <5 35 <2 6.55 0.2 27 251 69 4,26 <3 0.46 2 3.50 1438

15096 Core Pulp <0.1 2.33 <5 34 <2 6.96 <0.1 32 192 29 >5.00 <3 0.35 3 4.45 1772

15097 Core Pulp 0.1  1.08 <5 34 <2 4.9 <0. 0 42 23 3.07 <3 0.19 4 115 89| FFEFS

15098 Core Pulp 05 1:10 <5 29 <2 3. 15 0.1 8 22 21 2.02 <3 0.19 4 0.56 600 2B § D
_— 2 O

15099 Core Pulp 0.1 1.14 <5 37 <2 1.55 <0.1 7 47 3 1.33 <3 0.13 4 0.59 403 83 gf—? §

15100 Core Pulp <0.1 0.86 <5 68 <2 1.44 <0.1 5 60 7 0.92 <3 0.23 5 0.34 330 g g :j 2 E

15151 Core Pulp <0.1 0.82 <5 41 <2 1.67 <0.1 5 51 6 1.07 <3 0.13 3 0.42 30 S3m” ?,.,

15152 Core Pulp 0.1 1.80 <5 63 <2 1.36 <0.1 22 81 88 2.61 <3 0.56 3 1.76 497 é§é§ =
© ~ =

Minimum Detection 0.1 0.01 5 2 2 0.0 0.1 1 1 1 0.01 3 0.01 2 0.01 1] &=

Maximum Detection 100.0 5.00 10000 10000 10000 10.00 10000.0 10000 10000 20000 5.00 10000 10.00 10000 10.00 10000

Method ICP ICP ICP ICP ICP Icp ICP Icp ICP ICP ICP ICP Icp ICP Icp 1CP

-- = Not Analysed unr = Not Requested 1ins = Insufficient Sample




Report: 9000900 R Placer Dome Research Centre Project: PO 572 Page 1 of 2 Section 2 of 2 g
Sample Name Mo Na Ni p Pb Sb Se Sr Th Ti v W Zn ir §
ppm % ppm Z  ppm  ppm  ppm  ppm  ppm % ppm  ppm  ppm  ppm g

15064 2 0.07 23 0.06 <2 <5 4 40 <10 0.1 57 <5 34 1 g

15065 1 0.06 21 0.07 <2 <5 3 33 <10 0.1 53 <5 33 1 &

15066 2 0.1 21 0.09 <2 6 5 54 <10 0.15 81 <5 44 1 =

15067 2 0.07 21 0.08 <2 <5 5 43 <10 0.13 76 <5 45 1

15068 2 0.07 24 0.08 <2 8 5 50 <10 0.15 87 <5 50 1

15069 2 0.05 27 0.06 <2 5 10 49 <10 0.17 134 <5 58

15070 2 0.05 39 0.06 <2 6 8 44 <10 0.13 9% <5 46 1

15071 3 0.01 21 0.09 <2 <5 6 71 <10 0.06 80 <5 55 <1

15072 3 <0.01 20  0.07 <2 <5 7 151 <10 0.01 56 <5 41 <1

15073 2 0.07 19  0.08 <2 <5 6 64 <10  0.10 77 <5 40

15074 ho] o005 25 006 <@ <5 6 47 <10 0.10 8 <5 49 -

15075 3 0.02 34 0.08 <2 10 6 5 <10 0.10 116 <5 73 <1

15076 6  0.02 42 0.08 <2 <5 5 62 <10 0.10 94 <5 63

15077 3 0.0 28  0.08 <2 <5 10 87 <10 0.08 125 <5 75 <1

15078 2 0.0 25  0.09 <? <5 M 89 <10 0.12 110 <5 58

15079 2 (s55i 21 0.08 <2 <5 8 51 <10 0.14 90 <5 46 3

15080 2 0.05 21 0.06 <2 <5 5 51 <10 0.12 68 <5 40 T

15081 2 0.05 26 0.10 <2 5 5 73 <10 0.15 70 <5 49 1

15082 4 <0.01 50  0.08 4 6 10 239 <10 0.10 102 <5 n <1

15083 5  <0.0 103 0.05 7 <5 8 257 <10  0.03 50 <5 52 <1

15084 4 <0.01 119 0.05 Eg] 7 194 <10 0.07 116 <5 70 <1

15085 2 0.06 65  0.05 5 4 53 <10 0.10 45 <5 23 1

15086 2 0.08 66  0.06 <2 <5 5 47 <10 0.1 55 <5 27 1

15087 2 0.06 49 0.08 <2 5 5 55 <10 0.14 73 <5 34 2

15088 1 0.05 56 0.07 <? 7 4 517 <10 0.12 63 <5 1 1

15089 2 0.08 48  0.07 <2 <5 5 47 <10 0.11 64 <5 30 2

15090 1 0.08 41 0.08 2 <5 4 48 <10 0.1 62 <5 33 1

15091 3 0.08 56 0.07 <2 5 6 5 <10 0.13 7 <5 41 1

15092 2 0.07 39 0.08 <2 5 7 139 <10 0.13 97 <5 53 1

15093 3 0.04 33 0.09 <2 5 8 150 <10  0.10 99 <5 55 <1

15004 2 0.0 42 0.08 2 <5 7 215 <10  0.04 59 <5 54 <1

15095 5 0.0 92  0.05 2 6 14 26 <10  0.03 98 <5 68 <1

15096 3 <0.01 87 0.1 <? 6 14 441 <10 0.03 116 <5 94 <1

15097 2 0.05 22 0.10 2 <5 2 290 <10 0.01 28 <5 5] <1 gZEFS

15098 2 0.06 6 0.08 <2 <5 1140 <10 0.02 21 <5 38 1 2288
_ =2 5 O

15099 1 0.10 4  0.08 2 <5 1171 <10 0.06 19 <5 39 1 S8 5—

15100 2 0.08 4  0.06 <2 6 <1 168 <10  0.06 15 <5 30 1 S pe

15151 2 0.06 3 0.07 <2 <5 <1 147 <10 0.04 13 <5 32 1 e B

15152 2 0.1 30 0.08 <2 <5 5 57 <10 0.4 73 <5 40 1 5 < 5
&3 °

Minimum Detection 1 0.01 ] 0.01 2 5 1 1 10 0.01 5 5 1 1 Bl

Maximum Detection 1000 5.00 10000  5.00 20000 1000 10000 10000 1000  1.00 10000 1000 20000 10000

Method Icp ICP  ICP Ic, IcP  ICP ICP ICP  ICP ICP  ICP ICP ICP  ICP

-- = Not Analysed unr = Not Requested ins = Insufficient Sample




=
Report: 9000900 R  Placer Dome Research Centre Project: PO 572 Page 2 of 2 Section 1 of 2 g
=
Sample Name Type Ag Al As Ba Bi Ca Cd Co Cr Cu Fe Hg K La Mg Mn S
ppm % ppm  ppm ppm % ppm ppm ppm  ppm % ppm % ppm % ppm £
15153 Core Pulp 0.1 1.40 <5 46 <2 1:31 <0.1 16 73 44 1.83 <3 0.34 2 1.26 381
15154 Core Pulp 0.1 1.42 <5 43 5 137 0.2 16 73 T4 2.07 <3 0.39 2 1.47 468
15155 Core Pulp 0.1 0.98 B 32 <2 1.64 <0.1 10 37 36 Tub2 <3 0.15 4 0.66 437
15156 Core Pulp <0.1 0.87 <5 47 <2 1.82 <0.1 5 52 3 123 <3 0.24 4 0.46 431
15157 Core Pulp <0.1 1.24 <5 74 <? 1.35 <0.1 10 9N 33 1.59 <3 0.53 6 0.65 441
15158 Core Pulp <0.1 1.06 <5 62 <2 1.19 <0.1 7 85 15 1.22 <3 0.38 4 0.45 327
15159 Core Pulp <0.1 0.86 <5 53 <2 1.20 0.2 7 78 10 0.97 <3 0.31 6 0.39 312
15160 Core Pulp <0.1 1.59 <5 g3 <2 2.27 <0.1 12 204 36 2.59 <3 0.87 6 1.06 850
15161 Core Pulp <0.1 1.08 <5 74 <2 1.26 <0.1 7 95 3 1.19 23 0.34 5 0.50 352
15162 Core Pulp <0.1 0.98 %5 41 <2 1.32 0.1 10 57 8 1.23 <3 0.26 4 0.60 409
15163 Core Pulp <0.1 0.84 <5 41 <? 1.40 <0.1 8 68 2 0.99 <3 0.19 6 0.40 364
15164 Core Pulp 0.1 2.56 <5 13 <2 1.74 <0.1 34 118 125 3.86 <3 .17 <2 2.51 619
15165 Core Pulp 0.1 2.39 <5 12 <2 1.85 <0.1 32 87 106 3. 52 <3 0.18 <2 2.31 561
15166 Core Pulp <0.1 3.53 <5 36 <2 b.4§  <0.1 35 104 54 Fs.oq <3 0.49 <2 3.18 1147
15167 Core Pulp <0.1 3.67 <5 28 <2 7.3 0.1 29 124 16 ?5.0§ <3 0.47 <2 3.45 1233
15168 Core Pulp 0.1 2.55 <5 20 <2 2.32 0.1 25 88 59 3.42 <3 0 <2 2.54 671
15169 Core Pulp 0.1 1.32 <5 8 <2 3.60 <0.1 23 107 103 1.67 <3 0.10 3 0.83 376
15170 Core Pulp O 1.86 <5 18 2 1.70 0.1 28 114 133 2.65 <3 0.19 <2 1.91 458
15171 Core Pulp 0.1 1.84 <5 19 <2 2.98 <0.1 25 150 73 2.36 <3 0.26 <2 1.95 489
15172 Core Pulp 0.1 2.69 <5 30 <? 2.24 0.2 3N 202 91 3.43 <3 0.38 <2 3.17 572
15173 Core Pulp <0.1 3.14 <5 18 <2 3.99 0.2 32 201 98 4.21 <3 0.24 <2 3.54 799
15174 Core Pulp 0.2 1.99 <5 15 <2 1.73 0.2 25 107 124 2.85 <3 0.17 2 2.16 484
15175 Core Pulp 0.1 1. 78 <5 25 <2 2.17 0.1 23 99 121 2.58 <3 0.21 3 1.98 487
52501 Core Pulp 0.1 T.81 <5 24 <2 1.89 <0.1 22 98 72 2.50 <3 0.25 2 1.93 504
52502 Core Pulp 7% 1.61 <5 26 <2 1.45 0.2 23 99 93 2.23 <3 0.27 3 1.74 411
52503 Core Pulp <0.1 1.51 <5 36 <2 1.47 <0.1 22 107 65 2.31 <3 0.35 <2 1.75 437
52504 Core Pulp 0.1 1.69 <5 30 <@ 1.53 <0.1 23 72 101 2.66 <3 0.26 <2 1.79 506
52505 Core Pulp 0.2 2.57 <5 25 <2 4.26 0.5 28 109 86 4,44 <3 0.21 4 2.22 804
52506 Core Pulp 0.1 Tl <5 33 <2 2.36 0.1 21 89 97 3.00 <3 0.30 4 1.95 598
52507 Core Pulp 0.1 1.90 <5 44 <2 2.54 <0.1 21 90 121 3.20 <3 0.33 3 2.09 705
52508 Core Pulp <0.1 1.18 <5 35 <2 1.32 <0.1 10 64 13 1.58 <3 0.7 5 0.76 367
MO C) == N
85 % a2
® E} g o
BHE S
- =
EEg w2
BEgeE
s8 @
~1 ~J @
o 0o @
w~J td
Minimum Detection 0.1 0.01 5 2 2 0.01 0.1 1 1 1 0.01 3 0.01 2 0.01 1 bl
Maximum Detection 100.0 5.00 10000 10000 10000 10.00 10000.0 10000 10000 20000 5.00 10000 10.00 10000 10.00 10000
Method ICP Icp ICP ICP 1CP ICP ICP ICP ICcP ICP ICP ICP ICP ICP icp IcP
-- = Not Analysed unr = Not Requested ins = Insufficient Sample




Report: 9000900 R Placer Dome Research Centre Project: PO 572 Page 2 of 2 Section 2 of 2 %
Sample Name Mo Na N4 P Pb Sb Se Sr Th Ti v W Zn Zr £
ppm % ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm g

15153 2 0.10 23 0.07 2 <5 4 %0 <10 0.1 50 <5 29 1 H

15154 1 0.08 26 0.08 2 <5 4 74 A0 0.1 60 <5 35 2 By

15155 1 0.04 5 0.09 <2 <5 1 147 <10 0.05 24 <5 32 1 b

15156 2 0.05 4 0.07 2 <5 1 170 <10 0.06 20 <5 34 1

15157 3 0.08 ) 0.08 2 <5 1 207 <10 0.1 35 <5 47 2

15158 3 0.10 6 0.06 2 <5 1 195 <10 0.09 25 <5 35 1

15159 2 0.08 4 0.05 2 7 1 150 <10 0.07 18 <5 32 2

15160 3 0.05 12 0.10 <2 7 2 164 <10 0.10 37 <5 70 1

15161 2 0.1 6 0.07 <2 6 1 202 <10 0.09 24 <5 a0 1

15162 2 0.06 5 0.07 <2 5 1 158 <10 0.07 21 <5 48 2

15163 2 0.07 4 0.06 2 <5 <1 164 <10 0.06 14 <5 32 ]

15164 3 0.08 27 0.03 <? 7 9 56 <10 0.17 126 <5 46 2

15165 3 0.06 23 0.03 <2 <5 6 57 <10 0.14 106 <5 a2 1

15166 4 0.01 33 0.05% <2 5 9 111 <10 0.11 102 <5 53 <

15167 5 <0.01 43 0.05 <2 <5 10 133 <10 0.08 95 <5 53 A

15168 3 0.04 33 0.06 <? 5 5 75 <10 0.13 84 <5 50 1

15169 3 0.04 33 0.06 <2 8 4 113 <10 0.1 45 <5 13 2

15170 2 0.10 46 0.06 <2 6 6 82 <10 0.15% 72 <5 32 2

15171 2 0.05 56 0.07 <2 6 5 94 <10 0.12 59 <5 29 2

15172 2 0.04 94 0.06 <2 6 5 44 <10 0.10 87 <5 41 <1

15173 2 0.04 86 0.06 <2 6 7 80 <10 0.10 114 <5 50 ]

15174 2 0.06 48 0.06 <2 6 5 57 <10 0.1 73 <5 34 1

15175 2 0.08 49 0.08 <2 6 6 61 <10 0.11 66 <5 32 1

52501 2 0.08 45 0.08 <2 5 6 55 <10 0.13 69 <5 35 1

52502 3 0.10 43 0.07 <2 7 5 54 <10 0.1 56 <5 30 1

52563 5 0.1 49 0.07 <2 <5 6 40 <10 0.13 66 <5 33 1

52504 2 0.10 32 0.08 <2 <5 6 58 <10 0.13 73 <5 37 1

52505 3 0.04 53 0.08 <2 5 13 101 <10 0.05 89 <5 64 1

52506 2 0.07 37 0.08 <2 6 8 81 <10 0.10 77 <5 48 2

52507 2 c. 1 35 0.09 <2 7 9 90 <10 0.1 92 <5 53 3

52508 2 0.10 6 0.08 <2 <5 1 159 <10 0.08 33 <5 36 1
2253
gtk
I~ I v
T D2 2
oo o f=
2P g.
RRO
o - @

Minimum Detection 1 0.01 1 0.0 2 5 ] 1 10 0.01 5 5 1 ] @ oo

Maximum Detection 1000 5.00 10000 5.00 20000 1000 10000 10000 1000 1.00 10000 1000 20000 10000

Method cP ICP cp IcP ICP Icp ICP cP ICP cp IcP ICP Icp Icp

-- = Not Analysed unr = Not Requested 1ins = Insufficient Sample




PLACER DOME INC (VANCOUVER LABORATORY)

GEOCHEMICAL DATA LISTING: V239 MCCONNELL CK

PDI lab data file: P0O573
AREA: MCCONNELL CK
MAPSHEET NO: 94D15E
VENTURE: V239
GEOLOGIST: D LEISHMAN
LAB PROJECT NO: 0573

PLEASE DISTRIBUTE RESULTS TO: D LEISHMAN
B. HODGSON M. GAREAU E. KIMURA E. GONZALEZ-URIEN

REMARKS:
"SAMPLES WILL BE SENT OUT FOR 30 ELEMENT ICP ANALYSIS"
"AU RESULTS IN PPM BY FIRE ASSAY"

STANDARD ANALYSIS METHODS USED BY PDL GEOCHEM LAB ARE LISTED BELOW:
ALL RESULTS EXPRESSED AS INDICATED IN UNITS COLUMN BELOW
ANY EXCEPTIONS FOR THIS PROJECT ARE NOTED ABOVE

REMARKS: INTERNAL LAB STANDARDS HAVE BEEN INCLUDED FOR REFERENCE.
SAMPLE NUMBERS FOLLOWED BY * ARE DUPLICATE ANALYSES.
UNITS WT.G ATTACK USED TIME RANGE METHOD
AU PPM 25.0 FIRE ASSAY 45MIN 0.01-1000 ATOMIC ABSORPTION

AUl PPB 10.0 AQUA REGIA 3HRS 5-4000 A_A. SOLVENT EXTRACT.



