Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registered Assayers

To: GRANGES INC.

2230 - 885 W. GEORGIA ST.

VANCOUVER, BC

British Golumbia, Canada  V7J 2C1
PHONE: 604-084-0221

212 Brooksbank Ave., North Vancouver

Page Number 1-A

Total Pages 3
Cenificate Date23-DEC-04
Invoice No. 1-B432761

V6C 3E8 P.O. Number
; Account
Project :
Comments: CC: WARREN BATES
CERTIFICATE OF ANALYSIS A9432761

SAMPLE PREP Au ppb Al Bi cd Co Ga Hg
DESCRIPTION CODE FA+AA 2 Ppm PP Ppm ppm PP

Beaol7 205| 226 300 0.85 ¢ 0.5 2 1.0 <1 1 1
38013 205( 226 145 0.52 < 0.5 4 1.0 g L 2
38019 205| 226 75  0.65 < 0.5 4 2.0 L i 3
38020 205| 226 50 0.51 < 0.5 4 ¢ 1.0 {1 1 2
Beo2L 205 226 0.86 <0.5 8 < 2.0 {1 1 2
38022 205| 226 400 0.80 < 0.5 6 8.0 £ q 1 5
38023 205| 226 365 0.93 0.5 59 7.0 1 1 2
; 38024 205| 226 110 2.93 < 0.5 ¢ 2 >100.0 9 4 L
Bso23 205| 226 365 1.78 < 0.5 10 >100.0 Lo il 2
38026 205 226 75  1.46 < 0.5 (<2 >100.0 16 2 <1
Beo27 205| 226 840  2.92 < 0.5 <2 >100.0 20 3 L0 D0.16 925 {1
38028 205( 226 205 1.78 < 0.5 <2 »100.0 8 1 <10 0.03 335 ¢ 1
38029 205| 226 255 0.71 < 0.5 24 16.0 1 1 L0 0.01 15 3
38030 205/ 226 610 0.58 < 0.5 6 < 12.0 ¢ I 1 Lo 0.01 45 3
Beo3lL 205| 226 415  0.69 < 0.5 €2 ¢ 10.0 [ 1 1 L0 0.01 35 4
pBo032 205( 226 26170~ 0.80 < 0.5 6 .0 (1 1 30 0.01 45 4
38033 205| 226 00 0.72 < 0.5 8 < P ‘1 L 20 0.01 45 4
38034 205|226 160  0.39 < 0.5 ¢.2 0 <1 1 20 < 0.01 20 3
38033 205 226 480 0.68 € 0.5 4 < 3 <1 1 20 0.0l 40 3
B8036 205 226 110 0.44 < 0.5 26 < 3 1 1 . 20 < 0.01 20 3
38037 2054 226 440 1.28 ¢ 0.5 4 B 22 2 10 0.02 105 1
38038 205( 226 125 3.48 < 0.5 2 .0 14 1 20 0.46 2580 1
38039 205| 226 145 3.21 ¢ 0.5 T3 21 L L0 0.4 2580 :
38040 205|226 40  3.43 05 35.0 24 i L0 0.61 3080 1
{38041 205| 226 310 3.33 5 2- 47.0 16 2 10 0.79 3620 <1
38042 L5 (2 44.0 13 4 ¢ L0 0.83 3800 <1
18043 5 (2 >100.0 16 3 Lo 0.70 2770 <1
n80d4 .5 (2 100.0 28 3 ¢ L0 D0.89 2840 <1
Ra04s 25 (<2 >100.0 15 4 L0 0.96 2690 <1
R8045 .5 6 67.5 12 il 10 L.20 3320 ¢ 1L
Na047 460 ¢ 0.5 {2 23.0 16 4 10 1.30 2620 <1
Beo0ds 430 < 0.5 8 48.5 18 1 10 1.53 2960 ¢
p8049 310 ¢ 0.5 {2 80.5 18 2 L0 1.08 2400 <1
38050 170 < 0.5 <2 54.5 24 L 10 0.72 1330 <1
3805L 80 < 0.5 {2 >100.0 34 1 Lo 0.32 465 1
40 < 0.5 8 »100.0 58 ¢ L o 0.12 150 L

130 < 0.5 2 81.0 32 £ 10 3 L0 0.08 140 L

100 < 0.5 2 19.5 27 < 10 <1 20 0.02 60 L

200 ¢ 0.5 6 81.5 29 £ 10 2 Lo 0.33 870 L

410 < 0.5 {2 82.0 14 10 2 L0 0.96 2790 1

CERTIFICATION:

h6 /2721

LXH4-XHA SgUT XIWIHD WdLE:1L

¢00 395d



Chemex Labs Ltd.

Analytical Chernists * Geochermists * Reglstered Assayers

212 Brookshank Ave., North Vancouver
British Columbia, Canada V7J 2C1
PHONE: 804-884-0221

To: GRANGES INC.
2230 - 885 W. GEORGIA ST.

Page Number 1-B
Tolal Pages 3
Cerlificate Date23-DEC-94

VANCOUVER, BC Invoice No,  |-B432761
VBC 3E8 P.O. Numbor
Account
Praject :
Comments: CC: WARREN BATES
CERTIFICATE OF ANALYSIS A9432761

SANPLE PREP Xa Fi P Pb Sb Sc Sr b 71 U v W Zn Ag ppm
DESCRIPTION CODE % ppm Ppm Ppm ppm ppm pPpm 11 ppm Ppm ppn Ppm ppm Aqua R
/‘y’m.[, BeoL? 205|226] 0.09 3 90 124 2 <1 11 ¢ 0.00 ¢ L0 <10 4 <10 60 4.2
(7 38018 205[226] < 0.0L 1 60 170 6 <1 7¢0.0L <10 <10 ¢l <10 52 5.0
ﬁ: 38019 205| 226 0.0L 1 80 254 6 <1 12 ¢0.00 <lo <10 ¢l <10 58 3.4
b! ’} gjﬁa{ B8020 205[226] < 0.0L 1 90 122 8 <1 12 ¢ 0.01L <10 ¢ 10 1 <10 74 3.0
,_L Vf.\] o 5/. B802L 205( 226 0.0L 3 g5pF 348 4 <1 21 ¢0.0L <10 <10 2 < LD 82 4.2
) ;?"3) ps022 205(226] < 0.0L <1 BBOF 384 16 <1 87 ¢ 0.0L <10 <10 8 < LD 194 1.5
'y pBo23 205|226 0.0L <1 140 160 22 1 57 ¢ 0.0L <10 <10 19 < 10 164 5.7
. 36024 205|226] < 0.0L L7 90 22 4 4 51 0.04 <10 <10 36 < LD 6230 2.2
—118023 205|226] < 0.0L 12 150 210 Lo 1 48 0.02 {10 <10 25 i3 7.8
g B8026 205 226] < 0.0L 29 220 58 2 4 66 0.13 < 10 < 10 66 1.7
/h § ~Z% ZH 38027 205|226] ¢ 0.0L 31 230 44 <2 4 586 0.07 < ¢
vi B8023 205|226] < 0.0L L5 140 12 <2 3 38 0.03 < ¢
‘ pso029 205| 226] < 0.0L <1 140 228 18 <1 34 C0.0L < ¢
i 38030 205|226 0.0L 1 130 322 14 <1 38 0.0 < L
! 38031 205|226 0.0L 1 90 242 12 1 19 ¢ 0.0L <
2 4 imosz 205/ 226 0.0L ¢l 440 766 14 1 <
n BBO033 205| 226 0.0L <1 150 326 10 <1 <
3 34 205|226] < 0.0L <1 190 238 8 {1 L TV I
R BBO3S 205|226 0.0L 1 110 210 q <1 <L <
| k Z @ + pB035 205|226] < 0.0L <1 310 ] 1020 ‘ 20 <1 10 <
ﬁbfi : !)7 3 38017 205|226 0.0L 31 2 10 <10 19 < 10 6740 5.2
fﬂ/i 7/ PRI - . | . 205|226] < 0.0L 34 4 <10 <10 78 < 10 .6340 0.6
7 UM é . BBO3Y 205|226] < 0.0L 33 ¢ <10 66 < L0 8960 4.4
‘p{ B8040 205|226] < 0.0L 33 ¢ <10 57 < L0 8380 2.5
\ pBo4L 205| 226] < 0.0L 10 4 ¢10 <10 72 < L0 9060 1.9
pBO42 205( 226] < 0. (2% 4 14  0.24 <10 <10 80 < L0 84 T2
\.}, am¥ 8043 205| 226] < 0. q 5 27 0.2 <10 <10 74 10000 2.0
Ll ]5 8044 205| 226] < 0. 2 4 17 0.22 <10 <10 72 K_10 >10000 2.4
1R SV BB o4 205(226] ¢ 0. {2 4 19 0.27 <10 <10 7L< 1.4
1 ?\ﬁ pBo45 205| 226] ¢ 0. 2 5 21 031 <10 <10 86 < LD 8740 6.0
"Y‘ peo47 2 7 50 0.28 <10 <10 97 < L0 1160 0.4
pB048 136 <2 1 76 0.25 10 <10 130 < 10 6300 5.2
pBo49 14 (2 5 60 0.26 10 <10 83 <<fu >1ooun >2.1
) BBO50 6 6 3 43 0.2 <10 <10 68 o 13
‘ Pbg BBoO5L 12 B 2 38 0.09 <10 (10 56 < 10 71.20 1.5
2“6] Beo52 45 320 14 12 1 i1 0.0 <10 <10 46 < 10 2900 3.5
\ fvﬂi{ﬂ' 38053 44 400 4 4 3 38 0.09 (L0 (10 51 < 10 7680 2.3
M ,ﬂ,r\ Beosd 32 290 36 6 4 36 0.07 <10 <10 39 < L0 2700 3.2
BBO5S 36 280 64 <2 6 37 0.1l ¢ L0 <10 60 < L0 54 5.5
. { . ) 29 290 14 <2 5 32 0.23 <10 <10 76 ¢ >1o‘onnw~\)1.9
) 8

GERTIFICATION:

h6/82/21L

LXP4d-XPA S8U7T XIWIHD WdEg:L

£00 39Ud




GRANGES INC. Page Number 2-A

To:
Chemex Labs Ltd Mot
u 2230 - 885 W. GEORGIA ST. Oerlilicate Date23-DEC-84
Analytical Chemists * Geochermists * Registered Assayers VANCOUVER, BC Invoice No.  1-D432781
212 Brooksbank Ave., North Vancouver VeC 38 igbmfl’tmber
British Columbia, Canada V7J 2C1 Project :
PHONE: 604-684-0221 Comments: CC: WARREN BATES
CERTIFICATE OF ANALYSIS A9432761
SAMPLE PREP Au ppb Al as Ba Be Bi Ca cd Co Cr cu Fe Ga Hg K La Mg
DESCRIPTION CODE FA+AA % ppn Ppm ppm Dppm % Ppm ppi pp Ppm % Ppm Ppm 3 ppm 3
r-f? 5' h8os57 205] 226 85 1,91  4Qfy 400 ¢ 0.5 2 0.07 85.5 16 66 65  6.27 10 i 1
”)7- 7/; h ))D@ B8053 205/ 226 20 3.70 56 350 < 0.5 €2 0.17 59.3 13 62 18 5.94 10 4 1
38059 205| 226 5 1.92 80 340 < 0.5 4 0.2 66.0 15 59 39 5.94 10 o 1
B8060 205| 226 25 3,73 42 250 ¢ 0.5 €2 0.09 29.3 13 58 124 6.17 10 <1 i
B8O6L 205| 226 230 4.49 84 250 ¢ 0.5 <2 0.08 42.0 15 69 136 7.53 10 2 i
38062 205| 226 270 4.00 36 230 <€ 0.5 <2 0.15 237.0 14 59 143 7.95 10 5 1
38063 205| 226 380 3.96  “Rd0se- 270 < 0.5 €2 0.15 70.5 14 80 128 7.03 10 1 L
38064 205) 226 215 2.80 56 160 < 0.5 4 0.15 86.5 13 70 179 <1 1
h8065 205| 226 170 4,07 B 330 < 0.5 £2 0.07 58.0 L5 68 6 1
38066 205 226 160 3.78 80 290 < 0.5 4 0.11 66.3 26 76 1 1
38067 205/ 226 25  4.18 8e 450 < 0.5 €2 0.20 46.0 10 69 4 2,88 (10 L.12 3330 <l
B8O6S 205 226 10 4.01 90 380 < 0.5 <2  0.27 78.5 65 4 2,83 ¢ L0 L.26 3370 <1
38069 205| 226 145  1.86 90 260 ¢ 0.5 €2 0.28 63.5 1 2.75 L0 1.27 2990 L
Be070 205| 226 <5 3.45 38 210 < 0.5 <2 0.16 23.0 1 2.40 L0 1.36 2360 <1
peo7L 205| 226 <5 5.06 40 110 < 0.5 <2 1.4} 1l1.5 5 1.43 L0 L.65 4730 <1
BeO72 205] 226 <5 5.48 42 110 < 0.5 {2 20 1 1.535 10 1L.70 5380 <1
38073 205| 226 <5 5.13 30 170 < 0.5 {2 10 1 2.33 < L0 L.77 3560 <1
pe074 205/ 226 <5 4.03 32 220 < 0.5 ¢ 2 10 <1 2.86 < 10 L.61 3040 [
Be073 205/ 226] 7250389 46 190 < 0.5 4 10 6 2.70 <10 L.30 2970 <1
peo76 205| 22630 3.86 52 290 ¢ 0.5 €2 10 AT Lo 1.38 3100 <l
p8o77 205| 226 80 3 69 64 5.45 10 ¢l 2.72 ¢ L0 l.40 2960 1
38073 205/ 226 45 2 72 38 5.36 10 ¢l 2.30 (L0 L.49 3020 1
BA079 205( 226 <5 2 72 17 5.70 10 L9 B 2.16 < 10 1.70 3420 <1
38080 205( 226 30 62 107 5.91 10 6 2.92 10 1.44 3030 <1
I __/? 2 { BBOGL 205( 226 65 68 42 6.79 10 4 3.06 <10 L.35 3330 ‘1
- 7] 7/
/ ¢ )/M Egaoaz Za 65 89 6.89 10 1 2.98 <10 L.38 3350 <1
'}“}T PLS - (‘-e),l.a_’(. Be0s3 ¢ 2 58 37 6.21 10 ¢l 270 <10 L2y 2970 (1
. Beosd £ 65 64  6.97 10 1 3.17 €10 1.32 3290 <1
BROss ¢ 2 64 346 7.51 10 <1 2.82 (10 1.22 3420 1
38086 &5 71 151 6.07 10 <1 2.87 {10 1.34 3460 <1
38087 < 0.5 ¢ 2 83 6 5.01 10 3 02.74 <10 1.67 2980 <1
BBO6S < 0.5 ¢ 8l 4 5.19 10 <1 2.50 <10 Ll.61 3200 <1
38089 < 0.5 ¢ 2 80 7 5.25 10 4 1.74 <10 L.51 3940 <1
38090 < 0.5 ¢ 2 74 40 5.43 10 FR L0 L.43 3500 <1
Be09L ‘ : < 0.5 <@ 71 44 1.79 ¢ 10 75 1.60 10 0.66 2640 ¢ L
h8092 230 3.70 78 250 ¢ 0.5 <2 0.02 19.5 20 67 141 5.79 10 1 2.27 10 0.75 3040 1|
8093 l-""1130°22.97 62 110 ¢ 0.5 10 0.16  36.0 64 63 420  6.94 10 <1 1.5% <10 0,49 1985 2
Be09y 3.03 90 170 ¢ 0.5 <2 0.20 23.0 24 61 160  5.46 10 <1 1.8L Lo 0,53 2270 1
B80S 200  3.76 78 180 ¢ 0.5 <2 0.29 31.5 12 68 86  6.92 10 1 2.49 < 10 0,80 3490 <1
38096 215  3.61 46 200 ¢ 0.5 <2 0.25 14.0 L7 66 113 6.81 10 1 2.47 <10 0,86 3230 <1

CERTIFICATION:

hR /7771

L¥X"H4-XHA A5 XIJWIAHDN WAFE

H00 399d
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Chemex Labs Ltd.

Analytical Chemists * Geochemists * Registared Assayers
212 Brooksbank Ave., North Vancouver

British Columbia, Canada  V7J 2C1
PHONE: 604-084-0221

To: GRANGES INC,

Page Number 2-B
Total Pages 3

2230 - 885 W, GEORGIA ST. Cerlificate Date23-DEC-04
VANCOUVER, BC Invoice No. 1-B432761
VeG 3E8 P.O. Number :
. Account
Project :
Comments: CG; WARREN BATES
CERTIFICATE OF ANALYSIS A9432761

SAMPLE PREP Fa §i P Pb sh Sc St Ti L U v W n Ag ppm
DESCRIPTION CODE % ppm  ppgm  ppm ppm ppm  ppm % ppt  ppm  ppm
38057 205/ 226]  0.01 36 330 16 <2 5 22 0.25 <10 {10 74
38059 205|226  o.oL 29 810 78 (2 4 27 0.25 <10 ¢ 10 71
38059 205/ 226]  o.oL 31 1110 80 {2 6 31 0.26 {10 {10 77
38060 205)226]  0.01 26 410 26 (2 5 21 0.20 <10 <10 70
BeosL 205/ 226]  0.0L 12 350 6 <2 6 25 0.23 <10 <10 74
58062 205 226]  0.0L 33 670 8 2 5 6 0.24 10 10 70 0
Beoss 205 226] a.oL I 670 4 <2 5 2
Beoss 205|226  0.0L 31 660 2 {2 3 6
8063 205(226]  o.oL 34 360 6 {2 6 3
38065 205)226]  o0.0L 32 590 124 < 2 6 5
8067 205|226]  0.0L 33 930 4 <2 6 1.3
38063 205|226]  0.01 28 1220 0 (2 6 2.1
Beoso 205(226]  o-oL 39 1280 8 <2 6 g
38070 205(226]  o0.oL 2 770 6 <2 7 0.3
EBUH 205(226] 0.33 37 1500 1065 {2 u 6.1
F8072 205(226]  0.41 31 1470 504 < 2 n 2.8
Beo73 205(226] 0.20 33 1520 4 {2 1n 0.3
38074 205 226]  0.01 36 1270 26 42 7 : 0.5
3073 205(226]  o.oL 33 430 160 {2 5 1d 5100007 7.8
38076 205|226  0.oL 27 270 100 <2 5 L9310 2.4
Beo77 205 226]  0.oL 29 840 252 (2 6 ¢ 10 72 < 10 8350 1.2
e079 205(226]  0.07 13 2 9 <10 101 <10 7270 7.6
L8079 205/ 226]  0.03 13 €10 105 < L0 4410 6.1
heoso 205(226]  0.0L 30 ¢ 10 78 < 10 4900 1.7
T808L 205 226] 0.0l 17 6 ¢ 10 17 < L@ 347
8082 205]226]  0.0L 36 6 4 0.29 ¢ 10 <10 77 < 10 >10000 3.8
haos3 205|226 4 31 0.27 (10 <10 75 < L0 6770 1.5
heosd 205/ 226 6 42 0,29 {10 <10 81 < 10 8790 1.9
38083 205|226 6 46 0,20 ¢ 10 < 10 80 < 109950 2.1
R8085 205|226 6 300 00,29 (10 <10 82 ¢« L 510000y 2.8
8087 326 <2 u 77 0.23 < 10 <10 119 < L0 2020 2.7
R808s 990 ¢ 2 10 66 0.22 <10 <10 109 ¢ lp 2150 6.5
R8089 2080 < 2 10 61 0.2L <10 <10 113 <10 3420 g6a0g
38090 166 {2 7 57 0.27 <10 <10 85 < 10 3270 %27
24 <2 3 41 0.2 <10 ¢ 10 47 < 10 3490 0.7
16 2 5 52 0.26 < 10 < 10 78 < 1095 1.3
106 2 1 36 0,20 < lo (10 47 < 10 >T000T gkIs0n:
1 <2 3 52 0.2L (10 < 10 56 < L0 932 1.7
8 2 4 30 0,24 <lo {10 69 < L0 7120 1.4
w0 <2 4 23 0.23 <10 <10 69 < LD 6310 2.0

GERTIFICATION:

ha/¢7771L

L

LXHd-XHA SAHTT X3WIHN WAGE

500 399d



To: GRANGES INC. Page Number 3-A
Chemex Labs Ltd Tobl Pagos” 3
L 2230 -885 W, GEORGIA ST. Corlilicate Date23-DEGC-94

Analytical Chemists * Geochemists * Registered Assayers Lo ion e bl L R
212 Brooksbank Ave,, North Vancouver 96 3ES ;':6036 Ll:lrl;ltmber

British Columbia, Canada V7J 2G1 Project :

PHONE: 604-884-0221 Comments: CC: WARREN BATES

CERTIFICATE OF ANALYSIS A9432761

SANPLE PREP Au ppb Al as Ba Be Bi Ca cd Co Cr Cu Fe Ga Hg

DESCRIPTION CODE FA+AR % ppn TPm ppm ppm 3 PPl ppu ppu ppm % Ppm ppm
38097 205|226 90  4.25 60 360 < 0.5 <2 0.31 20.0 8 70 51  6.81 10 L
36G98 205226 165 4.47 348 400 ¢ 0.5 <2 0.31 53.3 10 76 53 7.26 10 <1
38099 205|226 15 5.0L1 36 430 ¢ 0.5 €2 0,33 19.3 L2 75 113 8.04 10 <1
B8100 205|226 175  4.41 : 400 ¢ 0.5 <2 0.36 27.5 13 79 179 7.25 10 <1
BsloL 205| 226 175 4.28 250 < 0.5 {2 0.35 44.0 15 76 214 6.99 10 1
B81o2 205 226 60  4.21 56 220 < 0.5 {2 0.39 41.0 L3 86 134 5.36 10 <1 1
B8103 205 226 <5 5.89 52 180 < 0.5 ¢ 2 1.27 18.0 L5 92 56  5.22 10 <1 30 1
BBOL7L 205) 226 150  0.85 348, 110 ¢ 0.5 0.01 4.0 1 79 45 1.95 0 <1 0.56 L0 0.03 95 2

GCERTIFICATION:

ha/CZ7 /7L

L

LXH4-XUA ST XIWIAHD WA :

900 3J9Yd




To: GRANGES INC, Page Number 3-8
Chemex Labs Ltd Total Pags
u 2230 - 885 W. GEORGIA ST. Certilicate Date23-DEC-04

Analytical Chemists * Geocherists * Registered Assayers YALOUVER. Ho L i
212 Brooksbank Ave., North Vancouver B Aixzbmjtmber

British Columbia, Canada  V7J 2C1 Project :

PHONE: 804-084-0221 Comments: CC: WARREN BATES

CERTIFICATE OF ANALYSIS A9432761

SAMPLE PREP Fa Ni P Pb Sb Sc SI Ti TL U v W Zn Ag ppm
DESCRIPTICN CODE % Ppm PEM ppm PP ppm Ppn % ppm ppm Ppm ppm ppm-Aqua R
p8o97 205| 226 0.0L 28 1370 2 4 5 32 0.24 {10 <10 $2 < 10 3970 0.
38098 205|226 0.0L 32 1400 6 2 6 315 0.28 <10 <10 83 < 10 6330 1.
38099 205|226 0.0L 313 1480 <2 (2 6 32 0.3 <10 <10 92 < 10 3310 0
38100 205( 226 0.01 34 1530 <2 <2 7 25  0.27 <10 <16 97 < L0 5400 4]
paloL 205|226 0.01 38 1580 4 <2 6 18 0.28 < Lo <10 88 < L0 7210 1
B8lo2 205| 226 0.02 30 1590 24 <2 7 24 0.25 (10 <10 96 < L0 5960 1.
Belo3 205) 226 0.28 35 1570 96 <2 10 131 0.24 <10 <10 121 < 10 3430 3
380171 205|226 0.0L 1 140 312 L2 ¢ 1 9 ¢g.0L <10 <10 3 <10 172 7

he/sc72721L

CERTIFICATION:

XIAWIAHI WIS L

Sq97

LXPd-XHA

£00 399d




Chemex Labs Ltd.

To: GRANGES ING.
2230 - 885 W, GEORGIA ST.

Page Number 1-A
Tolal Pages 6
Certificate DateD3-JAN-D5

Analytical Chemists * Geochermists * Reglstered Assayers VANCOUVER, BC Invoice No.  |-B433125
212 Brooksbank Ave., North Vancouver V8G 3E8 i;g(',mmbe'
British Columbia, Canada  \/7J 2C1 Projoct: 120
PHONE: 604-684-0221 Comments; CC: WARREN BATES
CERTIFICATE OF ANALYSIS A9433125
SAMPLE PREP Au ppb Al As Ba Be Bi Ca cd Co Cx Cu Fe Ga Eg K La Mg Mn Ho
DESCRIPTION CODE FAtAA 3 Ppm  ppm ppm  ppm ¢ ppm  Dppm  ppm  ppm 3 Ppm  ppm 3 ppn i ppm  ppm
Be1od 205 294 40 5,22 18 170 1.0 ¢2 1l.10 12.5 14 78 52 5.38 10 <1 2.26 10 L.74 3330 1
38105 205} 294 10 6.10 18 150 2.5 6 1.19 36.0 L7 84 87  5.35 20 1L 1.74 10 L.89 3690 1
38105 205| 294 15 4.92 14 220 0.5 10 L.08 19.0 15 78 64 5.54 20 1 2.24 L0 2.10 4430 1
38107 205| 294 <5 3.43 24 220 < 0.5 2 0.e2 2.0 L6 80 51 4.79 10 1L 1.9 10 L.95 4960 L
38108 205| 294 <5 3.19 16 190 < 0.5 6 D0.78 5.0 13 76 50 4.44 10 2 1.70 Lo L.81L 4130 L
38109 205| 294 <5 2.96 26 200 < 0.5 2 0.80 0.5 15 69 35 4.73 10 ¢l 1.43 10 1.77 5090 1
38110 205|294 <5 3,19 24 200 < 0.5 <2 0.8l 0.5 15 68 6 4.58 10 <1 1.5L 10 L.90 5140 L
B81LL 205|294 <5 3.56 2e 140 < 0.5 6 0.93 14.0 L8 68 29 4.42 10 L 1.43 10 L.95 4000 1
38112 205 294 <5 4.64 10 160 0.5 <2 l.08 10.0 14 74 35 4.95 10 ¢l 1.97 10 L.87 2950 L
p8113 205| 294 <5 4.88 28 130 1.0 <2 1.26 27.5 L7 72 55  4.80 10 ¢l Qwdd 10 L.68 3200 L
8114 205| 294 280  4.13 12 200 0.5 <2 D0.61 19.0 19 51 176 . 5.52 ¢ 10 ¢l 2.54 10 L.54 2140 1
B81L3 205] 294 <5 5.8l 18 210 1.0 <2 Ll 1.0 14 66 4 5.18 10 <1 2.59 10 L.77 2730 i
38115 205| 294 110 4.35 44 240 1.0 8  0.45 49.3 L6 51 94 5.67 10 ¢1 2.66 <10 1.64 2850 2
p8117 205| 294 105  4.47 20 280 1.0 4 0.36 63.0 L2 49 48 5.85 10 <1 2.89 10 L.59 2760 2
38119 205| 294 40  5.10 1e 250 1.0 10 0.74 139.0 12 57 103 6.21 20 L 2.75 <10 L.75 3140 2
1 P 8119 205| 294 60 4,72 30 270 1.0 <2 0.36 11.5 L4 62 213 6.36 10 1 3.00 Lo L.73 2820 2
1_42/ Zf’\é Pg) 38120 205| 294 <5 4.36 24 240 0.5 <2 0.40 48.0 L2 65 95 6.84 10 € Iy L0 L.71 3510 2
b ) ng121 205/ 294 ¢ 5 4.3 32 210 0.5 18 D0.52 80.3 16 67 119 6.54 10 1 2.68 <10 1.68 3580 2
38122 205| 294 55 4.43 42 200 0.5 8 0.59 55.0 13 60 46  6.17 10 1 2.87 <10 1.63 3210 L
38123 205/ 294 <5 4,27 22 240 0.5 6 0.48  26.0 8 53 39 6.36 10 ¢l 2.87 , <10 1.52 3750 1
38124 205| 294 <5 4.30 16 330 0.5 <2 0.38 43.0 9 54 38 6.59 10 1 3.15 <10 1.63 2900 L
BB125 205| 294 90 4.46 6 380 0.5 <2 0.37 46.5 10 56 2} 6.75 10 1 3.24 <10 L.69 3050 L
B8125 205| 294 75 4.17 20 400 0.5 4 0.35 18.0 8 53 44 6.57 ¢ 10 <1 3.05 <10 1.4} 2870 2
B8127 205|294 260 4.34 78 450 0.5 <2 0.31 16.5 8 49 142 7.23 10 <1  3.17 <10 1.47 3250 2
38123 205] 294 1oo  4.06 76 400 0.5 €2 0.3 13.3 12 54 119 6.44 10 <L 2.8} L0 L.41 2830 2
B8129 205| 294 230  4.27 92 310 0.5 $2 D0.36 89.3 14 51 122 6.73 10 2 2.94 10 1.56 3060 2
$8130 205 294 25 3.97 58 400 0.5 <2 0.34 58.0 L1 53 92 5.9 10 <1 2.74 <10 L.36 2830 2
P81l 205| 294 20 4.54 56 500 0.5 12 0.31  24.3 9 54 89 7.19 10 1 3.20 L0 1.42 3130 1
38132 205| 294 35 4.34 78 400 0.5 6 0.35 20.0 4 63 34 6.84 10 1 2.88 L0 L.31 2860 L
38131 205| 294 160 4.11 42 300 0.5 ¢2 0.31 23.0 . 4 57 43} 6.40 10 <1 2.3 Lo L.23 2760 L
38134 205| 294 55  3.82 270 0.5 6 0.25 35.3 10 56 5.92 10 <1 2.23 10 L.15 2340 2
. 38135 205|294 130 4.11 94 90 0.5 16 0.3 >lgg;ubf 32 54 3337) 8.31 10 <1l 2.06 10 1.34 2880 3
;‘_._ZZ Z,-\_é,!ﬂ& 38135 205|294 475  4.58 26 300 0.5 8 0.38 i L2 57 \n 8.13 10 1 2.57 10 L.42 3310 2
i 38137 205|294 80 4.70 14 390 1.0 2 0.36 26.0 9 55 66  7.50 10 <1 2.8} 10 1.32 3090 2
‘f‘ 7’T ﬂésumqv 38133 205| 294 95  4.56 1t 410 0.5 $2 0.36 24.3 9 56 67 7.09 10 1 3.08 L0 1.35 2720 L
38139 205| 294 210 3.70 22 260 0.5 <2 0.30 35.3 15 47 161 6.67 10 <l 2.44 L0 1.10 2390 3
B840 205 294 130 3.77 8¢ 190 0.5 <2 0.24 17.3 12 49 104  6.00 ¢ 10 1 2.63 L0 1.14 2480 2
B8141 205| 294 100 4.05 96 410 0.5 2 0.25 30.3 11 45 119 6.94 10 <1 2.82 <10 1.32 2930 2
B8142 205| 294 10 3.04 58 260 0.5 8  0.13 62.3 8 52 113 5.21 ¢ 10 <1 1.8 L0 0.90 2530 L
B8143 205| 294 180  3.42 60 350 0.5 {2 0.25 4.3 8 49 160 5.71 10 <1 2.3 10 0.97 2380 L
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Chemex Labs Ltd.

To:  GRANGES INC.

2230 - 885 W. GEORGIA ST.

Page Number 1-B
Tolal Pages 6
Certilicate Date3-JAN-05

Analytical Chemists * Geochemists * Ragjistered Assayers VANCOUVER, BC Invoice No.  [-B433125
212 Brooksbank Ave., North Vancouver VeG 38 2£6m=1tmber
British Columbia, Canada V7J 2C1 Project : 120
PHONE: 604-084-0221 Comments: CC: WARREN BATES
CERTIFICATE OF ANALYSIS A9433125
SAMPLE PREP Fa Ni P Pb Sb Sc Sr Ti Tl U v W Zn Ag ppm
DESCRIPTION CODE ¢ ppm ppm ppm  PFpm ppm  Fpm ¥ Ppm  ppm ppm  ppm  ppm Aqua R
38104 205 294 0.27 32 1690 12 2 10 102 0.2L < L0 < 10 120 < ] "( 0.2
BBLOS 205( 294 0.25 34 1680 180 2 11 120 0.20 < 10 < 10 134 < 6.5
BB106 205|294 0.30 28 1510 382 2 11 96 0.26 < 10 < 10 135 < 5.3
pelov 205]| 294 0.18 29 1540 422 2 10 60 0.26 < 10 {10 123 < 4.2
pelos 205|294 0.16 28 1530 212 4 9 50 0.23 ¢ 10 < 10 108 < 2.3
38109 205 294 0.12 27 1600 88 ] 8 44 0.24 <10 < 10 97 < 0.9
PeLLO 205|294 0.16 30 1530 96 <2 10 53 0.23 < 10 {10 86 < 0.7
BBLLL 205( 294 0.22 29 1590 114 2 11 70 0.20 < 10 < 10 85 < 4.7
Bg1la 205|294 0.32 27 1560 14 {2 12 92 0.22 < 10 {10 94 < 0.2
3113 205|294 0.33 30. 2750 22 2 9 107 0.156 < 10 {10 91 < 0.2
38114 205( 294 0.1L 30 1630 8 2 6 43 0.24 < 10 < 10 70 <
38115 205| 294| 0.30 31 1650 12 2 9 120 0.22 ¢ L0 < 10 94 <
81156 205) 294 0.04 30 1450 10 2 6 28 0.26 < 10 <10 73 <
BeLLY 205|294 0.02 27 1390 8 {2 6 23 Q.28 < 10 < 10 58 <
BB113 205|294 0.03 12 L1530 42 4 7 73 0.27 < 10 <10 77 <
B8119 205 294 0.0L 32 1490 22 4 7 23 0.30 ¢ 10 <10 75 <
38120 205] 294 0.02 32 1480 26 2 7 21 0.3L < 10 {10 86 <
38121 2051 294 0.04 28 L1450 294 2 7 42 0.27 < 10 {10 95 <
Bel1a2 205|294 0.07 27 1440 162 2 6 53 0.29 < 10 {10 90 <
8123 205|294 0.03 25 1420 46 2 6 35 0.23 < 10 <10 15 <
36124 205( 294 6.02 27 145@¢ 56 2 L] 23 g.3L < 10 < 10 83 <
Bgl23 205|294 0.0L 28 1520 52 4 5 16 0.32 < 10 <10 68 <
38126 205|294 0.0L 27 1460 8 ] 5 19 0.29 < 10 <10 65 <
38127 205|294 0.0L 28 1370 8 £ 6 17 0.31 < 10 {10 717 <
3e123 205( 294 0.0L 34 1390 22 2 5 19 0.27 < 10 <10 74 <
38129 205( 294 0.0L 31 1520 16 <2 & 21 0.25 < 10 {10 86 < 1.3
38130 205( 294 0.0L 25 1420 30 2 4 22 0.24 < L0 {10 66 < 1.5
38131 205( 294 0.0L 26 1320 88 E] 6 22 0.29 < 10 {10 82 < 10 4360 4.3
pel1l2 205/ 294 0.0L 24 1500 8 4 5 28 0.25 < 10 < 10 82 < L0 1630 0.2
B8133 205|294 0.0L 22 1270 16 2 5 29 0.23 < 10 {10 74 < L0 4600 0.6
38134 205|294 0.0L 21 1040 30 4 9 21 0.20 < 10 < 10 72 < L0 7800 h
—~38135 205|294 0.0L 26 1630 130 6 6 21 0.19 <10 <10 716 Iqé )lODBg } 5.3
BL3IG 205|294 0.0L 30 1600 24 4 7 24 0.22 < 10 < 10 94 < L 1.1
Be137 205|294 0.0L 26 1520 46 2 6 28 0.25 < 10 < 10 89 < 10 4490 1.7
sLRRE] 205|294 0.0L 27 1540 24 2 6 21 0.27 < 10 <10 89 < 10 4640 0.8
’
pB139 205) 294 0.0L 36 1250 48 2 4 20 0.23 < 10 <10 77 < 10 7010 Ik
BBL40 205|294 g.o0L 24 1040 60 4 4 23 0.25 < L0 < 10 79 < L0 5870 1.4
BB14L 205 294 0.0L 27 1090 130 2 5 21 0.27 < 10 {10 91 < L0 6160 2.3
PB142 205) 294 0.0L 18 540 184 6 3 19 0.19 < L0 < 10 85 < L0 8980 2.7
36141 205 294 0.0L 24 1060 72 2 4 25 0.23 ¢ 10 < 10 79 < L0 6750 2.7
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Chemex Labs Ltd.

Analytical Chemists * Geochermists * Registered Assayers

To: GRANGES INGC.

2230 -885 W. GEORGIA ST.
VANGOUVER, BG

Page Number 2-B

Tolal Pages B
Centificate DateD3-JAN-05
Invoice No. 1-B433125

212 Brooksbank Ave., North iancouver VGG 3E6 e
British Columbia, Canada V7J 2C1 Project : 120
PHONE: 604-984-0221 Comments: CG: WARREN BATES
CERTIFICATE OF ANALYSIS A9433125
PREP Wa P Pb sc st Ti T U v W 7n Ag ppm
DESCRIPTION CODE % PP PN Ppm ppm % ppm jys ppm Ppn ppm Aqua R
38144 205)| 294 0.0L 1460 62 2 5 26 0.22 < 10 < 10 81 < 10 7320 2.0
B3al145 205( 294 0.0L 1460 190 4 5 20 0.235 < L0 <10 85 < 10 5310 4.4
Balds 205( 294 0.0L 1390 32 2 5 27 0.25 < 10 < 10 89 < 10 6930 1.5
pel47 205|294 0.0L L160 72 2 6 22 0.27 < 10 < 10 103 < 10 4770 1.9
38148 205| 294 0.0L 1340 26 4 5 20 0.29 < 10 £ 10 82 < 10 3390 2.1
BB149 205] 294 0.0L L310 10 2 [ 24 0.28 < 10 < 10 99 < 10 2290 0.2
38150 205( 294 0.0L B60 92 2 4 24 0.26 < 10 < 10 72 < 10 4620 3.2
B8LSL 205( 294 0.0L 1480 20 2 2 19 0.18 < 10 < 10 58 < L0 4150 0.9
BglL52 205( 294 0.0L L1450 28 2 4 18 0.24 < 10 {10 77 <« 10 5420 2.7
P8153 205]| 294 0.0L L430 12 4 4 19 0.24 < 10 £ 10 90 < 10 53540 0.9
B8154 205|294 0.0L L490 14 4 ] 21 0.28 < 10 {10 93 . < 10 4030 0.9
BeIss 205|294 g.oL L3390 14 E 4 i6 0.22 < L0 < 1a 60 < 10 4360 1.3
38156 205|294 0.0L 1540 10 <2 4 20 0.22 < 10 < 10 73 < 10 4170 0.7
38157 205 294 0.02 1690 8 2 5 24 0.19 < 10 < 10 63 < 10 2370 0.2
38158 205|294 0.04 1720 10 2 7 3o 0.27 < 10 < 10 101 < 10 3470 < 0.2
B3B159 205|294 0.0L 1800 32 2 4 20 0.22 < 10 < 10 82 < 10 4960 1.6
38160 205|294 0.0L 1630 20 2 6 16 0.28 < 10 < 10 93 < 10 3900 0.9
3elel 205|294 0.0L 1560 26 4 4 21 0.23 < 10 < 10 15 < 10 2700 1sL
pele62 205294 0.0L 1450 34 6 4 21 0.23 < 10 <10 73 < 10 4150 1:7
38163 205 294 0.0L 1580 16 4 6 22 0.28 < 10 <10 85 < 10 8100 2.7 t
3el64d 205( 294 0.0L 1420 14 2 6 22 0.28 < 10 <10 100 < 10 5260 1.1
38165 205 294 0.0L 1290 98 4 4 18 0.25 < 10 < 10 82 < 10 4270 3.1
BB166 205 294} 0.0L 1440 50 4 5 21 0.30 < 10 <10 89 < L0 4090 2.0
- 38167 205( 294 0.02 L440 20 2 4 26 0.24 < 10 { 10 79 < 10 4330 1.0
79008 205)| 294 0.25 L000Q 6 ¢ 2 i 100 0.14 < 10 {10 106 < 10 116 < 0.2
39009 2051294 0.31 2 12390 2 2 9 119 0.22 < 10 < 10 111 < 10 110 < 0.2
B90LO 205] 294 0.40 2 127¢ q 2 9 152 ° 0.23 < 10 {10 112 < 10 84 < 0.2
39011 205] 294 0.45 L 12390 4 {2 9 1¢8 0.24 < 10 < 10 112 < 10 98 < 0.2
39012 205] 294 0.4L1 2 1229 4 2 6 182 0.23 < 10 10 91 < 10 80 < 0.2
39013 205|294 0.39 2 12490 4 <2 5 151 0.20 £ 10 < 10 78 < 10 72 (0.2
39014 205|294 0.42 1 1199 4 2 7 170 0.19 < 10 < 10 99 < 10 66 (0.2
BI0L5 205|294 0.47 2 1240 q <2 9 171 0.14 < 10 {10 112 < 10 62 (0.2
B90Ls 205|294 0.3L 3 1230 6 2 8 122 0.09 < 10 10 . 97 < 10 54 (0.2
B9017 205|294 0.23 6 L2390 6 2 6 &5 0.06 < 10 30 83 < 10 44 0.3
B90Ls 205|294 0.28 2 12290 8 2 7 59 0.12 < 10 < 10 97 < 10 70 0.3
39019 205| 294 0.21 2 L2290 8 2 6 75 0.09 < 10 < 10 90 < 10 66 0.3
39020 205|294 0.33 2 1260 6 2 8 105 0.14 < 10 <10 108 < 10 52 < 0.2
Bag21 205] 294 0.29 2 L1840 8 2 8 110 0.16 < 10 <10 105 < 10 54 < 0.2
Bag22 205] 294 0.30 L 1230 6. 2 8 118 0.20 < 10 < 10 106 < 10 72 (0.2
3an23 2051 294 0.29 1 1120 4 2 7 e B9 0.23 ¢ 10 {10 97 < 1D 78 { D.2
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